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Abstract

It has been proposed that spin{waves, particularly those wh frequencies in microwave and
submillimetre wave bands, can be used for information trangssion and processing. Having
shorter wavelengths as compared to electromagnetic wavdglee same frequency, spin{wave
based devices hold the potential to aid the miniaturizatiorof microwave communication.
Designs have been proposed which use nanoscale magnetitesys to create elements which
can function as attenuators, lters, phase{shifters, inteferometers and logic gates. Here, we
study the magnetization dynamics of spin{wave dispersionn@ magnetic vortex gyration.
Both phenomenon are related and have their characteristiceiquencies in the microwave
frequency band. The nanoscale systems considered here areomagnetic thin Ims, uni-
form waveguides, magnonic crystals (spatially modulated agnetic systems) and magnetic
vortices. E ects like magnetization pinning and mirror synmetry breaking, which alter the
spin{wave dispersion characteristic call for greater spe resolution and precision in fab-
rication. Thus, we summarize with what needs to be done and e¢hfuture directions the
research needs to take in order to make nanoscale devicestecally feasible.

The spectrum of spin{waves propagating in magnetic systems important from both
fundamental and applied points of views. Propagating spimfaves in magnonic crystals will
form the building blocks of future microwave data processijnand communication. While
magnonic modes and band gaps can help in the formulation ofters and attenuators, un-
derstanding other phenomena like spin{wave re ection, redction and interference will help
in designing magnonic circuit elements like logic gates amtiodes.

The Landau{Lifshitz{Gilbert (LLG) equation has been used n this work to simulate the
spin dynamics in di erent nanoscale magnetic systems. Thexjuation was solved mainly us-
ing the nite di erence method based Object{Oriented Micramagnetic Framework (OOMMF)
or the nite element method based Nmag. In addition to using@me existing software pack-
ages, we also developed our own LLG equation solver (whichncalso take spin{transfer
torque terms into account) using MATLAB programming. The canbined packages of sim-
ulation and post{processing has been named DotMag. DotMa@ut simulate spin dynamics
in two{dimensional systems and can analyse results for anyinkl of nanoscale system |
even those solved using third party packages, such as OOMMHe results obtained from
the newly developed software have been inspected for any magic bands and bandgaps
using multi{domain discrete Fourier transform. Various isues related to the numerical cal-
culations like aliasing, spectral leakage and scallopingss have been addressed in Chap. 3.
The tools prepared for analysing these magnonic conductonsll also allow for the visual-
ization of propagation and power and phase distribution ofite spin{wave over the entire
region of interest. These tools will be generically desigheso as to accommodate any kind
of magnonic conductor.

The newly developed package DotMag, was used for the caldidas of magnonic band
structures of one{ and two{dimensional periodic arrays of ats, anti-dots (holes created in



continuous magnetic medium) and lled antidots (the holes g now lled with a dier-
ent magnetic medium). In uence of di erent structural and material parameters over the
spin{wave band structure was studied in these cases. The wéis obtained using the micro-
magnetic simulations were also compared with those obtamhérom the plane wave method
(PWM) and any di erences were examined. Isof{frequency lirege which are magnonic ana-
logues of the electronic Fermi surfaces were also calcutate the case of two{dimensional an-
tidot arrays. With the knowledge obtained from above we inv&@igated magnonic waveguides
embedded with regular and lled antidots to design magnonidters of tunable bandwidth
and bandgaps. Some of the numerically examined magnonic sials have been fabricated by
using di erent lithography techniques. The low wavevectomagnonic modes in some of these
magnonic crystals were experimentally investigated by usy our TR{MOKE experimental
setup.

In Chap. 5, we study the spin{wave spectra in magnonic antidavaveguides (MAWSs) ver-
sus the surface anisotropy at the ferromagnet/air interfaee The MAWSs under investigation
have the form of a thin stripe of permalloy with a single row oberiodically arranged antidots
in the middle. The introduction of a magnetization pinning & the edges of the permalloy
stripe and the edges of antidots is found to modify quantitately the spin{wave spectrum.
This e ect is shown to be necessary for magnonic gaps to opanthe considered systems.
Our study demonstrates that the surface anisotropy can be wcial in the practical appli-
cations of MAWSs and related structures and in the interpretdon of experimental results
in one- and two-dimensional magnonic crystals. We used tlaali erent theoretical meth-
odsi.e. PWM, nite dierence method and nite element method to vali date the results.
We showed that PWM in the present formulation assumes pinnethagnetization while in
micromagnetic simulations special care must be taken to mtduce pinning.

In Chap. 6, we show that structural changes breaking the mior symmetry of a MAW can
close the magnonic bandgaps. But, the e ect of these intrins symmetry breaking factors
can be compensated by a properly adjusted asymmetric extatrbias magnetic eld,i.e., by
an extrinsic factor. This allows for the recovery of the magmic bandgaps occurring in the
ideal symmetric structure. The described methods can be ukfor developing parallel models
for recovering bandgaps closed due to an intrinsic defeat,g. a fabrication defect. The
theoretical model developed here is particular to the eld fomagnonics, a rapidly emerging
eld combining spin dynamics and spintronics. However, theinderlying principle of this
development is squarely based upon the translational and mor symmetries associated
with the crystal structure. Thus, we believe that this idea écorrecting an intrinsic defect by
extrinsic means, should be applicable to spin{waves in bottxchange and dipolar interaction
regimes, as well as to electron, electromagnetic and acaaswaves in general.

In Chap. 7, we present the possibility of tuning the spin{wag band structure, particularly
the bandgaps in a nanoscale MAW by varying the shape of the adobts. The e ects of
changing the shape of the antidots on the spin{wave dispeosi relation in a waveguide have
been carefully monitored. We interpret the observed variains by analysing the equilibrium
magnetic con guration and the magnonic power and phase dr#bution pro les during spin{
wave dynamics. The inhomogeneity in the exchange elds at ¢hantidot boundaries within
the waveguide is found to play a crucial role in controllinghte band structure at the discussed
length scales. The observations recorded here will be impamt for future developments of
magnetic antidot based magnonic crystals and waveguides.



In Chap. 8, we demonstrate that the magnonic band structureincluding the band gap
for a MAW, can be signi cantly tuned by a relatively weak moduation of its structural
parameters. The calculations were performed with considgron of both the exchange and
dipolar interactions. For the exchange dominated regime,endiscuss, in details, the impact of
the changes of the lattice constant, size, and shape of thetigiots on the spin{wave spectra.
We have shown that a precise choice of these parameters isatal for achieving desired
properties of the antidot waveguides,j.e., a large group velocity and Itering properties
due to existence of magnonic band gaps. We discuss di erenenihanisms of magnonic gap
opening resulting from Bragg scattering or anticrossing eghodes. We have shown that the
dipolar interactions start to assert their role in the spinfvave spectrum when the waveguide
is scaled up, but even for a period of few hundreds of nanomedr the magnonic band
structure preserves qualitatively the properties found irthe exchange dominating regime.
The obtained results are important for future developmentfomagnonic crystal based devices.

In Chap. 9, we present the observation of a complete bandgapdacollective spin{wave ex-
citation in two{dimensional magnonic crystals comprised foarrays of hanoscale antidots and
nanodots, respectively. Considering that the frequencielealt with here fall in the microwave
band, these ndings can be used for the development of suit@bmagnonic metamaterials
and spin{wave based signal processing. We also present thpplication of a numerical pro-
cedure, to compute the dispersion relations of spin{wavesrfany high symmetry direction in
the rst Brillouin zone. The results obtained from this proedure has been reproduced and
veri ed by the well{established PWM for an antidot lattice, when magnetization dynamics
at antidot boundaries is pinned. The micromagnetic simulabn based method can also be
used to obtain iso{frequency contours of spin{waves. Isaffquency contours are analogous
of the Fermi surfaces and hence, they have the potential to decalise our understanding
of spin{wave dynamics. The physical origin of bands, partlaand full magnonic bandgaps
has been explained by plotting the spatial distribution of gin{wave energy spectral density.
Although, unfettered by rigid assumptions and approximatns, which a ict most analytical
methods used in the study of spin{wave dispersion, micromaetic simulations tend to be
computationally demanding. Thus, the observation of collgive spin{wave excitation in the
case of nanodot arrays, which can obviate the need to perforgsimulations may, also prove
to be valuable.

DotMag was developed with the ability to excite vortex core yration by using external
magnetic eld and spin transfer torque. Magnetic vortex dyamics was investigated in
the cases of isolated and coupled vortices. Transducer amarisistor like operations were
demonstrated based on these results. Transistors constiéuthe backbone of modern day
electronics. Since their advent, researchers have beerksagways to make smaller and more
e cient transistors. In Chap. 12, we demonstrate a sustaing ampli cation of magnetic
vortex core gyration in coupled two and three vortices by carolling their relative core
polarities. This ampli cation is mediated by a cascade of divortex solitons travelling
through the dynamic stray eld. We further demonstrated tha the ampli cation can be
controlled by switching the polarity of the middle vortex ina three vortex sequence and the
gain can be controlled by the input signal amplitude. An attenpt to show fan{out operation
yielded gain for one of the symmetrically placed branches wh can be reversed by switching
the core polarities of all of the vortices in the network. Thebove observations promote the
magnetic vortices as suitable candidates to work as stablgblar junction transistors (BJT).
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K1, Kz, K9, K2 Magneto{crystalline anisotropy.

M : Magnetization.

Ms . Saturation magnetization.

m M =M..

sf . Energy spectral density of SWs.

These symbols are used to mean the following, unless statedh@rwise in a chapter.
YMagnitude of vector quantities has been represented by thetalicized non{boldface version of its symbol.
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Material Parameters Used During
Simulations

Material | Mg(10°) A/m | A(10 *?) J/m | K1(1C%) J/m3
Co 1:4 30 520 10 4
Py 0:8 13 0 10 4

Gyromagnetic ratio j j=2:21 10° m A 's !is used in all cases. Gilbert damping = 0:9 or 0:95
is used to develop the steady state before starting the magnization dynamics; which is observed at low
values of 10 # to obtain sharper peaks in the frequency domain. Where spe&d, more realistic values of

=0:008 or Q01 is used.
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1. Introductions

Magnetization dynamics at nanoscale had been predicted teelcharacterized by a few in-
teresting phenomena, which are deemed useful for practiegplications such as information
transmission, processing and storage. For example, the tnzation of some key aspects of
spin{waves (SWs) occurred over fty years agd:?> Recent advances in fabrication techniques
have allowed for the examination of such phenomena on micra@hd nanoscale. As SWs
of microwave frequency have considerably lower wavelengtlin comparison to light), the
potential to miniaturize microwave communication appearso be the guiding motivation of
most of the recent studies. SWs can be more dispersive thamsd or light waves and have a
band structure which typically starts at a certain non{zerominimum frequency. SW disper-
sion is also anisotropic in most cases. The ability to altehe response of nanoscale magnetic
structures simply by controlling the external eld has alsoattracted a lot of attention. 34
The characteristic time scales , of di erent manifestations of magnetization dynamics can
be obtained using the Heisenberg relation = h=E, whereh is the Planck constant andE
is the involved interaction energy? This has been presented in Fig. 1.1.

As seen from Fig. 1.1, the exchange interaction, which favsuthe parallel alignment of
spins in a ferromagnet, has a characteristic time{scale lveten one and ten femtoseconds.
The e ects of spin{orbit coupling and spin{transfer torque (STT) are apparent under a
picosecond. Laser induced ultrafast demagnetization caypically be obtained within a few
hundred femtosecond$. The precession of magnetizatiohand its (Gilbert) damping?® feature
a timespan of one picosecond to tens of nanoseconds (see Eif)). SWs have the similar
characteristic time{scales depending upon the strength dhe damping. The phenomena
of magnetic vortex core gyratiod has a characteristic timespan of one nanosecond to tens

of nanoseconds. The movement of magnetic domain walls, oretbther hand, occurs in a
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Figure 1.1.: Characteristic time scales for di erent manéstations of magnetization dynam-
ics. Source: Ref. 5.

time{scale above 10 ns.

The focus of this thesis is to study SWs and magnetic vortex dgmics in nanoscale
systems. As seen from Fig. 1.9 these two roughly span the microwave and the submil-
limetre wave frequency bands. These two forms of magnetizat dynamics are also very
closely related in theory. Nanoscale magnetic systems esihiinteresting phenomena, such
as, giant magnetoresistancé’!! giant Faraday rotation!? and high out{of{plane magnetic
anisotropy.*1* Current nanofabrication techniques give us the ability to ate systems with
arti cial periodic modulation with high spatial resolution. SW propagating through such
arti cial mediums feature a characteristic spectrum commte with bands andbandgaps{
forbidden regions in frequency domain. To this end, SW dynaos has been studied in
nanoscale ferromagnetic systems such as thin{ Ims, unifor and patterned waveguides, and
nanodot and antidot arrays. Antidots are holes in planer ferromagnetic structures. Bi{
component waveguides, where the antidots are replaced welnother ferromagnet, have also

been considered. Dynamics of magnetic vortices, which cads@be used for the generation of
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SWst® along with very e cient signal transmission and logical opeations, have been studied

in isolated and dipole coupled ferromagnetic nanodisks.

1.1. Spin{Waves

If the local magnetizationM of a ferromagnet gets misaligned with the e ective eldH. ,
it experiences a torque leading to its precession. The preseg magnetization vector also
changes its surrounding exchange and dipolar elds and spids the information of the orig-
inal misalignment of e ective eld to its neighbourhood. Owng to spin{orbit coupling and
several other factors (like spin di usion, magnon{phononriteraction, etc.'®) the precession
slowly gets damped. The processes of magnetization precassnd its damping can be mod-
elled using the Landau{Lifshitz{Gilbert (LLG) equation. Since the LLG equation describes
the magnetization dynamics in terms of incremental changes the magnetization vector,
they can model any given systems as long as the involved parters, such as the saturation
magnetization, do not vary greatly during the dynamics. Ths, phenomena like SW dynam-
ics and magnetic vortex gyration, which occur above one p®econd in time{scale and one
nanometre in length{scale can be described accurately byeH LG equation.® Theoretical
details of this equation has been presented in sub{Sec. 2.3.

The Gilbert damping is preferred over theBloch{Bloembergen damping description while
dealing with ferromagnets, as the former keeps the amplitedof magnetization constant
with time. 18 Non{Gilbert type magnetization relaxation can also be intoduced by magnon{
magnon scattering®?° or spin{polarized current?! In this work, we focus only on the Gilbert
type damping. In frequency domain analysis of various magtieation dynamics, damping
manifests itself as line{width. As it causes the informatio in a signal to loose coherence,
damping is considered undesirable in most cases. Some rdgepublished literature 2223
seeks to lower this damping by working with di erent types ofmaterials. Long range co-
herence of SW edge modes has also been theorized in an ingujaterromagnef* and other
nanoscale system$

The largest contributor to He is typically the bias eld H s, While the SW is usually

produced during a simulation by using the excitation signaHsg. To study the nature of
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SWs generated with di erent bias directions, it is sometimg desirable to avoid the anisotropy
eld H s by using materials like permalloy (Py: NgoFexo) which have negligible magne-
tocrystalline anisotropy. Typically, a high bias eld of strength (> 1 T) is used to completely
saturate the Py medium. A high value of 0:9 is used at the beginning of any simula-
tions; so that the magnetic ground state may be achieved quly. Later, is reduced to an
arti cially low value of 10 4; so that a better resolution may be obtained in the frequency
domain during a Fourier analysis. Any deviations from thesparameters will be explicitly
stated.

When the information of the any misalignment between the e etive magnetic eld and
the magnetization starts to propagate as a collective exetion, SWs are said to be gen-
erated.>?52® SWs can also be produced by STT from spin polarized curreft.Figure 1.2
depicts this wave as a green curve being traced by one of thendynical components of
magnetization M. As in the case of photonic or phononic waves, SWs too are caj of

carrying information in the form of energy and momentum.

Figure 1.2.: (Top panel) Precession of blue magnetizatioi vector around the black e ective
eld H. vector. Here the spins are arranged in an one{dimensionalah with
discrete translational symmetry. (Bottom panel) Top view 6 the precessional
dynamics showing an imaginary green wave{like curve beingated by one of
the components ofM .

Magnonswere theorized° as the quasi{particles associated with the quantization &Ws.
Like photons or phonons, magnons too are classi ed as bosof82 The same, however, is
not the case with electrons. Nevertheless, several techmés developed to study electrons,
photons or phonons as information carriers can also be usedthe case of magnons. Com-
pared with light or sound waves, the dispersion relation inhe case of SWs can be much

easily controlled by controlling an extrinsic parameter | t he external eld,* even while the
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SW dynamics is in progress. This introduces the most signi cant advantage that a SW
based system can have over its electronic, photonic or phaomno analogues.

Magnonic crystals$®® (MCs) are metamaterials typically created by spatially modlat-
ing the magnetic parameters such as saturation magnetizati, Mg or exchange coe cient,
A%0142 of a known material and where SWs are the transmission wave$ACs can be re-
garded as the magnonic analogues of photonic and phononigstals. Knowledge of SW
dispersion within such structures is necessary for their sign and operation. An MC can
be realized by a combination of periodic modulation of stragral and material parameters
of a magnetic material and a control over the external bias ngaetic eld. “*®2 This creates
a periodic magnetic potential within an MC, which scatters he SWs eventually yielding a
characteristic dispersion relation comprising of stop angass bands. Most MCs that form
the topic of current research in magnonics are either 1®* or 2D*5®0 as they are easier to
fabricate on a wafer when compared to 3D MCs. Neverthelesewftheoretical reports on the
study of dispersion of SWs in 3D MCs have been madé!>? Magnetic antidots arrays, which
support higher group velocities (as compared to MCs based dot arrays), have emerged as
an important system of MCs; and a thorough investigation of igh frequency magnetization
dynamics in them have been reported in the literaturé®>3%° Recently, the rst MCs made
by arranging two ferromagnetic materials with nanoscale screte translational symmetry
(bi{component MCs) have been fabricatet and bandgaps in their SW spectrum was ex-
perimentally veri ed. 62 Tunability of SW spectra based on the lattice symmetry in a 2D
lattice of nanodots has also been reporte®:®* 2D antidots lattices, formed by periodic array
of holes in a ferromagnetic Im, can be fabricated much eagil These systems have been
intensively studied in recent years on di erent length{sctes as well®>:56

For antidot lattices with large spatial periodicity,®® the inhomogeneity of the internal
magnetic eld is decisive for the formation of the magnonic énd structure.®’” With the
decreasing period of antidot lattice the Brillouin zone (BXborder will move to larger wave{
vectors and the exchange interactions at some point will gtato play a primary role in
the formation of magnonic band structure?® Thus, based on the nature of this dependence
SWs can be classi ed aslipole{dominated and exchange{dominatedrespectively. Dipole{

dominated SWs have wavelengths much greater thans,, where o = 2A=( (M?2) is
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the characteristic exchange length of the ferromagnetic mieim. Typically, the wavelength
of dipole{dominated SWs is in the order of a few microns. On #hcontrary, exchange{
dominated SWs have wavelengths of the order oty. This value is commonly of the order
of 5 nanometres. SWs with intermediate wavevector valuesecalleddipole{exchangeSWs.

Magnonics®"386%1 is an emerging sub{ eld of solid state physics, which dealsith the
study of SWs and related aspects of magnetization dynamicslagnonics is mainly aimed
at exploiting the properties of SWs for technological appiations in the elds of microwave
systems, metamaterials for electromagnetic waves, spiohics, and other magnonic devices
using SWs for information communication. Compared to mickgave technology, the other
three elds are relatively new and in their nascent stag€? "> Signal processing in electronic
devices relies on the electronic band structure of semicaradors. Recent developments in
silicon photonics, such as the cascaded Raman lagkralso exploit the discovery of suit-
able bands and bandgaps. Thus, one cannot proceed with thes@g or development of
nanoscalemagnonic device§”’® without the study SW band structure. The possibility of
tailoring metallic magnetic materials with nanoscale prasion provides a tool for miniatur-
ization and shaping the dispersion of high{frequency SWs. part from magnonic crystals,
waveguides!® SW interferometer$®®? and phase shifter®® are some of the important com-
ponents of magnonic devices. Like photonic devices, magiodevices too promise a lower
power consumption compared to today's electronic deviceddowever, once an electronic
or photonic device is designed, not much can be changed toealits characteristics during
operation. This, however is not the case with SW based devicvhose characteristics can be
changed extrinsically by the control oH i,s.3* Further, structured SW waveguide§*®® have
recently attracted considerable attention due to their selctive transmission of microwave
bands in the micro{ and nano{scales and their potential apptations in on{chip microwave
signal processing and communication.

Prototypes of basic magnonic devices have already been d&stoated to be promising
for technological applications%7%.7387 pyt the scaling down of magnonic elements to tens
of nanometres in size and tens to hundreds of GHz of operatifiggquencie&®®! are still
a challenge. Waveguides for SWs are deemed to be of vital ilm@amce in most magnonic

devices®® Various forms of waveguides, such as, at stripes having &ring properties due
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to periodically modulated width® or based on a (missing) row defect in 2D MCs have been
studied.38:559207 Byt so far, experiments are only done for SWs in the frequencgnge up to a
few gigahertzs. Owing to the recent advances in fabricatidachniques, it has become feasible
to fabricate structures with resolution better than 10 nm. er example, the spot size during
focused ion beam lithography can go below 10 nm with low (30 pA) ion current, 5098100
To predict properties of magnonic devices at hanometre letigscale, more basic research
needs to be conducted. Therefore, theoretical investigati of the SW waveguides and MCs
operating in the range of tens to hundreds of GHz is a frontieeld of research.

Another topic of technological importance deals with the geeration and detection of
SWs on nanoscale. The interactions of magnons with electyrphotons and phonons have
been exploited to generate and detect SWs. SWs can be prodiid®y spin torque nano{
oscillatorst®11%2 or spin{polarized current!®® or by using phenomenon such as spin{Hall ef-
fect!%* or spin{Seebeck e ect®®% and they can be detected using the inverse spin{Hall ef-
fect.1%® SWs can also be generated by certain magnon{soliton intetaans.*® A time{resolved
magneto{optic Kerr e ect (TR{MOKE) experimental setup uses high energy photons to
excite SWg1%14 and low energy photons to detect themt>1” Any time{resolved measure-
ment done on SWs should have a temporal resolution below onegsecond to account for
SWs upto 500 GHz. Short bursts of terahertz SWs have been alsptically excited in fer-
romagnetict'®1® and anti{ferromagnetict?®'?! mediums, testifying to the quantum nature
of magnons. A vector network analyzef?*?3 can be used to directly detect the SW spectra
while a Brillouin light scattering setup*!t:124125 can be used to experimentally examine the

SW dispersion relation in wavevector domain as well.

1.2. Magnetic Vortices

Micro{ and nanoscale ferromagnetic disks can support a naimivial spin con guration called
a magnetic vortex2%:2” which is another kind of magnetic system studied here with thview
point of information processing. Magnetic vortices can ndapplications in magnetic data
storage, magnetic random access memolf*3! magnetic logic circuitry,**? information

processing devices? or the detection of impurities in a magnetic material®® Often the
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magnetization aligns itself along the boundaries of latelig con ned geometries in order to
minimize the energy stored in the stray eld. This can lead t@n anti{parallel arrangement of
magnetization close to the centre of the geometry. Thus, iefromagnetic circular nanodisks,
the exchange interaction pushes the magnetization at the mige of the disk out of plane:
either up or down. The sense of ux closed magnetization stcture | clockwise (CW)
or counter{clockwise (CCW) | represents the chirality of the vortex.'** The part of the
vortex with out of plane component is called its core which casupport either "up' or "down'

polarity .13® The chirality and the polarity of the magnetic vortex can be sen in Fig. 1.31%/

N\
z Vortex-core
J, Q switchin
o]

Figure 1.3.: Colour coded cyclic arrangement of magnetizah in a magnetic vortex. The
spikes in middle of the geometry represent the vortex corehieh can be switched
by applying an in{plane rotating magnetic eld. Source: Ref127.

Apart from waveguides and MCs, micro- and nanomagnetic diskand rings are also useful
in signal processing as they cover the sub-GHz regime, whistusually inaccessible by SWs.
Resonating vortices, for example can be phase locked using/sS'*® As seen in Fig. 1.3,
magnetic vortex cores can be switched from "up' to "down' byn¢ application of an external
magnetic eld. This polarity reversal can also be used for SWeneration!® It can also be
brought to gyration*3"2 py the application of the magnetic elds and spin polarized wr-
rents.128.13%{143 External magnetic elds and spin polarized currents coupléo the magnetic
moments of the vortex core and drive it away from the equilibum position. In addition
to these external forces, the displaced vortex core experoes an internal force arising from
the demagnetizing eld of the non{equilibrium magnetizaton pattern. This force attempts
to restore the core to its equilibrium position, thus aidingthe gyrotropic motion. For large
amplitude excitation, the internal force increases nonlgarly and this results into a non

linear vortex core gyration, and vortex core switching ocaeg along with creation and annihi-
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lation of new vortex and antivortex.!4414% For small amplitude excitation, the internal force
increases linearly and the vortex core motion remains in thknear regimel#® Apart from
saturation magnetization, the natural gyration frequencyof a magnetic vortex also depends
on the aspect ratio (the ratio of disk's diameter and thicknss) of the ferromagnetic disk?’

The presence of polarity dependent rotational asymmetry nkas them very attractive can-
didates for studying the interaction between the local maggtization and externally applied
magnetic elds or spin polarized currentst3®:148157 The magnetization dynamics resulting
in the gyrotropic vortex core motion can also be described ke LLG equation®*® (see
sub{Sec. 2.3.2). In the linear regime, the vortex core equah of motion can be derived from
the Thiele's equation!® The CW or CCW sense of vortex core gyration direction is soiel
controlled by its polarity. In the linear regime, vortex coe can be described by a harmonic
oscillator model®® Consequently, magnetostatically coupled vortex gyratiosan be consid-
ered as coupled oscillators. Therefore, one expects mutealergy transfer and a consistent
phase relation between the gyrating vortice$3®:16! Logic operations based on magnetic vor-
tex state networks have been demonstrated experimentallyavthe vortex gyration mediated
information signal transfer mechanisnt®?

Subsequently, the mutual transfer of energy between magwstatically coupled vortices
where one of the vortices is locally excited is extremely imoptant for microwave commu-
nication and logic operations. In this regard, the paramets like the signal transport rate
and e ciency are the key factors in determining the device pgormance. Vortex gyration
transfer rate and energy attenuation coe cients have beenatculated by analytical method
and micromagnetic simulationst®® Stimulated vortex gyration based energy transfer between
spatially separated dipolar coupled magnetic disks has beebserved by time resolved soft
x-ray microscopy®® The rate of energy transfer is found to be determined by thedguency
splitting caused by the dipolar interaction between the vdices.152

This energy transfer e ciency may depend on several factorsuch as the frequency of the
exciting eld pulse as compared to the gyration frequency dhe vortex core, the amplitude
and nature of the exciting pulse, the distance between the k@es and their relative polarity.
Until recently, 1°° the energy transfer e ciency was found to be well below 100161 and

no ampli cation has been reported thus far. It has also beereported that the interaction
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strength between coupled vortices is maximum when their a@mpolarities are opposite;>®
although, higher interaction strength is not the su cient condition for higher transfer ef-
ciency. For higher amplitude input, the vortex motion enters the non{linear regime and
vortex core switching occurs; making it impossible to incese and maintain a large ampli-
tude output and a constant phase relation between gyrotropimotion of both the vortices.
On the other hand, if the input signal is very weak and the fragency is close to the gyration
frequency of the vortex core, the amplitude of the responseaglually increases indicating
that the core switching may occur at some point, which is notekirable for device application.
In Chap. 2, we introduce the background theory on which the mecontributions presented
in this thesis are based. Some state of the art prior to this wk has also been presented here.
In Chap. 3, we introduce parts of the scienti c method emplogyd during this work. Basics
of the numerical methods have been presented in Chap. 4. Hewe show how to obtain
the SW spectra in di erent kinds of nanoscale magnetic systes. In Chap. 5, we study
the e ect free or pinned boundary conditions may have on the\8 dispersion relation of a
magnonic antidot waveguide (MAW) | a magnetic waveguide like structure with a row of
holes (or antidots) milled along their central axis. We notied that bandgaps can be opened
in the same system if pinned boundary conditions are used wadut changing any material or
geometrical parameters. From Chaps. 6 to 8, we consider the@s of di erent geometrical
parameters of a MAW over its characteristic SW dispersion. mong other things, we also
establish that bandgaps which collapse due to a loss of phyeli mirror symmetry can be
recovered by using an asymmetric bias eld. We extend the nusnical methods to analyse
the SW dispersion in 2D MCs in Chap. 9. In Chap. 10, another eahcement of the numerical
method is introduced which nulli es the aliasing associatewith the Fourier transforms of
real valued data. As a result, we could con rm the existencef d®andgaps in submillimetre
frequency band in the case of a MAW. The dependence of SW spacbn lattice and bias
eld has been experimentally examined in Chap. 11. Polaritglependent asymmetric gain
in the gyrotropic modes of magnetostatically coupled magtie vortices has been presented
in Chap. 12. Based on this observation, we also demonstratevhhthe operational states of a
conventional transistor may be obtained using a chain of magtic vortices. We summarize

the observation made during this work in Chap. 13.



2. Theoretical Background

2.1. Ferromagnetism

A material placed within a magnetic eld H, may develop a non{zero magnetic moment.
Magnetic moment per unit volume is termed asnagnetizationand is conventionally repre-
sented by the symbolM . Magnetic susceptibility is de ned as the ratio of magnetization
M to the magnetic eld H:

M H. (2.1)

The dependence of magnetic susceptibility, on eld H determines themagnetic ordering
of the material. On the basis of this criteria a material can b classi ed as diamagnetic,
paramagnetic, ferromagnetic, antiferromagnetic or femmagnetic. Langevin's classical theory
of diamagnetismuses the electron's orbital angular momentum to adequatelgxplain why
the diamagnetic susceptibility 4 (typically of the order of 10 ¢ cm®/mol), is always negative
and independent of changes to temperature or magnetic eld. If the material hasN atoms
per unit volume and each atom containg electrons, then the diamagnetic susceptibility 4
is given as

2
Ne prA D2E
d= r

oM ri. (2.2)
Here, m is the mass of an electron and is the speed of light.

Curie's law for paramagnetism uses a quantum mechanical model to explavhy the sus-
ceptibility in a paramagnetic material ,, is independent of the magnetic eld and varies
inversely with temperatureT. If g represents the Lande g{factor, the paramagnetic suscep-
tibility is given as
, (2.3)
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where
Ng2J(J +1) 3

3K (2.4)

C=

The ferromagnetic susceptibility ¢ is similarly given by the following Curie{Weiss law:

¢ _ c
"TT weT T T

(2.5)

where T. = WC is called the Curie temperature below which, all ferromagnetic materials
demonstrate spontaneous magnetization. In order to derithe Curie{Weiss law (Eqg. (2.5)),
Weiss assumed an average molecular eld of the forkh+ WM, whereW is known as the
Weiss constant The Heisenberg theory establishes that this molecular élcomes from the
guantum mechanicalexchange interaction Pauli's exclusion principle dictates that the two
electronic wavefunctions of a hydrogen molecule must combi antisymmetrically. Using

separation of variables, the wavefunction (r;;s;) of an electron can be expanded as
(ri;s)=(ri) (si), (2.6)

where and are functions of electron's positiorr; and spin s;, respectively. Now, the

antisymmetric wavefunctions can be expressed as either

s =  sym(r1;rz2) ani (S1;52), or (2.7)

T = ani (Fiir2) sym (S1582). (2.8)

Here, s and 1 represent thesinglet and the triplet states, respectively. They can be

expanded as

s = Ala(r) o(ra)+ a(ra) o(r)ll, (s1) (s2) (s2) (sl and (2.9)

(s1) (s2)
1 = Bla(r) o(r2) a(r2) b(rl)]g (s1) (s2)+ (s2) (s1)7. (2.10)
(s1) (s1)

Spins are antiparallel in the singlet state with a total spinquantum number S = 0. How-
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ever, in the triplet state, the total spin quantum numberS = 1 allows for a degeneracy of

(2S + 1) = 3 states. The energies for singlet Es) and triplet (E1) states can be written as

Es

A% (K 12+ Jgp), and (2.11)

Er B2(Kiz J12). (2.12)

Here,K 1, and J;, denote the Coulomb interaction andexchange integralrespectively. They

can be expressed by the following two integrals:

y4
Kz = a(r) p(r2)Hiz a(r1) »(r2)dad», and (2.13)
y4

NEP) a(r1) p(r2)Hiz a(r2) p(ry)dido. (2.14)

HereHi, = €=ryp+ €=r1;  €=ry, €=ryp I = jr; rjj, is the Hamiltonian for electrons
1 and 2 in a hydrogen molecule with nuclea and b.

A positive Jq, favours the triplet state { and the parallel arrangement of pins { as E+
decreases. This is the case with ferromagnets, where theeir@tomic spacingr o is larger as
compared to the radii of thed and f electronic orbitals. J;, becomes negative irantiferro-
magneticmaterials leading to an antiparallel arrangement of neighduring spins. This results
in a zero net magnetism. In the case dérrimagnets the antiparallel magnetic moments do
not have the same magnitude. This is due to the presence of twablattices hosting two
types of ions with di ering magnetic moments. This bestowsefrrimagnets with some net
magnetization at low temperatures. Analogous to the Curieemperature for ferromagnets,
there exists aNeel temperature for antiferromagnets and ferrimagnets above which the ther
mal energy overcomes the energy of the magnetic ordering aacaramagnetic behaviour
unfolds.

In this work, we deal with ferromagnetic materials like perralloy (Py: NiggFey) and
cobalt (Co) only (the description of the hydrogen molecule &s been used for the sake of
simplicity). Hence, the term "'magnetic material' is used terchangeably with “ferromagnetic

material’
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2.2. Magnetic Energies

Di erent components of the e ective eld H , is the vector sum of the external eld, the
demagnetizing eld and the magnetocrystalline anisotropyeld. Each of these components

of the e ective eld H. , contribute to the total magnetic energyE,, of the system:
EtOt = EZ + Ee+ Ed+ EK, (215)

whereE;, E., Eq and Ex are the Zeeman energy, the exchange energy, the magnetastat
self{energy and the magnetocrystalline anisotropy energyespectively. These di erent en-

ergy terms and their dependence on magnetizatidl are discussed in the following subsec-
tions. Other magnetic energies, such as magnetostrictioart be considered in Eq. (2.15) as

well. However, they are outside the scope of this work.

2.2.1. Zeeman Energy

Zeeman energyE;, is the energy which originates from the interaction of exteal magnetic
eld Hey (which itself can be described as the sum of the bias magnettd H ;s and any

applied signalH sjg), with magnetization M . It can be expressed as follows:

Z
E; = o M HeqdV. (2.16)

Here, V is the volume of the magnetic material. The external eld is gnerally specied
explicitly. The Zeeman energy is minimized when magnetizan is parallel to the external
eld.

2.2.2. Exchange Energy

Exchange energy is the main cause of ferromagnetism (see. &et). Assuming an isotropic
exchange interaction, the Heisenberg Hamiltonian for exahge energyE. can be evaluated
aslG4

X
ij
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where J. is the isotropic exchange integral ands; and S; are total spins at neighbouring
sitesi and j. We can replace the summation with an integral to rewrite Eq(2.17) for a
continuous geometry as 5

Ec= A (r m)2dV, (2.18)
wherem = M =Ms is the ratio of magnetization to the saturation magnetizaion, (r m)2 is

a shorthand for ¢ my)%+ (r my)2 +(r m,)% A is the exchange coe cient given by

2 2
A = A” = Jes s (219)
1)

where j is separation between neighbouring sitesandj . Isotropy is assumed withA = Aj; .
For ferromagnets such as nickel, permalloy (BFeyo), iron and cobalt, the typical values of
the exchange coecientaré 9 10 '2J/m, 13 10 **J/m,21 10 **Jmand30 10 *?

J/m, respectively.

2.2.3. Magnetostatic Self{Energy

The Maxwell's equations for a ferromagnet can be written &s

0, and (2.20)

r H dem

r B = 0. (2.21)

Here, H 4em is the demagnetizing eld. UsingB = ¢(Hgem + M) and the fact that curl of

a gradient is zero, we can now deduce

Hgem = T Ugem, and (2.22)
r H dem = r M . (2'23)

Thus, we arrive at
r 2Ugem=T M. (2.24)

Here, Ugem IS @ scalar potential corresponding to the demagnetizing lé H gem.

The component ofH 4, parallel to the ferromagnet's surfaceS needs to be continuous
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near S. Similar constraint is obeyed by the component oB which is normal to the surface
S. Apart from these boundary conditions, far away from the febpmagnet, we also have
Ugem ! 0. Equation (2.24) can be solved analytically with these baualary conditions to

obtain 165166 . ; : (b | : () |
1 re M(r 0 n M(r 0
Udem (r) = 4_ Vo de + <0 ﬁds , (2.25)

where V° represents the volume of the ferromagnet bounded by surfa&. Thus, from
Egs. 2.22 and 2.25, we get
1 Z q(r r‘)r"M(r‘deO r r%n M (@9

Hgem (r) = —

ds0 : 2.26
4 Vo jir rg° s° jir r9° ( )

Knowing H ¢em from Eq. (2.26), the magnetostatic self{energfy can now be calculated as

z

Eq= — (Hgem M)dV. (2.27)
2 v

2.2.4. Magnetocrystalline Anisotropy Energy

Spin{orbit coupling in a crystal structure can force the eletronic spins to favour some
crystallographic directions more than others. Thus, dep&liing upon the crystal structure
of a ferromagnet, certain directions may be preferred by theagnetization vectorM . The

magnetocrystalline anisotropy energy is minimum iM points along these crystallographic
axes. They are de ned agasy axesHard axisis the crystallographic direction along which,
it is very di cult for the magnetization vector to align itse If as doing so would result in a
high magnetocrystalline anisotropy energy¥y . It is conventional to express suctuniaxial

anisotropy as a polynomial of sines of the angle made by magnetizationM with the easy

axis:164

Ex = Kysin? + K,sin® | (2.28)

where, theanisotropy constantsK; and K, (typically K;  K,) change with temperature.
If K; < 0, the easy axis lies in plane | known as theeasy plane| perpendicular to a
prede ned crystallographic direction.

Similar to the uniaxial anisotropy, the cubic anisotropy can be expressed in terms of
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Table 2.1.: Magnetocrystalline anisotropy for some commderromagnets. Source: Ref. 6.

Metal Crystal Easy axis | Hard axis | Ky orKYy | K, orK?S
Structure (J/m 3) (J/m 3)
Py fcc | I | |
Ni foc [111] | [110], [100]] 50 1C¢° |
Fe bce [100], [110]  [111] 46 10° | 15 10°
Co hcp c a, b 41 106 | 1 10

cosines 1, , and 3 of the angular direction of magnetization w.r.t. the edgesfdhe cubic
crystal: 164
Ex =K T3+ 33+ 51 +KZ133 (2.29)

Ni and Fe exhibit cubic anisotropy, while ficp) Co features uniaxial anisotropy. Py does
not have a signi cant magnetocrystalline anisotropy. Thus it is ideally suited for cases
where one wishes to examine the magnetization dynamics wailit considering the e ects of
magnetocrystalline anisotropy. The values oK ; (or K9 and K, (or K9) for some common

ferromagnets are presented in Tab. 2.1.

2.3. Magnetization Dynamics

2.3.1. Brown's Equations

Let us recall the Eq. (2.15):
Ewt = Ez + Ee+ Eq+ Ex.

Assuming uniaxial anisotropy, we can now substitute the tens on the right hand side of the

above equation by using Egs. (2.16), (2.18), (2.27) and (82to obtain:

4

Eot = oM Hea+ A(rm)® M Hagem+ Kysin®  dV. (2.30)

a, b and c are the basis vectors of thehcp lattice.
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The value of total energyE,y, near its minima should not change with minor variations

in the magnetization:
E tot

M

= 0. (2.31)

With that assumption we get the following Brown's equations*®’

m  2Ar m+ oMg(Hex + Hgem) +2K1cos € = 0, or (2.32)
!
K
M 20 2m+ Heq + Hgem + lcoset = 0 (2.33)
olVls

Here, € is the unit vector along the easy axis and?2, is the ratio of the exchange coe cientA
to the stray eld energy constant (M2=2. ., is called theexchange lengtibelow which the
exchange eld is believed to play a greater role in magnetiian dynamics when compared
to the demagnetizing eld.

As the cross product of magnetization with another term in Eq(2.33) is zero, both of
them must be collinear. So we de ne the e ective eld as:
2y g

K cos €. (2.34)

2 g g

- 2 2
He - exr m+Hext+Hdem+

olVls

Here H cn and H 4,5 are the exchange and anisotropy elds, respectively.
If the torque M H¢ is not zero then magnetizationM will keeps precessing about the
e ective eld H, until the dynamics gets damped out. The same is discussed inet next

sub{section.

2.3.2. Landau{Lifshitz{Gilbert Equations

The Hamiltonian H for a spin observableS in the presence of a magnetic ux densityB is
given by
H= g gS B=—, (2.35)

where g is the Bohr magneton and-~ is the reduced Plank constant. The time rate of change

the spin observableS, can be expressed in terms of its commutation with the Hamdnian
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as?®
od o
[ ahSl =[S;H]. (2.36)

As per the commutation rule between di erent components oftte spin operator, we have

[Sx; Sy] =i~ Xyz Sz- (2.37)

From Egs. (2.35), (2.36) and (2.37), we get

%hSi =385 8. (2.38)

Using Eq. (2.38), Landau & Lifshitz’ suggested:

dm

W:j iM  He, (2.39)

where j | is known as thegyromagnetic ratio and the local e ective eld H. is de ned
by Eq. (2.34). Equation (2.39) is known as thd.andau{Lifshitz equation It describes the
precession of magnetizatioM in the presence of an e ective eldH .

This precession is gradually damped by dissipative processsuch as spin{orbit coupling,
spin di usion, magnon{phonon interaction or misalignmentof atomic spins® Gilbert mod-
ied Eqg. (2.39) to account for this damping by introducing a ghenomenological damping
term:

dM dm

—=j jM He + —M —. 2.40
el B e * V. . (2.40)
Here, the Gilbert damping constant > 0 needs to be determined by careful experimenta-
tion. For transition metals 1. Its respective values for nickel, iron, cobalt and permialy

(NigoFey) are 0064, 00019, 0011 and 600816870 Equation (2.40) is known as theGilbert
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equation Upon replacingdM =dt on the right{hand{side of Eq. (2.40) with itself, we get

|
dM . dM

i j M He+M_sM j M He+M_SM e
= pM He Hwomowg 2R
=) 1+ ? dd—l\{[l = jJ jJM He I\jlsjl\/l (M Hg)
=) dd—l\::l = | jM He l\jlsj M (M Hg) (2.41)

Equation (2.41) is known as theLandau{Lifshitz{Gilbert (LLG) equationand is equivalent
to the Gilbert equation under the relationj j = (1+ 2)j j. j j andj j are known as
Gilbert and Landau{Lifshitz gyromagnetic ratios, respedwely. Since, 1 in most cases
considered here, we can sometimes assumg j j. In most cases, an analytical solution
is not possible and a numerical approach is adopted by usingiaromagnetic solvers (see
Tab. 3.1). As the time derivative appears on only one side ohé¢ LLG Eq. (2.41), it is
preferred over the Gilbert Eq. (2.40)!"*

2.3.3. Ferromagnetic Resonance and The Kittel Formula

As per the LLG Eg. (2.41), the frequency! with which the magnetization vector M (of
a continuous ferromagnet) precesses around the e ectivelleH, can be approximated by
'] JHe . Ifasmall signalH g4, varying with the same frequency , is applied orthogonally
to the external bias eld then a resonance occurs and the magtization dynamics starts to
draw power from the signal. This is known as théerromagnetic resonance

In the absence of any external eld, Eq. (2.23) could have beeised to determineH 4, for a
uniformly magnetized ferromagnet of in nite size. The maaspin model deals with uniformly
magnetized ferromagnets. Magnetization tends to align ##f parallel to the surfaces of
ferromagnetic body. The e ects of this shape anisotropy isgni cantly pronounced in the
case of nanoscale systems such as thin Ims or nanowires. s also why the experimentally
reported precession frequenci€$ were two to four times higher than that predicted by the
macrospin model}"®

Consider a uniformly magnetized ferromagnetic slab deped in Fig. 2.1 (a) with a face
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Hbias

|_lsig

(b)

R

(a) z
tox
Figure 2.1.: Uniformly magnetized ferromagnetic (a) slabral (b) ellipsoid.

at y = 0. Let the applied external eld H¢ be given by
H ext — ( Hsig; O; H bias) ) (2-42)

whereHsg is the microwave frequency signal andiy;s is the external bias eld. Exploiting

the continuity of the normal componentB, of magnetic ux density B, one can writeH, =
My. Thus, the e ective eld He of (Hsig; Mg; Hpias) Should be used for calculation of

the resonant frequency with the LLG Eq. (2.41). The exchangesld does not a ect the

ferromagnetic resonance frequencdy? Ignoring the damping in Eqg. (2.41), we get:

dMm .
d'[x = ] J(MyH; HyMy)
= ] j(Mz+Hy) My
= ] JB:My=y, (2.43)
dM,, .
— = M,Hy H;My
. jol )
= J jMbeiaSa and (244)
dM,
. 2.4
. 0 (2.45)

Equation (2.44) is obtained with the assumption that the sigal amplitude is su ciently
small. From Egs. (2.43) and (2.44), we can now write

d*My

dt2 = J szsziasMx: 0- (2.46)
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Solving the above equation, we get the ferromagnetic resanidrequency of

q_—
' = BzHpias= o (2.47)

which agrees well with the experimentally observed value.hs, it is important to consider
the e ect of demagnetization while interpreting any resul$ involving ferromagnetic resonance
at the nanoscale.

The demagnetizing eldH 4em, can be expressed using an inner product of magnetization

!
M with the demagnetizing tensorN :174
!
Hiem= N M. (2.48)

|
Here N is a second rank symmetric tensor with unit trace®®

2 3

| NXX NXy NXZ
N

Xz Nyz N,

Equation (2.49) can be used to obtain thé at which the ferromagnetic resonance (of a

uniformly magnetized body with uniform demagnetization) Wl occur:?’

n 01=»

- - . 1=
L= (bn+] JNaM)(u +] JNyMg) j JPNZMZ 7, (2.50)

xy 'Vis

where we assumé&1, M and
lu =] j(Hoas NzMg). (2.51)

Equation (2.50) can be used whenr{axis points in the direction of bias magnetic eld. If
needed, an analogous tens!dkl anis» Which can be de ned for magnetocrystalline anisotropy
eld should also be used along with the demagnetizing tenéd‘ﬂ .

As shown in Fig. 2.1 (b), if the principal axes of an ellipsoa ferromagnet are aligned

|
with the coordinate axes, only the diagonal components ofrisor N remain non{zero. This
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gives a resonant frequency for a generic ellipsoidal ferragnet as

q
! :j J (Hbias+(Nxx sz)Ms)(Hbias+(Nyy sz)Ms)- (2-52)

Equation (2.52) is known as theKittel formula .1

2.3.4. Laser Pulse Induced Ultrafast Demagnetization

One type of magnetization dynamics that is not completely ageribed by the LLG equa-
tion is an ultrafast demagnetization process which can beigjgered by a femtosecond laser
pulsel’” As seen in Fig. 1.1, this happens within a picosecond. But, Wois the magneti-
zation quenched so quickly while conserving the net angulatomentum!’6? Photons from
the laser pulse interact with the spin degrees of freedom oleetrons while non{linearly
modifying their own angular momentum. Hot electrons with temperature up to 1¢ K, 1"’
are then created due to electron{electron scattering/’® This is followed by electron{magnon
interaction mediated thermalization of spin population!’®'8 This causes the loss of phase
memory of electronic wavefunctions w.r.t. the excitationgventually leading to the ultrafast
demagnetization. The exact mechanism of this process is thabject of hot debate!®{184
but most scientists believe that a phonon mediated spin{ ipscattering plays an important
role.113'176*178’185{187

Some time after the ultrafast demagnetization, the spins lgén to relax in two time scales.
The faster relaxation time scale of a few picoseconds is thesult of electrons and spins
exchanging energy with the lattice by the electron{phononniteraction. A three temperature
model*">188 involving electrons, spins and phonons has been proposeddscribe this pro-
cess. As the magnetocrystalline anisotropy eld changed thirapidly changing temperature
of phonons, it works as a trigger to initialize the precessioof magnetization around the
local e ective eld. The longer relaxation time scale of hudreds of picoseconds results due
to the di usion of electron and lattice heat.!8%:1%° Relaxation dynamics in both these time

scales can be modelled by the LLG equation.
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2.4. Magnonics

Like other physical waves, SWs exhibit phenomena like resamcel’?1"3 re ection and re-
fraction, 1941 dispersion}®’ interference and di raction,81%{201 tynnelling,2°22°3 Doppler
e ect 294206 gand formation of envelop solitong7%%° Magnons, the quanta of SWs, have been
identi ed as bosons2* Bose{Einstein condensation of magnons has also been obedrin
di erent magnetic systems3132.210 Magnonics is the study of various aspects of SWs | both
classical and quantum mechanica®®®’? In the following sub{sections, we rst introduce
the theory of SW dynamics in terms of its dispersion relatioin di erent kinds of nanoscale
magnetic systems, then we discuss how magnonics as eld afidst has been developed so

far.

2.4.1. Exchange Dominated SWs in Thin Films

SWs are called exchange dominated if their wavenumb&r 1= .. It has been demon-
strated that the spectrum of exchange dominated SWs can berted by controlling the
exchange eld% SW dispersion relation! (k) for a 1D chain of ferromagnetic sites of spin

S and distancea apart has been calculated 3!
I =43JS(1 coska) =, (2.53)
wherek is the SW wavevector. In the long wavelength limitka 1), Eq. (2.53) reduces to
I = 2JSa’=~ k> (2.54)

As the presence of boundaries or surfaces in a magnetic medlialters the exchange eld
in their immediate neighbourhood, the dispersion relatiorf exchange dominated SWs is
generally regarded to be isotropic within a bulk magnetic nteum. In the case of thin Ims,

SWs obey the following dispersion relatiot?

f(k) f(0)=]jiMs gk (2.55)
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n=1 Iu n:2§ :

Figure 2.2.: Pro le of perpendicular standing SW mode withh = 1 and 2 nodes in a thin
Im with antinodes at the surfaces.
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Exchange dominated SWs, which propagate normal to the suda of a thin Im, form a
standing wave with quantized wavenumbek = n=u, where n is the number of nodes in
the mode pro le and u is the thickness of the thin Im. These are known agperpendicular
standing SWs A mode pro le with one and two nodes is sketched in Fig. 2.2 sh that the

magnetization dynamics at surface is completely unpinned®

2.4.2. Dipole Dominated SWs in Thin Films

The behaviour of SWs becomedipole dominatedif their wavenumberk 1= ¢. It means
that the band structure of a dipole dominated SW can be conttled by manipulating the
demagnetizing eld. Dipole dominated SWs are also known asagnetostatic waves Un-
like the exchange dominate SWs, the dispersion relation ofagnetostatic waves depends
heavily upon the relative orientation of the Im, the e ective magnetic eld H. and the
SW wavevectork. The orientation of H, can change during SW dynamics. In the context
of this sub{section we consider only the orientation thaH. had during the steady state
(dM =dt = 0).

When H. (and magnetization) is normal to the surface of the thin Im and the SW's
propagation direction is in the plane of the Im (K ? Hpis), the spin wave (SW) mode is
calledforward volume(FV) magnetostatic modelf H is in the plane of the thin Im then
the conditionsk k He and k ? H, give rise tobackward volumgBV) and surface | or
Damon{Eshbach(DE) SWs, respectively. The dispersion relation of SWs in #se di erent

con gurations is given ag®24

f2= _fo fo+fw 1 1" (FV), (2.56)

8
%fo fot+ fyle™ (BV),

ﬁ 2ku
“fo(fo+rfm)+ 4+ 1 e (DE),



2.4 Magnonics 26

20 T T T T T T T T
Magnetostatic Surface Wave Hex
L Mod i
16 ode K .4
—>/
N 4
T 12 .
\('.D/ Backward Volume
-

Magnetostatic Mode Heq

4 L
He
MVolume iy
. Maqneto§taticlModle . I' . .
0 2 4 6 8 10
ku

Figure 2.3.: Dispersion relation of magnetostatic SW modas a Im for di erent relative
orientations of wavevectolk and e ective eld H¢ in the steady state dM =dt =
0).

0

wherefy = j jMs and

8
i iHpias BV and DE;

fo= (2.57)

3. .
) J(Hbias Ms) FV.

The forms of these dispersion relations are shown in Fig. 2Bor k! 0, Eg. (2.56) converges
to describe the Kittel modes of ferromagnetic resonance asepented here in sub{Sec. 2.3.3.
BV modes are characterized by anti-parallel phase and growglocities. This character is
evident till the angle between the in-planeH, and SW wavevectork increases from 0
to a critical value . =tan * m Here Hyiss is the magnitude of the applied bias
eld. The power of DE modes decay exponentially away from theurface® The associated
penetration depth , is zero for = . and increases with increasing : . =2.
Dispersion relation for SWs for a more general relative oriation of wavevector and e ective
eld has been covered by Kalinikos and Slavig

For k e 1, Eq. (2.56) converges to a value independent &f Thus, if we take only
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the dipolar eld into account, all SWs will have negligible goup velocity for larger values
of k . If K &x 1, the SWs are classi ed as dipole{exchange SWs. We can olotahe

dispersion relation in that case by substitutingf o with fe, = fo+ k? 2fy in Eq. (2.56).

2.4.3. E ect of Lateral Con nement on SW Band Structure

In this sub{section we discuss the SW dispersion in laterally con ned uniform waguides
while taking both dipolar and exchange elds into consideton and ignoring any magne-
tocrystalline anisotropy. Rewriting Eq. (2.56) after repacingfo with fe = fo+ k? 2,f\y, we

get the relation:

fex 1:ex"'fM:L Euku (Bv)a

F2= fox foxtfy 1 1™ (FV), (2.58)

SV /AR 0O

fox(fox + fy)+ B 1 e 2 (DE).

Let the two componentsk, and k, of wavevectork point along length and width of the
waveguide, respectively; such thak k = k2 = k2 + ki. Here, a uniform magnetization
across the thickness of the waveguide has been assurfieBroken continuous translational
symmetry near the edges of the waveguides impose the follogiquantization along the

width w of the waveguide?®

ky=(n+1) =we,n=0;1,2;::: (2.59)
Here,
wd
We = . (2.60)
d = 2 (2.61)
Pl 2In(p)’ '
u
p= - 1. (2.62)

Di erent values of n, which denotes the number of lateral nodal lines in SW mode pfe,

This sub{section are based on Venkatet al."®
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Figure 2.4.: Frequency { wavevector dispersion calculatathder a bias eld strength oHpias
of 1:01 T form numerical (solid lines) and analytical (dotted lires; see EqQ. (2.58))
methods for (a) BV, (b) DE and (c) FV con gurations. (d) Dimensions of the
geometry under considerations with relative orientationfthe bias eld. Source:
Ref. 79.

yield di erent modes for the same con guration as shown by té dotted lines in Fig. 2.4.
SW dispersion relations for BV, DE and FV arrangements in thease of a 50 nm wide and
1 nm thick uniform Py waveguide under a bias eld strength gHpias of 1:01 T,”° are shown
is Fig. 2.4 (a), (b) and (c), respectively. It can be noticedhat dotted lines calculated using
Eq. (2.58) agree well with those calculated using micromagtic simulations (MSs) for lower
values of frequency and wavevector. For larger values kf the simulated branches of SW
dispersion relation start to bend due to creation of false Blouin zone boundaries during

FDM related discretization of the waveguide.
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Figure 2.5.: Dispersion relation of SWs of the case presethi@ Fig. 2.4 (a), recalculated with

exchange coe cient A = 2:515 10 2 J/m using (a) MSs and (b) analytical
models (as noted in the legend). Source: Ref. 79.

For higher order bands, the simulated results underestimatthe frequency values. It can
also be noted that the opposite sign of phase and group velyciwhich is the hallmark of
BV con guration is not observed in Fig. 2.4 (a). The e ect of exchange eld, which gives
a parabolic shape to dispersion curves, is too dominant tolalv that phenomenon. Thus,
the case presented in Fig. 2.4 (a) is recalculated with a reded exchange coe cientA =
2:515 10 2 J/m. The results obtained using MSs are presented in Fig. 2(5). This can be
compared to results obtained using the analytical expressi for BV con guration as given by
Eg. (2.58), with and without the quantization speci ed by Eqg (2.59). Another model, which
assumes comparable exchange and dipole interaction wassergted by Morgenthalef'® as

kg + k2

2 _
fo=fe fex'*'fmm ,

(2.63)
where for the rst mode, k, can be obtained fromk, = k, tan (k,u). As seen from Fig. 2.5,
this result most closely reproduces the rst mode that is yided by simulations.

The di erences between simulated and analytical results psented here demonstrate that
some nite size e ects are not captured by analytical expressons. More complex nanoscale

systems will be discussed in dedicated chapters, and theves will need to rely more heavily
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on results obtained from complete simulations instead of afytical models. Before continu-

ing that study, let us now get an overview of technological @agects of magnonics.

2.4.4. Magnonic Crystals (MCs)

Using lithography techniques and nanofabrication, mateasi can be removed from a uniform
waveguide to create patterned waveguid&swith discrete translational symmetry. This leads
to a periodic variation in total energyE as well. AsE,; depends upon both magnetization
M and e ective magnetic eld H, , its variation can also be controlled by controllingH .3
Similar to how Bloch theorem may be used in terms of electranior photonic crystals® a
theory for calculation of SW dispersion in magnonic crystalhas also been develop&d:2*’
MSs can also be used to calculate SW dispersion in MCs. Thesethods have been discussed
in some detail in Chap. 3. Patterned waveguides are esselitidlD MCs. The dependence of
SW dispersion in an 1D antidot waveguide on various factors also studied in the following
chapters. We also discuss 2D MCs in Chap. 9. Let us now consid®w elements like
magnonic waveguides and crystals function as active and gag components of magnonics

devices.

2.4.5. Magnonic Devices

Magnonic devices { which aim to use SW for information proce#g { have attracted the
attention of the research community due to the following pantial advantages over their

electronic and photonic counterparts®

Easy manipulation of device characteristics by controlligpthe bias magnetic eldH pjas.

Magnetic nano{elements are also non{volatile memory elemis, thus facilitating their
easy integration with current technological ecosystem, @, magneto{optical disks and

read heads in MRAMSs.

In microwave and submillimetre ranges, SWs have considefpdower wavenumbers,

which can be used for miniaturization of certain devices.
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Figure 2.6.: A schematic of magnetostatic SW based generiagnonic device. Input and
output antennae, waveguide and device's functional mediure marked as A,
B, C and D, respectively. Source: Ref. 69.

A schematic of a typical magnonic device is presented in Fig.6. Here, A and B are SW
source and detector antennae. C is an uniform waveguide wihiconducts SWs as it is, and
D is the functional medium such as an MC which manipulates theformation contained in
SWs. This assembly is usually micron sized and used with maggastatic SWs. Ferrites, such
as YIG, are typically used for waveguide C, because they temo have very low SW damping
and thus allow the signal to carry for longer ( 1 mm) distances. Magnetic parameters may
or may not be homogeneous in D. In the former case, it becomesifarm and similar to
C. By controlling the external magnetic eld and material paameters, D can be made to
function® as aphase shiftey an ampli er , a frequency mixer a lter or a generator of short
trains of magnetostatic SWs.

The functional region D can also divide the SW signal into twgarts and recombine them
after a phase{shift, either constructively or destructivey to mimic a Mach{Zehnder{type
interferometer3® for SWs. Apart from logical switchesthis can also be used tdransducean
electric signal to a magnonic oné.Even the NAND (an universal gate) functionality has
now been demonstrated?

Although, YIG has a very low (SW) damping,”© their Ims are di cult to grow on silicon
and Py, as a ferromagnet, is better suited for integration il current silicon based tech-
nologies3® It has also been projected that the number of operations per unit area per unit
time (throughput) of magnonic logic can outperform CMOS log by more than three orders

of magnitude.



2.5 Magnetic Vortex Dynamics 32

2.5. Magnetic Vortex Dynamics

The core of a magnetic vortex is marked by out of plane magneétion. The radius of this

core, I .ore, depends largely on the exchange length,, and the Im thickness u as'®

q
lcore = 0:68 ox * U= o (2.64)

For vortices formed in circular nanodisks, the out of planeatnponent of magnetizationm,
can point either up or down at the centre. Based on this polasi p of the vortex (core) can be
assigned a value 1 or 1. Immediately around corem, takes the sign of m, (r = 0), before
taking near zero values. This gives the magnetic vortex coits “halo' or “dip. Multiple
analytical modelg!®?2° have been o ered to describe the pro le of magnetization witin
its core, however the experimentally observed hald? has so far only been reproduced by
MSs??! and the generalized trial function introduced by Hubert andSchafer.!’# This halo
plays a key role in ultrafast vortex dynamicst® Apart from polarity, another attribute of a
magnetic vortex is known as chiralityc, which, depending upon the curl of magnetization
around the edge of vortex can either be 1 (CCW) or 1 (CW).
If * =tan !(my=my), the winding numbern of a vortex with boundary S is de ned as
1!
n > <3S (2.65)
The winding number is 1 for a vortex and 1 for anantivortex.® A non{zero winding number
provides topological stability to vortices and antivorties??2 imposing a rule regarding the
conservation of winding number unless a high torque is apetl to undo it.?2322% This also
implies that the formation of a vortex must occur simultaneasly with the formation of an
antivortex, unless the vortex core nucleation occur on thedundary S. Skyrmion number
(also called Pontryagin index)q,?% is another conserved topological index, which is de ned
as226
g pn=2. (2.66)

This means that vortex{antivortex annihilation can be spomaneous only if the pair has

the same polarity. Otherwise, it must be mediated by a singatity like a Bloch point, 22
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where change in magnetization direction is marked by the pence or a region with van-
ishing magnetization. Energy released in such vortex{amdrtex annihilation leads to SW

generation?28

2.5.1. Polarity Switching

Figure 2.7.: Time evolution ofz{component of magnetization in a magnetic vortex undergo-
ing a core reversal. Source: Ref. 16.

Creation and annihilation of vortex{antivortex pairs alsomediate polarity switching | a
process where the polarityp changes to p.'® A time evolution of this core reversal, which
lasts about 40 ps has been shown in Fig. 21¥22° Here, a circular nanodisk of radius 100 nm
and thickness 20 nm are used with material parameters of Pysasning a damping = 0:01
and surface anisotropyK s = 0:1 mJ/m?2. An in{plane Gaussian signal of 60 ps duration and
a maxima of 80 mT at timetay.

A production of vortex{antivortex pair, seen attmnax + 12 ps in Fig. 2.7, is believed to be
mediating the polarity reversall?® While the energy from the signal is being absorbed, the

winding and skyrmion numbers before and after this pair pragttion remain conserved. Next,
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the new antivortex annihilates with the old vortex, leavingthe new vortex with opposite
polarity intact. However, here the skyrmion number changebom 1=2 to 1=2. This, is
marked by a release of energy in the form of SWs. Apart from thgeneration of SWs, the

use of polarity switching in data storage has also been enwised.128:230

2.5.2. Vortex Core Gyration

If the excitation signal, either in the form of a spin{polarzed current or a changing magnetic
eld, is su ciently small, it induces a translation of the vo rtex core around its equilibrium
position. This is referred to agnagnetic vortex core gyration In the steady state | when the
velocity of the corev does not change in magnitude, and if the shape of the magneticucture

is not altered greatly, the following Thiele's equatiof*®:17423! describes this gyration:

|
Fea+ G v+ D v=0, (2.67)

|
where G is the gyrotropic vector and D is the netdissipation tensor Using spherical polar
co-ordinates where and are the polar and azimuthal angles, these quantities can be

expressed a$

z
(sinr r )dV,and (2.68)

OMs

®
I

! QMSZ .2
D = — rr +sin“r r . (2.69)

1]

For a magnetic vortex in a nanodisk, the above equations carelewritten ast4®:232.233

G = 2 j_Ouj'vlsnpfz
= . G > .
,GP2:G30 (2.70)
I D D
.D - g XX xyg
DyX Dyy
2 3
D O
= § £, (2.71)

0 D
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where

p= —oMs R 2.72)

j J rcore.

HereR is the radius of the nanodisk.

Gyrotropic Frequency

If the vortex core is away from the centre of the nanodisk, a deagnetizing eld is created,

which attempts to restore the core's positionr to the centre of the disk, resulting in a force

where the positive constant is given by!37:234

M 2
- _oMsu (2.74)

0

where, the initial susceptibility o, can be obtained from the relation

1. (2.75)

Taking this into account while ignoring damping and any exteal forces, Eq. (2.67)

changes to
r+G v =0 (2.76)
=) r Gp2 (2foepz r) = 0 (2.77)
5) fo = J4JMS sros8pP=1 . (2.78)
0

Equation (2.78) systematically overestimate's’ the gyration frequencyf o, because the rigid
vortex model**® used here, predicts the development of additional surfackarges at the edge
of nanodisk, attributing greater energy to the dynamics. Bymposing a boundary condition

which prohibits the development of surface charges we ¢&'>2

(2.79)
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where

-%:9%%:% 1. (2.80)
The frequency of vortex core gyration as predicted by Eq. (29) has been veri ed by simu-
lation 3" and also experimental result¥”2% using a Py (where damping is low). It can be
seen from Eqg. (2.79), that the gyrotropic frequency of a voek in a nanodisk only depends

upon its aspect ratio and the saturation magnetization of ta material used.

External Forces on The Vortex Core
Let us rewrite Thiele's Eq. (2.67), taking the restoring fate F s from Eq. (2.73):

|
Fext r+G v+ D v=0. (2.81)

At equilibrium r =0 and v = 0. Thus, a non{zero F is required to trigger the dynamics.
This force is usually provided by an external magnetic eld oby spin{transfer torque (STT).
Force experienced due to an external magnetic elfi o is given by (2 Hey) Where
(assuming no side chargé®’), factor'*® =2 M (Ruc=3. We can see that this force depends
upon the chirality c of the vortex. Thus, the initial response to an applied magrie eld is
mainly controlled by the chirality of the vortex.

STT can contribute to both gyrotropic and dissipative forcs. In the presence of spin{
polarized current where the drift velocity of the electronss u, the Thiele's equation changes

to the following form;236{239
!
r+G (v w+D (v u=o0 (2.82)

Here, the dimensionless factor (typically of the order of 10 2)2% is a measure of non{
adiabaticity of the spin{current. When andr 0, we getv u. Thus, the initial
displacement of vortex core is along the direction of the efeons' drift velocity, and unlike
the initial displacement from the external eld, it is independent of the vortex chirality.?3°

This can be useful as chirality of vortex is di cult to manipulate.?40:241
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In a network of N interacting vortices, the forceFL,, on the i"" vortex is given by

i W (rg;rars;, 5rn)
Fox = s N (2.83)
|

After an initial disturbance which can be triggered either lg an external eld or by dint
of STT, the equation of motion (assuming no external forcesnd negligible damping) can
be described by Eq. (2.76). We can also see from Eq. (2.70) tla depends on the polarity
of the vortex (or antivortex). Thus the sense of rotation of he vortex core is controlled by
polarity of the vortex. It has also been observed that an exeition signal rotating CCW
(or CW) induces a greater gyration of the vortex core when thpolarity is up (or down).%2
Further, polarity dependent logical operations®? and high signal transfer e ciency*®® has
also been reported. In Chap. 12, we note that an asymmetric @inhcation of gyration can
be obtained when signal is transferred from one vortex to atieer by carefully controlling
the relative polarities of the interacting vortices. This an be used to mimic the states of a

conventional electronic transistor.



3. Methods

The scienti c method followed in this thesis can be outlinedn terms of the following steps:

Problem design : To study the phenomena of SW dispersion in nanoscale system
we rst design the system. Then we agree upon either a geomiettl or a material

design parameter of the system which is theorized to a ect SWispersion.

Simulation : Once the design of the system is nalized, we perform simaians to
predict the nature of dependence of SW dispersion on the calered design parameter.
Typically, the FDM based OOMMEF is used for this purpose as it klds su ciently

accurate results in a manageable time frame.

Analysis of simulation data : The simulation data is in the form of magnetization as
a function of space and time where both space and time coordies are evenly spaced.
Discrete Fourier transform (DFT) is performed on this data,to obtain the energy
spectral density (ESD) in di erent real and inverse domains This gives us valuable
information about the magnetization dynamics, such as, SWispersion relation, iso{

frequency lines or the eigenfrequency of vortex gyration.

Fabrication : If the simulated results contain something of interest, wenay want to
verify the nding experimentally. In order to do that we rst fabricate the simulated
system as per the design. Fabrication can be done by using dient synthesis or
lithography techniques. Although, signi cant advancemets have been made recently
in this area, it is still di cult to fabricate huge arrays wit h features involving deep
nanoscale precision. As it will be discussed in the followgnchapters, some aspects
of the magnetization dynamics, such as SW dispersion, candmte some fabrication

defects?4? On the other hand, given nite amount of computational resorces, it is also
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impossible to simulate systems exactly as they are fabrieat. Some, techniques like
the use of periodic boundary condition (PBC}*324 have helped abridge this divide
between simulated and fabricated systems, but there is dtih lot of ground to be

covered.

Characterization : Some imaging techniques, such as scanning electron micoysy
(SEM), are needed to verify if the fabricated sample is in galocondition. This step is
similar to quality inspection of a manufactured part or dewie. Any samples featuring
systematic defects are rejected at this point. Magnetic pameters, which are also

measured at this point, should be in good agreement with knowalues.

Experimentation : Experimental techniques, such as Time Resolved{MagnetOftic
Kerr E ect (TR{MOKE) is used to directly observe the magnetization dynamics. The
experimental technique should be chosen carefully to allaive study of the e ects of

geometrical or material parameter as determined during thproblem design.

Analysis of experimental data : Experimental data may also need to be analysed in

order to obtain the characteristic response in di erent cass of the designed problem.

Conclusion : A close agreement between simulated and experimental réswalidate

our nding. These results may also be compared with existingheoretical models
discussed in Chap. 2. If no analytical models exist at this jp@, a new one may be
proposed. These results are now disseminated through a @mehce presentation, a

journal publication or a patent application.

The e ort described in this thesis is largely focused on prdém design, simulation and
analysis. The methods of simulation, fabrication and chacderization are covered in further
detail in the following sections of this chapter. Analysisd@chniques are described in dedicated
chapters as they have evolved over time. A summary of the agals techniques in its generic
form is presented in the concluding chapter. Experimentalechniques, which are used to
validate some basic ndings presented here are discussedGhap. 11. As, some aspects of
the numerical techniques were developed during the coursktbis work itself, it has been
validated by using a comparison with the well established @he wave method (PWM). The

underlying theory of the PWM has been discussed in Sec. 3.4.
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3.1. Micromagnetic Simulation

Most analytical methods, like the PWM®! or the dynamical matrix method,?*® often make
simplifying assumptions of perfection €.g. a perfect MC) or linearity (linear dynamics)
to solve the magnetization dynamics. Simplifying boundarconditions®'® are also used
sometimes to make the task easier. Nevertheless, analytiogethods are used very widely to
treat simple systems for obtaining qualitative results ashey are considerably faster and more
scalable with system geometry when compared to simulatiorabed computational methods.
In contrast, computer simulations can be performed for realorld nite systems or in nite
ideal MCs (by the use of periodic boundary conditiorf$3244). They also yield more accurate
and experimentally realizable results. Both, analytical ad computational methods solve the
LLG Eq. (2.41) recalled below:

v i
W—JJMHe M.

M (M He).

The advantage of writing the LLG equation as an ordinary di eential equation (ODE) in
time, while abstracting the spatial derivatives in the compnents of e ective magnetic eld
H. , is the ease with which standard ODE solving algorithm, suchs one of the Runge{Kutta

type algorithms, may now be used.

Table 3.1.: Micromagnetic simulators. Source: Ref. 5.

Name Developers Open Source | Method
LLG Simulator | M. R. Scheinfein Paid FDM
MAGPAR W. Scholtz Free FEM
. D. V. Berkov .

MicroMagus and N. L. Gorn Paid FDM

H. Fangohr
Nmag and T. Fischbacher Free FEM

M. Donahue
OOMMF and D. Porter Free FDM

Micromagnetic simulator$4® solve Eqg. (2.41) with the help of the nite di erence method
(FDM) or the nite element method (FEM). The later of the two y ields more precise results
at the cost of greater computational resources in most cas&€ OOMMF and Nmag are open

source and very widely used by di erent groups around the wht. Table 3.1° lists popular
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micromagnetic simulation (MS) platforms commonly used fothe purpose of simulating SW

dynamics.

3.2. FDM and OOMMF

While modelling the sample geometry FDM based solvers, suals OOMMEF uses cuboidal
discretization cells where the cuboids (or cells) have thame dimensions. This is shown in
Fig. 3.12%8 for the case of a semi{circular disk. Some disagreement, imetform of steps, can
be seen. This produces some errors while estimating the magmation dynamics which can

be reduced by using smaller cell sizes.

Figure 3.1.: A semi{circular disk modelled in terms of cubdal regions. The straight red
lines and the curved black lines mark the physical and numeal boundaries of
the geometry. Source: Ref. 248.

Let us now recall Eq. (2.34):
He = Hex + Hexeh + Haem + Hanis.

Thus, the e ective eld can be calculated as the sum of elds arresponding to di erent
energies as described in Sec. 2.2. Alternatively, one caricoéate the total energy rst and

nd out the e ective eld as its functional derivative w.r.t . magnetization:24°

€ ot
H. = ) 3.1
oz (3.)
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Here ey is the total energy density. This energy based approach isedg by OOMMF. Let
us now discuss how di erent energy terms described in Sec2 Zan be approximated for a

discretized sample.

3.2.1. Numerical Approximations of Magnetic Energies

Let a geometry be discretized intd\N cuboidal cells withr; and V; denoting the position (of

centre) and volume of thei™" cell. Then, the Zeeman energy can be approximated as

X
EZ 0 M (ri) Hext (rl)\/l (3-2)
i=1
The maximum error with this approximation is of the order of*® r 2V, wherer is the
maximum cell dimension andV is the total volume of the geometry.
While computing the exchange energy numerically, one can @pximate Eq. (2.18) in the

following manner?*°

Eu X v X Aijm(ri) (_m(rj)_zm(ri))’

i=1  j2fN(i)g Iy ri

(3.3)

wheref N (i)g is the set of sites in the neighbourhood of site The corresponding exchange

eld may be approximated as

(m(r;)) m(ri))
. 2 .

Hexch (ri) = gx (ri)
i 2f N (i)g Iry  rij

(3.4)
Here too, the error isOr 2 = Ojr; rijz. Equation (3.3) can be simpli ed using the fact
that m (r;) m (r;) = 1. However, that may degrade numerical precision i (r;) is almost
parallel to m (rj).%* If the cell size is too big, larger angles betweem (r;) and m (r;)
may lead to issues like collapse of Neel waft€2%2 or arti cial pinning hindering the motion
of Bloch points.2®3 As discussed in sub{Sec. 2.5.1, Bloch points play an importarole in
polarity switching. These issues can be overcome by redugithe size of cuboids used for

discretization of the geometry?4®
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The anisotropy energy given by Eqg. (2.28) can be approximateas following24®

8
% Py (mr) o)V (Uniaxial)
Ex g [Ka (1) m§ (ri) m§ (i) + m{ () m? (r)) + m§ (r)) m (1) - 83)
i=1
S Kom2 () m2 (r) m2 ()Y, (Cubic)

If K1 is positive, & is an unit vector in the direction of easy axis. Otherwise, its normal to
the easy plane. In the case of cubic anisotropy, the crystakes need to be oriented parallel
to the coordinate axes. Here too, the error in numerical appximation is O(r 2). The

corresponding eld equations can be written as

8
. 2(m(r) o(r) 240 (r;) (UnlaX|aI) -
anis ri - .
"5 iy me (Cubic) 2

oMs

|
Here, N ¥ is a tensor with diagonal entries only:

2 3
N (ri) 0 0

NK(ri)—é sz(r) 0o 17, (3.7)

Ngs (ri)

such that:

Ni(ri) = Ka(ri) mg(ri)+ m3(ri) + Ka(ri)mg(ri) mZ(ri), (3.8)
N2 () = Kao(ri) mz(ri)+ mi(r) + Ka(ri)mg(ri) mZ(ri), (3.9)
Ngg(ri) = Kao(ri) mZ(ri)+ mi(r)) +Ka(riymZ(r;) m?(ri). (3.10)

The demagnetizing energy and the corresponding eld terms be approximated as

o X X
Eqg > ViM (r;) N (ri r;) M(rj),and (3.11)
i=1 j=1
X
H dem (r) N (ri 1) MA(rj), (3.12)
j=1
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|
respectively. HereN is the discrete analogue of the demagnetizing tensor intraded in

Eqg. (2.49), whose components can be calculated using

X X X
A4dVNj (r)=8f (r) 4 f(s)+2 f(s) 2 f(s). (3.13)
s2f Ag s2f Bg s2f Bg
Here dV = dxdydz is the volume of the cuboid with its centroid at ¢) = ( x;y;z), and
I 2 fx;y;zgandj 2 fx;y;zg, and fAg, fBg and fCg are sets of position vectors in
neighbourhood ofr, such that

fAg = f(x dxy;2);(xy dy;2;(xy;z dz)g, (3.14)
fBg = f(x dxy dy;2;(xy dy;z dz);(x dxy;z dzg, (3.15)
fCg = f(x dx;y dy;z dzg. (3.16)

!
For diagonal (N;i) and o -diagonal (Nj ) terms of N, the function f (r) = f (x;y;2) in
Eg. (3.13) can be expressed #$

8
3y (22 xHsinh et
+1z(y? x?)sinh ' pZ—

x2+y2

1 yz
xyztan * %

+(2x2 y?2 Z?)r=6 i=j=x
f(x;y;2) = _xyzsinh ! Pﬁ
+1y (322 y?)sinh * pﬁ
+3:x (322 x¥)sinh !t pL—;
sy’ztan * 2 SxPztan ' ¥
cz%tan ' X xyr=3 'i86j6z6I.

Here sinh (1) =log |+ Piv1e .
Equation (3.12) essentially de nes demagnetizing eldH 4., as the discrete convolution of

|
demagnetizing tensorN , with magnetization M. This can allow for e cient computation
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of the eld using fast Fourier transform (FFT) techniques?>*
Once energy or eld terms are computed numerically w.r.t. tgositionr, we can now nd
the H. as the sum of its constituents and proceed with solving the Ik ODE w.r.t. time

while giving due considerations to initial and boundary caditions.

3.2.2. Boundary Conditions

Di erential equation require some boundary and initial cowlitions to obtain a unique so-
lution. In the case of the LLG equation, the initial conditin is typically supplied in the
problem design adM (r;t =0). This is a relaxed state of magnetization before a signas
provided to trigger the dynamics.

The general form of boundary conditions (in addition to the Maxwell boundary conditions
at external faces of the ferromagnetic plane of thickness proposed by Guslienko and

Slavin?®® takes into account both dipolar pinning and pinning inducedby uniaxial surface

anisotropy: !
@av 2Ks

M ﬁx@ + gz M o) fat UHgen =0, (3.17)

where% is the directional derivative of magnetization at the boundry. The uniaxial surface

anisotropy is de ned by its strengthK s and orientation f,. Hgm depends on the thickness
u and in{plane sizesR of the system (e.g., stripe width). It was show?fP® that for small
systemsFR—u < &) the magnetization pinning can be achieved only in the presee of
strong surface anisotropy. Therefore, in the exchange lithe Rado{Weertman boundary
condition,?>® which simply neglects the dipolar pinning, is su cient.

Note that the surface anisotropy eld (second term in the brekets in Eq. (3.17)) depends
monotonously onK 5. As a result, the logarithmic derivative of the componentsfalynamical
magnetization % =m; (i indicates the Cartesian components ah) taken on the side faces
of the waveguide also has monotonous dependencekanin the regime of linear dynamic$®
and approaches the valuesl { pinned boundary conditiong and 0 { unpinned boundary
conditions { for high and low values of Kg, respectively. Once we have our boundary

conditions in order, we can proceed to solve the LLG ODE.

Parts of this sub{section is based on Kloset al. Phys. Rev. B 86, 184433 (2012).
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Sometimes, a problem may require us to model geometries winene €.g. a wave-guide) or
two (e.g. a 2D MC) dimensions are in nite. If these systems posses tralational symmetry,
1D or 2D periodic boundary condition (PBC) may be used. In OOMIF these boundary
conditions are presently enabled by employing some publjalvritten extensions 243244 Under
periodic boundary conditions the exchange and demagnetigi elds are calculated with the

following in mind:

8
2 H o 1D PBC
Hown (1) = ] h(r+asg) ( ) (3.18)
! Hexch (I’ +a;+ aZ) (2D PBC)
8
2 H dom 1D PBC
Ham() = o8 (D PEO) (3.19)

®Huem (r + a1 + a)) (2D PBC)

Herea,; and a, represent the periodicity in mutually orthogonal directias.

3.2.3. Solving The LLG Equation in OOMMF

In this work, the 4th order Runge{Kutta method has been used to solve the LLG equah
as an ODE in time.

4th order Runge{Kutta method

Let magnetization be known at timet; as M (r;t;) or M, (r). Since dierent magnetic
energies, depend upon magnetization and the external el (r;t1), the e ective magnetic

eld can be expressed as a function of magnetization, pogiti and time as
He (r;t)= h(M;r;t). (3.20)

Thus the LLG equation can be rewritten as

v i ]
T IM e Ty

M (M He)
j ]
Ms

f(M;r;t). (3.21)

M (M h(M;r;t))

j M h(M;r;t)
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So forit" cuboid with centroid at r;, we can write

dd—l\f =f(M;r=r;;t)= fi(M;t). (3.22)

r=rj

Here, the rate of change of magnetization at siteis being described by a vector functiof.

Let us now de nekjy, Kjz, kiz and ki, as following:

kiin. = fi(Myty), | (3.23a)

h h
ki2 = fi M 1+ Ekil;tl + EI , (323b)

h h
kKiz = fi M+ Ekiz;t1+ E , and (3230)
kKis = fi(M1+ hkjs;ty + h). (3.23d)

Now, we can obtainM (r;t,) = M ,, where time steph=t, t; as
. . h

M (r;t2)j, =, = M (r;ta)j, =, + 5 (Kiz + 2Kiz + 2kiz + Kig) . (3.24)

Thus we can nd how magnetization changes as time goes fromto t, in a time step
h for each positionr;. Now, let M °(r;t,) be calculated using Egs. 3.23 and 3.24 with two
equal time steps oh®= h=2. Thus the error (r;t,) going fromt, to t, in one step can be
de ned as
(it = 2F(MErit) F(Msrit). (3.25)

For a step to be successful, max)( should be less than a given value, which can be made
smaller and smaller to get more and more accurate results. Wever this will cause simula-
tions to run for longer periods of time. Thus, once a physicautput parameter appears to
converge, it is no longer necessary to further reduce theseoe limits. In simulations per-
formed during this work convergence was tested based on thenénsions of cuboid. Limits
of time stepsh was decided based on the time{scale of underlying magnetiza dynamics
(e.g. 1 ps for SW dynamics and 10 ps for a vortex core's gyration). Q@MF allows the

users to decide these limits for themselves.
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3.3. FEM and Nmag

FEM based Nmag uses an adaptive tetrahedral mesh of varyingge lengths. Nmag yields
more accurate results by sacri cing signi cant computatimal time and resources. Thus,
OOMMF was the preferred platform of doing simulations in the work. Nmag has also been
used on one occasion for the purpose of a comparative anaysihere high accuracy was
necessary. Most of the results produced here were validatadainst those yielded by the
PWM.

3.3.1. FEM Meshing

In FDM a geometrical body is modelled as a set of packed cubsidIn the case of FEM
tetrahedrons are used instead of cuboids. It makes the molil much more accurate.
In some cases it can also save computational resources byidvg empty areas. Here we
describe theDelaunay triangulation algorithn?®>’ which is popular due to its e ciency and

robustness.

To start the mesh generation a set of distinct forming point$ Pg = fpy; p2;ps; i png is
randomly selected in the space of the geometry to be modelle@l Voronoi region fV (p;)g
is de ned as the set of points in space which are closer ® than any other point p; 2
fPg. Points which belong to two Voronoi regionsfV (pi)g and fV (p;)g (pi;p 2 fPQ)
form the boundaries of the regions. Forming points whose Mamoi regions share a common
boundary can be connected together to form the edges of a t&tedral structure such that
the circumsphere of any tetrahedron does not enclose anyrfong point. The edges of the
tetrahedrons should be small enough to resolve magnetic daims such as a Bloch point.
If that is not the case, or if the forming points do not approxnate the ner features of
the geometry, additional forming points need to be includedn fPg and the process of
triangulation needs to be repeated. This algorithm is alsorpsented in Fig. 3.2 for a planer
system where tetrahedrons are replaced by triangles and a@mspheres are replaced by
circumcircles. Forming points and their respective Voronaegions are seen in 2D space
in Fig. 3.2 (a). A mesh of triangles is created using the formg points, such that their

circumcircles do not include any forming points. If a new foning point has to be introduced
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(d)

Figure 3.2.: (a) Forming points and their Voronoi regions. if) A mesh of triangles using the
forming points as vertices. Triangles whose circumcircl@@empass any forming
points are rejected. (c) A new forming point is introduced rer an unacceptably
long edge. This causes the rejection of two triangles whosecamcircles include
the new forming point. (d) New smaller triangles are createghose circumcircles
don't encompass any forming points. Source: Ref. 16.

to avoid an unacceptably long edge, new triangles are credt®o rede ne the mesh.

3.3.2. Solving The LLG Equation using Nmag

Nmag can work with meshes produced by freewares such as Natgénce a mesh of tetra-
hedrons and their vertices are available, Galerkin disciigation?®® is used to approximate
the magnetization and e ective magnetic elds. This is coneptually similar to the approxi-
mation process described in sub{Sec. 3.2.1. Following, sh@pproximation of magnetization
and e ective eld one can proceed to solve the LLG equation bymplementing an algorithm

of di erential equation solution.
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3.4. Plane Wave Method (PWM)

The PWM considers linear approximation of the LLG equation The magnetization dy-
namics is treated in the form of harmonic time precession ohé& magnetization with the
angular frequency! , expressed by the dynamical components of magnetization cter:
my(r;t) = my(r)e" and my(r;t) = my(r)é" . The dynamics of magnetization in the
direction of bias eld is neglected, i.e. we assumd,(r;t) Ms. As a result the linearised
LLG equations have a form of two linear di erential equatiors for the precession amplitudes:
my(r) and my(r). The amplitudes m,(r) and my(r) can be transformed to the reciprocal
space with the use of Bloch theorem. This allows to convert ¢hlinearized Landau-Lifshitz
equations into the algebraic eigenvalue problem:

0 1 0 1
8 fm,(G)g o B, fmy(G)g ¢
fmy(G)g oHo = fmy(G)g

(3.26)

by Fourier transformation of material parameters s, ex) and the periodic factor of Bloch
functions, wheref m, (G)gandf my(G)gdenote the vectors with the set of Fourier coe cients
for periodic parts of Bloch functions. The matrixM of the eigenvalue problem can be written

in a block-matrix form:

0 1
Mxx Mxy
M=8 X (3.27)
M Y% MYy
The submatrices in (3.27) are de ned as follows:
Ky + Gy
> = W= YT gk 4 G i oF
M; M kT ijS(k G)M(G;i G)); (3.28)

This section is based on parts of Kloset al. Phys. Rev. B 89, 014406 (2014).
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Mi}(y = ij+x (k+Gj)H0(k+GI) oG G)M(Gi  G))
|
k i)
N ﬁ.jj%é‘j)jz(l Ck+ G)IM(G, G))
. )2
I(—lcc;,jzé;i—GZGJj)jZMS(Gi G))1 C(Gi G)); (3.29)
Mi}’x _ ) X (k+Gj) (k+ Gy gX(GI G)M(G; G))

1
H—C(k + G))M(Gi  Gj)
0

(Gz;i Gz;j )2

WMS(Gi Gl C(Gi G))), (3.30)

where indexesi;j;| of reciprocal lattice vectorsG; are integers. M¢(G;) and 2(G;) are
the Fourier coe cients associated with the saturation magetization and exchange constant,

respectively. The additional functions used in the equatits above are de ned as follows:

S(k) = sinh (jkju=2)e! ku=2,
C(k) = cosh (jkju=2)e! kiu=2: (3.31)

whereu denotes the thickness of the 1D or 2D magnonic crystal.

In order to use PWM for 1D structure one has to make the structe arti cially periodic
along the direction perpendicular to the waveguide axis. e, the supercell method can be
used, which exploits the fact that the properties of the comed system are equivalent to the
properties of the set of its non{interacting copies. In Eqg3.28), (3.29), and (3.30) we have
already used 2D wave vectork and reciprocal lattice vectorsG in the (X, y) space, which
refers to the in nite sequence of parallel waveguides sepaed by an arti cial material. 213
In 1D nanoscale waveguides, calculations are performed focomponent of the wavevector

equal 0, i.e. the direction of propagation of SWs is limitedat the axis of the waveguide.
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3.5. Fabrication Techniques

3.5.1. Thin{Film deposition

(a) (b)l Substrate l

Thin-Film

Low Pressure
Ar’

. | Target ' ( C)

y s| [N| |s

Figure 3.3.: (a) Incoming Ar ion collides with atoms in the target. A sputtered atom is
released upon a cascade of collisions. (b) A sketch of spuittg vacuum chamber
showing dashed eld lines. (c) My picture with a sputtering stup at the S. N.
Bose National Centre for Basic Sciences, Kolkata.

The rst step in fabrication is to deposit a thin layer of a magetic material such as Py
over a (typically silicon) substrate. This is accomplishedby sputter deposition Sputtering is
a process where fast moving ions cause an ejection atoms fraarget These atoms from
the target can be caught by the substrate allowing the thin{lm to increase its thickness
with time. The incoming Ar* ion triggers a cascade of collisions within the target as shio
in Fig. 3.3 (a). Atoms are only able to leave the surface of th@arget if they have more
energy than the surface binding energy. Dashed eld lines fig. 3.3 (b) denote the electric
and magnetic elds generated by a magnetron. This helps trafne argon plasma, which is
sustained at a very low pressure of 10 mTorr, close to the target. The neutral atom leaving
the surface is not a ected by these elds. Atoms arriving to sttle at the substrate increase
the deposited Im's thickness. A sputtering setup at the S. NBose National Centre for
Basic Sciences is shown in Fig. 3.3 (c). Sometimes the use oftiple targets is considered
desirable so that a thin dielectric layer may be placed ovehé magnetic thin{ Im. This will

help prevent the oxidation of the thin Im layer.
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3.5.2. Lithography

Material can be removed from di erent locations in a deposéd thin Im using lithogra-
phy techniques such as photolithography, e{beam lithogrdyy and focused ion beam (FIB)
milling. The resolution of the lithography process dependspon the energy of the particles
(or quasi{particles) being used. Thus, photolithographysould be used to etch micron sized
vast regions, while FIB milling should be used where resolah is below 50 nm. Anything

in between those limits may be handled using e{beam lithogoaty. A schematic diagram

showing optical and e{beam lithography is presented in Fig3.4.°

Si substrate

Spin coater
AT
Step 1: Substrate cleaning Step 2: Resist coating with spin coater

l uv
< Projectionlens >

Mask

[

Optical or Electron beam

Step 3: Exposure with optical or electron beam

Step 4: Dissolved exposed polymer Step 5: Deposition of Intigita!lm

Step 6: Deposition of capping layer Step 7: Lifting -off residual resist

B si Il PVMA/MMA resist E-beam irradiated
resist

Bl Vetal lim Silicon dioxide (Si0,)

Figure 3.4.: Step{wise description of optical and e{beamthography. Source: Ref. 6.

A photo{mask, which may be designed using computer aided dgs (CAD), containing a
desired pattern. This facilitates the parallel growth of tle micro{structures. In the case of

e-beam or FIB lithography, the focus of etching needs to be mnolled and moved from one
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spot to another during the lithography process.

The rst step in optical lithography is cleaning of the Si(1®) substrate by removing any
organic or inorganic materials from its surface. This is da@by submerging the substrate in
an ultrasonic bath of acetone and water (20 mins each), respiwely. The substrate is then
dried with dry N, from a nitrogen gun. Then a spin coater is used to coat the saxfe of the
substrate with a uniform layer of positive photoresist disglved in an organic solvent. The
thickness of the photoresist layer depends upon the its vizsity and the spinning speed of the
spin coater. These parameters needs to calibrated to obtainlayer of desired thickness. A
photo{mask containing the patterns to be fabricated is therplaced on top of the substrate.
A projection lens is used as shown in Fig. 3.4 to ensure a propexposure of the coated
substrate. This exposure causes the the polymer chains inethresist to break, which is
then put into distilled water at room temperature, rinsed fo 60 s and dried using dry the
nitrogen gun. Next, the substrate is submerged into MIBK:IR (1:3) (methyl isobutyl ketone
. isopropyl alcohol) solution and rinsed for another 30 s. Rally, the substrate is submerged
into acetone and rinsed (for 60 s) and dried again. This stepagses the two dimensional
pattern of the photo{mask to appear as a three dimensional gtcture on the substrate. Now
a Im of Py can be deposited as described in sub{Sec. 3.5.1.n&lly, the Im deposited on
the resist can be lifted{o using a stripper solution along \ith the resist leaving only the
desired Py structure onto the Si surface.

High energy electrons are generated by accelerating a beahelectrons across a high volt-
age. The cleaning process is similar in optical and e{beanthlography. The spin coating is
then done to produce a bilayer of polymethyl methacrylate (MMA) and methyl methacry-
late (MMA). The thickness of individual layers is controllel by calibration. As the PMMA
layer develops faster than the MMA layer, the resulting ovdrung structure gives an undercut
edge pro le (of the resist) after development. A scanning ettron microscope (SEM) can
now be used to expose the resist with focused electrons. Thattprn of this exposure can
be controlled using a CAD software. The beam current and dosene are typically of the
order of 100 pA and 1s, receptively. The exposed resist is then dissolved usingvéloper
solutions. A required 3D structure of the unexposed resisteow survives on the substrate.

A ferromagnetic layer can now be deposited as described inb§Bec. 3.5.1. The lift{o to
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remove the unexposed resist (along with the Im deposited ev it) can now be done using
stripper solutions. FIB milling, where heavier gallium ios are used instead of electrons
can now be used to create even ner nanostructures after thmoint. The steps of cleaning,
spin{coating, development and lift{fo are similar to what is described before in the cases of

optical and e{beam lithography techniques.

3.6. Sample Characterization

Even with all the recent advancements in nanofabrication here are often numerous defects
in the fabricated nanoscale samples. Any sample with ser@wsystematic defects can not
be used for experimentation. Due to the nite spot size of optal, electron or ion beams,
deformations like rounded corners of the square dots or hslare always found. Inaccurate
calibration of spin{coating, development of liftf{o steps can also result in severe defects. A
slow cooling of sputter deposited Py thin Im can develop amhomogeneous distribution of
iron and nickel. During FIB milling gallium ion can get redemsited around the edges of the
geometry which has just been removed. This can lead to pinmgjrof magnetization dynamics
at these edgeg?!® Apart from these fabrication related defects, mechanicalefects may also
appear due to poor handling or storage of the samples. The dation and contamination
of the magnetic sample is mitigated by coating the sample viita non{reactive dielectric
substances like glass or ADs.

Once all the steps of fabrication are properly calibrated,ral the sample is handled and
stored carefully, even then one should examine the samples verify that it is in good
condition to start experimentation. SEM imaging was used irthis work to observed the
structure of the fabricated systems. A schematic of scanmgjrelectron microscope is presented
in Fig. 3.5.5 The sample is mounted on a small specimen stage by using a de{sided
carbon tape. The sample's surface should be electricallynthuctive grounded to prevent
any accumulation of electrostatic charge. A stream of elgdons, or an electron beam, is
emitted either from an electron gun tted with a tungsten lament cathode (thermionic) or
from a eld emission cathode. The later method produces naswer electron beam leading

to a superior spatial resolution. The energy of the electrenin eV can typically vary from
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Figure 3.5.: Schematic of scanning electron microscope.ugte: Ref. 6.

two to ve orders of magnitude. After emission, the electros are further accelerated by
applying a voltage. The beam passes through a series of alentagnetic condenser lenses
(see Fig. 3.5), which alter the spot size of the beam. An elegtnagnetic scanning coil, which
can scan a rectangular region in a raster fashion, nally fases the beam in the plane of the
sample® Upon an inelastic collision with the atoms in the sample, th@nergetic scanning
electrons producesecondary electrons The relative intensities of scanning and secondary

electrons is then compared to generate the surface topoghgmand morphology of samples.



4. Thin{Films, Waveguides and
One{Dimensional Magnonic

Crystals

The spectrum of spin{fwaves (SWSs) propagating in magnetic siems is important from both
fundamental and applied points of view. Propagating SWs inpatially modulated magnetic
systems, namely the magnonic crystafs®® will form the building blocks for future microwave
data communication. Recently, much e ort has been made in werstanding and tailoring the
magnonic band structures (frequency versus wavevector) “arious magnonic crystals with
nanoscale features. The numerical simulation method is genularly important because this
can be e ectively used to design the desired magnonic bandwttures before starting the ex-
pensive nanofabrication methods. However, conventionaliecnromagnetic simulators provide
only the space{time data by solving the Landau-Lifshitz-Qbert equation (LLG equation)’:
and meaningful conversion of that data to frequency and wawector domaing®®:2%° poses
several computational challenges. Object Oriented Microagnetic Framework (OOMMF)?*°
exploits the nite di erence method to calculate magnetizaion dynamics.

The dispersion curves obtained by a 2D discrete Fourier traform (DFT) 2! of the space{
time data obtained from micromagnetic simulations may comtin artefacts. These mainly
include lack of resolution in the frequency or wavevector dmain, aliasing, spectral leakage
and scalloping loss. These artefacts render the resultantsgersion diagram, unreadable.
Discretization of continuous magnetic objects also leads the appearance of an arti cial

period and as a result to the formation of an arti cial band wtere the spectrum should

This chapter is based upon Kumaret al. J. Phys. D: Appl. Phys. 45, 015001 (2012).
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be continuous?°2%° The e ect of most of these problems can be reduced by samplitige
magnetization over a larger sample size or over a longer ptiof time. Range in frequency
and wavevector domains can be increased by sampling the magmation at a higher sampling
rate in time and space domains, respectively. But, these nmmaes will soon consume the
available computational resources without providing muclelarity to the obtained results. In
this chapter we aim to document and standardize a sequencesbéps that help in obtaining
better results without compromising on the speed or extentfdhe numerical analysis. The
improvement in quality, made by these methods, is establisd by a numerical comparison,
which is further veri ed by the manual observation of the obained dispersion diagrams. The
presented method can also be used to compute the dispersidnSdVs in di erent kinds of
magnonic conductors, which form a rich family of spatially modulated magnetic stuctures
or arti cial lattices designed to control the spectrum of SVE. Based on their geometry these
magnonic conductors can be classi ed as one (1D), two (2D) three dimensional (3D) and
based on their continuity they can be either continuous waglides or magnonic crystals
(discrete arrays of dots or antidots). Magnonic crystals ecaalso be made of more than
one magnetic material, which allows us to classify them on ¢hbasis of homogeneity (as
homogeneous and heterogeneous). While processing the lteftom a 3D magnonic crystal,
the limited computational resources force us to use slowasrins of computer memory.

In the following sections we explain how dispersion curve$ 8Ws can be obtained by a 2D
DFT of magnetization data which, in turn, is the output of a nite di erence based ordinary
di erential equation (ODE) solver, such as OOMMF. We furthe discuss the shortcomings
of this method and demonstrate how various techniques can beed to mitigate them. Ma-
terial parameters of Py are used for the results shown here.eblvy damping is used to reach
the state of saturated magnetization sooner under a constabias. We have further applied
the newly developed numerical technique to a range of magnomedia including magnetic
nanostripes, magnetic nanowires and thin Im elements. Weave further calculated the
dispersion curves for simple magnonic crystals with 1D andigsi-2D arrangements of peri-
odic antidot arrays in permalloy thin Ims, which opens up alowed and forbidden magnonic

bands.
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4.1. Method

OOMMF produces the output data in several les where each leorresponds to a particular
instance of simulation time and contains the information ofmagnetization distribution over
the entire magnetic object. Being a nite di erence method lased ODE solver, OOMMF
divides a magnetic object into an arti cial periodic array d rectangular cuboids. The region
of space, where no magnetic material is present, is assumedhiave zero saturation mag-
netization. Subroutines were written to read the data into hree four-dimensional matrices
(one matrix for each component of magnetization), namelyl ' (t;x;y; z), M! (t;x;y; z) and
MX(t; x;y; z). The variablest, x, y and z represent discrete equally spaced values of time and
space. A dynamic component of magnetization (in our case bdgonal to the external bias
eld as we consider fully saturated samples) should be seted for the purpose of dispersion
analysis. If MX(t;x;y;z) is one such component, we sédl * vo (62) = M K(t; Xm: Yn; Z) tO
obtain a 2D matrix of the magnetization componentM* at x = x,, andy = y,. The
coordinate system should be appropriately rotated if the dection of propagation of spin{
wave is neither ofx, y or z. A 2D DFT can now be performed on this matrix to obtain
the output Mfm v (FiKZ) = F(ML‘m v (t:2)). The magnitude of this output corresponds to
the magnitude of the corresponding Fourier components. Ifevtake some particular fre-
guencyf , the corresponding wavevectok, can be found by nding the high values of the
Fourier component magnitudes for this particular frequencf. In order to visualize the
dispersion curve we record a colour{weighted 3D plot (or a mur weighted scatter plot) of
Py yn (F;K2) 1 1003 M)‘fm ya (fik2) versusf andk,. Thus, as seen in Fig. 4.1, when viewed
from the top, the colour scale represents the Fourier powena proportional decibel scale.
Let the sum of NI} va (F1K2) * over all values ofx, andy, be represented byNr« (f; k ,) ’
then P(f;k,) / log,, M (f;k,) will contain information of all the modes present in the

magnetic medium for the chosen direction, namely z.

4.2. Results and Discussion

As evident from Fig. 4.1 (a), there are several issues withelresults obtained by the method

described above. Introducing the Hanning window functionds clearly improved the contrast
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as seen in Fig. 4.1 (b). Since using a window function alreadgduces the scalloping loss,
zero padding, as shown in Fig. 4.1 (c), does not a ect the encdesult signi cantly in this
case. However, it is still useful in improving the computatinal performance as described
later in this section. Sinc excitation signal controls alising. This is better demonstrated in
the case of a nano{wire, as described later in this chapterhere the range of observation (in
frequency and wavevector domains) is higher than that in Figd.1 (d). We now enumerate
the major issues and establish some techniques to overcorherh. Figure 4.2 depicts this
entire procedure schematically.

High resolving powers in both frequency and wavevector doia are often desirable for
studying the ne structures of the dispersion curves. The dégrence between two consec-
utive values of frequency (resolution in frequency) equalk=t, where t is the duration of
observation, and resolution in the wavevector domain equall=l, wherel is the length of the
sample. If a dynamic phenomenon nishes too rapidly, posdjbdue to very high damping,
it would be impossible to have a good frequency resolutioninSlarly, if the size of the mag-
netic medium is very small then we will obtain bad resolutionn the wavevector domain.
Resolving power in frequency and wavevector domains canspectively, be improved by
running the dynamics for a longer duration and by using longesamples in the direction of
SW propagation.

Since we deal with the LLG equation within a continuum microragnetic framework, phe-
nomena associated with time{scale faster than 1 ps and leingscale below 1 nm are beyond
the scope of this framework. This gives upper bounds (NyquiBequency) of range in both
frequency and wavevector domains as 500 GHz and 3.0° m ! (or 3:141 rad/nm), respec-
tively. Higher rates cost more memory for the same desiredsaution. Unless necessary,
these rates may be kept as low as possible. For exchange iat#ion to be e ective, the size
of the rectangular cuboid should be less than the exchangadgh of the magnetic material.
The rate of sampling of magnetization in time should be highn®ugh to capture the preces-
sional motion correctly. Hence, it should not be less than en snapshot’ per 10 ps in most
cases. Fourier expansion for thdl element sequenc&, may be written as

X 1 e

Xk = Xn€ N . (4.2)
n=0
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Figure 4.1.: Dispersion along a 5m long and 30 nm wide permalloy waveguide with thick-
ness = 10 nm. Bias eld oHypas = 0:05 T is applied along the length of the
waveguide. The dispersion in (a) uses a rectangular windo@h) introduces a
Hanning window; (c) adds zero padding and (d) uses a sinc etation signal as
opposed to a Gaussian excitation signal used in (a)-(c). Sue: Ref. 262.

For a propagating wave X, may be ignored as it represents the amplitude of a wave
with no frequency (or no wavevector depending upon the dimsion used for the Fourier
expansion). Ideally X, should be zero for a propagating wave, but often, in the casé @
DFT, it has a nite value due to the lack of resolving power andaliasing. Moreover, the
initial magnetization distribution of a magnetic medium mg contain some demagnetized
regions. High bias elds may be used to minimize these reggn Furthermore, for the
purpose of dispersion analysis, the initial magnetizatiostate should be subtracted from the
entire time domain response. This subtraction makes it e&sito visualize the propagation
of spin waves but it will not a ect the resultant dispersion wrves.

Spectral leakagé®® is another issue associated with DFT, which needs to be takeare

of. If power is being delivered at a certain frequency (and wavector) and that frequency
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Figure 4.2.. Representation of steps involved in obtaininthe dispersion curve for SWs in
given magnetic objects. Source: Ref. 262.

(or wavevector) value is missing on the DFT output scale, thapower is represented by
amplitudes over the entire spectrum. These amplitudes areggportional to a sinc function,
sinc(Dn) whose parameteiDn is the di erence in number of cycles in time (or space) domain
and number of sampling points (in the same dimension). The ect of spectral leakage
becomes especially evident when power is represented on epartional decibel scale. This
can be controlled using a window function. Apart from contriting spectral leakage, most
window functions help in mitigating aliasing. A 2D window function is needed for a 2D
DFT. Two 1D window functions (one for each dimension) are mtiplied for this purpose.

A common side e ect of using a window function is the broadeng of the central peak.

Several window functions were compared based on this crimm. A 5 m long 1D Py
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Figure 4.3.: (a) Comparison of mode widths for some windowrfations. A loss of power of
100 dB for a given value of wavevector was considered as modé@ limit.
(b) Form of some window functions in frequency domain. As dgsed, the
Chebyshev window maintains a main lobe to side lobe di ererf 100 dB here.
This is why a very high cut-o value of 100 dB is used in (a). Ths high cut-o
value has led to high numerical mode widths. With good colowontrast visually
discernable widths are much lower. Source: Ref. 262.

nanowire with a square cross section of side 9 nm was used foistpurpose. Figure 4.3
(a) shows a plot of this width in frequency domain as a functio of the wavevector for a

few of these window functions. Another way of comparison be¢en window functions is to
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compare the di erence between the main lobe and side lobesa$unction of their position,
as shown in Fig. 4.3 (b). For the Chebyshev window this di enece can be better controlled.
However, when this window is used, a higher di erence resalin further broadening of the
central lobe. This broadening is especially pronounced farlow resolving power. Also, a
higher assigned di erence in frequency (or wavevector) daim causes a spike at both ends
of this window.2%* This should not be a problem if the values of magnetization agponent
under consideration at the beginning and end of simulationdve near zero values. Hence,
the Chebyshev window is found to be very useful when the numiseof sampling points in
space and time domains are high and the duration of simulatiohas allowed damping to
decrease the considered magnetization component to zero.

Due to the nature of DFT, amplitudes beyond the Nyquist freqancy are represented at
false frequency values. One of the ways these amplitudes dsnidenti ed is by sampling at
di erent rates and checking whether they have changed thepositions on the axis. Another
way to avoid this problem is to ensure that the excitation sigal does not supply any power
beyond a certain frequency (which is lower than the Nyquistréquency). This can be done
by using a signal which varies as a sinc function in both spaead time domains (as Fourier
transform of a sinc is a rectangle function). In the case of aagnonic crystal (e.g. a 2D array
of dots), the sinc signal in space acts upon regions of nitend zero saturation magnetization.
A sinc signal should still be considered if the e ect of ali@sg in the wavevector domain is
too pronounced (for example, due to a low number of samplingmts in space). A localized
excitation signal may be used otherwise. This use can also tmandated by problem design.
The resultant aliasing can then be controlled by sampling # magnetization at di erent
spatial frequencies and identifying the amplitudes, whicthave moved on the wavevector
axis.

Data sampled over a nite interval of space or time e ectivey uses a rectangular window
function. This causes a drop in power from one frequency (olawevector) value to the next.
This is termed as scalloping loss. This loss can be reducedthg use of a non-rectangular
window. For example, the scalloping loss, from lobe centre half-way down the lobe centre,
for a Hanning window is 1.45 dB, while that for a rectangular wadow is 4 dB. Scalloping loss

can be further reduced by using zero paddiriéf which e ectively increases the number of
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Figure 4.4.: Dispersion in a 1D nanowire of square cross sentof side 9 nm with bias eld,
oHpias =1:01 T: (a) ke = 3 rad/nm, (b) ke = 0:5 rad/nm and (c) "powered’
region of dispersion. A linear colour map is used to represgmower from 400

to -200 dB. Source: Ref. 262.

output targets (or "bins") on the frequency (or wavevectorpxis. Zero padding can also take
advantage of some fast Fourier transform (FFT) algorithm&*26> by ensuring that the length
of data is an integral power of a prime number for delivering diter computational speed.
The window function is applied before zero padding becauseidg the reverse gives incorrect
result as a part of window function would be multiplied by paded zeros. Zero padding does
not improve the resolving power in the sense that the width dhe mode remains the same on
the frequency or wavevector axis. It also consumes memoryhdérefore, it may be preferable
to wait till the magnetization values are damped naturally b zero, rather than to arti cially
pad the data with zeroes, as waiting would also increase thesolving power in the frequency
domain without consuming any extra memory which is not alredy required for zero padding.
Figure 4.4 shows the dispersion of SWs in a 5m long 1D nanowire with a square cross
section of edge 9 nm. Excitation signal is proportional to 8i(2 f ¢t =(2 f . t9. Heret®
represents time andf o is the parametric frequency of the signal, beyond which it caes
no power. A similar cut-o value, sayk, can be set in the wavevector domain by making
the signal proportional to sin (2k cuX) =(2 kK cuitX). feur @and kg cannot be more than the
Nyquist frequency (or wavevector) values in their respecte domains. For the purpose of
simulation, material parameters of Py were used along with eell size of 1 nm. Figure 4.4

(a) shows the dispersion when a signal witli.,, = 450 GHz and k. = 3 rad/nm was
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used. Figure 4.4 (b) was produced witlk.,; = 0:5 rad/nm. A sudden drop in power beyond
the cut-o values may be noted. Figure 4.4 (c) shows this "‘pawed’ region of dispersion,

which has a much better clarity and sharper width as opposea twhat is observed in Fig. 4.4

(a).

(@) (b)

(©) (d)

Figure 4.5.: Spin wave propagation in a con ned Py thin Im eément of dimensions 1.2 m
1.2 m 10nmat(a)t =249 ps and (b)t = 449 ps for gHpas =1:01 T
applied along the horizontal edge of the Py element. Dispéos curves (c) along
the horizontal edge y = 2:5 nm) and (d) at the centre §y = 592:5 nm) of the
Py element. Source: Ref. 262.

Figures 4.5 (a) and (b) show the snapshots of the SWs with tim& a con ned Py thin
Im element of dimensions 1.2 m 1.2 m 10 nm. A bias eld Hpias = 1:01 T was
applied parallel to the horizontal edge of the element to satate the magnetization along the
direction. Figures 4.5 (c) and (d), respectively, show theispbersion of SWs along the centre
(y =592:5 nm) and along the edgey = 2:5 nm) of this element. The dynamics is excited
by a sinc signal in the time domain, which is spatially locatied at the centre of the element

so that the SWs can propagate uniformly within thex y plane. Two prominent dispersion
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curves are observed in the former case, while a single cursegprominent in the latter. The
lowest branch corresponds to the uniform magnetization damics (1 = 0) across the width
of the magnetic element while the upper one corresponds toetlquantization (n = 1 or half-
wavelength) across the width of the element. Due to the dynamboundary conditions®®
the lowest branch is barely excited when we consider the diten along the horizontal edge
of the element as one can see from Fig. 4.5 (d). The spin waveverdront takes an elliptical
shape due to the dependence of group velocity on the angle weeén wavevector and the
direction of static magnetization (bias magnetic eld).

Propagating SWs in continuous magnetic media show continus dispersion of frequency
as a function of wavevector. Formation of periodic modulatn of the magnetic medium
results in opening of band gaps at the Brillouin zone (BZ) bawdary. Magnetic antidot
lattices serve the purpose due to the creation of discontiity at the magnetic material and
air interface or at a di erent magnetic material lling the antidots, 5°:56:105.242,.266.267 |y the
following, we apply the described numerical techniques talculate the dispersion curves of
magnonic crystals made up of 1D and 2D arrangements of magigeantidots in permalloy
thin Ims. Cuboidal cells of edge 3 nm are used during the sinfation for magnonic crystals
examined in this chapter. Figures 4.6 (a) and (b) show the sfi@ magnetic con gurations of
a 1D array of square antidots with edge and separation of 12 ntarved into a permalloy strip
with width = 24 nm, length = 2 :4 m and thickness = 3 nm. A bias magnetic eld ( oHypas)
of 1.01 T was applied (a) along the length and (b) across the dth of the sample so that the
dispersions of SWs in the backward volume magnetostatic spivave (BV) con guration 268
and magnetostatic surface wave or Damon{Eshbach (DE) conuyation?®® are obtained.
Figures 4.6 (c) through (d) show the computed dispersion cues of SWs with wavevector for
this sample. The con nement along the width of the permalloystrip, on which the square
antidots are imprinted, will cause a number of symmetric ananti-symmetric modes for all
allowed values of the wavevectors. The spatial modulatiorf onagnetic parameters due to
the introduction of the square antidots introduces a band sgtrum and we investigate the
e ect of that on the symmetric and anti-symmetric modes in tke resultant dispersion curves.

In Fig. 4.6 (c), we show the excitation of only the symmetric mmdes in the 1D array

of antidots, while in Fig. 4.6 (d) both symmetric and anti-synmetric modes are excited
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Figure 4.6.: Static magnetic con gurations (in-plane) of he central portion of the simulated
sample with the bias eld, oHypias = 1:01 T, applied (a) along the length and
(b) across the width of the sample. The sample is a permalloyrip with width
= 24 nm, length = 2:4 m, thickness = 3 nm and with 1D array of square
antidots carved in it. The antidots are square in shape and ka both width and
separation of 12 nm. Simulation of SW dispersion of (b) symrtr&&e mode only
and (c) both symmetric and anti-symmetric modes for the BV aoguration.
(e) Symmetric only and (f) both symmetric and anti-symmetrc modes in DE
con guration are also shown. The vertical white lines markhe boundaries of
the BZ which has a total width of 02618 rad/nm. Source: Ref. 262.

in the same sample. The anti-symmetric modes can be excitedthe applied signal is
anti-symmetric across the width of the crystal. The anti-spnmetric modes do not interact
with symmetric modeg’%?"* and four new branches are created in the observed frequency
range of dispersion curves. We have further calculated thasgersion of a bi-component
medium to demonstrate the e ects of variation of the periodi potential in the magnonic
medium as a result of the inclusion of a second ferromagnetitedium within the antidot

regions. Figure 4.7 (a) and (b) show the static magnetic cogurations of a bi-component
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Figure 4.7.. Static magnetic con gurations (in-plane) of he central portion of the simulated
sample with the bias eld, oHypias = 1:01 T, applied (a) along the length and
(b) across the width of the sample. The sample is a bi-compananedium with
1D array of square-shaped Co inclusions in a permalloy strigith width = 24
nm, length = 2:4 m and thickness = 3 nm. The sides of Co squares are 12 nm
and the edge-to-edge separations between the two squared2snm. Simulated
dispersion of symmetric modes in the above samples with théab eld applied
(c) along the length and (d) across the width of the sample. Tvertical white
lines mark the boundaries of the BZ which has a total width of:2618 rad/nm.
Source: Ref. 262.

medium with 1D array of square-shaped CoK( =520 1C° J/m?3, Mg =1400 10° A/m,
A=30 10 %Jm,jj=2:21 1CPrads ! T ?!)inclusions in a permalloy strip with width

= 24 nm, length = 2:4 m and thickness = 3 nm. The edge and separation of Co squares
are 12 nm. The static magnetic eld oHpias = 1:01 T is applied (a) along the length and
(b) across the width of the simulated samples. Figures 4.7)(and (d) show the dispersion

of symmetric modes in this medium for the bias eld geometrgeof (a) and (b), respectively.
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The band gaps in Fig. 4.7 (c) are considerably reduced as caangd with those in Fig. 4.6 (c)
due to the reduction in the di erence between the values of gnmagnetic parameters in the
bi-component medium as compared with the un lled antidots.Similarly, with the exception

of rst band gap the others are signi cantly smaller in Fig. 47 (d) when compared with the
modes in Fig. 4.6 (e). For the long permalloy strip the shapen&otropy is along the length
of the sample and hence the application of bias eld acrossdhwidth causes a reduction
in the e ective eld and consequently a downward shift in theoverall frequencies in the
dispersion curves is observed. In the DE (Fig. 4.7 (d)) geotmg the curvature of dispersion
(and the corresponding group velocities) and band gaps argrs cantly di erent from that

in the BV geometry (Fig. 4.7 (c)) due to the di erence in the intial magnetization state as
a result of the competition between the Zeeman, demagnettzan and magnetocrystalline
anisotropy energies in two di erent materials in the bi-corponent magnonic crystal.

We now extend our calculation of dispersion curves to thre@ws of 1D arrays of antidots
(quasi-2D antidot arrays). The introduction of quasi-perodicity across the width of the
magnonic crystal and the dipolar interactions between thei@rent rows of antidot arrays
cause signi cant modi cations in the dispersion curves. IrFig. 4.8, we show the dispersion
curves of the quasi-2D antidot arrays with length = 24 m, width = 72 nm and thickness
=3 nm. The bias eld Hpias =1:01 T was applied along the (a) length and (b) across the
width of the magnonic crystal. A comparison of Figs. 4.6 (c)rad (e) with Figs. 4.8(c) and
(d) reveals that the latter show band intersection and veryich dispersion patterns. The two
lowest frequency branches of dispersion in Fig. 4.8 (c) hatlee same curvatures, signifying
the same group velocity but di erent phase velocities. Hower, the group velocities of the
two lowest dispersion branches in Fig. 4.8 (d) are di erent.The higher frequency branch
also has a lower spectral power.

Figures. 4.9 (b) and (c) show the spatial distribution of thepower and phase of mag-
netization for specic frequency values on di erent branchs of the dispersion curves for
the 1D array of antidots as shown by the white dotted lines in i§. 4.9 (a). The power
and phase distribution information are obtained by xing ore of the spatial co-ordinates
in MX(t;x;y;z) and performing a DFT with respect to time domain. The bias dd was

applied along the length of the 1D antidot array. The mode coesponding tof = 39:99
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Figure 4.8.: Static magnetic con gurations (in-plane) of he central portion of the simulated
sample with the bias eld, oHypias = 1:01 T, applied (a) along the length and
(b) across the width of the sample. The sample is a permalloyrip with width
=72 nm, length = 2:4 m, thickness = 3 nm and with three rows of 1D array
of square antidots imprinted in it. The antidots are squaren shape and have
both width and separation of 12 nm. Simulated dispersion offsxmetric modes
in the above samples with the bias eld applied (c) along theehgth and (d)
across the width of the sample. Source: Ref. 262.

GHz (Fig. 4.9 (b)) belongs to the lowest band (band indexa = 1) and propagates with
uniform phase along the length of the array. The mode dt = 60:84 GHz (Fig. 4.9 (c))
belongs to the band withn = 2 and propagates with regions around alternating antidots
oscillating out-of-phase. Figure 4.10 shows the spatialstiiibution of power and phase of the
quasi-2D array of antidots. The four branches of dispersiaare highlighted in Fig. 4.10 (a).
The power and phase distributions of the lowestn(= 1) and highest branches ( = 4) of
the quasi-2D array are similar to then = 1 and n = 2 bands, respectively, for the 1D case,
as shown in Figs. 4.10 (b) and (e). The power and phase distutions for the two middle

branches ( = 2 and 3) are shown near the BZ boundary where dispersion beges at
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Figure 4.9.: (a) Selected part of the dispersion image, asmsn in Fig. 4.6 (c), showing
the frequencies at which the spatial distribution of power r@d phase of SWs is
shown. The power and phase corresponding to modes at (b)= 39:99 GHz
and (c) f = 60:84 GHz. The excitation was done at the centre of the array
(x = 1200 nm) and only a small part of the array is shown for visuatlarity. A
bias eld of 1:01 T is applied along the length of the array. Source: Ref. 262

and the group velocity close to zero. The power and amplitudgistributions are distinctly

di erent from the propagating modes, as shown in Figs. 4.1(J and (e).

4.3. Conclusion

In this chapter, we have reported a technique, which can be @hyed to obtain dispersion of
SWs in di erent kinds of magnetic micro- and nanostructuresith high numerical contrast
and clarity. The use of DFT windows and sinc functions to combl the spectral leakage and
aliasing is highlighted. The examples of dispersion calations for magnetic nanostripes,
magnetic nanowires and con ned thin Im elements are shownot validate the method. We
then employed the described technique to calculate the disgsion curves on 1D and quasi-
2D magnonic crystals based upon magnetic antidot arrays in\Band DE con gurations.
The e ect of inclusion of a second magnetic component in 1D rays of antidot lattice
on the dispersion curves is also demonstrated. The dispersicurves obtained using this

technique can be used in conjunction with analytical modetlg to form guiding principles
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Figure 4.10.: (a) Selected part of the dispersion image, asosvn in Fig. 4.8 (d), showing
the frequencies at which the spatial distribution of power red phase of SWs is
shown. The power and phase corresponding to modes at (fo)= 34:97 GHz,
(c) f =48:03 GHz, (d)f =53:01 GHz and (e)f =67:03 GHz. The excitation
was done at the centre of the arrayX = 1200 nm) and only a small part of
the array is shown for visual clarity. A bias eld of 101 T is applied along the
width of the array. Source: Ref. 262.

in investigating and controlling the details of magnonic bad structures in di erent kinds of

magnonic crystals.



5. Free and Pinned Boundary
Condition in a Magnonic Antidot

Waveguide

In this chapter we focus on the boundary conditions imposechdhe dynamic components
of the magnetization vector and their e ect on the spectrum BbSWs in magnonic waveguides.
These boundary conditions are additional to the electromagtic ones, which describe the
degree of freedom of the magnetization vector at the edgestbé ferromagnetic material.
The e ect of the boundary conditions on the spectrum of SWs iuniform thin Ims has
been investigated broadly?*>272272 However, no such research has been conducted so far in
antidot lattices, in which the interfaces with air play an inportant role in the formation of
magnonic bands2’42"> Only free boundary conditions are assumed in the vast majtyiof
papers dealing with periodic waveguides. Thus, there is aman the research, which we
attempt to Il in with this study.

In this chapter we study the magnonic band structure in wavagdes, a basic element of
any magnonic device?>:*® Waveguides for exchange SWs have been recently investightee-
oretically with the use of micromagnetic simulation$#25%287 periodic waveguides have been
demonstrated to have Iter properties due to the folding e &€t and the opening of magnonic
gaps in the SW spectrunt®* Here we investigate a periodically modulated waveguide it
a series of antidots in the centre. Aware of the fact that the griodicity of the waveguide can
be realized in many di erent ways|by width or shape corrugation, or by applying a speci c

magnetic eld>°*257 | we are con dent that the fundamental features of this quasi-1D pe-

This chapter is based upon Kloset al. Phys. Rev. B 86, 184433 (2012).
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riodic system are conserved and the conclusions drawn foretimodel considered will be of
general nature.

We show that a magnetization pinning introduced at the edgesf the waveguide can
signi cantly change its SW spectrum. To cross{check our redts we perform calculations
based on di erent methods: micromagnetic simulations andche plane wave method (PWM).
These techniques have already been successfully used far ititerpretation of experimental
data obtained for systems of various geometry in the formuian used here.

We show that the pinning is intrinsic for PWM at the interface of magnetic/nonmagnetic
material. For micromagnetic calculations the magnetic moents are not forced to be pinned
by default.We introduce pinning by placing on the interfacea thin layer for which the dy-
namics of magnetization is frozen (with the amplitude of preession set to zero).

The chapter is organized as follows. In Sec. 5.1 we describe structure under investiga-
tion and the calculation methods used. In Sec. 5.2 we expldine e ects that the boundary
conditions imposed on the dynamic magnetization componenat the edges of the ferromag-
netic material have on the magnonic spectrum. Our results arsummarized in the closing

Sec. 5.3.

5.1. Waveguide Structure and the Calculation

Methods

The magnonic waveguide under consideration is shown in Fig.1. It has the form of a thin
and in nitely long permalloy stripe with a single row of squae holes disposed periodically
along the central line. A bias magnetic eld is applied alonghe stripe and assumed to be
strong enough Hyias = 1 T) to saturate the sample. The material parameters of Py we
used in all calculations.

We use three methods of calculating the dispersion of SWs ing permalloy MAW: the -
nite di erence method, the nite element method and the PWM,with OOMMF, 2°° Nmag?’®

and a home-developed Fortran code, respectively.
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Figure 5.1.: Magnonic antidot waveguide under investigainh: a 3 nm thick and 45 nm wide
in nite Py stripe with a periodic series of 6 nm 6 nm square antidots disposed
centrally along the x-axis with a period ofa = 15 nm. Bias magnetic eld

oHpias = 1:01 T is oriented along thex axis. The 1.5 nm wide red lines
at the Py/air interfaces mark the regions in which pinning isassumed in the
OOMMF calculations. The dashed box shows the supercell simsed in PWM
calculations. Source: Ref. 213.

5.1.1. Micromagnetic Simulation

The micromagnetic simulations (OOMMF, Nmag) are performeth two steps. The magnetic
ground state is obtained rst. We let the magnetization evole in the presence of damping to
reach the static equilibrium orientation. In the next step,with damping neglected ( = 0),

a small pulse of magnetic eld was applied as given by Eq. (5.With a small amplitude
(which guarantees the linear regime of spin dynamics). Aftegecording the magnetization
in each mesh point for each time step, Fourier transformatiis performed in the time and
space domains to obtain the SW dispersion, i.e., the waveeter dependence of the SW
frequency?260.262

The excitation signal used to study the dynamics is of the fan
|
h, (t;x;y) = hg sincf2f ¢t (t  to)g sSinCc Ky X %xmax o sin n Y , (6.1)

n=1 Ymax

where the sinc function is taken in the form sinc() = sin( )= . The strength of the signal is
de ned by oh? =5 mT. The parameter f ., = 490 GHz sets the upper limit of frequencies
of SWs excited by the sinc like pulse. An o sety = 50 ps was given to avoid the high spikes
close to thefy in the frequency domain of the signal. The. is a wave number cut{o

de ned later. The symbolsxnx =3 m and ymax = 15 nm denote the sizes of the sample.
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The summation in Eq. (5.1) was done foN = 30 subdivisions.

The bene ts for using such a signal and the procedure to obtaithe desired dispersion
relation are described in Sec. 4.2. In the case of an antidattice the e ect of convolution of
the periodic array of holes will be observed in the wave-vestdomain. A wavevector cut{o
Keut, Which is an odd multiple of half the Brillouin zone (BZ) lengh (here 3=a), may be
used to mitigate this e ect. Also, in order to generate both gmmetric and antisymmetric
wave fronts a suitable dependence (which, here, is a sum ofrsgetric and antisymmetric
excitations along the width) ony has been applied to the signal.

The OOMMF simulations are performed with 1D periodic boundgy conditions?*® applied
along thex axis. A 1.5 nm mesh is used in these simulations. The correess of the
assumed discretization was veri ed by comparing the resultwith those of simulations using
a 0.5 nm mesh.

The micromagnetic simulations do not assume by default anptque acting on the external
interfaces (numerical calculations are limited to the maggtic medium only). Therefore, the
spins are precessing freely on the systems boundaries witipalar e ects taken fully into
account.

We can force the pinning in all mesh cells located on the intaces between magnetic
and non-magnetic materials (see the red-coloured pinningea in Fig. 5.1). It can be done
by freezing the magnetization dynamics%l\/l (r;t) = 0 with initial conditions M,(r;t =
0) = 0 and My(r;t = 0) = O at the beginning of the second stage of calculation wimethe
system managed to reach the ground state. From the LLG equati, it follows that the
initial condition for z andy components of magnetization will be sustained, if the cortthns
My(r;t =0) =0 and M,(r;t =0) =0 are set in the pinned layer. We checked that for the
strong external eld that we used ( gHypias = 1:01 T) the magnetization in the ground state
is uniform and parallel to the direction ofH s €ven in the vicinity of the interfaces.

Because of the use of the nite di erence method in OOMMF simiations, space is dis-
cretized into small cuboids. Nmag uses the nite element miebd, in which, in contrast,
the modelled object is discretized on a tetrahedral mesh. Igeneral, this allows for bet-
ter modelling of arbitrarily shaped objects, but for the cosidered antidot waveguide, this

does not provide an advantage because our simulating objetnsists basically of orthogonal
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walls. For the mesh creation, we use the open source generadETGEN". When creating
the unstructured mesh, care must be taken in providing the $wvare with a proper value of
the maximum-mesh size parameter. Only when this value is sthanough is it possible to
calculate the exchange and magnetostatic elds with reasahle accuracy. Unfortunately, as
the maximum mesh- size parameter decreases, the number afdbedral elements increases,
making the computing time and memory demands increase as lveDne way to partially
overcome this problem is to use an adaptive mesh with the srtel cell sizes in the vicinity
of antidot edges. We must select a value below the exchanged#, which in the case of
permalloy is 5.1 nm. Therefore, we selected a maximum sizedod nm for the edge length of
all tetrahedra to achieve accurate results. However, the exage edge length was about 2.5
nm with standard deviation equal to 0.6 nm. It was decided noto use periodic boundary
conditions in Nmag simulations but instead use a nite segnme of this waveguide of length
1.8 micrometer, containing 120 repetitions of the unit cell The waveguide is surrounded
by non{magnetic material, which does not have to be discreted. This is because Nmag
used a hybrid nite elements/boundary elements method to daulate the magnetostatic
contribution.

The steps to obtain the dispersion relation are the same as @OMMF. As a rst step,
a high value of the Gilbert damping parameter is chosen and ¢hsystem is evolved under
the external eld to nd the energy-minimizing con guratio n of the system. This state is
used as the starting point during the second part. Now dampgnis neglected and the system
is excited with a pulse containing a broad frequency range. sihg the Fourier transform,
the resonating values of ;! ) are obtained as local maxima. These values constitute the

dispersion diagram.

5.1.2. Plane Wave Method for a Magnonic Antidot Waveguide

PWM has been discussed in some detail in Sec. 3.4. Here we sievihe method while
elaborating its application in the case of a 1D MAW. In the PWM periodic Bloch conditions
are applied both along the MAW axis and in the direction perpedicular to this axis. An
arti cial periodicity in the y direction creates a periodic series of non{interacting cags of

the original waveguide | this is the supercell approach?’’ We used the supercell marked
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in Fig. 5.1 by dashed line. The assumed periods are 15 nm (aldt period) and 100 nm
(arti cial supercell) along the x and y axes, respectively.

The antidots and spacer areas were lled with arti cial mateial characterized by a high
value of volume anisotropy eld and an extremely low value ofmagnetization saturation
that squeezed the magnetization dynamics in this region (ect of the low magnetization
saturation) and shifted the frequencies of spurious modegearing in the results into a
very high-frequency range (impact of the high volume anisaipy eld). Note that according
to the Landau-Lifshitz equation the increase of the e ectig eld in the arti cial material
(as a result of big volume anisotropy) will also decrease tr@nplitudes of dynamical mag-
netization if one wants to keep the SW frequency constant.Whkave made sure that the
assumed 65 nm waveguide spacing is su cient to neglect theteractions between adjacent
copies. We plotted the dispersion relation in the Y direction (i.e., for a propagation
direction perpendicular to the waveguide's axis). The brashes that we obtained were at
which con rmed the localization of SWs in theY direction and the lack of crosstalks between
adjacent copies of waveguides.We also checked the amplgudf SWs in the spacers sepa-
rating waveguides, which occurred to be cancelled. The catilng of spin dynamics in the
air gaps (spacers and antidot areas) results in magnetizati pinning at the interface with
magnetic material. In order to simulate the system of planageometry with partially pinned
magnetization on the interfaces with non{magnetic materiaone can arti cially change the
in-plane sizes of the system frorR to e ective R, to achieve a non{zero value of dynamical
magnetization when the positionr coincides withR.?*®> We used this procedure to perform
PWM calculations in the dipolar-exchange regime for 2D ardot lattices.>’

We are considering the magnetization dynamics without danipg in the linear approx-
imation only. We are assuming that the magnetization precess around X-axis in a cone

with small angle (as it is presented in Fig. 5.1). Under this ssumption we can write:

My(r) Msg;
My (r;t) = my(r)e" ; (5.2)
M,(r;t) = m,(r)e' :
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The exchange term can be expressed 4s:
Hexch = I gxr M (r;t)1 (5.3)

which directly deviates from the Heisenberg modér8

To describe demagnetizing eld for periodic slab of nite tlickness we used the ideas
proposed by Kaczr and Murtinowa?’® and then developed in Ref. 280 where each component
of (static Hgem(r) and dynamic hyn(r;t)) demagnetizing eld is depending, in general, on
the spatial distribution of all component of magnetization The components of the static

and dynamic demagnetizing elds within the linear approxination taken into account are

X G, 2 .
_ X . i(Grg).
Hdm;x(r) - MS(G) E (1 C(z,G))e ka (5-4)
G
Ramz (r;t) = m;(G)C(z;jG + kj)
G
, jKy + Gyj o, .. Nt o i(GHK) ).
+ |my(G)7jG T Ki S(z;jG + kj) €' e k) (5.5)
o (ky + Gy)? . .
Ramx (r;t) = . my(G)m(l C(z;jG + kj))
+im (G)jky + Gij(Z'jG 1 kj) & e 0GR, (5.6)
zZ JG + kJ ] ) .

where G = [Gyx; Gy] and ry = [X;y] are 2D reciprocal lattice vector and position vector in
real space. The symbolsMs(G) and m (G) denote the coe cient of Fourier expansion for
magnetization saturationMg(ry) = P s M (G)e (¢ ") and periodic part of Bloch functions:
m (ry) = m (G) P s M (G)e (6K where = y;zandk is a wavevector. The functions

C(z; )and S(z; ) are de ned as:

sinh(z )
sinh(c ) + sinh(c )’

coshg ) .
sinh(c ) +sinh(c )’

C(z; )=

(5.7)

S(z; )=

(5.8)

where 2 is the thickness of MAW (in z-direction). The demagnetizingelds do not change
a lot across the slab accept the regions in the close vicinitf the external surfaces (note

that the structure is uniform in z-direction). Therefore we assumed that all eldsH gem(ry)
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and hgn (r; t) are independent onz-coordinate by taking its values form the centre of the
slab. This simpli cation allowed us to consider the systems2D one.

In the linearisation procedure we took advantage from the agsmption: m (r) Mg, =
y;z and dropped all small terms with precession frequency highthan ! . Then after ap-
plying the Fourier transformation we were able to convert th linearised di erential equa-
tions for my(r); m,(r) into the set of algebraic equation in the form of eigenprobm with
my(G); m,(G) as eigenvectors and playing the role of eigenfrequency.

We checked that the su cient convergence for the presentedispersion plots (Fig. 5.3) is
achieved for 11 91 plane waves propagating ix andy direction, respectively (described by
di erent x andy components of reciprocal vector&). The details of the PWM, its supercell

formulation, and the application of this technique are avdable in the literature, 5157277280

5.2. The e ect of pinning on the magnonic spectrum

Figure 5.2 (a) shows the magnonic band structure obtained ithe OOMMF simulations.
The SW spectrum is very rich, with a clear evidence of periadty and folding e ects. Three
repetitions of the Brillouin zone (BZ), delimited by vertical solid lines, are considered. Free
boundary conditions for the dynamic components of the magteation vector (unpinned
magnetization) at the edges of Py were used in these calcutats. The lack of pinning is
con rmed by the mods pro les (bottom of Fig. 5.2) computed wih OOMMF (not shown) and
Nmag where the non{zero values gf,j? at the air/Py interfaces are observed. Very similar
SW dispersion (Fig. 5.2 (b)) were obtained also in the Nmagrmsulations. Surprisingly, the
results obtained by the PWM are di erent. The PWM spectra areshown in Fig. 5.3 (red
dashed lines). The bands are seen to be shifted up in the fremey scale, and the modes
seem less numerous.

In search of explanation of this discrepancy we calculateché¢ pro les of the dynamic
components of the magnetization vector in the PWM. The colaed maps in Fig. 5.3, bottom,
represent the modulugm,j? of the z component for a number of lowest-frequency modes;
blue and red correspond to low and high values @fn,j?, respectively. In all the modes in

guestion the magnetization is pinned at the Py/air interfaes (thin white lines). Therefore,
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Figure 5.2.: Dispersion of SWs in the MAW presented in Fig. b, as calculated with (a)
OOMMF and (b) Nmag. The vertical lines delimit the rst Brill ouin zone. The
magnetization is assumed to precess freely at the Py/air ietface, i.e., unpinned
magnetization. Bottom in (a) and (b): maps ofjm,(X; y)j2 for the di erent values
of frequency (I to 1V) calculated with (a) OOMMF and (b) Nmag. Note that
each distribution ofjm,(x; y)j* obtained by micromagnetic calculations contains
contributions of the eigenmodes di ering in the wave numbet Source: Ref.213.
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we suspect that the main reason for the discrepancy betweehnetresults of PWM and the
micromagnetic simulation are the di erent boundary conditons applied in this two methods.

Unfortunately, no extension of the PWM method has been dewgbed yet to allow for
unpinned magnetization at the interfaces with non{magneti material. We can extend the
micromagnetic simulations, though, imposing various boutary conditions on the dynamic
components of the magnetization vectoM . The procedure described in the previous section
allows one to achievan = 0 (i.e., pinning of the magnetization M ) at the interfaces with
nonmagnetic material. Figure 5.3, top panel, shows the rdssiof the OOMMF simulations
(grey lines) and, superimposed, the PWM data. The agreemebetween the OOMMF and
PWM results is satisfactory now, and the e ect of the pinningon the magnonic spectrum of
the MAW can be explained in detalil.

The changes in the SW spectrum resulting from the introduadin of pinning are relatively
simple in uniform thin Ims. The main di erence is the occurrence of an extra mode, uniform
across the Im thickness, in the case of unpinned surfacesriace-localized modes (surface
SWs) can occur, toc?’®281 The frequencies of the higher modes for pinned and unpinned
surfaces are quite similar. As we have shown already, the cges in a MAW are more
signi cant and complex. Many additional modes are seen to oar in the MAW spectrum
calculated for unpinned magnetization (see Fig. 5.2) comped to those obtained in the
pinned case (see Fig. 5.3). Due to the pinning in the row of ddbts some modes existing in
an unpinned system (the modes with high amplitude din,j? in the centre of the MAW |
see modes | and Il in Fig. 5.2) can appear in a pinned systemh@& pinning in the centre of
the MAW reduces the degrees of freedom of the SWs and practlgadivides the waveguide
into two parallel sub{waveguides weakly coupled through th barrier formed by the antidot
series. This is due to the small edge-to-edge distance betweneighbouring antidots, which
results in a minor crosstalk between the SWs propagating ihé two sub{waveguides. The
con nement of the modes increases their separation on theefjuency scale in the case of
an MAW with pinned magnetization. Moreover, due to the minorinteraction between the
sub{waveguides, the eigenstates are almost degenerate fimquencies up to 200 GHz in a
wide wave number range.

In the absence of pinning, SWs spread freely over the wholed#ti of the waveguide. This is
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Figure 5.3.: Dispersion of SWs in the MAW presented in Fig. b, as calculated with OOMMF
with dynamic magnetization pinned at the Py/air interfaces(grey lines). PWM
results are plotted with red dashed lines. Yellow bars repsent the magnonic
bandgaps (in OOMMF calculations). Bottom: maps ofm,j? at points (a) to (u)
in the plot above. Green (a{h) and blue (i{p) labels refer to nedes originating
from the rst and second dispersion parabolas, respectiyelof each isolated
sub{waveguide at the right and left of the central row of antilots. Brown labels
denote high-frequency modes localized in the row of antidotThe maps plotted
in full colours scale and hot colours scale present the resukalculated with
OOMMF and Nmag, respectively. The horizontal colour linesni the dispersion
plot mark the contributions from di erent Bloch bands to the OOMMF pro les.

Source: Ref. 213.
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why the unpinned modes are distributed more densely on theefjuency scale. The dispersion
branches of some unpinned modes are reminiscent of the coatus parabolas in Fig. 5.2.
In the low-frequency range this behaviour is seen in everytainative band, i.e., the 2nd,
4th, and 6th bands from the BZ centre, where a nodal line shalilappear in the centre of
the MAW. The lower amplitude of the SWs in the centre of the MAWresults in a negligible
impact of the antidot series on the spin dynamics. The e ectfothe antidot series on the
spin dynamics is similarly small in (1) the dispersion brares of unpinned modes with a
nodal line in the centre of the MAW [see Fig. 5.2 (c)] and (2) athe dispersion branches of
pinned modes. In spite of this, their frequencies are not egjudue to the di erent boundary
conditions at the external edges of the MAW. Therefore, no équency agreement can be
expected between the unpinned and pinned modes in wires oethame width.

Another important property of the magnonic band structure d MAWs found in our study
is that the magnetization pinning at the edges of the MAW redlis in the opening of magnonic
gaps (yellow bars in Fig. 5.3). This means that even MAWSs witlas little as 5% air can be
used as lters with stop and pass bands. As the rst magnonicap occurs at the border of
the BZ, its opening is clearly related to the periodicity of he MAW. However, the second
gap (between the 4th and 5th bands) is seen to open inside th& Brhis indicates a di erent
origin of this gap.

The second gap results from the anticrossing between two mabf modes: modes with no
nodal line within each sub{waveguide and modes with a nodahk in each half of the MAW.
In other words, the anticrossing occurs between two paralas (connected with the lower
and higher harmonics across the MAW width) of the SW dispersn crossing due to folding
to the rst BZ.

It is worth noting that the closing of the gaps in the system vth unpinned magnetization
is due to the presence of additional bands (1st, 3rd, 5th, .) .corresponding to modes with
a signi cant magnetization amplitude in the centre of the MAV [see Figs. 5.3 (a) and 5.3
(b), rst and third mode]. These modes are, in fact, more a eted by antidots and more
separated from each other than the modes with a nodal line irhé centre of the MAW,
but their presence makes the spectrum of the unpinned systesienser and results in more

e ective bands overlapping.
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The relatively small width of the gaps in the system with pined magnetization is due to
the less e ective impact of antidots on modes with low valuefalynamical magnetization in
the centre of the MAW.

The above discussion applies to the low-frequency range vilmich the mode quantization
is related to the con nement of SWs between one edge of the vemuide and the central
row of antidots. In the high-energy range the following e s can interfere with this simple
mechanism: (1) SWs can be localized between antidots in thentral region of the MAW,;
(2) the crosstalk can be much more e cient in the case of shoi$Ws, which can easily \leak
out" from one sub{waveguide to the other.

Let us discuss in detail the pro les of the dynamic magnetizeon componentjmzj2 pre-
sented in the bottom panel of Fig. 5.3. Three types of modesrcae distinguished by pro le:
(1) modes (a|h) originating from the rst mode of each sub{waveguide (no nodal line inside
each sub{waveguide); (2) modes (i|p) related to the second mde in the completely isolated
sub{waveguides (one nodal line in the MAW); (3) modes (r|u), which are high-frequency
excitations localized mostly between antidots in the centr of the MAW. The modes are
plotted for di erent BZ points, indicated in the top panel of Fig. 5.3. The modes in the
centre of the BZ have no nodal line perpendicular to the MAW ag, while the modes at
the edge of the BZ only have one such line in each BZ. At interrdiate points the non{zero
amplitude oscillates more smoothly along the MAW axis.

In the low-frequency range the SW modes show the following aitacteristics: (1) modes
occur in pairs with in phase and out-of-phase correlation bgeen excitations in the two
sub{waveguides; (2) the frequency di erence between the mes in each pair increases with
growing frequency; (3) the mode splitting can be suppressédven for relatively high fre-
guencies) in every second pair of modes at the edge of the BAene the nodal line between
antidots blocks the crosstalk between sub{waveguides (ahodes o, p to m, n).

In order to verify the mode pro les calculated using PWM we pitted also some pro les
with the aid of micromagnetic simulation (OOMMF). They are pesented in Fig. 5.3 in a
hot colours scale and their frequencies are marked by hontal lines to show from which
bands they collect the contributions. The labels a, b, e, f,ra k, I, m, n present what kind

of mixture of Bloch states (calculated using PWM) exist in tle pro les calculated with the
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aid of OOMMF.

Helpful for practical realizations of MAWs is the insensitrity of the magnonic gaps to the
shape of the antidots until its lling fraction and mirror symmetry of MAW is unchanged.
On such a small scale, with a feature size of a few nanometrédse shape can be expected
to play a minor role. The situation will be di erent in the magnetostatic regime,i.e., for
smaller wave vectors and larger antidot periods where the mkagnetizing eld is strongly

shape dependent and can a ect the SW spectrum in the low{fregncy regime??

5.3. Conclusions

We have shown that the boundary conditions for the dynamic eoponents of the magneti-
zation vector at ferromagnetic material/air interfaces a¢ of much importance for the SW
spectra in nanoscale magnonic antidot waveguides. Our résudemonstrate that the mag-
netization pinning facilitates the opening of magnonic gagpin magnonic antidot waveguides
with air lling fraction even as low as 5%. This indicates an dditional functionality of these

types of waveguides as lIters with tunable stop and pass basdAlso, our results show that
the pinning will be an important factor to be considered in tke interpretation of experimental

data obtained for antidot lattices or designing new deviceis which the antidot arrangement

is periodic in nanoscale. The pinning or unpinning at the imrfaces is usually related to
the surface magnetic anisotropy, determined by the shape thie atomic orbitals modi ed at

the interfaces by the surrounding material and the reconairction or relaxation processes.
Thus the surface anisotropy can depend on many factors, suah the interface structure on
the atomic or nanometre scale, the strain, the crystallogphic structure, or the chemical
composition 282 In two-dimensional systems the investigation of these e ézcan be regarded
as an extension of the research in magnetic bilayers and milayers, which were in focus at
the time of the discovery of the giant magneto{resistance ect. We have also shown that
peculiar properties of computational methods often used ithe calculations are related to
speci ¢c boundary conditions for dynamical components of ngaetization implicitly assumed

in each method.



6. Manipulation of Intrinsic and
Extrinsic Mirror Symmetry in a

Magnonic Antidot Waveguide

Recently, micromagnetic simulations (MSs) were used to skothat periodic waveguides
have Iter properties due to the opening of magnonic gaps inhe SW spectrum at high
frequencies>84+2%7 |n this chapter we investigate the in uence of the fundameral property
of symmetry on the magnonic band structure. We study how losef mirror symmetry
within an one-dimensional nanoscale magnonic antidot wayeide (MAW) may a ect the
magnonic bandgap. When this symmetry exists then based onetn pro les with respect to
the central longitudinal axis, the SW spectra can be separad into two groups: symmetric
modes and anti-symmetric modes. The breaking of the mirrogysimetry will automatically
make the classi cation impossible. We will study two types bthe symmetry breaking
mechanisms: categorizing them as intrinsic and extrinsicTo demonstrate the generality
of the methods discussed here, we have considered two irgicfactors and two di erent
kinds of eld pro les: stepped or ramped (extrinsic factor$. The intrinsic factors discussed
here are the shape of the antidots and their positions withithe MAW. The question is:
how do these changes in uence the magnonic spectra and theistmg bandgaps? Also,
how \big" the symmetry breaking needs to be in order to closehe gaps? The answers
to these questions are very important for the applicationsfaanoscale SW waveguides in
magnonic signal processing and also from the point of view tife basic research, as it

concerns fundamental properties of a diverse group of syste We address these questions

This chapter is based upon Kloset al. Sci. Rep. 3, 02444 (2013).
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in this article and go even further in terms of magnonic bandngineering. We will study the
possibility of compensating the changes introduced by thdractural modi cations in the

magnonic spectra by modifying the bias magnetic eld. We wildemonstrate how collapsed
bandgaps in asymmetric waveguides can be restored by the &pation of the asymmetric

bias magnetic eld. The extent of this restoration is also sidied.

6.1. Methods

The calculations of the magnonic band structure are perfored with the nite di erence
method MS and the PWM, with OOMMF 2% and a Fortran code developed by us, respec-
tively. Both methods solve the Landau-Lifshitz-Gilbert (LLG) equation. The damping is
neglected in PWM calculations and included in MS (=10 ). The e ective magnetic eld
H. here consists of the bias magnetic eldH s = (Hyg; 0;0), demagnetizing eld and ex-
change eld. The pinned dynamical components of the magnettion vector were assumed
at Py/air interfaces in calculations with both methods. Thepinning in OOMMF was intro-
duced by xing magnetization vector in all cells of the disagtization mesh, which border the
antidots, i.e., for the width 0.5 nm alongy axis. (In MS the discrete mesh size of3 0.5 3
nm alongXx, y and z axis, respectively, were used. The MS were performed for 4 ns the
PWM we use 961 plane waves.) Further details on obtaining tH8W dispersion relations by
analysing the results of MSs are discussed in Sec. 4.1. In f&/M the pinning is applied
exactly at the edges of Py. Due to small thickness of the MAW,niform SW pro le across
the thickness is assumed. Both methods were already used hetcalculations of the SW

dynamics and proved to give correct results’°8213.262

6.2. Results

6.2.1. Magnonic Band Structure in Symmetric and Asymmetric

MAW

We study the symmetric and asymmetric magnonic waveguidesased on the antidot lattice

structure shown in Fig. 6.1. It has the form of a thin (thicknessu = 3 nm) and in nitely long
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permalloy (NigoFey) stripe with a single row of square holess(= 6 nm antidots) disposed
periodically along the central line. The stripe width and tle lattice constant are xed at
2 w+ s=45nm and a= 15 nm, respectively. The row of holes is placed at the distae
w = 19.5 nm from the top (and bottom) edge of the stripe in the cas of the symmetric
MAW. A bias magnetic eld, strong enough to saturate the samje ( (Ho =1 T), is applied

along the length of the stripe. The material parameters of Pwere assumed in calculations.

Figure 6.1.: Antidot lattice waveguide under investigatio: u = 3 nm thick and 2w + s =45
nm wide (in nitely long) Py stripe with a periodic series of guare antidots (of
edges = 6 nm) disposed along the waveguide with a period &= 15 nm. The
row of antidots divides the waveguide into two sub-waveguées of widthw =
19.5 nm each. Bias magnetic eld ¢Ho = 1 T is oriented along the waveguide,
(x axis). Source: Ref. 4.

We start our investigation with the symmetric MAW (Fig. 6.1).%12 The dispersion relations
of SWs in the symmetric MAW is shown in Fig. 6.2. The results dhe OOMMF simulations
are shown in Fig. 6.2 (a) and of the PWM in Fig. 6.2c (black sdlilines). The agreement
between results from these two methods is satisfactory. Tharesence of two magnonic
bandgaps (of about 4 GHz each) is evident and they are marked yellow. The origins of
these two bandgaps were found to be dierent. The rst one op®s at the BZ boundary
due to the Bragg re ection of SWs, while the second gap openg within the BZ. 213 It was
shown that this splitting of the bands within the BZ is due to the anti-crossing between two
families of modes** those with and without a nodal line in the upper and lower parg of the
MAW (see the rst row of pro les in the bottom panel of Fig. 6.2). We showed in Sec. 523
that the pinning at the edges of Py (at the waveguide edges arat edges of antidots) is

crucial for the existence of these magnonic gaps.
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Figure 6.2.: Magnonic band structures of MAWs (shown in inge above the main gures
where the thin dashed lines mark the middle of the MAW) calcalted with
OOMMF in (a) and (b), and with PWM in (c). The band structures for the
symmetric MAW are shown in a) and in ¢) with black solid lines.The results for
MAW with upward shifted antidots row are shown in (b) and (c) wth red lines
calculated with OOMMF ( w =1 nm) and PWM ( w = 0.9 nm), respectively.
In the bottom panel, the squared amplitudes of the dynamicamagnetization
jm,j? for rst four modes in the center (rst and second row) and boudary
(third and fourth row) of the BZ is calculated with PWM{cf. (c) are shown for

symmetric ( rst and third row) and asymmetric (second and fairth row) MAW.
Source: Ref. 4.

The structure investigated above has a mirror symmetry withrespect to the central axis
of the MAW. Thus, the 1%t and the 3¢ modes are symmetric while the™® and the 4" are

antisymmetric. The frequencies of rst two modes (symmetd and antisymmetric one) are
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degenerate in the entire wavevector regime and their maps sfuare of the amplitude of
these modes are identical (see the rst and third rows of prdes for BZ center and border in
the bottom panel of Fig. 6.2). The degeneracy of symmetric drantisymmetric oscillations
in the waveguide points at very weak coupling of oscillatianlocalized in the upper and the
lower parts of the MAW (in the two equivalent sub-waveguidesFig. 6.1). The shift of the
row of antidots from the central line will break the mirror synmetry of the MAW. If this
shift is in +y direction, the upper and lower sub-waveguides will becomamower and wider,
respectively. Frequencies of modes localized in the two swhaveguides will split, with one
mode shifted up and the other shifted down on the frequencyae. The dispersion relations
of SWs in asymmetric MAWSs, obtained by shifting the row of antlots by w =1 nm and
0.9 nm upward, calculated using OOMMF and PWM, are presenteih Figs. 6.2 (b) and (c)
(red lines), respectively. (In OOMMF slightly larger valueof w were used because of the
limitations of the discretization mesh and time needed forimulations.)

We see that a shift of the antidots row (along the width of MAW)by only 2% of 2v + s
is enough to close both magnonic gaps. At the BZ center, thest (second) mode center
has an amplitude concentrated in the wider (narrower) part othe MAW of width w+ w
(w w) (see pro les in the second row in Fig. 6.2 at the bottom). Thenodes 3' and 4'
at the BZ boundary originate from modes 1' and 2', respectile due to the folding from
the neighboring BZ. Therefore, their proles of amplitudesare quite similar. Typically,
lower frequency modes are concentrated in wider regions phase. It means that two lower
(higher) modes must be concentrated in wider (narrower) MAWNote that, the oscillations
of the magnetization amplitude for the modes at the BZ boundy are related to the shifting
of the phase of the Bloch waves with the period of the latticewhen w = 0, modes 1'
and 2' are concentrated in relatively larger regions (betvem the antidots) in the two sub-
waveguides when compared to the coverage of modes 3' and 4rgctly above or below
the antidots). However, when the mirror symmetry is lost (w 6 0), 1' and 3' cover the
larger regions between the antidots while 2' and 4' are limed to the smaller regions directly
above or below the antidots in the two sub-waveguides. Furém, 3' and 4' are on a narrower
sub-waveguide as compared to 1' and 2. This makes the spatdistribution of 2' and 3'

comparable in shape and expanse. Thus these two modes hawveilar frequencies at the BZ
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boundary which, in turn, leads to the collapse of the rst magonic bandgap. A very similar
mechanism is responsible for the closing of the second gapwasl; even though the origin
of this gap is di erent and the respective changes of frequeies of the third and the fourth
bands are larger. As we mentioned before, the second gap aggeat the anti-crossing of
the modes with di erent quantization across the width of MAW. The modes 3' and 4' have
no horizontal nodal line inside of each sub-waveguides wkas the modes 3 and 4 have one
for each part of the MAW.

a b
N N
T T
) Q
= £
5 X,
= =
o o
T 3
(@) [@))
%0 o2 04 06 08 1.0 0.0 50 100 150
antidot shift Dw (nm) control field DH (mT)

Figure 6.3.: Width of magnonic gaps in the considered MAW as fainction of (a) the shift
of the antidots row w, and (b) an additional asymmetric bias magnetic eld
Ho in the symmetric MAW. The H increases the bias magnetic eld in the
upper half of the MAW (to Hy+ Hg) and decreases the bias magnetic eld in
the lower half of the MAW (to Hg Ho). Source: Ref. 4.

The bandgap widths as a function of w are shown in Fig. 6.3 (a). The width decreases
monotonously with increasing w. The slope for the second gap is larger leading to its
complete collapse at w = 0:45 nm, while the rst gap exists up to 0.8 nm. We note that
the shift of the antidots row does not change the translatical periodicity in the structure.
Thus the observation of magnonic bandgap closing shown ing-i6.3 (a) is purely related to
the loss of the mirror symmetry of MAW and associated movemenf di erent modes.

We now demonstrate that breaking the mirror symmetry by extinsic means can also lead
to splitting of the bands and closing of magnonic gaps. In Fig.4 we show PWM results
(dashed green lines) with the additional magnetic eld Ho ( ¢ Ho =180 mT) applied (a)
parallel and (b) antiparallel to the original biasH, in the upper part of the symmetric MAW.

The black solid lines mark the magnonic band structure for #th homogeneous magnetic eld,
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Figure 6.4.: Magnonic band structure of the MAW (presentedni Fig. 6.1) calculated with
PWM for asymmetric bias magnetic eld (green dashed lines)The additional
magnetic eld of o Hgo =180 mT is applied in the upper part of the MAW (a)
parallel and (b) antiparallel to the direction of the bias &d Hy. The magnonic
band structure for the symmetric MAW with homogeneous bias agnetic eld
is shown in black solid lines in (a) and (b). The squared amplides jm,j? for
the rst and second modes in the BZ center are presented on lhosides of the
gures for the MAW with asymmetric bias magnetic elds. Souce: Ref. 4.

I.e., the same as in Fig. 6.2 c). The parts of the MAW where the incased or reduced bias
magnetic elds were applied were 18 nm wide from the closestAW edge. Similar results
were also obtained from simulations (not shown). The partsfdhe MAW with changed
(increased or decreased) bias magnetic eld are marked witireen colour in the insets of
Fig. 6.4. From Fig. 6.4, we can see that the (a) increase or (decrease of the bias magnetic
eld splits frequency bands by shifting the position of somenodes up or down, while other
frequency modes remain unchanged. The squared amplituddstte SWs pertaining to the
rst two modes (1 and 2) are calculated at the BZ centre and arshown at the left and right
of Fig. 6.4. A selective population distribution, predicatd upon the changed external eld,
is clearly evident amongst these modes. The increase (dew®) of the bias magnetic eld in
the upper half of the MAW increase (decrease) the frequency the modes localized in this
sub-waveguide. It is worth noting that an uniform change oftie magnetic eld will shift the

whole spectra but preserve the bandgaps in the structure.
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6.2.2. Compensation of the E ect of an Intrinsic Symmetry

breaking

We have just shown that the magnonic spectra, especially theagnonic bandgaps for the
considered MAW are sensitive towards loss of its (intrinsiar extrinsic) mirror symmetry. We
now investigate if it is possible to compensate the e ect ofraintrinsic symmetry breaking
in a MAW by an extrinsic factor. In our case it will be a compenation of the e ect of
the structural asymmetry on the magnonic band structure (ad magnonic bandgaps) by
asymmetric bias magnetic eld. The answer will begin from ta development of an analytical
model.

We showed that the amplitudes of modes from the rst four magonic bands in asymmetric
MAW concentrate mainly at the top or bottom part of the structure (see the square of the
amplitude in Figs. 6.2 and 6.4). This allows for a qualitatie explanation of the observed
changes in magnonic band structure by a model of two sub-wayedes (in the upper and
lower parts of the waveguide), which are weakly coupled thugh a row of antidots. This
observation lets us also to make the estimation of a competisa of the symmetry breaking
mechanisms. We will discus rst the e ect of the changes of # width and bias magnetic
eld in a single waveguide on the dispersion relation of SWs.

In the homogeneous waveguide the solutions of the lineanddelL G equation (with damping
neglected) can be written in the following form: m(x;y) = m(y)ek<*; where k, is the
wave-vector of the SW along the waveguide anth(y) describes the dependence of the
amplitude of dynamical components of the magnetizatiom across the waveguide width
(we assume the uniform magnetization across the waveguida&idkness, which is much less
than the width). The solutions can be estimated asm(y) sin(y); cos(y ) where the
transversal component of the wave-vector = (n + 1) =w. is quantized ( = 0, 1, 2,

counts the number of nodal lines across the waveguide wiyl For strong but not
ideal pinning the e ective width we = wd=d 2) depends on the pinning parameted,
which determines the boundary conditions for magnetizatio and gives also a possibility
to include the dipolar e ects into the model?® It varies in general from 0 tol for the
transition from unpinned to fully pinned boundary conditions. The pinning parameterd =

2 (1 MK§U)=[%(1 21In(5)+( %)2)] depends both on the material and structural parameters
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(Ks denotes the surface anisotropy). It accounts for both the eRange and the dipolar
interactions. Ford 1 , as in our numerical calculationsn = 0 means no nodal line in the
upper or lower part of the MAW (see, Fig. 6.2; modes 1 and 2, = 1 denotes a single nodal
line (see, Fig. 6.2; modes 3 and 4), etc. The dispersion retat of SWs in the waveguide can

be written in the form:28:2%5

q
= (lot+t!le)(Pot Pext Laip) (6.1)
where ! is the angular frequency of SWs.! g =  gHg, !ex = ()Ms%(n2 2+ k2w?),
! gip = OMSW denote the contributions from external, exchange and dipat elds,

respectively.

The estimations of changes in SW dispersion relation resug from the changes ofw
or Ho can be done by calculation of the full di erential of the funtion ! = ! (w;Hy). It
will allow one to derive the relation between small changes o Ho and w, for which the
desired compensation between intrinsic and extrinsic synetry breaking is obtained,i.e.,

when d (w; Hp) = 0:

0 HQ 2 2 OMS (Zex(n+1)2 f

w ws u oM2

W W

(6.2)

This ratio, having units of T/m, describes how much extra assnmetric magnetic eld needs
to be added to compensate for the shift in the row of the antids. The function: f (s;l;r) =
[s+ l(2§ 4r In(r))][s+ (r+ ? 2rIn(r) s)]s 2 depends on three dimensionless parameters:
s{the relative strength of the surface anisotropy/l{ratio between exchange length and the
width of the waveguide andr {the aspect ratio of the waveguide. The values df(s; [;r) with
big absolute value oK, refer to the regime of strong pinning. Note that Eq. (6.2) des not
depend onk,, which means that it should be ful lled for any wave-vector.

In our MAW, we have two sub-waveguides separated by the antits row. When we
shift the row of the antidots by w along positive y direction, the width of the upper
sub-waveguide decreases byw and the width of the lower sub-waveguide increases by the
same amount. This causes the higher and lower frequency mede become concentrated

in the narrower and wider sub-waveguide, respectively. Tammpensate for these changes in
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the dispersion relation by a bias magnetic eld we need to ddhé opposite. According to
Eqg. (6.2) we need to apply di erent bias magnetic elds to uper and lower sub-waveguides.
The dependence of the magnonic gap width under asymmetricalsi magnetic eld of the
step-like shape applied to the MAWji.e., in the upper part of the MAW bias magnetic eld
iIsHg+ Hpg, while in the lower part of MAW is Hg Hyo, calculated with PWM is shown
in Fig. 6.3 (b). We can see decrease in the gap widths with ireasing Ho, similar to the
changes observed with increasingw.

After these estimations we perform the PWM calculations. Té results are presented
in Fig. 6.5 (b) and (c) for Hg to recover the rst and the second magnonic gaps in the
asymmetric MAW (i.e., when w = 0:9 nm and 0.5 nm), respectively (see Fig.6.3 (a)). It
is interesting that we found it possible to recover the rst ad the second magnonic gaps
but with di erent values of the ratio °—WH° The analytical values of this ratio (calculated
from the Eq. (6.2)) with w = 18.5 nm, i.e., the distance between pinned layers used in MS)
for the ideal pinning (f (s;I;r) = 1) for the rst gap (when n = 0) and the second oneif =
1) are 101 mT/nm and 406 mT/nm, respectively. To validate ourpredictions we performed
MSs for ¢ Ho = 105 mT and w =1 nm. The simulation results are shown in Fig. 6.5
(a) with the rst frequency gap opened and in good agreementith the PWM calculations
shown in Fig. 6.5 (b). Although, the second bandgap is formedue to the anti-crossing of
the n =0 and n = 1 modes, at w = 0.5 nm the splitting of the n = 1 dominates (see
Figs. 6.2 (b) and (c)). Hence, in order to open the second gapewave to target the shifts
for the bands with a single nodal linert = 1) by applying the eld for which O—VC'O is about
4 times bigger than that for the rst gap (410 mT/nm). This conrms the applicability
of Eq. (6.2) with a square dependence on+ 1. The proles of SWs (compare bottom
panels of Fig. 6.2 and Fig. 6.5) further establish the restation of amplitude distribution
by extrinsic compensation. The presented results proveddhthe asymmetric bias magnetic
eld can reduce the e ect of the intrinsic symmetry breakingintroduced by the shifting of the
position of antidots on magnonic spectra. Small di erencds the extent of bandgap recovery
obtained from numerical calculations and the analytical mael, show that the pinning in the
middle of MAW is not perfect.

Our predictions should also be applicable to MAWs where th@ss of the mirror symmetry
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Figure 6.5.: Magnonic band structure of the MAW showing the ampensation e ect of an
intrinsic asymmetry by an asymmetric extrinsic eld. In (a) and (b) (green lines)
the rst gap (for the modesn = 0) is reopened. The calculations with OOMMF
(a) and PWM (b) were performed for w =1 nm and 0.9 nm, respectively, with

o Ho =105 mT ( oHo =1 T). The reopening of the second gap (opened in
the anti-crossing of the moden = 0 with n = 1) is presented in (c). Calculations
in (c) were done with PWM for o Hg=205mT and w = 0.5nm. The left
insets in (b) and (c) show enlarged results for the step-likeeld pro le of the
bias magnetic eld; and the right ones show the outcomes foinkar change of
the magnetic eld pro le (ramp-like pro le) across the MAW. At the bottom,
pro les of SW calculated with PWM are shown. Proles for modse 1 and 2
are calculated for the band structure in (b) and modes 3 and 4If the band
structure in (c) at the BZ centre. Source: Ref. 4.

has occurred due to a change in a di erent intrinsic paramete In order to establish the
same, we now perform calculations for MAW with rectangular r@tidots. The new MAW
structure is shown at the top row of Fig. 6.6. The MAW consist®f the rectangular antidot
row with dimensions 6 nm 4:5 nm, along the waveguide and across its width, respectively
The sub-waveguides formed on both sides of the antidots havew di erent width of w =19.5

andw+ w =21 nm. Study of this kind of asymmetry can be of practical imprtance,
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because such unintended defects can occur during the desmnfabrication stages. The
magnonic band structures calculated with PWM and OOMMEF for his MAW are shown in
the Fig. 6.6 (a). We can see that the mirror symmetry breakindpy the decrease of antidots
size across the waveguide width results in the splitting of agnonic bands and consequently
the collapse of bandgaps in a manner similar to the results ggented in Fig. 6.2 (b). The
analytical formula Eq. (6.2) still can be used to estimate ta bias magnetic eld necessary
to reopen magnonic bandgap in the spectra. According to Fi§.6 (a) we need to increase
the frequency of the rst and third modes without a ecting the second and forth modes.
According to our models, we should be able to achieve this iy by increasing the magnetic
eld in the wider (21 nm wide) part of the MAW by o Ho = 0:02 T. The result of the
calculations for the step-like magnetic eld is shown in Fig6.6 (b). The rst magnonic
bandgap has almost the same width as for the symmetric waveda. The results of the
PWM calculations are con rmed by MSs, which are shown in Fig6.6 (a) and (b) as colour

maps. The good agreement is found.

6.3. Discussion

We have shown that a small mirror symmetry breaking in MAW by he shift of the row of
antidots from the waveguide axis or by an asymmetric changé their shape (.e., by changes,
which leave the discrete translational symmetry of the latte intact) can result in closing of
magnonic bandgaps in the range of the spectra determined miyi by exchange interactions.
We observed that the loss of symmetry causes a redistributiocof the amplitude associated
with di erent SW modes in the physical space of the MAW. This esults in the movement
of modes in the SW spectrum. Although, the two bandgaps obsexd and discussed here
have di erent origins, their collapse is demonstrably a dect result of the loss of the mirror
symmetry and the associated redistribution of SW amplitude

Moreover, we have shown that the magnonic bandgap in the asymatric MAW can be
reopened by an asymmetric bias magnetic eld of a step-likegle across the MAW width.
With the help of an analytical model we were able to extract th main parameters responsible

for closing the gap and its reopening by the external magnetield. It was presented that



6.3 Discussion 100

15 nm
a = 1 b Ho
c
o B
g TH H m m m m om om om
Sl 6 nm £
] H,+DH,
2501 — =~ < 250
/;/_‘\ \\ /__\\\\
S IREN S N S
\\\ SN~ N SO T~
—~ 2000\ ~_ — 200" \\ ~__
o N7 T Q XTI~
50T T T T =T 1500 TS <
> = N~ > _ N
c SN c N
) TTNYX % S
S 100" : = 100t L=
g //l_;_;_?___' g /gﬁ'y_f’f____a
o _____.——:ﬁ// = ===__=__’4
—— - AN N
50} N~ 50} X
> =
s z
s 7 //
00 01 0.2 03 04 05 00 01 02 03 04 05
wave number (2p/a) wave number (2p/a)

Figure 6.6.: Magnonic band structure of the MAW with rectanglar antidots of dimensions 6
nm 4.5 nm (shown at the top). The antidots row separate two sub-aveguides
of di erent widths, 19.5 nm and 21 nm. The uniform bias magnét eld (Ho =
1.0 T is applied parallel to the MAW axis. The dashed lines and th colour
maps show the results from PWM calculations and MSs, respeatly. (b) The
magnonic band structure for the same MAW as in (a) but with stp-like bias
magnetic eld with the value of oHgo = 1:0 T in the narrower waveguide and

o(Ho+ Hp)=1:2T in the wider waveguide. The rst magnonic gap marked
by the coloured rectangle has reopened. Source: Ref. 4.

two magnonic bandgaps of di erent origins can be selectivereopened in the asymmetric
waveguides by this way. It was shown here with an analytical adel and also in some
papers®8:213.242that the detailed shape of antidots and random defects do nptay signi cant
roles in e ects studied in the manuscript. Our results can berucial for practical realization

of SW waveguides for magnonic applications in high frequees, because precise mirror
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symmetry is di cult to achieve on such small scales, leadingo deviations form the ideal
structure. The intrinsic and extrinsic symmetry breaking o its compensation can also be
exploited to tailor the magnonic band structure or manipulée active and inactive waveguide
modes, which couple to the external eld®*282in a similar way as was predicted for plasmonic
metamaterials 284

The experimental proof of the compensation e ect proposecehe with the step-like pro le
of the bias magnetic eld is challenging. More feasible forxperimental realization will be
a continuous change of the bias magnetic eld. We propose t@@ a ramp-like pro le of the
magnetic eld:?®®*H = Hy+2 Hy(2y+ w), wherey =0 corresponds to the MAW center.
The values of w and Hjg can take the same values as for the step-like pro le of magnet
eld considered above. The results of PWM calculations forne Hgy and w taken in
the calculations presented above are shown in Fig. 6.5 in higinsets. These results were
also con rmed by MSs. We have found, that this kind of eld acs similar to the eld with
step-like pro le, when its value is normalized to the same a&vage value as the step{like eld
for corresponding sub-waveguides (the aforementioned rfmrla for ramp-like eld meets this
criteria).

The development of the analytical model presented here wasade possible solely by dint
of the fundamental properties of discrete translational ah mirror symmetries of a crystal
lattice. Thus, the main conclusions should not be limited téhe particular cases investigated
here and it should be possible to extend this idea to other SWaweguides, including those
with larger dimensions, or to other types of waves. In the famer case the inhomogeneous
demagnetizing eld, anisotropy of magnetostatic SW dispsion relation,2®® and multi{imode
character of waveguide®¥® have to be taken into account. Thus, further investigation s
necessary. The compensation e ects proposed here should applications also in other
systems, like electrons propagating in a periodically pattned graphene nano{ribbon by the
external electric eld,?®¥8% or in photonic, plasmonic and phononic waveguides although

with tailored electric and elasticity elds, respectively



/. E ect of Antidot Shape on
Spin{Wave dispersion in a

Magnonic Antidot Waveguide

This chapter aims to help Il that gap in research by numericly simulating the magnonic
dispersion in 1D MAW lattices with di erent geometric shape of the antidots. We also
study the spatial magnetization distribution for di erent frequencies and wavevectors of the
observed dispersion modes. We further plot exchange and degnetization elds to examine
how they change with di ering antidot shapes. We have used #dots, which are n sided
regular convex polygons inscribed within a circumcircle oadius,

S
2fA
M = Tcosec%); (7.2)

such that, the lling fraction f, the ratio of area of the hole to the areaA of the unit
cell, remains a constant. Micromagnetic simulations wereepformed forn = 3 (triangu-
lar), 4 (square), 5 (pentagonal) and 6 (hexagonal antidotan Object-Oriented Micromag-
netic Framework (OOMMF).?>° The case ofn = 1 (circular antidots) was simulated using
Nmag.2’® This chapter is organized as follows. The geometrical striuze of the waveguide
and method used for calculating dispersion are described gneater detail in Sec. 7.1. Sec-
tion 7.2 presents the results and analysis linking the grodnstate eld distribution with

changes in the observed SW dispersion modes. Section 7.3aios the concluding remarks.

This chapter is based upon Kumaret al. J. Appl. Phys. 114, 023910 (2013).
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7.1. MAW and The Numerical Method

7.1.1. MAW Structural and Material Parameters

Figure 7.1.: (Top panel) A part of the 1D MAW structure showirg square antidots (white
holes in grey magnetic region) disposed along the centralisvof the waveguide
of width, w = 24 nm and lattice constant, a = 24 nm. The square antidots
are inscribed within a circle of radius,ry. (Bottom panel) Other examined
antidot shapes inscribed within their respective imaginar circumcircles. For
n2f3456;1g, r, is given by Eq. (7.1), where lling fractionf = 0:25 and
unit cell area A = wa. Source: Ref. 68.

Figure 7.1 depicts the MAW structures under investigationsThe MAWSs had both width,
w and lattice constant, a set to 24 nm and a length,| and thickness,s of 24 m and
3 nmin all cases. Forf =0:25,A = waandn 2f3;4,5;6;1g , Eg. (7.1) dictatesr, as
21:06; 16:97; 1556, 14:89 and 1354 nm, respectively. The material parameters similar to tha
of permalloy (Py: NigoFeyo) were used during simulations (exchange constamk, = 13 10 12
J/m, saturation magnetization, Mg = 0:8 10° A/m, gyromagnetic ratio, = 2:21 1¢°

m/As and no magnetocrystalline anisotropy).

7.1.2. Micromagnetic Simulations

Micromagnetic simulationg*® are done with the help of the nite di erence method (FDM)
based OOMMF (forn = 3;4; 5 and 6) or the nite element method (FEM) based Nmag (for
n = 1 ). For the cell size used here, Nmag reproduces the circuldrape much better than
that obtained in OOMMF. The use of two di erent simulation packages also ensures that
the established results are independent of the spatial distization. Both these open source

platforms solve the Landau-Lifshitz-Gilbert (LLG) equation.
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In order to obtain the SW dispersion relations, a 2D discret&ourier transform (DFT)
was performed on the obtained result&? Before simulating the SW dynamics, a magnetic
steady state was achieved by subjecting the MAWs to an exteahbias of 101 T (along the
length of the waveguide) under a Gilbert damping constant, = 0:95. This high external
eld saturates the magnetization of MAWs. To observe sharpedispersion peaks was
arti cially reduced to 10 4 during simulation of the dynamics. For simulations done in
OOMMF, cuboidal cells of dimensionglx = dy = d=1 nm and dz= s =3 nm were used to
span the MAWSs. The resultant gridding of antidot edges whiclare not aligned withX or Y
axes may cause the entire hole geometry to move towards onehef edges of the MAW. How
this intrinsic mirror symmetry breaking a ects the SW dispeasion relations was described
in Chap. 6. Nmag, being FEM based, uses adaptive meshing and hence, itgputs do not
su er from this issue. However, spatial interpolation neeslto be done in order to obtain
magnetization values at every 1 nm interval before performg the DFT. Data was collected
every dt = 1 ps for both OOMMF and Nmag for a total duration of 4 ns. This gves us a
sampling frequencyf s = 1000 GHz. The excitation signal,H, is normal to the plane of the
MAWSs and is given by:

! 10 1
sin2f o(t to) sin2Kk o(X  Xo) edy

2f (t to) 2K Xo) @i=1 sin(i y=w )A (7.2)

HZ: Ho

Here oHo =6 mT, f. =490 GHz,to = 1=(fs 2f.)=50ps, ke= =a andxp=1=2=1

m. This form of excitation signal will excite both symmetricand antisymmetric modes
of the dispersion relations in a width con ned MAW. The aliagng associated with DFT is
mitigated by the fact that the signal given by Eq. (7.2) carres no power beyond. in the
frequency domain. Similarly, power in the wavevector domaiis limited to the rst Brillouin
zone (BZ) from k. to K.

We also calculated the SW power and phase distribution progs (PPDPs) for a given
(k, ) pair of any dispersion relation. It was done by masking thehtained relation with a
suitable mask in wavevector domain followed by doing an inkge Fourier transform in the
same domain to yield data in physical space. For example, imder to obtain these results

for (k, f) = (K, F) a mask,D,, was created to span the entir«k vs. f space such that:



7.2 Results and Observations 105

8

21 ifk= 2c  K: cis an integer
Dm(k;f) = (7.3)
-0 elsewhere.

After multiplying D, with the obtained dispersion relations we then take an invee Fourier
transform in k-space to arrive at the desired PPDPs. This mask is designealihclude power
only from k = K and nullify the power present in the rest of the wavevector doain. Simply
performing the inverse transform irk-space without using such a mask will allow power from

the entire wavevector range to distort the results.

7.2. Results and Observations

The calculated dispersion relations are tabulated in Fig..Z. Frequency ranges from 0 to 120
GHz and wavevectork ranges from O to the rst BZ boundary (=a) are displayed. As the
bias eld is kept constant at 101 T, a forbidden region is observed in all the cases up to the
ferromagnetic resonance mode of about 39 GHz. SW of akys not allowed in this region.
Bandgap | is also present in all the cases. For triangular, sgre, pentagonal, hexagonal and
circular antidots, its respective values are :8 GHz (43 GHz to 473 GHz), 56 GHz (441
GHz to 497 GHz), 44 GHz (445 GHz to 489 GHz), 44 GHz (448 GHz to 492 GHz)
and 35 GHz (449 GHz to 484 GHz). In the case where the square antidots were tilted by
45 (diamond shaped antidots), bandgaps | & Il were observed; drtheir respective values
were 36 GHz (442 GHz to 478 GHz) and 35 GHz (578 GHz to 613 GHz). An additional
bandgap (Ill) of 6:6 GHz (94 GHz to 1006 GHz) was observed in the case of triangular
antidots. Bandgaps Il & Il are direct but bandgap | is indirect suggesting a di erence in
their origin which can be studied by looking at the spatial PPPs for the modes between
which they exist.

Figure 7.3 shows the spatial SW PPDPs for the markedk( f) values in the Fig. 7.2.
Only a part of the entire MAW structures have been shown for coenience. Mode a
appears to describe the uniform mode showing insigni cantqwer or phase variation in the

medium. The power distribution pro le (PoDP) of mode b, being at the BZ boundary,
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Figure 7.2.. SW dispersion results of MAW structures markedavith their respective anti-
dot shapes as insets. Indexed band gaps are highlighted whibrizontal bars.
Source: Ref. 68.

features narrow vertical nodal lines ak = X, (c+1=2)a; wherecis an integer. The regions
joining these nodal lines are radians out of phase with each other. This suggests that the
positions of the phase boundaries in the phase distributiopro les (PhDP) depend on the
location of the signalxy used in Eq. (7.2). Power distribution pro les for mode ¢ contains

a horizontal nodal line right down the centre of the MAWSs in dlcases. The upper and lower
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Figure 7.3.: Power (rst and third column) and phase (seconénd fourth column) distribu-
tion pro les corresponding to marked k;f) locations (a to e) in Fig. 7.2 for
MAWSs with triangular, diamond, square and hexagonal shapedntidots. Power
is presented on an arbitrary logarithmic colour map while th phase pro le rep-
resentations use a cyclic colour map. Source: Ref. 68.

parts of the waveguide are again radians out of phase with each other. This hints at the
fact that modes a and c correspond to zero and rst order modes along the width due to
the lateral con nement of the waveguide?’® Modes d and e are calculated atk = =2a
as they become nearly degenerate at the BZ boundary for sgaaand hexagonal antidots.
This degeneracy can lead one of the modes to a ect the resultd the other. Vertical
nodal lines for both these modes are now located at= X, (2c+ 1l)a. Yet again, the
position of the phase boundaries appear to be controlled bize location of the signal atx,.
The periodicity of these nodal lines @ is understandable given the location of modes (half

way from BZ boundary). Slight curvature is observed in all tk nodal lines for triangular
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antidots. We attribute this to the lack of mirror symmetry within the hole geometry along
a vertical axis. Similar curvature of nodal lines was deteetl for the MAW with pentagonal
antidots (not shown) which also lacked such a symmetry. Beiging to the same dispersive
branch of the spectrum, modest and d share a horizontal nodal line which stems from the
aforementioned lateral con nement. The observed e ects @&uch con nement and the shape
of dispersion curve to which modesx through d belong reminds us of the rst two (nearly)
parabolic dispersion curves observed in the case of a unifowaveguide’® In contrast, mode
e belongs to dispersive branch in the spectrum, which curvesownwards. This branch
is formed by the anti-crossing of lowest energy modes origiing in the two neighbours of
a BZ; and as such modee unlike modes a and b does not show any horizontal nodal
lines. Since the rst two lowest energy branches share thersa upward curvature, only
indirect bandgap originating in the same BZ is possible. Ththird lowest energy branch of
a BZ which originates in its two neighbouring BZs (aided by zwe folding) has downward
curvature. Thus, only a direct bandgap can be supported be&en this and the second lowest
energy curve at the BZ boundary.

A quick visual comparison of di erent dispersion relationglisplayed in Fig. 7.2 reveals a
gualitative convergence of dispersion modes starting asrlgaas n = 4 (square antidots). No
new band gaps open or close. Section 5.2 discussed such aiitids between results from
di erent antidot based MAWs and how this convergence, or irensitivity towards the shape
of the hole is desirable for the functioning of MAWs. Howevemote that when the square
antidots are tilted by 45 (diamond shaped antidots) (see Fig. 7.2, left column middiew),
one of the band gaps fronm = 3 case is partially restored. The computations of the excimge
and the dipole eld proles (EFPs and DFPs) are done to help uderstand the cause for
this observation. These pro les are shown in Fig. 7.4. It mape noted how the EFP around
the square antidots matches to that around the hexagonal adbts. They have similar eld
orientations and cover similar regions in space. Maximum lge of the this eld is of the order
of 20% ofMs. However, their demagnetizing eld pro les do not match wdl On the other
hand, the demagnetizing eld pro le around the tilted squae antidots matches better with
the same around the hexagonal antidots (similar eld oriemttions and elongated coverage in

space and comparable maxima of the order of 50%Mf#). Hence, the demagnetizing eld or
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Figure 7.4.:. Exchange (left column) and demagnetizing (fig column) eld prolesat t =0
forn =3;4 & 6 (marked by insets).

its corresponding potential distribution, may not be the case of the observed changes in the
band structure. Dipole dominated SWs, which occur in much fger structural dimensions
are more likely to be a ected by the demagnetizing eld distibution. To further test the
postulate, that the dispersion in considered MAWs is larggldependent upon the exchange
eld distribution, the case of diamond shaped antidots wasansidered. It was anticipated

that these antidots will produce elongated regions of inhoogeneous exchange elds (similar
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to what is observed along the slanting edges of the triangulantidots) as opposed to chie y
circular ones (which is seen in the case of square antidotspurly enough, the exchange
eld pro les of triangular, diamond shaped and square antidts were remarkably di erent
from each other (as one of the edges of triangular antidot isstical). This establishes a
correlation of observed SW dispersion on their exchange tead of their demagnetizing eld
distribution.

Exchange energy densityEq.h (ri), which contributes to the total energyM He , is
isotropic in a homogeneous magnetic medium with uniform dxange coe cient A. This

eld is calculated in OOMMF 20 as given below:

m(r) m(r)

Eexch (ri) = Am (ri) : 2 (7-4)

f jri i

Where r; enumerates the region in the immediate neighbourhood of. In the absence of
SW dynamicsm(r;) m(rj)' O except where; lies close to antidot boundary. Therefore, by
changing its geometrical boundary, the exchange eld distsution around an antidot can be
changed. This can conceivably scatter exchange dominateWs di erently and alter their
resultant dispersion relation.

It also needs to be considered if the simulations represemiet physical reality. Particularly,
how can FDM or FEM based ordinary di erential equation solves like OOMMF or Nmag,
which necessarily discretize the continuous sample, cdiaie the isotropic exchange energy
and the demagnetization energd#’ with good accuracy? Reference 253 concludes that the
discrete representations should yield accurate resultsfal=a = =24 1. This was further
con rmed by the fact that using d = 0:5 nm for the MAW with tilted square antidots did

not alter the exchange eld distribution signi cantly.

7.3. Conclusions

We have discussed the dispersion of spin-waves in nanoscale{dimensional magnonic anti-
dot waveguides. In particular we have observed how an antid®geometry can a ect the said

dispersion. By dint of power and phase distribution pro lesof di erent spin-wave modes,
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we have explored the origin of direct and indirect bandgapshat were encountered in the
obtained dispersion relations. This understanding can besad, for example, to more readily
design for the direct bandgaps and avoid the indirect ones. &have also studied the degree
and nature of the inhomogeneity in the exchange eld distribtion around the edges of an
antidot. Apart from o ering a way to control the band structu re of the exchange dominated
spin-waves, we have also demonstrated their dependence bea éxchange eld pro le around
the antidots. We demonstrated that useful direct bandgapsan be opened at the same |II-
ing fraction without removing additional material during fabrication. Demagnetizing eld
pro le, whose intensity here reached over:BMyg, is expected to a ect the dispersion relations
on (thousand times) greater length scales. Without considag the changes in the exchange
eld distribution, the same has been established by Ref. 63 itwo-dimensional magnonic
crystals where the hole is lled up by another magnetic matésl. However, forbiddingly vast
computational resources will be required to obtain those salts with good frequency and

wavevector domain resolutions without compromising the aaracy of the dynamics.



8. E ects of Other Structural

Parameters

The periodic waveguide gives the possibility to design thelkective leads which possess the
Itering properties for transmitted SWs due to the presencef magnonic gaps. The position
and the width of those gaps can be controlled by the structutgarameters of the waveguides
or by the bias magnetic eld. It is also possible to design fggiency dependent delay lines
by exploiting the signi cant reduction of SW group velocity in the vicinity of magnonic
gaps. The subject of periodic waveguides for SWs was extem$y studied for few kinds
of geometries: (i) comb-like structures and loop structusg where the SWs interference at
the junctions in those brunched structures is crucial for mgnonic band gap opening? (ii)
the waveguides with periodically corrugated edges whereettperiodic change of the width
is the main factor responsible for the generation of the magnic band structure® (iii) the
ferromagnetic stripe with periodicity of the magnetizatim introduced by ion implantation?%*
or (iv) periodic bias magnetic eld,** and (v) SWs waveguides with periodicity introduced
by a regular repetition of the bent sections where the bendininduces periodic anisotropy
eld. 2°2 The other class of the periodic waveguides are the systemshwperiodically placed
antidots (holes)?'?® which is not to be challenging for fabrication even with a redution in
the range of few nanometres®

In this chapter we numerically investigate magnonic antidowaveguide (MAW) made
of permalloy (Py) with air holes (i.e., antidots) placed equdistantly along the wire in its
center. The considered antidot waveguide having the widthra period in nanoscale will then

operate in the frequency range of few tens of GHz. Here, we ws® di erent computational

This chapter is based upon Kloset al. Phys. Rev. B89, 014406 (2014).
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techniques, relatively fast plane wave methot®? (PWM) to perform systematic studies and
extensive micromagnetic simulatio+94267.293 (\MSs) (with the aid of OOMMF software)?*°

to verify the obtained results. Similar MAW structures werealready investigated in the
previous papers showing that MAWs have interesting propeads, which are relevant for
technological applications? 68213

In Chap. 52%2 it was shown, that pinning of the magnetization at the edgesf0MAW can
be an important factor which helps to open magnonic band gap#$/oreover, it was shown,
that antidots occupying as small as 5% of the MAW surface argare su cient to open
magnonic band gaps. In the Chap. the in uence of the intrinsic and extrinsic mirror
symmetry breaking on the magnonic band gaps in MAW with pinng magnetization at
edges was investigated. It was shown that small de cienci@s the symmetry of the MAW
structure can result in closing magnonic band gaps but it waalso demonstrated that these
band gaps can be reopened by asymmetric external magnetidde In Chap. 758 MAWs with
comparable lattice periods and waveguide width were consiegd (25% of the area occupied
by the antidots). The in uence of the static demagnetizing eld and non{uniformity of the
exchange eld on magnonic band structure in MAWs with varios shapes of antidots were
considered. Nevertheless, the inuence of thorough and $gmatic structural changes in
MAW on magnonic band structure have not yet been considereadwards the optimization
of MAW design. Thus, there is a need of the comprehensive stad which will thoroughly
explain the impact of di erent structural parameters on the SW spectrum of MAW and
reveal interesting properties of the magnonic band structas. Such studies are also of
crucial importance for experimental realizations of MAWs vth magnonic band gaps and
their practical applications. In this chapter we study the nh uence of antidots size, lattice
period, antidots shape and size factor on the dispersion oS and magnonic band gaps in
nanoscale MAW.

This chapter is organized as follows. In Sec. 8.1 we descrifve structure of the MAW
and calculation methods in brief. Subsequently, we explathe magnonic band structure in
MAW and the in uence of the structural changes i.e., antidos size, lattice period, antidots
shape and size factor in Sec. 8.2. Finally, we summarize oesults and discuss the prospects

of practical realizations.
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8.1. The Waveguide Structure and the Calculation

Methods

Figure 8.1.: The structure of the antidot waveguide, wherehie row of the equidistant square
holes was placed in its center. The sizeand the distance between antidots (i.e.,
the period of the structurea) are 6 and 15 nm, respectively. The thickness of
the waveguide is 1 nm. The sketch below the waveguide structudepicts the
precession of magnetization around the direction of exteshmagnetic eld Hy.
Source: Ref. 66.

We study here the symmetric magnonic waveguides based on aeatimensional (1D)
antidot lattice structure shown in Fig. 8.1. It has the form d a thin (thickness 1 nm) and
in nitely long permalloy (Ni goFeyo) stripe with a single row of square holes of side = 6
nm disposed periodically along the central line. The stripavidth and the lattice constant
are xed at 45 nm anda = 15 nm, respectively. The row of holes is placed at a distancd
195 nm from both top and bottom edges of the stripe. Thus, the waguide possesses an
axis of mirror symmetry down the middle of the waveguide. A lais magnetic eld is applied
along the stripe and it is strong enough to saturate the samgl( ¢(Ho = 1 T) and make
the magnetization collinear and equal to its saturation vale even in the regions close to the
sides of the waveguide and antidot edges. The material paraters of Py are assumed in
calculations.

The calculations of the magnonic band structure are perfored with the PWM and the
nite di erence method based OOMMF. Damping is neglected inPWM calculations and
included in MS ( = 0.0001). The e ective magnetic eld H. here consists of the bias
magnetic eld Hy, exchange eldHeen = r 4r M and demagnetizing eld H ger. For

OOMMF calculations the standard formula for dipole-dipoleinteraction in the lattice of
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magnetic moments was used. In our PWM implementation we useakzer formulg’® for
demagnetising eld in planar periodic structures. The pined dynamical components of the
magnetization vector were assumed at Py/air interfaces iratculations with both methods?*3
The pinning in OOMMF was introduced by xing magnetization vector in all cells bordering
the Py/air interfaces . The boundary conditions for dynamical component of magnieation
do not result from Landau-Lifshitz equation. They can resi$ from the presence of surface
anisotropy (which depends on the physical and chemical st of the surface) or from so
called dipolar pinning.2>°>2%6 Although we have limited our investigation to the case of pined
magnetization, the conclusions we draw will be still validn systems with partially free
magnetic moments on the external interfaces.

The pinning at the edges of antidots forces the decay of the gpaetization dynamics in the
center of the MAW for small values of lattice constants and relatively large antidot sizes
S. By varying these parameters we can observe the gradual tisiion from the case of two
weakly coupled periodic sub-waveguides (formed by each bkttwo semi-isolated 19.5 nm
wide halves of the whole MAW) to the case of one waveguide (4Brwidth, being the whole
MAW) with small periodic perturbation (the further discussion with the numerical results
will be presented in sub{Sec. 8.2.2). In the PWM, the pinnings exactly at the edges of Py,
whereas in MS the pinning was applied in the layer of the nitehickness. This di erence can
slightly in uence results obtained with both methods. The esct of magnetization pinning
is seen in the proles of SW dispersion relations shown in FBg8.2 and 8.3. Due to the
small thickness of the MAW and relatively large ratio of the wdth to thickness of MAW, a

uniform SW pro le across the thickness is assumed.

8.2. The In uence of Structural Changes in the MAW
on the SW Band Structure

The dispersion relation, i.e., frequency as a function of ¢hwavevector,f (k), is a periodic

function with the period equal to the reciprocal lattice vetor G = 2 =a. This dispersion

In MS the discrete mesh size of 5 1:5 1 nm® along X, Y and Z axis, respectively, was used. The
MSs were performed for 4 ns. In the PWM we use 781, 1065, 1647gple waves, depending on the value of
the period a.
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also has a mirror symmetry with respect to the poink = 0. Because of that it is enough to
showf (k) only in the half of the rst Brillouin zone (BZ) but for the pu rpose of clarity of

analysis, we will present results in the full BZ.

8.2.1. The In uence of Antidot Size

Figure 8.2 presents the SW spectra of MAW for three dierentigess s of the square
antidots: for s = 4, 6 and 8 nm. We kept the period of the MAW constant & = 20 nm).
For xed period a, the increase of the antidot size makes the two sub-wavegegl (formed
by halves of MAW) more isolated, because it reduces the crtak& between magnetization
dynamics in these two sub-waveguides. It is noticeable both the SW dispersion and in the
pro les of the squared amplitudes of the dynamical magnetiion in Fig. 8.2 (the pro les in
Fig. 8.2 show the out-of-plane component of the magnetizati vector). Let us compare two
lowest modes fos = 4 and 8 nm denoted in Fig. 8.2 by (a) and (b). Fors = 4 nm the lowest
mode (a) is formed by strongly coupled SWs propagating in tweub-waveguides. This mode,
as the lowest one, has no nodal line in the center of MAW and trefore the SWs are allowed
to penetrate in the areas between the antidots. The antidot ith larger size (s = 8 nm) can
however successfully extinguish the SW dynamics in the MAWeater. In this case § = 8
nm) the modes (a) and (b) are almost degenerate with in-phaga) and out-of-phase (b)
SWs precession between two sub-waveguides. Their ampliegdand position of dispersion
branches are almost the same. The mode (b) is however more uebto the changes in the
antidot size. It is due to the fact that this mode has a nodal he in the center of the MAW,
which leads to the decaying of the SW dynamics in the vicinitpf the antidots row. As a
result the SWs mode (b) is weakly a ected by the presence of éhseries of antidots placed
in the middle of the structure. The comparison of the maps of ade (b) fors =4 nm and
for s =8 nm do not show signi cant di erences.

It is also visible that the shrinking of the antidots size, fom 8 nm to 4 nm splits the
levels of modes (a) and (b) gradually. The di erence betwedhe frequencies of these modes
become larger as the antidot sizes decreases. This increafssplitting between these modes
can be attributed to increasing of dynamical coupling betven SWs in sub-waveguides, as

is discussed in the next paragraph. One can notice also the ainchanges in the position
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for two lowest modes in the frequency scale. The lowering akfluency of the modes can
be attributed to the slight increase in the e ective width of each sub-waveguide with the
reduction of the size of antidots.

The red dashed lines in the dispersion plots show the SW specfor plain waveguide of
width of 19.5 nm,” which corresponds to the width of single sub-waveguide with= 6 nm.
The arti cially introduced periodicity ( a = 20 nm) folds the parabolic dispersion branches
(typical for exchange dominated regime) to the rst BZ. In the considered frequency range (O-
300 GHz) two folded-back dispersion parabolas are visiblelated to the mode con nement
and quantization across the waveguide. By comparing MAW sp&a to the spectrum of
the plain sub-waveguide the following features can be no#id. (i) The MAW dispersion
branches, which mimic the spectrum of the plain sub-wavegle (e.g., modes (a) and (b))
are con ned mostly in the interior of the sub-waveguides of MW, whereas modes of MAW
completely distorted from the parabolic shape (e.g. modes)(and (d)) have amplitudes
concentrated at the row of antidots. (ii) When the interacton between sub-waveguides in
MAW increases (for smaller antidot size), then the distorttn of parabolic-like dispersion
branches is more signicant. This e ect is stronger for higar modes. For our system
already MAW modes related to the second parabola of plain swaveguide are strongly
perturbed. We can recognize at least two features of such widion: the splitting between
the modes being even and odd with respect to the MAW center (g, modes (a) and (b)), the
frequency down{shift (stronger for modes originating fronthe second parabola) resulting
form the increase of the e ective width of the sub-waveguidein MAW. For instance the
modes (e) and (f) can be hardly identi ed as those related tdhe crossing of the folded arms
of the second parabola in the BZ center(the modes have one abtine in the center of each
sub-waveguide). They are signi cantly shifted down as therdidots are reduced.

Due to the periodicity in the system the magnonic band gaps nabe opened in the SW
spectrum. If the periodicity can be regarded as a small pemtpation in a plain waveguide
possible bandgaps occur in three di erent scenarios: (i) &Z edges { it happens for the low-
est dispersion branch (originating from the rst dispersia mode of the uniform waveguide),
(i) in the BZ center { as a result of the rst self-crossing ofthe branches related to the same

dispersion mode, after folding-back to the rst BZ (only if there is no overlapping with higher
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Figure 8.2.: The dependence of size of antidots on SW speotfaVIAW. The inset above the
central part of the gure shows the system under investigatin: 1 nm thick and
45 nm wide, in nitely long Py stripe with a periodic series ofsquare antidots
of sizes s, wheres = 4, 6, and 8 nm, disposed along the waveguide with a
period of a = 20 nm. Bias magnetic eld ¢Hgo = 1 T is oriented along the
waveguide. The row of antidots divides the waveguide into wsub-waveguides.
The coupling between sub-waveguides is controlled by thesiof antidots with
small antidots resulting in strong coupling § = 4 nm) and big antidots in weak
coupling (s = 8 nm). Red dashed lines show the dispersion for homogeneous
waveguide of the widthw = 19.5 nm with arti cial folding-back of the dispersion
to the rst BZ. The coloured maps present the squared amplitde of the out-of-
plane component of dynamical magnetization for bands maritey letters from
(a) to (i) in the SW spectra. Source: Ref. 66.



8.2 The In uence of Structural Changes in the MAW on the SW Band Structure 119

modes, which can be supported by the su ciently large valuefdhe ratio period/width), (iii)
inside of the BZ { being the e ect of the anti-crossing of braches related to di erent disper-
sion modes. The scenarios (i) and (ii) are related to the Brggscattering for the spin waves
di ering in wave number by k =(2n)2=a and k =(2n+1)2 =a, respectively, where n is
integer number. Such simple picture of the mechanisms can bsed for very weak periodic
modulation, where the dispersive branches in the system che referred to as modes of the
plain waveguide, and does not exhaust all possible mechangsof band gap formation?94{29
The magnonic gaps marked by yellow bars in Fig. 8.2 are relat¢o the rst and second
scenario mentioned above. The gap generated by the anti-ssing of branches related to
the di erent dispersion parabolas of the plain sub-wavegdes (i.e, the third scenario) can be
observed in the rst column in Fig. 8.3 (see the second gap far= 15 nm). For considered
range of antidot sizes ¢ = 4, 6 and 8 nm) both gaps (the rst and the second one) become
slightly wider with the increase in the antidot size. Howewg introduction of much larger
antidots (whens  a) will cancel the periodicity in the system and will lead to tle gaps
closing. This behaviour can be understood by considering awcompeting mechanisms. The
gap will be wide when the periodicity is strong (large antidis with the inter{antidot dis-
tance comparable to the antidot sizes) and the crosstalks taeen sub-waveguides are small
(values of the ratio s=aclose to 1 allows to separate sub-waveguides). The rst catidn
will enhance the Bragg scattering, the second one will redai¢he splitting of the even and

odd modes with respect to the MAW center.

8.2.2. The In uence of Lattice Period

Figure 8.3 shows the variation in the magnonic spectra withhe lattice constant @ = 15,
21 and 30 nm). We change the separation between the antidotedping their size constant
(s=6 nm). The increase of lattice constanta contracts the size of the BZ. We decided not
to change the range of the wave numbek for successive values & in Fig. 8.3. Therefore,
the dispersion plots fora = 15, 21 and 30 nm encompass: 1,iland 2 BZs, respectively.
To, discuss the impact of the lattice constant on the MAW spdoum one has to include
this additional factor. The reduction of the BZ size can a et the spectrum of the 1D

periodic SW waveguide in two ways: (i) The SW spectrum contas more bands in the same



8.2 The In uence of Structural Changes in the MAW on the SW Band Structure 120

frequency range. The edges of successive BZ appear moreuatly in wavevector domain
and therefore the dispersion foldings at the BZ edges splitse bands more often in frequency
domain. (ii) The group velocity is reduced. If the spectrums folded back multiple times,
thus the number of bands reaching the BZ edge and center (wlethe group velocity drops
to zero) increases. Both the Bragg scattering and self-censg of bands leads to the band
repulsion and their attening.

Because of much more complex evolution of the magnonic speah with changes in the
lattice constant, it is more dicult to trace the variations in the origin of the bandgaps
width. The shrinking of the BZ (with the increase ofa) changes the frequency position of
the bandgaps opened at the BZ edges and can also result in oijpgror closing of gaps formed
due to self-crossing or anti-crossing of dispersion bramsh Nevertheless some characteristic
features for this evolutions can be noticed. (i) The magnonibandgaps are shifted down
in the frequency range. It is caused by the dense folding ofdldispersion branches in the
narrower BZ. The reasonably strong bands overlapping, foaiger values ofa, can also close
the bandgaps in higher frequency range [see Fig. 8.3 #or 30 nm)]. (ii) There is no simple
answer to what value ofa is optimal for the existence of a wide magnonic bandgap. Thienits
of very small and very large lattice constant (with a xed antdot size) do not support the
wide bandgaps in the system. For short periods the antidotdast to overlap, which cancels
the periodicity and makes two sub-waveguides isolated (iretms of exchange interactions)
and the bandgap closes. In the limit of large lattice constas (a  s) the periodicity in the
system can be treated as a small perturbation and thereforéhe Bragg scattering should
be weak and it leads to a gradual bandgap closing. But the ldcged modes with at bands
appear in the low frequency spectra [see mode (a) in Fig. 8& s = 30 nm] and the simple
picture does not hold.

The increase of the lattice constant with the xed size of theantidots makes the separation
between the antidots larger. Fora s, MAW can not be treated as two weakly coupled
sub-waveguides. The data presented in the right column of ¢:i 8.3 shows that considered
system @ = 30 nm) is close to this limit. For even larger values o0&, one may interpret the
spectrum as a perturbation of the spectrum of the plain wavegde of width 45 nm (equals

to the total width of MAW and shown in the right column of Fig. 8.3 with dashed lines),
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Figure 8.3.: The dependence of SW spectra of MAW on the wavede period. The size
of the antidots is kept constants = 6 nm. The increase of the period (from
a = 15 to 21 and 30 nm) leads to increase of the coupling betweeWs in
the sub-waveguides. Note the change in location of the BZ eskymarked by
blue vertical lines. In the rst row schematic plots of the MAN are shown, in
the second and third row the dispersion of SWs calculated byionomagnetic
simulations (OOMMF) and PWM are presented respectively. Tgether with the
PWM results the dispersion for homogeneous waveguides ofithi w = 19.5 nm
(for a= 15 and 21 nm) andw = 45 nm (for a = 30 nm) with arti cial folding-
back of the dispersion to the rst BZ is shown with dashed (rednline) lines.
The coloured maps on the bottom of the gure show the squaredmglitude of
the out-of-plane component of magnetization calculated Wi PWM for points
of the magnonic band structure labelled by (a) - (f). SourceRef. 66.

rather than those in two sub-waveguides. Let us discuss howet increase in the ratioa=s

a ects the spatial distribution of modes [bottom row in Fig. 8.3]. Two trends are evident.
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(i) The modes localized at the antidots row are shifted to théower frequency range. Modes
(c) and (f) for a=21 and 30 nm have SW amplitudes localized between the antitho With
the increase of the period the size of these areas extend; @ahd SWs con ned in the larger
areas decrease their frequencies. (ii) The modes even wiéispect to the MAW center, start
to leak their amplitudes to the middle of MAW. For larger valltes ofa, the pinning at the
antidot edges is not su cient to diminish the SW power at the @nter of the MAW even for
the lowest modes. We can observe this process by analysing #wvolution of modes (a) and
(b) while increasing lattice constant. Fora = 15 nm it is almost impossible to distinguish
between the pro les of the (a) and (b) modes. Whera = 21 nm the power from even
mode (a) starts to penetrate in the areas between the antidet It leads to the coupling of
excitation in the two sub-waveguides and splits the dispeak& branches of even (a) and odd
(b) modes. The lowest mode of the large considered latticenstant a = 30 nm spreads its
amplitude over the whole MAW width with maximum concentration in its center. Due to
smoother spatial variation of the amplitude across the whelwidth of MAW (in comparison
to the casesa = 15 nm or a = 21 nm) the frequency of this mode is lowered.

The second row in Fig. 8.3 presents the dispersions obtaindfdm MS. The agreement
with PWM is evident. The small discrepancies start to appeain the high frequency range
where the bands calculated using OOMMF are slightly shiftedown. This can be attributed
to nite cell sizes used in the nite di erence method based slver. The maximum di erence
between the positions of the bands calculated in OOMMF and PW reaches about 5% at

the top of the presented spectra.

8.2.3. The In uence of Antidot Shape

The e ect of antidot shape on SW dispersion in MAW has been disissed in some detalil
for dipole dominated SW4>5% and exchange dominated SWs without pinning at Py/air
interfaces® Here, we revisit some of those ndings for the completeness this study. In

order to make the systems of various antidots shape compal@pbwe xed the area of the
antidots independent of their shape. We compared two basiatédot shapes: the square
shape and the circular shape. The results fa = 15 nm, s = 6 nm for square antidots

and radius of 3.38 nm for circular antidots are presented ini§. 8.4. The SW spectra for
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Figure 8.4.: The SW spectra for the MAW with square (black sal line) and circular (green
dashed lines) antidots. The lattice constant is xed & = 15 nm) and areas of
square and circular antidots are the same (36 i)y The maps in the two columns
on the right presents the out-of-plane components of dynaodl magnetization
for selected modes in the center and the edge of the BZ for sgeiand circular
antidots, on the left and right, respectively. Source: Re®66.

these two antidot shapes do not di er signi cantly. The brarches coinciding with the rst
dispersion parabola [cf. the red dashed line in the left catnn of the Fig. 8.3] almost overlap
with other. There is no discernible di erence between mod€a) and (b) for both the MAWs
with square and circular antidots. The levels associated thithe second dispersion parabola
[e.g. modes (c) and (d)] for the MAW with circular antidots ae slightly lowered in reference
to the corresponding modes of the MAW with square antidots. fie di erences in the pro les
of (c) and (d) mode are also very subtle for two considered geetries. The more pronounced
dissimilarity can be noticed for the modes localized at theow of antidots (e). For this case
almost all SW amplitude is focused in the vicinity of the antilots. Therefore this kind of
excitation is relatively sensitive to the di erence in shap of antidots, which is in fact the
very small change in the geometry of the whole system. Simila ects were also found for
other structures investigated in this chapter, i.e., for Itice constants 21 and 30 nm, and
antidots sizes of 4 and 8 nm. Antidot geometry a ects the ex@nge and demagnetizing
eld distribution around itself. Thus their periodicity in an MAW provides the periodic and

inhomogeneous potential necessary for the Bragg scattegiand the resultant characteristic
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SW spectrum. The demagnetizing eld distribution is shown @ play a more prominent role
on larger length scale$® On the considered length scales, where we have exchange darteid
SWs, the spectrum is a ected only if the hole shape causes tke&change eld distribution
to change® From the application point of view, perhaps the rst direct magnonic bandgap
and related dispersive modes are the most important in the S\WWpectrum. Thus we nd
that, for exchange dominated SWs, even if minor periodic daimations of antidot shape
occur during the fabrication of an MAW, its SW spectrum will emain practically una ected

as long as the exchange eld distribution is unchanged.

8.2.4. The In uence of Size Factor

For the MAW of the width 45 nm discussed in the previous subsgons, the exchange interac-
tion dominates over magnetostatic interactions. It resut from the small values of dynamic
demagnetizing elds in comparison to exchange eld for lagyvalues of wave numbers. Even
the amplitudes of static demagnetizing eld reach the valie Q1 T at the interfaces of
Pyl/air perpendicular to the direction of external led, which are quite small in comparison
to the value of external led 1 T and to the width of the bands [Bking (¢Hgm for compari-
son]. Therefore the SW dispersion manifest purely exchangehaviour with parabolic trend
visible even for wave numbers close to the BZ center [see gKig. 8.4].

The models we use in calculations include both kinds of int&ctions: exchange and dipolar.
To observe the noticeable impact of dipolar interaction onite SW dispersion, one has to scale
up the structure of MAW. We magni ed the MAW structure with sq uare antidots presented
in Fig. 8.4 by the factor of 6 [the width, thickness, antidotssize and lattice constant were all
increased 6 times]. For this structure in the rst BZ we obsere a negative group velocity
near the BZ center for the rst two bands [Fig. 8.5], i.e., thefeature characteristic for the
backward volume magnetostatic wave& For lager values of the wave number, a quadratic
dispersion typical for exchange interaction begin to domate. As a result the two lowest
dispersion branches have a minimum with a group velocity rehing zero away from the BZ
center. The discussion of SW eigenmodes presented in theyioes section has assumed the
domination of exchange interactions. We have interpreteche magnonic band structure as an

e ect of cross-talks of two quasi-parabolic dispersion ra&fions related to two sub-waveguides
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Figure 8.5.: The PWM calculations of SW spectra for the MAW mgni ed by the factor of 6
in reference to the structure presented in Fig. 8.4 with squa holes showing the
crossover of exchange and dipolar e ects related to the striger manifestation
of dipolar interactions. The structural parameters are: tk lattice constant:
a = 90 nm, antidots size: s = 36 nm, thickness and width: 6 nm and 270 nm,
respectively. Red dashed lines show the dispersion for hayeoeous waveguide
of the width 135 nm [i.e., half of the total MAW width]. The maps (a) and
(b) presents the out-of-plane components of dynamical maetization for two
modes in the center of the BZ. (c) The map of the static demagteing eld, its
component along the waveguideH,,. The peaks of the static demagnetizing
eld are signi cantly smaller than the value of external magetic eld (Hy=1
T. Source: Ref. 66.

folded at the edges of the BZ. From Fig. 8.5 it is clear, that @n in a crossover of dipolar
and exchange regime, this picture can be still valid and thgectrum presented in Fig. 8.5
preserves most of the features found for exchange dominatgstems [cf. Figs. 8.2, 8.3 and
8.4]. We can also link the spectrum of the MAW [black lines in ig. 8.5] to the spectra of
homogeneous sub-waveguides [red dashed lines] as well.

One of the important di erences in comparison to exchange danated systems, is the
increase of the strength of interactions between two sub-weguides. This e ect is manifested
by the stronger splitting of the levels of even [Fig. 8.5(a)dnd odd [Fig. 8.5(b)] modes with
respect to the MAW center. The increase of the coupling betwa these two SW excitations
in di erent sub-waveguides can be attributed to three factes: (i) to the enhancement of

long range dipolar interactions due to increased thicknesd MAW, (ii) to the decrease of
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the band width [resulting from the large lattice constant ad consequently smaller rst BZ]
and thus the relative increases of the role of a non{uniforityi of the static demagnetizing
eld [Fig. 8.5 (c)], and nally (iii) to the increase of separation between antidots, thus the
lowering of frequency of quantize SWs between neighboringtalots.

The considered regime of sizes [the width of the MAW presentén Fig. 8.5 equal to 270
nm] can be realized by a much broader spectrum of fabricatidechniques which make this

system more interesting from experimental point of view.

8.3. Conclusions

We have presented in-depth theoretical study of the impactfcstructural changes on the
spin wave spectrum of the new type of thin nanoscale magnoni@aveguides with the row
of antidots placed in its center. The inuence of the antidos size and shape, distance
between antidots and the scale factor of antidots waveguisieon magnonic band structure
and magnonic band gaps have been investigated. These stgdadow us for the identi cation
of main parameters and mechanisms which in uence the widthf anagnonic band gaps in
nanoscale MAW. Moreover we have described the roles of exaba and dipolar interactions
in the formation of the magnonic band structure in the thin MAN with widths from tens to

hundreds of nm. In summary we have found that:

The increase of antidot size in relation to the waveguide ped makes the e ective
pinning in the center of the waveguide stronger. By contralig the strength of this
pinning one can a ect the crosstalk between SWs propagatinig two adjacent halves
of the waveguide (sub-waveguides). The gradual degeneraxdythe (a, b) modes occurs

as the antidot size increases.

When the size of antidots is small enough, or the edge to edgstdnce between the
neighboring antidots are large enough, the SWs localized thre periodic row of antidots
are observed in lower frequency range (together with the lest dispersion branches
for modes propagating in sub-waveguides){see, e.g. mode¥s &nd (i) in Fig. 8.2 [and

also modes (c) and (f) in Fig. 8.3].
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The magnonic gaps are expected to open at the BZ edges or BZteer{Fig. 2). The

gap can be opened for the intermediate values of the wave nuenkas well, where it is
caused by the anti-crossing of the bands originating from @rent transverse modes in
homogeneous sub waveguides cf. the modes (a,b) and (c,d)he teft panel in Fig. 8.2
[modes (a,b) and (c,d) dier in the number of horizontal nod&lines] and the second

gap in this sub- gure [a = 15 nm, s = 6 nm].

When the waveguide periodh is xed then the existence of magnonic band gap and
change of its width and position is easier to analyse as a fdion of the antidot size
s [Fig. 8.2], than for the opposite cases xed and a{varied [Fig. 8.3]. It is because a
change ina alters not only the strength of the periodicity but also a eds the location of
BZ edges. Nevertheless, the period of the MAW, and its relatn to the antidots size,
are important factors which in uenced magnonic band gaps ahthe group velocity
of SW. Thus, its proper choice will be crucial for applicatio of nanoscale MAW in

magnonics, to transmit or lter SW signals.

The shape of the antidots does not a ect the SW spectrum of elxange dominated
SWs unless the exchange eld distribution is altered. Highréquency modes, which
contain power close to the row of antidots show greater setmgity towards changes in
the shape of the antidots. Thus for modes from the low frequey part of the spectra

the antidots shape is not important parameter in nanoscale MV.

Enhancement of the size of the MAW increases the crosstalkttveen SWs propagating
in two adjacent halves of the waveguide (sub-waveguides) cdathe backward volume
magnetostatic wave character of dispersion relation nearZBcenter for these SWs is
found. But still the main features the magnonic band structee in the exchange dom-

inating systems are preserved.

Thus, we have shown that SW waveguides based on thin ferronmagic stripes with single
row of periodically spaced antidots in nanoscale are prormg for magnonic applications in
frequencies from few to tens of GHz. Only a single row of antits o er enough room for
manipulation of the SW spectra to design single mode wavedes or waveguides with Itering

properties due to existence magnonic band gaps. The insengly of main part of the
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magnonic spectra on the detailed shape of antidots, promsséhe possibility for fabrication

of high frequency magnonic waveguides with the current tecblogy.



9. Two{Dimensional Magnonic

Crystals

Analogous to photonic crystals, magnonic crystals (MC8)%®’* are magnetic meta-materials
designed for the propagation of spin waves (SW$j.3738297 Based on their design, MCs ex-
hibit a characteristic SW dispersion relation complete wit bands and, sometimes, band
gaps which can be tuned by controlling material and structa parameters as well as the
strength and orientation of the bias magnetic eld?>:?°® This phenomenon makes MCs useful
as potential candidates for the design of SW based signal passing and logic device®?
The knowledge of dispersion relation of a wave propagatingprough a medium is nec-
essary to understand its transmission characteristics. #hlough MCs have been a subject
of intense study lately{9:50:52.58.68,79.83,86,.213,300 reports on a time domain numerical calcu-
lation of dispersion relations of SWs propagating in two-diensional (2D) MCs are very
rare.>97301 As other analytical methods are available, the use of time dwain simulations
and spatial Fourier transform to obtain the dispersion rel@on in a photonic or phononic
crystal is rarely seed® as well. We hope to Il that gap in research with this work. The
underlying principles, over which the procedure describdtkere is used, has been discussed
more generally in Chap. 4. Here too, we essentially use a neigragnetic simulator called
Obiject Oriented Micromagnetic Framework>® (OOMMF) to obtain magnetization M, as a
function of positionr, and timet. Then we use a multi-domain discrete Fourier transform to
obtain the desired dispersion relation: SW power as a funoti of wavevectork = ( Ky;ky),
and frequencyf. However, while simulating the magnetization dynamics inarge (ideally

in nite 3%3%) 2D crystals, one can be expected to need far greater comptivaal resources

This chapter is based upon Kumaret al. J. Appl. Phys. 115, 043917 (2014).
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than during the simulations of their one-dimensional (1D) eunterparts.?'® Using a nite
sample size may produce some spurious modes in the obtainépdrsion relation3°® Thus,
the use of 2D periodic boundary conditioff* (PBC) becomes mandatory in order to obtain
good numerical resolution in wavevector and frequency doima while consuming nite com-
putational resources. Also, 2D crystals have more high synaetny directions when compared
to their 1D analogues. Di erent techniques will be requiredo obtain the results for di erent
directions in the 2D reciprocal space covering the entireréducible part of the Brillouin zone
(BZ). 21 Moreover, the signal which generates the waves will have te lsarefully designed so
that the resulting spectrum represents the physical dispsion relation of plane propagating
SWs. Due to all these complications, a need to validate theswelts obtained here with a well
established method, such as the plane wave method (PWRY)becomes very clear.

The details of MC considered here are presented in sub{Secl.Q. Simulation parameters
and PWM are described further in sub{Sec. 9.1.2. OOMMF use&¢ nite di erence method
(FDM) to solve the LLG equation as an ordinary di erential equation in time and space
(derivatives with respect to space are hidden away id ). PWM is based on the Bloch wave
formalism. As these two methods are fundamentally di erenin approach, some quantitative
di erences in results are to be expected. The results from thothe methods and their
di erences have been discussed in Sec. 9.2 for the antidottiee (ADL). Due to small
lattice constant, the considered system is an exchange daraied one and consequently, the
di erences in dispersion relations along the bias magnetield and perpendicular to it are
subtle. These di erences have been explored by calculatitige iso{frequency contours in the
wavevector space using both MS and the PWM. The iso{frequepncontours are the curves
of the constant frequency plotted in the wavevector spacehe¢y are wave counterparts of
the Fermi surfaces known from the theory of the solid state pisics?!! The iso{frequency
contours are very important tool for the analysis of the waveropagation phenomena, giving
a deep insight into direction and velocity of propagating, & ected and refracted waves in
arti cial crystals. Such type of analysis, while widely expred in photonic and phononic
crystals for designing their metamaterials propertie€?% is almost absent in magnonics.
Thus, developing the ability to compute these iso{frequeryccontours using MS can be a

breakthrough in exploring magnonic metamaterials based diiC; because the MSs can be
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performed without approximation limited applicability of the PWM (or other analytical
methods’®), and thus yields experimentally realizable results evenithh complex magnetic
con gurations.

We also plot the energy spectral density and phase distribioins associated with di erent
modes in the SW spectrum in order to understand their physitarigin and explain any
observed partial or complete bandgaps. Finally, we use theetmod described here to obtain
the SW dispersion relations in the case of 2D dot array wherbeé SW propagation is mediated
by inter-dot stray magnetic eld as opposed to dipole-exchge interaction in ADL. This
brings about an interesting change in the spectra, which isstussed in Sec. 9.2 along with

their e ective properties.

9.1. Method

9.1.1. Magnonic crystal lattice and material parameters

The structure considered here is an in nitely large squarereay of square antidots with their
ferromagnet-air interface under pinned boundary conditits.?*®> The geometrical structure
of the sample is shown in Fig. 9.1 (a). The lattice constard = 30 nm and the antidots are
square holes of edge length= 12 nm. The material parameters of permalloy (Py: NjoFex)
are used during simulations and in PWM calculations: exch@e constant,A = 13 10 2
J/m, saturation magnetization, Mg = 0:8 1P A/m, gyromagnetic ratio, = 2:21 10
m/As and no magnetocrystalline anisotropy. A saturating bas magnetic eld of gHpas =1

T points in x direction.

9.1.2. Micromagnetic simulations and the plane wave method

The micromagnetic simulations involve solving the LLG equ#n using a nite di erence

method based ordinary di erential equation solver; and the, Fourier transforming the ob-
tained space and time dependent magnetization data to get S¥pectral density in wavevec-
tor and frequency domaing’®? Cell size @;d;s) = (1:5;1:5;3) nm along ;y;z) axis was

used during the FDM based simulations. The pinning in microagnetic simulations was
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Figure 9.1.: (a) The 2D antidot lattice under consideration A square lattice with a lattice
constanta, = a, = 30 nm is assumed for simplicity. The thickness of the Im
is 3 nm. The antidots are square (white) air holes of eddge= 12 nm in ferromag-
netic Py (black) medium. Dynamics is pinned at the edge of hes. The pinned
region is marked with a di erent texture. Element geometry ged in micromag-
netic simulations extends to over hundred repetitions in fegth (horizontal dark
arrows in (b), (c) and (d)) for good wavenumber resolution. R PBC is applied
over these elements to mimic the in nite geometry. White amws in (b), (c)
and (d) show the direction of bias eld used for simulations foSW dispersion
for BV and DE con guration. (d) shows the rst BZ in the reciprocal lattice
with typical symmetry point labels.

introduced by xing magnetization vector in all cells of thediscretization mesh, which bor-
der the antidots, i.e., in regions marked with di erent texture in Fig. 9.1. Figures 9.1 (b),
(c) and (d) show parts of the elements over which 2D PBC are usdo simulate the dis-
persion relation for di erent directions of the wave vector These elements extend over 100
(up to 300) repetitions of unit cells in the horizontal diretion to yield good resolution in
the wavenumber domain. The 2D PBC is also implemented in ordéo improve the results
with nite computational resources?** Figure 9.1 (e) shows the rst BZ, the path in its
irreducible part and typical symmetry points: =(0;0), X= =a(1;0), Y= =a(0;1) and
M = =a(1;1).?!! Note that when the bias eld is in the plane, an asymmetry is exected
between the two orthogonal directions of SW propagationH pizsjjk (BV) and Hypas ? K
(DE). "® Thus, the triangle XM is no longer the irreducible BZ. Howe\er, in the forward

volume arrangement wherH ;55 is perpendicular to the plane of the 2D MC, the symmetry
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is restored and dispersion is the same in the two orthogonairections.*”*% The technique
described here can be used independent of the directiontfas.

In order to get the results in the XandY M directions, we use di erent excitation
signals of the formH 54 = (0;0; H;), on elements shown in Figs.9.1 (b) and (c), respectively.
Hias IS horizontal along thex axis (dashed white arrows). Similarly, dispersion along #h

Y and X M directions can be obtained whermH ;55 is across the width of the elements
(vertical arrows alongy axis). Here,H, = HoN¢N (x)ny with  oHo =5 mT and N, N(x)

and ny as given by Egs. (9.1), (9.2) and (9.3), respectively:

Sin@f ot 1))

CTOTof L to) (9.1)
N(x) = Smlfckxcx); (9.2)
Ny = COS(2Y=Ymax) *+SIN(2 Y=Y max): (9.3)

See Eq. (7.2) for the detailed description of the terms inwad in these equations. Here, the
origin of coordinates is at the center of the considered geetry. It is due to N; and N (x)
that the signal contains power between f. and k. in frequency and wavevector domains
respectively?®? n, should be asymmetric to ensure that both symmetric and antsnmetric
modes are present in the resulting spectrurf?’ In Eq. (9.3), y goes from 0 toyax. While
computing dispersion along X and Y directions (Fig. 9.1 (b)), Ymax = & However,
forY Mand X M directions (Fig. 9.1 (¢)), Ymax = 2a. Both the elements in Figs. 9.1
(b) and (c) will span the same in nite 2D geometry under a 2D PE; except, in the later
case we can control whether the dynamics in the neighboringws will be in phase or out of
phase. Thus we can x the wavevector componerk, or k; to 0 or =a in the simulations.
This is necessary to di erentiate between the parallel diions XandY Mor Y

and X M. Also, ng" given by the expression
ng"™ = Cp COS(2N Y=Y max) + Cn SIN(2N Y=Y max) (9.4)

can be used instead ofiy to selectively alter the amplitude ofm-th symmetric or n-th an-

tisymmetric mode. The freedom of choice of amplitudeS,, and C,, allows us to arti cially
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control the statistical temperature of the magnons in the grstal and also helps in isolating
a single mode in the case of a degeneracy. We can also sum aveand n to alter multiple
modes in a single dynamic simulation. We also attempt to obia the dispersion in M
direction by using the element shown in Fig. 9.1 (d). Howeveras there are two scatter-
ing centres (antidots) per cell in this arrangement, we canbtain the dispersion relations
correctly only up to half of the BZ in that direction.®’

Until now, we could use a signal similar to the one we did in thease of an 1D lattice®

But, this limitation forced us to come up with a new signal
H, = HoN{N (X)N (y)n(x)n(y); (9.5)

which has to be used in a larger 2D lattice of 100100 antidot array (with the cell sized

increased to 3 nm to decrease time of computations). Hemgx) is given by:

n(x) = * (sin(2 mx=a) cos(2mx=a)); (9.6)
m=1

with analogous formula forn(y). This signal is a point like source with the amplitude decay
with distance as described by sinc function (ilN (x) Eg. (9.2) along x axis and in similar
form for N (y) for y dependence), having sharp cut-o in Fourier domain and able® excite
symmetric and antisymmetric modes with respectta& ory axis. This signal was arrived
upon largely by intuition, nevertheless, its agreement wit the results obtained from PWM
validates the usefulness of this signal. Spectral densitgeriodicity and asymmetry of the
excitation signal (or source) should also be considered Wehdeveloping similar techniques
for other kinds of crystals €.g. photonic or phononic crystals).

Three fold (one in time and two in space) Fourier transforms &s needed to obtain the
SW dispersion here. Magnetization was assumed to be unifoamross the thickness of the
Im. We can now easily generalize that in the case of three-giensional MCs, a signal of
the form H, = HoN{N (X)N(y)N (z2)n(x)n(y)n(z) will be required followed by a four fold
discrete Fourier transform.

We have also calculated the spatial distribution of energypgctral density (ESD), S; and
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phase, from the following equations:

S = jm(r;f)j%; , (9.7)
y Im(m(r;f)) .
tan m (9.8)

Here, m(r;f) is the time domain Fourier transform, of a dynamical magnétation data.
Unlike the new method used in Chap. 7, this gives us power frothe entire wavevector
domain for a selected frequency. However, if power is present for just one particular
wavevector then both methods yield qualitatively identicaresults.

The PWM is a spectral method in which the eigenproblem is numieally solved in the
frequency and wavevector domains by the standard numericadutines. We solve here LLG
equation in linear approximation without damping. The PWM a@lculations are performed
with the assumption of the full magnetic saturation of the AL along the bias magnetic
eld. As pinning during simulation will occur at the cell's center, a hole size of + d was
assumed during PWM calculations. Due to small thickness ohé ADL, uniform SW pro le
across the thickness is assumed. The PWM in this formulatiowas already used in the
calculations of the SW dynamics in 2D ADL and proved to give ecect results.*>762213 The

detailed description of the method can be found in Refs. 62 @&r308.

9.2. Results and Discussions

The dispersion along the path in the rst BZ shown in Fig. 9.1 €) calculated with MSs by
using the elements shown in Fig. 9.1 (b)-(d) is assembled agyF9.2 (a) using solid lines.
An overlay of dashed lines representing the SW dispersionaton obtained from the PWM
is provided for comparison. Both these results appear to agg with each other except for
the M direction where the numerical method was able to yield reta for only half of
the total BZ extent. This is because we sek; to = P 2a here (the spatial periodicity is
P 2a). Compared to the element shown in Fig. 9.1 (b), which can besad to produce results
for X or Y directions, the one in Fig. 9.1 (d) features two scatter ceres per unit
cell. And, if we arti cially increase k. to P 2 =a, both scattering centres will be activated

to produce additional spurious mode$’ To demonstrate the same we plo&; (normalized
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Figure 9.2.: (a) SW dispersion calculated using MSs (solithé) and PWM (dashed lines).

ESD S, distribution for the horizontal line (f 62 GHz) shown in (a) in
parts of tBe_ sample when thlg_propagation direction is along M for (b)
k.= = 2a and (c) ke = 2=a. Corresponding phase, distribution is
shown in (color online) (d) and (e), respectively.

between 0 and 1) and (given by Egs. (9.7) and (9.8), respectively), for frequegcf 62

GHz in Figs. 9.2 (b) to (e). Note that the horizontal separatbn between regions of high
ESD is aboutpﬁa in Fig. 9.2 (b) for ke = = p?a . This reduces toa=p§ in Fig. 9.2

(c) for k¢, = P 2 =a when both scattering centres in the unit cell (of the elemenshown in

Fig. 9.1 (d)) are activated at once. The phase distributionglso con rm that neighbouring

locations of high ESD are about and =2 radians out of phase with each other in former
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(ke= = P 2a : Fig. 9.2 (d)) and later (k. = P 2 =a: Fig. 9.2 (e)) cases, respectively. Apart

from incomplete result for the M direction, we can also see that the modes here (shown
by solid lines) do not match with those for Y direction at the point. This is because
(cell size)d = p§ nm was used while simulating for the M direction as opposed to
d =1:5 nm, which was used in the case of Y direction. Also, there are additional modes
of lower amplitudes visible in the case of M direction. This is due to the fact that N (x)
becomes a stepped approximation of the right hand side of 29.by the use of the FDM;

thus compromising the e ectiveness of the cut o ak. = P 2a , and exciting the second

scattering centre to some extent (but not as well ak. = P 2=a).

In pursuit of our quest to close the gap in the M direction we eventually decided to
simulate the SW dynamics in a large 2D MC with signal de ned byEqg. (9.5) and perform
a three-fold Fourier transform in contrast with the two-fold transforms done earlier. We
transformed time to frequency domain andk andy dimensions to the 2D wavevector
domain. The resulting dispersion relation as calculateddm the numerical method is shown
in Fig. 9.3 (a) using solid lines. Thus, we have obtained the agnonic band structure along
all high the symmetry directions. The overall agreement wit the PWM results (shown by
dashed lines) although is poorer in comparison with Fig. 9(&). This is due to the fact that
cell size in the later attempt was increased frord = 1:5 nmtod = 3 nm. The complete and
partial bandgaps width and center frequency, as seen fromdfdashed lines in Fig. 9.3 (a),
are extracted in Tab. 9.1. Here, values for partial bandgapdepend upon the path, which
has been used to plot the dispersion. Bandgap | is the only cphate bandgap observed here
with the maximum width of 15:37 GHz.

Most bands observed in Fig. 9.3 (a) increase or decrease adtnmonotonously along any
high symmetry direction. Consequently, the width of bandga | too, appears to decrease
monotonously as we move either along! X! Mor ! Y ! M. Both upper and
lower limits of bandgap | are present at point M which suggestan anti-crossing of bands at
that point. This can also be regarded as the cause of the gaprf@tion. Narrower bandgap
widths have been observed by di erent techniques befof& The relatively high width of 15:36
GHz of bandgap | here can be attributed to small lattice dimesions and edge pinning*?

Bandgaps Il to XI (Fig. 9.3 (a) and Tab. 9.1) are direction depndent partial bandgaps.
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Figure 9.3.: (a) SW dispersion calculated using MS (solichie) and the PWM (dashed lines).
The full and partial magnonic bandgaps are marked and numbed by Roman
numerals. The circled Arabic numerals indicate the pointsrothe dispersion for
which the mode pro les are calculated in Fig. 9.4. Iso{fregency lines from (b)
63 GHz to 67 GHz (c) 86 GHz to 107 GHz (it is around the top and btim
of the rst and second magnonic band, respectively) using &0/PWM is shown
with dashed lines. Isof{frequency lines for (bj 67 GHz and (c)f 100 GHz
calculated by the numerical method is shown using solid lise
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Table 9.1.: Magnonic bandgap widths and center frequenciasross di erent high symmetry
directions as calculated by the PWM and labeled in Fig. 9.3 ja

Label Extent Center (GHz) | Gap Width

(GHz2)

I Complete Bandgap 76.39 15.36
I X 100.18 9.24
[ X 114.45 1.7
v X M 155.85 1.9
\% X M 107.75 5.9
VI X M 149.6 8.4

VII Y 100.68 10.24
VIII Y 114.2 8.2
IX Y M 85.80 3.01
X Y M 108.1 4.6
Xl Y M 150.1 9.4

This is mainly because bands approaching point M from otherigh symmetry directions
(with the exception of the band starting at 5 ) tend to show greater slopes. As % Y s
is a relatively atter line, bandgap IV survives for three hgh symmetry directions. In a
more isotropic forward volume arrangement!3%” bandgap IV might also have quali ed as a
complete bandgap if the dispersion in the X M direction was also calculated. On the other
hand, if wavevector dependent anisotropy is overlookedpartial bandgaps (e.g. bandgap
IV, or Il and VII, or Ill and VIII) will appear as a complete bandgap. Partial bandgaps 1V,
V, VIII, X and XI are direct, while 11, Ill, VI, VII and IX are in direct. Direct bandgaps are
formed when the minimal and the maximal frequency of the magmic bands surrounded the
bandgap, from the top and bottom, respectively, are charaetized by the same wavevector.
While two di erent wavevectors are involved in the formation of indirect bandgap. In Fig. 9.3
(a) the minimal and maximal frequencies appear at high symrrg points. Occasionally, a
bandgap may form between two high symmetry points due to antirossing of modes in a
folded BZ,* but that is not observed here.

Now we calculate mode pro les ESD5; and phase , at the high symmetry points, using
the PWM, for the rst ve modes as marked in Fig. 9.3 (a). The results are tabulated
as Fig. 9.4 whereS; is represented by colour saturation and is represented by hue. A
general trend of higher frequency mode pro les limiting th@selves to smaller regions in real

space is observed. This trend has been seen for 1D systems el ‘wHere, mode pro les
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Figure 9.4.: (Color online) ESDS;, and phase , for high symmetry points , X, M and Y
at points 1 through s marked on Fig. 9.3 (a).

appear similar in size at points Xs, M s and Y s. Although, the distribution at Y 5 is
vastly di erent due to a (nearby) mode{crossing in the Y M direction (see Fig. 9.3 (a)).
Mode prole at Y may be obtained by rotating the mode proles & X by 90 . Modes
with negligible group velocity are trapped and forbidden tanove in speci ¢ high symmetry
directions. Also, the number of nodal lines, which controlthe spatial quantization of modes,
generally increases with mode number : i 2 f 1;2; 3;4;5g. No nodal lines are evident for
1. Vertical and horizontal nodal lines are seen at X and Y 1, respectively; while M1
features both vertical and horizontal nodal lines. From Fig9.3 (a), we can see that points

2, X2, M3 and Y 3 belong to the same mode and points 3, X3, M2 and Y 2
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belong to a di erent mode. As the crossing between these madeccurs along the X M
direction, the mode proles at X2 and M 3 are comparable. Similarly, mode pro les at
X 3 and M2 are also comparable except, X has higher frequency and consequently, is
more con ned is space. In general, vertical and horizontaladal lines dominate at points
X and Y, respectively; while a more isotropic distribution $ observed at point and M.
Modes 1, 2, and s are isotropic alongx andy axes for the point. However, modes
3 and 4 are disposed along rows and columns, respectively. Theicé shape and size are
comparable and accordingly, they are also degenerate asrsgeFig. 9.3 (a). Going from

to either X or Y, 4 maintains its size and frequency; except the DI° geometry is evident
in the later case. Similarly, the expanses of mode proles & 2 and 3 are comparable (as
their frequencies are within 5 GHz of each other), and yet tlreorientations are mutually
orthogonal.

Iso{frequency lines are shown in Figs.9.3 (b) and (c), usifgpth the PWM (dashed lines)
and the MSs (solid lines). Iso{frequency contours calculati using the proposed method
are thicker because smakh yields a low wavevector resolution. The agreement betweehet
results obtained from the two methods as 67 GHz line calcukd using the MSs and the 65
GHz line calculated using the PWM is clear, but the 2 GHz di eence in frequencies is due
to the shift of the dispersion curves calculated with both meods shown in Fig. 9.3 (a). In
contrast to Fig. 9.3 (b) the two methods appear to give idential results for the 100 GHz
iso{frequency line, where the results of MS and PWM coincidel'he shapes of iso{frequency
lines control the direction of the propagating waves and cgequently also alter the shapes
of their wavefronts. Thus, although the dispersion along X and Y directions may
appear comparable, the wavefronts of the propagating SWfm the rst band will quickly
uncover the underlying anisotropy, because of slightly derent group velocity and curvature
of di erent iso{frequency contours in two orthogonal diretions, which is easily noticeable
by the inspection of the contours for 63 and 65 GHz in Fig. 9.3). This anisotropy is a
manifestation of dipolar interactions hardly visible in this size and frequency regime in the
magnonic band structure shown in Fig. 9.3 (a). Backward votue modes are characterized by
negative group velocity in the case of dipole dominated ormiblar-exchange SW propagating

in a ferromagnetic thin Im. 28 This is not seen in Fig. 9.3 (a) as due to weakness of the dipola
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interactions the exchange eld makes a signi cant contribtion with increasing wavevector

k already near the BZ center.
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Figure 9.5.: First mode in a permalloy nano{dot array with vaying angle , between the
bias eld Hpias ( oHpias = 1 T), and wavevector k, showing the transition from
magnetostatic BV mode to DE con guration. The dashed linesra calculated
using the analytic expressions for these two con gurationith a reduced satura-
tion magnetization. The structure considered here is given the top left corner
with a=9 nm, | =6 nm and thicknesss = 3 nm. Material parameters remain
the same as before.

The developed method is not limited to the antidot lattices r exchange dominated
SWs. To prove this and better understand the properties of dolar waves in MCs we
take a look at the dispersion of SWs in the case of 2D MC compdsef a square array
(of lattice constant a = 9 nm) of square dots (of edgd = 6 nm and 3 nm thick). This
structure is shown in the top left panel of Fig. 9.5 along withthe dispersion relations of
the rst mode with increasing angle (from =0to = 90 ), betweenHys and k in
the subsequent panels. Here the wave propagation is medetby the dipolar eld only.
We have found a strong anisotropy in the spectrum of the cotittve magnetostatic SW
excitation, similar to already observed in the arrays of feomagnetic dots of larger size in
Ref. 47. We note here how the mode's group velocity graduallycreases from negative (BV)
to positive (DE) as goes from 0 to 90 .#73%1 The transition appears to occur at a critical
angle = . =3. Note that here the direction ofH s IS being changed as opposed
to that of k in the previous case. It is interesting to note that the dispmion relations
obtained here for the array of nano{dots reminds us of the dgigersion of magnetostatic

waves in thin ferromagnetic Im. To verify this hypothesis ve calculate the dispersion
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relation of magnetostatic waves in the thin ferromagnetic mgnetic Im (3 nm thick) with
reduced magnetization,j.e. with the e ective value of the saturation magnetizationMg .
The dashed lines overlaid in Fig. 9.5 are computed using theaytical expression for BV
and DE con guration in the case of thin Im?® with a reduced saturation magnetization
Mse = Mdl?=2. A good agreement between the dispersion in the array and tleeective
thin Im is found. A minor disagreement is introduced by the pesence of the BZ boundaries
but only near these boundaries. Further, the critical angle . =tan ! ! mm in the
case of such thin Imis also 5&4 = 3. This implies that one should also be able to use the
analytical expression to calculate the SW manifold betweeBV and DE geometries. This also
shows, that a thin Im MC composed of an array of saturated faomagnetic nanodots can be
used as a magnonic metamaterial, i.e., an arti cial crystalith tailored e ective properties of
spin wave dynamics®14 Further studies are necessary to elucidate the limits of theective
saturation magnetization approach presented here. The inence of the dot{shape, their
arrangement and inter{dot separation (mode-splitting had®een experimentally demonstrated
for nano{dot arrays®!®) need to further examined. However, these considerationseautside

the scope of this work.

9.3. Conclusions

We have described a numerical algorithm to calculate the disrsion of plane propagating
SWs in a 2D MC using multi-domain Fourier transform of result obtained from micromag-
netic simulations. At the core of this technique is a new exaition signal, which is capable
of generating SWs whose energy spectral density correspsid the characteristic dispersion
relation of the 2D MC. The lack of such signal has been discesksbefore in the case of 1D
MCs.?’9271 The results obtained from this procedure were veri ed by thelane wave method
when magnetization dynamics at antidot boundaries is pinae We noted that both methods
were in qualitative agreement with each other. The fact thabetter quantitative agreement
was observed while using 2D PBC over 1D elements was due toaowell size?

Apart from a new numerical algorithm to compute the dispersin relation in any given

direction of a two- or three-dimensional inverse lattice,his method will also allow for the
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numerical computation of iso{frequency contours from miamagnetic simulations. Thus
the numerical tool to study metamaterials properties of MCsvas provided. It gives the
possibility to design the properties of SWs relevant to tectological applications and po-
tentially exceeding these known from the homogeneous femagnetic thin Ims. The nega-
tive refraction, unidirectional media or caustic propagabns are only some of the examples
here 195316317 Fyrther, this method can be generalized to aid the numericalomputation of
dispersion or iso{frequency contours in the case of two{ ohtee{dimensional phononié®
and photonic®®32° crystals as well.

The dispersion here appeared to be similar in X and Y directions. However,
a noticeable anisotropy between the BV and DE geometries wagry evident from the
study of the mode pro les and the iso{frequency contours. Aslipole eld mediates the
SW propagation in a 2D dot array we were able to obtain the netjge group velocity
associated with the rst mode in the case of a BV magnetostaticon guration. We were
also able to analyse the nature of bands and complete and pattbandgaps that were
obtained from the dispersion calculations in the case of an®1 This can be useful in the
design of attenuators3?! phase{shifters®® lIters & and logic gates’’

Low lattice constants were chosen in this article for both th antidot and the dot lattices
to ensure a realistic computational time within the availabe computational resources. For
larger lattice constants, larger cell sizes may be used withOMMF. Cell sizes should not
exceed the exchange length (about 5.6 nm in Py), if the exchge interaction is to be taken
into account. In the case of 1D antidot waveguide, we noté&8ithat a larger value of lattice
constant a, brings the BZ boundaries closer and makes the modes lespdisive. Thus a
smaller value ofa = 9 nm is used in the case of the nanodot array. In Ref. 47, somepersion
is observed (particularly in DE con guration), as nanodotsare 30 nm thick. Simulating for a
structure which is ten times thicker will similarly increa® the required computational time.
Recent advances in lithography techniqué®®% have made it possible to fabricate dot
and antidot lattices with a resolution below 10 nm. Thus, onean fabricate samples with
dimensions comparable to the systems considered here. Expental techniques similar to

Brillouin light scattering spectroscopy!! can be used to explore the SW dispersion relation.



10. Bandgaps in The Submillimetre
Frequency Range in a Magnonic

Antidot Waveguide

Even with all the improvements suggested so far to the numedl methods to compute SW
dispersion, it is still di cult to con rm the existence of ma gnonic bandgaps { particularly
in the submillimetre frequency range due to the aliasing wtin occurs during the Fourier
transform of real valued magnetization data. As discussed Chap. 4, the use of excitation
signals in the form of sinc functions helps mitigate the algang. However, since the signal is
applied only for a nite duration and only as a discrete apprgimation of the sinc signal, some
aliasing is still seen. Close to the Nyquist frequency (500 GHz in most cases), aliasing
becomes well pronounced and obscures any bandgaps that maydxisting there. Most of
this work has been focused on magnetization dynamics in theiarowave range; however,
this chapter discusses an advancement made to the numerioathod which nulli es aliasing

in the entire SW spectrum and also raises the measured amplie of the peaks.

10.1. Precessing Vector Fourier Transform (PVFT)

In order to avoid getting mirrored peaks (aliasing) from thd~ourier transform of real valued
data, we thought to generate complex valued data from the rating components of the
precessing magnetization vector. This has been shown in Fi.1 where the projectionm,
of magnetizationm(t) = M (t)=Ms along the bias eld Hyj,s (here we assume that the bias

and the e ective magnetic elds point almost in the same diretion) does not change much
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with time (Fig. 10.1 (a)) while the other two componentsm, & my do (Fig. 10.1 (b) & (c)).
These three components are mutually orthogonal. This mappy was possible as one of the
rotating components lead the other by a constant phase di @nce of =2 radians and they
both have the same amplitude. As shown in Fig. 10.1 (c), thedeatures can also be seen in

a complex numberz given by z = e'"

H..
bias ;

. R
------

Figure 10.1.: A comparison between a precessing magnetiaatvector M with a complex
number of the formz = e™ . The bias eld H s points along thez axis.

Consider the harmonic oscillator with the characteristicguation® = ! ?r. Test functions
r=z =e" andr =z =e " satisfy the equation. The real valued position variable
can then be expressed as

r= %(z++z ). (10.2)

Fourier transforming, z. or z w.r.t. time t will give a peak of unit amplitude at! or
I, respectively. On the other hand, Fourier transforming (as given by Eq. (10.1)) will
produce two peaks with half the amplitude: one at and the other at ! . Thus, Fourier
transforming z. or z halves the number of peaks and doubles their amplitudes. Ehwill
improve the overall readability of the spectral data. So, istead of Fourier transforming any
one componentm, or my (as marked in Fig. 10.1), we decide to transforrm; = my + im,,.
It is assumed here thatm, leads my. Fourier transformation of m; shall henceforth be
referred to asPrecessing Vector Fourier Transform(PVFT). Below, we will demonstrate the

improvements achieved in the case of SW dispersion analyassa result of this development.
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Figure 10.2.: A comparison between a precessing magnetiaatvector M with a complex
number of the formz = e™ . The bias eld H s points along thez  axis.

10.2. Increased Amplitude

To appreciate the increase in amplitude, on can compare theegks corresponding to a
SW dispersion mode with low frequencyf(  0) noise level. Figure 10.2 shows power vs.
wavevector pro le of the rst mode of a SW dispersion spectnm in a nano{wire with a cross
section of 3 nm 3 nm. Peaks atf 0 is also presented for comparison. The dynamics
is simulated to have occurred in a bias of eld gHpias = 1:01 T along the wire. Material
parameters of Py were used during simulation. An uniform imease of power (about 2
dB) is observed across the wavevector range. A Hanning windafter zero{padding (see
Chap. 4) was used during both the conventional Fourier trafigrm of my and the PVFT of

m;.

10.3. Reduced Aliasing

Consider the case of 2D ADL as shown in Fig. 9.1. In Fig. 10.3,ewcompare the result
obtained by Fourier transform of realmy, and complexm;. Here the lattice constants along
X andy axes area, = 18 nm and a, = 24 nm, respectively. The antidots are square
holes (in a Py Im) of edgel = 12 nm. Film thickness u = 3 nm. 2D PBC?* is used

to simulate an in nite lattice. We can clearly see that aliagng has reduced drastically in
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Figure 10.3.: SW dispersion in
without any edge pinning. Here lattice constantsa, = 18 nm, a, = 24 nm,
antidot edgel =12 nm and Im thickness u =3 nm. Abias eld Hpjas =1:01

axis. Material parameters of Py are assumed during

simulations. (a) my and (b) m; are used during Fourier transformations.
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X direction in the case of a 2D ADL as shown in Fig. 9.1

)
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the submillimetre frequency range ¥ 300 GHz) when we used PVFT in Fig. 10.3 (b). It

is clearly observed that several aliased modes have disaprel in high frequency range

(above 150 GHz). This demonstrates how the described techoe has helped to improve

the readability of the obtained results all the way up to the Nyquist frequency. As aliased

modes get nulli ed, new bandgaps may appear. This has happshin the presented case

where a 14.4 GHz wide bandgap (marked by a purple rectanglg)ears above the 400 GHz

mark. Thus, this new method has the potential to help revealdditional band gaps, which

were previously unresolved and hence unavailable to any dg®er in a much higher frequency
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range.
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Figure 10.4.: SW dispersion in the case of a MAW as shown in (@&jth w =4:5 nm,a =18
nm, sl =12 nm, s2 = 9 nm and u = 3 nm under a bias eld oHpis =1
T pointing along the x axis. Material parameters of Py are assumed during
simulations. (a) my and (b) m; are used during Fourier transformations.

Similar improvements were observed in the case of a MAW as shoin Fig. 10.4. Disper-
sion calculated using Fourier transformation om, and m; are presented in Figs. 10.4 (a)

and (b), respectively. A row of rectangular antidots of siz€sl, s2) = (12, 9) nm is placed
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centrally in 2w+ s2 = 18 nm wide andu = 3 thick Py waveguide. A bias eld of gHpjas =1
T points along the length of the waveguide. During simulatin, free boundary condition was
used along with 1D PBCG*® (to mimic an ideal 1D magnonic crystal). A single 2 GHz
wide bandgap marked by a blue rectangle is evident centred &0.05 GHz in both cases.
The new method, which yielded results shown in Fig. 10.4 (b)als successfully mitigated
aliasing to verify the existence of two more bandgaps. Of tke new bandgaps, the lower one
of width 8:55 GHz (marked by a blue rectangle) is in the microwave frequey band (centred
at 287:83 GHz) while the higher one (marked by a purple rectangle) ia the submillimetre
frequency band (centred at 3292 GHz).

Thus we established that the use of PVFT can increase the anipide of peaks while also
largely eliminating aliasing. This technique may be used iany problem where precessing
vectors are encountered. In our case it enabled us to posdly identify the existence of

bandgaps in the submillimetre frequency band.



11. Experimentation Involving

Magnonic Antidot Waveguides

In this chapter, we discuss the some experimental resultslléaing the numerical works
presented on one{dimensional (1D) magnonic antidot wavemgles (MAWSs). However, even
with the recent advancements in nanofabrication, it is stilnot possible to fabricate large
1D or 2D periodic arrays of ne features with great precessio The samples presented here

were fabricated using lithography techniques discussed 8ec. 3.5.

11.1. MAW Samples

The generic form of samples fabricated for this study is dedwed in Fig. 11.1. The length

and width of the waveguide was approximately 60m and 5 m, respectively. Thickness was
about 20 nm. Circular antidots of diameterd were milled in a 6 30 array placed close to
the middle of this waveguide. Their edge to edge separatioraga, along the length. The

separation,a,; betweeni™ and (i + 1) " row is given as

8

2a, iisodd
a, = . (11.1)

3 .
“a, iiseven

Four such samples were studied experimentally using a tinregolved magneto{optic Kerr
e ect (TR{MOKE) setup. The approximate values of the parameers used for these samples
are tabulated in Tab. 11.1. The exact values of antidots' dimeters and their edge{to{edge
separations &y, a,1 and ay,) are within 10% of the tabulated values. Henceforth, the sapfes

will be referred to by their Sample IDs as given in the table.
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Py waveguide :

Antidot array

Figure 11.1.: (a) Dimension of the Py waveguide in which amtots were milled using focused
ion beam lithography. (b) A scanning electron microscopy iage produced
during the inspection of the fabricated sample showing theO2nm thick Py
waveguide along with the antidot array, deposited over theiSubstrate. (c)
Dimensions within the antidot array.

Table 11.1.: Assignment of sample IDs to an instance of gedmieal parameters as labelled

in Fig. 11.1.
Sample ID | d(nm) | a, (nm) | a,; (nm) | &, (Nm)
1 180 410 410 410

2 210 410 430 320
3 210 330 320 320
4 210 520 550 550
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11.2. Magneto{Optic Kerr E ect (MOKE)

MOKE is a type of magneto{optic interaction associated withthe change in polarization
of light re ected from a magnetized surface. This e ect was rst observed by John Kerr
in 1877322 The interaction of light with the applied magnetic eld and magnetization of
the material has been theorized to be the cause of this e eBtUpon re ection from a
magnetized surface, a linearly polarized light transformt an elliptically polarized light
where the major axis of the ellipse is rotated from the planef polarization of incident light
by an angle proportional to the magnetization. This anguladeviation can be measured to

estimate the magnetization.

Incident

Polarization ;o _
Plane / Major Axis

/

Polarization
Ellipse:,

cececccepecnes

Figure 11.2.: Incident polarization plane and re ected pdarization ellipse shown in dotted
lines. Major and minor axes of the ellipse are shown in dashddes. Kerr
rotation and ellipticity are represented by anglesx and , respectively.

The angular distance between the major axis of the ellipsef(the elliptically polarized
re ected light) and the plane of polarization (of the plane plarized incident light) is de ne
as Kerr rotation. This is marked as angle ¢ in Fig. 11.2. Kerr ellipticity measures the
atness of the ellipse and is represented by anglg in Fig. 11.2. In our experiments we are

interested in the Kerr rotation signal only.
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11.2.1. Description of The Pump{Probe Optical Setup

A schematic of the TR{MOKE setup is presented in Fig. 11.3.This setup is mounted on an
optical table which is engineered to facilitate rapid attenation of any acoustic vibrations.
The table also features a very smooth surface covered with quare array of circular holes
(25 mm grid) which facilitates the equipment setup process.
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Figure 11.3.: A schematic diagram of an all optical TR{MOKE nicroscope with collinear
pump{probe geometry as housed in the lab at the S. N. Bose Natial Centre
for Basic Sciences. Source: Ref. 6.

As seen in Fig. 11.3, a diode laser is used to pump a solid stédser (Millenia), which in
turn pumps the Ti{sapphire laser (Tsunami) with a maximum paver of 10 W using a 532
nm light. Regenerative mode locking is used here to producerain of laser pulses with 70
fs pulse width and average power of 1.6 W. The pulses come at a frequency of 80 MHz
(20 nJd/pulse). The output of a Ti{sapphire laser can be tunedrbm 690 nm to 1080 nm.
However, here we keep the output wavelength at 800 nm. The Tsami laser features control
knobs which manipulate prisms in optical path to change the san wavelength, pulse-width

and power of the output beam. This output beam is vertically plarized with a spot size of
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2 mm.

About 70% of the beam is directed towards a second harmonicngeator (SHG) using the
beam splitter B; (see Fig. 11.3). An SHG uses non{linear metho#s to halve the beam
wavelength to 400 nm. This beam is used to excite the magnedtion dynamics and is
referred to as thepump beam The Kerr rotation and thus the magnetization dynamics is
probed using the 800 nm beam. This is referred to as the fundantal beam or theprobe
beam The paths of the pump and probe beams are marked by blue andirénes, respectively
in Fig. 11.3. A spectral Iter Fy, is used to ensure that no trace of the fundamental beam
remains mixed with the probe beam. A sequence of mirrors (M My, and Mpz) is used to
guide the pump beam on to the sample. An attenuator is used t@uotrol the intensity of the
incident pump beam. A chopper modulates the intensity of theump beam at 2 kHz. This
modulation frequency also serves as a reference signal dgrthe lock{in detection process
of the probe beam. The path of the pump beam remains xed.

The probe beam passes through a computer controlled variabtielay stage, which uses a
retro{re ector to turn the beam by 180 with some lateral o {set. Fixed mirrors (M1, M2,
M,z and M) are used to guide the probe beam on to the retro{re ector. Arattenuator
is also used here to control the intensity of the probe beam. iMors M5, Mg and M,
are used to guide the retro{re ected probe beam on to the sartg A pair of collimating
lenses I, (focal length = 75 nm) and L, (focal length = 200 nm) are used in telescopic
arrangement to increase the probe beam's diameter to5 mm, so the entire back{aperture
of the microscope objective (MO) may be used. A Glan{Thompsopolarizer (extinction
coe cient 100;000 : 1) is used to re ne the polarization state of the probe laen.

Both pump and probe beams are combined at beam combinep,Bvhich is essentially a
50 : 50 non{polarized beam splitter set at 45to the optical of the probe beam. Meticulous
e ort is required to ensure that both the pump and the probe bams remain collinear from
this point. ® The combined beam then passes through a MO (M{40X; N. A. = 0.§%t normal
incidence which focuses the probe beam on the surface of skntp a di raction limited spot
size of about 800 nm. The pump beam is slightly defocused ($pe =1 m) on the sample
due to chromatic aberration. The sample is held by using a sge holder mounted on a

computer controlled piezoelectric scanning y z stage.
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A white light source is used to illuminate the surface of theasnple. This helps see micron
size features on the sample using a charged coupled diode JCamera and ascertain that
the pump and probe beams are aligned on a desired spot on thengde. White light from
the white light source is re ected into the MO by using a glasslide (G;). A beam{splitter
B3 is used to turn the re ected pump, probe and white lights by 90 (see Fig. 11.3). The
white light is guided into the CCD camera by using another gks slide (G). The white
light is turned o once the initial alignment has been veried. The probe is Itered out
using a spectral Iter F,. Thus only the re ected probe beam, which contains the Kerr
rotation signal is allowed to reach the optical bridge detéor (OBD). Due to the conical
symmetry of the beam focused using the MO, the e ect of the irglane (longitudinal and
transverse) components of magnetization gets averaged and only the out of plane, or
polar component of magnetization contributes to the observed Kerotation.

Within the OBD, a polarized beam{splitter is used to split the elliptically polarized re-
ected probe beam into two mutually orthogonal plane polazed beams. The intensity
of these plane polarized beams is converted into electrorsgynals, A and B, using SK
photodiodes. The sumA + B) and di erence (A B) of these signals give total re ectively
and Kerr rotation. The polarized beam{splitter is kept at 45 to the initial plane of polariza-
tion to ensure thebalanceof the bridge: A B =0. Generallyy, A B/ M,, whereM, is the
z component of the magnetization. The re ectivity signal A + B), contains information

regarding carrier dynamics and phonon dynamics.

11.3. Results and Discussion

11.3.1. TR{MOKE Measurements from the Ni soFe 20 Antidot

Waveguide

Figure 11.4 shows the time{resolved Kerr rotation and the e¢cesponding spin wave spectra
and the simulation data corresponding to: in (top panels) backward volume (BV) and
(bottom panels) Damon{Eshbach (DE) con gurations (see sufgec. 2.4.2). The Kerr rota-
tion signals « / A B/ M, as obtained from TR{MOKE microscopy for BV and DE
con gurations is given in Figs. 11.4 (a) and (b), respectivg. Here the BV and DE con gu-
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rations refer to arrangements where the bias magnetic eldiapplied alongx andy axes
of the geometry described in Fig. 11.1 (c). In both cases, aftrafast demagnetization fol-
lowed by a fast re-magnetization and a slow re-magnetizaticand a precessional oscillation
superposed on the relaxing magnetization is observed. A bKponential background (see

sub{Sec. 2.3.4) is subtracted from the raw data to obtain? :

Rt = k() 1exp( t=1) zexp( t= ). (11.2)

Heret is the time delay (controlled by the delay stage) in the arrial of the probe (beam)
pulse w.rt. to the pump (beam) pulse. 2 (t) is shown for BV and DE con gurations
in Figs. 11.4 (c) and (d), respectively. The variables,, ,, 1 and , are obtained using
curve tting techniques while minimizing the standard devation of 2 (t). ; and , are the
relaxation times as discussed in sub{Sec. 2.3.4. The valugs ; and , obtained from curve
tting the experimental data presented in this chapter are 6 the order of 5 ps and 200 ps,
respectively. Uniform waveguides registered a higher valwf ; (10 ps). These results
are in agreement with known values for permallo§.

Energy spectral densities (ESDs) { squares of Fourier trafsms of ¢ (t) for BV and
DE con gurations are plotted in Figs. 11.4 (e) and (f), respetively in arbitrary units using
a non{logarithmic scale. Figs. 11.4 (g) and (h) are ESDs obtzed using micromagnetic
simulations for BV and DE con gurations, respectively. Thematerial parameters of Py
were used during simulation with a cell size of 5 nm 5 nm 20 nm. A Gilbert damping
constant of Q008 was used for the dynamic simulation. A pulse excitationeld was used
to trigger the magnetization dynamics. Here the Fourier trasforms are done directly on
the spatially averagedz component of magnetization. 1D periodic boundary conditio
(PBC) is used on a column of holes (as shown in Fig. 11.1)to micra large array. The same
material parameters of Py, as used in the previous chaptersee page xx') were used during
simulations in all cases examined in this chapter.

The experimental results di er from the simulated ones to sme extent as the actual
material parameters may di er to some degree from their idéavalues due to fabrication
defects. Also, some geometrical parameters vary from ondwuon of antidots to another.

On the other hand, while using the PBC all column are assumea e identical. Further,
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Figure 11.4.: TR{MOKE and simulation data for 1 in (top row) BV and (bottom row) DE
con gurations. (a) and (b) show the time resolved Kerr rotaion ( ¢ ) signal
on a linear scale as obtained during experimentation. (c) dn(d) represent the
same signals with their bi{exponential backgrounds subted ( 2). (c) and
(g) show the corresponding ESDs. ESDs are also calculatedngsmicromag-
netic simulations for (d) BV and (h) DE con gurations. Bias eld strength is
1 kOe in all cases.

the simulations are performed at an absolute zero temperati Also, the use of PBC causes
a reduction in observed number of mode¥? PBC is used nonetheless, because simulation
of the entire geometry would otherwise require forbiddinglvast computational resources.
Thus, we generally expect a mode which is observed in simutat to be present in the
experimental measurements, but not vice{versa. Howeven few simulation results, arti cial
periodicity may produce a spurious mode or cause a mode tofskilong the frequency axis.
Henceforth, we represent the set of peaks observed duringimdation by ffsg:fs 2 ffsg.
The set of experimentally observed peaks ¢ g can then be constructed such that the sum
P (fe  f5)?is minimized.

For a deeper understanding of the origin of SW band structure@ne needs to consider the
power and phase distribution of SWs as a function of positiofy*®.50.64.6568,117,262,324{326 The
same has been tabulated in Fig. 11.5 for di erent cases. Thest and the third columns mark
the case by declaring the sample ID, the peak frequenty, the magnetic bias eld strength

Hypias @and the con guration (BV or DE). The second and the fth columns depict the power
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pro les and the third and the fourth columns depict the phasepro les. Six columns of holes
are shown in each case by placing the simulated geometry nimaes side{by{side (1D PBC
has been used along the length of the waveguide).

In the simulated geometry, the presence of antidots dividdbe waveguide into two sub{
waveguides. However, in reality this division is not comple as the rows of antidots are
shorter than the waveguide itself. For the BV con guration orresponding to Fig. 11.4
(9), we haveffgsg= 8:06,9:77,1270g GHz andffgg = £8:20,9:38 10949 GHz. As seen in
Fig. 11.5, the rsttwo modes correspond to BV mode (locatedmaidst the antidot lattice) and
the ferromagnetic resonance mode (of the two sub{wavegugjerespectively. The third mode
is a highly quantized mode resonating in the antidot latticetself. Since, during fabrication,
the distance between any two column of antidotsa,, can vary by 10%2%* we can see a
number of modes around this region in Fig. 11.4 (e). For the D&bn guration corresponding
to Fig. 11.4 (h), we haveffsg = f6:59; 7:81;,9:03g GHz and ffgg = f6:25,;8:20;, 9:38y GHz.
As the bias eld points along the width of the waveguide, dengnetized regions develop near
the edges. Thus, the rst mode here corresponds to the edge deowhich is also con rmed
by Fig. 11.5. The second mode is the DE mode, which correspsnib the demagnetized
regions in the antidot lattice itself. Apart from the antidot lattice, this mode also resonates
some distance away from the edges of the waveguide. Most oé thower of the third mode
is present in the two sub{waveguides. Another mode seen aleo¥25 GHz possibly results
due to highly quantized SW resonance as seen in the BV con @ion as well. As the
use of 1D PBC creates a stronger partition between the two s{skaveguides the resulting
demagnetization becomes more pronounced leading to an @lenegative shift in the SW

frequency domain.

11.3.2. Dependence of SW Spectrum on the Lattice Parameters

The dependence of SW spectrum on the lattice parameters ofetharrays (as given in
Tab. 11.1) is shown in Fig. 11.6. The observed peaks have bemmalysed qualitatively
to understand their nature. These peaks are also tabulated iTab. 11.2 for a quantitative
comparison. As the peaks move with changes in the lattice csiants, a clear tunability

transpires. Their power and phase distribution has also begresented in Fig. 11.5. A high
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Figure 11.5.: SW power and phase calculated for di erent cas as marked in the rst and
the third columns. Bias magnetic eld strength is at 1 kOe in 8 cases.
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amplitude peaks is observed in all simulated cases & = 9:77 GHz. This corresponds to
the ferromagnetic resonance in the sub{waveguides (see Fid.5). As the sub{waveguides
occupy a vast area, a peak of high amplitude can be expecteds & + a,, is the highest
for 4, the area of sub{waveguides is minimized, resulting in a pkavith lower amplitude.

Thus we note that the average relative SW power of di erent mdes can be controlled by
changing the areas of the regions that they occupy. Dependirupon the position of the
array of antidots, the width of the sub{waveguides may be dierent. As seen in Fig. 11.5,

this can lead to a small phase di erence () between the sub{waveguides in a few cases.

Kerr Rotation Signal Simulation

@ N
M e A

® A

© M

ESD (arb. units)
NGNS,

0 5 10 15 200 5 15 20
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Figure 11.6.: SW ESD calculated using (left column) Kerr sigal and (right column) sim-
ulations for 1, 2, 3 and 4 with a constant bias magnetic eld strength
Hpias = 1 kOe along the length of the waveguide. A linear scale is by used
to represent the peaks here.

Table 11.2.:ffsg and ff g g for results presented in Fig. 11.6.

Sample ID ffsg (GHz) ffeg (GHz)
1 £8:06,9:77,1270g | f8:20;9:38, 10:94g
2 £8:79,9:77,11:23 | 8:20,9:77, 10:55
3 f7.08 8:54,9:779 | 16:64;7:81;9:38
4 f8:79,9:77g £8:98 9:779

The peaks attributed to the ferromagnetic resonance of theus{waveguides appear to
agree well with corresponding experimentally observed gea In all cases at least one BV
mode, localized amidst the antidot array, is observed betwa 8 GHz and 8 GHz with little
or no quantization. For 3 another BV mode is seen at: D8 GHz. For 2 as well, multiple
BV modes are seen below 5 GHz, with relatively lower quantiian (these modes are not

shown in Fig. 11.5). As these modes are localized in the antidattice, their position (in the
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frequency domain) is more sensitive to fabrication relatedictuations of lattice parameters
d, ay, a1 and a,,. Quantized modes in the antidot lattice is also seen for and 2 above
10 GHz. When compared with the experimental results, theseades show more movement
possibly because the quantization increases the sensiymiowards any variance in the lattice
structure. These observations suggest that modes localizamidst the antidot array may be

more sensitive to the precision of the fabrication processe

11.3.3. Bias Field Dependence

We noticed that the peak associated with the ferromagneti@sonance of the sub{waveguides
did not vary signi cantly with lattice constant in Fig. 11.6. This peak largely depends upon
the magnitude of the applied bias eld. In Fig. 11.7, we showhe eld dependence of
SW band structure for a uniform waveguide and: and 3. Bias eld strengths of 1 kOe
(maximum), 821 Oe, 692 Oe, 587 Oe and 492 Oe (minimum) were di$er this experiment. A
low frequency peak is visible in some experimental measuremnts. Typically it is associated
with normal low frequency noise which occurs during TR{MOKEmeasurement and is ltered
out during post processing by using a high pass Iter. Howexehere the peaks, which appear
systematically for certain bias magnetic eld magnitudes | 821 Oe in all cases and 692 Oe
for 3, have been presented as it is to allow for the readers to demgltheir interpretation
independently.

A single peak which decreases monotonously with decreasiiga,s is seen in the case of
the uniform waveguide. Experimentally observed peaks alsppear to (qualitatively) agree
with this Kittel mode (see sub{Sec. 2.3.3). This also help®tcon rm that magnetic material
parameters for simulations have been well chosen and the iald values are well calibrated.

Let us recall the Kittel formula (Eq. (2.52)):

q
! :j J (Hbias+(Nyy Nxx)Ms)(Hbias+(sz Nxx)Ms),

where the bias eld points along thex axis for the wide waveguides considered here. Thus,

we can also assumbl,, 0 andN,, 1 (normal to the plane of the waveguides). Hence,
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Figure 11.7.. SW spectra calculated using (left panel) Kersignal and (right panel) sim-
ulations for a uniform waveguide and samplest and 2 with varying bias
magnetic eld strength Hyi,s along the length of the waveguide.

the Kittel formula reduces to:*°

q
'=]] (Hbas+ NyyMs)(Hbias+ Nz Ms). (11.3)

Substituting N,; =1 Ny, (see Eq. (2.49)) in the above equation, we get

q
=] ] (Hpias+ NyMg) (Hpias + (1 Nyy) My). (11.4)

While using Eq. (11.4) to t the simulated results, we getNy, as 0.004378, 0.009288 and
0.01148 for uniform waveguide,» and 3, respectively. Thus, we note that the presence
of the antidot array close to the centre of a uniform wavegual can nearly double the de-

magnetizing factorNy, | which can be further tuned by changing the lattice parameters
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(from 1 to 3). The plots of Eq. (11.4) corresponding to the aforementi@u values ofNy,
are shown in Fig. 11.8. Experimentally observed modes in drent cases are represented
by open symbols. For decreasing bias eld strength, the moslén patterned waveguides (
and 3) appear to drop more rapidly than predicted. This may be theesult of a change in
the equilibrium magnetic con guration leading towards a mee non-uniform magnetic state

and a reduced e ective magnetic eld and precession frequen

1G

f (GHz)

A 01 OO N 00 ©

—— Uniform

200 500 600 700 (('530)0 900 1000 1100
e

bias

Figure 11.8.: (Solid lines) Curve tting of simulated modegshown in Fig. 11.7) using the
Kittel formula (Eqg. (11.4)). (Open symbols) Experimentally observed modes.

It can be noted that the experimentally observed peaks in Figll.7 are always wider
than the those seen in simulation. This can be corrected byiag a higher Gilbert damping
constant. However, doing so will compromise the resolutiaf simulated results. 4 is visibly
asymmetrical (see Fig. 11.5). We know from Chap.*@hat the wider and the narrower sub{
waveguides should resonate at di erent frequencies. Hovegy here the di erence is merely
of about @5 GHz and the currently used Gilbert damping constant of :008 does not allow
to resolve this phenomena. Also, since the wider sub{waveada occupies a greater area, its
peak is seen more prominently due to averaging. The evidenakthis undetected splitting
can be noticed by comparing the power and phase pro les at”™ GHz and 1325 GHz in
Fig. 11.5 for 1 (Hpias = 1 kOe). The peak seen in Fig. 11.7 forr (Hypjas = 1 kOe) is at 9:77
GHz. In Fig. 11.5, this peak is seen to have greater power indlwider sub{waveguide. The
narrower sub{waveguide shows more power at 2B GHz. This splitting is not resolvable in
the experimental results as well probably due to the presem®f an even higher damping.

From Fig. 11.5, we can see that the three modes which are evitlat all bias eld strengths
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Hypias, Shift negatively along the frequency scale with reducinglpi,s. The lowest and the
highest modes are the BV and the quantized modes (with poweirsttibution close to the
antidot lattice) in all cases. The mode in the middle corresds to the ferromagnetic
resonance of the two sub{waveguides. As mentioned earlidre two sub{waveguides resonate
at slightly di erent frequencies, where that di erence is bwer than the mode width observed
here. As seen in Fig. 11.53 features two BV modes (with limited quantization) with powe
close to the antidot array for all cases exceptl,is = 821 Oe. As in the case of1 , the most
powerful mode for 3 (as seen from Fig. 11.7), is again situated in the space of th&o
sub{waveguides. The entire band structure shifts negatilye for 3 with decreasing values

Of H bias*

11.4. Conclusions

In this chapter, we were able to demonstrate the tunability bmagnonic spectra of MAWs
based on their geometrical parameters and the bias magnetetd. All discussion here was
limited to modes seen at the centre of the Brillouin zone. Wehewed that SW modes in
the sub{waveguides were very stable towards any variance the fabrication parameters.
They were largely controlled by the orientation and magnitde of the bias magnetic eld
Hpias. Edge mode of the MAW was clearly observed in the DE con guran. No edge
mode was observed in the BV con guration due to the inherentheipe anisotropy of the
waveguide. Modes with power close to antidot lattice showeal greater dependence on the
geometrical parameters as minor disagreement between slation and experimental results
was observed here. Quantized modes were also seen to haveepalose to the antidot
lattice. The experimentally observed modes here showed grer disagreement hinting at
higher sensitivity towards changes in the geometrical pamgeters from one column of antidots
to another. We can thus conclude that some advances in the faation procedures relating
to reducing variance in geometrical parameters of the falsated samples need to happen in

order to readily create reliable SW waveguides or lters.



12. Coupled Magnetic Vortices for
All{Magnetic Transistor

Operations

There has been a revolution in the study of inhomogeneous andn-trivial magnetic nano{

structures such as magnetic vortices and antivortices due ttheir suggested applications
in magnetic data storage, magnetic random access memdf#'3! magnetic logid®? and
information processing device$?

In our study we show that o {resonant signals®?’ of lower amplitude can be used to design
suitable transducers with isolated vortices, which will b@equired to convert other kinds of
external signals €.g. a rotating eld) to vortex core gyration. In the case of a pairof
magnetostatically coupled vortices, if a signal is applietb only of them then the other
one shows a greater core gyration i.e., ampli cation when #éhcore polarities are opposite.
Antivortex solitons moving through the stray eld are held responsible for this behaviour.
We postulate some rules regarding their dynamics and use theto mimic transistor{like
operations of switching and ampli cation with a chain of thiee vortices. Furthermore, we
attempt to couple the output of this three vortex chain to twosymmetrically placed daughter
chains in an attempt to demonstrate a fan{out operation. Howver, the antivortices involved
in the dynamics favoured one branch over the other resulting a higher level of asymmetry

{ one of the branches received more power than the other.

This chapter is based upon Kumaret al. Sci. Rep. 4, 4108 (2014).
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12.1. Methods

Magnetic vortex dynamics was simulated using the nite di @ence method based Landau-
Lifshitz-Gilbert (LLG) ordinary di erential equation sol ver called Object Oriented Micro-
magnetic Framework (OOMMF). Before the dynamics could be @erved, a magnetic ground
state has to be achieved with required vortex core polarityral chirality. 128:129.148,230,328{332
This was accomplished by using a pulse eltH; = Hoexp( t®). Here, ¢Hy =1 T and
normalized time t° = (t to):(p§ ). to =75 ps and is the standard deviation of this
Gaussian pulse in time whose full width at half maximum is 309 Close to the centre of
the circular geometries we appl\H, = H;=10 along theZ axis where the sign controls the
core's polarity. If the origin of co-ordinates is brought tathe centre of the vortex thenX
andY components of elds,H, and H, that would produce the desired chirality are given

below

Hy H, sin( );

Hy H: cos():
Here, =tan %(y=x) and the upper or lower signs were chosen for CCW or CW chiriis,
respectively. It is to be noted that this pulse signal contrited by H,, dies down quickly
while the magnetic ground state is obtained by running the siulation for 40 ns under a
high damping (Gilbert damping constant = 0:95 is used in the LLG equation). We have
used saturation magnetizationMs = 0:8 1 A/m, exchange constant,A =13 10 2 J/m
and zero magneto{crystalline anisotropy. During vortex dgamics simulations we reduce
to a more realistic value of @08 for Py. Magnetization was observed every 10 ps for about
40 ns during dynamics. The cell size used during simulationa®5 nm 5 nm 40 nm.
Before we start to explore the dynamics of magnetic vorticesve rst need to obtain
the natural frequencies associated with a single isolate@rtex. A broadband excitation
signal was given to reveal these frequencies. The signal hauly X -component,H> which

contained power up tof ¢y = 45 GHz and depended upon timg as given by:

oSIN(2T cue(t  to)) .

HS=H
X 2f Cut(t tO)

X
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Here, (H?=0:05T andtq = 200 ps.

Upon obtaining the magnetization data from OOMMF, we chosed analyse the results by
looking at the time evolution of spatial average of normaled X component of magnetiza-
tion, hmyi for each vortex, and its corresponding ESD. Normalizatiorsidone by dividing
the X component of magnetization,M, by Mg; such that my = M,=Ms. The Hanning
window is used ortmyi to reduce spectral leakage. The windowed data is then zerodued
and Fourier transformed to obtain the required ESDjmyj?.262 This is plotted in gures on
decibel scale asvy 20log,jmyj, where a window scaling factor ofvy = 2 is used for the
Hanning window. These ESDs were calculated after running eéhdynamics for over 40 ns, so
that any transient vortex core dynamics are suppressed anteady state dynamic solutions
appear to be more prominent in the spectrum. Power spectraledsity is considered to be
more desirable in the case of persistent signals. Howeveeré we run the simulations for
nite amount of time. Also, natural damping ensures that netpower input to the system
becomes zero before the simulations nish. The stray eld ialso obtained from OOMMF
during dynamics. The stray eld plots were created using MATAB. The contour colouring

is based on the sum of squares &f andY components of the stray eld.

12.2. Results and Discussion

We use permalloy (Py: NggFeyo) with negligible magneto{crystalline anisotropy in the fam
of a 40 nm thin disk of diameter R = 200 nm to ensure a stable vortex structure>® The
darker shade in Fig. 12.1 (a) represents such an isolated tex. Figure 12.1 (b) shows a pair
of coupled vortices whose centre to centre distanceds= 250 nm. A chain of three vortices,
with the same centre to centre distanca, has also been studied with di erent orientations
of polarity. Spatially averagedX component of magnetizationhmyi has been used as an
indicator of core displacement away from their equilibriumpositions. The square of the
amplitude of Fourier transform of myi (t) (with respect to t) { also known as the energy

spectral density (ESD) { shows the peaks in vortex core dynauos as a function of frequency.
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Figure 12.1.: Dark regions represent the 40 nm thick (a) istled and (b) coupled pair of
magnetic vortices each of diameterR = 200 nm. The centre to centre sepa-
ration in the case of coupled vortices is set ta =250 nm. (c) Time evolution
and (d) corresponding energy spectral density ¢im,i in response to the signal
H.

12.2.1. Isolated Magnetic Vortex

Figure 12.1 (c) shows a plot ofim,i vs. time and Fig. 12.1 (d) shows the associated ESD
(in decibel) for the single vortex excited by a broadband smal. The gyrotropic mode is

observed at frequencyf = fo  1:27 GHz. Higher frequency modes associated with the
generation of spin-wave¥® are also observed. Here, we concern ourselves with frequesc

f fo while using signals that are rotating CW or CCW in the plane ofthe magnetic
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vortices. With up polarity p = 1, CCW signals are known to produce greater gyratioft?
which can lead to polarity switching. This can be useful in tens of data storage®’ However,

if the polarity switching is somehow avoided, one can use thio create a suitable transducer
for appropriately rotating signals. To that end we can use gnhals with lower amplitude.
Signals with o {resonant frequencyf < f o, should be used to reduce the convergence time.
As shown in the Fig. A.1, anharmonicity of the gyration dynants results in a beating
frequency when o {resonant signals are used. A trade{o beteen convergence time and

beating frequency needs to be further explored as a desigmsileration.

12.2.2. Coupled Magnetic Vortices Pair

We have examined the transfer of energy from one vortex to aher in terms of their core
gyration amplitude (measured in terms offimyi) when excitation is only given to one of
them. Here,hmyi is computed for both the vortices separately. The dynamicsas examined
with all sixteen combinations of polarity and chirality of the two vortices. When a small
external bias eld is applied, the vortex cores may move up odown along theY axis.
This changes their separation and causes magnetic surfat@arges to appear on the vortex
boundaries; consequently a ecting the strength of their mgnetostatic coupling®3’ Hence,
in the presence of a bias eld, if both the vortices have the s@ chirality, their coupling
will remain relatively una ected, than when they have di erent chiralities. This phenomena
can be used to a ect a chirality dependent dynamics and sigh&ransmission. However, in
the absence of an external bias, we observed that chiralityods not play any role towards
enhancing the asymmetry in dynamics, as described below. U3$) henceforth all vortices
in this work have CCW chirality. Furthermore, observable cAnges only appeared to occur
between cases with similar and opposite polariti¢s$® Mediated by several factors50:334337
the resonant frequencies of a pair of vortices can dier fronthat of an isolated vortex.
However, in this study, we used an excitation signal rotatigp at frequencyfo, which is
applied only on the left disk (Fig. 12.1 (b)). Figures. 12.2g) and (c) show the results for
the case when both polarities are uppgp, = 1) and Figs. 12.2 (b) and (d) show those when
left core is up and right core is down,p, = 1). Figures 12.2 (a) and (b) correspond to a

signal amplitude of 05 mT and Figs. 12.2 (c) and (d) correspond to a signal amplitued of
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1:5 mT. To ascertain that the results discussed here are indepdent of cell size, Fig. 12.2
was reproduced using a cell size of2nm 2:5 nm 40 nm. The same has been shared as
Fig. A.2. Although the form of the peaks have changed to someatent, the relative gains at

f = f, remain largely una ected.
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Figure 12.2.: ESDs of left and right magnetic vortices showin the insets with ((a) and (c))
similar and ((b) and (d)) opposite polarities. (a) and (b) stow the results for
a signal amplitude of 05 mT while (c) and (d) show those for an amplitude of
1.5 mT, both rotating CCW at f = f,.

With increase in the signal amplitude from @ mT to 1:5 mT, we see a splitting* of the
peak. Furthermore, whenp;p, = 1, more energy is transmitted and stored in the right
vortex. For signal amplitude of 05 mT and p.p, = 1, the left vortex, exhibits 60:72 dB of
ESD at its gyrotropic mode while the right vortex exhibits 6843 dB. While for p;p, = 1,
these values become 3P dB and 5369 dB, respectively. Thus, the dierence in ESDs of
gyrotropic modes of left and right vortices increases by abb15 dB. When signal amplitude
is increased to 5 mT, these values become &6 dB (left vortex) and 7976 dB (right
vortex) for pyp> = 1 and 46:67 dB (left vortex) and 7245 dB (right vortex) for pip, = 1.
Here (forp;p, = 1), the ESD (atf = fg) of the right vortex is 25:78 dB greater than that
of the left vortex. This shows that opposite core polarity failitates ampli cation of signal

transfer, which is further enhanced by the input signal amgude. An increase in about %
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dB in signal power (from 05 mT to 1:5 mT) has caused the di erence in gain to increase by
1269 dB. The dependence of this relative ampli cation on the séngth of the input signal is

essential to mimic the transistor operation where the baseigent controls the ampli cation.

Figure 12.3.: Stray eld distribution showing the path of travelling antivortex packets for
pip2 =1 (a) and pyp2 = 1 (b). With time the packets shift their path from
the dashed to the solid lines.

These observations, along with the ones made for an isolatenttex, testify to the existence
of anharmonic and asymmetric dynamics present in the vortesore gyration, which cannot
be explained by solutions of the Thiele's equation with lirer approximations;146:233:33% eyen
if vortex core deformatior??! is taken into account. Although, the type of ampli cation
described here has not been seen before, asymmetry based olarfly in terms of energy
transfer rate and e ciency has been observed experimentgll Stronger or weaker stray eld
coupling can a ect the rate of energy transmissiod®® but it does not guarantee the observed
asymmetry in general and ampli cation in particular.

One may draw an analogy of this observation with a driven doué® pendulum made of
identical pendulums. In this case, when the driving frequey is same as the eigenfrequency

of the isolated pendulum then the top pendulum mass becomeésatsonary while the bottom
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pendulum mass moves with an amplitude twice as that of the diing amplitude. This may
be considered as an in nite ampli cation (although, the anglar displacement of the top
pendulum will still not be zero). However, for a coupled pendum, where two pendulums
are connected with a spring and dynamics is not pinned at anyné (this system is closer
to the coupled vortices presented here in terms of underhgnequations of dynamics), no
such ampli cation occurs when the driving frequency is theasne as the eigenfrequency of
the individual pendulum3#® (see Sec. A.1). Either way, a direct comparison of the energy
transfer mechanism of coupled magnetic vortices with thatf@oupled mechanical oscillators
is di cult due to the presence of additional parameters in tte former case. The gyrovector,
which serves as the inertia of the vortex cofé® can switch direction with core polarity
resulting in the ampli cation observed here. Hypotheticdly, this will be comparable to
obtaining an ampli cation in one of the coupled pendulums bychanging its inertia from|

to |. An analytical model is yet to be developed to describe thishenomenon; but, this is
outside the scope of this work (see Sec. A.1). Here, we coesatl a numerical approach and
calculated the temporal evolution of the stray eld and disovered that packets of antivortex
structures travelling through the stray eld mediate the transfer of energy between the two
vortices. The path of these antivortices are shown in Fig. 12for both polarity combinations
when the excitation signal amplitude is at I5 mT. As time progresses the path shifts from
dashed to solid lines.

As seen from Fig. 12.3 (a), a single antivortex packet moves & closed path forp;p, = 1.
This packet collides with other antivortex structures whit originate at the boundaries of
the nanodisks. We understand that the antivortex packets dcussed here are not particles
in the true sense and their apparent “collision' is only a rak of the interacting stray elds.
This interaction (or collision) is also shown in the Suppleentary Movie M1 . It is only
during this collision that these antivortex “solitons' ("sliton' has been used loosely here to
describe even those short{lived antivortex packets whichadnot possess consistent form for
signi cant duration) are allowed to change their size (lodaeld distribution) signi cantly. 34
When it collides with the left disk, which initially has more gyrotropic energy, it becomes

smaller and when it collides with the right disk, it becomesarger. This indicates that there

Movie M1: https://www.youtube.com/watch?v=RBLSFu8RHx0
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is an inverse relation between the size of the antivortex anithe gyrotropic energy that it
can transfer. As time progresses and the amplitudes of the rgying vortex cores become
comparable, the path of this bouncing soliton becomes sn&iland it moves to a location
shown by the solid line 1 in Fig. 12.3 (a). The soliton itself does not change greatlyisize
after this point indicating no signi cant transfer of energy.

Figure 12.3 (b) shows that more than one antivortex solitonare involved in the energy
transfer for the case wherp;p, = 1. On a given vortex boundary, as one soliton gets
terminated, another one is created. This creates a cascadesolitons, which vary in size (see
Supplementary Movie M2). At rst, the dashed lines mark the path of this cascade with
the large arrowheads showing where a soliton gets localizeBranches are numbered from
1 to 4, in an order such that the path of the new soliton is shown by # next branch.
The path of this cascade changes gradually with time as welBpeci cally, the number of
rebounds between the boundaries of the vortices (the lengtf branch 3) may vary quite
often. However, it is observed that as branch: terminates, the remaining solitons, which
follow branches 2 and s are relatively smaller. When branch 3 terminates, a soliton of
the same size as the rst one (which traversed branch ) emerges from the right vortex to
trace the nal branch 4. Thus the right vortex gains gyrotropic energy in the beginimg
of the dynamics. This cascade occurs twice every cycle, sagiing that signal transfer rate
or e ciency can be controlled not only by the saturation magretization®>® but also by the
frequency of the signal and further optimization of signalransfer e ciency by tuning the
dimensions of the coupled vortices is possible. As time pregses, the cascade starts to occur
along the solid lines1 to 4, shown in Fig. 12.3 (b). When the gyration amplitude of the
right vortex becomes a certain degree greater than that of ¢hleft one, we notice that the
soliton, which was traversing the dashed branchs earlier, now starts from the boundary
of the left vortex. However, it is de ected back by another diton, which emerges from the
right vortex { much like an electron or hole charge carrier hiag prohibited from crossing
the depletion layer of a junction diode. We can turn this amplcation "on' or "0 ' simply by
switching the polarity p,; but it may be technologically more desirable to have this edrol

via a third vortex.

Movie M2: https://www.youtube.com/watch?v=CKTtnawFYU4
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12.2.3. Magnetic Vortex Transistor (MVT)

In order to examine this transistor{like behaviour, we now dd another vortex towards
the right of the vortex pair shown in Fig. 12.1 (b) to form a three vortex sequence with
polarities (from left to right) p;, p. and ps, which take values of 1 or 1 denoting up or
down polarities. In the previous sub-section, we identi edelative polarity as the source
of the observed ampli cation. Hence, here we study only theofir cases withp, = 1 (up),
po = 1landps; = 1. Chirality in all cases is CCW. Signal is applied to the lefvortex

only. The ESDs for these cases around frequeniy are shown in Fig. 12.4 (as shown in the

insets, the excitation is given to shaded vortices only).
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Figure 12.4.: ESDs of left and right magnetic vortices withg; p2; ps) equalling (a) (1;1; 1),
(b) (1;1;, 1), (c) (1; 1;1) and (d) (1; 1, 1) as shown in the respective
insets. A 1.5 mT signal rotating CCW at frequencyfq is applied only to the
left (shaded) vortex. (e) GainB, versus logarithm of signal amplitudeh,.
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Splitting can be observed in a few cases in Fig. 12.4. Unlikee splitting seen with increase
in signal amplitude (see Fig. 12.2 (c)), which happens due toherent non{linearities of the
dynamics3*® here it occurs for a di erent reason: an increase in the numbef vortices
leading to an increase in the number of permutations of coupls in the system3*? Below,
we consider any di erence in ESD at the signal driving frequeey of f = fo only.

As seen in Figs. 12.4 (a) and (c), the transmission e ciencysiequivalent for a persistent
signal in both cases: (11;1) and (1, 1;1); with the latter faring slightly better. Although,
a third vortex was added in the chain, a gain of 12.84 dB (betwa right and left most
vortices) is observed in Fig. 12.4 (d). Also, transistor I switching is observed clearly with
the three vortex sequence considered here when changingrfrp, = 1 (high base current)
(Fig. 12.4 (d)) to p, = 1 (low base current) (Fig. 12.4 (b)) changes the di erencen signal
levels of the right vortex (collector) from 1284 dB to 1571 dB. We de ne the gainB in
Eq. (12.1) as below:

B ESDs(fo) ESDi(fo): (12.1)

Here ESD(fo) and ESD;(fo) are ESD atf = f for left and right vortices, respectively.

We further checked if this gainB, also depended upon the input signal amplituddag.
Figure 12.4 (e) shows a plot oB versushg for hg = (1e-6, le-5, 1le-4, le-3, 5e-4, 0.25, 0.5,
1, 1.5, 2) mT. Left vortex's core reversed foho = 3 mT; and hence, we limit ourselves to 2
mT. For lower values ofhg, the gain appears to be constant aB = Bauive 14:8 dB. This is
reminiscent of a bipolar junction transistor (BJT) operating under small{signal conditions3*3
At higher signal strength, the gainB, no longer remains constant. This indicates that like
other electronic transistors, our ‘'magnetic vortex transtor' is also susceptible to non{linear
distortion. The maximum value of gainB = B 1521 dB is seen for a signal strength
of hg = hyax = 0:25 mT.

We further investigate the roles of the stray eld antivortex solitons on the transistor{
like operations described above. We begin by analysing themporal evolution of the stray

eld for cases where |0;;po;ps) equals (3 1;1) and (1, 1; 1). The same is shown in
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Figure 12.5.: Stray eld distribution in the cases where;; p2; p3) equals (a) (3 1;1) and
(b) (1; 1, 1). The path of antivortex packets after the dynamics has sta-
lized is marked with solid lines.
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Supplementary Movies M3 and M4, respectively. Figures 12.5 (a) and (b) summarize
the path of the solitons involved. Polarity dependent trangnt gyrotropic energy transfer
between any two neighbouring vortices here too occur in thame manner as shown by the
dashed lines in Fig. 12.3. These lines are omitted in Fig. 5Xor clarity. Solid lines show the
approximate paths the solitons follow after the dynamics lthbecome relatively stabilized.
For (p1; p2; p3) = (1; 1;1), where no ampli cation (B < 0 dB) is observed, the cascade of
solitons form a large oval loop around the central vortex. Eargy appears to be transferred
during collisions at 1 and 2. This creates a closed feedback loop directly between thétle
and the right vortices. The solitons skip along the boundargf the central vortex on several
occasions in order to aid their own cascade. Most importagtl we note here as well that

solitons in the bottom half of the loop (right to left vortex) appear larger (lesser energy)

Movie M3: https://www.youtube.com/watch?v=PdfHQesec9k
YMovie M4: https://www.youtube.com/watch?v=b-cr5752DwE
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than those traversing the top half (left to right vortex). Thus the ow of energy still occurs
from the left vortex, which is excited externally to the righ one. However, an ampli cation
(B > 0 dB) is observed for p;p2;p3) = (1; 1, 1) and Fig. 12.5 (b) sheds some light on
this crucial nding. Here, the path of antivortex solitons between the left and the central
vortex does not change greatly from its early transient stag Here too, energy is transferred
at the sites 1 and 2, essentially from the left vortex to the right one. Howeverpnlike in
Fig. 12.5 (a), no feedback loop, and thus no energy rebalangiis present here. This leads
to a unidirectional ow of energy as determined by the casca&dof antivortex solitons. The
right vortex core, thus builds up gyrotropic energy until its drag (or dissipation) matches the
power in ux. Thus an ampli cation of the gyrotropic mode of the right vortex is observed in
this case. One can simplify the dynamics for the two cases dysed above by considering the
central vortex as an e cient medium and taking it out of the picture. Then we can see that
ampli cation was observed whenp;ps = 1. However this ampli cation can be controlled
by switching the polarity of the middle vortex (p,), similar to what is done by switching the

base current in a BJT.

12.2.4. Fan{Out

In an attempt to demonstrate a fan{out operation, which may spport the development
of more complex circuits, we placed two more MVTs symmetrilg above and below the
original MVT as shown in Fig. 12.6. Same material and structal parameters as before
were used here. Power was given only to the left vortex of theiginal MVT. To our
surprise, ampli cation was seen in only one of the branchesAs in the inset of Fig. 12.6,
the right vortex of upper branch in this network received abot 15 dB more power than the
lower branch. When all the core polarities in this network we reversed, the lower branch
received the greater power by the same amount.

The cause of this asymmetry is the fact that the solitons do niplit during a fan{out.
Also, the antivortex seen between the rst two vortices in Fg. 12.5 (b) goes on directly to hit
the upper chain as marked in Fig. 12.6. Thus, further study garding the implementation
of a fan{out is warranted by looking at the path of these antiertices in di erent network

con gurations.
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Figure 12.6.: Stray eld distribution in a MVT network. Signal is given only to the left
vortex in the middle row. Vortices are marked with their respctive polarities.
A path followed by antivortex packets taking energy from thdeft vortex in the
middle chain to the left vortex of the top chain is marked. TheESDs of left
and upper and lower rightmost vortices are given in the insemnarked as "I,
"O1' and "O2' respectively.

12.3. Conclusions

We numerically examined the polarity dependent asymmetryral non{linearities in vortex

dynamics. Cases presented in this chapter included isoldt®ortices and coupled two and
three vortex sequences. We particularly examined the dynaos for gain in the transfer of
gyrotropic mode power from one vortex to another. To start wh, we describe the design
considerations in creating a transducer which can convertopver from an external rotating

magnetic eld signal to gyrotropic power. Best results werebserved when the driving signal
frequency was very slightly o {resonant w.r.t. the eigenfequency of the transducer. In the
case of coupled pair of vortices, when an excitation signa applied to only one of the
vortices then in certain situations, considerably more engy (a maximum gain of 27.68 dB)
is transferred and stored in its neighbouring vortex if it ha the opposite polarity. We further

observed that this ampli cation of energy transfer can be @gnded over three vortices for a
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particular case of p, p2, p3)=(1, 1, 1). We interpreted these remarkable observations
using the temporal evolution of stray magnetic eld and obgeed that antivortex packets
moving through the stray eld were accountable for the obseed ampli cations. The rules,
which we postulated based upon the motion of the antivortexaxkets (or “solitons') can also
successfully explain the previous experimental obsenvatis in greater detail. We hope that
further study of these solitons will aid the research commutly in creating a better analytical
model which can predict such useful results as signal ampiation without the need to do
complete simulations.

Similar ampli cation may be observed in coupled mechanicadscillators. However, here
the observed ampli cation in the energy transfer from left ihput) to right (output) vortex
for (py;p2;ps) = (1; 1, 1) can be controlled by switching the polarityp, from 1 to 1,
much like changing the states of a BJT between active and cui{. This can be achieved
by using a local magnetic eld or a spin{polarized current; lhus, making it a more suitable
candidate for integration with current electronic technobgical ecosystem. Moreover the ob-
served gain, while remaining constant aB .. for low signal strengthhg, drops dramatically
for hg > 0:25 mT. Thus the output will not increase over a certain upperimit (76.61 dB
for the MVT described here). This is similar to the saturatio state of an electronic tran-
sistor. Direct parallels to all three operational states o& BJT, namely active, cut{o and
saturation have thus been demonstrated for the discussed MVAIso, both classic transistor
operations of signal switching and ampli cation have beena$cribed. The dependence of
gain characteristic, in particular B,ive and Bnax Should be further explored with di erent
material and geometrical parameters of the MVT and the drivig signal frequency (dynamic
response).

Our attempt to demonstrate a fan{out operation uncovered that the solitons involved
in the dynamics do not split easily. This resulted in a highetevel of asymmetry between
di erent branches of a symmetrical network. This asymmetrywas unlikely if the dynamic
stray eld lacked any of the topologically stable antivortices and treated both the branches
evenly. This helped us to further validate the importance odntivortex solitons in the energy
transfer mechanism. More work will be needed to demonstrasesuccessful fan{out operation

by considering the cascade of antivortices for di erent netork parameters.
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Pinning, which can occur due to fabrication related issuess known to a ect the natural
frequency of an isolated vorteX** However, as the dynamics studied here was forced, the
observed results are expected to remain una ected unlesstpinning potential is high enough
to change the trajectory of the vortex core or the cascade aflgons. A stronger pinning may
sometimes occur at the Py{air boundary?'®> We have not considered this type of pinning
here as it can a ect the generation and dynamics of the strayeld which is responsible for
some of the reported observations. Thus, a di erent soft{fieomagnet may have to be used
if pinning becomes an issue.

While advancing the cause of nano{electronic devicésye also hope that these ndings will
promote the continued search of new and improved transis®?*® For the type of transistor
proposed here to become technologically viable and compieg, further research towards

miniaturization and reduction of energy consumption and igponse delay are highly desirable.



13. Conclusions

In this thesis, we studied magnetization dynamics in nanoale magnetic systems. Two
types of closely related phenomena of spin{fwave (SW) propaiipn and magnetic vortex
gyration were studied as they fall in the microwave frequegcband. The propagation of
SW propagation was studied in thin{Ims, waveguides, one{tmensional (1D) and two{
dimensional (2D) magnonic crystals (MCs). Time{resolved agneto{optic Kerr e ect (TR{
MOKE) based microscopy was used to experimentally study SWa nanoscale magnonic
waveguides. The magnetic vortex core can be made to gyrate anclosed cyclic loop by
using an in{plane rotating excitation eld. The dependenceof the steady state of this
gyrotropic motion on relative core polarities of magnetostically coupled magnetic vortex

network was also studied.

13.1. Summary

We start with developing a numerical framework to visualiz&and analyse the SW dynamics
in di erent types nanoscale magnetic systems. In order to peesent the magnetization data
in frequency or wavevector domains, we used multi{domain Eoier transforms. We enhance
our numerical techniques to overcome some of the artefactsat are conventionally associated
with the Fourier transforms. As a result, we begin to obtain lgh quality analysis data output

which helped us uncover some new phenomena. In Chap. 4, wehhght the use of DFT

windows and sinc functions to control the spectral leakagend aliasing, respectively. The
e cacies of the numerical methods were established by compiag the results they produced
with those obtained by using other technique$?-21331 In Chap. 7, we improve the technique

to compute SW power and phase pro le to account for a speci c avevector while ignoring
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the remainder of the wavevector domain. In Chap. 9, we ensutiee framework is now able
to compute SW dispersion relation for 2D MCs. This was donerigely by designing a new
excitation signal which was capable to exciting the entire\8 spectrum without producing
any spurious modes. Here, we also discussed how to numelycabtain the iso{frequency
lines for a MC. In Chap. 10, we improve the framework furtheryomapping the magnetization
data into the complex plane. This helped us uncover the exestce of a magnonic bandgap
in submillimetre wave band. While continuing to improve theframework on the one hand,
we have also reported some remarkable observations on théeat

In Chap. 5, we compare the e ects of pinned and free boundarpmwrditions on the SW
dispersion relations of a nanoscale magnonic antidot wawede (MAW). Here we arrived
at the conclusion that bandgaps can be opened more easily ignetization dynamics at
ferromagnet{air boundary is pinned. Pinning also shiftedhe SW band structure positively
in the frequency domain. Thus, we learned that higher frequeies observed during experi-
mental measurements may sometimes be related to this type mhning.

In Chap. 6, we highlight the importance of the mirror symmety of a magnonic antidot
waveguide. First, we show that a small shift in the symmetrally placed row of antidots can
cause the collapse of pre-existing magnonic bandgaps. Newe demonstrate how similar
collapse (of the magnonic bandgaps) can be engineered by @&wimg an asymmetric bias
magnetic eld. Here, we observe that although, di erent badgaps may have plural origins,
their collapse can occur mainly due to a loss of degeneracyigthwas originally predicated
upon the existence of mirror symmetry. We also show that intnsic and extrinsic sources of
asymmetry can be made to work against each other in order tolsetively recover the pre-
existing bandgaps. An analytical model to facilitate this pocedure has also been developed.
Thus, it can either be done consciously to alter the magnonttand structure of a MAW; or
it can be used to rectify a systematic fabrication defect byatibrating the bias magnetic eld
of varying spatial pro les. The analytical model developedere was based on the discrete
translational and the mirror symmetries of a crystal. Thus,the fundamentals behind the
observations drawn here may be extended to other types of veav The compensation e ects
should also be observable and usable in other systems ougsttie eld of magnonics?8728

It was known that the spectrum of dipole dominated SWs can beoatrolled by changing
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the shape of the scattering centres on larger length scafsin Chap. 7, we observe how
the antidot's geometry can in uence the SW dispersion in a MW. Antidots in the shape
of regular polygons are used for this analysis. We demonggahat the band structure of
exchange dominated SWs can be altered by changing the antidshape. This change is
seen to be e ective only when the shape of the antidot actuglichanges the pro le of the
neighbouring exchange eld. Power and phase distributionrp les were used to understand
the origin of SW bands and bandgaps in dierent cases. As dite bandgaps are more
desirable, this understanding can be used to improve the dgs of MAWSs. Especially, since
the direct bandgaps seen here can be opened at the same arititlimg fraction by simply
changing the orientation of the holes.

After considering the e ects of boundary conditions, mirro symmetry and antidot shape,
in Chap. 8, we consider the e ects of other geometrical parasters on SW dispersion in a
MAW. The parameters considered here are antidot's size andAW's lattice constant and
scale. We also revisited the e ect of antidot shape while ceidering MAWSs on a di erent
scale. The results obtained here can allow us to further cleterize and control the magnonic
band structure in a MAW. While examining the e ect of MAW's scale we gained additional
insight into the in uence that exchange and dipolar interations wield in the formation of the
magnonic band structure. Using the PWM, it was found that anncrease in the scale of the
MAW can reveal backward volume magnetostatic bands in the sptrum. These bands are
characterized by anti{parallel phase and group velocitieslose to the BZ centre. Although, a
stronger splitting of degenerate modes was observed here tbrmation of SW band structure
occurred in a manner which was qualitatively comparable tde case of exchange dominated
SWs.

This study was conducted under the pinned boundary condities. It was noticed that the
e ect of pinning becomes more pronounced with increase indfsize of the antidots. This can
allow one to control the crosstalk between the two halves ofi¢ waveguide (sub{waveguides)
to increase or reduce the splitting of the degenerate modeaa/hen the antidots' size is small
in comparison the lattice constant of the waveguide, lowerV® modes were localized amidst
the row of the antidots. We also noticed that as a MAW's latti@ constant was increased it

started to resemble a uniform waveguide. However, unlike the case of a uniform waveguide,
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where the SW dispersion modes are parabolic, here they beeamtter. This was due to the
fact that an increase in the lattice constant caused the BZ lumdaries to come closer. Thus,
the anticrossing of modes at the BZ boundaries starts to oacmore frequently resulting in
a attening of the SW dispersion modes.

As magnonic analogues of the electronic Fermi surfaces,{fsequency lines can help us
explore the SW dynamics in the wavevector space. In Chap. e use of iso{frequency
lines helped us underscore the anisotropy that existed be#en two mutually orthogonal SW
propagation directions. We also explored the band structerof 2D MCs in more detail by
analysing the mode pro le of SWs using the power and phase dysis of the SW. In this
chapter, we also noticed that SW dispersion in a square dotray was largely mediated by
the dipole eld even though the edge of the square dots and tHattice constant were only 6
nm and 9 nm, respectively. A negative group velocity assotsa with the rst mode in the
case of a backward volume magnetostatic con guration was sérved here, and unlike the
case described in Fig. 8.5, the upward curve associated wekchange dominated SWs was
never registered.

In Chap. 11, we experimentally explore the tunability of SW bBnd structure of MAWs
based on their geometry and the bias magnetic eld. As pumpfpbe based time{resolved
Kerr e ect (TR{MOKE) microscopy was used to observe the dynanics, the discussion here is
limited to a very low wavevector regime. Thus, instead of olining an entire band structure,
we get a few peaks associated with! 0. Based on the agreements (or the lack thereof)
while comparing experimental and simulated results, we sived that SW modes, particularly
the quantized modes, localized amidst the antidot array wermore sensitive to any variance
in the fabrication parameters. In contrast, the SW modes inhte sub{waveguides were very
stable and only manipulable by magnetic bias eld's strengt or direction. Edge mode of the
waveguide was observed only in the Damon{Eshbach con guiath and not in the backward
volume con guration as the lateral edges were much farthemay.

We also investigated magnetic vortex core gyration. It has aeharacteristic frequency in
the low gigahertz and sub{gigahertz frequency bands. We tslemonstrated that isolated
magnetic vortices can transduce energy from rotating magte eld to vortex core gyration.

We also noted that core{switching here can be avoided if o #sonance signals of lower
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amplitudes are used. Although, one also needs to consider rade{o between the time
taken to achieve the steady state and an anharmonic beatingdt is observed here. Next,
we uncovered gyration mode ampli cation in magnetostatidéy coupled magnetic vortices.
As inertia in the case of magnetic vortex cores is a vector (gvector) { as opposed to a scalar
in the case of a conventional coupled oscillator, we demoretied that this ampli cation can
be switched on or o (by switching vortex core polarities). Bsed on this nding we also
demonstrate transistor like operational states using a tlee vortex sequence.

Since these observations could not be explained by the curt@nalytical model, we started
to examine the temporal evolution of the stray eld. We then dscovered that antivortex
packets moving through the stray eld could account for thes observations. Consequently
our attempt to demonstrate a conventional fan{out operatio was unsuccessful as the in-
volved antivortices were topologically stable and would riesplit to divide the power equally
in the daughter branches. We note this higher level of asymimg was unlikely if the dynamic
stray eld did not posses these antivortices. This succesdlfy validated the importance of

antivortex solitons in the energy transfer mechanism.

13.2. Future Scope

If some of the techniques described here are to indeed becameful in creating new technol-
ogy, the rst thing that needs to be addressed is the resoluin of the fabrication processes.
There is a clear and wide divide between the length{scales wfagnetic systems which are
fabricable and those that can be handled using nite elemerdr nite di erence based nu-
merical methods that exist today. Even with the recent advaces in fabrication techniques
which can allow one to pattern with resolutions below 10 nrl:98{190.346 it js still not possible
to fabricate very accurately. For example, as seen in Chapl the patterned dimensions may
vary by 10%. This was clearly seen to alter the spectrum of SW modes&tized amidst
the antidot array.

In Chap. 5, we pointed out that pinning (at the edges of a geortrg) can cause bandgaps
to appear even if the lling fraction of antidots is as low as %. However, pinning cannot be

achieved reliably. The results presented in Chap. 11 appetar agree with results simulated
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without the pinned boundary condition. Pinning largely de@nds upon the surface magnetic
anisotropy which can get accidentally alteret?? during the fabrication processes. Thus,
further study is required with the aim to control the surfaceanisotropy during the fabrication
techniques that are involved here.

In Chap. 6, we noticed how important the mirror symmetry of a \aveguide is, as far as
the band structure of exchange{dominated SWs are concerned@imilar investigation can
be done for dipole{dominated SWs, after taking the inhomogeity and anisotropy of the
demagnetizing eld?®® and the multi{imode character of waveguide®¥* into account. This
necessitates further research on this subject. Also, sinttee process of development of the
analytical model presented here was dependent solely on théror and discrete translational
symmetries of the MAW | a 1D MC, future research may be underteken to develop similar
models for photonic or phononic analogues.

MCs were studied in some detail in this work. Useful devicesuch as an add{drop Iter
can be envisioned by using magnonic quasicrystals. Thus reowork needs to conducted
with crystals which do not feature perfect discrete transkonal symmetry.

While discussing the observed ampli cations of the gyrotqgic modes in Chap. 12, we
mention (see Sec. A.1) that the present analytical model dseot predict these results. We
think that further study, guided by the analysis of the dynamc stray eld, can help with the
development of an analytical model capable of predicting &se useful results. We also need
to optimize the gain B, as de ned in Eqg. (12.1), by examining its dependence on varis
geometrical and material parameters and the nature of exaition frequency. In the absence
of a more complete analytical model, one will presently need rely on extensive simulations
to accomplish this task.

More work will also be required in the future in order to minigéurize the single transistor.
The “magnetic vortex transistor' (MVT) described in Chap. 2, spans an area of about 750
nm 250 nm with a thickness of 40 nm. These dimensions will have i@ reduced by an
order of magnitude in order to make the MVT as a more attractie substitute to the kinds
of transistors used today. As the diameter of an isolated nadisk, which can support a
magnetic vortex cannot be reduced inde nitely, more fundaental research is required here.

We also need to study the power consumption and e ciency of a MT to minimize the
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losses during transistor operations.

Fan{out is required to facilitate the design of more complegircuits. Since the topologically
stable antivortices, which appear to be responsible for thebserved ampli cation, do not
treat di erent branches of the circuit symmetrically, morework is required here. Perhaps a
successful fan{out can be obtained by observing the cascaafehe involved antivortices and

rearranging the branches of the circuit accordingly.



A. Appendix

A.1l. Supplementary Note for Chap. 12

For a pair of coupled harmonic oscillators featuring the saeninertia, sti ness and damping,
it is not possible to get an increased oscillation in one of ¢hoscillators while the other
one is being driven with a frequency close to the eigenfrequy of individual oscillators.
Some close parallels can be drawn between such mechanicapted oscillators and a pair of
magnetostatically coupled vortices as shown in Fig. 12.1)bWe write the following Thiele's
equation for both the vortices identifying them with subsapts i = 1 (left vortex) or i =2

(right vortex):

@Wi (ra;ro)
@i

r+ G v, +! D v + Tsigi = 0.

Here, is a sti ness factor which seeks to restore the displaced ek core functioning much
like the stiness of a spring® G, = Gp;2 (G > 0),%% is the inertia associated withi™
vortex core. Polarity p, = 1 and p, = 1 depending upon the case under consideration.
Although, G; depends upon polarity, the termG; v; does not. This is because, if the
polarity p; is switched, bothG; andv; changeto G; and v;, respectively; thus, preserving
the original cross product. In the case of isotropic dampinghe term! D v; can be replaced

with Dv;, whereD is a scalar independent of polarity:®* Also,5*

8
2 (2 Hgy) i=1

20 i=2

T sigi —
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where, is a chirality dependent coupling constant andH sjg is an in plane excitation eld
rotating at frequency =G . It is important to consider this eigenfrequency because aans-
ducer which is converting a magnetic eld signal to vortex a@ gyration signal is likely to
show signi cant peaks around it (see Fig. A.1 (e)).W,, is the interaction energy between

the two vortices, which according to Ref. 149 is given as

Wit = GG ( xX1X2  yYi1Y2),

where, ¢; = ¢; = 1 for the CCW chiralities considered here and 4., is the interaction
coe cients depending upon certain geometrical and materlgparameters, but independent
of relative polarity.

It has now been established that all the terms in the Thiele'squation, with the exception
of the dissipation term, are independent of relative polay p, of the vortices. The depen-
dence of the dissipation term upon the direction of velocitgoes not a ect the absolute value
of gainr,=r;. Thus, according to this model, the gairr,=r, should not depend upon polar-
ity p.. This deviates from the polarity dependent ampli cation pesented here. In the case
of analogous mechanical coupled oscillators, it would be gsible to show such gain while
driving at a frequencyf ( fy), if the inertia of the oscillator (which is not being driven

directly) was changed froml to 1. However, that is a purely hypothetical consideration.

A.2. Supplementary Figures for Chap. 12
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Figure A.1.: (a) Plots ofhmyi vs. time for signals rotating CW and CCW with a frequency o
and amplitude 1.5 mT. Polarity switching is seen with CCW sigal atts 2:15
ns. (b) Plots of myi vs. time for signals rotating CCW with frequencies o and
0:9f y and amplitude 0.5 mT. No polarity switching is observed. Corergence for
fo Is taking more time. ESDs of vortex dynamics with excitatiorsignal rotating
CW and CCW with amplitude 0.5 mT and frequencies (c¥ o, (d) 0:9f, and (f)
0:99,. Beating is observed. Beating frequency decreases systaoadly with
increasing signal frequency. (e) ESDs of vortex dynamicsttviexcitation signal
rotating CCW with amplitude 0.5 mT and frequenciesf; = 0:95f o, f1 = 0:975 ¢
andf, =0:98 (. As seen in the inset of (c), the core polarity is up and chirdy
is CCW.
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Figure A.2.: ESDs of left and right magnetic vortices showmithe insets with ((a) and (c))
similar and ((b) and (d)) opposite polarities while using a ell size of 2.5 nm
25 nm 40 nm. (a) and (b) show the results for a signal amplitude of 5.mT

while (c) and (d) show those for an amplitude of 1.5 mT, both rating CCW

atf = fo.
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