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CHAPTER 1 

Introduction  

 In recent years, investigation of magnetism in Gadolinium (Gd), in particular, polycrystalline, and 

nanostructured Gd has attracted renewed attention. This renewal of interest is due to a number of 

reasons that range from basic physics issues related to the magnetism in the 4f metal and also its 

application potentials. Also the alloys of Gd with transition metals are expected to have applications 

in field like Spintronics.  Electric, magnetic and magneto-electric properties are greatly affected in 

nanostructures.In this chapter we give a brief review of the status of the relevant issues and the 

necessary background needed for development of the thesis. A short review on the newly emerging 

magnetic properties is discussed here. In this chapter we discuss the motivation of this thesis and 

discuss the importance of nanostructured Gd and its alloys. The outline of the thesis is stated at the 

end of this chapter. 
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1.1. Motivation:  
 Magnetism in Gd is fast re-emerging as an actively researched area [1-6].The main 

motivation appears to be the fact that Gd is a new nanomagnetic system where the 

ferromagnetic (FM) state arises from Gd ions with well-localized spin only moment in 

contrast to the magnetism in more itinerant conventional 3d ferromagnetic materials like Fe, 

Ni and Co. Strongly localized magnetic moment of Gd ions without orbital contribution, 

rather low and temperature dependent magnetocrystalline anisotropy energy (EA), makes Gd 

a special ferromagnetic metal. In recent years, there is renewal of interest in magnetism of 

Gd, particularly nanocrystalline Gd. This renewal of interest is due to a number of reasons 

that range from basic physics issues related to the magnetism in the 4f metal and also its 

application potentials. 

The main binding thread of the thesis is the anisotropy energy (EA) and its modification as 

Gd becomes nanostructured. We also show how a low field MR in Gd nanostructured films 

and nanowires and current induced domain wall motion in a nanoconstriction can lead to a 

quantitative evaluation of anisotropy energy (EA). A very interesting manifestation of the EA 

and its temperature derivative 
ὨὉὃ

ὨὝ
 was found in nanowires of a  Gd-Co alloy where the 

compensation temperature (Tcm) the  Gd-Co alloy shifts by few hundreds of Kelvin  in 

nanowires of the same composition  due to softening of 
ὨὉὃ

ὨὝ
, that occurs due to predominant 

contribution of  nearly temperature independent shape and size anisotropy energy to EA  in 

contrast to the temperature dependent magnetocrystalline anisotropy that dominates the EA in 

the bulk sample. 

 In this thesis work we also studied on the newly emerging magnetic properties like Bose 

Einstein Condensation (BEC) of quasi-particle magnon that occurs due to softening of spin 

wave stiffness constant in nanostructured Gd. 

1.2. Unique properties of Gd: 
 Gd is a 4f rare-earth ferromagnetic metal and it has some unique properties that makes it 

distinct from other ferromagnets. 

1.2.1. Electronic structure: 
 There are 64 electrons in a single atom of Gd. The electronic structure of Gd is 

[Xe]4f
7
5d

1
6s

2
. According to the Hundôs rule half filled orbital is more stable. The 

binding energy of 4f is nearly same as that of the 5d orbital. Due to this fact one electron 

goes to the 5d orbital and makes 4f as a more energetically stable half field orbital with 

seven electrons. This 4f orbital is responsible for the magnetic moment of a single Gd 

atom. For Gd, the spin and orbital angular momentum quantum number is S = 7/2 and L 

= 0 and the total quantum number J = L + S = 7/2 and Landeǲ g-factor, g= 1 +
J J+1 +S S+ 1 L(L+1)

2ὐ(ὐ+ 1)
 = 2. Therefore, the 4f orbital is spherical (since L = 0) and it is 

shielded by the outer most shells 5d and 6s. This shielding stabilizes the magnetic 

moment. Due to the presence of seven unpaired electrons the magnetic moment of Gd is 

very large. It is a classical ferromagnet or a simple Heisenberg ferromagnet where the 

spin only moments are localized. The localized moments are indirectly coupled via the 

Ruderman-Kittel-Kasuya-Yosida (RKKY) interaction [7].This is in sharp contrast to 

conventional 3d transition metals like Fe, Co, Ni where the ferromagnetism is due to 

itinerant character and is not due to a localized moment.  Due to this sharp contrast Gd 

is so much distinct from the conventional 3d ferromagnets. 
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1.2.2. Room temperature TC: 
 The ferromagnetic to paramagnetic transition temperature which is called the Curie 

temperature (TC) of Gd is around room temperature or ~ 293.2 K [8]. This is a second 

order phase transition. It is well known that the magnetocaloric effect of a magnetic 

material is the largest at TC. This occurs due to the balancing of two opposite forces at 

TC. One is the ordering of moments due to the exchange interaction and another one is 

the disorder due to the lattice thermal vibration. Therefore at TC for small application of 

magnetic field magnetization is increased sharply. Spins are ordered greatly and entropy 

change becomes maximum. Since Gd has a room temperature TC, for thermo magnetic 

application it is an important candidate [9, 10]. 

 

1.2.3. Anisotropy energy (EA): 
 The temperature dependent anisotropy energy (EA) of Gd is unique. The 

magnetocrystaline anisotropy energy of Gd is uniaxial and it is represented by 

Ὁὃ= Ὧ1ίὭὲ
2—+ Ὧ2ίὭὲ

4—                                                         (1.1) 

, where k1 and k2 are the anisotropy constants. 

 
 

 

 

 At 1963, Graham et. al. [11] first experimentally found out the value of 

magnetocrystaline anisotropy constants (k1 and k2) of a single crystal Gd disk sample. 

The measurements had been done by the torque magnetometer with a field of 20 kOe. 

At TC the first anisotropy constant k1 has a finite value where k2 becomes zero above 

235 K. Below this temperature k2 rises sharply with a positive value and k1 changes its 

sign from positive to negative. The temperature 235 K is represented as spin 

reorientation temperature (TSR) where k1 and k2 both simultaneously becomes zero (i.e. 

EA ~ 0). This unique feature is only observed in Gd. Since the orbital magnetic moment 

L = 0 for Gd, the value of EA of Gd is smaller than the other rare earth materials Tb, Ho 

etc. (though it is larger than the transition metals Fe, Co, Ni). 

FIG. 1.1. Magnetocrystaline anisotropy constant of Gd. 

Reprinted with permission from [11].  
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1.2.4. Spin structure: 
Gd has a hexagonal closed-packed (hcp) crystal structure with the lattice constants a = b 

= 3.63 A
0
 and c = 5.76 A

0
.For a hexagonal system with uniaxial anisotropy depending 

on the values of anisotropy constants (k1 and k2) four different cases are observed. 

(a) When k1 = k2 = 0, the ferromagnet is isotropic. 

(b) When k1> 0 and k2  0, the c-axis (along the c lattice constant) is an easy axis. 

(c) When k1< 0 and k2  0, the basal plane is an easy plane. 

(d) When k1 and k2 have different signs, the ferromagnet has an easy cone. 

 The easy angle ɗ0 between c-axis and saturation magnetization (MS) is defined from the 

energy minima conditions, 
‬Ὁὃ

‬— —0

= 0 and 
‬2Ὁὃ

‬—2
—0

> 0. 

 
 

 

 

 

 

 When k1 and k2 are both positive, the energy EA is minimum for ɗ = 0
0
 and c-axis is an 

axis of easy magnetization. FIG. 1 clearly shows that this condition for single crystal Gd 

only occurs at T > TSR and in this temperature region ɗ0 = 0
0
 (FIG. 2). If k1 and k2 are 

both negative, the minimum value of EA occurs at ɗ = 90
0
. This does not occur in Gd 

and any basal plane magnetization is not observed here. If k1 is negative and k2 is 

positive, the limit of easy plane behaviour is k2 < ï k1/2. For the value of k2 from ï k1/2 

to Ð the easy direction of MS with c-axis is an angle ɗ which lies between 0
0
 to 90

0
. The 

value of easy angle ɗ0 which is the half angle of the easy cone is represented as, 

—0 = sin 1
ȿὯ1ȿ

2Ὧ2
                                                               (1.2) 

 For Gd below TSR the value of ɗ0 sharply rises and it becomes maximum (~ 60
0
) at T* ~ 

190 K. Due to the further decrease of temperature ɗ0 also decreases and below 50 K the 

value becomes stable at 30
0
. Therefore in Gd for TSR < T < TC the easy direction of 

magnetization is along c-axis and for T < TSR the magnetization lies along an easy cone 

of angle ɗ0 with c-axis. Except TC there exist another two transition temperatures TSR 

(where EA ~ 0) and T* (where the canted angle ɗ0 becomes maximum). 

1.2.5. Spin reorientation transition temperature TSR: 
 In Gd at TSR ~ 235 K spins are isotropic in nature and it is called the secondary phase 

transition. Specific heat (Cp) and electric resistance are affected at this temperature. 

FIG. 1.2. (a) Schematic diagram of magnetization direction. ɗ is the angle 

between c-axis and saturation magnetization MS. The applied field H makes an 

angle ű with MS. Easy cone and basal plane is marked in the figure. (b) Plot of 

the easy angle (ɗ0) between c-axis and magnetization of Gd as a function of 

temperature. Reprinted with permission from [12]. 
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 The work of Salamon et. al. [13] shows that for zero field, Cp has a small hump at TSR. 

The change ɲCp = 0.09 ±  0.01 cal/mole K decreases with the increase of magnetic field 

and disappears between 0.7 and 1.0 kOe. Temperature derivative of resistance shows 

more prominent result of this phenomenon. In zero field data a sharp peak was observed 

at TSR and it was completely suppressed for a magnetic field around 1.0 to 1.3 kOe. As 

the field increases the peak position was shifted towards the lower temperature. External 

magnetic field plays an important role against the anisotropy energy and rotates the 

spins in the field direction. By molecular field model the step change in specific heat 

can be calculated as Ўὅὴ= ὝὛὙ
‬2Ὁὃ

‬Ὕ2
ὝὛὙ

= 0.06 ±  0.01 cal/mole K where EA is the 

anisotropy energy and it has a good agreement with experimental results.  The critical 

field (Hcr) for which the transition was completely suppressed can be defined as 

Ὄὧὶᶿ
8Ὧ1
άὥὼ

ὓ(0)
. Where k1

max 
= 2.5 ±  0.5 ×  10

5
 erg/cm

3 
is the maximum (positive) value of 

k1 and M(0) = 7.55 ˃ B/atom. 

 

1.2.6. Domain wall thickness ŭ: 
 Domain wall (DW) energy (ɔw) and DW thickness (ŭ) has a strong dependence on EA. 

The unique temperature dependency of EA clearly reflects on ɔw and ŭ. The value of ɔw 

which is associated with the rotation of magnetization from one easy direction to 

another can be expressed as [14] 

‎ύ = ὃὩὼsin•᷿
Ὠ—

Ὁὃ

—2

—1
                                                       (1.3) 

, where ű is the angle between magnetization and the normal of the DW. Exchange 

stiffness constant is ὃὩὼ=
ὐὛ2

ὥ
 where J is the coefficient of exchange energy, S is the 

spin quantum number and a is the lattice constant. If the rate of change of magnetization 

direction is constant with the same rate of change at the middle of the DW, the 

minimum value of ŭ can be evaluated from the relation 

=‏ —2 —1 sin•
2ὃὩὼ

—2 —1 Ὁὃ
                                                 (1.4) 

FIG. 1.3. (a) Specific heat and (b) temperature derivative of basal plane 

resistance of Gd in magnetic field parallel to c-axis. Reprinted with 

permission from [13]. 
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 From low temperature ɔw decreases with the increase of temperature and at TSR it 

becomes minima. After that for increasing temperature it increases again and shows a 

small hump at the Ferro-para phase transition temperature TC ~ 293.2 K (see FIG. 

1.4(a)). Since ŭ ~ 1/(EA)
1/2

, at TSR(where EA ~ 0) ŭ diverges and the domain structure 

disappears (see FIG.1.4(b)). From our best knowledge Gd is the only material which 

shows this behaviour where in the ferromagnetic region at a particular temperature 

magnetic spins are isotropic in nature. 

 

1.3.  Magnetoresistance (MR) study of Gd: 
 Gd is a heavy rare earth ferromagnet with localized spin structure. Atomic moment of Gd is 

very high and also its temperature dependency of EA is unique. Due to these properties from 

the middle of the last century people were studying the magnetoresistance (MR) of Gd and 

were trying to implement it in giant magnetoresistance (GMR) devices or spin valves 

(SV)[15]. The MR of the 3d transition metals and alloys has been well studied. In 

comparison, except few classic reports [16, 17] investigation of MR of 4f-ferromagnet Gd 

has not been done very well. Also these investigations have been done at a time when the 

interesting features of Gd like spin reorientation transition and temperature dependent spin 

structure have not been understood very well. 

 The MR of Gd single crystal and polycrystalline sample was first experimentally observed 

by Hirakoa et. al. [18].The magnetic anisotropy constants k1 to k4 can be related with the 

differences of MR (ȹɟ/ɟ) at different directions. For the a-axis sample, 

Ὧ1 = Ў”/”Ὄ᷆ ὥ Ў”/”Ὄ᷆ ὧ 

Ὧ2 = Ў”/”Ὄ᷆ ὦ Ў”/”Ὄ᷆ὧ 

for the c-axis sample, 

Ὧ2 = Ў”/”Ὄ᷆ ὦ Ў”/”Ὄ᷆ ὧ                                          (1.5) 

Similarly k4can be found using the 45
0
 to c-axis sample. ɔ denotes both perpendicular to b-

axis and current direction. 

1

2
Ὧ1 +

1

2
Ὧ2 + Ὧ4 = Ў”/”Ὄ᷆ ὦ Ў”/”Ὄ᷆ ‎                             (1.6) 

FIG. 1.4. Temperature dependence of (a) DW energy ɔw and (b) DW 

thickness ŭ of single crystalline Gd. Reprinted with permission from [14]. 
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The anisotropy constants k1 to k4which were calculated in this method becomes negative 

throughout the temperature region. There is a single minimum observed at 110 K, 160 K 

fork1 and k2. The MR of all the samples (single crystal and polycrystal) with all the 

conditions shows a sharp maximu with negative value around 240 K. 

 
 

 

 

 The coefficient of MR or the forced magnetoresistance d(ȹɟ)/dH within 120 260 K follows 

the temperature dependence as, Ὠ(ῳ”)/ὨὌ ᶿ[1 (Ὕ/Ὕὅ)]
1/ 2 [17]. As the temperature 

approaches TC the spin fluctuation becomes very large and consideration of their interactions 

is necessary. Because of that above 260 K the forced MR is deviated from the above relation. 

FIG. 1.5. Magnetoresistance effects of Gd single crystal as a function of 

temperature (a) for the a-axis sample. (b) c-axis sample and (c) for 45
0
 to c-axis 

sample. Dotted curves are k1, k2, k3 and k4. Broken curve is the calculated ones for 

H||c. (d) Magnetoresistance of Gd polycrystalline sample. Dotted curves are the 

experimental and the calculated ones for the difference between the longitudinal 

and the transverse effect. Reprinted with permission from [18]. 

 

FIG. 1.6. The temperature dependence of the magnetoresistance coefficient of Gd. 

Reprinted with permission from [17]. 
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 Therefore through the anisotropy energy Gd has a strong temperature dependency. All these 

work had been done on bulk sample. In nanodimension anisotropy energy changes and has a 

different temperature dependency from bulk and therefore MR must be different in 

nanostructured sample than its bulk counterpart.  

1.4.  Bose Einstein Condensation (BEC) of quasi-particle magnon: 
The occupation of a single quantum state (ground state) by a large number of bosons at low 

temperature is called Bose Einstein Condensation (BEC). The particles which follow Bose 

statistics are called boson. Dilute atom gas, photon, phonon, magnon etc. are bosons with 

integral spin. 

1.4.1. Condition for BEC of quasi-particles: 
 Quasi-particle is a physical concept which describes the elementary exitons in solid. 

The quasi-particles or exitons have integral spins and therefore they are boson. 

According to Blatt [19] there are mainly two conditions for BEC of quasi-particles. 

(a) The chemical potential ɛ of these particles must be a valid thermodynamic 

variable.  

(b) The number density (n) of a quasi particle becomes larger than a critical value 

ncr. 

The chemical potential is the slope of the free energy of the system with respect to the 

particle number at its present state. The number of particle in a quasi-particle system is 

not fixed but at thermal equilibrium the free energy is minimum and ɛ becomes zero. 

BEC is a quantum phenomenon and it occurs when the de Broglie wavelength ɚd is 

comparable with the inter-particle distance. Using this condition the critical value of 

particle density is found as, 

ὲὧὶ
1/ 3
Ḑ‗ὨḗᴐάὩὪὪὯὄὝὧὶ

1/ 2
                                        (1.7) 

 

, where meff is the effective mass and Tcr is the critical temperature. The condition for 

BEC of quasi-particle occurs when the life time of the quasi-particle becomes much 

larger than their scattering time. 

1.4.2. Magnon BEC in different systems: 
 In a lattice system the elementary excitations of spins are called magnon. It is a quasi-

particle and it follows BE statistics. Few time scales which determine the condition of 

BEC are mentioned below [20]: 

(a) magnon-magnon (2m) interaction time (Ű2m) which restore equilibrium and 

conserve magnon number. 

(b) multi-magnon (mm) interaction time (Űmm) which do not conserve magnon 

number. 

(c) Long wave length magnon dispersion time (ŰC) to cross a grain of the system. 

(d) The time (ŰB) over which BE condensation forms. 

(e) The time (Űű) over which phase coherence occurs. 

 

  If the condition ŰB,Űű < ŰC < Ű2m < Űmm is satisfied, BEC occurs for a magnon of life time 

greater than Űmm. 

 From the end of the last century BEC of magnon have been reported in different 

systems. The experimental evidence of the BEC of magnon was first observed in spin-

dimer compound TlCuCl3 [21]. Later there have been done few more works on this 
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system [22, 23]. TlCuCl3 is composed of a chemical double chain Cu2Cl6 and in the 

absence of a magnetic field the compound has an excitation gap ȹ/kB  7.5 K above the 

singlet ground state. The origin of the gap may be caused by the antiferromagnetic 

dimer coupling in the double chain. The gap collapses for the field Hg = ȹ/(gɛB). There 

is a phase transition occur for H = HC > Hg and [HC(T) - Hg] Tθ
3/2

. Similar result was 

observed in the spin-dimer compound KCuCl3 [24] and NH4CuCl3 [25]. 

 

 
 

 

 

 

 BEC was also observed in few more spin-dimer compounds Pb2V3O9, Sr3Cr2O8, 

Ba3Cr2O8 and BaCuSi2O6 [26-30]. It was observed in quantum spin-1/2 antiferromagnet 

Cs2CuCl4 [31] and organic spin gap compound NiCl2-4SC(NH2)2 [32] also. FIG. 1.8 

shows the field dependence of the magnetic torque and magnetization of Ba3Cr2O. Only 

within the range of two critical fields HC1 = 12.7 T and HC2 = 23.37 T, torque/field and 

magnetization has a linear field dependence. At these two critical fields the second 

derivative of torque/field shows extrema (inset of FIG 1.8(a)). The lower transition can 

be described by the BEC triplon theory. Also the magnetic hysteresis is only observed at 

the upper transition HC2. Therefore the lower transition is second order type where the 

upper transition is more likely the first order type. At HC2 lattice coupling may play a 

crucial role. From the phase diagram the maximum transition temperature to the 

magnetically ordered state was found to correspond to ~ 2.7 K at H ~ 18 T (FIG 1.8(c)). 

FIG. 1.7. The low-temperature magnetizations of (a) TlCuCl3 and (b) KCuCl3 

measured at various external fields for H || b. (a) and (b) are reprinted with 

permission from [22] and [24]. 
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The phase diagram was determined through a combination of magnetic torque, magnetic 

force, MCE, and heat-capacity measurements. 

 

 
 

 

 

 

 

 

 Also BEC of magnons has been observed at room temperature [33] in a cubic 

ferromagnetic insulator Yttrium-iron-garnet (YIG: Y3Fe2(FeO4)3) film by application of 

microwave pumping that creates a large enhancement of magnon density which in turn 

leads to BEC. 

 

1.4.3. Magnon BEC in nanostructures: 
 The long wave length magnon dispersion time ŰC could be related with the system size 

as [34], ŰC  θl
ɓ
, where l = L/a is the system size in units of the lattice constant a. As a 

crude sense ŰC could be taken as the time scale for a magnon near the gap to cross the 

system. Therefore ŰC ~ L/vm ~ ᴐl2/ˊJ in agreement with the ɓ = 2 prediction. For a 

system of grain size 10 nm (l ~ 10
2
), 1 mm (l ~ 10

7
) and 30 cm (l ~ 10

9
) ŰC is 10

-10
 s, 1 s 

and 5.5 h. If the system size increases, it is very difficult to maintain the inequality 

condition ŰC  < Űmm. Therefore in low dimension (nanostructure system) the probability of 

occurrence of magnon BEC enhances. 

 

FIG. 1.8. (a) Magnetic torque measurement of Ba3Cr2O8 at 600 mK. The 

second derivative of torque/field, shown in the inset, shows two prominent 

extrema, indicative of the two transitions. (b) Force magnetometry 

measurement at 600 mK. These data are qualitatively similar to the torque 

measurement. (c) The phase diagram of Ba3Cr2O8 for the H || cĔ orientation. 

Figures are reprinted with the permission from [30]. 
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 The gap temperature Tgap corresponding to the gap energy, Egap = Ja
2
(k1

2
 ï k0

2
), is the 

lower bound for the BEC temperature. The maximum value of magnon wave length 

satisfy the condition ɚ = 2d. Where d is the particle diameter and k0 = ˊ/d, k1 = 2ˊ/d. 

Therefore Tgap = 3Jˊ
2
a

2
/kBd

2
. 

 The blocking temperature TBL which is related with the superparamagnetism must be 

greater than TBEC. The energy barrier for magnetic reversal is CV/2, where C is the 

specific heat and V is the volume. C = (Db - Da)M
2
, where M is the magnetization and 

Dôs are the shape demagnetizing factor. Again for a crystalline anisotropy C = 2k1, 

where k1 is the anisotropy constant. The relaxation time for uniaxial anisotropy is 

†= 10 9Ὡὅὠ/ὯὄὝ. For a Ű = 100 s, TBL can be expressed as TBL = CV/50kB. 

 For Fe ὐ =  2.16 ×  10 21 J and a = 0.4 nm. Again for a spherical particle C = 10
5
 

J/m
3
 and V = ˊd

3
/6. FIG. 1.9 shows that there are three distinct phases: the 

ferromagnetic phase (T>TBEC), the superparamagnetic phase (T>TBL) and BEC phase 

(T<TBEC, TBL).This result clearly shows that the BEC is favourable in nanostructured 

system. This type of temperature driven BEC have been reported in Co/Pt multilayer 

nanopillers [36] and more recently in Gd nanocrystal [20, 37-38]. 

 

1.4.4. Magnon BEC of Gd nanocrystals: 
The detailed study on the BEC of magnon in nanocrystalline Gd of grain size 12 nm and 

18 nm has been reported [37]. In the presence of magnetic field H the momentum 

distribution of magnon in uncondensed phase is 

ὲ=
1

(2“)3

Ὠ3Ὧ

Ὡ‍(‐Ὧ+ɝ ‘) 1

Њ

0

                                          (1.8) 

, where ‐Ὧḳᴐ
2Ὧ2/ 2άᶻ with the effective mass άᶻ= ᴐ2/ 2Ὀ and D is the spin wave 

stiffness constant. ȹ = ȹ0+ gɛBH, where ȹ0 is the gap in the spin wave spectrum by 

magnetocrystalline anisotropy energy. ɛ is the chemical potential. The magnon 

contribution in magnetization is given by  

ὓὝ,Ὄ = ὓ 0,Ὄ Ὣ‘ὄὲ                                     (1.9) 

 The specific heat per unit volume Cmag can also be expressed as, 

FIG. 1.9. Division of the temperature vs particle length plane into three regions. 

Reprinted with the permission from [35]. 
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2 × В

ὤὩὪὪ
ὰ
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Њ
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ὰὲὤὩὪὪВ
ὤὩὪὪ

ὰ

ὰ3/ 2
Њ
ὰ= 1                                                              (1.10) 

, where ὤὩὪὪ= Ὡ‍(Ў ‘)and Ὀ= Ὀ0 1 Ὀ2Ὕ
2 Ὀ5/ 2Ὕ

5/ 2 . 

 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 
 

 

 

 

 

 

FIG. 1.10. (a) Comparison between the observed (symbols) and theoretical [continuous 

curves, yielded by equation (1.9)] temperature variations of magnetization at fixed fields in 

the range 2.2 ï 90 kOe in nanocrystalline Gd with an average grain size of 12 nm. The inset 

illustrates that, unlike the BEC formalism, the conventional spin-wave theory fails to 

describe M(T) over an extended temperature range. (b) The total specific heat CH(T) at a 

few representative fields for d = 12 nm. Note that the CH=20 kOe(T) and CH=0(T) data are 

shifted up by 2.5 and 5.0 J/molK, respectively, with respect to that taken at H = 40 kOe. 

The continuous theoretical curves are obtained by adding the (Sommerfeld) electronic, 

(Debye) lattice and (BEC) magnon Cmag contributions to CH(T). The bottom inset shows 

Cmag(T), the slope change at TC, predicted by the BEC theory, and the increase in, and 

progressive smearing of, TC with H. The top inset displays the magnetic entropy change 

ȹSmag for a few representative ȹH values (open symbols), obtained from MH(T), plotted 

against [T/TBE(H = 0)]
3/2

 for d = 12 nm. The straight lines serve to highlight the 

characteristic BEC T
3/2

 variation of entropy for T << TC. ȹSmag at ȹH = 20 kOe (solid 

circles), calculated from CH(T), agrees quite well with that calculated from MH(T) (open 

squares). Reprinted from the permission of [37]. 

FIG. 1.11. Scaling of the magnon BE condensate fraction with (T/TBE)
3/2 

at different 

fields for d = 12 nm. The inset highlights the scaling of TC(H) with ộὲ0 Ὕ=
1.8K,ὌỚ/ὠ(Ὄ) 2/ 3.(b) The BEC transition temperature TC obtained from MH(T) 

and Cmag (T,H) plotted against H
2/3 

for d = 12 and 18 nm. The bottom inset depicts 

the temperature variations of the normalized chemical potential ɛ/kBT at various 

fixed field values. Reprinted from the permission of [37]. 
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 From the self consistence fitting of Eqn. 1.9 and 1.10 to magnetization and specific heat 

n, D and ɛ was determined. The observations showed that (a) the critical temperature 

ὝὅᶿὌ
2/ 3, (b) at H = 0, up to T = TC the condensate fraction scales with [T/TC]

3/2
 and 

becomes zero for T  TBE, (c) TC(H)  θ(field-dependent condensate density)
2/3

, (d) for T 

 TBE, ɛ       0 as H      0 and sharply reaches to a large negative value for T > TBE and 

(e) at low temperature the magnon entropy follows the T
3/2

 power law. 

 
 

 

 

 

 

 The temperature dependence transverse magnetoresistance MR = [ɟ(H_|_) ï ɟ0]/ɟ0shows 

a sharp minima at TBE and the amplitude of that minimum value increases with the 

increment of field H. Due to an anomalous softening of spin-wave modes magnetic field 

of increasing strength progressively destroys the BE condensate phase coherence and 

suppresses the magnons. Therefore electron-magnon scattering contribution also 

decreases sharply. 

In the nanostructured materials, the observations of magnon BEC have been made 

mainly through magnetic measurements like magnetization (M) but in this nanostructure 

sample similar behaviour may also be observed from the superparamagnetism. In this 

thesis we strengthen the proposal of magnon BEC theory using electrical transport 

property including MR along with magnetic measuremements and choosing large 

grained samples where the chance of occurrence of superparamagnetism is severely 

minimized. 

1.5. Current driven domain wall motion:  

1.5.1. Theoretical work: 
 When high density DC-current passes perpendicular to a domain wall (DW), the 

electrons crossing the wall apply a torque to it [39]. This electron flow tends to cant the 

wall spins in the current direction. Since, the wall thickness ŭ ~ 10 nm is much larger 

than the electron wave length ɚ ~ 0.5 nm, a very smooth and gradual disturbance must 

be observed throughout the wall. The electron spin ίᴆ follows closely the direction of the 

intratomic (Hund) exchange field, which is parallel to the local magnetization ὓίᴆ.An 

analogy exists with the propagation of microwaves along a twisted rectangular 

waveguide where the twisting happens gradually over the distance ŭ. Therefore the 

FIG. 1.12. Transverse magnetoresistance, ȹɟ_|_ (T ), calculated from the óin-

fieldô and ózero-fieldô resistivity at various fixed fields, as a function of 

temperature for the nanocrystalline Gd sample with average grain size (a) d 

= 12 nm and (b) d = 18 nm. Reprinted from the permission of [20]. 
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polarization vector of wavelength ɚ follows the local orientation and turned around.To 

reverse the direction of ίᴆ, ὓὛᴆmust apply an exchange torque on ίᴆ. Inversely, ίᴆ creates a 

reaction torque on the wall, equivalent to an exchange field applied to M and having a 

component Ὄὼ
Ὡὼ in the x directions normal to the wall: 

Ὄὼ
ὩὼḗὮ

ᴐ

ὓὛ‏

ὖὬ

Ὡz
                                             (1.11) 

, where j is the current density across the wall, well defined charge Ὡᶻ= ± 1.6 ×

10 19 ὅ  and well defined spin polarization ὖ= ± 1.AlsoὬ= ± 1is the wall ñhelicity" 

indicating whether ὓὛᴆ turns clockwise or anticlockwise as the wall iscrossed. For cobalt 

with j = 10
9
 A/m

2
 Eqn. 1.11 gives ȿὌὼ

Ὡὼȿ = 35 A/m. 

 
 

 

 

 

 Due to the electrostatic interaction this exchange field tries to rotate the ὓὛᴆ in x- 

direction. For uniform helicity the sample exhibits a non-zero average magnetization per 

unit volume: 

ὓὼ ‘0Ὄὼ
Ὡὼ

1 + …Ὠ
1 + Ὀ…Ὠ

‏

ὥ
                                          (1.12) 

, where a is the spacing between walls, D is the demagnetizing coefficient of the sample 

and …Ὠ is the domain susceptibility in the x-direction normal to the wall. 

 The exchange field exerts a magnetic field Ὂὼ= Ὣ‘ὄίᴆ. ὨὌὼ
Ὡὼ/ Ὠὼ on the magnetic 

moment Ὣ‘ὄίᴆ of the conduction electron [40]. 

 

1.5.2. Experimental evidences: 
Till date current driven domain wall motion has only been shown in conventional 3d 

metals and alloys and that too in Ni and Permalloy. The first experimental observation 

of domain wall displacement had been done by Berger et. al. [41]. A Bloch domain wall 

in Ni80Fe20 film was displaced by current pulse and it was observed by Kerr-contrast 

microscopy. 

At the critical current density jC a sequence of ~ 600 pulses was produced a detectable 

total wall displacement. The smallest detectable displacement was about 20 nm/pulse. 

The jC vs film thickness w data was consistent with Ὦὅᶿύ
2.1. The zero field DW 

displacement ȹxw values reach ḗ 14 ɛm/pulse at a current of density 30 % above jC, in a 

sample of thickness 263 nm. 

 

FIG. 1.13. a) A conduction electron of spin sᴆ crosses a180
0
 

domain wall. b) Analogy with a linearly polarized microwave 

propagating along a twisted waveguide. Reprinted from the 

permission of [39]. 
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Another work studied on the deepening of DW under the influence of a spin current 

[42]. The sample was F1/Cu/F2 multilayer spin valve where F1 and F2 both were 

exhibiting perpendicular magnetic anisotropy (PMA). The spin valve consist of 

[Co(0.5)/Pt(1)]4/Co(0.5)/Cu(6)/Co(0.5)/Pt(3) multilayer have been grown on 

Si/Si3N4/Pt(1)/Au(20)/Pt(5) buffer layer. F1 and F2 were acted as reference layer where 

F1 had higher PMA value than F2. A 200 nm wide and 100 ɛm long nanowire of this 

multilayer film was prepared by electron beam lithography and ion milling. 

 The extraordinary Hall effect (EHE) which is proportional to the perpendicular 

magnetization was used to detect DW motion inside the magnetic Hall cross (contacts 

E-F of FIG. 1.15(b)). At the end of the nanowire a large reservoir was made to inject a 

single DW. The EHE was measured using a Whetstone bridge with the magnetic field 

Ha perpendicular to the film. The EHE vs. DC current loop was offset for a field of Hd = 

 140 Oe which was consistent with the calculation of the dipolar stray field from the 

reference layer whose magnetization was pointing down here. The net perpendicular 

field in the free layer was thus Hfre = Ha +  Hd. Effect of DC current is shown in FIG. 

1.15(e)-(g) for net fields Hfre = 10, 40 and 60 Oe. For a positive current above a 

critical value Ic+(Hfre), the DW abruptly moves from position (2) to position (4) (exit of 

the Hall cross), which corresponds to a distance of ~ 90 nm. When the field is increased, 

Ic+ is reduced. 

 

FIG. 1.14. Measured values of the critical current density jC of N81Fe19 

films vs film thickness w. The best-fitted straight line has a slope 2.1 

and gives Ὦὅ= 1.18 × 1010A/ m2 for w = 263 nm. Reprinted from the 

permission of [41]. 
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1.5.3. Experimental evidence from the resistance change: 
 Domain wall (DW) contributes a positive resistance. Levy and Zang [43] showed that 

the resistivity of a DW for current perpendicular to the wall can be expressed as, 

”ὅὖὡ = ”0

ụ
Ụ
Ụ
ợ

1 +
‚2

5

”0
ᴻ ”0

ᴽ2

”0
ᴻ”0
ᴽ

ở

ờ3 +
10 ”0

ᴻ”0
ᴽ

”0
ᴻ+ ”0

ᴽ

Ợ

Ỡ

Ứ
ủ
ủ
Ủ

               (1.13) 

, where ”0 is the resistivity without DW and ”0
1 = 1 ”0

ᴻ+ 1 ”0
ᴽϳϳ  . Resistivity due to up 

and down spin is represented here as ”0
ᴻ and ”0

ᴽ. Again = “ᴐ2ὯὊ/ 4ά‏ὐ , where kF is the 

Fermi wave vector, ŭ is the domain wall thickness and J is the exchange energy 

constant. Mass of the electron is m. 

FIG. 1.15. (a) Polar Kerr hysteresis loop of our F1/Cu/F2 spin valves with PMA 

measured in a continuous film. (b) Schematic diagram of a top view of the device. 

(c) EHE minor hysteresis loop corresponding to the reversal of the free layer in a 

200×200 nm
2
 Hall cross. A small EHE jump corresponding to DW motion over 

10 nm is indicated. The EHE values (1) to (4) refer to the positions indicated in 

Fig. 1(d). (d) Bubble like behaviour of an ideal 1D Bloch DW in a magnetic Hall 

cross. The electron flow direction is indicated by the horizontal arrows. EHE as a 

function of the applied dc current for fields (e) Hfre = 10 Oe, (f) Hfre = 40 Oe, 

and (g) Hfre = 60 Oe. Measurements have been done by increasing the current 

from I = 0 to I = ± 3 mA and then reducing it to I = 0, with a DW initially pinned 

at position (2). The negative (closed symbols) and positive (open symbols) current 

measurements have been realized independently. The states (1) to (4) refer to the 

positions in FIG. 1.15(d). The small Joule heating contribution has been 

subtracted. Reprinted from the permission of [42]. 
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 A set of Ni and Ni80Fe20 necked nanowire was made by Lepadatu et. al. [44] and 

confined a DW at the constricted region. The width of the necked region was varied 

from 50 nm to 350 nm. Above a critical DC current IC the DW was extracted from the 

neck and the resistance of the sample was sharply dropped down. As the constriction 

width increases the value of IC also increases but the resistance change decreases. The 

critical current density becomes of the order of 10
7
 A/cm

2
. The micromagnetic 

simulation confirmed the existence of an 180
0 

Néel DW for a constriction of width < 

300 nm. The ratio of the change of resistivity has a relation with the area of cross 

section S as ɝ”/ ”θ 1 Ὓ‌ϳ . The experimental result shows that the value of Ŭ for NiFe 

and Ni is respectively 0.42 and 0.3. 

 From the above discussions it is clearly conclude that the DW can be moved by the 

application of a DC current and this motion can be detected by the Kerr signal, EHE 

signal and resistance change of the sample. 

 

1.6.  Magnetism in binary alloy GdCo: 
 The Rare-earth (RE) and transition metal (TM) makes a ferrimagnetic alloy. The single atom 

spin moment of RE is larger than the TM atom moment. If the compositions are Gadolinium 

(Gd) and Cobalt (Co), RE-TM coupling becomes strong enough and it is anti-

ferromagnetically coupled. In this case the occurrence of compensation temperature (Tcm) 

(total magnetization becomes minimum) is obvious. 

 

FIG. 1.16. Ὅ ὠ measurements for (a) necked NiFe wires and (b) necked Ni 

wires with constriction widths of (i) 50 nm, (ii) 100 nm, (iii) 150 nm, (iv) 200 

nm, and (v) 250 nm. In the insets of (a) and (b) the average critical current 

density is plotted as a function of constriction width for NiFe and Ni, 

respectively. Micromagnetic simulations for necked NiFe wires with 

constriction widths of (c) 50 nm, (d) 100 nm, (e) 250 nm, and (f) 300 nm. 

Reprinted from the permission of [44]. 

Chapter 1 



 [Year]  
 

18 
 

1.6.1. Importance of GdCo: 
Alloying of Gd, a local spin based ferromagnetic material with a conventional 3d metal 

that has itinerant ferromagnet will give rise to exotic spin order like Ferrimagnetism. 

Thus from the view point of basic magnetism as well as from potential applications 

binary Gd-Co alloys and intermetallics are interesting. 

Previous works reported [45] that the Gd rich alloys and compounds of GdCo show 

very high magneto caloric effect (MCE). The magnetic entropy change ȹS is the 

measure of MCE. 

ЎὛὝ,Ὄ =
1

ЎὝ
ὓ(Ὕ+ ЎὝ,Ὄ)

Ὄ

0

ὨὌ ὓ(Ὕ,Ὄ)ὨὌ

Ὄ

0

                (1.14) 

From the isothermal magnetization curve ȹS was measured. 

 
 

 

 

 

 The magnetic entropy change of few Gd compositions like Gd4Co3, Gd3Co is very high. 

For Gd4Co3 it becomes 7.2 Jkg
-1
K

-1
 at 50 kOe (see FIG. 1.17). 

  In the multilayer spin valve system Fe/Cu/GdCo the giant magnetoresistance (GMR) 

value depends on the GdCo composition as well as the thickness of the layer. At room 

temperature below 50 % concentration of Co the magnetization of GdCo composition is 

almost zero (FIG. 1.18(a)). The compensation composition xC is around 80 at. % of Co. 

Below and above xC the net magnetization is parallel and/or antiparallel with the 

magnetization of Gd and Co atom.  

FIG. 1.17. Temperature dependence of isothermal magnetic entropy change 

for different magnetic field change of Gd4Co3 alloy. Reprinted from the 

permission of [45]. 

Chapter 1 



 [Year]  
 

19 
 

 
. 

 

 

 

 

 

 

 For the GdCo thickness of 3.2 nm the GMR ratio is zero for Co content less than 50 %. 

As the Co concentration is increased, GMR ratio becomes negative. The sign of GMR 

changes to positive for high Co concentration. Therefore for a fixed thickness GMR 

ratio strongly depends on the GdCo composition.FIG. 1.18 shows the GdCo thickness 

dependence of GMR for a fixed concentration. During the GdCo layer variation a 

crossover from positive to negative value of GMR is observed for low Co contents. 

 The Hall-effect measurement has been done on the Co rich amorphous alloy GdCo3 

[47]. From close to 0 K to room temperature the Hall resistivity ɟH is independent of 

temperature and at the compensation temperature (Tcm) it changes sign. Above Tcm the 

magnetization shows that the Co moment is almost constant in this temperature region 

where Gd moment varies with temperature. This result confirmed that above Tcm, Hall 

effect is associated with Co moment and the magnetization of Co becomes parallel with 

the applied field. The form of the hysteresis loop also changes below and above Tcm. 

FIG. 1.18. (a) Dependence of magnetization at room temperature for GdCo alloy 

and (b) GMR ratio of the spin-valves Fe(2 nm)/Cu(3 nm)/GdCo(3.2 nm) on the 

Co content of GdCo alloys. Measurements were performed at room temperature. 

(c) Dependence of GMR ratio at room temperature on the GdCo layer thickness 

for various compositions of GdCo. The lines serve as a guide to the eye. 

Reprinted from the permission of [46]. 
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1.6.2. Magtetization compensation temperature Tcm: 
 In a binary Gd-Co where the magnetic nature of the two constituents is different it is 

likely that the Gd and Co will form sublattices. In a binary alloy of GdCo the total 

magnetization becomes the resultant vector of the magnetization of the sublattice atoms 

(Gd and Co). It can be expressed as, 

ὓὝᴆ= ‗ὓὋὨᴆ+ ‘ὓὅέᴆ                                                (1.15) 

, where ɚ + ɛ = 1 and MGd and MCo are the sublattice magnetizations. The Gd and Co 

moments are antiferromagnetically coupled. Therefore MT strongly depends on the 

temperature and the composition. At the compensation temperature (TM), MT becomes 

minimum or MT        0, as ɚMGd = - ɛMCo. 

  In GdCo composition collinear structures are expected and therefore for a wide range 

of composition ferrimagnetic order exist. In the Gd rich composition there has not any 

Tcm. Only the Curie temperature (TC) is observed. As the Co concentration increases, Tcm 

appears. But for very high Co concentration Tcm again disappears (see FIG. 1.20 (a)). At 

4.2 K the compositional compensation concentration of Gd1-xCox alloy is xM ~ 0.8. 

 The saturation magnetization MS and the coercive field HC is related as HC  θ 1/MS. 

Since at Tcm, MS becomes minimum or zero HC diverges (see FIG. 1.20 (c)). This could 

also be a measure of Tcm. 

 

FIG. 1.19. (a) Saturation Hall resistivity as a function of the 

temperature.(b), (c) and (d) is the observed hysteresis loop. BE is the 

external magnetic field. Reprinted from the permission of [47]. 
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1.6.3. Tuning of Tcm: 
 Recent numerical analysis [50] on the magnetization of the binary alloy system 

reported the key point of tuning the value of Tcm. They considered a system of two spin 

S and ů which were located on alternating sites of a square lattice. The Hamiltonian of 

the system is, 

Ὄ= ὐ1 ὛὭ
ὃ

<ὲὲ>

„Ὦ
ὄ ὐ2 ὛὭ

ὃ

<ὲὲὲ>

ὛὯ
ὃ Ὀ ὛὭ

ὃ 2

Ὥ

Ὀ „Ὦ
ὄ 2

Ὦ

               (1.16) 

 

, where S
A
 and ů

B
 are the spins of sublattices A and B. The nearest neighbour and next-

nearest neighbour exchange constant are J1 and J2. The crystal field or the single atom 

anisotropy energy coefficient is D. Again the sublatice magnetization MA and MB can be 

represented as, 

FIG. 1.20. (a) Temperature dependence of the saturation magnetization for GdCo 

alloys. The solid and dashed lines were calculated from the mean-field theory. 

(b) Compositional variation of the saturation magnetization for GdFe and GdCo 

alloys at T = 4.2 K. Reprinted from the permission of [48]. (c) The temperature 

dependence of the coercivity for films of GdCo with compositions 33.7 % and 

36.4 % of Gd. Reprinted from the permission of [49]. 
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, where L is the system size and MT is the total magnetization. 

 

 
 

 

 

 Using Monte Carlo simulation the value of MT was calculated from Eqn. 1.17. In FIG. 

1.21 the parameters are normalized by J1 as, Dô = D/|J1|, J2ô = J2/|J1| and Tô = T/|J1|. For 

Dô = 0 a compensation temperature still exist in the MT vs Tô curve. This phenomenon 

indicates the importance of the interaction term J2ô for the existence of the 

compensation. The value of Dô confirms the location of the compensation temperature. 

Therefore by changing the value of Dô one can easily tune the position of Tcm. 

 This alloy has a potential application in spintronic devices. There has a certain range of 

the RA product (resistance ×  contact area) of Ferromagnet (FM)/Insulator (I)/Si contact 

for which magnetoresistance (MR) can be visible in spintronic devices. If the 

ferromagnets are Co and Ni80Fe20, the RA product becomes eight to ten orders larger 

than the desired value. Therefore the observation of MR in Si spintronic device is not 

possible. Here the insulator is Al2O3. By adjusting the tunnel barrier thickness (insulator 

thickness) one can adjust the RA product. But in this case the reverse bias Schottky 

barrier dominates over the resistance of the contacts rather than the tunnel barrier. 

Therefore for the low doped Si the RA product varies very little as the thickness of the 

tunnel barrier changes. 

 Using a material of low work function that is a ferromagnet the Schottky barrier height 

(ūB) can be reduced. Gd is the only material with work function (ūm = 3.1 V) which is 

lower than the work function of Co, Ni, Fe and Ni80Fe20 and it has a large tunnel spin 

polarization (TSP). Therefore the FM/I/Si tunnel contact consisting of Si/Al2O3 (0.5 

nm)/Gd(0-5 nm)/Ni80Fe20(10 nm)/Au(10 nm) has eight orders smaller RA product value. 

The value is ~ 10
-7ʍm

2
. The TC value of Gd is 293.2 K [8] and therefore the effect of Gd 

cannot be utilized above room temperature. The ūm value of GdCo alloy can be tuned 

FIG. 1.21. Temperature dependence of the absolute value of the total 

magnetization per spin, for several values of Dô and Jô2 = 1.0. Reprinted 

from the permission of [50]. 
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by tuning the composition. If we use this alloy in place of Gd, the TSP increases at high 

temperature [51] and the device could be used above room temperature. 

 

 
 

 

 

 

 

 
 

 

 In this thesis we investigate the size induced tuning of Tcm in NWs of Gd-Co alloy.  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

FIG 1.22. (a) Resistanceïarea product of the tunnel contact at the reverse bias 

of +0.2 V versus the thickness of the Al2O3 tunnel barrier. The red (orange) 

data is for the Si/Al 2O3/Co (Ni80Fe20) (15nm) contacts; the blue data is for the 

Si/Al 2O3/Gd (15 nm) contacts. (b) Resistanceïarea product of the Si/Al 2O3 

(0.5 nm)/Gd/Ni80Fe20 (10 nm) contacts at a reverse bias of +0.2 V versus the 

thickness of the Gd interlayer. The solid lines are a guide to the eyes. The inset 

shows the Schottky barrier height (ūB) of the contact versus the thickness of 

the Gd interlayer. The error bars denote the accuracy of the determination of 

the Gd thickness. Reprinted from the permission of [51]. 
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 The thesis is organized in the following chapters: 

 

Chapter 2: Sample preparation and Experimental techniques for characterization and physical 

measurements are described in details. 

 

Chapter 3: Detailed study of the low field MR of polycrystalline Gadolinium with varying grain size 

to investigate the effect of size reduction on anisotropy energy and the Spin Reorientation transition 

temperature. 

 

Chapter 4: Low field MR of single Gadolinium nanowire has been studied and compared the results 

with the value of bulk sample. The motivations are similar to those in Chapter 3. 

 

Chapter 5: Bose Einstein condensation (BEC) of Magnons in nanostructured films of Gd at low 

temperature has been studied and it was established that BEC has a clear signature in electrical 

resistivity as well as magnetoresistance. The main effect is the softening of the Spin wave stiffness 

constant that can be quantitatively evaluated from temperature dependent magnetization data. The 

resulting softening as evaluated can quantitatively explain the resistance anomaly and MR field 

dependence. 

 

Chapter 6: This chapter describes the current induced Domain wall motion in a nanoconstriction in a 

micro strip of Gd and the resulting effect was used to determine the anisotropy energy in magnetic 

thin film with micro/nano constriction. 

 

Chapter 7: Magnetization compensation temperature Tcm of GdxCo1īx (x = 0.4) alloy nanowire 

(diameter Ḑ 100 nm) has been studied and understand the discrepancy in result from its bulk value. 

 

Chapter 8: Conclusion. 
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CHAPTER 2 

Sample preparation and Experimental techniques 
 

 In this chapter we present the sample preparation techniques as well as characterization and 

measurement techniques that have been used in the thesis. The sample preparation used techniques 

such as thermal evaporation, electron beam evaporation, integrated lithographic techniques, arc 

furnace and electrodeposition. The characterization of the samples were done with instruments like X-

ray diffraction (XRD), Scanning electron microscope (SEM), Tunnelling electron microscope (TEM) 

and Atomic force microscopy (AFM). Magnetic measurements used Vibrating sample magnetometer 

(VSM) and Superconducting quantum interference device (SQUID) and mutual inductance based ac 

susceptibility set-up. Electrical resistance measurements were done using a 4 probe technique and the 

magnetoresistance at low field were measured with an air core solenoid and at higher field with a 

superconducting magnet. 
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2.1.  Sample preparation 
All the samples used in the work were made during the thesis work. The samples which were 

used in this thesis are all polycrystalline Gd samples of different dimensions and 

morphologies. The list of the samples which we used is given below: 

(a) Bulk polycrystalline ingot of Gd used as bulk after proper annealing treatment 

(b) Thick films of Gd with different grain sizes. 

(c) Gd nanowire made by Focused Ion Beam milling. 

(d) Microstrip of Gd with lithographically patterned  nanoconstriction 

(e) GdCo alloy ingot and nanowire. 

For all the Gd samples that starting material is same as that in the ingot and thus has the same 

purity. 

2.1.1. Thermal evaporation 
It is a very well known technique to prepare film samples and electrical contact pads. 

We used a vacuum chamber of air pressure < 10
-6
mbar.Inside the chamber a heater is 

connected through tungsten or molybdenum boat at which the ingot of the film sample 

material is placed. The substrate where the film will grow is placed at a distance just 

above the boat. The substrate or the film with substrate sometimes heated before or after 

deposition by substrate heater. Large amount of electric current is passed through the 

high resistance boat and by Joule heating the boat is heated in such a way that the 

sample material is melted and evaporated to the upward direction. With the contact of 

respectively cold surface of the substrate evaporation material is deposited onto it and 

makes a film. 

 

 
 

 

 

 In this thesis by this evaporator we prepared thick films (Film-A: 1.9 ɛm thick, Film-B: 

250 nm thick) of Gd. The evaporation has been done on quartz substrate at 10
-7 

mbar at 

temperature 450
0 

C. After that Film-A and Film-B was annealed at 500
0
C for 9 hours 

and 4 hours at 1 mbar of continuous Ar flow. Due to different annealing time average 

grain size of the samples were also different with the value 105 nm (Film-A) and 35 nm 

FIG. 2.1. Schematic representation of thermal evaporation 

with substrate heating. 
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(Film-B). The Ag and Au/Cr electrical contact pads were also prepared by thermal 

evaporation. 

 

2.1.2. Electron beam evaporation 
 For this kind of evaporation a very high vacuum chamber is needed. High melting point 

sample can also be prepared by this method. The ingot of the sample is placed in a 

crucible of Al2O3 or Graphite and using a magnetic field an electron beam is focused on 

the ingot. Due to the high energy electron beam the material is melted and evaporated. 

This evaporated material then deposited on a substrate which is placed at a distance just 

above the crucible. The crucible is placed on a water cooled holder. The high vacuum 

and ultra high vacuum is created by Turbo molecular pump (TMP) and Ion Gauge pump 

(IGP) at a pressure level Ṃ 10
-8
 mbar. 

 

 
 

 

 

 In this thesis thin film (thickness ~ 40 nm) of Gd was prepared on quartz substrate by 

electron beam evaporator at a base temperature 350
0
 C. The evaporation rate was 0.05 

nm/s. After that a 3 nm Au film was evaporated on the Gd film to protect it from the 

oxidation. The base pressure of the chamber was ~5×  10
-8
 mbar. 

 

2.1.3. Integrated lithography technique 
 On quartz substrate preparation of good quality Gd film is possible at a temperature > 

200
0
C [1, 2]. Since electron beam lithography (EBL) resist PMMA is burned above 

150
0
C, by EBL making of nanowire (NW) and nanoconstriction (NC) of Gd is 

impossible. To make Gd NW and NC we avoided the conventional photo or electron 

beam lithography and followed an integrated lithography technique. 

 In this process we first by thermal or electron beam evaporation prepared Gd film on 

quartz substrate. Then the film was covered by photo resist SU8. After that we did 

photo lithography in such a way that only a rectangular strip on the film was covered by 

FIG. 2.2. Schematic representation of electron beam 

evaporation with substrate heating. 
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SU8. Then the total sample was immersed into 5 % HCl solution. The bare open surface 

of the metal Gd was etched out by acid. Only the rectangular strip area was protected by 

SU8 from the acid. Thereafter by photo resist remover SU8 was removed from the 

rectangular surface and a rectangular strip of Gd was prepared on the quartz substrate. 

Then by Focused Ion Beam (FIB) milling process NW and NC was prepared on the 

rectangular strip of Gd. 

 
 

 

 

 

 Dual beam FIB is a compound system by which one can do multiple works like 

imaging by electron or ion source, milling by ion source, contact pad preparation by Pt 

deposition, nanostructure transplantation from one place to another place by Omni 

probe and TEM sample preparation. In FIB Ga ion is used as an ion source. 

 

2.1.4. Electrical contact pad preparation 
 On the NW and NC samples the electrical contact pads were made by electron and Ion 

beam lithography techniques. The bigger contact pads were prepared by direct 

evaporation of metal through a Si mask. This mask was made by etching of Si wafer by 

the Reactive Ion etching using SF6 gas and a litho mask. In this process we achieved a 

precision distance of 50 ˃m between two pads. At first a pattern was prepared on the Si 

wafer by photolithography. Here SU8 resist was used. Then the open portion was 

plasma etched completely through the wafer using an STS 100 inductively coupled 

plasma etcher with a gas mixture of SF6/O2.Si was etched out by SF6 and a multi-padded 

hard mask of Si wafer was prepared in this way. Direct evaporation of Ag or Au/Cr has 

been done for making contact pads. In case of Au/Cr evaporation first Cr of thickness 3-

5 nm was evaporated and then 50 nm Au was evaporated. Only Au does not stick very 

well on quartz or Si substrate. 

FIG. 2.3. (a) Flow-chart of the integrated lithography root of 

NW and NC preparation. SEM image of the Gd (b) NW and 

(c) NC is prepared by this process. 
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  The next step was electron beam lithography. In this process the substrate with sample 

and bigger contact pads was covered with electron beam resist Polymethyl Methacrylate 

(PMMA). The resist coating has been done by a spin coater. First PMMA-350k was 

spin coated at 2900 rpm for 40 s. Then it was baked at 180 
0
C for 1.5 min. After that the 

sample was spin coated again by PMMA-950k at 6000 rpm for 40 s. Then it was baked 

again at 120 
0
C for 90 min. Double resist coating is needed for undercutting by which 

the success rate of the process increases (see FIG. 2.5). After preparing the resist coated 

substrate with sample was put inside a Scanning Electron Microscope (SEM) and a 

patterned was written by electron beam on the resist. This written portion was washed 

out by 3:1 Methyl Iso-butyl Ketone (MIBK): Iso-profile Alcohol (IPA) solution. Then 

metal evaporation has been done and the pattern was developed by Acetone. 

 
 

 

 Ion beam lithography is a special case. When the abrupt height differences in the upper 

plane of the substrate are present (present in ion beam prepared sample), simple electron 

beam lithography makes discontinuous contact pads. In ion beam deposition metal does 

not deposited directly. Here high energy ions are bombarded on the substrate/sample 

and secondary electrons are generated. During this process the precursor gas of 

methylcyclopentadienyl platinum trimethyl (CH3)3(CH3C5H4) Pt which is focused at the 

 

FIG. 2.4. SEM image of theAg pad on quartz substrate prepared by 

direct evaporation through Si hard mask. 

FIG. 2.5. Schematic diagram of electron beam lithography process. 
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desired position is broken by this high energy Ga
+
 ions and metal is isotropically 

deposited with amorphous C. Since in this case the metal ions are deposited 

isotropically, the problem in electron beam deposition is solved here (see FIG. 2.6). 

Also the metal which is deposited by ion beam has high resistance. Therefore it is very 

effective in voltage lead preparation. 

 
 

 

 

 

 In FIB system we have deposited Pt to make electrical contact pads at 30 kV voltage 

and 28 pA current. In this condition the resistance of the FIB deposited Pt metal 

becomes minimum. The resistance of this metal highly depends on the deposition 

condition. It is basically a composite of Pt and C. Details of this Pt-C composite nano 

leads is discussed in Appendix-A. 

 

2.1.5. Arc furnace 
 Arc furnace that has been used consists of a chamber where in presence of inert gas 

(Ar) electric arc is created to melt the metals and thus prepare alloys from metal ingots. 

At first the chamber is pumped down to a pressure < 10
-5
 mbar. Then the inert gas, 

generally Ar, is introduced into the chamber. Two Tungsten tip rods are present inside 

the chamber and the rods are connected with a high voltage power supply. These rods 

are electrodes. Metal ingots are placed above a Cu plate which is the crucible. A water 

supply is present to cool the crucible. When power is applied and the tips of the rods are 

brought very close to each other, due to the presence of Ar, an arc is created between the 

sharp tips of the rods. This arc is used to melt the metal ingots. By the mixing of melted 

metals the alloy is formed. The homogeneity of the alloy is increased by repeating the 

processes. 

FIG. 2.6. Schematic diagram of (a) electron beam lithography metal 

deposition and (b) Ion beam deposited Pt deposition on a substrate with 

abrupt height differences on the surface. (c) SEM image of FIB deposited 

Pt voltage leads which are connected on Gd nanoconstriction sample. 
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2.1.6. Electrodeposition 
 Electrodeposition which is widely used is a very well established simple low coast 

technique by which long parallel metal and alloy nanowire can be prepared very easily 

using a template [3].In a simple process two conducting plate is poured inside an 

electrolyte solution and the plates are connected with a battery of different polarity. 

Metal ions (M
+ne

) are deposited on the cathode plate (negative polarity) and neutralized 

by taking electrons. In case of mixed salt electrolyte different kind of metal ions are 

presents (M1
+ne

, M2
+me

, M3
+pe

etc.) and they are simultaneously deposited for a particular 

potential difference between the plates. Michel Faraday by his Faradayôs law of 

electrodeposition first quantified the amount of depositing material m. 

ά=
Ὁ

Ὂ
ὗ                                                               (2.1) 

, where E is the equivalent weight, F is the Faraday number 96485 and Q is the total 

deposited charge. 

 Two kinds of deposition techniques are present. One is Galvanostatic and another one 

is Potentiostatic. In Galvanostatic electrodeposition a constant current is passing 

between the electrodes inside the electrolyte. The deposition occurs at an optimum 

current. 

 In Potentiostatic electrodepositionan additional electrode which is called the reference 

electrode is used in the electrolytic cell [4]. This is called three electrode system where 

the electrodes are counter electrode (CE), working electrode (WE) and reference 

electrode (RE). In two electrode system simultaneously current measurement with 

maintaining constant potential is extremely difficult. To solve this problem, the role of 

supplying electrons and referencing potential has been divided between two separate 

electrodes. The RE is a half cell with a known reduction potential. Its only role is to act 

as reference in measuring and controlling the working electrodes potential and any 

current does not pass through it. The CE passes all the current needed to balance the 

current observed at the working electrode. The deposition occurs at a constant potential 

of the working electrode with respect to the reference electrode. Potentiostatic 

deposition is widely used in nanowire preparation.  

 Commercially available Anodic Aluminium Oxide (AAO) templates are used here. 

AAO templates have nano channels of length 50 µm. The template which was used here 

FIG. 2.7. Schematic diagram of an arc furnace. 
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has a pore diameter 100 nm and pores are uniformly distributed. One side of AAO has 

been coated with metal by thermal evaporation. This metal coated AAO was used as 

WE. Calomel electrode (Hg/Hg2Cl2) was used for RE and Platinum plate was for CE.  

 
 

 

 

 In case of Gd0.4Co0.6 alloy nanowire preparation one side Ag coated AAO template of 

100 nm pore diameter was used as a working electrode. The electrolyte contained 0.2 M 

GdCl3,7H2O; 0.2 M CoSO4,5H2O and 0.3 M H3BO3. 

After preparing the electrolyte cell cyclic voltammetry (CV) is the method by which one 

can find out the actual reduction potential. In cyclic voltammetry, the electrode potential 

ramps linearly versus time. This ramping is known as the experiment's scan rate (V/s). 

The potential is measured between the reference electrode and the working electrode 

and the current is measured between the working electrode and the counter electrode. 

This data is then plotted as current (i) vs. potential (E).The forward scan produces a 

current peak for any analytes that can be reduced (or oxidized depending on the initial 

scan direction) through the range of the potential scanned. The current will increase as 

the potential reaches the reduction potential of the analyte, but then falls off as the 

concentration of the analyte is depleted close to the electrode surface. If the redox 

couple is reversible, the applied potential is reversed and it will reach the potential that 

will reoxidize the product formed in the first reduction reaction. This produces a current 

of reverse polarity from the forward scan. The oxidation peak will usually have a similar 

shape to the reduction peak. From the CV data the oxidation potential of Gd0.4Co0.6nano 

wire preparation was found out at 2.5 V. 

 After finding the oxidation potential nano wire could be prepared by DC electrolysis or 

Pulsed electrolysis. 

DC electrolysis: In this case a constant potential is applied at the cathode. Generally 

oxidation potential is used as a constant potential here. At first when the potential is 

applied, the current at CE becomes very high due to the double layer at the surface of 

cathode (WE). The current decreases rapidly and after few times later again increases. 

This increase of current indicates to fill up the nano channels. When the channels are 

completely filled, the current becomes saturated. In our work for 100 nm GdCo NW 

preparation at 2.5 V DC bias overgrowths had been started after 90 s. 

Pulsed electrolysis: Using DC electrolysis, preparation of nano wire with dimension 

bellow 100 nm is very difficult. Positive ion clouds are generated inside the nano 

channels. These clouds oppose the positive ions to reach the cathode. Ion clouds are not 

generated in case of pulsed electrolysis. Here a pulsed potential is applied at the cathode 

FIG. 2.8. (a) SEM image of the top view of an AAO. (b) Schematic 

diagram of metal coating on a template. (c) Schematic diagram of nanowire 

preparation by three electrode system electrodeposition method.  
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(WE). Oxidation potential is used for the negative pulse height. Cloud generation 

depends on the pulse width. In between two negative pulses one can use a small positive 

pulse to create a good quality single crystalline wire. For very low mobility ions, the 

rate of deposition is very slow and the current pulse height is also small. But slow 

deposition increases the quality of the wires. A small positive potential can be applied to 

reduce some ions from the deposited material and to avoid the ion cloud generation. 

 

 
 

 

 

 

2.2. Characterization 

(a) X-ray diffractometer (XRD)  

 The crystal structure of the samples has been decided by XRD. X-ray is an 

electromagnetic wave and it is scattered by atoms sitting in parallel planes in the 

crystal. If X-ray of wavelength ɚ falls into a crystal, it reflects and detect by a 

detector. According to the Bragôs law, 

2Ὠsin—= ὲ‗                                                       (2.2) 

, where d is the distance between two parallel atomic planes. ɗ is the angle between 

incident X-ray and the atomic planes. n is an integer number. We have used Cu KŬ 

radiation of wavelength ɚ = 0.15418 nm. 

 X-ray diffraction measurements have been done by XôPert PRO diffractometer [5]. 

In this system the sample remains fixed. The X-ray tube and detector both are rotated 

with an angle ɗ. In this thesis work we basically measured XRD of bulk ingots, thin 

and thick films on quartz substrate and nanowires inside AAO template. Here is an 

example of the XRD pattern of bulk Gd and GdCo alloy (see FIG. 2.10). Gd has a 

hexagonal crystal structure. Our sample was polycrystalline where (0002) orientation 

FIG. 2.9. (a) Cyclic Voltammetry curve (b) DC current vs. time curve 

and (c) Pulse current vs. time curve of GdCo alloy nanowire 

preparation. (d) SEM image of Gd0.4Co0.6 100 nm diameter nanowires 

hanging from the Ag later. 
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showed maximum intensity. Again bulk GdCo alloy has an amorphous structure and 

there has no XRD peak. 

 
 

 

 

(b) Atomic Force Microscope (AFM) 

 In this thesis the surface morphology and the thickness of a film was determined by 

AFM [6]. In AFM a cantilever with a sharp tip or probe (nanometer order) moves on 

the surface of the film and according to the roughness of the film the cantilever tip 

gets up and down. A laser light is projected on the head of the tip. According to the 

roughness of the surface of a film the position of the reflected laser light is changed. 

This position change is detected by a detector which is connected with the cantilever 

through a feedback electronic circuit. The force between the probe and the surface of 

the sample is determined here. AFM is basically a scanning probe microscope which 

has two different imaging modes. One is contact mode and another one is non 

contact mode or tapping mode. 

 The grain size at the surface of our Gd film samples was determined by AFM. The 

thick Gd film (thickness ~ 1.4 ˃m) sample has elongated grains with average grain 

sizes ~ 128 nm (along length) and ~ 80 nm (along width) (see FIG. 2.11(b)).Using 

AFM we also measured the thickness of our Gd thin film sample which has been 

prepared by electron beam evaporator. The measured thickness was ~ 40 nm. 

 

 
 

 

FIG. 2.10. (a) Schematic representation of XRD system. (b)Normalized 

XRD (I/Imax) of bulk Gd and GdCo alloy. Imax is the maximum intensity. 

FIG. 2.11. (a) Schematic representation of AFM. (b) AFM image of the 

surface of Gd film. (c) Gd film thickness determination by AFM. 
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(c) Electron microscope 

 There are two kind of electron microscope which we used. One is Scanning Electron 

Microscope (SEM) and another one is Transmission Electron Microscope (TEM). 

Due to a high energy electron bombardment a sample produces Secondary electrons, 

Backscattered electrons, Auger electrons, Transmission electrons, characteristics X-

ray, Continuum X-ray and Cathodoluminescence. 

Scanning Electron Microscope (SEM): In SEM a high energy electron beam is 

thermionically emitted from an electron gun. The filament of the emitter is basically 

made by tungsten which has high melting point and low vapour pressure. The 

emitted electron beam has energy up to 30 keV and it is focused by one or two 

condenser lenses within a spot of range 0.5 nm to 5 nm diameter. In the sample the 

primary electrons (PE) due to random scattering lose energy and trapped within a 

teardrop shape volume. The volume depth could be 5 m˃ from the surface. For 

random inelastic collision of the PEs with the surface atoms of the sample from the 

k-shell of the atoms Secondary electrons (SE) are generated. These low energy (< 50 

eV) SEs are collected by a detector for imaging. To prevent charging of non 

conducting specimen the sample is coated by Au or Pt. 

  In an atom to fill up the vacant k-shell from higher shells (L, M, N etc.) electrons 

are jumped into the k-shell and released energy by electromagnetic radiation which 

is basically X-ray. This is called characteristic X-ray which confirms the 

composition inside the sample. By determining this X-ray through a mode called 

Energy Dispersive X-ray (EDX) spectroscopy the compositional analysis also can be 

done in SEM. In all this process the sample is placed inside a high vacuum chamber 

(< 10
-7
 mbar). 

  In our thesis work we used SEM to image the nanowire samples, film thickness 

determination and compositional analysis by EDX spectroscopy. SEM also used to 

write pattern in electron beam lithography. 

 
 

 

 

 

FIG. 2.12. (a) Schematic diagram of the mechanism of SEM. (b) Schematic 

diagram of SE and X-ray generation by PE from an atom. (c) EDX spectrum 

of GdCo alloy nanowire. (d) Cross sectional SEM image to find out the 

thickness of Gd film. (e) SEM image GdCo nanowire. 
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Transmission Electron Microscope (TEM): 

  In TEM the mechanism is nearly similar with SEM but the signal detection process 

and sample mounting has a difference. Here the PE beam has been generated by 

thermionic or field emission method and it has a maximum energy nearly or above 

100 keV. The sample is prepared as a thin specimen or naoparticle/nanowire which 

is placed on a thin carbon coated Cu grid. High energy electrons are transmitted 

through the sample and the transmission electrons (TE) are detected by a detector. In 

this system by adjusting the magnetic lenses from the electrons which have been 

done elastic scattering diffraction pattern can be generated. For thin single crystalline 

samples this produces a pattern of dots and rings for polycrystalline and amorphous 

samples. This result provides the information about the crystal structure of the 

sample. The EDX spectrum of the sample can also be generated in TEM. 

 

 
 

 

 

 In our thesis work we used TEM to image ~ 100 nm diameter GdCo nanowire. To 

understand the crystal structure we also determined the Selected Area Diffraction 

(SAD) pattern of that nanowire sample. Due to the wave like nature of electron when 

it passes through a crystalline sample, it behaves that it passes through a 3-

dimensional grating and it is diffracted.  

2.3.  Physical measurements 

2.3.1. Magnetization measurement 

(a) Vibrating sample magnetometer (VSM) 

 The magnetization (M) measurement with respect to the applied field (H) and 

temperature (T) can be measured very well by Vibrating sample magnetometer 

(VSM). The working principle of VSM is based on the Faraday law of 

induction. Here the sample is vibrated inside a fixed magnetic field using a 

FIG. 2.13. (a) Schematic diagram of the mechanism of TEM. (b) TEM 

image of GdCo nanowire. (c) Selected Area Diffraction (SAD) of GdCo 

nanowire. 
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drive that moves the sample in a sinusoidal motion and an AC voltage is 

induced across the pickup coil. Induced voltage, ὠὭὲὨ= ‬•/‬ὸ. The magnetic 

flux across the pickup coil is .˒ This voltage is detected by a Lock in amplifier 

and from that voltage M is also calculated [7].The uniform magnetic field 

around the sample is produced by a Helmholtz coil. The resolution of VSM is 

10
-6
 emu. 

 
 

 

 

 

 Here we used a commercial VSM which has a temperature range from 80 K to 

1250 K and field range up to 1.6 T. We measured H dependent magnetization 

curve or ὓ Ὄ loop of our samples at different temperatures. In this thesis we 

also used VSM to measure the field cooled (FC) and zero field cooled (ZFC) 

temperature dependent magnetization of the samples.FIG. 2.14(b) shows that 

the coercive field HC of the small grained Gd sample is larger than the bulk 

sample. 

 

(b) SQUID magnetometer 

Superconducting quantum interference device or SQUID is an ultra sensitive 

magnetometer with a resolution of 10 8emu. The basic principal of SQUID is 

based on superconducting loops containing Josephson junctions. There are two 

kinds of SQUID which are DC and RF SQUID. DC SQUID is more sensitive 

than RF SQUID. Today it is used in various magnetic characterizations. AC 

susceptibility can also be performed in SQUID. Since here superconducting 

magnet is used, the range of maximum applied field is very high (> 5 T). 

 In this thesis by this magnetometer we measured ὓ Ὄ loop of Gd samples at 

low temperatures (1020 K). The FC and ZFC curve also measured within a 

temperature range 5-330 K at a magnetic field of 0.01 T. Result showed that the 

Gd samples are ferromagnetic with TC around 300 K or room temperature. The 

samples (especially small grained film samples) also showed a low temperature 

transition around 20 K (FIG. 2.15).  

 

 

FIG. 2.14. (a) Schematic diagram of the VSM. (b) ὓ Ὄ loop of Gd 

samples at 80 K. The magnetization is normalized by MS (M at 1.6 T). 

The samples are bulk ingot (Bulk) and two films of grain size 105 nm 

(Film-A), 35 nm (Film-B). 
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 The AC susceptibility of that samples were measured using mutual inductance 

bridge in three different frequencies (17, 170 and 1202 Hz) of AC field (0.4 

mT) and in the presence of three different DC bias fields (0, 0.01 and 0.1 T). 

The low temperature transition is clearly observed in AC susceptibility result 

(see FIG. 5.6). 

 

2.3.2. Electrical resistance measurement 
All electrical resistance measurements have been done using collinear four probe 

method. We used a high-precision resistance measurement using a low frequency AC 

technique with a Lock-in amplifier SR 830 (LIA) and a low noise transformer pre-

amplifier (PA) with a gain of 100. Four electrical contact pads were collinearly 

connected with the samples. The outer side pads were for current leads (+I , -I) and the 

inner side pads were for voltage leads (+V, -V). An AC current Iac was generated by 

LIA and was passed through a high resistance RH (more than 100 times from the sample 

resistance) to maintain a constant AC current inside the circuit. Due to the passing of Iac 

through the sample an AC voltage Vac was developed across the voltage pads. This Vac 

was then amplifies by a transformer preamplifier (PA) (only for small resistance 

sample) and detected again by the same LIA. To find the actual value of Iac the voltage 

VR across RH was measured by another LIA or by a digital multimeter (DMM).Both the 

LIAs were synchronized with each other. The AC current was defined as Iac = VR/RH. 

Where VR was the amplitude of the AC voltage developed across RH. The sample 

resistance R was defined as R = Vac/Iac. Here also Vac was the amplitude of the AC 

voltage across the sample voltage leads +V and ïV. For phase sensitive detection 

technique a frequency of 173 Hz was used. 

From the measured resistance R, the resistivity of the sample was defined by ɟ = RA/L. 

Where A was the cross sectional area of the sample. L was the distance between +V and 

ïV pads on the sample.  

 

FIG. 2.15. FC and ZFC curve of Gd samples at a field 0.01 T. The 

samples are bulk ingot (Bulk) and two films of grain size 105 nm (Film-

A), 35 nm (Film-B). 
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 A pulsed tube Helium cryostat [8, 9] was used for measurement in the temperature 

range of 4 Kï330K. This type of cryostat does not have any moving part and therefore it 

has a noise free operation which helps us to measure very low resistance. The sample 

was mounted at the cold head where a heater and a Cernox thermometer were also 

attached. By sensing the temperature through the thermometer the heater was controlled 

by a temperature controller ITC 503. Cu wires were used for current and voltage 

measurements. The wires were connected with the contact pads of the sample by Silver 

paste. The experiment was automated by computer programming through the GPIB 

cables which were connected to the instruments. The computer programme has been 

written in LabVIEW software. 

 

2.3.3. Magnetoresistance (MR) measurement 
 The change of electrical resistance of a sample due to the application of a magnetic 

field is called the magnetoresistance (MR). It can be defined as, 

ὓὙ% =
Ὑ(Ὄ= 0) Ὑ(Ὄ)

Ὑ(Ὄ= 0)
× 100                                       (2.3) 

, where R(H = 0) is the resistance at zero magnetic field H = 0 and R(H) is the resistance 

at a magnetic field H. The MR measurement can be done in two ways, one by 

temperature ramping and another one is isothermal MR measurement. Since the MR% 

FIG. 2.16. Schematic diagram of low temperature AC resistance 

measurement technique. LIA = Lock-in amplifier, PA = Transformer 

Preamplifier. 
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of our Gd samples is small enough (~ 1% or less at a field 0.2 T) we used isothermal 

measurement technique. 

(a) Low field MR  

In case of the low field magnetoresistance (MR) measurement, a liquid nitrogen 

bath type cryostat with a copper wire air core solenoid was used. The 

measurement of MR was done up to a field of 0.2 T. 

 
 

 

 

 The magnet was calibrated by a flux meter. The flux meter was nothing just a 

solenoid which was connected with a digital multimeter (DMM). It was placed 

inside the air core solenoid magnet and the overall system was put inside a 

liquid nitrogen bath. The working principal of the flux meter follows Faraday 

Laws of induction. 

ὠὭὲὨ=
‬•

‬ὸ
= ὔὃ

‬ὄ

‬ὸ
                                            (2.4) 

ὄ=
1

ὔὃ
ὠὭὲὨ

Ὕ

0

Ὠὸ                                              (2.5) 

, where ű is the magnetic flux which is created due to the magnetic induction B 

of the magnet. N is the number of turns of the copper wire on the flux meter. 

Vind is the induced voltage across the flux meter. When a DC current I was 

suddenly passed through the magnet a time dependent magnetic field B(t)was 

generated and increases with time. Due to the change of magnetic field a 

voltage was induced across the flux meter. The experimental time was T. 

Therefore the area under the curve Vindɀt shows the value of magnetic induction 

B for the current I. B was different for different values of I and from the B I 

curve the calibrated relation was established as B = 0.036×  I. 

FIG. 2.17. (a) Flux meter and air core solenoidal magnet. (b) Vind vs. t 

plot for a current 0.4 A. (c) I dependent B curve. 
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 The sample was mounted at the top end of a dip stick. Then the dip stick was 

poured inside a cylindrical vacuum chamber.  The chamber with the stick was 

put inside an air core solenoidal magnet in such a way that the sample position 

was at the middle of the solenoid. Then the total system was put inside a liquid 

nitrogen bath. To protect the loss of liquid nitrogen the bath wall was made 

vacuum shielded. 

FIG. 2.18. (a) Setup for measuring the low field MR. (b) Screenshot of 

the MR measurement program in LabVIEW during the measurement of 

the MR of Gd bulk sample at 235 K. 
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To measure the resistance change of the sample, we used the AC low frequency 

resistance measurement technique which was rigorously discussed in the 

previous section. Here again we used two LIA, one PA and a high resistance 

which was connected in series with the circuit. The MR measurement has been 

done with a resolution of ±  1 ppm. To reduce the noise level the complete 

experiment has been done inside an electromagnetic wave shielded cage. DC 

power supply of Agilent was the source of a constant DC current which was 

passed through the magnet and create a constant magnetic field. A helium (He) 

bladder was attached with the chamber of dip stick. To reach the sample near 

liquid nitrogen temperature (< 90 K) He gas was passed inside the sample 

chamber to make good thermal contact. The desired temperature of the sample 

was controlled by a temperature controller of Lakeshore. The maximum 

temperature fluctuation during the experiment was ± 0.02 K. Pt100 was used as 

a temperature sensor. A heater was placed at the top end of the dip stick which 

was made by Nichrome wire. The instruments were connected with the 

computer by GPIB cables. All the experiments were controlled by computer 

programming which was written in LabVIEW software. This technique has 

been followed throughout the thesis work for all the samples to measure the low 

field MR. 

 

(b) High field MR  

The low temperature (below 80 K) and high field MR of the samples have been 

measured by a superconducting magnet up to a field of 9 T. 

 

 
 

 

 

 The sample was mounted on the top of a sample stick which was then put 

inside a cryostat in such a way that the sample was at the middle of a solenoidal 

superconducting magnet. Here the wire of the solenoid was made by 

superconducting material. The sample temperature was cooled by a He gas 

compressor. By a heater and a temperature sensor which was put beside the 

sample a Lakeshore temperature controller controlled the temperature of the 

sample. The field range of the magnet was 0 ï 10 T. The experiment has been 

done with a ramp rate of field 0.02 T/s. All the field dependent MR 

measurements have been isothermally done. The maximum temperature 

FIG. 2.19. (a) Setup for measuring the high field MR by a 

superconducting magnet. (b) Field dependent MR of bulk Gd sample. 
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fluctuation within a complete field ramp experiment was ±  0.07 K. The 

measurements have been done within a temperature range 15 ï 40 K. The 

instruments were connected with the computer by GPIB cables and the data 

were automatically read by a C++ program. 
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CHAPTER 3 

 

Magnetoresistance of polycrystalline Gadolinium with varying 

grain size 

 
 

In this chapter, we report a study of evolution of low field magnetoresistance (MR) of Gadolinium as 

the grain size in the sample is changed from few microns (~ 4 ɛm) to the nanoscopic regime (~ 35 

nm). The low field MR has a clear effect on varying grain size. In large grain sample (few ɛm), the 

magnetic domains are controlled by local anisotropy field determined mainly by the 

magnetocrystalline anisotropy. The low field MR clearly reflects the temperature dependence of the 

magnetocrystalline anisotropy. For decreasing gain size, the contribution of spin disorder at the grain 

boundary increases and enhances the local anisotropy field. 
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3.3.1. Introduction  
In recent years, investigation of magnetism in Gadolinium (Gd), in particular, 

polycrystalline, and nanostructured Gd has attracted renewed attention [1-6].The resurgence 

in the investigations on magnetic properties of Gd arises from the possibility of utilizing the 

rather high magnetic moment (and high saturation magnetization) in multilayer thin film 

applications [7] and also understanding basic physics in a metal with localized moments. 

Some of the recent magnetic studies focus on nanostructured samples with grain size in the 

domain of few tens of nm. The main motivation appears to be the fact that Gd is a new 

nanomagnetic system where the FM state arises from Gd ions with well-localized spin only 

moment in contrast to the magnetism in more itinerant conventional 3d ferromagnetic 

materials. Magnetoresistance (MR) of 3d ferromagentic materials has been a well researched 

topic for many years and particularly in recent times; the application related issues have 

made it a very active field of research [8]. In comparison, however, investigation of the MR 

of 4f ferromagentic metals like Gd has not attracted much attention. There are some classic 

reports of MR of Gd single crystals that show its essential differences with 3d metals (like 

Ni, Co, and Fe) [9,10]. These investigations, however, were done at a time when the spin 

structure of Gd was not well investigated and interesting features like spin reorientation (SR) 

transition were not discovered or well understood. The SR transition in Gd occurs at a well 

defined temperature TSR ~ 235K which is very unique because the magnetocrystalline 

anisotropy Ÿ 0at TSR[11].This feature is not seen in most (if not no other) ferromagnetic 

materials. Gd has a hexagonal closed pack (hcp) structure and ferromagnetic Currie 

temperature (TC) = 292.77 K [12]. In Gd, the easy direction of magnetization makes an angle 

ɗ with the crystallographic c-axis. The angle ɗ changes with temperature in a complex 

manner because the magnetocrystalline anisotropy energy EA (and the constants kôs) is 

strongly dependent on T [13]. A theory of the temperature dependence of the easy axis of 

magnetization in hcpGd has been proposed recently [14]. Gd, in addition to the para-ferro 

transition at TC, has two other important temperatures related to the spin configurations, 

namely, the SR transition TSR and the temperature T* where ɗ becomes maximum. In 

samples with average grain size > 35 nm, the effect of magnetocrystalline anisotropy is 

expected to take predominance. Very recent neutron scattering studies [1] on nanocrystalline 

Gd powders found that while the angle ɗ in polycrystalline samples with large grains (size 

(D) > few m˃) follows the temperature dependence as seen in single crystals, for samples 

with a characteristic grain size (DC) Ò 38 nm, ɗ has a temperature independent value å 50º. 

The similar result has been observed by the magnetization study of nanocrystalline Gd which 

clearly showed the roles of intra-grain and grain boundary (GB)/interfacial magnetic 

anisotropies [3]. 

 The present investigation reports precision low field MR measurements in polycrystalline 

Gd with grain sizes varying from few microns down to few tens of nanometers. The MR 

experiments were carried out at low fields (0˃H Ò 0.2 T), so that contributions to MR by the 

magnetic domains can be seen. The primary motivation is to study the effect of size 

reduction on such phenomena like spin reorientation transition and magnetic anisotropy as 

revealed through low field magnetotransport. Also, this work shows how the contribution to 

MR from domain wall and magnetic spins change with varying grain sizes. 

3.2. Sample preparation 

 The measurements are done on polycrystalline samples of Gd with purity å 99.9%. Three 

samples were studied in detail (see Table 3.1). One sample is a bulk polycrystalline sample 

(ñBulkò). The Bulk sample (length = 2.2 mm, width = 0.67 mm, and thickness = 0.25 mm) 
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was annealed at 850 ºC for 24 h in 1 mbar of Ar and then cooled down to room temperature 

with a slow cooling rate ~ 1.5 K/min. Other two samples are films of thickness 1900nm 

(Film-A) and 250 nm (Film-B) (see FIG. 3.1).  

 
 

 

The films were made from the same starting ingot as the Bulk sample. They were made by 

evaporation in a turbo-pumped chamber at a base pressure of better than 10
-7
 mbar on Quartz 

substrates at temperature of 450 ºC. The thickness of the film was controlled by varying the 

time of evaporation. After deposition, the films were annealed at temperature 500 ºC in 1 

mbar of continuous Ar flow. The Film-A annealed for 9 h, has larger grains compared to 

those of Film-B annealed for 4 h. 

 

3.3. Characterization and measurement technique 

3.3.1. Grain size analysis by AFM and SEM 
The micro/nano-structures of the films were characterized by Atomic Force Microscope 

(AFM). Estimated grain morphologies and the grain sizes in the samples obtained from 

AFM are summarized in Table 3.1.For the bulk sample, grain sizes are calculated from 

the Scanning Electron Microscope (SEM) images and the average grain size is å 4 m˃ 

(FIG. 3.2(a)). 

 Representative data for micro-structures of the two films are also shown in FIG.3.2.  

There are clear differences in the grain morphologies as well as the average grain sizes. 

Film-B is a compact collection of nearly spherical grains with average size å 35 nm. 

This can be seen in the AFM image for Film-B (see FIG. 3.2(b)). In Film-A, the average 

grain size is much larger with compact collection of long grains with average aspect 

ratio ~ 1.58 (see FIG. 3.2(b)). The AFM images taken on the surface show long grains 

where the average length and diameters are dL å 128 nm and dW å 81 nm. Now if we 

consider the grains are spherical, the mean grain size becomes ~ (dL + dW)/2 å 105 nm. 

The mean grain sizes were found by the fitting of Log-normal function with the grain 

size distribution (see FIG. 3.1(c)). Log-normal distribution is: 

 

Ὢὢ = ὃὩὼὴ
ὰὲὢ ὰὲὢά

2

2„2
                                   (3.1) 

 

, where A is a constant, ů is the standard deviation and Xm is the mean value of X or 

grain size. 

 The three samples studied have distinctly different micro/nanostructures, grain 

morphologies with average grain sizes that differ by nearly one order in each of the 

samples. We will see later that these differences in micro/nanostructures have 

qualitative impacts on the low field MR. 

FIG. 3.1. Cross sectional SEM images of the films. 
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3.3.2. Crystal structure analysis by XRD 
 FIG. 3.3(a) shows the XRD pattern of the three samples. Data has been compared with 

the standard polycrystalline Gd powder pattern (ICDD data base, Ref. code: 00-002-

0864). 

 
 

 

 

 

 Thin film growth generally favours the perpendicular direction and grains are columnar 

near the substrate surface [15] but due to the large thickness of the films (250 nm and 

1900 nm), at the surface of the films grains are lying laterally. This may be the reason of 

maximum majority of the basal plane (101) hcp face which in contrast with the Bulk 

where the majority phase is c-axis (002) hcp face. All three samples have a finite (111) 

fcc phase. To find out the volume fraction of each phase the peaks were fitted by the 

Gaussian function and the area (A(face)) under the curves were calculated for every 

FIG. 3.2. (a) SEM image of crystallites of the Bulk sample. (b) AFM images of the 

films. The scale of AFM images is 1.5 ɛm. (c) Particle size distributions of Film-A 

and Film-B. In Film-A, the length and width of a crystallographic grain are 

denoted by (dL) and (dW), where d(+ ) and d( ) indicate the limits of distribution 

as obtained from histogram. 

FIG. 3.3. (a) XRD data of three different samples. fcc phase is indicated 

by arrows. (b) Grain size (d) dependent fcc phase volume% of the 

samples. 
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XRD peaks. Therefore the volume fraction can be expressed as Volume % = 100 

× [A(face)/A(total)], where A(total) = A(100) + A(111) + A(002) + A(101).FIG. 3(b) 

shows the Volume % of fcc (111) phase for different samples (Film-B, Film-A and 

Bulk) of different grain sizes (35 nm, 105 nm and 4 ɛm). Previous reports [15,16] 

showed that the fcc phase only present in the seed layer of a thin film sample which has 

a finite thickness and this thickness decreases with the increase of film thickness. This is 

the reason of lower value of fcc Volume % in Film-A (thick film) (~ 6 %) than Film-B 

(~ 14 %). Though there is not any seed layer the amount of fcc phase is greater in Bulk 

(~ 8 %) than Film-A. This implies that the fcc phase which is present in the defect 

regions may increases due to the annealing at large temperature (~850 
0
C). The fcc 

phase is paramagnetic or it has a small amount of constant magnetization throughout the 

hcp ferromagnetic region. Therefore our magnetic results are in-effected by this fcc 

phase. Determination of the fcc phase fraction was done using methods described in 

earlier publications [17]. 

 
 

 

 The particle size of the film samples was calculated from the XRD data. Here we used 

the method called Williamson Hall plot [18] that can use for the samples of grain size in 

the nanometer range (Ṃ 100 nm). The Full width half maximum (FWHM) of the XRD 

peaks are related with the particle size (d) and micro strain (Ů) of the system as, 

 

(ὊὡὌὓ)ὧέί—

‗
=

1

Ὠ
+ ‐

2ίὭὲ—

‗
                                   (3.2)  

 

, where ɚ = 0.1518 nm is the wave length of Cu KŬ and ɗ is the XRD peak angle. By 

plotting (FWHM)cosɗ/ɚ vs. 2sinɗ/ɚ and fitting Eqn. 3.2 from the intercept at y-axis we 

found the value of d for three different samples (see FIG. 3.4). 

 

Table 3.1. Comparison of the d of film samples finding from different methods. 

Sample d (nm) 

AFM imaging 

d (nm) 

Williamson Hall plot 

Film-A 105 100 

Film-B 35 37 

 

 Both the method shows nearly same value of particle size for the film samples (see 

Table 3.1).  

FIG. 3.4. Williamson Hall plot of the Film samples. 
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3.3.3. Electrical measurements 
 All electrical measurements (including the MR measurements) have been done using 

collinear four probe method. Since the MR in these materials is ~1% or even less. We 

used a high-precision resistance measurement technique. The resistance and low field 

MR measurement techniques are described at the sections 2.3.2 and 2.3.3(a). 

 For MR measurements, the sample was cooled down from 330 K (> TC) to a particular 

value of T where the data need to be taken. Then the magnetic field is applied from zero 

value and cycled following the sequence 0 T Ÿ 0.2 T Ÿ ╖ 0.2 T Ÿ 0 T. During the 

complete magnetic cycle, the temperature was fixed at the desired value to within 20 

mK. After measuring a complete cycle, the sample was heated up again to 330 K 

(greater than TC). It was then cooled again for a fresh field cycling data at another set of 

temperature. This ensures that the sample is demagnetized before start of MR 

measurement and there is no history of the previous magnetic field. Magnetic field was 

applied in plane of the measuring current. Data were taken with H parallel to current (H 

 ᷆j) or H perpendicular to current (H Ṷ j). 

 

3.4. Resistance measurement and analysis 

 The residual resistivity (ɟ0) of the Bulk sample has a value of ɟ0 =10.5 ˃ ʍ.cm. This is a 

factor of 2 (3) more than the reported b-axis (c-axis) ɟ0 for single crystals [19]. In the films, 

the ɟ0 are large and they increase as the grain size is reduced. In Film-A, ɟ0 = 68.8 ɛɋ.cm 

and in Film-B, ɟ0 =110.8 ɛɋ.cm. Very large value of ɟ0 in Film-B arises from its rather small 

nanoscopic grains. In FIG. 3.5, we show the normalized temperature derivatives of the 

resistivity =
1

”0

Ὠ”

ὨὝ
 as a function of T. For the bulk sample there is a clear change in slope 

of the 
1

”0

Ὠ”

ὨὝ
 at TC. This is similar to that observed in single crystal of Gd at TC [20]. This is a 

hallmark of the critical scattering of electrons from the spin disorder that is seen in all 

ferromagnetic materials like Ni [21]. 

 

 
 

 

 

 The TC obtained by us from 
1

”0

Ὠ”

ὨὝ
 of the Bulk matches with single crystals [19] to within 0.5 

K. In Table 3.2, the value of TC is compared with previous works. The clear feature in 
1

”0

Ὠ”

ὨὝ
 

of the bulk sample becomes progressively smeared out in Film-A and Film-B and there is a 

distinct shift of the temperature to lower value as the grain size decreases. This feature 

FIG. 3.5. Temperature dependence of the normalized derivative 
1

”0

Ὠ”

ὨὝ
 in 

the vicinity of TC for the three samples studied. 
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matches with the previously observed work by Michels et al. [6] and Ferdinand et al. [22], 

where TC decreases with the grain size. Due to the finite size effect, TC decreases as the grain 

size decreases [23].The critical scattering at TC, although much smeared out persists in the 

films. It has been shown by our group that the critical scattering persists in ferromagnetic 

nanowires even when the diameter of the nanowire is reduced to nanoregime [24]. 

 

3.5. Magnetization measurement and analysis 

 The M H and M T curves serve as the two important magnetic characterizations for our 

samples. Collages of the important magnetic data in all the three samples are shown in FIG. 

3.6. The left panel shows M H curves taken at different temperatures with the bulk data at 

the top and the Film-B data at bottom. The right panel shows the M T taken at a field of 

0.01 T. The determination of TC was done using modified Arrott plot [25,26] (see Appendix 

2). The values of TC are shown in Table 3.1. For bulk and Film-A, TC values obtained from 

Arrott plots and the resistivity derivatives are close to within ± 1.3 K. On reduction of grain 

size, the TC decreases, as has been found also from the resistivity derivative data. However, 

for Film-B, the TC values obtained from both methods differ by å 5.7 K. This difference 

principally arises due to the problem in locating TC properly from the smeared out derivative 

in the nanostructrured film. 

  

Table 3.2. Comparison of TC of the samples studied with previous works. 

Experimental technique Average grain size  

(ɛm) 

Curie Temperature 

(TC in K) 

References 

Resistivity derivative 4 292.5 (Bulk) This work 

 0.128(dL), 0.081(dW) 288.9 (Film-A) This work 

 0.035 280.8 (Film-B) This work 

Arrot plot [16] 4 291.4 (Bulk) This work 

 0.128(dL), 0.081(dW) 290.2 (Film-A) This work 

 0.035 286.5 (Film-B) This work 

Resistivity derivative Single crystal 293.2 [19] 

AC susceptibility Single crystal 292.8 [12] 

Calorimetric measurement 0.14 292 [6] 

 0.024 284  

AC susceptibility 100 291.9 [22] 

 0.025 285.6  

 0.0095 252.4  

 

The M ᵹ T data of the bulk sample which was taken at low field (0.01 T) show that the FC and 

ZFC curves merge below T å TSR. This feature in the M Tcurves that can be associated with 

the TSR gets suppressed for ɛ0H > 0.1 T. It is noted that the spin reorientation transition is the 

point where the magnetocrystalline anisotropy constants Ÿ 0, as a result if the applied field 

is high, the spins will get aligned with applied field and features associated with the spin 

reorientation transition that depends on the intrinsic anisotropy field due to 

magnetocrystalline anisotropy, will not be visible. This is also corroborated by our MR 

measurements that have been done below 0.2 T which will be discussed later on in this 

chapter. 

 In the film samples, the M Tcurves taken in FC and ZFC conditions at low field (< HC) 

differ at low T and the features associated with TSR (unlike that in the bulk sample) are not 

seen. The manifestation of spin disorder is apparent in the films and it is accentuated in Film-
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B. This corroborates recent magnetization data taken on polycrystalline and nanostructured 

samples that extensive spin disorder exists in the grain boundary that shows-up in the 

magnetization [2]. 

 

 
 

 

 

 

 

 The coercive fields HC as a function of T obtained from the M H curves at different 

temperatures are shown in FIG. 3.7. For the bulk sample, the coercive field is low (ɛ0HC < 5 

mT). In the M H curve, there is approach to technical saturation beyond 1 T, although there 

is clear sign of finite spin disorder even at high field.  

 The coercive field in the films are much larger, as expected in samples with reduced grain 

sizes that are expected to have spin disordered grain boundaries. HC increases on cooling. 

The substantial hardening of the HC strongly suggests enhancement of anisotropy energy or 

pinning potential for the magnetic domains. The HC in the Film-A is somewhat larger than 

that in Film-B although the later one has smaller grain size. This is expected in many 

magnetic materials where the enhancement of HC on size reduction gets reversed when the 

FIG. 3.6. The magnetization data of the three samples. (a) The left panel shows 

the ὓ Ὄ data at different temperatures. (b) The right panel shows the ὓ Ὕ 

data taken at a field of 0.01 T. Zero Field Cooled (ZFC) and Field Cooled (FC) 

data are shown, Due to uncertainty in film mass the magnetization data for the 

films have been shown in emu only. 
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size is reduced below the critical size for a single magnetic domain with coherent 

magnetization reversal [27]. The value of ɛ0HC observed by us is of the same order but 

somewhat larger than that seen in other nanostructured Gd films [16]. The enhancement of 

the HC on size reduction points to the fact that the intrinsic magnetocrystalline anisotropy no 

longer plays any dominant role. 

 

 
 

 

Although MR measurements at low field is the principal aim of this investigation, the above 

detailed structural and microstructural, electrical resistivity and magnetization data were 

necessitated by the fact that in polycrystalline samples, unlike single crystal, the 

micro/nanostructures can vary from sample to sample and benchmarking the observed MR 

data would need these characterizations. 

 

3.6. Magnetoresistance measurement and analysis 

3.6.1. Temperature dependence 
 The MR (change of resistance due to applied field) ȹɟ (= ɟ(H)  ╖  ɟ(H = 0)) as a function 

of T measured at field ɛ0H = 0.15 T are shown in FIG. 3.8 for all the samples. Results 

are shown for field (H) parallel (᷆ ) and perpendicular (Ṷ) to the measuring current (j) 

direction. In all the three samples the ȹɟ is negative (i.e., ɟ(H) < ɟ(H = 0)). (Note that in 

FIG. 3.8, data are plotted as ȹɟ to bring out the magnitude.) The qualitative 

differences in the ȹɟ data for the three samples are immediately apparent. For the Bulk 

sample, the magnitude of ȹɟ is comparatively larger and as the grain sizes become 

smaller the magnitude of ȹɟ is suppressed. The MR observed in the Bulk sample is 

comparable to that reported in the single crystal of Gd [28]. 

 For the Bulk sample, the |ɝ”᷆| (where H  ᷆ j) and |ɝ”Ṷ| (where H Ṷ j), both rise on 

cooling below TC and show a very distinct and sharp peak at T = TSR. |ɝ”᷆| shows a 

distinct minimum at T å 183 K close to T*. After the minima, it then rises again 

showing the broad maxima at T ~ 125K and on further cooling |ɝ”᷆| decreases. In case 

of |ɝ”Ṷ| there is no signature of T* and below TSR it decreases sharply with temperature. 

The prominent and sharp peak at TSR is similar to that observed in the work of Hirakoa 

and Suzuki [29]. It is not, however, clear whether it is due to a phase transition type of 

behaviour at TSR, where the magneto-crystalline anisotropy energy Ÿ 0. Existence of 

FIG. 3.7. The variation of the coercive field HC as a function of T as obtained 

from the ὓ Ὄ curves. (Note: The data for HC are in log scale.) 
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such a phase transition like behaviour has been suggested from recent 

magnetoimpedance measurement in strongly textured samples [4]. 

 

 

 
 

 

 

 

 In Film-A, with intermediate grain size, these features at TSR and T* which have seen in 

the Bulk sample also persist to some extent, although much suppressed and appear at 

lower temperatures. The |ɝ”᷆| in low field shows the broad maxima at 210 K and 

shallow minima at ~ 165 K. On cooling to lower T, |ɝ”᷆| increases again. |ɝ”Ṷ| has a 

broad maximum around 210 K and below that temperature it decreases with decreasing 

temperature. For the nanostructured Film-B, |ȹɟ| rises sharply at and near TC (like Film-

A) but unlike other samples, the features seen at TSR and T* are absent. It establishes 

that in the nanostructured films with such small grain size, the magnetocrystalline 

anisotropy within a crystallographic grain is not the dominant factor (Note: For the 

existence of small but finite value of anisotropy energy [11], there is a finite value of 

|ȹɟ| above TC that persists till 320 K.). The |ȹɟ| rises very sharply as TC is approached 

from above. In the film samples the |ȹɟ| being small, the rise is more visible as TC is 

approached. After the initial rise near TC and a peak at TC, |ȹɟ| monotonically decreases 

on cooling and reaches a small value till 250 K. Below that temperature ɝ”᷆ and ɝ”Ṷ 

deviate from each other but both rise again somewhat as the sample is cooled further. At 

low temperatures, the rise in |ȹɟ| occurs due to enhancement of the magnetization on 

cooling. Due to the anisotropic magneto-resistance (AMR) and the Lorentz-MR 

contribution, the magnitude of ɝ”Ṷ< ɝ”᷆ for all the samples. 

 

3.6.2. Field dependence 

 In FIG. 3.9, we show the field dependence of ȹɟ for H  ᷆j and H Ṷ j conditions at four 

different temperatures. In the Bulk sample for H || j condition, below TC, the field 

dependence of ȹɟ shows a clear two stage behaviour that develops below 0.9 TC.  

 There is a region of sharp rise in the magnitude of ȹɟ in a low field followed by an 

almost linear field dependent region at higher field. This sharp two stage behaviour 

FIG. 3.8. Comparison of the resistivity change ῳ”(as a function of T) of 

three samples Bulk, Film-A and Film-B. Results are shown for both H  ᷆ j 

and H Ṷ j conditions with magnetic field ɛ0H = 0.15 T. Transition 

temperatures (TSR and T*) are marked by arrows. 
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persists till T ḗ 150 K. Below 150 K, it shows more gradual field dependence. The field 

dependence of ȹɟ does not show any hysteresis. The two stage behaviour, as we would 

discuss below, is related to the response of the magnetic domains to the applied field. In 

case of H Ṷ j condition the two stage behaviour develops below T ḗ 190 K. As the 

temperature decreases, ȹɟ becomes saturated for small values of ɛ0H. The two stage 

behaviour is not seen in either of the films. The high value of coercive field (HC) in the 

films leads to a clear hysteresis in ȹɟ under field cycling over certain temperature 

region. In both the films, at low T the butterfly pattern in ȹɟ vs. ɛ0H curve can be seen. 

For Film-B, the hysteresis effect becomes maximum with minimum values of ȹɟ at T = 

190 K and H Ṷ j condition.  

 

 
 

 

 

The two stage behaviour seen in the MR of the Bulk can be better observed in the field 

derivatives 
Ὠɝ”

Ὠ‘0Ὄ
 taken at different fields and at different temperatures. This is shown 

as a contour plot in FIG. 3.10. These plots show the differences in 
Ὠɝ”

Ὠ‘0Ὄ
 as a function 

of H and T in the three samples. With H  ᷆j condition it can be seen that the derivative 

has the largest magnitude in the Bulk and it is largest at T ~ TSR and at a very low field 

of ~ 0.01 T. In other temperature ranges, it tends to a low value and the derivative 

becomes smaller at higher field. This clearly establishes the two stage dependence of the 

ȹɟ on the field. For films the derivative has much smaller magnitudes, showing the 

FIG. 3.9. Comparison of the resistivity change ῳ” (as a function of H) 

of three samples Bulk, Film-A and Film-B. Results are shown for four 

different temperatures. 
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gradual dependence of the ȹɟ on the applied field. For H Ṷ j the derivative behaves 

differently. The qualitatively different behaviours observed in the field dependences 

show that in the Bulk with large crystallographic grains (where the MR might mimic 

closely that seen in single crystal) the SR transition temperature has a clear presence in 

the low field MR. At higher fields its presence is much suppressed. This feature near TSR 

is gradually suppressed in films as the grain boundary contributions win over those from 

the interior of the grain. It is completely absent in Film-B which has average grain size 

~ 35 nm. In the following, we would discuss implications of some of the main results. 

 

3.7. Discussion 
The MR in this material is likely to have two major components 

Ў”= ɝ”ὨέάὥὭὲ + ɝ”ίὴὭὲ                                                    (4.3) 

The first component ȹɟdomain arises from the domains that are pinned at the GBs. In an 

applied field when the domain slips from the GB, its contribution to the resistance drops. The 

second component ȹɟspin is the component of MR that arises due to the reduction of spin 

fluctuations or the suppression of thermally exited magnons by an applied field. Temperature 

increment enhances the spin fluctuations [30]. The MR at low field is likely to be dominated 

by the first term provided, since the field needed to align domains is not very large. The MR 

at high field will be controlled by the suppression of thermally exited magnons [31] and 

ȹɟspin is going to be the dominant contributor. In the low field range of the present 

investigation the first component is likely to be the dominant controlling factor. As a rough 

model for ȹɟdomain we could write 

ɝ”ὨέάὥὭὲᶿὔὨ‪‘0Ὄ‏                                                    (4.4) 

, where Nd is the number of domains within a crystallite that are pinned at the GB and slip 

from the pinning site in the applied field, ŭ is reduction of resistance when the domain slips. 

Again, ‪‘0Ὄ ḳ᷿ ‰‭
‘0Ὄ

0
Ὠ‭, where ‰‭ is the distribution function for the local field 

‭.The local field in this case represents a pinning field that pins the domains at the GB and 

can act as a local anisotropy field. The distribution function can have a most probable field 

HA. For the low field region the field derivative 
Ὠɝ”

Ὠ‘0Ὄ
 is θ ‰‭. 

 The observation that the MR has different behaviours, particularly at low fields in the three 

samples, is a reflection of dominance of the domains in the low field MR, which evolve as 

the grain size changes. In bulk sample since D ḻ DC, the main contribution of ȹɟ is ȹɟdomain. 

|ȹɟ| shows a prominent peak at T = TSR (see FIG. 3.8) along with large peak in 
Ὠɝ”

Ὠ‘0Ὄ
 at low 

field. In bulk sample, with larger grains, the electron scattering will be mainly within the 

grain. The domain movement will be controlled by the local anisotropic field. When the field 

is applied (> HA), the magnetic domains slip from the GB pinning sites and align to the field, 

reducing the resistance thus giving rise to a sharp low field MR. For T < TSR, the 

magnetocrystalline anisotropy energy builds up and the magnitude of low field MR goes 

down. For T  > TSR the MR goes down because the magnetization goes down when TŸ TC. 

 The sharp value of derivative 
Ὠῳ”

Ὠ‘0Ὄ
 observed for the bulk sample close to TSR occurs at field 

which we call Hmax. The value of Hmax then can be connected to the maximum in the 

distribution of ‭. In FIG. 3.11, we show the temperature dependence of Hmax. The low value 

of Hmax that is seen for T  ὝὛὙ is thus a reflection of low value of HA. In a recent 

investigation of magnetoimpedance in Gd, it has been shown that there is a small anisotropy 
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field ~ 0.015 T that is finite at low T and reduces to zero as T Ÿ TSR [4]. This is similar to the 

value of Hmax observed by us. Above TSR for Bulk Gd, EA has a finite value with a maximum 

at TC [11] and the magnetization gradually decreases as T approaches to TC. This causes the 

sharp rise of Hmax for T > TSR (Since EA = ɛ0HmaxMS/2, where MS is the saturation 

magnetization[32]).The MR of Film-A has contributions from both (domains and spin 

disorder) and therefore the derivative 
Ὠῳ”

Ὠ‘0Ὄ
shows a shallow maximum from which we can 

identify Hmax as we did for the bulk sample. In Film-A, the value of the field Hmax is larger. It 

shows a minimum at T ḗ TSR and then rises again as TC is approached from below, like the 

bulk sample. 

 

 
 

 

 

 

 

 In the films as the grain size becomes smaller, there is progressive increase of ‭, arising 

mainly from the pinning of domains at the disordered surface of the grains. In that case, 

larger field will be needed to align the magnetic domains. The manifestation of the 

magnetocrystalline anisotropy energy is completely suppressed when the grain size (~ 35 

nm) is comparable or less than the characteristic length DC as in the Film-B. 

 At comparatively higher field (ɛ0H  > 0.1 T), the MR seems to reach a limiting behaviour. 

For all the samples at both the conditions (H  ᷆ j and H Ṷ j), the derivative shows a nearly 

field independent value, 
Ὠῳ”

Ὠ‘0Ὄ
ḗ 1 to 4 ˃ʍ.cm/T. In the region the applied field is more 

than the HC. This is the region where domain alignment will not contribute and the 

FIG. 3.10. Contour plot of 
Ὠῳ”

Ὠ‘0Ὄ
 as a function of ɛ0H and T for all three 

samples (Bulk, Film-A and Film-B). Columns (a) and (b) show 
Ὠῳ”

Ὠ‘0Ὄ
for the 

conditions H  ᷆j and H Ṷ j. 
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contribution will be from the spin or thermally exited magnons fluctuation term ȹɟspin. In that 

case, the film grain structure may not play a dominant role, leading to similar behaviour in 

all the samples. 

 
 

 

 

 

 A prominent manifestation of the magnetocrystalline anisotropy occurs in the anisotropic 

MR (AMR) in ferromagnetic metals and alloys. In the field region of our study, the MR is 

mainly controlled by the domain orientations. Thus, anisotropy arises from anisotropy in 

Fermi surface and the differences in the electron rates in the sïs scattering and sïf scattering 

may not be the leading contributor in the MR anisotropy in this case. The observed 

anisotropy may arise from local anisotropy fields that control domain dynamics. In the Bulk 

sample, the local anisotropy field will occur due to internal mechanism that will depend on 

the anisotropy constants. In the film samples, the domains being predominantly pinned in 

grain boundary regions (where local spin disorder plays role), the MR is mainly isotropic 

with small residual anisotropy. Thus, similar MR derivative were observed in Film-B for 

field parallel and perpendicular conditions (FIG. 3.10). 

 

3.8. Conclusion 
 The present investigation is a comprehensive study of magnetoresistance done on 

polycrystalline samples of Gd with varying grain sizes. The magnetoresistance investigation 

was done in the low field region. The grain sizes range from few ɛm to few tens of nm. In 

the sample with grain sizes ~ few ɛm or more, the dominant effect arises from the 

magnetocrystalline anisotropy of Gd and the observed MR (its temperature dependence as 

well as its anisotropy) is a reflection of the temperature dependence of the intrinsic 

magnetocrystalline anisotropy. The most prominent feature is a sharp peak like feature of the 

magnitude of MR at the spin reorientation transition temperature. As the grain size decreases, 

the contribution of the grain boundary increases. The spin disorder at the grain boundaries 

and pinning by disorder become important. A larger pinning potential for the domains 

reduces the MR in the films. This suppresses the features associated with the intrinsic 

magnetocrystalline anisotropy. The evolution of the MR with grain size shows clear cross 

over from an intrinsic magnetocrystalline anisotropy dominated regime to a grain boundary 

spin disorder dominated regime. 

FIG. 3.11. Observed T dependence of the field Hmax (where the 

field derivative 
Ὠῳ”

Ὠ‘0Ὄ
shows a maximum). 
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CHAPTER 4 

 

Low field magnetoresistance of Gadolinium nanowire 

 
 

In this chapter we report low field (ɛ0H < 0.2 T) magnetoresistance (MR) studies on a single Gd 

nanowire patterned from a nano-structured film (average grain size ~ 35 nm) by focused ion beam. 

For comparison, we did similar MR measurements on a polycrystalline sample with large 

crystallographic grains (~ 4 ɛm). It is observed that in the low field region where the MR is due to 

motion of magnetic domains, the MR in the large grained sample shows a close relation to the 

characteristic temperature dependent magnetocrystalline anisotropy including a sharp rise in MR at 

the spin reorientation transition at 235 K. In stark contrast, in the nanowire, the MR shows complete 

suppression of the above behaviours and it shows predominance of the grain boundary and spin 

disorder controlling the domain response. 
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4.1.  Introduction  
 As we discussed in the previous chapters that the magnetism in Gd is fast re-emerging as an 

actively researched area[1,2].The magnetism, spin structure, and magnetocrystalline 

anisotropy in Gd (a 4f metal) is qualitatively different from those found in more conventional 

ferromagnetic 3d metals like Fe, Co, and Ni. Recent Small Angle Neutron Scattering 

(SANS) studies have established that in Gd below an average grain size of 35 nm, the spin 

disorder at the grain boundaries plays an important role [1,2]. 

 The present investigation approaches the problem from the view point of magnetotransport, 

which we show below can change qualitatively when the size is reduced to nano-metric 

range. This work specifically investigates what happens to the weak magnetocrystalline 

anisotropy on size reduction as they are reflected in low field magnetoresistance (MR), 

where it is governed by response of magnetic domains to an applied field. We show that the 

low field MR reflects a change from a magnetocrystalline anisotropy dominated behaviour to 

a disorder dominated behaviour as the grain size is reduced to a length scale of few tens of 

nm. We note that while transport and magnetotransport in single crystalline Gd have been 

reported extensively [3], there are no reports of magnetotransport measurements in nano-

structured Gd, particularly in nanowire. Here low field MR of Gd nanowire has been studied 

rigorously and the results were compared with its bulk counterpart. 

 

4.2.  Sample preparation and characterization 
The measurements were done on two samples of Gadolinium (Gd). Sample S-1 is a 

polycrystalline annealed ingot (dimensions in mm range), which served as a reference 

sample which to some extent mimics a single crystal in the MR due to its rather large grain 

size. Sample S-2 is a nanowire of width  275 nm and length ḗ10 ˃ m. The nanowire was 

fabricated by nano-patterning a Gd film of thickness 250 nm using Focused Ion Beam (FIB) 

with 30 keV Ga
+
 ions. The starting film was grown by physical vapour deposition on quartz 

substrate. The bulk polycrystalline sample (S-1) was annealed in 1 mbar Ar at 850
0
C for 24 h 

and subsequently cooled slowly to room temperature. Sample S-2 was annealed for 4 h in Ar 

after deposition. Both the samples were made from the same starting batch of Gd with 99.9% 

purity. 

 
 

 

 

FIG. 4.1. (a) Image (top view) of the nanowire of width ~275 nm made by 

FIB (sample S-2). (b) Cross-sectional SEM image of the nanowire on the 

Quartz substrate. (c) SEM images of the top surface of the film showing 

grain structure (before the nanowire was fabricated). 
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 The structures of the samples were determined by X-Ray diffraction (XRD) and the data 

(FIG. 3.3(a)) were indexed into hcp structure of Gd. The micro/nano-structures of the 

samples were studied using Scanning Electron Microscope (SEM), Cross-sectional SEM, 

and Atomic Force Microscope (AFM). For sample S-1, the average grain size is  4 m˃, as 

observed from SEM micrograph (shown in FIG. 3.2(a)). Sample S-2 is nano-structured 

nanowire (see FIG. 4.1(a)). It contains a compact collection of nearly spherical grains with 

average size 35nm (FIG. 4.1(b)), which extends across the cross-section of the film as can 

be seen from FIG. 4.1(c). 

 

4.3.  Electrical resistance and MR measurement techniques 
All electrical measurements were made in a homemade variable temperature cryostat with 

liquid nitrogen bath. High-precision resistance and MR measurement processes which are 

described elaborately in chapter-2 are followed here. The resistance of the samples has been 

measured by four probe method. We used a low measuring current ( 10 mA) to avoid Joule 

heating. The Lock in amplifier (LIA), Digital multimeter (DMM), transformer preamplifier 

(PA) and a high resistance RH (~ 10 kʍ) were used to measure the resistance by high 

precision phase sensitive detection technique (see FIG. 4.2). We used silver (Ag) leads which 

were fabricated by e-beam lithography for making electrical contact pads. 

 

 
 

 

 

 The MR measurement process was same as we followed for the film samples (see 3.3.3). 

The measurement of MR was done up to a field of ɛ0H < 0.2 T at different temperatures 

ranging from 80 K to 310 K. Here magnetic field was applied parallel/perpendicular to the 

direction of current.  

 

4.4.  Resistance measurement and analysis 
 In FIG. 4.3, we show the resistivity (ɟ) data as a function of T. The residual resistivity ɟ0 

(contribution of defects and disorder) of the nanowire sample is larger than the bulk sample 

and because of that the ɟ of S-2 is nearly four times larger than the S-1 sample. 

 The derivative of the resistivity dɟ/dT is shown in inset of FIG. 4.3. The derivative also 

shows the characteristics of a ferromagnetic transition at TC although it is much smeared out 

(in S-2) due to the finite size effect [4]. From the slope change of the resistivity derivative 

the TC of S-1 and S-2 was found out at 292.5 K and 286.5 K. 

FIG. 4.2. Circuit diagram of four probe AC resistance 

measurement technique of Gd nanowire. 
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4.5.  Magnetoresistance measurement and analysis 
  In FIG. 4.4, we show the MR data as a contour plot to capture both the H and T dependence 

of the MR (data shown here are for field  ᷆to current). The data are given as ȹɟ(H) ḳ ɟ(H) ɀ 

ɟ(H = 0). The MR (ȹɟ(H)/ɟ(H = 0)) is negative (ɟ(H = 0) > ɟ(H)) at all H and T. The contour 

plot shows that there is a significant reduction of the magnitude of the ȹɟ(H) in the sample S-

2; more importantly, these two samples show qualitatively different H and T dependences 

that reflect the differences in the underlying MR mechanism. 

 

 
 

 

 To bring out the distinction more clearly in FIG. 4.5, we show ȹɟ(H) as a function of T for 

both the samples measured at a field of ɛ0H = 0.17 T. For sample S-1, the magnitude of 

ȹɟ(H) shows a very distinct and sharp peak at T = 235 K, which is spin reorientation 

transition TSR. On further cooling, the magnitude of ȹɟ shows a distinct minimum at T 175 

K, a broad maximum at T ~ 125K and on further cooling it decreases. The Magnetic 

Anisotropy Energy (EA) in Gd has two distinct temperatures associated with it. Between TC 

and TSR, the easy axis of magnetization is in the same direction as the c-axis. In this 

FIG. 4.3. Resistivity ɟ vs. T for the two samples with inset 

showing the derivative to cleanly identify the TC, marked by line. 

FIG. 4.4. Colour Plot of ȹɟ as a function of ɛ0H and T.  
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temperature range, the EA as well as the two constants are small but finite. But at TSR the 

anisotropy constants both are zero and EA also is zero. Below the TSR, the canting of the easy 

axis with c-axis increases, reaches a maxima at T ḳ T* ~ 190 K, and then slowly decreases 

on cooling [2] but both the anisotropy constants increase [5].The observed low field MR data 

in sample S-1 suggest that the response of the magnetic domains to the applied field is 

controlled by intrinsic magnetocrystalline anisotropy within the large crystallographic grain. 

The temperature variation of MR in sample S-1 is thus a clear reflection of the temperature 

variation of EA and anisotropy constants that change at the spin reorientation transition. 

 

 
 

 

 

 At TSR, the magnetocrystalline anisotropy energy becomes zero. Spins are isotropic in nature 

and they are free. As a result, MR is maximum at TSR. In the region 235K and TC the 

anisotropy energy is not zero. When the temperature increases, the magnetization decreases 

and correspondingly the absolute value of MR decreases with the increase of temperature. 

Below TSR, the anisotropy energy and the canting angle both increase. This leads to a strong 

reduction of MR below TSR. But simultaneously magnetization increases with decrease of 

temperature and it favours enhancement of MR. As a result, when the temperature is reduced 

below TSR, these two competing process act in tandem and around 180 K the second one wins 

over the first and the magnitude of MR increases. 

 The nano-structured sample S-2, in contrast, does not show any prominent features in the 

magnitude of ȹɟ(H). After a sharp rise just below TC, it slightly decreases on cooling and 

after reaching a shallow minimum around 235 K, it rises again at lower T. The MR in sample 

S-2 has no feature that can be associated with the intrinsic magnetocrystalline anisotropy 

within a crystallographic grain. In the nanowire sample (with average grain size ~ 35 nm), 

the intrinsic anisotropy within a crystallographic grain is thus not the dominant factor that 

controls the response of the magnetic domains. Size effect arising from lateral size reduction 

as well as dominance of disorder in grain boundaries reduces the effect of intrinsic 

anisotropy. This is a major result of this investigation. 

 The magnitude of the MR when H is  ᷆to the current is larger than that when H is Ṷ to the 

current. This difference also has a clear temperature dependence that also shows the absence 

of any effect of the magnetocrystalline anisotropy in the MR of sample S-2. In FIG. 4.6, we 

show that the value of ɝ”᷆ for the sample S-1 is larger than the value of ɝ”Ṷ at all 

temperatures and the difference ɝ”ὥ (= ɝ”᷆ ɝ”Ṷ) has a temperature dependence similar to 

ɝ”᷆ reaching a maxima at T = TSR and a minima close to T*. In contrast, sample S-2 shows 

FIG. 4.5. ȹɟ as a function of T for ɛ0H = 0.17 T, plotted for both samples in same 

graph. ȹɟS-1 and ȹɟS-2 correspond to the resistivity change of S-1 and S-2. 
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isotropic MR with (ɝ”᷆ ḗ ɝ”Ṷ) till T ~ 150 K. Below 150 K, ɝ”ὥ gets a finite value but 

remains small. Thus, the features associated with magnetocrystalline anisotropy in ɝ”ὥ of 

sample S-1 are absent in sample S-2. 

 

 
 

 

 

 

4.6.  Discussion 
 The qualitative difference in the MR of the two samples can also be seen in the field 

dependence of MR %. These are shown at four representative temperatures for the two 

samples in FIG. 4.7 for Ὄ᷆ to current geometry. In case of the reference sample (S-1), the 

field response is sharp and there is a rapid fall in the resistance at a low field typically ɛ0H < 

0.015 T. After that resistance changes slowly with field. The sharp response in the low field 

region arises when the magnetic domains align with the applied field thus reducing electron 

scattering that arises from misaligned magnetic domains. The gradual change at higher field 

arises due to reduction of spin fluctuations by an applied field. In S-1, the domains rotate 

against the local anisotropy field that is determined by the magnetocrystalline anisotropy. 

The magnetocrystalline anisotropy being small, the response occurs at a small field. In 

contrast, in the nano-structured sample, the field response is very different. There is no sharp 

change in the resistance in low field. Below a certain magnetic field, MR shows a fluctuation 

which is likely due to the random domain wall motion. This field (marked by an arrow in the 

figure), which we call HS, reaches a temperature independent value  0.035T at lower T. The 

value of HS increases from T 190K and becomes 0.07 T around TC (see FIG. 4.8). 

 In nano sample (S-2), the anisotropy energy (EA) is dominated by shape anisotropy (KS) 

which is independent of temperature. It can be represented by 

ὑί=
1

2
ὓὛὌὯ                                                          (4.1) 

, where MS is the saturation magnetization and HK is the anisotropic field [6].When 

temperature approaches TC, MS sharply decreases and to make KS constant HK must increase. 

This HK is equivalent to HS. 

FIG. 4.6.  ȹɟa /ɟ0(ȹɟa = ɟ ɀ ɟ0) as a function of T for ɛ0H = 0.17 T, plotted 

for both samples in same graph. ɟ0 is the value of ɟ at ɛ0H = 0 T. 
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 For H > HS, there is a gradual change in MR, whose field derivative is similar to that in the 

sample S-1. For H < HS, there is an oscillatory behaviour of the resistance that is enhanced as 

T is increased. The magnitude of this oscillation is small. However, it is larger than the 

instrumental resolution for measurement of MR % (~10 4 %) although of the same order. 

These small oscillations can be manifestation of thermally induced de-pinning of domain 

walls. These decrease as the sample temperature is lowered. 

 

 
 

 

 Using the value of MS of single crystal Gd ( 250 emu/g at 80 K) [7] and the measured 

switching field HS (  0.035T at 80 K), we estimate a value of KS of S-2 3.4 × 104J/m
3
. 

FIG. 4.7. MR%(ȹɟ/ɟ0%) as a function of ɛ0H, plotted for both samples in same 

graph. Applied field is along the current direction (H  ᷆j). The field HS is indicated 

by arrow. HS(+ ) corresponds to the red curve, whereas HS( ) for the green. Note: 

Negative MR has been plotted to highlight the magnitude in log-scale. 

FIG. 4.8. Plot of ɛ0HS as a function of temperature. 

Chapter 4 



 [Year]  
 

69 
 

The value of MR in S-2 is one order less than the value of MR in S-1. This indicates that 

before application of magnetic field, spins are already aligned along the field direction, 

which is parallel to the nanowire axis. Furthermore, the switching field HS increases when 

the temperature TC is approached from below (FIG. 4.8). HS corresponds to the shape 

anisotropy field HK. This is expected from Eqn. 4.1. MS, the saturation magnetization 

decreases as the Currie temperature TC is approached from below. Since KS is T independent 

(being controlled by shape anisotropy), this will make HK increase as TC is approached from 

below. 

 Recent SANS studies have shown that the scale of spin disorder in a crystallographic grain 

is in the range of 3040 nm [1].Thus, in nanowires with grain size in this range one would 

expect sharp departure in the domain wall motion compared to samples with large grains or 

single crystals. From the above mentioned evidences, it appears that the MR in S-2 is not 

controlled by the magnetocrystalline anisotropy. It is controlled by the shape anisotropy and 

the spin disorder on the surface of the grain boundary. 

 

4.7.  Conclusion 
 This investigation shows how the low field magnetoresistance of Gd gets modified when it 

is taken from a bulk (with grain sizes in few m˃ ranges) to a nanowire that is nano-structured 

with grain sizes in the range of few tens of nm. The low field magnetoresistance is linked to 

motion of magnetic domains that is governed by local anisotropy field. In the sample with 

grain sizes of ~ few m˃ or more, the dominant effect arises from the intrinsic 

magnetocrystalline anisotropy. This gives rise to a prominent feature in MR at the spin 

reorientation transition temperature TSR. In the nanowire, there is a stronger anisotropy field 

arising from a temperature independent anisotropy constant that can arise from the shape 

anisotropy of the nanowire and/or the spin disorder. The response of magnetic domains to the 

applied field and hence the MR is controlled by this anisotropy field. This leads to absence of 

features in MR that are associated with the intrinsic magnetocrystalline anisotropy. Though 

the micro-structure of the wire is similar to a bulk nanocrystal film and the lateral dimension 

of the nano wire 275 nm is much greater than the average grain size 35 nm, MR seems to be 

governed by the shape anisotropy and disorder. Magnetocrystalline anisotropy appears not to 

play an important role on MR in this case. 
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CHAPTER 5 

 

Proposed Bose Einstein condensation of Magnons in 

nanostructured films of Gd at low temperature and its 

manifestations in electrical resistivity and magnetoresistance 
 

 

In this chapter we report observation of proposed Bose Einstein Condensation (BEC) of magnons in 

the temperature range of around 20-25 K in nanostructured films of Gd with grain sizes that are much 

larger than the size range where superparamagentism is expected. The observation was carried out 

using magnetic as well as high precision resistivity and magnetoresistance (MR) measurements done 

to low temperatures. We observe that the experimental observations depend crucially on one 

parameter, namely softening of the spin wave stiffness parameter D at BEC and the resistivity as well 

as MR can be related quantitatively to magnetic measurements through the temperature variation of 

the constant D in the vicinity of the transition. This paper establishes that the BEC reported before in 

nanocrystalline Gd can be extended to somewhat larger size range. 
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5.1.  Introduction  
 In last decade there have been many reports of observation of Bose Einstein Condensation 

(BEC) of quasi-particle magnon in different solid state systems. BEC have been reported in 

spin-dimer compounds Pb2V3O9, Sr3Cr2O8, Ba3Cr2O8, BaCuSi2O6, TlCuCl3, NH4CuCl3, 

KCuCl3 [1-9], quantum spin-1/2 antiferromagnet Cs2CuCl4 [10] and organic spin gap 

compound NiCl2-4SC(NH2)2 [11,12]. BEC of magnons has been observed at room 

temperature [13] in Yttrium-iron-garnet (YIG) film by application of microwave pumping 

that creates a large enhancement of quasi-particle density which in turn leads to BEC. Very 

recently, there are also reports of temperature driven BEC of magnons in nanomaterials 

where by lowering the temperature one observes BEC. This type of temperature driven BEC 

have been reported in Co/Pt multilayer nanopillers [14] and more recently in Gd nanocrystal 

[15ï17].The last work is highly relevant to the present report as it is directly related to the 

present investigation that has been done on nanostructured Gd films. 

In the nanostructured materials, the observations of magnon BEC have been made mainly 

through magnetic measurements like magnetization (M) or AC-susceptibility (ɢ). In very 

small size domains magnetic nanoparticles can also display superparamagnetism, although 

BEC and superparamagentism are mutually exclusive. A size dependent phase diagram for  

Magnetic nanoparticles have been suggested [18,19]; where one may demarcate the 

ferromagnetic regime, BEC regime and superparamagnetic regime. We have also carried out 

frequency dependent AC-susceptibility measurements to establish that the observed magnetic 

transition is not a superparamagnetic blocking temperature. In view of the above discussion, 

it will be an important contribution if other experimental probes can be found that when done 

along with magnetic measurements, would strengthen the claim of BEC. In this paper we 

show that resistivity and magnetoresistance are excellent probes of finding magnon BEC. 

Briefly, the temperature driven BEC softens the Spin wave stiffness constant D near the 

transition [16].Since the contribution of Spin waves to resistivity is related to D, one expects 

that the onset of BEC will lead to a change in resistivity as well as in the MR. This has been 

first showed in nanostructured Gd samples with average grain size of diameters 12 nm and 

18 nm where the BEC temperatures is 16.5 K [15]. In this report we demonstrate the 

signature of BEC, in resistivity and MR in nanostructured Gd films around the BEC 

temperature ~ 20 K. The main motivation is to check whether the signature of magnon BEC 

is present in nanostructured solids with very different morphologies and with much larger 

grain size that are larger than previously reported grain size by a factor of 3 to nearly 10. We 

also carry out magnetic measurements in these samples and show that the signature of 

magnon BEC in resistivity as well as in MR can be quantitatively linked to the Spin wave 

constant softening obtained from the magnetization data. 

Temperature driven magnon BEC transition had been very well studied in nanocrystalline 

samples of Gd [16,17] using magnetic, transport [15] as well as heat capacity measurements. 

These measurements were done on nanocrystalline Gd with average diameters of 12 and 18 

nm which have TBE around 20 K. The samples used in the above studies are high pressure 

compacted nanopowders produced by inert gas condensation. We used in this present 

investigation nanocrystalline films of Gd that have very different sample morphology as well 

as they have larger average grain sizes (35 nm and 105 nm). For comparison we also studied 

a polycrystalline bulk with average grain size ~4 ɛm. The choice of larger size has been done 

primarily to minimize the appearance of superparamagnetic contributions. In Gd this occurs 

for diameter ~10 nm [20]. 
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5.2.  Experimental 
 Three different Gd samples which were used in the work of low field MR measurement 

have been studied here. Two film samples of thickness 1900 nm (Film-A) and 250 nm (Film-

B) with a bulk sample (Bulk) was studied. The average grain diameter of the Film-B, Film-A 

and Bulk sample is 35 nm, 105 nm and 4 ɛm. In Chapter-3 the sample preparation and 

characterizations are described in details. 

X-ray diffraction (XRD) and Atomic force microscope (AFM) and scanning electron 

microscope (SEM) were used for structural and microstructural characterizations. 

Magnetization measurements were carried out with a commercial Quantum Design 

superconducting quantum interference device (SQUID) magnetometer. DC magnetization 

was measured in Zero Field Cooled (ZFC) and Field Cooled (FC) conditions under a 

magnetic field of 0.01 T for temperatures ranging from 5 K to 330 K. Isothermal 

magnetization curves were obtained under an applied magnetic field that varied from  1 T 

to + 1 T. AC-susceptibility measurements were done in 3 different frequencies (17 Hz, 170 

Hz and 1202 Hz) and in the presence of 3 different DC bias fields (0 T, 0.01 T and 0.1 

T).The AC field was kept constant at 0.4 mT. The film samples were mounted such that the 

plane of the films was parallel to the direction of the applied magnetic field. The electrical 

measurements were done by conventional collinear four probe method. A lock-in amplifier 

based phase sensitive AC measurement technique with a low frequency transformer pre-

amplifier was used for the resistance measurement that allows an accuracy and high 

precision of better than ± 1 ppm. The high precision AC measurement was also used for MR 

measurements, where the magnitude of the MR even at a field as high as 9 T was <6%. For 

temperature dependent resistivity measurement (3 K to 330 K) a closed cycle pulsed tube 

Helium cryostat was used. 

5.3. Magnetization 
 

 
 

 

 

FIG. 5.1. Field (H) dependent magnetization (M) at 20 K. Inset shows 

the T dependent coercive field (HC) of all samples at low temperature. 

Chapter 5 



 [Year]  
 

74 
 

The magnetization (M) studies were done to align our measurements with past studies on 

nanocrystalline Gd and thus establish our samples show magnon BEC. We also used the 

temperature dependence of M to find the temperature dependence of the spin wave stiffness 

constant D as shown below. The field dependence of Mat 20 K shows that all three samples 

are ferromagnetic in nature (FIG. 5.1). Above 0.2 T, M shows technical saturation but there 

exists a very small finite slope dM/dH beyond 0.2 T. From FIG. 5.1 it can be seen that in the 

nanostructured film HC is finite and the superparamagnetism phenomena in the samples is 

ruled out by the results. 

 
 

 

 

 FIG. 5.2 shows the T dependence of M for ZFC (zero field cooled) and FC (field cooled) 

conditions for T < 30 K. The ZFC data show a peak for T 15 K. Previous works in 

nanostructured Gd show similar features [17,21]. These features have been identified as due 

to BEC of the magnon. We show below that the T dependence of the ZFC M data can be 

explained by softening of the Spin wave stiffness constant D. We also show later on from 

AC-susceptibility data that the peak in the ZFC ὓ Ὕ is not a Blocking temperature. 

Though the amplitude is very small, surprisingly a peak is seen even in the ZFC 

magnetization data of the Bulk sample where the grain size is ~ 4 ɛm. 

5.4.  Softening of spin wave stiffness constant D 
 We utilize the M-TFC data to find out the dependence of the Spin wave stiffness constant 

Don T. The energy dispersion relation of the Spin waves can be written as [16]  ᷾= Dk
2
 + ȹ 

ī ɛ, where k is the wave vector, D is the spin wave stiffness constant and ȹ = ȹ0 + gɛBH. ȹ0 

is the energy gap which is developed by the anisotropy energy. In our work we were using 

the value of single crystal Gd [16] (ȹ0 = 0.155(3) meV). The second term is the Zeeman term 

with Lande gô factor, g = 2 for Gd (since L = 0 and S = 7/2). ɀ is the chemical potential. 

FIG. 5.2. M vs. T curve (FC and ZFC) for the film and bulk samples. 

The applied field is 0.01 T. The line through the FC data are fits to the 

Equation (5.1). (See text) 
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In the BEC state ɛ = 0. As a result ᷾ Dk
2
 + ȹ. Therefore, at low temperature the magnon 

density n in a system of grain size d can be expressed by the following relation as [22], 

ὲ=
1

2“2

Ὧ2ὨὯ

Ὡ‍(ὈὯ2+Ў) 1

Њ

Ὧ0

                                                    (5.1) 

, where ɓ = 1/kBT. In the finite size sample grain, the spin waves are constrained inside the 

grains with the maximum wave length ɚ  d. Therefore, the integration must have a finite 

value of lower limit and it is k0 = 2́ /d. Finally the temperature dependence relation of n 

becomes (see Appendix-3) 

ὲ= ὃὝ3/ 2 ὪὝ,Ὠ                                                       (5.2) 

, where ὃ=
Ὧὄ

4“Ὀ

3/ 2
В

ὩὰЎ‍

ὰ3/ 2
Њ
ὰ= 1  and (Ὕ,Ὠ) =

1

2“2᷿
Ὧ2ὨὯ

Ὡ‍(ὈὯ2+Ў) 1

Ὧ0

0
 . 

 The magnetization (M) is related with the magnon density n as [16] 

ὓ= ὓ0 Ὣ‘ὄὲ                                                          (5.3) 

, where M0 = M at T = 0 K. n increases with temperature T and thus leads to a deviation of M 

from M0. Eqn. 5.3, with n given by Eqn. 5.2, is the modified Bloch T
3/2

law. 

 Eqn. 5.3 is fitted to the low field FC M-T data. The fits are shown in FIG. 5.2 as solid lines. 

It can be seen that the fit of Eqn. 5.3 to data are excellent. We obtain the T dependence of D 

from the fit and the data are shown in FIG. 5.3. It can be clearly seen that there is an 

anomalous softening of D in the temperature range around 2025 K. 

 The value of D also goes down with decrease in the grain size d from the bulk to the film B. 

The smaller values of Ds in the nanostructured films enhance the values of magnon densities 

in them leading to the observation of BEC. The temperature at which the anomalous 

softening of D occurs can be taken as the transition temperature TBE. 

 

5.5.  Resistivity 
 The temperature (T) dependent resistivity (ɟ) for all the samples is shown in FIG. 5.4. 

Though all the samples show metallic nature in-spite of their high resistivities, there are 

observable differences between the film and the bulk resistivity data. For the bulk sample, as 

in a metallic solid, it has a residual resistivity 10.5 ɛʍ.cm and the normalized value RN = 

ɟ(300K)/ɟ(5K) = 14.4. At 300 K ɟ shows approach to saturation as is often observed in 

FIG. 5.3. D vs. T as obtained from the ὓ Ὕ curve. 
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highly resistive metals and alloys that have ɟ > 100 ɛʍ.cm. The values of ɟ for the films are 

noticeably higher as expected primarily due to the grain boundary resistances. There are at 

low temperatures clear features (marked by arrows). These features we show below are 

associated with the softening of the Spin wave stiffness constant D. 

 

 
 

 

 

The resistivity ɟ of a magnetic metal follows the Matthiessenôs rule 

”= ”0 + ”ὒ+ ”ὓ                                                 (5.4) 

, where ɟ0 is the temperature independent residual resistivity (depends on the lattice defects 

and grain boundaries etc.),ɟL is the temperature dependent lattice (phonon) contribution and 

ɟM is the magnetic contribution. In most metallic solid the ɟL is given by the Bloch-

Grː neisen theory [23] which is determined primarily by the Debye Temperature ɗD. The 

magnetic contribution arises from the Spin wave and is given as [24], 

”ὓ = ‪
Ὕ

Ὀ

2

                                                     (5.5) 

, where ɣ is a constant that depends on the ratio of sīf spin-orbit interaction energy and 

Fermi energy (Ef). Clearly a low D will accentuate the value of ɟM and will make it more 

visible. In most magnetic solid the ɟM is generally overwhelmed by the ɟL except at low T. 

To check for the existence of a discernible magnetic contribution at low temperatures, we 

have plotted ɟ(T )ī ɟ0 as a function of T
2
 (for T  25 K in the inset of FIG. 5.4). It can be 

seen that for the films the ɟ at low T have a substantial magnetic contribution (~T
2
) that 

follows Eqn. 5.5. For both the films for T >17 K, there is an upward enhancement of the 

magnetic contribution due to softening of D as TBE is approached. The features marked by 

arrows in the main figure are visible as change in slopes in the inset (also marked by arrow). 

For the bulk Gd sample, the value of D is much lower than that seen in conventional 3d 

ferromagnetic materials like Fe and Ni but it is much larger than the D seen in the films. As a 

result the magnetic contribution is much smaller in the bulk Gd compared to that in the films 

and we may neglect it. This observation allows us to use its temperature dependent resistivity 

(ɟL ɟ(T) ī ɟ0) as a measure of the lattice contribution for all the samples. 

FIG. 5.4. ɟ vs. T curve of all three samples. Inset shows the ɟ  ɟ0 

vs. T
2
 plot. Transition temperatures are indicated by the arrows. 
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To identify the magnon BEC and connect the softening of Das seen in the resistivity data, we 

use the derivative of ɟ as dɟM/dT = dɟ/dT dɟL/dT  dɟ/dT - dɟbulk/dT, where dɟL/dT is taken 

as the dɟ/dT for the bulk sample (marked as dɟbulk/dT), following the argument above. A plot 

of dɟM/dT for the two films is shown in FIG. 5.5. The features marked by arrows in the 

resistivity curves for the films in FIG. 5.4 show up clearly as rather sharp peak in the 

derivative curves. The maximum in dɟM/dT can be identified with the minima in D vs. T 

curve evaluated from the magnetization data (see FIG. 5.3).To test this quantitatively, we 

calculate the derivative (dɟM/dT = 2ɣT/D
2
) as a function of T from Eqn. 5.5 using the 

experimentally observed D at a given T. We obtain ɔ from the experimental derivative curve 

at T = 7 K by using the observed value of D at that temperature. dɟM/dT was calculated from 

the temperature variation of D. The calculated curves are shown as lines in FIG. 5.5. It can 

be seen that they match well the experimental curves. It establishes the fact that the softening 

of D, which is taken as the signature of magnon BEC, leads to a maxima in the dɟM/dT curve. 

We can then identify the TBE from the temperature where dɟ/dT peaks are observed at low T. 

 

5.6.  Magnetoresistance 
 Since the magnetic contribution to resistivity shows up a clear signature of BEC, it is 

expected that the magnetoresistance (MR) would also show a signature of BEC. Application 

of magnetic field will enhance TBE [16].Thus for a T < TBE, application of field (H) will lead 

to an enhancement of D at a given temperature which will reduce ɟM as given by Eqn. 5.5, 

leading to a negative MR. The effect is expected to be largest for T TBE. This would thus 

make MR yet another probe to identify the BEC. (We define the MR as ὓὙ% = 100 ×
Ў”

”0
=

100 ×
” ”0

”0
, where ɟ0 ḳɟ(H=0).) 

 At a temperature (T= 20 K) the H dependent in-plane transverse MR (applied field and 

measuring current are perpendicular) are shown in FIG. 5.6(a). MR is negative for all the 

samples. MR has been measured up to a field of 9 T. At low temperature and high field, the 

MR for the film samples become larger compared to that of the bulk. There are also 

differences in field dependence. In the film samples there is a clear linear component, which 

we show below is linked to the field dependence of D. The T dependence of MR at a given 

FIG. 5.5. dɟM/dT vs. T curve of the film samples. Calculated 

value of dɟM/dT is mentioned as ñCalò. 
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field ɛ0H = 9 T are shown in FIG. 5.6(b). The magnitude of MR is clearly low (Note that the 

data have been plotted as ï MR%.). However, for films A and B there are clear maxima for T 

TBE, as determined from the resistivity derivative curve (FIG. 5.5). 

MR can be fitted by a single function of H as [15] 

Ў”

”0
= ὧ1Ὄ ὧ2Ὄ

2                                                          (5.6) 

, where c1 and c2 are the weight factors of the representative terms. The first term (c1H) 

represents the contribution arising from the breaking of coherent long range ordering of 

magnons and the second term (īc2H
2
) is the Lorentz term (present in transverse MR) 

contribution. The value of c1 and c2 has been obtained from the data by fitting them to Eqn. 

5.6. 

 
 

 

 

 

The parameter c1 ( 4.22(4) × 10
ī3

 T
ī1

 and 11.92(1) × 10
ī3

 T
ī1

 for Film-A and Film-B) 

varies. We show that this happens due to dependence of c1on D which itself has a 

dependence on H.  

Using Eqn. 5.5 for a particular temperature it can be written as 

Ў”

”0
=
” ”0

”0
=

1

Ὀ2

1

Ὀ(0)2
Ὀ(0)2 =

Ὀ(0)2

Ὀ2
1 

Therefore, 

Ὠ

ὨὌ

Ў”

”0
= 2

Ὀ(0)

Ὀ

2 1

Ὀ

ὨὈ

ὨὌ
 

Again from Eqn. 5.6, neglecting the Lorentz part in the field range concerned: 

Ὠ

ὨὌ

Ў”

”0
= ὧ1 

or, ὧ1 = 2
Ὀ(0)

Ὀ

2 1

Ὀ

ὨὈ

ὨὌ
 

ὧ1 =
2

Ὀὔ
2ὧ1ὔ                                                                (5.7) 

 

FIG. 5.6. (a) Field (H) dependent MR% at 20 K for film samples. Data is 

fitted by Eqn. 5.6. (b) Temperature (T) dependent MR% (ɛ0H = 9 T). To 

show the absolute value negative MR has been plotted. 
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, where ὧ1ὔ=
1

Ὀ

ὨὈ

ὨὌ
 and DN = D/D(0) is the normalized value of D, where D(0) is the value 

of D at H = 0. Since D increases with H, c1N is > 0 and c1 is < 0, as observed experimentally. 

 It is noted that the low temperature ɟ as well as the MR data of the films done in this 

investigation, have a broad similarity to the data on nanostructured bulk solid done 

previously. The present investigation showed that barring details the signatures of BEC in 

magnetic as well as the transport data are mostly independent of the morphology of the 

nanostructured Gd. 

 

5.7.  AC-susceptibility 
 The discussion so far assumed that the transition seen at low T is distinct from what is 

expected of a superparamagnetic transition. In fact the particle size used here being much 

larger than the size range where superparamagnetism is expected, we can rule out such 

effects. In addition, we have two more experimental reasons to rule out the above effect. 

First, it can be seen from FIG. 5.1 inset that the nanostructured films have finite coercive 

field HC which are much larger than those of the nanostructured films. In a 

superparamagnetic particle the HC is expected to  0. Next we show using measurement of 

AC ɢ that there is no evidence of blocking transition as it happens in superparamagnetic 

particles which often lead to a hump in ZFC M vs. T curve similar to those seen in FIG. 5.2. 

 

 
 

 

 

 

 

 

 

For zero DC bias field the T dependent real (ɢǋ) and imaginary (ɢǋǋ) part of the susceptibility 

have been plotted for three different frequencies ranging from 17 Hz to 1200 Hz. The data 

were taken with no applied dc field and a modulation field of 0.4 mT. In Film-A and Film-B 

there are peaks in ɢǋ-T curve is observed at temperatures where the ZFC M-T curves show a 

hump (the data in bulk sample shows no such features). Importantly, the peak position is 

independent of the measurement frequency. This is unlike blocking temperature, which being 

a kinetic effect, shows a clear dependence on frequency of measurement. One thus can rule 

out blocking temperature associated with these features. 

FIG. 5.7. (a) Temperature dependence of the real part of AC-susceptibility (ɢǋ) for two 

films samples at three different frequencies (17 Hz, 170 Hz and 1202 Hz). Amplitude 

of AC-magnetic field (ɛ0Hac) and dc bias field (ɛ0Hdc) is 0.4 mT and 0 T. (b) Same for 

the imaginary part of AC-susceptibility (ɢǋǋ). (c) The T dependence of the normalized 

susceptibility (ɢǋ/ɢǋ0), where ɢǋ0 = ɢǋ(T = 5 K), at frequency 17 Hz of three different 

samples for DC bias field 0 T, 0.01 T and 0.1 T. Arrows indicate the shifting of TBE 

with DC field intensity. 
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