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Chapter 1

Inroduction

The mineral lodestone, a natural magnetic oxide of iron (magnetite Fe3O4) was known to Greeks

which had the ability to attract iron [2] and was mentioned in Thales of Miletus (ca. 624{548

B.C.) [1]. Repulsive action of magnetism was also know to the Romans but it was only in the

period A.D. 1000{1200 that its use in compass and navigation [3] was realized by Shen Kua

(1030{1093), a Chinese mathematician and instrument maker, according to G. Sarton. As the

time passed, people got more curious about magnetic materials and now these are being used

in our day to day life.

Response to an applied magnetic �eld by these materials is the most fundamental property known

as magnetism. There are two sources of magnetism. In the First one, magnetic �eld is produced

by moving electric charges. The development of this theory started from the establishment of the

inverse square law by Charles Augustin Coulomb in 1785 to the discovery that an electric current

would a�ect a magnetic needle by Hans Christian Oersted (1820) followed by Andr�e Marie

Amp�ere’s study in 1825 proving mathematically and experimentally that a current in a circuit

is equivalent to a \magnetic shell" of certain strength via the contributions from Simon Denis

Poisson (1781{1840). It was then further improved by Wilhelm Weber in 1852 and followed by

James Clerk Maxwell (1831{79) [4,5]. In the second one, magnetism emerges from the discovery

of a fully quantum mechanical phenomenon, the electron spin, an idea proposed by George

Uhlenbeck and Samuel Goudsmit in 1925 [6{9]. This was an e�ort to eliminate the drawbacks of

Bohr-Sommerfeld quantum theory of elliptical orbits. They proposed that an electron must be

1
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treated as a charged sphere spinning around its own axis, having an intrinsic angular momentum

and so an intrinsic magnetic dipole moment. Over the years this quantum theory of magnetism

was further developed by W. Heisenberg, J. H. Van Vleck, E. C. Stoner, H. Bethe, F. Bl�och, J.

C. Slater and others.

Pauli exclusion principle [9,10], which speci�es that electrons, in the orbits of an atom which are

speci�ed by orbital, magnetic and spin quantum numbers , cannot occupy the same quantum

state. This when combined with the Hund’s rule [11] of �lling of shells, result in unpaired

electrons in an atom therefore causing a net magnetic moment. In complex materials [12{14]

the magnetic phenomena are the consequences of various interactions present in that material.

To discuss these in details we �rst start with the discussion on magnetism in atoms and ions in

the next section, followed by discussion on the various aspects of magnetism in materials.

1.1 Origin of The Atomic Moment

From the Bohr’s picture of stationary orbits, the magnetic moment of an electron of charge

e� moving around an atomic nucleus is due to, a) orbital motion of the electron with angular

momentum l for which the magnetic moment is given by,

� l = � � B l (1.1)

b) intrinsic magnetic moment [15] of an electron associated with its spins is given by,

� s = � g� B s (1.2)

where � B = eh
4�mc is known as Bohr magneton and g is called the Land�e g-factor whose value is

equal to 2. Heres can have the values� 1/2. The scenario is di�erent in case of many electrons

present in an atom which interact with each other. Considering Pauli exclusion principle in such

cases, the many electron wavefunction which is the product of the spatial and spin wavefunctions

aquire the antisymmetric nature either in the spatial or in the spin part of the wavefunction.

Physical ideas about taking such interaction between the electrons are the basic ideas behind the

Hund’s rules. First rule is total S should be maximum so that the Coulomb energy is minimum



1.1. ORIGIN OF THE ATOMIC MOMENT 3

because of the Pauli exclusion principle which prevents electrons with parallel spins being in the

same place. After satisfying the �rst rule, in the second rule, the total L should be maximum

for the valence electrons of a given atom. This is to minimize energy when the electrons with

the orbital motion in the same direction can more e�ectively avoid each other hence reducing

the Coulomb repulsion. These rules gives rise to the multiplet terms associated to the atoms

or ions with more than one electron. In the third Hund’s rule, the �nal value of J , the total

angular momentum of the system is found usingJ = jL - S j when the cell is less than half

�lled and J = jL + S j when it is more than half �lled. This rule is an attempt to reduce the

spin-orbit interaction energy and is applicable only in speci�c conditions as of the case of rare

earth ions. In many cases, for example in transition metal ions, dominance of the crystal �eld

contribution break this third rule.

We should note here that these three Hund’s rule predict the ground state of a given system

but provide no information about the exited states and so one can only estimate the mag-

netic moment of an atom or ion considering the ground state provided by these set of rules.

Diamagnetism and paramagnetism are the main manifestation of atomic magnetism.

1.1.1 Diamagnetism

All materials are diamagnetic upto some extent. Diamagnetism has the atomic origin of mag-

netic moments and usually occurs in the atom with a symmetrical electronic structure and no

permanent magnetic moment i:e: no unpaired electron. In such substances, a magnetic �eld

induces a magnetic moment which opposes the applied magnetic �eld. The diamagnetic suscep-

tibility is negative and usually independent of temperature. The magnetization in this case (at

T = 0 K) can be given as

M = �
Ne2B
6meV

ZX

i =1

hr 2
i i (1.3)

where N is no. of ions with massme and Z electrons in volumeV with all �lled shells. B is the

applied magnetic �eld.
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1.1.2 Paramagnetism

Atomic moments in a paramagnetic material also has the atomic origin and paramagnetism is

in general has much stronger e�ects than diamagnetism. Paramagnetic materials have positive

susceptibility such that the induced magnetic moment by an applied magnetic �eld align parallel

with the �eld. In the atoms which do have unpaired electrons, in the absence of the applied

magnetic �eld, the magnetic moments interacts very weakly and have random orientations. The

applied magnetic �eld try to align them up and the magnetization in this case depends upon

the strength of applied �eld. An increase of temperature will try to randomize the spins and

so the magnetization has the B/T dependency. Within the quantum mechanical treatment, the

magnetization is given by,

M = M s tanh
�

� B B
kB T

�
(1.4)

Here M s is the saturation magnetization and is de�ned as the maximum value of magnetization

when all the magnetic moments are aligned. kB and T are the Boltzmann constant and the

temperature at which the magnetization M is measured.

1.2 Magnetism In Solids

Magnetism in solids are distinguished from the atomic magnetism by two important experimental

features. First, in atoms, the total angular momentum (orbital and spin) produces the net

magnetic moment while in solids it is found that only the spin part of total angular momentum

is contributing to magnetic moments because of the quenching of orbital angular momentum, as

in transition metals, by the crystal �eld produced by anions [16,17]. Second, materials in which

angular momentum is quenched, magnetic moments coming from the spin part should be 2, 3

and 4 � B for Ni, Co and Fe. In the bulk, the experimentally observed value are 0.616, 1.715

and 2.216 for Ni, Co and Fe respectively which is attributed to the itinerant nature of electrons

in a solid. [18].
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In solids, various arrangement of magnetic moments on the neighboring atoms lead to di�erent

types of magnetic ordering. This magnetic ordering mostly occur in the presence of external

magnetic �eld and vanishes as soon as this external �eld is removed. If this magnetic ordering

in the material retained even after removal of the external magnetic �eld, then they are called

permanent magnets. Some examples like Fe, Co and Ni are previously mentioned. Magnetism, an

inherently quantum mechanical e�ect, is the consequence of the interplay between the electron-

electron Coulomb interaction (electron-electron correlation), hopping interaction between the

electrons (exchange interaction) and Pauli exclusion principle. We will discuss each of these

interactions and their e�ects on the magnetic behavior of materials in the coming sections.

1.2.1 Exchange Interaction

The importance of the exchange interactions in long range magnetic ordering can be understood

with a simple example. In the case of magnetic dipolar interaction, we know that the dipole-

dipole interaction energy between two magnetic dipoles� 1 and � 2 separated byr is given by,

Edip =
� 0

4�r 3

�
� 1 � � 2 �

3
r 2 (� 1 � r )( � 2 � r )

�
(1.5)

For each moments� 1 � B with separation r � 1 �A, Edip is of the order of 10� 23 J equivalent

to 1 K in temperature. But the ordering temperature of 1023 K for materials like SrTcO3 [19]

provide us the clue about a di�erent origin of the magnetic order other than magnetostatic

dipolar interaction in such materials.

If we consider a simple two electron picture, exchange interaction expressed in terms of exchange

integral (J ) arises because of the energy di�erence between the singlet (ES) and triplet state

(ET ). Assuming the normalized spin parts of the wavefunction, the exchange integral for this

two electron system can be written as,

J =
ES � ET

2
=

Z
 �

a(r 1) �
b(r 2)Ĥ a(r 2) b(r 1)dr 1dr 2 (1.6)

where r 1 and r 2 are the spacial coordinates of the two electrons. This exchange integral is

positive when two electrons are on the same atom which stabilizes the triplet state and hence
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antisymmetric spacial state, minimizing the Coulomb repulsion between them by placing them

apart. If two electrons are on two di�erent atoms, a bond formation allows them to hop around

both atoms lowering their energy by saving the kinetic energy. Thus spatially symmetric bonding

and specially antisymmetric antibonding molecular orbitals will be formed. Since antibonding

orbitals are higher in energy, this favors singlet states and so exchange integral is likely to be

negative in this case. The interatomic exchange interaction is main driving mechanism behind

magnetism [20, 21]. The most important exchange mechanisms are described in the coming

sections.

1.2.2 Direct Exchange

When the electrons on the magnetic atoms interact via an exchange interaction directly,i.e.

without any intermediary atom, then it is known as direct exchange. This exchange interaction

requires su�cient direct overlap between the magnetic orbitals taking part in it and so it is a short

range coupling which decreases sharply with the separation between the magnetic atoms. Direct

exchange can be well understood from the Fig 1.1. When the atoms are very close, the electrons

spend most of their time in between the atoms due to the presence of inter atomic hopping.

Since their spacial position is same at the same time, Pauli’s exclusion principle force them to

have opposite spins and so negative exchange causing energy cost of Coulomb repulsion U. Since

gain from the hopping of electrons on the neighboring sites have the dominant contribution to

the energetics, this type of antiparallel alignment of spin is favored by direct exchange.
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Figure 1.1: A simple picture of direct exchange, (a), favors the antiparallel alignment of the

spins (lower) as it allows the electrons to hop to the neighboring site and costs an energy of

Udd . While, in the parallel alignment of the spins (upper) hopping is suppressed by the Pauli

exclusion principle. The Bethe-Slater curve (taken from Ref. [22]) in (b) yields that elements

above the horizontal axis are ferromagnetic, below that axis are antiferromagnetic

If the atoms are far apart, the gain from hopping t reduces signi�cantly due to small orbital

overlap (Udd > t ). In order to minimize the electron-electron repulsion, a parallel alignment

of spins occurs and so a positive exchange. Balance between the Coulomb and kinetic energies

(hopping interaction) decides the sign of direct exchangeJ . Since a real situation like in rare

earths, 4f electrons are highly localized and tightly bound to the nucleus, the direct exchange

is expected to be very weak. In 3d transition metals like Fe, Co and Ni where orbital extension

is higher when compared to 4f , it is still di�cult to realize the role of direct exchange on
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the magnetic behavior of these metals and there is a clear necessity of some indirect exchange

mechanism to take account of both the localized and itinerant character of electrons.

1.2.3 Indirect Exchange : Superexchange

The previous idea of kinetic exchange [23] was extended by Anderson [24] to situations where

the magnetic ions are separated by large non-magnetic anions and so direct hopping between

the orbitals is highly unlikely. This is the case of a number of ionic solids like oxides and


uorides which have magnetic ground state. Anderson explained the large ordering temperatures

of many such compounds with enhanced kinetic exchange also called superexchange, due to

covalent mixing of cation and anion orbitals. As the anions as well as the cations are involved

in superexchange, it is a second order process and is derived from second order perturbation

theory. To understand the mechanism of superexchange, consider a simple case of two transition

metal ions having magnetic moments due to single unpaired electron ind orbital separated by

an oxygen ion having two p electrons in the valence shell (see Fig 1.2). As shown in Fig 1.2,

antiferromagnetic coupling in the singlet state has two hopping processes which are possible in

two di�erent ways, hence delocalizing these electrons over the whole system, thus lowering the

total energy of the system via kinetic energy gain. As discussed previously, this antiferromagnetic

exchange constant is nothing but the energy di�erence between the singlet and triplet state and

is given by,

JAF M =
4t4

pd

(Udd + � pd)2

�
1

Udd
+

1
Udd + � pd

�
(1.7)

whereUdd is the Coulomb repulsion between twod electrons,tpd is the hopping between electrons

in d and p orbitals and � pd = � d � � p is the charge transfer energy. The �rst term in above

expression is due to the hopping process involving only a single doubly occupiedd-orbital while

the second term is due to hopping process involving two doubly occupiedd-orbitals.
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Figure 1.2: A simple picture of superexchange where the orbital on the central site is di�erent

from the orbitals on the sides. Typically, two d orbitals are coupled via an intermediate oxygen

p orbital as in 2(a). For antiparallel alignment of the spins on two d orbitals, (b) and (c) describe

the two ways that two consecutive hopping processes are possible, while in (d) for ferromagnetic

case, the Pauli principle forbids the second hopping process.

The superexchange strongly depend upon the angle between the cation-anion-cation bond. In

Fig. 1.2, we have considered the bond angle to be 180� . If this bond angle is 90� , a reverse

superexchange mechanism gets operative favoring ferromagnetism when the orbitals on cations

(say d3x2 � r 2 and d3y2 � r 2 ) connected via di�erent orbitals on anion (say px and py) as shown in

Fig 1.3a.
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Figure 1.3: In a 90� arrangement of d-p-d group as in (a), one �nds that the d orbitals are

coupled to the orthogonal p orbitals and hence, it becomes impossible for an electron on oned

orbital to reach the d orbital on the other site. Therefore, the ferromagnetic super-exchange in

(b) is mediated via the Coulomb exchange on the connecting oxygen.

Because of the involvement of twop orbitals, hopping is non-linear in this case, and the symmetry

restrictions allow only a one way hopping resulting in weak ferromagnetic coupling between the

cations. This process is shown shown schematically in Fig 1.3b. Because of the two hole on the

anion orbitals shown in Fig 1.3b, formation of triplet state on oxygen will lower the energy by

2Jp. So, superexchange is mediated via the Coulomb exchange on the connecting cation and is

ferromagnetic in nature. The exchange constant in this case is given by,

JF M =
4t4

pd

(Udd + � pd)2

�
2Jp

4(Udd + � pd)2 � J 2
p

�
(1.8)

It is signi�cantly weaker than the antiferromagnetic superexchange. This is the situation with the

eg orbitals involved in the exchange interaction. However, situation might vary with involvement

of the t2g orbitals in exchange. In this case, if thet2g orbitals are pointing towards each other

between the oxygens atoms, thed � d direct hopping interactions play crucial role in making
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antiferromagnetic superexchange operative between thed electrons. This is however might be

the case for the lighter transition metals as in the case of heavier ones, thed � p � d hopping

again becomes more relevant. In a situation where both the hopping pathways (directd � d and

through oxygens) are available, the total exchange will depend upon the signs oftdd and tdp.

Similar sign of both the hopping will enhance the total exchange while opposite sign of these

two will partially cancel out, hence reducing the total exchange interaction in the system.

Structural distortions in real materials cause a deviation of cation-anion-cation bond angle and in

many case these angles are neither 90� nor 180� . This results in competition between the antifer-

romagnetic and ferromagnetic superexchange in such materials. The superexchange interactions

are usually explained in terms of a set of semi-empirical rules, called Goodenough-Kanamori-

Anderson rules [11,25,26] which are brie
y given as,

1) When orbitals on both the cations are either half-�lled or empty then the superexchange will

lead to antiferromagnetism shown in Fig 1.4a and 1.4b respectively.

Figure 1.4: The Goodenough-Kanamori-Anderson rules: In a 180� geometry of d � p � d group,

(a) and (b) yield the antiferromagnetic alignment of spins on d orbitals, while in (c) and (d) the

favored alignments are ferromagnetic.
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2) When a) orbital on one cation is empty and on other cation it is half �lled or b) one is half

�lled and other is fully �lled, then the superexchange will be ferromagnetic in nature shown in

Fig 1.4c and 1.4d respectively.

1.2.4 Itinerant Exchange

In metallic systems, the exchange mechanism might be entirely di�erent and it can be mediated

by the conduction electrons. When the conduction electrons get spin-polarized by a localized

magnetic moment of a magnetic ion, this polarization then couples to a magnetic moment

on a neighboring atom at a distancer giving rise to an indirect exchange interaction known

as itinerant exchange or RKKY interaction. The name RKKY stands for Ruderman, Kittel,

Kasuya and Yosida, the discoverers of this interaction [27{29]. For a large value of, the exchange

constant has the form,

JRKKY (r ) /
cos(2kF r )

r 3 (1.9)

where kF is the radius of spherical Fermi surface. This long range oscillatory interaction, de-

pending upon the separation between the magnetic atom can be either ferromagnetic or antifer-

romagnetic in nature.

1.2.5 Double Exchange

Occurrence of a ferromagnetic exchange interaction due to mixed valency (more than one oxi-

dation state) shown by the magnetic ions present in the system is known as double exchange.

It can also be understood as the case when both, the kinetic exchange and Coulomb exchange,

work simultaneously and was proposed by Zener in 1951 [30]. Since average electron per cation

is non-integral and some sites have more number of electrons than others dut to mixed valency

of magnetic ions [31], electrons can hop between such sites without any cost of U in such sys-

tems. Consider the example of LaMnO3 which contains Mn3+ ions has A-type antiferromagnetic

ground state. After 17.5% doping of Sr atoms, the systems becomes ferromagnetic with ordering

temperature around room temperature below which it becomes metallic. Since Sr is divalent

(Sr+2 ), La is trivalent (La +3 ) and oxygen has valency of -2, in La1� xSrxMnO3, it is clear that

a fraction x of Mn ions are Mn4+ and rest 1� x are Mn3+ . The ferromagnetic ordering in this
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doped material [32,33] is due to double exchange which can be best understood by the Fig 1.5.

The eg elctron from the Mn3+ can hop to neighboring Mn site if the eg orbital of the same spin

is available which is the actual case of Mn4+ sites. But the intra atomic exchange interaction

between the t2g and eg electrons would like to keep them all aligned in the same direction in

order to lower the energy because of the �rst Hund’s rule.

Figure 1.5: The double-exchange mechanism in hole doped manganite perovskite. Coupling be-

tween the localized spins on Mn3+ and Mn4+ ions and the itinerant electrons in a) ferromagnetic

alignment, (b) antiferromagnetic alignment of localized spin. The ferromagnetic alignment of

the localized spins stabilized through Hund’s exchange coupling.

Thus ferromagnetic arrangement of neighboring ions is necessary to maintain the condition of

high spin arrangement. Since hopping results in kinetic energy reduction, it lowers the overall

energy of the system. As in this ferromagnetic ordering, theeg electron can hop through out

the crystal, the system becomes metallic. Suppression of the double exchange mechanism may

occur in the presence of orthogonal arrangement of the oxygen dumbbells [34].
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1.3 Electron-Electron Correlation

The insulating state of many systems like NiO [35], which would have been metallic in the

conventional one electron band picture are explained by considering electron-electron interaction

between the magnetic atoms. This interaction is called electron-electron correlation. We know

that expectation value of a product of two quantities of an interacting system has not the same

value as the product of their individual expectation values. This is due to the e�ect of correlation.

For example in a system, when a particle at positionr 1 with density � (r 1) will interacts with a

particle at position r 2 with density � (r 2), then average of product of these densitiesh� (r 1)� (r 2)i

cannot be factorize to the product of individual averages which ish� (r 1)ih� (r 2)i . This establishes

the fact that correlation e�ect is beyond the factorization approximation as considered in Hartree

or Hartree-Fock theories.

The electron being a quantum particle exhibits both wave and particle like characteristics. Ac-

cording to Bl�och theorem [36], electron behavior in a periodic lattice can be approximated as

an extended plane wave. With increase in the number of electrons in a solid, their is no more

free motion of electrons and the mutual electron-electron interaction becomes more signi�cant.

In such correlated electron system, for example,d electrons in transition metal compounds ex-

perience two competing forces : Coulombic repulsion which try to localize electrons individually

at the atomic sites (dominating particle-like behavior) while hybridization with oxygen p elec-

tronic states which try to delocalize electrons (dominating wave-like behavior). The balance

between two makes these correlated materials excellent resources for studying various electronic

properties [37{39].

In a solid, the correlated electrons with a well de�ned dispersion� k , corresponds to the band

width (W) which is the result of hopping interactions between the electrons. If � is the average

time spent by electrons on an atom then� / 1=W implies that narrow bands lead to the longer

time that an electron resides on an atom thereby, feels the presence of other electrons. The

correlation between electrons enhances due to the formation of the narrow bands making them

\strongly correlated" materials. There are various examples among the transition metals and

their oxides such as V, Cr, Fe or rare-earth metals such as Ce where electrons occupy narrow

bands. The profound e�ects of correlation on electronic and magnetic properties of materials can



1.3. ELECTRON-ELECTRON CORRELATION 15

be understood with a simple example of Nickel Oxide (NiO). The local density approximation

within density functional theory (DFT) predicts a nonmagnetic metallic ground state while

local spin density approximation (LSDA) gives a small gap, hence describing NiO as a Slater

insulator [40,41]. Both the band gap and the magnetic moment are poorly underestimated in this

case when compared to the experimentally measured values of 4.1 eV [42] and 1.7� B respectively.

Experimentally, it is also found to be an antiferromagnetic Mott insulator. Thus to get the

correct band gap and moment, the vital role of strong electronic correlation in such material is

evident which will bring this system close to the Mott regime [43]. Electron correlations are also

known to be essential for phenomenon like magnetism and high temperature superconductivity

[44]. In fact, at low temperatures, the interplay between the spin, charge and orbital as well

as lattice degrees of freedom of the correlatedd and f electrons leads to variety of unusual

phenomena.

1.3.1 The Hubbard Model

Consider a simple case of hydrogen atoms separated by distance a, having non-degenerate 1s

level at each site. The tight binding Hamiltonian for this system considers the hopping of

electrons from site to site and is given by,

H = � t
X

<ij>;�

cy
i� cj� + H:C: (1.10)

wherecy
i� (cj� ) creates (annihilates) electrons at site i (j) with spin � and t is the hopping matrix

element, and sum is over the nearest neighbors. For N-lattice sites system, there will be N

energy levels in this band and according to Pauli principle 2N places available for electrons in

this band. Thus the exact half �lling of bands implies the system should be metallic. This

conclusion is independent of matrix elementt which determines the total bandwidth W = 2n t

where n is the number of nearest neighbors which means that such systems will always be metallic

for any distance between the sites and for arbitrarily small value oft. This unphysical result

is the consequence of the ignored important physical e�ect of Coulomb repulsion between the

electrons in the one-electron Hamiltonian. Now, within the same picture, when electron from site

i will hop to site j which already had an electron would cost the additional energy of Coulomb
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repulsion between two electrons at sitej and is denoted byU. A schematic picture representing

the various process involved in this model is shown in Fig 1.6. So the new Hamiltonian will take

the form,

H = � t
X

<ij>;�

cy
i� cj� + U

X

i

ni " ni # + H:C: (1.11)

where ni� = cy
i� ci� is the number operator with � either up or down. This is known as Hubbard

model [45]. When t � U, this model reduces to the previously explained tight-binding model

and the electrons are delocalized over the whole crystal.

Figure 1.6: Schematic illustration of interacting electrons in a square lattice in terms of the

Hubbard model. In this lattice, electrons, which have a negative charge (-), mass and a spin (^

or _ ), move from one site to another site with a hopping amplitude t. Therefore, the quantum

dynamics leads to 
uctuations in the occupation of any lattice site (i ) with time, indicated by

the time sequence. A lattice site may thus either be doubly occupied witĥ and _ both spins,

singly occupied with ^ or _ spin or unoccupied. A doubly occupied site costs an interaction

energyU.
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For U � t, the energy band which was previously half �lled for non-interacting case would

split into two subbands separated by an energy gap Eg � U-W (= U-2nt) with the lower band

occupied and the upper one empty. These bands are called lower and upper Hubbard bands.

Materials described by this insulating mechanism are called Mott or Mott-Hubbard insulators.

Depending on the interplay betweent, U and the �lling n, whether a system is insulating or

metallic is illustrated by Fig 1.7.

Figure 1.7: The schematic metal-insulator phase diagram within the Hubbard model in the

electron correlation strength (U/W or �/W) and band �lling (n) plane. There are two routes

for the metal-insulator transition (MIT), which are shown as the bandwidth-controlled MIT and

the �lling-controlled MIT. This �gure is redrawn from Ref [46]

In an antiparallel arrangement of spins, the virtual hopping process of an electron from one site

to another and back lowers the energy of the system, so the energy gain is proportional tot2,

while cost for the double occupancy of a site in the intermediate state isU. Hence the energy

gain in this process would be/ -t2/ U. The magnetic state of such systems may also be described

by e�ective Heisenberg Hamiltonian which is a spin only Hamiltonian and is given as,

Hef f = J
X

ij

Si � Sj ; J =
2t2

U
(1.12)
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where Si=j are the spin operators at sitesi / j and J is exchange interaction strength discussed

in the previous sections.

1.4 E�ect Of Di�erent Environments In A Crystal

The spherical symmetry of an isolated atom or ion is violated when in a crystal and the resulting

symmetry is determined by the local symmetry of the crystal structure. Since atomic orbitals

have angular dependencies (excepts orbitals which are spherically symmetric) and so, in the

local environment of the crystals which are often not spherically symmetric, di�erent orbitals

behave di�erently. This results in rich and complex electronic properties in the case of correlated

materials.

1.4.1 Crystal Field Splitting

The electric �eld derived from orbitals on the neighboring atoms which are treated as negative

point charges is called crystal �eld [47]. In the case of a transition metal ion, energies ofd orbitals

increases due to Coulomb repulsion when the negative point charges approach the metal ion. In

a crystal, the electrostatic �eld produced by surrounding negative charges are never spherically

distributed and so the �ve d orbitals in a transition metal atom will be a�ected di�erently in the

presence of these negative charges which were otherwise degenerate in energy. The magnitude

and nature of crystal �eld e�ect highly depend on the local symmetry in the crystal. In many

transition metal compounds, metal ions sit at the center of octahedron formed by anions such

as oxygen. Thedxy ; dyz ; dxz orbitals have the lobes pointing between x,y and z axes feel less

Coulomb repulsion of the anionic point charges than thedz2 � r 2 and dx2 � y2 orbitals whose lobes

point along the z-axis and x,y-axes respectively. A schematic representation of it is given in

Fig. 1.8.
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Figure 1.8: Schematic representation of electron densities for �ve di�erentd orbitals in a transi-

tion metal atom in an octahedral environment. The two eg orbitals, (a) dz2 and (b) dx2 � y2 have

spatial spread along the axes while the threet2g orbitals, (c) dxy , (d) dxz and (e) dyz have their

special spread between the axes.

This split the transition metal d orbitals into two sets, triply degenerate (dxy ; dyz ; dxz ) t2g orbitals

which are lower in energy and doubly degenerate (dz2 � r 2 and dx2 � y2 ) eg orbitals higher in energy.

In a tetrahedral geometry, this trend of splitting is reversed with eg orbitals lower in energy than

the t2g orbitals. The other geometries like square-planar and linear have the level orderingdxy ,

dx2 � y2 ; dxz , dyz ; dz2 � r 2 and dxz , dyz ; dz2 � r 2 ;dxy ; dx2 � y2 , respectively in the order of increasing

energy. The splitting of energy levels in various environments of crystal �eld is shown in Fig

1.9.

In real materials, the point charge model yields unsatisfactory results for the crystal-�eld split-

ting suggesting corrections beyond the point-charge approximation. An improvement on the

approximation of crystal �eld theory (CFT) with consideration of the overlap between the d

orbitals on the transition metal ion with orbitals on surrounding legands (ions) is known as

legand �eld theory.



20 CHAPTER 1. INRODUCTION

Figure 1.9: Schematic representation of the splitting ofd orbitals under various crystal �eld

symmetries such as (a), for tetrahedral, (b), for spherical, (c), for octahedral, (d), for square

planar and (e), for linear symmetries respectively.

When d electrons surrounded in an octahedron of negative ions (ligands), the crystal �eld split-

ting which is denoted by � CF (or 10Dq [48]), has the energy of Et2g = - 2
5 = -4Dq and of Eeg =

+ 3
5 = +6Dq. Precise �lling of the orbitals in the case of a transition metal ion depends upon

competition among crystal �eld energy, Hund’s exchange coupling (Jh) and the energy cost due

to Coulomb repulsion because of the double occupancy of an orbital.

In the large U (> � CF ) limit as in the case of 3d transition metal oxides, the competition

between Hund’s exchange coupling and the crystal �eld can give rise to a high spin (HS) state

in case whenJh > � CF and low spin (LS) state in case of � CF > J h . If � CF < J h i.e. in the

weak crystal �eld limit, each t2g and eg orbital will be singly occupied �rst and after that double

occupancy of orbitals will take place hence system have a high spin con�guration. On other

hand when � CF > J h , double occupancy of lowert2g orbitals occurs �rst, then only electron
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will occupy the higher eg orbitals. For example, in the case of a trivalent Co ion, if Jh > � CF ,

then six valence electrons in the 3d orbitals will give rise to a high spin t4
2g e2

g state by obeying

the Hund’s rule. On the other hand, if � CF > J h , then the ground state will be a low spin

state with t6
2g e0

g con�guration. The intermediate spin state t5
2g e1

g is energetically unstable and

the system gets stable after the lowering the symmetry by Jahn-Teller distortions discussed in

the next section [51,52].

When one moves from 3d to 4d to 5d transition metals oxides, the values ofU and Jh decreases

while � CF increases. These conditions mostly lead to a low spin state as for example in the case

of SrRuO3 [53], Ru is in +4 oxidation state with a low spin (S=1) con�guration as the larger

spatial extension of Ru 4d orbitals is responsible for a larger � CF .

1.4.2 Jahn-Teller Theory

Hermann Arthur Jahn and Edward Teller have given this theory [54] which states that de-

generacy makes the symmetric con�guration unstable, gives rise to a strong coupling between

electron and phonon resulting in a structural distortion which lift the degeneracy by lowering

the symmetry of the crystal and thereby lowering its energy. Jahn-Teller distortion can be sim-

ply understood by considering the example of octahedral systems, where it further introduces

a splitting in levels of t2g and eg symmetry. Cubic perovskite LaMnO3 [49, 50] is an example

of Jahn-Teller Material where double degenerateeg orbitals with an electron in it (Mn +3 -3d4:

t3
2g; e1

g ) needs to lower its symmetry via structural distortion. Another example of a strong

Jahn-Teller active material is KCuF 3 [55].
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Figure 1.10: (a) and (b), schematically represent the vibrational modes, Q2 and Q3, respectively

for a perovskite, LaMnO3, while (c) describes the resultant Jahn-Teller splitting in the t2g and

eg manifolds due to tetragonal Q3 mode.

There are two types of structural distortion which are represented by two vibrational modes,

orthorhombic Q2 mode and tetragonal Q3 mode as shown in Fig 1.10. Lowering of structural

symmetry by these modes result in degeneracy lifting of the highest occupiedeg orbitals. For

the experimentally observed Jahn-Teller distortion, the Q3 mode is dominant over the Q2 mode

as it brings more stabilization in the energy of the dz2 � r 2 orbital than the dx2 � y2 . Although

the same phenomena is true for the systems having electronically degeneratet2g orbitals, in this

case its e�ect is relatively weaker due to weak� bond formation by the triply degenerate t2g

orbitals. LaTiO 3 [56] and LaVO3 [57] are the examples of weak Jahn-Teller active materials.
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The Jahn-Teller distortions are di�er by two points for t2g and eg case. First is that, unlike in

the eg case, degeneracy lifting oft2g orbitals also occurs due to trigonal distortions as shown in

Fig. 1.11.

Figure 1.11: Splitting of d orbitals in the trigonal distortion is shown. (a) Trigonal distortion in

a perovskite lattice. (b) Contraction and elongation give rise to degeneracy lifting oft2g orbitals

forming singlet a1g and doublet e�
g . Figure is taken from Ref. [58]

In this case, splitting of t2g levels into a singlet a1g and a doublet e�
g occurs, both having the

character of all the planner orbitals. Second point is, Jahn-Teller distortions in this can lead to

both, the elongation and compression of MO6 octahedra in the Q3 mode. This depends upon

the number of electrons in the partially �lled t2g orbitals. For 2 or 7-d electrons, it would be

energetically favorable to occupy the lowest doublet state with 2 or 4 electrons which leads to

elongation c/a > 1. If there are 1 or 6-d electrons, lowest singlet would be occupied �rst and

so the compression of MO6 octahedra can lead to a compression c/a< 1. This is schematically

represented in Fig. 1.12.
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Figure 1.12: (a) and (b) representd orbitals in spherically symmetric and in octahedral environ-

ment of anions respectively. Depending upon the number of electrons int2g orbitals, splitting of

t2g and eg orbitals (c) in an elongated (c/a > 1) MO6 octahedra and (d) in a compressed (c/a

< 1) MO6 octahedra.

1.5 The Case Of Doped Correlated Systems

When dealing with transition metal compounds, involvement of spin, charge and lattice degree

of freedom and their interplay give rise to several interesting phenomena. For example, alter-

ation of the magnetic properties of a system, appearance of charge ordering, metal to insulator

transitions, high-temperature superconductivity etc can occur in strongly correlated systems

with the change in electron concentration. Considering the example of doping a Mott insula-

tor by electrons or hole, for example La1� xCaxMnO3. with the average Mn valency of Mn3+ x ,

one can explore the properties of a system which has non-integer electron concentration with

partially �lled bands. Also, in a transition metal oxide where overlapping of localized d levels

with less correlated broaderd bands one can have a metallic state with correlations still playing
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an important role. To understand the above mentioned aspects, properties of doped transition

metal oxides at various limits of the band �lling is discussed in the next section.

1.5.1 Magnetism at di�erent �lling in Hubbard Model

Considering non degenerate Hubbard Hamiltonian given by equation 1.11 at exact half electron

�lling i.e. for n=1, we know that for U � t, it is a Mott insulator with antiferromagnetic

ground state (discussed previously). With decreaseU/ t at n=1, one expects an insulator to

metal transition (Mott transition), however in certain cases with the special property called

nesting of fermi surface [59], metallic state is found to be unstable, and occurrence of charge

density wave (CDW) or spin-density wave (SDW) opens a gap at the fermi energy making the

system insulating even in the presence of a weak interaction.

For n6=1 i.e. deviation of electron density from one electron per site, the situation is even more

complicated as the strong Coulomb repulsionU/ t � 1 with antiferromagnetic background of the

undoped case is still present. This antiferromagnetic ordering of the background spins prevent

the motion of the extra electron due to spin on the neighboring sites (Pauli exclusion principle).

Thus the antiferromagnetic background appears to hinder the motion of the extra electron and

so the gain from the kinetic energy is very less in this case. Now in a ferromagnetic background

of spins, the extra doped electron or hole will be able to move unobtrusively and the gain from

kinetic energy would be � W � zt. So for U � t, we lose the exchange energy by� t2Vf
U

(where Vf is ferromagnetic volume of the system) but we gain by the doped electron’s kinetic

energy � t� (where � is the doping concentration), when we make the system ferromagnetic

instead of antiferromagnetic. In U = 1 limit, it was shown by Nagaoka [60, 61] that even the

slightest doping of electron or hole in the system can destroy the antiferromagnetism making

it ferromagnetic. For large but �nite U and �nite concentrations of holes (� = 1-n), the phase

diagram produced by numerical calculations is given in Fig. 1.13
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Figure 1.13: Phase diagram obtained for Hubbard model with arbitrary �lling of bands and for

di�erent interaction strengths U/ t. This �gure is taken from the reference [62,63]

.

In the presence of the strong correlations, doping region where the transition from AFM state

to FM state takes place have possibility of stabilizing di�erent intermediate states for example

canting of spins, spiral magnetic order etc. The critical situation for this transition from AFM

to FM state is approximately given by 0.25 � c = t/ U. The non degenerate Hubbard model for

bipartite lattices, there is an electron-hole symmetry. However in cases where further nearest

neighbor hopping or the orbital degeneracy is considered, this symmetry might break and the

solution to Hubbard model at the same electron and hole doping might be di�erent [64].

1.5.2 Charge Ordering

A typical examples of Charge ordering (CO) in the transition metal compounds are the systems

doped with electron or holes as in the example of La1� xCaxMnO3. At x=0, Mn ions are in a

homogeneous +3 state and with the increase in doping concentration di�erent valence states

of Mn appear may causing charge ordering at low temperatures. In the case of half-doped

systems i.e. where two di�erent valence states have equal half concentrations, one has checker-
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board pattern of charge ordering in the basal plane. For example, in half doped manganites

La0:5Ca0:5MnO3 (LCMO) [33] and La0:5Sr1:5MnO4 (LSMO) [65], Mn 3+ and Mn4+ have equal

concentration, ordered in a checkerboard pattern. A phase diagram for La1� xCaxMnO3 is given

in Fig. 1.14. The �rst guess about appearance of such pattern of CO might be attributed to

phenomena of minimization of Coulomb repulsion in the system by placing this two di�erent

valence sites as far as possible from each other but then these valence states should order in the

similar pattern along the third direction as well which is not the case. So, other interactions

such as electron-phonon coupling are believed to play an important role in stabilizing the charge

ordered state in such systems.

Figure 1.14: Charge ordered phases present in both low and high hole doping limits in

La1� xCaxMnO3. This �gure is taken from the Ref. [67]

In actual case, di�erence in the charge of di�erent ions is usually less than 1 when compared to

their usual valences of +3 and +4 and in the CO state the actual valency was believed to be

3.5� 0.2. However, a �rst principle study in Ref. [66] on La0:5Sr1:5MnO4 found that although,

this system has two di�erent types of Mn atoms namely Mn+3 and Mn4+ with very di�erent

environment formed by oxygen atoms, the net charge associated with them is very similar.

They concluded that the charge ordered state in this system can be understood in terms of the

modi�cation of Mn-4 p density of states at charge ordered lattice site.
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In another quantum mechanical explanation is that it is the quantum numbers of these states

which coincides with their typical valency of 3+ and 4+. A negligibly small charge di�erence of

the di�erent transition metal (TM) sites are also attributed to the strong TM d and oxygenp

hybridization in these systems and the small charge transfer energy causes the leak of charges

from TM sites to oxygens and so not much change in the charges on Mn sites but Mn-O states

have the total quantum numbers of either Mn3+ or Mn4+ .

The case of charge ordering away from the half �lling can be understood by considering the phase

diagram of Pr1� xCaxMnO3 (PCMO) [68{70] given in Fig. 1.15. Here, one can �nd that PCMO

remains in the charge ordered state in the doping range of 0.3 to 0.5 with the checkerboard

pattern of the ordering. LCMO in this range is metallic as the holes are delocalized in nature

but PCMO remain insulating all over the region and the reason behind it is still debatable.

Figure 1.15: Charge ordered phases away from the half �lling in a large range of doping concen-

trations above a certain critical temperature in Pr1� xCaxMnO3. This �gure is taken from the

Ref. [69].

One important fact to notice here is that there is no electron-hole symmetry in the above

mentioned cases of doped manganites and the appearance of this asymmetry is mostly attributed

to the orbital degree of freedom available in such systems but the topic is not well settled [64].
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1.5.3 Orbital Ordering

The systems with doubly degenerateeg orbitals e.g. Cr2+ , Mn3+ (t4
2g e1

g) or with partially �lled

triply degenerate t2g orbitals in a symmetric crystal �eld environment are found to have orbitally

ordered ground state. In such systems, structural phase transitions are highly probable which

lift this orbital degeneracy leading to occupancy of speci�c orbitals, making the system orbitally

ordered. LaVO3 [72] and LaMnO3 [71]are examples of undoped systems with orbitally ordered

ground state. With doping, in the case of half doped maganites, for example La0:5Ca0:5MnO3,

Mn exists in +3 and +4 valence states. Mn3+ has the doubly degenerateeg orbitals with one

electron in it. The Jahn-Teller distortion lifts the degeneracy of the eg orbitals and favors the

occupancy of either d3z2 � r 2 or dx2 � y2 . This ordering phenomenon is always accompanied by

the structural distortions. Electron density on an ion becomes anisotropic (like elongated in

particular direction ) after orbital ordering takes place. Orbital ordering can also be explained

by purely electronic mechanism suggested by Kugel and Khomskii in 1973. Partial occupancy

of t2g or eg levels in multi band Hubbard model plays an important role in determining the spin

dynamics and the model describing such a mechanism is the Kugel-Khomskii Model.

Kugel and Khomskii [73] have shown that in systems with strong correlations having degenerate

t2g or eg, orbital ordering could take place due to purely superexchange mechanism through many

body e�ects. The energy gains, calculated by second-order perturbation methods, associated

di�erent spin and orbital con�gurations via superexchange mechanism is shown in Fig. 1.16.
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Figure 1.16: Superexchange in the case of two-fold degenerate orbitals, two colors blue and red

represent two di�erent orbitals. (a) shows ferromagnetic and antiferromagnetic spin alignment

and corresponding energies in ferro-orbital stacking and (b) shows ferromagnetic and antiferro-

magnetic spin alignment and corresponding energies in antiferro-orbital stacking.

The intra and inter-orbital Coulomb repulsion and the Hund’s exchange coupling strength are

represented byU, U0 and Jh respectively. It is clear that ferromagnetic spin con�guration with

di�erent orbital character is favored by Hund’s coupling in this model. A simple example is

magnetic ordering in LaMnO3, where the antiferro orbital ordering in xy-plane results in the

ferromagnetic spin coupling in the plane, while ferro-orbital stacking leads to antiferromagnetic

alignment of spins in z-direction.

Orbital ordering usually occurs at higher temperatures (typically � 5 times higher) than mag-

netic ordering. Also, in speci�c case, the orbital ordering can lead to reduction of dimensionality

of electronic subsystem. For example in the case of KCuF3 [74], because of the occupation of

particular orbitals, the antiferromagnetic exchange interaction in z-direction is much stronger

than xy-plane ferromagnetic exchange interaction. Due to this e�ect, despite of being in almost

cubic lattice, the magnetic lattice is one-dimensional antiferromagnet.
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1.6 Magnetism in Double-Perovskite

The �rst report of ferrimagnetic behavior above the room in Re based double perovskite (DP)

oxides was by Longo and Ward in 1961 [75]. Double perovskite oxides have the chemical formula

of A2BB0O6, where A site is occupied by divalent or trivalent cation, B and B0sites are occupied

by two di�erent transition metal elements. From the structural point of view, double perovskite

A2BB0O6 structure can be constructed by replacing B-cation by B0-cation alternately in a ABO 3

lattice in all the three directions. This �nding led to discovery of many other ferromagnetic DP

materials such as Sr2FeMoO6 [76]. The highly conductive behavior of these compounds and the

room temperature ferrimagnetic ordering of B and B0 sites (Sr2FeReO6 T c = 401 K; Sr2FeMoO6

T c = 420 K) despite of the separation between the magnetic sites
p

2 larger than that in

the usual perovskite lattice, ruled out the ordinary superexchange mechanisms to explain the

underlying physics. In a study on Sr2FeMoO6 by Sarma et al. [77], they proposed an unusual

mechanism in which the hopping interaction between nearest neighbor Fe and Mo atoms induced

magnetic moment on Mo sites which are otherwise nonmagnetic because of the highly delocalized

nature of the 4d orbitals. This induced antiferromagnetic coupling between spins on Fe and Mo

sites consequently results in ferromagnetic coupling between the Fe atoms, explaining the room

temperature ferromagnetic Tc of Sr2FeMoO6.

Among various models considered to describe magnetism in these materials, the most accepted

one is a Kondo-like model [78{81] in which the interaction between the occupied Fe up spin

states is approximated by a localized spin (S) and the itinerant conduction electron spin (� ) is

antiferromagnetic in nature.

H = � t
X

<ij>;�

cy
i� cj� � JH

X

i;�;�

~Si � cy
i� ~� �� ci� + H:C: (1.13)

where at each site the itinerant spin rotated in such a way that the spin quantization axis is

parallel to the core spin direction at that site. This model successfully explained the high Tc

behavior of Sr2FeMoO6 which had one electron on the nonmagnetic Mo atom. However, their

prediction about the suppression of critical temperature Tc with increase in electron density

above a certain value contradict the experimental �ndings of increase in Tc with electron doping.
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Further progress was made by Breyet. al. [82] and they showed that (Fig. 1.17) by considering

the electron-electron correlations on the non-magnetic site, one can penalize the double occu-

pancy of site lifting the degeneracy of the up and down spin states at the nonmagnetic sites.

By introduction of a Hubbard U term of a non-magnetic site, they were able to capture the

experimental trend of increasing Tc with electron doping.

Figure 1.17: Increase in Tc with electron density at di�erent value of Hubbard U on the nonmag-

netic site. The suppression of Tc is shifted towards the high electron density with the moderate

value of electronic correlation on the nonmagnetic site. This �gure is taken from Ref. [82]

1.7 Con�nement E�ects On Electronic Structure Of TM Com-

pounds

The simplest example of con�nement e�ect can be found in the text books as a particle-in-

a-box problem. The con�nement of particles in this problem lead to quantization of energy

eigenvalues with a drastic modi�cation in the electronic structure. There are various examples

of size dependent bang gap variation among nanomaterials and was attributed to e�ects of

quantum con�nement. The average separation between the electron-hole pair in a bound state

generated by excitation across the band gap in a semiconductor is the Bohr exciton radius.

When the system size is smaller than the corresponding Bohr exciton radius, the role of quantum

con�nement e�ects in determining the electronic structure of the materials becomes crucial.
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stable. Other phases in the phase diagram are believed to be stabilized by the interplay between

electronic and lattice degrees of freedom. So one has to go to a system where the e�ect of electron-

phonon coupling is low which is actually the case for a 5d transition metal oxide where we can

have a phase diagram which is not signi�cantly modi�ed by electron-phonon interactions. But

due to the large bandwidth of this class of compounds, it is not very common to �nd a magnetic

member among them. The perovskite oxide NaOsO3 is an example of a 5d transition metal oxide

with an G-type antiferromagnetic insulating ground state and is believed to a Slater insulator.

In a previous study by Middey et al. [83], using ab initio calculations, they have shown that

with 25 % electron doping, one can stabilize a robust G-type antiferromagnetic metallic ground

state. However, it is unclear whether this is a generic feature or there is something special about

electron doped NaOsO3 which allowed an antiferromagnetic metallic phase to be stabilized. In

view of this, chapter 3 of this thesis focuses on the study of electron doping as a possible route

to realize the antiferromagnetic metallic phase in a 5d transition metal oxide. We found that an

antiferromagnetic metallic ground state was found in the small U regime and a further increase

of U resulted in localization of the extra electron onto a particular transition metal site giving

rise to a charge ordered insulating phase. The study was done using a multiband Hubbard

Hamiltonian and the operative microscopic mechanisms behind it have been examined in detail.

We also compare our results with the a 3d transition metal oxide case and �nd surprisingly that

in this case their is no antiferromagnet metallic region in the obtained phase diagram. This led

us to the conclusion that the Hund’s exchange interaction plays an important role in determining

the magnetism in the metallic phases found in the phase diagram for doped transition metal

oxides.

Possible changes in the resistivity/conductivity of a system would occur with doping of extra

charge carriers into it and the system may go from an insulator to a metal beyond a certain

percolation threshold value as is explained by the percolation theory. However, there are some

special examples of systems which refuse to become metallic even at high carrier doping con-

centrations. For example, La1� xSrxCrO3 [84] and La1� xSrxFeO3 [85] remain insulating even

at hole doping concentrations of 50 % and 40 % respectively. It was suggested that the local

polaronic distortions localize the doped holes in states much above the Fermi energy and these

states do not have su�cient bandwidth to overlap with the valence band maximum and hence
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The low temperature and high magnetic �eld CMR response of manganites initiated extensive

research towards new materials having magnetic transition temperature above room temperature

and a new class of materials named double perovskite have been found to be very promising. The

magnetic transition temperature of a material usually depends on distance between the magnetic

atoms. In double perovskite (DP) oxides, the magnetic lattice is diluted by nonmagnetic ions

and so the distance between closest magnetic atoms is now
p

2 times larger than that in the

perovskite oxide. An increase in the distance between the magnetic ions implies weaker exchange

interactions and hence a decrease in the Tc is expected for such compounds. Despite this fact,

many DP compounds have their Tc above room temperature. In chapter 5, I have investigated

magnetism in a double perovskite oxide Sr2FeReO6 and a microscopic model has been proposed

to describe the magnetic properties. First, using theab initio method, we have shown that their

is a substantial enhancement in the stability of ferromagnetic ground state when we considered a

U of 1 eV on the non-magnetic Re site (URe). Using the frozen magnon approach, we estimated

the exchange interaction parameters in both cases, when there was noURe and with a URe of 1

eV while the U at Fe site (UF e) was �xed at a value of 2.5 eV. We found that the �rst neighbor

exchange interaction strengthJ1 got doubled and is ferromagnetic withURe = 1 eV while most

surprisingly the second neighbor exchange interaction strengthJ2 which was antiferromagnetic

for URe = 0 V has changed its sign and become ferromagnetic withURe = 1 eV. Examining

the density of states for the ferromagnetic as well as the competing antiferromagnetic state

provide evidence for an e�ective exchange splitting on the Re site in the antiferromagnetic

state with the application of URe. This destabilizes hopping pathways in the antiferromagnetic

con�guration and hence leads to an enhancement in the ferromagnetic stability. This hypothesis

was further veri�ed by varying the exchange splitting at the Re site within our multiband

Hubbard Hamiltonian and calculating the stability of the ferrimagnetic ground state with respect

to the competing antiferromagnetic state. Here also we �nd the similar enhancement in the

ferromagnetic stability with increase in exchange splitting at the Re site. This suggests a general

route to enhanced Curie temperatures of these materials. A comparison with another similar

double perovskite Sr2FeMoO6 having one valence electron at Mo site was presented and the role

of two valence electrons at the Re site in the huge ferromagnetic stability with the application

of URe was outlined.
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Chapter 2

Methodology

2.1 Introduction

Physical systems which surround us in our day to day life are made of atoms. An atom consists

of a dense and heavy positively charge particle called nucleus surrounded by light negatively

charged cloud of electrons. It is only after development of the theoretical methods of quantum

mechanics and statistical mechanics that the behavior of electrons in a material can be under-

stood in terms of probabilistic predictions. In quantum mechanics, the motion of electrons in

a solid is described by wave functions associated with them having certain discrete energy. An

immediate question then arises that what will be the possible energies and the wave functions

associated with these electrons.

According to quantum mechanics, motion of the particles in a system is described by the many

particle Schr�odinger’s equation given as,

H 	( R i ; r i ) = E 	( R i ; r i )

Here 	( R i ; r i ) is the many particle wavefunction describing the state of the system with

ions/nucleus at positions R i and electrons at positions r i . H is the Hamiltonian of the sys-

tem with corresponding eigenvalueE representing energy of the system.
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Within the non-relativistic limit, the most general Hamiltonian H of any many particle system

can be written as

H = �
~2

2me

X

i

5 2
i +

1
2

X

i 6= j

e2

jr i � r j j
�

~2

2M I

X

I

5 2
R I

+
1
2

X

I 6= J

Z I ZJ e2

jR I � R J j
�

X

i;I

Z I e2

jR I � r i j
(2.1)

In this Hamiltonian, the electronic indices are represented by the lower case scripts and the

nuclei/ionic part with charge Z I and massM I denoted by the upper case subscripts. Heree

is the electronic charge. The �rst two terms in the Hamiltonian represent kinetic energy of

electrons and the electron-electron Coulomb repulsion respectively. The third and fourth term

represent kinetic energy and ion-ion interactions of the ions respectively. Fifth term represents

the ion-electron interactions. As discussed previously, this Hamiltonian is the most informative

one describing the interactions of electrons and nuclei with each other and themselves. This

Hamiltonian when used in the Schr�odinger’s equation can predict various properties exhibited

by the system.

In a few cases only, this problem can be fully solved analytically but mostly it is almost impossible

to solve this many particle problem within the full quantum mechanical treatment. Also even the

numerical solutions to this problem is limited to small number of particles. The electron and ions

with each having a particular dynamics and particularly the many particle Coulomb interaction

term which makes decoupling of the wavefunction di�cult contribute to the prevention of the

exact solution to this problem. One has to then take care of the electronic (3 spatial + 1 spin)n

degrees of freedom and ionic 3N spatial degree of freedom all coupled together. There are large

number of electrons in a typical solid which make this problem even more complex and go beyond

the computing capacity of any computer. In order to simplify this problem, some assumptions

have been made to solve this problem. The �rst approximation in this context is based upon the

the adiabatic separation of electronic and ionic degrees of freedom called the Born-Oppenheimer

approximation (BAO) [1].
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2.2 The Born-Oppenheimer Approximation

Even though the change in momentum of electrons and nuclei due to the forces originated from

interactions of their charges are similar in nature, the timescale associated with their motion

are quite di�erent. The massiveness of the nuclei when compared to the electrons make their

motion of nuclei much slower than the electrons. Based on this fact, an approximation can be

made that at any instant of time, electrons will be in their ground state with respect to the

instantaneous ionic con�guration. So one can decouple the electronic and the nuclear motion

and hence for a particular ionic con�guration, the electronic wavefunction is a solution of the

Schr�odinger’s equation. The new electronic Hamiltonian can be obtained from Eq. 2.1 as,

H e
BOA = �

~2

2me

X

i

5 2
i +

1
2

X

i 6= j

e2

jr i � r j j
�

X

i;I

Z I e2

jR I � r i j
(2.2)

The eigen value equation is then used to evaluate the energy of an electronic con�guration with

respect to a particular ionic con�guration given as

H e
BOA  n (r ; R ) = � n  n (r ; R ) (2.3)

where  n (r ; R ) is the decoupled electronic wavefunction represents an electronic state for the

set of nuclear positions,R . It can be then used to obtain the states associated with the ionic

motion.

Even after the simpli�cation of the original Hamiltonian with this adiabatic approximation, it

is still di�cult to solve the electronic part of the Hamiltonian. A major part of complexity

is in solving the e� -e� Coulomb interaction term which involves coordinates of two di�erent

electrons. In order to extend it’s applicability to the realistic systems, one has to make ad-

ditional approximations. Progress have been made in this direction and di�erent theories like

the Hartree-Fock (HF) and Density Functional theory (DFT) were developed in which the two

body interaction term is replaced by an e�ective single body potential. We will try to solve the

previously discussed electronic Hamiltonian only within these HF and DFT methods.
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2.3 Ground State Solution : The Variational Principle

In order to calculate the energy eigen values of the Hamiltonian when a system is in any arbitrary

state 	, the expectation value of the Hamiltonian can be written as,

E =
h	 jH j	 i

h	 j	 i
(2.4)

According to the variational principle, any initially guessed eigenfunction 	 i will lead to a state

which is higher in energy than the ground state and the ground state eigen functionj	 0i and

the associated energyE [	 0] = E0, can be obtained by a full minimization of functional E [	 i ]

with respect to all allowed N-electrons wavefunctionsf 	 i g,

E0[	 0] = min 	 i ! 	 0 E [	 i ] (2.5)

Thus, with variational principle, one can determine the ground state properties of a given many

particle system. The main issue arises here the large number of initial trail wavefunctions and

their choice in order to have a quick approach towards the ground state wave function.

2.4 Ground State Determination Of A Many Particle System

2.4.1 Hartree-Fock Approximation

In order to solve the issue discussed in the previous section, Hartree (1982) [2] assumed the

complex N-electron wavefunction into a simple form of product of N one-electron wavefunctions

considering them non-interacting,

	 H (r i ) = � 1(r 1)� 2(r 2):::::::� N (r N ) (2.6)

where � i represent the individual one electron wave functions. These single particle states are

considered to be orthonormal. Within this approximation, the Fermionic nature of the electrons

and hence the e�ects of exchange symmetry was not taken into account. Fock in 1930 [3]
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improved on it by introducing the antisymmetric nature of the electron wave function. This

is Hartree-Fock approximation. Now, the many body wavefunction can be written in terms of

Slater [4] determinant with the antisymmetric orthonormal N-one electron wavefunctions as,

	 HF (r i ) =
1

p
N !

�������������

� 1 (r 1) � 1 (r 2) � � � � 1 (r N )

� 2 (r 1) � 2 (r 2) � � � � 2 (r N )
...

... . . . ...

� N (r 1) � N (r 2) � � � � N (r N )

�������������

(2.7)

Note that the sign of the determinant changes with an interchange of the positions of it’s two

variables, hence sign of the many body wavefunction will change if the positions of the two

electrons interchange. Hartree-Fock energy associated with this new wavefunction 	HF is given

by,

E HF = h	 HF jH j	 HF i =
X

i;�

E �
i +

X

i;j;� i ;� j

C � i � j
ij �

X

i;j;�

X �
ij (2.8)

In the above equation, �rst term represents the contribution due to the kinetic energy and the

electron-nucleus interactions and is given by,

E �
i =

Z
� � �

i (r )
�
�

~2r 2

2me
+ Vion (r )

�
� �

i (r )dr (2.9)

The second and third in Eq.(2.8) are called the Coulomb integral and the exchange integral

respectively and are given by,

C � i � j
ij =

1
2

Z Z
� � � i

i (r )� � � j
j (r 0)

1
jr � r 0j

� � i
i (r )� � j

j (r 0)dr dr 0 (2.10)

X �
ij =

1
2

Z Z
� � �

i (r )� � �
j (r 0)

1
jr � r 0j

� �
j (r )� �

i (r 0)dr dr 0 (2.11)

The exchange term, as is clear from Eq.(1.13), is only applicable to the like spins. The origin

of this term is traced back to Pauli exclusion principle and is a pure quantum mechanical

interaction. It should also be noted here that C � i � j
ij = C � i � j

ji , X �
ij = X �

ji and their values for any

general solid state system areC � i � j
ij � X �

ij � 0.
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Applying the variational principle, one now can obtain the N-single particle Hartree-Fock equa-

tion [5] with the variation of � �
i subjected to the orthonormality and is given in terms of the

Fock operator f̂ as,

f̂ �
i = T̂ + V̂ext (r ) + V̂ HF

i� (r ) (2.12)

In the above equationV̂ HF
i� (r ) is known as Hartree potential and is the average repulsive potential

for an electron due to the remaining N-1 electrons and is given by,

V̂ HF
i� (r ) =

X

j� 0

Ĉ �� 0

j (r ) �
X

j

X̂ �
j (r ); (2.13)

where

Ĉ �� 0

j (r ) =
Z

j� j� (r 0)j2
1

jr � r 0j
dr 0 (2.14)

is the Coulomb potential experienced by an electron due to all other electrons in the system.

Here it should be pointed out that unlike in the case of Coulomb operator, the exchange operator

requires that the value of function � �
i should be known at each point in the con�guration space

in order to get it’s outcome with � �
i at a single point in space. In this sense the exchange

operator is nonlocal in nature and di�er from the Coulomb operator which is local in nature i.e.

depend only on the value of function� �
i at a particular point in con�guration space.

Electron correlation e�ect is ignored in HF approximation. Also, the non-local nature of the ex-

change term make it’s calculation computationally very costly. These facts limit it’s application

to small and weakly correlated systems.

2.5 Beyond Hartree-Fock Approach

The average Coulomb interactions within the electrons treat the electron correlations poorly and

is improved on by considering a linear combination of Slater determinants including the excited

electronic states. The linear combination is expressed as,

	 corr =
X

i

ci 	 HF
i (2.15)
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where 	 HF
0 and 	 HF

i ; i > 0 are the HF ground state and excited states respectively andci are

the weights of di�erent states. The ci are then optimized by using the variational principle. This

method is known full con�guration interaction [5] when all possible excited state determinants

are considered and becomes computationally very expensive as the number of electrons in the

system increases. In order to overcome this problem, the excited states relative to the ground

state are often truncated to a certain degree such as single or double excited states in many

con�guration interaction approximations [6,7].

Apart from this, another approach to determine the ground state energy is called density func-

tional theory which is computationally less expensive and is quite accurate.

2.6 Density Functional Theory (DFT) Approach

An e�cient method to solve the many body Schr�odinger equation is density functional theory. It

simpli�es the extremely complex problem of 6N (3N spatial � 2 spin coordinates) dimensional

dependence of the N-electron wavefunction. The idea was to use the electron densityn(r )

which depends only on three spatial and one spin coordinates and hence simpli�cation to a

6 dimensional problem independent of the size of the system. Based on this approach, many

attempts have been made by Thomas (1927), Fermi (1928), Slater (1951) [8{10] to solve the

many particle Schr�odinger equation but it was Hohenberg and Kohn (1964) who successfully

used this idea to solve for the ground state. The spin independent density of electrons, is de�ned

as,

n(r i ) = N
Z

	 ?(r 1; ::; r i ; :::; r N )	( r 1; :::; r i :::; r N )dr1dr2:::di � 1dr i +1 :::drN (2.16)

Just like the wavefunction, this n(r i ) also vanishes at in�nity and integrates out to the total

number of particles in the system. From the experimental point of view, n(r ) is a physical

quantity which can be measured in X-ray di�raction experiments.

2.6.1 The Hohenberg and Kohn Theorems

Theorem 1 : This theorem states that the ground state electron densityn0(r ) is uniquely

de�ned for a given external potential Vext (r ) of a system of many interacting electrons [11].
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Conversely, the ground state densityn0(r ) uniquely determines the external potential Vext (r ) of

a system. To prove this let us consider that there are two di�erent external potentials Vext and

V0
ext which di�er by more than a constant and corresponds to the same ground state density

n(r ). This will result in two di�erent Hamiltonians H and H 0 and hence two di�erent ground

state wavefunctions  and  0 with same ground state density. Since 0 is not the corresponding

ground state of H , so

E = h jH j i (2.17)

< h 0jH j 0i = h 0jH 0j 0i + h j[H � H 0]j i (2.18)

< E 0+ h j
�
Vext � V 0

ext
�

j i (2.19)

A similar expression can be obtained forE 0 as,

E 0 < E + h 0j
�
V 0

ext � Vext
�

j 0i (2.20)

Adding both the above equations we get,

(E + E 0) < (E + E 0) � h  0j(Vext � V 0
ext )j 

0i � h  j(Vext � V 0
ext )j i (2.21)

which if we write in terms of density gives,

Z
n(r )[Vext (r ) � V 0

ext (r )]d3r �
Z

n(r )[Vext (r ) � V 0
ext (r )]d3r = 0 ; (2.22)

Hence we getE + E 0 < E + E 0 which is clearly contradictory and proves the fact that the wave

function must be a unique functional of density and so the energy functionalEV [n] for a given

external potential Vext (r ) is a unique functional of density too.

Theorem 2 : The second theorem states that for a particular validVext , a universal functional

of energy E (n) can be de�ned in terms of the density n(r ) and the exact ground state energy

is the global minimum value of this functional. E (n) alone is su�cient to determine the exact

ground state energy and density. The total energy functional in terms of densityn(r ) is given
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by,

E [n(r )] = h	 jH j	 i (2.23)

= T [n] + E int [n] +
Z

Vext (r )n(r )d3r (2.24)

= Fhk [n] +
Z

Vext (r )n(r )d3r: (2.25)

Fhk [n] in the above equation is the sum of kinetic energy (T [n]) and the electron-electron in-

teraction term ( E int [n]) and is called Hohenberg-Kohn functional. This Fhk [n] is universal for

any many-electron system having unique densityn(r ). The ground state energy of the system

can be determined using this functional only when the densityn0(r ) is the ground state density

corresponding to a uniqueVext . This implies that for any density n0(r ) other than ground state

density,

E [n0(r )] = Fhk [n0] + Vext [n0] � E [n0(r )] (2.26)

Therefore using the variational principle, one can �nd the exact ground state density and hence

energy of the system by minimizing the total energy, calculated with the functionalFhk [n], with

respect to variations in density n(r ).

2.7 Kohn-Sham Formulation Of Density Functional Theory

The unknown functional form of Hohenberg-Kohn functional makes it di�cult to calculate the

ground state energy in terms of the electron density. An approach to solve this problem was

proposed by Kohn and Sham and the idea was the replacement of interacting N-electrons system

by a hypothetical a system of N non-interacting electrons whose ground state density coincides

with the interacting N-particle system. Within this formalism it would be possible to make

realistic approximations to the universal functional Fhk [n(r )]. This ground state density n(r ) of

N-independent electron system can be written as,

n(r ) =
X

i

� ?
i (r )� i (r ): (2.27)
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Using the variational principle one can minimize the energy functional with respect to the � i .

The advantage of this method is that the eigenstate of the single particle Hamiltonian of N-non

interacting particles can be expressed in terms of Slater determinant.

The kinetic term T0[n(r )] and the electron-electron Coulomb interaction VH [n(r )] (Hartree po-

tential) in terms of density take the form,

T0[n(r )] =
X

i

h� i j �
~2r 2

2me
j� i (r )i (2.28)

VH [n(r )] =
e2

2

Z
n(r )

1
jr � r 0j

n(r 0)d3rd3r 0 (2.29)

=
e2

2

X

i;j

h� i � j j
1

jr � r 0j
j� i � j i (2.30)

Adding and subtracting T0[n(r )] and VH [n(r )] in the Hohenberg-Kohn functional given in

Eq. 2.25,

E [n(r )] = Fhk [n] +
Z

Vext (r )n(r )d3r + ( T0[n(r )] � T0[n(r )] + VH [n(r )] � VH [n(r )])(2.31)

= T0[n(r )] + VH [n(r )] +
Z

Vext (r )n(r )d3r + EXC [n(r )] (2.32)

where EXC [n(r )] is called Exchange-Correlation functional [13] and is de�ned as,

EXC [n(r )] = Fhk [n] � T0[n(r )] + VH [n(r )] (2.33)

Therefore the energy functional in the Kohn-Sham scheme as in terms of N orbitals can be given

as,

E [n(r )] =
X

i

h� i j �
~2r 2

2me
+ Vext (r )j� i i +

e2

2

X

i;j ( i 6= j )

h� i � j j
1

jr � r 0j
j� i � j i + EXC [n(r )]:

The ground state density can be obtained from above by varying the orbitals under the constraint

of orthonormalization condition of wave functions � i (r ). Minimization of E [n(r )] using variation



2.7. KOHN-SHAM FORMULATION OF DENSITY FUNCTIONAL THEORY 55

principle under the constrained of normalized density (
R

n(r )d(r ) = N ) as,

�
�n (r )

�
E [n] � � L

� Z
n(r )d(r ) � N

��
= 0 (2.34)

where � L is the Lagrange multiplier. This lead to the self-consistent Kohn-Sham equations [12]

given as,

[�
~2r 2

2me
+ Vion (r ) + VH (r ) + VXC (r )]� i (r ) = � i � i (r ) (2.35)

where VXC (r ) is the functional derivative of EXC [n(r )] with respect to n(r ) and can be written

as,

VXC (r ) =
�E XC [n(r )]

�n (r )
(2.36)

Here one should be aware of the fact that only the ground state density calculated by solv-

ing the above mentioned single-particle Kohn-Sham equations has the physical meaning. The

single particle wavefunctions here are solely mathematical functions with no physical meaning

associated to them.

The Kohn-Sham energy depends on the electron density which itself depends on the eigen

function of the Kohn-Sham Hamiltonian and so this self-consistent problem can be solved by

iterative method. In this approach, with a trial density, Kohn-Sham Hamiltonian is constructed

initially and the single particle Kohn-Sham equation is then solved for � i (r ). These � i (r ) then

result in a modi�ed electron density and therefore, an updated Kohn-Sham Hamiltonian. This

process is continued until it converges to the correct electron density with a correct Kohn-Sham

Hamiltonian. Once it is done, the exact ground state energy of the many electron system can

be calculated as,

E0 =
X

i

� i �
e2

2

X

i;j ( i 6= j )

h� i � j j
1

jr � r 0j
j� i � j i + EXC [n(r )] �

Z
VXC (r )n(r )d3r (2.37)



56 CHAPTER 2. METHODOLOGY

2.8 Spin Density Functional Theory (SDFT)

In discussions till now, we have not considered electron’s spins which is absolute necessary when

dealing with the magnetic properties of materials. We introduce electronic spin in density func-

tional theory and the formalism is called spin density functional theory (SDFT) [14]. Details of

this formalism are similar to the non-spin polarized case, only the main steps have been outlined

here. In case of spin polarized systems, the Kohn-Sham equations are obtained separately for

up-spin and down-spin orbitals. De�ning � as the spin index, we can write,

�
�

~2r 2

2me
+ V �

ion (r ) + V � H (r ) + V �
XC (r )

�
� �

i (r ) = � i � �
i (r ) (2.38)

The spin polarized electron density in this case is de�ned as,

n� (r ) =
X

i

� � i ?(r )� �
i (r ): (2.39)

which has a 2� 2 matrix form given as,

0

B@
n� 0

0 n�

1

CA

The orthogonality condition between up and down spin orbitals causes the o�-diagonal terms

to be zero. The exchange correlational functional which is also now spin polarized is given by,

V �
XC (r ) =

�E XC [n(r )]
�n � r

: (2.40)

In SDFT, the total electron density n(r ) is obtained by adding the up-spin and the down-spin

electrons asn(r ) = n" (r ) + n#(r ). This total electron density is often used instead of the spin

densities n� and the local spin polarization can be obtained asm(r ) = � e[n" (r ) � n#(r )], where

� e denotes the magnetic moment of an electron. Within this formalism one can now de�ne an

average exchange correlational functional is written as�Vexe(r ) = �E XC [n(r )]
�n (r ) and an e�ective local

magnetic �eld BXC (r ) = � �E XC [m (r )]
�m (r ) . The Kohn-Sham equation for di�erent spin densities now

take the form,



2.8. SPIN DENSITY FUNCTIONAL THEORY (SDFT) 57

[�
~2r 2

2me
+ Vion (r ) + VH (r ) + �VXC [n(r )]] � � eBXC (r )]� "

i (r ) = � i � "
i (r ) (2.41)

[�
~2r 2

2me
+ Vion (r ) + VH (r ) + �VXC [n(r )]] + � eBXC (r )]� #

i (r ) = � i � #
i (r ) (2.42)

From these equations, the total energy of a magnetic system can be obtained as,

E [n(r )] =
X

�

X

i

� �
i �

e2

2

Z Z
n(r )n(r 0)
jr � r 0j

dr dr 0+ EXC [n(r )] �
Z

VXC [n(r )]n(r )dr +
Z

BXC (r )m(r )dr

2.8.1 Density Functional Theory For Noncollinear Spin Systems

The collinear DFT discussed in the previous section assumes orientation of spins in a particular

direction and can be generalized to obtain a noncollinear form in terms of full spin density

matrix n�� 0 having non-zero o�-diagonal elements [15]. The analogous single electron Kohn-

Sham equations in this generalized formalism can be written as,

X

� 0

��
�

~2r 2

2me
+ VH (r )

�
� �� 0 + V �� 0

ion (r ) + V �� 0

XC (r )
�

� � 0

i (r ) = � i � �
i (r ) (2.43)

The exchange-correlation potential in it’s matrix form have nonzero o�-diagonal terms and the

electronic density as well the spin polarization can be obtained by analogy to the previous case

as,

ne(r ) = Tr [n�� 0
(r )] (2.44)

m (r ) = � e
X

��

� �� (r )� �� (2.45)
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respectively. The total density matrix takes the form,

[n(r )] =
1
2

[ne(r )I + m (r ) � � ] (2.46)

where I and � are unit matrix (2 � 2) and the Pauli matrices respectively. Similar to the

previous treatment, we de�ne an average exchange-correlation potential and an e�ective local

magnetic �eld in accordance with new de�nitions which ultimately provide the following Kohn-

Sham equation,

X

� 0

��
�

~2r 2

2me
+ VH (r ) + �V �� 0

XC [n(r )]
�

� �� 0 + V �� 0

ion (r ) + � eB XC (r ) � � �� 0

�
� � 0

i (r ) = � i � �
i (r )

The total energy of a noncollinear magnetic system can now be calculated as,

E [n(r )] =
X

�

X

i

� �
i �

e2

2

Z Z
n(r )n(r 0)
jr � r 0j

dr dr 0+ EXC [n(r )] (2.47)

�
Z

VXC [n(r )]n(r )dr +
Z

B XC (r ) � m (r )dr

2.9 Various Approximations For Exchange Correlation Func-

tional

In Kohn-Sham formalism of density functional theory, the only unknown functional is the

exchange-correlation potential (VXC ) part of which comes from the correlation term containing

electrostatic interaction between electrons which is non-classical in nature and hence is the most

complex quantity to evaluate in order to explain the physical properties of a many electron

system. E�orts have been made towards determining accurate functionals under various ap-

proximations led to many di�erent XC-functionals which will be discussed brie
y in the coming

sections.
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2.9.1 Local Density Approximation (LDA)

The most popular and simplest of all is the local density approximation (LDA) [17] proposed

by Kohn and Sham. In this approach, the system is considered to have a slowly varying spatial

density n(r ) which in principle is related to the local density at each point of space and the

exchange correlation functional takes the form,

E LDA
XC [n(r )] =

Z
� XC [n(r )]n(r )dr ; (2.48)

where, � XC [n(r )] is the many body exchange-correlation energy per electron in an interacting

homogeneous electron gas system of densityn(r ) [16]. The exchange correlation potential and

the ground state energy can be given as,

V LDA
XC (r ) =

�E LDA
XC [n(r )]
�n (r )

= � XC [n(r )] + n(r )
d�XC [n(r )]

dn(r )
(2.49)

E LDA
0 =

X

i

� i �
e2

2

Z
n(r )

1
jr � r 0j

n(r 0)dr dr 0�
Z

n(r )
d� XC [n(r )]

dn(r )
n(r )dr (2.50)

The above mentioned exchange correlation energy functional can be separated into exchange

and correlation parts for non-polarized homogeneous electron gas system i.e.

� XC [n(r )] = � X [n(r )] + � C [n(r )]: (2.51)

This exchange part � X [n(r )] was derived analytically by Dirac and is known for a uniform

electron gas [18]. In Dirac’s derivation it has the form,

� X [n(r )] = �
3
4

�
3n(r )

�

� 1
3

(2.52)

and hence the total exchange energy contribution can be written as,

EX [n(r )] =
Z

� X [n(r )]n(r )dr (2.53)

=
3
4

�
3
�

� 1
3

Z
[n(r )]

4
3 dr (2.54)
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However, the analytic expressions for the correlation energy (� C ) in case of the homogeneous

electron gas is only known in two limits of high and low electron densities. At high density and

low density limit, the correlation energy density can be written as,

� h
C = A1 + A2r s + ( A3 + A4r s)ln (r s) (2.55)

� l
C =

1
2

"
a1

r s
+

a2

r 3=2
s

+ :::::::

#

(2.56)

respectively. r s is the above expression is the radius of Wigner-Seitz cell [19] and is related to

the electron density as,

4
3

�r 3
s =

1
n(r )

(2.57)

Di�erent analytical forms of correlation energy ( � C ) within various approaches led to several

LDA correlation potential. Few popular examples are Vosko-Wilk-Nusair (VWN) [20], Perdew-

Zunger (PZ81) [21], Cole-Perdew (CP) [22], Perdew-Wang (PW92) [23].

In the case of spin-polarized density functional theory, the exchange-correlation functional takes

the form,

E LSDA
XC [n" ; n#] =

Z
n(r )� XC [n" (r ); n#(r )]dr (2.58)

where n(r ) = n" (r ) + n#(r ). For the spin-polarized uniform electron gas of densityn� (r ), the

exchange energy within LSDA approximation can be given as,

EX [n(r )] =
3
2

�
3

4�

� 1
3 X

�

Z
[n� (r )]

4
3 dr (2.59)

2.9.2 Generalized Gradient Approximation (GGA)

Improvement of LSDA has been done by calculating the magnitude of the gradient of density

(� n� ) in addition to the value of local density (n(r )) at each point in space. In this case, a

semi local correction to the exchange part in terms of the gradient term is considered in order

to partially take into account the inhomogeneity in density. The generalized gradient energy
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functional is de�ned as,

E GGA
XC [n" ; n#] =

Z
� (n" ; n#; jr n" j; jr n#j)n(r )dr (2.60)

While performing the �rst principle numerical calculations, the GGA correlation functional is

constructed by taking up to the second order term in the expansion of electron density function.

In particular, GGA improves the treatment of core electrons which usually have higher density

than the valence electrons and hence the total energy, barrier energy and di�erence in the

structural energy calculations can be improved using GGA potentials. Some of the most popular

GGA functionals are Perdew and Wang (PW91) [23], Becke-Lee-Yang-Par (B-LYP) [24] and

Perdew, Burke and Enzerhof (PBE) [25] functionals.

Apart from the LDA and GGA functionals, approximations to the exchange-correlation energy

have been made with a combination of orbital-dependent Hartree-Fock and an explicit density

functional and are called hybrid functionals [26]. One example is the HSE functionals [28] named

after J. Heyd, G. E. Scuseria, and M. Ernzerhof. These functionals are expected to be to be

more accurate when compared to LDA and GGA functionals while studying the strongly corre-

lated electron systems due to their large self-interaction correction [27] but are computationally

expensive.

2.10 Plane Wave As Basis Function

In order to expand the single-particle wave-functions, an appropriate set of basis functions is

required so that one can computationally solve the many electron Hamiltonian. With a plane

wave basis set, the kinetic energy operator becomes diagonal and the matrix elements of the

potential simply consist the Fourier transform of the atomic potential. While dealing with a

crystalline solid, periodicity of the lattice allows us to use a Bl�och [29, 33] like wavefunction

which can be given as,

� i (r ) = ei k �r ui (r ) (2.61)
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where actually a plane wave is modi�ed by a periodic function un (r ) which is periodic with

respect to the lattice translation vector R i to take into account the lattice periodicity i:e:

ui (r ) = ui (r + R i ). This periodic function can be expressed as a linear combination of plane

waves in the reciprocal space of the crystal as,

ui (r ) =
X

G

Ci G ei G �r (2.62)

where G and Ci G are reciprocal lattice vector of the crystal and the coe�cients of the plane

waves in the reciprocal space. Therefore the wavefunction can now be given as,

� i =
X

G

ci; G + k ei (G + k ) �r (2.63)

The combination of these Kohn-Sham basis functions is the basic ingredient of plane wave

method. An in�nite basis set is required to solve a periodic potential problem which is practically

impossible to implement. Therefore a cuto� point Ecut is �xed in the expansion of Eq.(2.63) so

that, the plane-wave kinetic energyEP W = ~2

2me
jk + G j2 must be lower than the cuto� energy.

The error introduced in this can simply be minimized by increasing Ecut till the total energy of

the system converges.

Among many other approaches which di�er in the choice of basis wave functions and schemes,

some popular ones which consider all of the electrons in the system are LAPW (linearized

augmented plane-wave) [30], FLAPW (full-potential LAPW) [31] and LMTO (linear mu�n-

tin orbital) [32] etc. There are few other approaches with tight binding method using linear

combination of atomic orbitals (LCAO) type basis functions [33], orthogonalized plane wave

(OPW) method [34], using plane waves orthogonal to core states as the basis set, augmented

plane wave (APW) method [35] etc.

2.11 Pseudopotential Approach

In an atom, the electrons can be separated into two categories. The core electrons which are

tightly bound to the nucleus having higher kinetic energies and the electrons of the outermost
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shells, namely valence electrons having less kinetic energy than the core electrons. In this context

one has to consider two important points. First point is, the physical and chemical properties

of solids are usually determined by the valence electrons as they take part in bondings to form

the solids. The second point is, in order to represent the core electrons with high kinetic

energy a large number of plane-waves are required which will further increase the computational

cost. Hence within a reasonably good approximation one can take out the core electrons states

constructing a smoother potential for the electronic states. This is the basic idea behind the

pseudopotential theory.

In this approximation, the quantum states which represent the core electrons and the valence

electrons be j ci and j v i respectively. New set of single particle valence statesj� v i can be

de�ned in such a way that,

j v i = j� v i +
X

c
� c c(r ); (2.64)

where � c can be determined from the orthogonality condition h cj v i = � c� cv which yields

� c = �h  cj� v i .

After operating the single particle Hamiltonian ( H SP ) on these new set of wave functions, we

get,

H SP

"

j� v i +
X

c
� cj c(r )

#

= � v

"

j� v i +
X

c
� cj c(r )

#

(2.65)

Also, for single particle states of the core electrons one can write,

H SP j ci = � cj ci : (2.66)

After putting the results obtained from Eq.2.66 into Eq. 2.65 and solving it, we arrive at,

"

H SP +
X

c
(� v � � c)j cih cj

#

j� v i = � v j� v i (2.67)

It is then clear from the above equation that the single particle Schr�odinger equation is satis�ed

by the new set of statesj� v i with a modi�ed potential which is called the pseudo-potential and
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is given as,

V P S = V SP +
X

c
(� v � � c)j cih cj; (2.68)

The corresponding single particle wave functions (j� v i ) are called pseudo-wavefunctions. Since

� v > � c, therefore the second term in the above expression represents a repulsive potential

experienced by valence electrons due to the core electrons. The e�ective pseudo-potential does

not contain the 1=r singularity due to the ion at the origin and hence is much smoother in

practice. Fig.2.1 schematically illustrates the pseudo-potential approach. Beyond the core region

i.e. above a cuto� radius, r c pseudo-wavefunctions and pseudo-potentials are identical to the all

electron wavefunctions and potential respectively while in the core region (withinr c), a weaker

potential will be experienced by this new set of valence states.

Figure 2.1: Schematic diagram of the Pseudopotential V P S (r ) and pseudo-wavefunction � (r ). The left �gure
shows valence wave function  (r ) and Coulomb potential V Coul (r ). In the right �gure, r c represents the cuto�
radius beyond which the wavefunction and the potential are not a�ected.

One of the main aims to develop the pseudo-potentials is to construct the pseudo-wavefunctions

smoother as much as possible and yet accurate. E�orts have been made towards generation

of not only more accurate but also more e�cient pseudo-potentials and a suitable example is

norm-conserving pesodo potential technique �rst introduced by Hamann, Schl�uter and Chiang.

In this technique, the norm-conserving pseudo-wavefunctions are normalized and should preserve

all the characteristics of valence electrons in an all electron calculations. This can be achieved
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by setting the core radius around the outermost maximum of the all-electron wavefunction. The

valence pseudo-wavefunctions will satisfy the orthonormal conditions as,

h �;P S
i j � 0;P S

j i = � i;j � �;� 0 (2.69)

Now, the single particle Schr�odinger equations would take the form,

H �;P S j �;P S
i i = � i j �;P S

i i (2.70)

where, H �;P S is the Kohn-Sham Hamiltonian with pseudo-potential approximation. Certain

conditions are imposed during the formation of norm-conserving pseudo-potentials as suggested

by HSC in it’s formalism [36]. Single electron Schr�odinger equations with pseudo-wavefunctions

are only valid beyond a choosen core radiusr c. For each of the wave function, integrated

charge inside the core satis�es the norm-conservation and logarithmic derivatives of all electron

pseudo-wavefunctions should be continuous atr c. Pseudo-potentials constructed with these

restrictions are suitable for describing a well localized system (e.g. 3d and rare earth elements)

but have problems describing the lighter elements (e.g. �rst row elements in periodic table).

In a di�erent approach [37] in which the norm-conserving constraint is relaxed and the pseudo-

wavefunctions become smoother with an auxiliary function around each ion core that includes

the rapidly varying part of the density and has the form � = r . The advantage is that, it

may be possible to construct smooth pseudo-wavefunction independently with a choosen cuto�

radius much larger than that of previously discussed norm-conserving pseudo-potentials.

2.11.1 Projector Augmented Waves (PAWs) method

Projector augmented plane wave method [38] is another pseudo-potential technique developed

by Bl�och in order to eliminate some of the disadvantages of the ultrasoft potentials. In this

technique, an all electron wave function is constructed, with which all integrals are calculated

as a combination of smooth functions extending throughout space and contribution from the

localized mu�n tin orbitals. Hence the total wavefunction in this case is a combination of
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valence state wavefunctions ~ v
i (r ) and a linear transformation function relating the all-electron

valence functions v
j (r ) to ~ v

i (r ) which is given as,

 v
j (r ) = ~ v

j (r ) +
X

i

(j� i i � ~j� i i )h~pi j ~� i i (2.71)

In the above equation, index i is for the atomic site R , j ~pi i are the projector functions for

localized pseudo partial wave which satisfy the orthogonality condition,h~pi j ~� j i = � i;j . Within

this formalism, the all electron charge density can be derived from Eq.2.71 as,

n(r ) = ~n(r ) + n1(r ) � ~n1(r ); (2.72)

where,

~n(r ) =
X

i

f i j ~ i (r )j2 (2.73)

n1(r ) =
X

i

f i
X

j;k

h~ i j ~pj i � j (r )� k (r )h~pk j ~ i i (2.74)

~n1(r ) =
X

i

f i
X

j;k

h~ i j ~pj i ~� j (r ) ~� k (r )h~pk j ~ i i (2.75)

In the above expressions,f i ’s represent the occupancies of the eigenstates~ i , ~n(r ) is the pseudo-

charge density and is evaluated from the pseudo-wavefunctions with plane wave basis.n1(r ) and

~n1(r ) are the onsite charge densities localized within the augmented sphere around each atom.

Total energy of the system when calculated from these charge densities can also be divided into

three parts.

2.12 DFT Calculations : A Typical Flow Chart

Basic informations which are required to start a DFT calculation are the structural data and

potentials of the all the constituent atoms. A guessed electron density using the linear combina-

tion of individual electron densities is formed �rst and then using this density in the Kohn-Sham

Hamiltonian, it will be then diagonalized. There are two very popular diagonalization subrou-

tines used here. There are the Block Davidson iteration method and residual minimization
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method by direct inversion in the iterative subspace. Then system’s total energy is calculated

and checked for convergence. If the convergence criteria which is set by the user is not yet met,

then a new electron density with slight changes in the old one is calculated and the Hamiltonian

is again diagonalized. This process is repeated till the convergence criteria is achieved. Now

here at this juncture one can opt for structural optimization in which force acting on each atom

of the unit cell is calculated. If the convergence criteria for force has not been met then the

individual atoms will be moved in the direction of force acting on them and the new electron

density is obtained with these new coordinates. The Hamiltonian will again be diagonalized

with this new electron density and this process will be repeated until the energy as well as the

force convergence criteria is achieved. Thus using the variational principle, one arrives at the

ground state single particle electron density in the end. This can now be used to calculate the

density of states, band structure, magnetic stability of the ground state, optimized structure

and numerous other ground state properties. The 
ow chart of a typical DFT calculation is

shown in Fig. 2.2.
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Figure 2.2: Flowchart of a typical DFT electronic structure calculation.

2.13 Tight Binding Approach

Tight binding method is the simplest way of calculating the band structures of solids and is

an extension of Bl�och’s LCAO method [33]. Later in 1954, it was developed and parametrized

in terms of Slater-Koster parameters for few simple lattice structures [39]. Within this ap-

proximation, the crystal wavefunctions are expanded with the basis set containing the atomic

wavefunctions corresponding to orbitals which are assumed to be tightly bound to the atoms on

the particular sites.

We �rst consider, a set of atomic wavefunctions � l (r � t i ) within a primitive unit cell where

� i (r ) is an atomic state corresponding to thei � th atom located at position t i . Index l is used

to represent the di�erent type of orbitals ( s; p; d etc.). The constructed basis states using these
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atomic orbitals obey the Bl�och’s theorem for a periodic lattice and is so can be written as,

� k ;l;i (r ) =
1

p
N

X

R 0

ei k :R 0
� l (r � t i � R 0) (2.76)

which is normalized by the total number of unit cells N and R 0 are translational vectors. The

single particle eigen state using these basis functions can be written as,

 n
k (r ) =

X

l ;i

ck ;l ;i � k ;l ;i (r ) (2.77)

where ck;l;i are evaluated from the condition that  n
k (r ) are solutions to the single particle

Schr�odinger’s equations and are orthonormal (h n
k (r )j n

k 0(r )i = � (k � k0)), i:e:

H SP  n
k (r ) = � k  n

k (r ); (2.78)
X

i;l

�
h� k ;m;j jH SP j� k ;m;j i � � k h� k ;m;j j� k ;m;j i

	
cn

k;l;i = 0 (2.79)

In the above equation all the atomic orbitals within the primitive unit cell have been included.

The integrals involved in this can be solved as,

h� k ;l;i j� k ;l;i i =
1
N

X

R 0;R 00

ei k �(R 0� R 00)h� m (r � t j � R 00)j� l (r � t i � R 0)i

=
1
N

X

R ;R 0

ei k �R h� m (r � t j )j� l (r � t i � R )i

=
X

R

ei k �R h� m (r � t j )j� l (r � t i � R )i (2.80)

The bracket term in the last expression is called the overlap integrals of the atomic orbitals on

the neighboring sites. One can calculate the expectation value of the Hamiltonian with these

basis states as,

h� k ;m;j jH j� k ;l;i i =
X

R

ei k �R h� m (r � t j )jH j� l (r � t i � R )i (2.81)
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The bracket term in the above expression is called Hamiltonian matrix elements between the

atomic orbitals on the neighboring sites and orthogonality condition

(h� m (r � t j )j� l (r � t i � R )i = � l;m � i;j � (R )) can be used in order to arrive at a solution of it.

In practice, these integrals are extremely di�cult to calculate. However, for certain periodic

lattices, these integrals can be parameterized in terms of Slater-Koster parameters and hence a

much simpli�ed Hamiltonian in k space takes the form,

HT B =
X

k;l;�

� l;� dy
k;l;� dk;l;� +

X

n;


X

k;l;m;�

�
t l;m
n;
 dy

k;l;� dk;m;� e� i k �R l;m
n;
 + H:C:

�
(2.82)

In this expression dy
k;l;� (dk;l;� ) creates (annihilates) an electron with spin � in the l th orbital.

R l;m
n;
 is the connecting vector of two orbitals l and m on the neighboring sites (n) with all the 


neighbors. The terms like� and t in the above Hamiltonian are determined as �tting parameters

to the ab initio band structure. The hopping interactions (t) here are parametrized in terms of

Slater-Koster parameters and are evaluated by solving the above Hamiltonian at eachk point

in the Brillouin Zone of the considered system.

2.14 Maximally Localized Wannier Functions

In the tight binding method explained in the previous section, the atomic wavefunctions  n
k (r )

in Eq.(1.82) are called Wannier functions (WF). These functions are di�erent from atomistic

tight binding wavefunctions in mainly two aspects. First point is that these Wannier functions

can even be de�ned for a band which could not be well described under the tight binding ap-

proximation. However, in this case Wannier functions would not represent the bands originating

from the atomistic level. Secondly, Wannier wavefunctions are the real space representation of

the wavefunctions and the Wannier functions corresponding to two di�erent sites are orthogonal

in nature. There are many areas where the applications of Wannier functions are possible. For

example, utility of Wannier functions in calculating transport properties of realistic systems is

well known.

The WF  n
R (r ) at site R can be written in terms of Bl�och’s state � mk as,
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 n
R (r ) =

V
(2� )3

Z

BZ

"
X

m
Uk

mn � mk (r )

#

e� i k �R dk ; (2.83)

where n=m is the band index and k is the crystal momentum index. In the above equation, V

is volume of the unit cell and integration is over the whole Brillouin zone. U(k ) is the unitary

matrix which is used to mix the Bl�och states at each k point in the Brillouin zone of the crystal

and is not a unique one. The varying spatial extensions of the Wannier functions depend upon

the choice of U(k ) in the above expression. This non-uniqueness ofU(k ) arise from the fact

that orbitals represented by Bl�och states belong to a set of bands that are separated by energy

gaps from each other but have degeneracies within themselves and thus at eachk point there

will be many unitary transformations possible within themselves. This makes uses of Wannier

functions unsuitable in the case of real problems. A procedure to eliminate this arbitrariness

was proposed by Marzari and Vanderbilt in Ref [41]. In this method, iteratively rede�ned

transformations would lead to uniquely de�ned set of maximally-localized Wannier functions

(MLWFs). This approach can be applied to a variety of problems starting from an isolated

system to a periodic solid. For the entanglement band problem this approach was extended by

Souzaet al. in Ref [42].

The basic idea in this approach is based upon the minimization of a well de�ned real space

spread (! ) of the WFs given by,

! =
X

n

�
h n

0 (r )jr 2j n
0 (r )i � jh  n

0 (r )jr j n
0 (r )ij 2�

(2.84)

Hence, one can choose a uniqueU(k )
mn which will minimize the value of ! given a set � mk of Bl�och’s

states. Addition and subtraction of the o�-diagonal terms ~! =
P

n
P

R m6=0 n jh m
R (r )jr j n

R (r )ij 2

in the above equation, we get,

! = ! I + ~! = ! I + ! D + ! OD (2.85)
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! I in the above expression is given by,

! I =
X

n

"

h n
0 (r )jr 2j n

0 (r )i �
X

R m

jh m
R (r )jr j n

0 (r )ij 2

#

(2.86)

This term is invariant under any arbitrary unitary transformation given in Eq.(1.89) of the

Bl�och’s states and hence it would su�ce to minimize only ~w which is further decomposed into

diagonal ! D and o�-diagonal ! OD terms given as,

! D =
X

n

X

R 6=0

jh n
R (r )jr j n

0 (r )ij 2 (2.87)

! OD =
X

m6= n

X

R

jh m
R (r )jr j n

0 (r )ij 2 (2.88)

This procedure is su�cient to obtain the maximally localized Wannier functions for isolated

bands as in the case of valence states in an insulator. In the case of entangled bands, di�culty

appears in selection of N bands specially at thosek points where hybridization of bands, that we

are interested in, took place with other unnecessary bands. For entangled bands, disentangle-

ment procedure given in Ref. [43] is used to obtain the maximally localized Wannier functions.

In this procedure, �rst an energy window containing N number of bands, that we are interested

in, is de�ned. Now at each givenk point, the number of bands N(k ) inside this window is either

equal or larger than N. Now performing unitary transformation within the Bl�och states, present

at each k point in this energy window, one can obtain a set of N Bl�och states as,

junk i =
X

m2 N ( k )

U(k )
mn jumk i (2.89)

U(k ) in the above equation is a N � N(k ) matrix and after minimization of the spread ! I , in

the bigger energy window, set ofU(k ) are obtained. Then minimizing ~! using the previously

explained MV procedure we can obtain the maximally localized Wannier functions for this

subspace of bands.

Due to mixing between spreads of the states in this procedure, it is possible that the bands

in this subspace will not correspond to any of the originally selected bands. Hence, a second
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smaller energy window was introduced and the states within this energy window are considered

to be � frozen� i.e. are kept unchanged in the subspace. Thus in a given energy range, the exact

basic properties will be preserved by this procedure.

Usually the bands lying in a small energy window close to the Fermi energy dominantly con-

tribute to the electronic properties of solids. Such a minimal set of bands are the key idea

behind many models such as Hubbard model in which one assumes spatially localized orbitals

on di�erent sites in a lattice. In the next section, we will discuss the Hubbard model within a

model framework which we have used extensively in this thesis.

2.15 Model Framework For Hubbard Model

We have already discussed the basic aspects of Hubbard model in chapter 1 of this thesis. In

this section we will explain the model framework for Hubbard model that we used within our

calculations. In transition metal oxides, the important electron structure features near the Fermi

energy arise mainly from e�ective transition metal-oxygen interactions. Hence when setting up

a model in such cases, best choice of basis set would be the transition metald orbitals along

with the oxygen s and p orbitals. A multiband Hubbard Hamiltonian considering such a basis

can be given as,

H =
X

i;l;�

� ddy
il� dil� +

X

i;l;�

� ppy
il� pil� +

X

i;l;�

� ssy
il� sil�

�
X

i;j;l 1 ;l2 ;�

�
t l1 l2
i;j;pd dy

il 1 � pjl 2 � + H :c:
�

�
X

i;j;l 1 ;l2 ;�

�
t l1 l2
i;j;pp py

il 1 � pjl 2 � + H :c:
�

�
X

i;j;l 1 ;l2 ;�

�
t l1 l2
i;j;sd dy

il 1 � sjl 2 � + H :c:
�

+
X

��
�;� 1 � 2 � 3 � 4

U ��
�
dd dy

�� 1 dy
�� 2

d
� 3 d�� 4

(2.90)

where dy
il� (dil� ) creates (annihilates) an electron with spin � in the l th d orbital on transition

metal site in the i th unit cell while py
il� (pil� )/ sy

il� (sil� ) creates (annihilates) an electron with
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spin � in the l th p/ s orbital on oxygen atom in the i th unit cell. The s orbitals on oxygen

are included as they simulate the e�ect of a crystal �eld splitting on the transition metal d

states and were kept �xed deep inside the valence band to their approximate position [44, 45].

The hopping interactions in the above Hamiltonian are parametrized in terms of Slater-Koster

parameters and are estimated by solving a tight binding model, explained in Section (1.13) of

this chapter, considering transition metal d and oxygenp orbitals in the basis. The eigenvalues

of the model are �tted to the ab initio nonmagnetic band structure of the transition metal oxide

in the relevant energy window near the Fermi level and the parameters entering the tight binding

Hamiltonian are determined by a least square error minimization procedure.

In our model, parameterization of the Coulomb matrix elements on the transition metal d

states in terms of the Slater integralsF 0, F 2 and F 4 [46], which has the dimension of energy,

help us taking care of the rotational invariant nature of the Coulomb interactions (independent

of the magnetic quantum number ml ) and the multi-orbital e�ects. Atomistic Hartree-Fock

calculations have been used to obtain the values of these parameters. However,F 0 was believed

to be substantially screened because of the solid state e�ects present in the real materials. Values

of F 2 and F 4 were obtained considering the respective ionic con�guration of transition metal

atoms in an oxide in these atomistic HF calculations and are also screened from their atomic

values. The role ofF 0 in our model is to obtain a suitable value of multiplet averaged Coulomb

interaction strength (U) and F 2, F 4 were scaled so that they reproduce the expected intraatomic

exchange interaction strength in a transition metal oxide. F 0 is related to U by the relation,

F 0 = U +
2�
63

(F 2 + F 4) (2.91)

The factor � in the above expression is related to the Hund’s exchange interaction strength as,

J = �
F 2 + F 4

14
(2.92)

and has been introduced to account for the screening of the intraatomic exchange interaction

strength. For example in the case of a 3d transition metal its value is � 0.8 eV while in the 4d

and 5d cases, it may have the values of� 0.3-0.4 eV and 0.1 eV respectively. In some of our
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work, we have varied the values ofU on the transition metal site to analyze its e�ect on the

system. In such cases, one has to keep �x the charge transfer energy (�) of the system. In order

to do this, one should choose the closest energetically e�cient charge 
uctuation between the

oxygen p and transition metal d orbitals and de�ne (�) as,

� = E f � E i = ( dn+1 �L ) � dn (2.93)

The right hand side in the above expression will result in an expression containing the onsite

energies for transition metal d, oxygen p and Coulomb interaction term U. For example in the

case of NaOsO3 (chapter 3), the above expression came out as � = � d � � p +3U after considering

charge 
uctuation as d4 �L � d3.

It is obviously di�cult to solve the multiband Hubbard Hamiltonian given in Eq.(1.96) exactly

and one needs an alternative method to solve it. We used the Hartree-Fock approximation to

decouple the four Fermionic term such asdy
i " di " dy

i #di # as,

dy
i " di " dy

i #di # = hdy
i " di " i dy

i #di # + dy
i " di " hdy

i #di #i � h dy
i " di #i dy

i #di " � dy
i " di #hdy

i #di " i (2.94)

�h dy
i " di " ihdy

i #di #i + hdy
i " di #ihdy

i #di " i

Following ansatz for the mean �eld expectation, values of the order parameters (quantities with

hi) have been considered within a spiral spin density wave with wave vector~q,

Ad
ill ei~q� ~R i = hdy

il " dil #i (2.95)

Ad
il 1 l2 ei~q� ~R i = hdy

il 1" dil 2#i = hdy
il 2" dil 1#i

hdy
il " dil " i = hdy

il #dil #i =
nd

l
2

In the ~k-space, in terms of Fourier transform, the creation and the annihilation operators can

be de�ned as,
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dy
~kl�

=
X

~k

dy
il� ei~k � ~R i

Using these de�nitions, one can then write the mean �eld Hamiltonian (HMF ) in the ~k-space as

,

HMF =
X

~k

(� y
~k"

� y
~k+ ~q#

)

2

64
M~k A~k

A~ky M~k+ ~q

3

75

2

64
� ~k"

� ~k+ ~q#

3

75 � (constants from decoupling terms)

The � ~k" in the above expression is a row matrix with elements like (dy
~kl "

) where l is the index

run over the �ve transition metal d orbitals. Dimension of this matrix depends upon size of

the system under consideration. As is clear from above that M~k and M~k+ ~q are the matrices

corresponding to the Hamiltonian for the up and down spins where as A~k is obtained from the

coupling between up and down spin states due to spin spiral ordering. Dimensions of M~k and

A~k will again depend upon the system size. The constants in the above expression were came

from decoupling terms like for examplehdy
il " dil " ihdy

il #dil #i term.

Standard numerical methods have been used to self-consistently diagonalized the above Hamil-

tonian and the ground state can be realized by minimizing the expectation value of this Hamil-

tonian with respect to the order parametershdy
il " dil " i ; hdy

il #dil #i etc. used in the equation [47,48].

Tetrahedron method of integration was used over a 10� 10 � 10 k-mesh to evaluate the total

energy as well as the density of states. The magnetic phases within this Hamiltonian are calcu-

lated by minimization of energy with respect to the spiral SDW vector ~q in the self-consistent

solutions and evaluating order parameterAd. The value of Ad provide us the magnetic moment

on the transition metal site.
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Chapter 3

Doping an antiferromagnetic

insulator : A route to an

antiferromagnetic metallic phase

3.1 Introduction

Usually antiferromagnetism comes hand in hand with an insulating state while ferromagnetism is

accompanied by metallicity. There are very few examples of AFM metals and it is this aspect that

makes the search for such systems interesting. Among the elemental metals, Cr is an example,

though it has a complex AFM structure and the microscopic origin leading to this uncommon

ground state is believed to be fermi surface nesting [1, 2]. Considering the transition metal

compounds, where the magnetic interactions are usually superexchange in nature, there are few

examples among the pnictides [3, 4] and the oxides [5, 6]. Among the pnictides, the origin is

believed to be fermi surface nesting, though several alternate views have also emerged [7]. These

aspects make the prospect of identifying a route to AFM metals important from a fundamental

point of view.

Increasingly in recent times, AFM metals have been investigated for possible applications in

spintronics [8], as spin injectors [9] or electrodes of an anisotropic magnetoresistance device

[10, 11]. In view of the paucity of such AFM metallic materials among the transition metal
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compounds, we explore here the design principle of doping carriers into an AFM insulator as a

route to obtaining AFM metals. The ground state of the single band Hubbard model [12] at

half �lling is an AFM insulator above a critical value of U though in some models with extended

hopping one has an AFM metallic phase even at half-�lling [13, 14]. Examining the phase

diagram of the former case as a function of doping, one �nds that Hartree-Fock results indicate

that in the small U regime one has an AFM metallic phase stabilized for low doping [15{18]. As

U is increased, the doping concentration up to which one has an AFM metallic phase decreases

and a FM metallic phase is stabilized. This has been understood as a competition between the

kinetic energy gain from the itinerant electron which favors a FM state and the superexchange

energy associated with the localized electron which favors an AFM ground state. This has a

doping as well asU dependence with the widest stability for the AFM metallic phase found at

intermediate values ofU/ t where t is the hopping interaction strength. The doping window for

which the AFM metallic phase is stable decreases with decreasingU=t with a transition into a

paramagnetic metallic regime. The largeU/ t limit is found to be consistent with the Nagaoka

theorem leading to a ferromagnetic metallic state [19,20].

The antiferromagnetic metallic state has been explored within a multiband Hubbard model in the

context of the pnictides. At the half-�lled limit it has been seen to exist, and the understanding

is that Coulomb interactions are not large enough to open up a gap. This has been used to

explain the presence of this phase in several pnictides [21,22]. Examining the magnetic ground

states at other integral �llings of the multiband Hubbard model, it has been seen [23] that

antiferromagnetic phases are stabilised with more ferromagnetic neighbors such as C-type and

then E-type for some numbers within a �ve band Hubbard model. These phases are found to be

metallic for intermediate values of U as well as exist beyond the integral �lling limit [24]. Most

other studies using a multiband Hubbard model have focused on understanding what stabilizes

the ferromagnetic state that one usually �nds when one moves away from half-�lling. Among

the 3d transition metal oxides which have been extensively studied, one �nds only ferromagnetic

metallic phases.

Considering the example of NaOsO3, the system is found to be an AFM insulator with a magnetic

ordering temperature of 410 K [25,26]. In an earlier work [27], we have reportedab-initio and

model Hamiltonian calculations for the parent compound NaOsO3 in order to understand its
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high ordering temperature, and the implications of the results on other 5d transition metal

oxides. It should be noted that only ab-initio calculations were reported for electron doped

NaOsO3 and an antiferromagnetic metallic ground state was found. However, such an ab-initio

approach, with all energetics evaluated in a �rst-principle manner for the speci�c compound

alone, cannot determine that the antiferromagnetic metallic phase would be a generic feature

and should be expected for all systems in which one is doping electrons into a half �lledt2g

band. The present calculations based on a model Hamiltonian approach in contrast to anab-

initio one, take parameters relevant for 3d transition metal oxides and 5d transition metal oxides

to establish that there is only one regime in which the antiferromagnetic metallic phase is stable,

ascertaining the fact that an antiferromagnetic metallic phase isnot a generic feature of such

doped systems.

Earlier calculations for the phase diagram of the doped Hubbard model considering a single

orbital at the transition metal site found an antiferromagnetic metallic phase at intermediate

values of U/ t while in the large U/ t limit they had a ferromagnetic metallic phase. In our

calculations, carried out for 1.25 electrons per transition metal site (25% electron doping), we

�nd similar trends at the one band limit, though the AFM metallic phase is found to be only

weakly stabilized at the doping concentrations that we are studying. Considering the degeneracy

of the d orbitals at the transition metal site, and parameters relevant for a 5d transition metal

oxide, we �nd an AFM metal to be strongly stabilized for small U. For larger values of U, in

contrast to the single band results which �nd a FM metallic phase, we �nd a charge ordered

ground state with a non-vanishing moment. Interestingly within the same model, if we consider

parameters relevant for a typical 3d transition metal oxide, one �nds that the large Hund’s

coupling associated with this limit results in a FM metallic phase in the small U limit at a

doping concentration of 25%. At a smaller doping of 12.5%, we �nd no ferromagnetic metallic

phase. In the large U regime, a charge ordered insulating phase is stabilized similar to the

case of the 5d oxide. The large U limit of the multiband Hubbard model does not give us the

ferromagnetic metallic state that we �nd for the one band case.
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3.2 Methodology

In order to understand the stability of di�erent magnetic phases we set up a multiband Hubbard-

like Hamiltonian considering the NaOsO3 lattice. The basis consists ofd orbitals on Os and s,

p orbitals on oxygen atoms. The Hamiltonian is given by

H =
X

i;l;�

� ddy
il� dil� +

X

i;l;�

� ppy
il� pil� +

X

i;l;�

� ssy
il� sil�

�
X

i;j;l 1 ;l2 ;�

�
t l1 l2
i;j;pd dy

il 1 � pjl 2 � + H :c:
�

�
X

i;j;l 1 ;l2 ;�

�
t l1 l2
i;j;pp py

il 1 � pjl 2 � + H :c:
�

�
X

i;j;l 1 ;l2 ;�

�
t l1 l2
i;j;sd dy

il 1 � sjl 2 � + H :c:
�

+
X

��
�;� 1 � 2 � 3 � 4

U ��
�
dd dy

�� 1 dy
�� 2

d
� 3 d�� 4

where dy
il� (dil� ) creates (annihilates) an electron with spin � in the l th d orbital on transition

metal site in the i th unit cell while py
il� (pil� )/ sy

il� (sil� ) creates (annihilates) an electron with

spin � in the l th p/ s orbital on oxygen atom in the i th unit cell. The s orbitals on oxygen

are included as they simulate the e�ect of a crystal �eld splitting on the Os d states and were

kept �xed at -20 eV deep inside the valence band. This represents their approximate position

inside the valence band. In a distorted perovskite, thet2g states are not pure dxy , dyz and

dxz orbitals but have some admixture of dx2 � y2 and d3z2 � r 2 . Consequently the introduction of

di�erent diagonal energies for dxy , dyz , dxz compared to dx2 � y2 and d3z2 � r 2 orbitals to simulate

the crystal �eld splitting cannot be done. An alternate way that has been used in the past

[31, 34] is to introduce s orbitals on oxygen which interact only with the eg orbitals on the Os

site. The parameters in the tight binding part of the Hamiltonian were determined by �tting the

ab� initio band structure for NaOsO3. The best �t Slater-Koster parameters [30] we got from

this �tting are sd� = -3.65 eV, pd� = -3.75 eV , pd� = 1.80 eV, pp� = 0.7 eV, pp� = -0.15 eV and

� d � � p = 0.8 eV and were used in the earlier work [27] also. The charge transfer energy de�ned

as � = � d � � p +3U was kept �xed at 2 eV and a small intra-atomic Hund ´ s exchange interaction

strength (Jh) of 0.1 eV was used. The complete multiplet interactions on thed orbitals on Os
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were considered. These were parameterized in terms of the Slater Condon integrals [32], with

the values of the Slater integralsF 2 and F 4 set at a �xed percentage of their atomic Hartree Fock

values to give the desired value of the intra atomic exchange interaction strengthJh (= F 2+ F 4

14 ).

The multiplet averaged U was used to de�ne the value ofF 0. A mean �eld decoupling scheme

was used to reduce the four fermion terms in the Hamiltonian to two-fermion terms which

were then solved for self-consistently [14,29]. Further details of the calculational approach may

be found in Ref� [28]. To study the limit corresponding to a 3d transition metal oxide, the

hopping interactions strength used were -1.88 (pd� ) and 0.90 (pd� ) which are typical values for

a 3d transition metal oxide [28, 34]. Additionally a large value of the intra atomic exchange

interaction strength ( Jh) of 0.8 eV was used. These parameters for a 3d transition metal oxide

are consistent with earlier estimates for a 3d transition metal atom in their oxides [33]. The

phase diagrams were calculated at several doping concentrations as indicated in the text. In

order to probe the role of degeneracy on the phase diagram, we considered a lattice containing

only the transition metal atoms with just one orbital per site and examined the phase diagram

for 25% electron doping. The hopping interaction strength was chosen in this case to give us

the same bandwidth as the 5d oxides. Additionally an onsite Coulomb interaction strength was

used. In each case, the total energies of various collinear as well as noncollinear con�gurations,

especially near the phase boundaries, were calculated to evaluate the phase diagram as a function

of U.

3.3 Results and Discussion

We have �rst examined the electronic structure and ensuing magnetic ground state favored

when electrons are doped into a 5d transition metal oxide. In the undoped limit each transition

metal atom had 3 electrons occupying thet2g orbitals. In an earlier work we had argued that

the large p � d interaction strength of a 5d transition metal oxide as well as the small intra

atomic exchange interaction at this limit, lead to a large superexchange coupling between spins

on neighboring transition metal atoms. This we had argued would lead to very high magnetic

ordering temperatures in these systems and NaOsO3 [27] is an example of a system with this
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mechanism at work. The immediate question which followed was whether this exchange splitting

and magnetic moment would survive upon doping.
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Figure 3.1: Spin projected Os-d partial density of states with t2g symmetry for G-AFM metallic
state at U=1 eV for di�erent doping concentrations as well as for undoped case are plotted. The
zero of energy is the Fermi energy.

In Fig. 3.1 we have plotted the Os d partial density of states with t2g symmetry at a single

Os site. The majority spin contribution is shown in the upper panel, while the minority spin

contribution is shown in the lower panel of the �gure. The results for the undoped case are shown

along with those for the doped cases. The exchange splitting is found to survive even upto a

doping of 37.5%. While a moment of 3� B is expected at the ionic limit for the undoped case, one

�nds a reduction of the moment to � 1� B . Only a part of the moment reduction is contributed

by the admixture with oxygen p states. A signi�cant portion of the moment reduction emerges

from the strongly itinerant limit one is in. This is shown schematically in Fig. 3.2.

The onset of magnetic moment formation is expected to result in a shift in the density of states

in majority spin channel deeper into the valence band and a similar shift in the density of states

in the minority spin channel to higher energies (Fig. 3.2(a)). However, what one �nds is shown in

Fig.3.2(b) where in the same energy window that the majority spin states contribute, one �nds

the minority spin states also contributing, though with reduced weight. This emerges from the
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Figure 3.2: Schematic to show the formation of a magnetic moment that is (a) expected within
Stoner picture, (b) what is found for NaOsO3.

superexchange interactions between the neighboring transition metal atoms and is representative

of the strongly itinerant limit that one is in.

Examining the weight of the minority spin states in the energy window contributed by the

occupied majority spin states in Fig. 3.1 for the undoped case, one �nds that there are� 0.48

electrons. A similar analysis of the states dominantly contributed by the minority spin states

which are unoccupied reveals that there are 0.45 electrons. This results in a moment reduction

of 0.93� B . With doping one �nds that the doped electron occupies the minority spin t2g states

and this results in a decrease in the exchange splitting. However, various features in the density

of states, surprisingly remain similar as discussed earlier in Ref. [27].

We went on to examine the stability of various phases with doping for the 5d transition metal

oxide. In Fig 3.3 we have plotted the stability of the lowest energy phase with respect to

the closest energy competing phase. This has been calculated for di�erent concentrations as a

function of Uef f which is de�ned as U-Jh . For small U we �nd that a G-type antiferromagnetic

metallic phase is stabilized, while for large U one �nds a charge ordered insulator. In order to

understand the basic energetics that result in these states being stabilized, we examined the

density of states in di�erent U limits. In the low U limit, we have the doped electron occupying

the minority spin t2g states and the system is metallic. The majority spin t2g states at each

site are completely �lled and they would like to favor a totally antiferromagnetic arrangement.
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As the energy gain from the superexchange pathway arising from the majority spint2g states

is substantial, a G-type antiferromagnetic arrangement wins over a ferromagnetic arrangement

which allows a delocalization pathway for only the doped electron.
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Figure 3.3: Relative stability �E calculated for di�erent concentrations as the di�erence in
energy between ground state and the closest competing state as a function ofUef f (= U � J )
for the multiband case using parameters relevant for a 5d oxide. Dashed line at Uef f =1.85
eV represents the phase boundary between the metallic (black line) and insulating regime (red
line).The CO-insulating state has a magnetic moment of 0.8� B at one of the transition metal
sites. The nature of the ground state in each regime has been indicated.

The signi�cant admixture of the minority spin states in the energy window that the majority

spin states contribute and vice-versa as shown schematically in Fig. 2(b) allows for the energy

gain via delocalization of the doped electron also. As U is increased, the doped electrons are

found to be localized at one or more Os sites and a charge ordered insulating state is stabilized.

In this insulating state, the antiferromagnetic arrangement of the majority spin t2g states leads

to cancellation of the moments from those states. However, the system has a �nite moment

which is associated with the minority spin t2g states which holds one electron. The large U

limit does not give us the ferromagnetic metallic state which is expected at the single band limit

(Nagaoka ferromagnetism).

The energy stability of the ground state con�guration with respect to the closest lying con�gu-

ration (Fig. 3) as a function of Uef f follows the trend expected based on what is expected from

superexchange arguments. The variation as a function of concentration has also been shown.
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In each case we �nd an increase in stability as Uef f is increased, it goes through a maximum

at a Uef f � 2 eV and then begins to decrease. This non-monotonic variation in the stability

could be understood in terms of variation in the superexchange interaction strength that we had

pointed out earlier in the context of the undoped 4d and 5d transition metal oxides [28]. In the

low U regime, the hopping interaction strength is large compared to U. Therefore, the latter can

be treated as a perturbation and one �nds that the energy stability varies linearly with U. In

the large U regime, the hopping may be treated as a perturbation and one �nds that the energy

stability varies as 1/U. Hence one has a peak in the stability at some intermediate value of U.

As the concentration is increased from 12.5 % to 25% and then to 37.5%, one �nds a decrease in

the stability in both the antiferromagnetic metallic region as well as the charge ordered insulator

regime. This decrease can be traced back to the decrease in the gain from superexchange as

the number of carriers in the minority spin channel is increased. A periodic super cell that

we use in our calculations allows us to examine only doping concentrations commensurate with

the lattice. As the presence of various phases remains unaltered, we believe that these phases

should exist at other intermediate concentrations not probed by us in our calculations. For a

truly incommensurate doping, the system will have to adopt one of the two solutions, namely a

homogeneous ground state that may be metallic or even superconducting or an inhomogeneous

phase, where electronic phase separation drives the system into some undoped parts and some

parts with a commensurate doping with charge-ordering. Either of these two scenarios is well

beyond the scope of the present study that can only address commensurate doping levels, like

in any other investigation involving periodic systems.

Here one can argue that the spin-orbit interactions present in the case of a 5d transition metal

oxide may lead to an e�ective band narrowing due to the splitting of J states, thereby favoring

the tendency to the formation of an insulating state. This can signi�cantly change the low Uef f

region of the phase diagram. However, in an earlier study [27], within theab initio framework,

no signi�cant change was found in the properties when spin-orbit interactions were included and

the metallic state does survive quite robustly even in the presence of spin-orbit coupling. Based

upon this �nding, spin-orbit interaction e�ects were not considered in our results presented in

this study.














































































































































































































