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Chapter 1 | Introduction

This chapter highlights the basic introduction to the research
work addressed in this dissertation. The motivation behind

selecing this work in the area of solar energy harvesting using

photoelectrochemical cell by designing the electrodes and the
development of efficient energy storage  devices
(supercapacitor) by using the oxide semiconductor
nanostructures are the main focus of this chapter. This chapter
also deals with the related basic scientific knowledge and the

review of past research works.



Chapter 1

1.1 Preamble

The technological advancement has been reducing the difference between the
living standard of human being in a village and a city. The history of science and
development remind us the same thing that the technological drive due to industrial
revolution facilitates the human needs and comfort. Energy supply is highly required in
order to maintain this industrially revolutionized society. Therefore, energy is most
important factor by which peoples amplify the development of the society. Since the
beginning of the industrial revolution, the energy required for economic development
and growth has been supplied mainly by coal, oil and natural gases. This revolution
took place from 18h to 20" centuries, the transition period from wood to coal and
petroleum. [1] These fossil fuels have a high energy density and can be transported in
an easier way. Almost 80% of the total energy supply of the world comes from burning
of fossil fuels. Currently, global population consumes 15 TW of energy which is
expected to be doubled by 2050. [2] Fossil fuels will be unable to meet this huge supply
of energy as the fossil fuels are depletng fast. According to current consumption rate,
coal reserves will run as long as 150400 years and this estimated reserve will run 40-80
years for oil and 60-160 years for natural gases. [2] Besides, it is critically hard to recover

these fossil fuel resurces.

On the other hand, the burning of fossil fuels causes anthropogenic
environmental problems like, greenhouse effect, acid rain and high ozone
concentration. The major concern of fossil fuels is CG; emission and its severe impact
on global warming a nd associated climate change and biodiversity. Due to industrial
revolution the atmospheric CO 2 level has risen from 280 to 400 ppm by today. [3]
According to International Panel on Climate Change (IPCC), the level of CO:2 in
atmosphere, more than 450 ppm brings a high risk of global warming as it will increase
the average temperature of earth atmosphere by more than 2°C. [2] This change of
temperature will cause severe impact on the inhabitants on earth and the effect will be

felt throughout the century.
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Chapter 1

Therefore, there is a big question on sustainable development of the society. In
this stage, it is therefore extremely necessary to utilize sustainable energy resources in
form of usable energy by replacing the principle energy resources available today, the
fossil fuels. The utilization of clean and renewable energy resources will not only
provide the total energy need in future but it will prevent severe anthropogenic impact

on the environment.

1.2 Sustainable Energy Resources and The Solar Energy
Challenges

In 2003, German Advisory Council on Global Change (WBGU) published a report
presenting the prime concerns surrounding energy systems to the policy maker. [4] The
report also suggested some criteria towards the sustainable development of energy
systems to be met within 21 st century. The scenario for the global transformation of
energy systems presented in this report is that the stabilization of CO2 concentration in
the atmosphere, limiting a maximum of 450 ppm, a three -fold growth of energy usage
by 2050 and a six-fold economic development should take into account towards
sustainable society. The feasibility of execution lies on the declining use of fossil fuels,
rising use of renewables and growing energy productivity. However, the lack of
enough infrastructure and superior technology for harvesting of renewable energy
resources in an economically competitive way will lead to the domination of energy
production from the fossil fuels over the next decades. The expert panel recommended
that future energy economy based on the existing and traditional fossil fuels can be
shifted to renewables energy system by further development of energy infrastructure
and technologies. They expect that from 2050, the renewable resources will mostly be
used to meet the energy demands. In fact, the energy production from renewable
energy resources will be almost 50% of the total production by 2050 and 90% by 2100.

In 1987 Brundtland Report [5] of the United Nations emphasized on Sustainable
Development of society which is a process of development of land, cities, business,

communities, etc., [1] t hat oOmeets the needs of the pres
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ability of future gener at i oTierefore, autilizatiere of
environmentally sound energy resources is critically important for sustainable
development. Solar energy, wind energy, ocean current etc, are such kind of
sustainable and renewable resourcesof energy which are advantageous because of
earth abundanance,intrinsic cleanliness. Practically, these lesources are available tillthe
existence of this planet. The estimated power generating capabilities from the
sustainable energy resources is shown in Table 1.1. Among the all kind of renewable
resources that we have, solar energy is the principal sourceof energy as of our planet
receives p X T p 1 TW of radiation, which in other terms means that solar energy
striking earth surface in 10 minutes is equivalent to total human energy consumption
(15 TW) throughout the year. [6] So, if a fraction of total solar energy could be harvested
then only solar energy could meet the energy challengesof human society. If 0.16% of
t he eart hi® verseduwith BO% efficient solar cells then it would satisfy our
present energy requirements. However, there remain enormous challenges with

technologically sophisticated implementation to achieve it.
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cell technology or other thin films. Large scale solar concentrator requires reflecting
materials which can concentrate solar heat to drive the water turbine and low
temperature solar absorber is required to heat water or any other materials in

household, commercial or industrial purposes.

Therefore, it is clear that solar energy conversion in usable form of energy is
necessary in order to deliver at the time of deliverable, like in photovoltaic cells into
electricity, in solar heater or solar concentrator into heat energy. On the next section, we
will see that hydrogen as the next generation energy carrier has a tremendous potential

value as it has a low impact on environment.
1.21 Hydrogen: Next Generation Energy Carrier

The availability of ren ewable energy resources varies in space and time, therefore
to satisfy the human need of energy in usable form it is necessary to have a buffer
medium to store the energy. Hydrogen is an energy carrier but not an energy source. [1]
Hydrogen, a colorless, odorless and nontoxic gas is the lightest gas It is the most energy
dense fuel per mass.[2] Generally, one pound of hydrogen hold s three times of energy
(55 MJ) thanone pound of gasoline. [7] Besides, hydrogen can be stored in a container
or piped and tr ansported easily like oil, natural gas. The burning of hydrogen in fuel
cells produces zero emissions rather water vapor which leads feasibility towards
sustainable development of future energy infrastructure. The future energy
infrastructure based energet cal |y on hydrogen, w ehlydtogem e
economydwhich was initially pointed out at the time of the first oil crisis in 1970s. John
Bockris first hydrageh edcomomyddueng mleaufe séssionin 1970 at
General Motors (GM) Technical Center. [7] The concept of hydrogen economy
necessitates the development of systems for production of hydrogen, transport, storage
and usage. These four components of the hydrogen economy have been discussed in

detail in a book edited by D. Scholten. [8]
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Today almost 96% of hydrogen is produced from coal (18%), oil (30%), and natural
gas (48%). [6] As discussed previously, the target to shift the energy infrastructure
totally based on renewable resources (carbon free source) should be fulfilled in future
for sustainable development. So in order to harvest solar energy (the principle
renewable energy resource) to electricity solar cells or solar thermal plants are made.
Then hydrogen can be produced substantially by using this electricity through wate r
electrolysis. Hydrogen is finally feed to the fuel cell for further utilization on human
need. Here, each conversion step: solar energyelectricity -hydrogen -electricity causes
from energy losses which consequently increases the overall production to supply cost.
Almost 70% losses occur during this conversion stepas s hown i n Bossel 0s
[9] Therefore, if we reduce the step involved for hydrogen generation then significant
production loss will be simultaneously decreased. It is possible to avoid the first step:
solar to electricity conversion for hydrogen generation in a water photolysis cell.
Semiconductors are potential candidates for this purpose but efficiency of this process

should be enhanced in order to meet future application.
1.3 Water Electrolysis

Electrolysis is a process of dissociating a compound to its elements by passing an
electric current through it. Thereby, water electrolysis means the dissociation of water
to hydrogen and oxygen by passing a current. Generally, current could not pass
through pure water, we have to dissolve electrolyte so that dissociated ions can carry
the electric current for water electrolysis. Since, the renewable resources have potential
to meet future energy challenges, storing solar energy via electrolysis process is
therefore necessary for satisfying the sustainable challenges. Photoelectrolysis is a single
step process where semiconductor in an electrochemical cell creates electrofhole pair

under solar irradiance and splits water into oxygen and hydrogen.
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1.3.1 Photoelectrochemical Cell

Photoelectrochemical cell (PEC) is a monolithic device where solar energy is
converted into more useful form of energy through photon assisted electrochemical
process. Here, in the PEC cell both current and voltage could be simultaneously
produced by absorbing light. In a typical PEC cell (Fig. 1.1) for water splitting, three
electrodes: namely working electrode (WE), counter electrode (CE) and a reference
electrode (RE) are immersed into aqueous solution of electrolyte. Working electrode is a
semiconductor material, grown on some conducting substrate. The counter electrode is
typically made of platinum , a corrosion resistant material and KCI saturated Ag/AgCl

electrode is used as reference electrode

2H,0 +4h* —s 4H*+ O, (W) | AH™de — 2H,
O Photon \ / #
® Electron TS
otoanode

P ! absorber Refergnce
OH Electrpde (RE)
@0 _

@) ' 8

Cathode(CE)

// : Electrolyte

Charge collection layer

Figure 1.1: Schemat representation of the conventional three electrodes PEC cell under
working condition. Upon illumination, electrehole pair is created. Hole is responsible for water

oxidation and electron is responsible for water reduction.
1.3.2  Water Splitting Reactions

The starting point of photoelectrochemical water splitting reaction is to illuminate
the semiconductor electrode surface in the PEC cell. Due to illumination (Photon
energy, 'Q 'O) to the semiconductor electrode electron-hole pairs are created. These

electron-hole pairs are then separated due to the developed electric field in the
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semiconductode/ electrolyte interface. In a photoanode, the electrons will drive towards
the counter electrode via external circuit whereas the hole oxidizes the water to produce
oxygen at the electrode/electrolyte interface. Then the electrons and diffused proton
ions produced hydrogen at the counter electrode, thereby separating hydrogen, oxy gen
at two macroscopically different locations without post separation cost. The reactions

steps are given below: [1, 2]

TQ wuuuut 1TQ T1Q (1.1)
TO 1Q 2z ¢ON O T8t tav B) '00 (1.2)
¢OL TQz2T1TO 0O NO pg ¢ @L 8 00 (1.3)

The overall water splitting reaction involves with four protons which generate four
electron-hole pairs for every two hydrogen molecule and one oxygen molecule, which

is given by:
¢Ob 1™ O ¥ (1.4)

For this reaction to occurs, external voltage supply (1.229 V) is required. The change of

Gibbs free energy for this reaction is calculated by the following formula:
YO ¢ &0 (1.5)

where YO and YO are the Gibbs free energy change and the standad electric potential
of the reaction.This is an endothermic process with a corresponding +237 kJ/mol of
Gibbs free energy change(at standard temperature and pressure). Therefore, equivalent

amount of energy must be supplied to split water.
1.3.3  Efficiency Consideration of The PEC Cell

Determination of the solar energy conversion efficiency is necessary to figure out

the merit of the PEC device. Considering all the electron-hole pairs are involved in
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water splitting reactions, the overall solar to hydr ogen (STH) conversion efficiency is

given by: [2]

— (1.6)

W is the standard thermodynamic water splitting potential in room temperature
which is 1.229 V.0 Is the photocurrent achieved during the applied bias potential
(w ) scan during light illumination. The above e xpressionist he so cal |l ed

bias photon-to-c ur r ent conversion efficiencyd or ABP

1.4 Energy Levels in Semiconductor and Electrolyte

Semiconductor is defined by the forbidden energy gap between the conduction
and valance band edges, generally called band gap typically ranges 1 to 4 eV. The
electronic structure of the semiconductor is normally delineated by energy bands. The
energy bands are considered as closely spacedenergy levels of the adjacent molecular
orbitals making a continuum. The valence band is the highest energy band with
occupied molecular orbitals, whereas the conduction band is the lowest energy band
with unoccupied molecular orbitals. The bottom level of conduction band is leveled as
Ec whereas the upper level of valance band is lebeled asEy. The electrons can be excited
to conduction band thermally or photochemically, creating holes in the valence band.

Band gap determines cut off wavelength of the absorption of electromagnetic waves
(O  —). Now, the Fermi level is defined by the energy level where the probability of

having single electron per available state is 0.5. The Fermi level position can be

estimated by using the following equation :
0O -0 O -7QVYoat (1.7)

where ORO;"Q , T are conduction band edge position, valence band edge position,

w Z

Boltzman constant (p& ¢ p 1  J/K) and temperature respectively. 0° , 0 are
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density of energy states in conduction and valence band, respectively which are given

by:

6 ¢ —— (1.8)

67 ¢ —— (1.9)

in which, "Qrepresents Plank constant and & , &~ represent the effective mass of
electron and hole, repectively. The equilibrium electrons and holes concentration for an

intrinsic semiconductor are given by following equations:

¢ 07 Q (1.10)

no06°Q (1.11)

& o&n 0T0ra (1.12)

which means that the carrier concentration exponentially decreases with the increase of

band gap of the semiconductor.

The position of Fermi level tells us the type of the majority c harge carrier as
either n-type or p-type. In case of n-type semiconductor Fermi level lies near the
conduction band edge whereas for a p-type semiconductor it lies near the valance band
edge (Fig. 1.2. In case of intrinsic semiconductor the Fermi level lies in the mid position
of the conduction and valence band. On the other hand, in electrolyte three different
energy levels exist: Oy , O (controlled by the electron affinity of the oxidized
specieg, O (controlled by the ionization energy of the reduced species), respectively.
The energy states of the species follows Gaussian energy distribution due tofluctuation

of their energy levels as following:
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® O —0Q0h i (1.13)
® 0 —=—=0h i (1.14)
where, I 'S reorgani ©@at isohe stamdam megox potentidl of the
speciesinvolved.
Semiconductor Electrolyte
Vaccum level
Intrinsic n-type p-type
P
ECB
Empty states, W_(E)

EF, red

o= Ered

Filled states, W, 4(E)

Figure 1.2: Energy land diagram of different types of semiconductor and energy distribution of

electrolyte species.
1.5 Semiconductor and Electrolyte Inteface

The behavior of semiconductor into an electrolyte solution is described
comprehensively in several books. [2, 11] Helmholtz [12] first showed the behavior of
metal/ electrolyte interface as a double layer capacitor. The excess amount of charges
that stayed in the metallic surface remains separated by opposite charges aggregatedin
the electrolyte solution by making solvation shell. Gouy and Chapman later modified
the theory with diffuse ionic double layer model which showed the behavior of
potential at the surface, decreasng exponentially owing to the chemisorbed counter
ions from the electrolyte solution. [13-14]

In contrast to metals, semiconductors do not have high conductivity. Sodiffused
ionic double layer model can be introduced to show the interfacial properties. [1, 15-19]

Semiconductor and electrolyte interface consists of either trapped electrons or holes at
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the surface states and adsorbed ions at the semiconductor surface. The countecharges
are supplied by the ionized donors or acceptors in the semiconductors. Water molecule
have a large dipole moment thereby, the ions in the solution are enclosed by water
molecule, forming a solvation shell (Fig. 1.3) The distancefrom the adsorbed ionsto the
closest ions into the electrolyte is called asthe Helmholtz layer having width ~ 2 -5 AQ.

Now, p otential drop across the Helmholtz layer is measured by:

0 — (1.15)
where, 0 is the surface charges,Qis the width of the Helmholiz layer, - is the free
space pemittivity and - is the dielectric constant of water. Basically, the potential

distribution at the metal oxide and electrolyte interface is affected by adsorption of
protons, hydroxyl ions which is controlled by pH of the solution . It can be shown that

Helmholtz voltage changes -59 mV per unit pH at 25 °C.

Helmholtz layer

Potential

Semiconductor

lonized + %
donors
+ + *+ %@ i
+ + + Electrolyte orF
H*
+ + * . % e Electron

Figure 1.3: The charge distributiorf the interfacial region of semiconductor and electrolyte,

Helmholtz layer and potential disribution across it. [Redrawn from ref. 2]

Here, rather a simpler situation arises when metal oxide semiconductors are
exposed to humid air. The mechanism is explained here. When metal oxide
semiconductors are exposed to humid air, there result a space charge layer and band

bending. Generally, water molecules from the air can dissociatively adsorb at the metal
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oxide interface, resulting in dOH surface termination forming electronic surface states
below the conduction band edge as shown in Fig. 1.4. Electrons from the bulk of the
semiconductors then occupy these surface states and the ionized donors { ) stay
behind the bulk of the semiconductor and formed a positive space charge layer.
Therefore, an electric field is formed due the excess ionized donor states below the
conduction band edges which tend to bend the conduction band edges. This process
continues until the potential barrier becomes so high to transfer of electrons from the
conduction band. The potential distribution and the width of the space charge layer

depend on the amount of charge transfer to the surface and also the density of donor

states (0 ).
(a) % /O (b) e /OH © N\ /OH_
M —OH —OH
/ M\o / \OH / OH
\M/ — >M<OH —_— /—OH
/ \O OH / OH
\M/ \M{OH \ {OH_
A G P
Metal oxide Chemisorption of H,0 Surface electron
surface OH termination trap states
(e) (f) () —

Ec ¥¥iettests
Ep meameRE

\

Ev Ey

N-type Electron transfer Depletion region
semiconductor to surface states formation

Figure 1.4: Space charge layer in metal oxide semiconductors when exposed to humid air.

[Redrawn from ref. 2]

For an n-type semiconductor, immersed into electrolyte, a depletion layer is
formed where the region is depleted of electrons, leaving behind a net postive charge
inside the semiconductor and the counter charges are provided by the negative ions of

the electrolyte. Similarly, if negative excess charges (electrons) are accumulated at the
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interface and the counter charges are provided by positive ions of the electrolyte, an
accumulation layer is formed. Besides, if number of adsorbed negative surface charges
of an n-type semiconductor are increased beyond certain number then Fermi level
crosses the middle of the band gap making surface rggion p-type which is called
inversion layer. For better understanding, different situations for n -type and p-type

semiconductors are shown schematically in Fig. 1.5.

n-type n-type n-type
depletion region inversion region accumulation region
E E =
CB—.-% '+ ECB _-——\—
Ee & F N
Eg__ 1+
E
/ + E
Evs = vB 5
Evg ——
p-type p-type e L
depletion region inversion region accumulation region
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Figure 1.5: Formation of different type of space charge layers and correspondingeloab

in n-type and ptype semiconductors.
1.5.1 Potential Distribution Across The Interface

Let us consider an n-type semiconductor is immersed into an electrolyte solution
and attains an equilibrium such that O 'O by forming a space charge layer and
band bending in the interfacial region. Therefore, a potential difference (%o is
established between the semiconductor (WE) and the reference electrodeNow, t he total

potential developed across the interface can be expressed as the following: [1]

%o %o %o %o O (1.16)
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where %o is the potential, established across the spae charge layer, %o is the
Helmholtz potential and %o is the potential attributed due to the diffused double layer

which can be neglected for large ion concentration in the electrolyte. Moreover, the
nature of the reference electrode determines he constant potential (6 . Here, the
charges contained in the space charge region in the semiconductor and in the
Helmholtz layer are equal by their origin. So, comparison between the capacitance
developed across the both region results that the space chege layer capacitance @ ) is
usually much smaller than the Helmholtz layer capacitance. Under this condition %o
remains constant and potential applied between the semiconductor and reference

electrode will fall across the space charge region,so that:
%o %o %o %o (1.17)

where, % is the flatband potential and at this potential surface concentration of
charges s equal to that of semiconductor bulk. The electronic charge distribution at the
space charge layerestablishesthe differential capacitance across the interface. This can

be quantitatively derived by the following approach.

The potential distribution and the width of the space charge layer depend on the
amount of charge transfer to the surface and also the density of donor states ( ). The
potential distribution varies from surface to the bulk of the semiconductor (®w 1 and

can be obtained by solving Poissonds equatio
— — (1.18)

Here it is assumed that 'Q "Yis negligible in compared to the potential drop across the
depletion region with charge density, " @ e Q@ Q) (for n-type semiconductor,
fully ionized donors) and reference potential drop across the bulk of the semiconductor

to be zero (o @ 1) which is given by the following relationship:

% O 2 — 0 @ (1.19)
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where, - and - are the permittivity of the vacuum and relative dielectric constant,
respectively whereas @ is the width of the space charge layer, corresponding to the
distance between surface and where the band gets flattened. Actually, the total charge

density across the space charge region is given by:

© Q6 & (1.20)

where, n is the free electron concentration, which is determined by the distance between
conduction band minima and the Fermi level as defined by equation (1.10). It is also to
be noted that inside the space charge region ths distance is modified by the band

bending %0 such that the carrier concentration :

E®w U°Q € Q (1.21)
Here, ¢ 0" Q is the electron concentration at the bulk of the semiconductor
which is equal to 0 0 for fully ionized donors for the n type semiconductor.

Therefore, the charge density in the space charge region is modifed by:

o @B p Q (1.22)

By putting the equation (1.22) in equation (1.18) we have,

SR — (1.23)

By integrating the equation (1.23), we can find out the potential distribution of the space
charge region. Sirce, there is an implicit dependence of %0, we can solve the above

equation (1.23) by following technique:

- — (—z— (—z— (1.24)

Since, the electric field is defined by, —, SO
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: — . (— 2 Qbo (1.25)
Now the total charge stored (0) i n the space charge region i
law as:
, — (1.26)

Here, 0 is the area of the semiconductor/electrolyte interface. Then the total charge

stored within the space charge region is given by;

0 G- -0 D p Q o

C--0W % —0Q — (1.27)

Under normal PEC operational condition the minimum potential drop across the space

charge region is 0.1 V [2], therefore simplifying the above equation as;

0 C--0W % — (1.28)

The total width of the space charge layer can be calculated by the following equation:
0 D 26z (1.29)

Here replacing the value of 0 from equation (1.28), we have the space charge layer

width as:

0 — % — (1.30)

Again, the differential capacitance developed within the space charge can be calculated

by the following;

S — — %  — (1.31)
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The flatband potential is very crucial for characterization of PEC materials as it is
the potential which determine the thermodynamic ability of a semiconductor to reduce
or oxidize water. It is defined by t he potential required to reduce the bend bending to
zero or more specifically the space charge vanishes at flatband potential. Flatband
potential actually indicate s the Fermi level position of the semiconductors with respect
to the potential of reference.This flatband potential is often measured by Mott -Schottky
measurement, which shows the variation of space charge layer capacitance with
external potential. Graphically, this can be determined by extrapolating the linear
region to bias potential axis. A more convenient form of equation (1.31) is found by

replacing % to % %o , obtained from equation (1.16). The carrier density of the

donors can be found by determining the slope (—— ) of the above equation which is
obtained as:
0 —_— (1.32)
1.5.2  Energy Band Diagram
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Energy band diagram of semiconductor/ electrolyte interface is very crucial to
understand the PEC mechanism. The schematic diagram in Fig. 16 shows energy band
diagram of an n-type semiconductor when immersed into convensional three electrode
electrochemical cell. The energy of an electron in vaccumis chosen reference energy
level. It is to be noted that the vacuum level also bends at both metal/electrolyte and
semiconductor/ electrolyte interface owing to electric field present in the PEC system.
The key parameters in a PEC system are the postion ofband edges, the difference
between conduction band edge and Fermi level, and the amount of band bending at the
interface because these collectively play a significant role for the charge transfer
mechanism. The energy band diagram can directly show that w ater splitting is either
possible or not. The hole will be able to oxidize water if the valence band postion is
more negative than the H-O/O > redox energy level and also the electron will be able to
reduce water if position of conduction band edge is more positive than the water
reduction potential. Now any applied potential can be effective to accelerate the charge
transfer process. It is considered that the applied potential will affect only the space
charge layer but not the Helmholtz layer because the capacitance appear in the

Helmholtz layer is much higher than the space charge layer.
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Figure 1.7: Energy band diagram of antgpe semiconductor electrode in a PEC cell. Left side:

it is in equilibrium in dark, right side: in illumination condition. [Realwn from ref. 2]

The most active species in the electrolyte solution is the redox couple H:O/O >,

thereby dominating the electrochemical potential of the solution in dark. The Fermi
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levels of the semiconductor and metal in equilibrium dark condition atta in a vlaue very
close to the oxidation potential. But the scenario is different under illumination. Upon
illumination, the Fermi level enhances by Yo due to creation of the electron-hole
pairs. Therefore, concept of quasi Fermi level (Fig. 1.7)is important under illumination
which gives the concentration of electrons and holes in the respective bands like the

following:

¢ & Y& 00 (1.33)

n N Y 0 Q (1.34)
where € , | are the dark carrier concentration of electrons and holes. Fig. 1.6 depicts
the band diagram of a n-type semiconductor under dark and illumination condition
which shows that the quasi Fermi level O remains horizontal due to large carrier
concentration (¢ Y& &) and Ty departs from the bulk Fermi level (3 YA
yn 8
1.5.3 pH Dependence on The Band Edges

Helmholtz potential depends on pH but it does not depend on the applied bias.
It is seen that Helmholtz potential changes - 59 mV per pH unit at 25 °C. This means
that the band edges position also depends on the pH in the same way, shifting - 59 mV
per pH unit with respect to redox potentials of the electrolyte solution. The position of
the band edges is an import factor to determine the oxidation and r eduction power of
the photogenerated electrons and holes in  semiconductor. If reduction of water is not
possible due to lower energy of the conduction band, one might think that increasing
the pH towards higher value to make Helmholtz potential more negat ive and raising O
with respect to 'O  will mitigate the issue. But unfortunately, the oxidation and

reduction potentials also change in the same way as band edges change i.e-; 59 mV per
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pH unit. Thus, band edge positions of most metal oxide semiconductors are fixed with

respect to the redox potentials of water.
1.54  Charge Transfer Process

The charge transfer process at metal/electrolyte interface happens in an energy
range very close to the Fermi level until it reaches in equilibrium with the em pty
acceptor states or the filled donors states of the redox species. The density of states of
electrons near the Fermi level of metal is very high, therefore the electron transfer
kinetics at the metal/ electrolyte interface can be easily modulated by the potential
difference across the Helmholtz layer. But in case of semiconductor/ electrolyte
interface applied potential mainly falls in the semiconductor which makes it difficult to
study the electron transfer kinetics using potential perturbation technique s. H.
Gerishcher [20-21] proposed a model where the charge transfer process happens via
either the top of the valence band or bottom of the conduction band considering
electrons and holes as individual reactants. The current in the conduction and valence

band is given by:

O 0 0 (1.35)
O 0 0 (1.36)
with
0 dAd © O (1.37)
0 dOH ®w O (1.38)
0 O O w O (1.39)
0 dedw O (1.40)

where Qis the electronic charge, Qis rate constant, ) ,& are surface charge density of

holes and electrons respectively, @ & O O and @ ® © O are the
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density of states of oxidized and reduced species respectvely. More analysis leads to
the conduction band current and valance band current respectively as follows:
0 0 'Q(br‘]T p AT A 0 p 'Qd)r‘]T (1.41)

Now it is often compare with the famous Butler -Volmer equation for the metal

electrode as given by:
0 0 QwﬁT ‘Q(‘or‘]T (1.42)

where 0 is the exchange current density and | is the transfer coefficient. — represent the

overpotential, the potential required to initiate the reactions at the interface. A plot

1 1€ vs. —is called Tafel plot, slope of which provides the information about the

readion mechanism at semiconductor/ electrolyte interface. The dark current is
attributed mainly due to the majority carriers that is electrons in the conduction band
for an n-type semiconductor and holes in the valance band for an p-type
semiconductor. Photocurrent upon illumination increases due to the transfer of
minority carriers across the interface. One most useful expression of photocurrent

under reverse bias condition, derived by Gartner [22], is as follows:

b 0 Q p —— (1.43)

Here, U is the saturation current density, is the incident light flux, | is the absorption
coefficient, w is the depletion layer width and 0 is the minority carrier diffusion

length.
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1.6 Characteristics of Photoelectrode Materials

Semiconductor is the heart of a PEC cell. Therefore, designing of semiconductor
materials for water splitting is of primary concern. For efficient solar hydrogen
production, the photoelectrode materials in PEC cell have to satisfy the following

requirements:

.  Economical

(a) Low material cost and abundance on earth
(b) Photoanode/Photocathode fabrication cost

Il. High efficiency and charge transportation
(a) High l ight absorption efficiency
(b) Reduced photocarrier recombination/High charge carrier separation
(c) High light conversion efficiency
(d) Low overpotential for water reduction/oxidation
(e) Good charge carrier transportation

[ll.  Stability
(a) High chemical stability in aqueous medium

(b) High stability under illumination

Generally, semiconductor always absorbs electromagnetic radiation but the
main fact is that the band gap (O) determines the accepted frequency of absorption to
generate electronhole pairs. The band edges of the semiconductor must straddle the
water oxidation and reduction potentials so that generated electron -hole pair can be
able to split water. Certainly, solar light is a broad spectrum and any single
semiconductor does not absorb the total spectrum of light which reduces the solar
energy conversion efficiency. Apart from the high absorption efficiency, electron - hole
recombination due to poor charge transportation also limits the overall PEC cell
efficiency. On the other hand, no single semiconductors have the above mention

properties altogether and they limit efficiency. Therefore, suitable strategies can be
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adopted to mitigate the limitations involved for a single material. It is also to be noted
that minimum 1.4 - 1.6 eV band gap is sufficient for overall water splitting (1.229 V
thermodynamic water splitting potential plus additional thermodynamic loss ~0.1 -0.5

ev).
1.7 Oxide Semiconductors for PEC Cell

Enormous utilization of oxide semiconductors are in the forefront of research
after first demonstration of watersplitting with TiO 2 by Fujishima and Honda in 1972.
[23] Most of the oxides are n-type semiconductors and have been investigated as
photoanodes and photocatalysts from the past several decades(Fig. 1.8) [24] Metal
oxides are of relatively low cost and more stable than their metal counterparts.
Moreover, the transition metal oxides have positive role in water -splitting activity due
to sponteneously created oxygen vacancies in the metal oxide semiconductors which
essentially develop mid band gap defect states, P4-29] acting as light absorbing donar
site and also the multiple oxidation states leading to excellent photocatalytic properties.
Significant reports are avilable on water splitting based on earth abandant metal oxide
semiconductors such as TiOz, ZnO, FeOs, WO3, [30-38] where the authors claimed the
improvement in photocatalytic activity of nanostructures by minimizing all the
limitations mentioned above. Still extensive research is needed to employ oxide

materials in large scale application.
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Figure 1.8: The band position of some investigated oxide materials for water splitting

application.[24]
1.71  ZnO As Photoanode Materials for Water Splitting

According to the investigation of suitable metal oxide photocatalysts, ZnO has
emerged as a promishing material due to its low toxicity, earth abundance, easy
synthesis process and suitable band positions for water oxidation and reduction,
although the wide band gap of ZnO limits its application in the UV region only. [39 -40]
Now, under il lumination, ZnO absorbs photons (photoexcitation) by creating an empty
state in the valence band, composed of the overlapping oxygen 2p orbitals. Therefore,
under illumination there are a large concentration of electrons and holes than the dark
condition and new steady state is achieved by forming quasi Fermi level. Subsequently,
electron-hole pairs are separated by transferring electrons towards counter electrode
when the driving force is created by the space charge layer. We have already described
the mechanism of space charge region formation. Basically, ZnO is an ntype
semiconductor and the Fermi level is higher than the redox potential of electrolyte. As a
consequence electrons transfer to the electrolyte, making positive charge associated
space charg region which is reflected in an upward band bending. Thus, band bending

supports the unidirectional flow towards the counter electrode of the photoexcited
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electrons. The remaining holes at surface region of ZnO act as active sites for water
oxidation thereby making ZnO nanostructures will help to enhance the catalytically
active sites. Furthermore, ZnO nanostructures possess short hole diffusion length. The
high electron mobility of ZnO (electron and hole mobility in ZnO are 200, 180 cm 2V-1s1
respectively) [2] supports the effective charge separation following the photoexcitation.
Besides, higher electrons concentration is desirable in order to long distance transport of
the photoexcited charge across the bulk. Though ZnO possesses high carrier
concentration, photoconversion efficiency is lower compared to TiO 2 becauseof higher

carrier recombination rate. [41, 42]

Now addressing several limiting parameters, different kind of strategies have
been employed to enhance the water splitting performances of ZnO nanostructure
based photoelectrode materials. It has been found that doping in ZnO nanostructure
enhances the PEC property of the same by creating defect states within the band gap of
ZnO which basically improves the visible light absorption effi ciency, carrier
concentration, mobility. [ 35, 43-45 However, defect states introduced by dopant might
also enhance the probability of electron-hole recombination which might negatively
impact on the PEC properties of ZnO. Another strategy that has been often
implemented by researchers, the heterojunction formation or core-shell type
heterostructure where the outer shell generates photo carriers by absorbing solar light
and subsequently transfer the charge to the inner core material, facilitating the charge
separation by suppressing the carrier recombination. [46-47] Besides, it has been found
in literatures that introduction of surface passivation layer or catalyst layer reduces the
surface defect states (recombination centers) and it also transfer hole tospeed up water

oxidation process. [47-50]

Since, the scope of presenting all the data of PEC properties investigation of ZnO
based photoanodes are limited, a brief overview of overall efficiency by the same is
presented here. In a report by Yanget al. [35] they synthesized N doped ZnO nanowires

by hydrothermal process with variation of nitrogen concentration. They found 400
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mA.cm-2 for N doped ZnO NWs which is much higher than bare ZnO NWs (17 mA.cm-2)
at 1 V applied bias potential vs. Ag/AgCl. They measured PEC activity with an
illumination 200 mW.cm -2 (AM 1.5) in 0.5 M NaClO 4 electrolyte solution buffered to pH
7.0 with phosphate buffer solution. Efficiency wise (STH), they showed an
improvement from 0.01% for bare ZnO NWs to 0.15% for N doped ZnO NWs. On the
other hand Qui et al. synthesized branched ZnO nanotetrpods and then doped with
nitrogen. They observed maximum efficiency 0.31% for N doped branched ZnO
nanotetrpods at 0.92 V applied potential vs. RHE which is much higher than prinstine
ZnO nanotetrpods ( 0.016% at 0.86 V vs. RHE) and branched ZnO nanotetrpods (0.045%
at 0.82 V vs. RHE). [51] The PEC activity was tested in 0.5 M NaSO;s electrolyte and
under 1 sun illumination. Further, Lee et al.[52] implemented an useful strategy of
spontaneous polarization in Li doped ZnO NWs and showed upon positive poling,
STH efficiency was increased to 0.24% than Li doped ZnO NWs (0.17%) whereas upon
negative poling, STH efficiency was decreased to 0.4% at 0.7 V vs. RHE. Au particle
sensitized ZnO nanopencil arrays photoanode was synthesized on FTO substrate by
Wang et al. [53] and they achieved a photocurrent 1.5 mA.cm2 at 1 V vs. Ag/AgCI.
Again, Y Wei et al. [54] showed 0.81% STH efficiency at 0.29 V vs. Ag/AgCI for ZnO
nanorods grown on polyethele ne terephthalate (PET) substrate which is modified by Ag
fil of thickness 10 nm. Report by Dom and co-workers [55] investigated Cu doped ZnO
as photoanode and found 0.28% STH efficiency vs. SCE. Beside N doped grapheme
guantum dot synthesized by Majumdar e t al. where they achieved 0.83% STH efficiency

vs. Ag/AgCI. [56 ]
1.8 [Energy Storage and Supercapacitor

Apart from the green energy harvesting, there remains another major challenges,
the storage of precious energy harvested. Energy storage is one of the key chllenges to
maintain the sustainable energy infrastructure to supply energy according to the human
requirement. The intermittent nature of the renewable energy resources still hinders

them to turn out to be the foremost energy resource. Therefore, development of the
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efficient energy storage devices can alleviate the intermittency issue of renewable
energy sources by storing the energy, harvested from the renewable sources and
making it available according to the demand. In modern days, electrical energy storage
devices have become exceptionally important, as they power almost every electronic
gadgets, mechatronic systems, medical instruments and so on. [57] In this context,
research in the areas of different storage devices like the battery, fuel cell and
supercapacitor has earned active research attention in recent time[58-59]

Among the several types of energy storage devices, supercapacitors, also known
as electrochemical capacitors or ultracapacitors have attracted increasing attention and
research interests owing to their novel features including high energy and power
density, long cycle life, and small size. Recently, supercapacitors are showing wide
range applications, especially in electric vehicles, pacemakers, consumer electronic
devices etc. Ragme plot (Fi. 1.8) (which specifies comparative operational regime)
shows that no single energy sorage device can emulate all power and energy region
but supercapacitors and batteries, filling up the gap between conventional capacitors

and fuel cells, therefore treated as ideal electrochemical energystorage systems. [60 61]
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Therefore, batteries predominantly provide high energy densities (150 Wh/kg is
possible for LIBs), rather low power rates, and limited cycle life. The growing demand
for power requirements is a serious challenge to the ability of battery design. [57]
Conventional capacitors store energy physically as positive and negative charges on
two parallel conductiv e plates and offer a high power density but a com paratively low
energy density.

Conventional capacitors consist of two electrodes separated by dielectric
medium. When external voltage is applied between them opposites charges are
accumulated on the surface of the electrodes and separated by the dielectric material.
Thus an electric field is created between the electrodes which thereby store energy. The
capacitance 6) is defined by the ratio of stored charge (0) and applied voltage (®) such

that,
o - (1.44)
For the conventional capacitors, capacitance is proportional to the area @) of the

electrode and inversely proportional to the distance ('O) between the electrodes.

Mathematically,

o -- - (1.45)
Here, - ,- are permittivity of free space and the relative permittivity of the dielectric
medium, respectively. The merit of the capacitors is determined by energy density and
power density. For each case, the density can be calculated by the quantity per unit
mass or unit volume. Now, the energy that is stored into the capacitor is directly
proportional to its capacitance as,

O -ow (1.46)
The power is defined by the energy released per unit time and the energy is released
across an external load resistance,Y which is connected in series with the capacitor. The
internal components of the capacitors: electrodes, dielectric material also offer internal
resistance. Therefore, voltage during discharge of the capacitor is determined by the

equivalent series resistance QO "Y)YThe maximum power of a capacitor is given by,
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0 (1.47)

z

Supercapacitors are very special whenever rapid delivery of electrical power is
required and it follows the same basic principle of conventional capacitor. The
performance of a supercapacitor is figured out by its specific capacitance © , unit: F.gr
1) specific energy (O, unit: Wh.kg-1), specific power (0, unit: kW.kg -1), cyclic stability and

rate capability. Specific capacitance, energy and power are given by following

equations;
o y
0 -6 Yo (1.49)
v g (2.50)

Here, "Os the discharge current, Yo is the discharge time and & is the mass of active
material of the supercapacitor electrode. Due to the higher specific power than most
batteries and a higher specific energy than conventional capacitors, supercapacitors
have emerged to enable major advances in the field of energy storage. [6567] Like the
battery, a typical supercapacitor consists of a pair of polarizable electrodes, a separator,
and an electrolyte. The energy in supercapaciors is stored physically by means of ion
adsorption at the electrode/ electrolyte interface by forming electrochemical double
layer (EDLC) which makes fundamental difference from a battery where energy is
stored chemically. For this, the supercapacitor offers the ability to store/release energy
in time scales of a few seconds with extended cycle life (Table 1.2). [68] The electrolytes
that are used in supercapacitors can be aqueous or organic. The aqueous electrolyte
offers a low internal resistance but lim its the operating potential window to be about 1.0
V which is determined by the thermodynamic electrochemical window of water (1.23
V). Organic electrolytes with a broader electrochemical window can appreciably
increase the electrical charge (or energy) gathered in supercapacitors than aqueous

electrolytes.
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1.8.1 Classification of Supercapacitors

Depending upon current research trend supercapacitors have been classified into
three categories, electrical double layer capacitors (EDLCs) and pseudocapacitors (or
redox supercapacitors) and hybrid capacitors. [58, 69 They are classified according to
the charge storage mechanism(non Faradiac, Faradiac and the combination of the two).
Faradiac process involves with oxidation and reduction reactions and the charge
transfer occur at the electrodd electrolyte interface. On the other hand, non Faradiac
process does not use chemical mechanism rather charges are distributed on the surfaces
of the electrodes by physical process and here making and breaking of chemical bond
do not happen. EDLCs, using carbonbased active materials with high surface area,
build up an electrical charge at the electrode/electrolyte interface by creating
Helmholtz layer and, charge separation occurs on polarization at the electroded
electrolyte producing a double layer capacitance. [57, 70] On the other hand, pseudo-
capacitors utilize fast and reversible surface or near surface reactions to store charge.
Several metal oxides such as Ru@, FesO4, MnO2, NiO or Co 304, as well as electronically
conducting polymers, have been studied extensively during past few decades because
of their high theoretical specific capacitance. [58, 7173] According to their charge
storage mechanism, these are treated as pseudocapacitive materials and also the specific
pseudo-capacitance exceeds that of the carbon based EDLCs. [69] In order to delivery of
high power, these materials can complement battery in electrical energy storage
applications. On the other hand, carbon based materials and metal oxides are used in

hybrid su percapacitors.

A noticeable enhancement in the supercapacitive responses has been observed
owing to better understanding of charge storage mechanisms and the development of
advanced nanostructured materials. As the pseudocapacitors store charges in the frst
few nanometers from surface, decrease of the particle size will increase the usage of

active material. Recent reports also evince that supercapacitors based on thin films
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(thickness about several tens of nanometers) exhibit high specific capacitance de to

their high specific surface area.
1.8.2 Oxide Materials for Supercapacitor

Common transition metal oxides such as RuOz, Co304, MNO2, NiO, and V:0s are
investigated as active pseudocapacitive materials for past several decades. [74/8] Metal
oxides undergo multiple oxidation states at specific potentials, leading to enhanced
capacitance. RuQ is widely studied as pseudocapacitive material because of its good
reversibility, three distinct oxidation states accessible in potential range of 1.2 V, and an
acceptale life cycle. [58] Hu, Chen, and Chang achieved a capacitance value of 1340
F/g by annealing hydrous RuO > at high temperature. [79] But ruthenium metal is toxic
and expensive material. For this reason the researchers has been shifted the attention
toward nonprecious metals that are more commercially available, including cobalt,
manganese and nickel oxides. In a report[80], porous NiO nano/microspheres offer a
good specific capacitance of 710 F/g at a current density of 1 A/g and it retains a 98% of
the capacitance after 2000 continuous charge/discharge cycles. On the other hand J. Lv
et al. [81] showed that NiO nanoflakes on graphene foam as synthesized by
hydrothermal route exhibits a very high specific capacitance 1062 F/g at a current
density of 1 A/g and it retained 90.6% of the capacitance after 5000 cycles. Besides,
mesoporous Co304 nanocrystals with well -controlled shapes, synthesized by
solvothermal method , has showed specific capacitance 92 F/g at a current density, 5
mA/cm 2, [82] A high specific capacitance of 623 F/g and good cycle stability were
observed for cobalt oxide aerogel based supercapacitor electrode [83] The specific
capacitance of cobalt oxide aerogel is much higher than that of loosely packed cobalt
oxide nanocrystals. Cobalt hydroxide thin films were also prepared using a nonionic
surfactant (Brij 56) as template. [84] The maximum specific capacitance of 1084 F/g was
realized in a 2 M KOH electrolyte solution at a current density of 4 A/g. Fe -Ni/Fe 203-
NiO core/shell hybrid nanostruc tures offer high specific capacitance ( specific

capacitance 1415 F/g at a current density 2.5 A/g), excellent cycling stability and rate
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capability in 1M KOH solution. [85] Again, Co -Ni/Co 304-NiO core/shell nano -
heterostructure electrode exhibits high specific capacitance (2013 F/g at a current
density 2.5 A/g) and high energy and power density (23 Wh.kg -1 and 5.5 kW.kg?1) in
1M KOH solution. [86]

Nonetheless, due to poor electrical conductivity metal oxides usually suffer
performance loss. Overall, a variety of materials (carbon-based materials, conducting
polymers, transition -metal-oxides, and their composite materials) have been
investigated as electrode materials for supercapacitors and found enhanced energy
density, power density and cycling stability. The diversity of electrode materials in
chemical and physical properties, preparation methods, as well as the evaluation
methods renders the reported electrochemical performances highly variable. Wit h
respect to transition metal oxide based materials, it is expected to fully exploit as

promising materials for supercapacitors.
1.9 Objective of The Thesis

For sustainable future, it is extremely important to harvest renewable and green
energy resources, and store them in usable form of energy to supply it according to
demands and also to protect our environment from toxic release of gases. As discussed
previously, to achieve the energy goal for sustainable future, metal oxide
semiconductors nanostructures have been proven front row materials to harvest
enormous solar energy in photoelectrochemical cell in an economically viable way and
also in the purpose of storing electrical energy in supercapacitors. Following the above

motivation the key objectives of this thesis are:

1. Synthesis of onedimensional (1D) nanomaterial by easy, scalable and

economically viable routes.
(a) Synthesis of 1D ZnO NRs by easy wet chemical bath deposition technique.

(b) Suitable doping or surface modification/engineering of ZnO NRs by easy

fabrication routes.
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(c) Fabrication of 1D ZnO NRs core based rano-heterostructures (NHs).

(d) Synthesis of AAO template and template synthesis of compound oxide

nanotubes for energy storage.
2. Characterization of nanostructures
(a) Morphological characterization.
(b) Crystallographic study.
(c) Study of chemical composition and the chemical oxidation states of
constituents.
(a) Study of UV -Vis absorption properties.
(b) Study of photoluminescence properties.
3. Investigation of photoelectrochemical properties.

4. Investigation of supercapacitive properties.
1.10 Organization of The Thesis

The entire thesis has been divided into eight chapters. A brief outline of the

different chapters of the thesis has been given below:
Chapter 1: Introduction

This chapter includes the importance of renewable energy infrastructure, specially
focusing on solar water splitting to tackle the future energy challenges and also the
importance of supercapacitor as energy storage devices by using the oxide
semiconductors materials. A brief review on metal oxide semiconductors for PEC

electrode and also on supercapacitor has beenncluded herein.
Chapter 2: Experimental Details

This chapter describes the various routes for the fabrication of different semiconductor
nanostructures and the several characterization tools employed to investigate their

different properties.
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Chapter 3: Photoelectrochemical Properties of C, N and S Surface Functionalized

ZnO Nanorods Photoanodes

This chapter describesthe fabrication process of C, N and S surface functionalized one
dimensional (1D) ZnO nanorods photoanodes and their improved photoelectro chemical

properties.

Chapter 4: Photoelectrochemical Properties of Alkali Metal (Li, Na and K) Doped
ZnO Nanorods Photoanodes.

This chapter contains the detail synthesis procedure of alkali metal (Li, Na, K) doped
ZnO NRs. Specifically, the role of oxygen vacancies and lattice strain behind the

enhanced photoelectrochemical performance have been discussed.

Chapter 5: The p-n CuFeO2-ZnO Nano-Heterojunction Photoanode for

Photoelectrochemical Water Oxidation.

This chapter demonstrates the details of p-n junction engineering (CuFeO2-ZnO) for

improvement of STH efficiency and stability.
Chapter 6: 1D-2D Nano-Heterojunction Photoanodes for Solar Fuel.

This Chapter presents a comparative study of photoelectrochemical activity of as

synthesized ZnO/ MoO 3z and ZnO/ Mo S nano-heterostructures.

Chapter 7: Cobalt Oxide - Manganese Dioxide -Nickel Oxide Ternary 1D Hybrid

Nanotubes for Supercapacitor Electrode.

Chapter 7 deals with the AAO template assisted fabrication of compound metal oxide

nanotubes for energy storage device (supercapacitor).
Chapter 8: Conclusion and Future Scope of The Work

This chapter addresses the overall conclusion of research work along with future scope

of this work.
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Chapter 2 | Experimental Details

This chapter elaborates the details of thevarious experimental
techniques employed for the fabrication of different
nanostructures like nanotubes, nanorods, and nano-
heterostructures etc., along with the different characterization

techniques used to study the nanostructures.
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2.1 Preamble

Nanomaterials have special importance in the field of electrochemical energy
conversion and storage devices. For the fabrication of electrode materials for energy
conversion and storage applications, high electrochemically active surface area is
desired. Nanorods (NRs) and nanotubes (NTs) have high aspect ratio and therefore, we
can achieve more exposed surfaces in electrochemical cell which triggered us to
synthesis nanostructures. We have already discussed in the introduction chapter, our
motivation of choosing metal oxides materials for PEC application and also for
supercapacitor application. In this chapter, we will briefly present an overview of the
various experimental techniques that are used to synthesize 1D ZnO NRs, metal oxide
NTs and various nano-heterostructures along with the different characterization
technique, employed to investigate their structural, morphological properties as well as
optical and electrochemical properties. We have prepared 1D ZnO NRs by simple
chemical bath deposition process followed by ZnO seed layer deposition using spin
coating method. We have fabricated nano-heterostructures photoanodes by
electrodeposition technique, using ZnO NRs as template and also by spin coating
method. On the other hand, we have used electrodepostion technique to fabricate

nanowires in the porous alumina template: synthesized by anodization technique.

X-Ray Diffraction (XRD), Scanning Electron Microscope (SEM), Field Emission
Scanning Electron Microscope (FESEM), Transmission Electron Microscpe (TEM),
High Resolution Transmission Electron Microscope (HRTEM), Energy Dispersive X -Ray
Analysis (EDAX), and Selected Area Electron Diffraction (SAED) are employed for
structur al, morphological and phase analysis of the synthesized nanostructures.
Addi tionally , X-ray photoelectron spectroscopy (XPS) is employed to study the
chemical oxidation states of the nanostructures. Moreover, the optical properties of the
nanostructures are investigated by UV-Vis absorption spectrometer and
spectroflurometer. The electrochemical properties of the samples were investigated by

cyclic voltammetry (CV), linear sweep voltammetry (LSV), |-t amperometry, Mott -
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Schottky (MS), electrochemical impedance spectroscopy (EIS)and galvanostatic (GV)
charge/discharge software controlled conventional three -electrode electrochemical cell

(potentiostat AutoLab -30) and also CHI 660E
2.2 Synthesis of Nanomaterials

There are two general approaches by which nanomaterials and nanostructures
are synthesized, top-down and bottom -up approach. Top-down approach is initiated
with larger macroscopic structures and reduced to nanoscopic domain by external
control like ball milling, photolithography etc. On the other hand, bottom -up approach
is initiated with atoms or molecules to build up nanost ructures, like electrodeposition,
sputtering etc. Both approaches play a very important role in the advancement of
nanotechnology. The biggest problem of top-down approach is the imperfection of the
surface structure of the synthesized nanomaterials. Suchkind of imperfection might
have significant impact on the physical and chemical properties of the nanostructures.
Besides, the crystallographic damage often occurred due to sample preparation
technique associated with this approach. Therefore, these imperfections lead to extra
challenges in the device design and fabrication. Though, by nature this techniques are
slow and not suitable for large scale production, they will continue to play an important
role in the synthesis of nanostructures. Bottom-up approach is not a newer concept; it is
often used in nanotechnology. All the living beings in nature observe growth by this
approach only and also it has been in industrial use for over a century; like the
production of salt and nitrate in chemical industry. This route is mostly used for
preparing nanostructures with the ability to generate uniform size, shape and
distribution .

Synthesis of nanomaterials with uniform size, shape and further control over
growth in an economical way has always been a challenge to the researchers[1] Here in
the next section, we shall describe commonly useful synthesis technique (spin coating,
chemical bath deposition, anodization and electrodeposition) which have been used to

prepare nanostructures, especally NRs and NTSs.

45| Page



Chapter2

2.3 Synthesis Techniques
2.3.1 Spin Coating Technique

Spin coating technique is often used to prepare thin film of micrometer to
nanometer range in the industry and technology sector. (Fig. 2.1) This technique has
been used from the past several decades, as it isrery quick, easy and cost effective
process to prepare uniform thin film. The film is prepared over a substrate uniformly by
concerned coating precursor. Due to uniform rotation of the substrate, most of the
precursor solution is flunk off the side due to the centrifugal force developed during
rotation. By controlling the rotation speed and time, thickness of the thin film is formed

over the substrate.

Zinc Acetate solution (C)

Zn0O ‘

Growth of ZnO seed layer by
Spin Coating

Figure 2.1: (a) spin coater, (b) inside view of the chamber, showing white color substrate holder
(inset: spin coated film, first two on FTO substrate and third one on Ti substrate cpasplif

coating process.

Typically, two steps are involved in spin coating technique which are dispense
step and drying step respectively. In the dispense step, a small anount of concerned
casting solution (1-10 cc) is spread off the substrate so that it can wet the substrate
depending upon the nature of substrate and the viscosity of the solvent. Also the larger
substrate requires large amount of casting solution. If the substrate is still not start to

spinning it is called static dispense. Furthermore, if the substrate is now rotating in
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smaller rotation speed, typically less than 500 rpm then it is called dynamic dispense. In
particular, dynamic dispense is necessary when the wetting ability of the solution is low
enough. After dispense of the casting solution, a high speed spinning, generally 1500
6000 rpm is necessary to make thin film. This step can take few seconds to several
minutes. The combination of spinning speed and time will determine the final thickness
of the film. Generally, high speed revolution creates higher centri fugal force making the
film thinner and for this purpose sufficient time is needed. At the time of spinning the
substrate, the nearest air also @culate in same speed which dries the solvent
continuously. Sometimes, separate drying step is taken into account for complete
removal of solvent and for the physical stability of the thin film over the substrate. [ 2, 3]
Moreover, for the growth of the pr oper crystal phases, additional annealing is often

required.

For example, in our case of ZnO seed layer preparation we have used 0.1 M zinc
acetate, dissolved in ethanol as the casting solution and fluorine doped tin oxide coated
glass as substrate. The lin film is prepared at 2000 rpm for one minute. The film is
deposited for consecutive five times when dried under IR lamp. Finally, the film s

heated at 350°C for 2 hours.
2.3.2 Chemical Bath Deposition Technique

The chemical bath deposition (CBD) has a great industrial and technological
value as compared to the other vapor phase routes like, evaporation, molecular beam
epitaxy, spray pyrolysis etc. CBD route is a cost effective route to prepare well
crystalline structure with good control over the gro wth of thin film along with very
good reproducibility, large area scaling, and simplicity. Only hot plate, magnetic stirrer
and casting solution are sufficient to prepare thin film. The details of thin film
preparation by CBD method is described in review by Mane and Lokhande. [4]
Furthermore, there are number of review articles available in literature, which describe

the status of CBD method. [5, 6] This method depends on the deposition of the thin film
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by passing a current or by chemical reaction occurred in the aqueous solution. The
temperature and time are the main controlling factors for the growth of well crystalline

structure and also the size of the film.

Figure 2.2: (a) Chemical bath deposition and (b) FESEM image of as synthesized ZnO NRs by

CBD technique.

The evolution of the thin film starts when atomic, molecular or ionic species are
aggregated together after formation of supersaturated solution followed by creation of
the species and transportation of the species within the solution which is dominated at
the substrate and surface of the vessel. In particular, when the ionic product exceeds the
solubility product, nano -cluster is started to form. Both the homogeneous and
heterogeneous nucleation is taken place into the solution. Homogeneous nudeation
leads to rapid growth of nanoparticles throughout the solution which hindered the
heterogeneous nucleation at the substrate solution interface, aggregating the nano
cluster turning into nanoparticle and then film. This difficulty is circumvented by  pre-
treatment of the substrate surface which is took place by making a seed layer or ionic

layer adsorption and reaction (SILAR) method. [7-9]

For an example, we have synthesized ZnO NRs array over conducting FTO
substrate by CBD method followed by ZnO seed layer formation (Fig. 2.2). The details

of the synthesis process will be discussed in later chapter.
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2.3.3 Electrochemical Anodization Technique

The highly ordered nano porus AAO (Anodized Aluminum Oxide) template was
fabricated by employing a control led two step anodization technique [ 10-13] of high
purity (99.99%) aluminum foil (Al) purchased from Sigma Aldrich. Before anodization,
the fol pmMmda pmda pdaa was annealed at 400°C for 4 hours and then
electropolished at 40 V for 40 sec in an &idic electrolyte for achieving smooth surface
feature. The 78 ml HCIO4, 730 ml butyl cellosolve and 100 ml of distilled water were
used as electrolyte. After electropolishing, the surface was properly cleaned by acetone

in a ultrasonic bath.

Adiabatic chamber
L ]
Al
electrolyte
Cooling bath ( b)

Figure 2.3: (a) Experimental setip of the anodization of thin aluminum sheet@ghematic

diagram of the experimental agt for analization of thin aluminum sheet

The experimental set-up for anodization is shown in Fig. 2.3(a) and the schematic
representation of two electrode cell is shown in Fig. 2.3(b). The positive terminal of the
power supply is connected to the aluminum which acts as a cathode. On the other hand,
negative terminal of the power supply is connected to copper (~ 1 mm thick) which acts
as an anode. These electrodes are immersed into the electrolyte solution for
anodization. To pretend the oxide layer growth on the back side of Al foil, a transparent
non conducting tape was glued. Moreover, t he whole electrochemical cell is kept into

the adiabatic cooling bath, maintaining temperature at 119C (Fig. 2(a)).
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The first step of anodization was then carried out in 0.3 M oxalic acid electrolyte solution for
30 min at 60-65 V and a current density 200250 A.m2 was maintained. After the first stage of
anodization, the as grown thin porous alumina layer was removed by chemical etching using a
mixture of 60 wt% phosphoric (H sPO.), 28 wt% sulphuric (H :SOs) and 12 wt% nitric (HNO )
acid solution. Afterwards, t he chemically etched Al foil was re -anodized for 6 hours keeping the
anodization parameter unchanged. Finally, the uniform nanoporous AAO template was
detached from the base aluminum using mercury chloride (HgCl ») solution. The as prepared
AAOQO template was then dipped inside the 10 wt% phosphoric acid (H sPOs) solution for 15 min
for pore widening and pore rounding of the self -organized nanoporous template. Furthermore,
the template was cleaned several times for removing the acidic inclusions. The FESEM

micrographs of as synthesized AAO template are shown in Fig. 2.4.

Figure 2.4: (a) FESEM micrograph of as synthesized AAO template having average pore
diameter ~ 1000110 nm and (b) Cross sectional view of the same, showing densely packed tube
like structure.

The conversion of aluminum in to porus alumina film is an exothermic reaction.
The growth mechanism of the porus alumina template is found elsewhere. [ 14] The type
of porus alumina template and its pore distribution depends on the suitable choice of
electrolyte solution (like oxalic acid, phosphoric acid, sulfuric acid etc.) and the
potential provided during anodization . The growth of nanoporus AAO template with
uniform pore distribution is attributed to the thermally assisted, field accelerated

dissolution of oxide at the base of pores.
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2.3.4 Sputtering Technique

Sputtering is a technique by which, the atoms are ejected from a material, called
target and deposit onto the surface of a substrate. [15]We have deposited thin film of
gold on one side of AAO template in order to make a conducting layer, e mploying this
technique. The setup diagram of the dc sputtering unit is shown in Fig. 2.5 So in
sputtering, the target material Au and the substrate AAO template are placed in
vacuum chamber where the pressure is maintained at ~10° mbar. Furthermore, a
voltage is applied between them so that the target is attached to the cathode and the
substrate is attached to the anode. Now, plasma is created by ionizing the sputtered gas
which is typically a chemically inert gas like argon. The sputtered argon gas here

bombards the gold target and sputtered of materials onto the AAO template.

Argon
Gas
inlet

up strae

<— Sputtered
film

Plasma

= L DC/RF

power
supply

Figure 2.5: Schematic diagram of DC sputtering deposition setup.

Formation of plasma is very important factor here, because it controls the
sputtering process. Once the vacuum is reached, argon gas is introduced into the
chamber. Thisargon gas is ionized when electrons are accelerated towards the anodeby

the strong potential difference between anode (substrate) and cathode (Au) and collide
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with neutral argon atoms. Due to ionization of neutral argon atoms, electrons are
further created and again ionized the argon atoms creating a cascaded process until the
gas breaks down and forms plasma. The collision process of argon ions and target are
determined by the momentum and energy of the ions. The energy and momentum
remain conserved throughout the collision process. Since, ions are charged patrticles,
electric and magnetic fields can control these parameters.After collision with the target,
the momentum of ions is transferred to the target atoms and ejected them from the
target. Now, the ejected atomstravel to the positive substrate where they form layers of
atoms. For efficient momentum transfer to happen, atomic weight of the sputtering gas
should be close to that of the target material. Actually, dc sputtering is used for
conducting materials. However, for non -conducting materials there is positive charge
buildup on the material which stops the sputtering. In such cases, RF sputtering is
efficient where a magnet is used to increasethe path length of electrons, therefore,
enhancing the probability of electron collision with the argon atoms and hence increases

the ionization efficiency.
2.3.5 Electrodeposition Technique

Electrodeposition of metal ions is a very cost effective and commercially viable
technique by which we can fabricate various types of nanostructures like thin film,
nanowires (NWs), nanotubes (NTS) etc. on a conducting substrate and it is often used in
nanotechnology applications from long time. It is relatively easierprocess as compared
to the lithography processes, e.g. optical, electron beam, ion beam lithography etc.In
our work, w e have employed a commercial electrodeposition unit ( Autolab PGSTAT
302n) in order to design NWs, NTs within the nano pores of AA O template. Moreover,

we have also modified ZnO NRs surface by electrodepostion of metal ions.
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Figure 2.6: (a) Commercial electrodeposition unit; Autolab potentiostat with three electrode
electrochemical cell, (b¥t#&matic diagram of electrochemical foglelectrodeposition within the
nanopores of AAO template.

The Fig. 2.6 (a) shows the typical electrochemical seup (Potentiostat AutoLab -
30), consists of a software controlled three electrode electrochemical cell. The zoom
view of the electrochemical cell is also shown in the inset of Fig. 2.6, which shows the
three electrodes: working electrode (WE, black lead), counter electrode (CE red lead)
and reference electrodes (RE blue lead). The working electrode is generally the
template or the conducting substrate or nanostructure on which the desired

electrochemical deposition of metal ions is carried out.

To deposit the metal ions in the nanopores of AAO template , we have used AAO
template with Au sputtered (~100 nm) conducting base as working electrode. In case of
metal deposition from the aqueous solutions of their salts, the working electrode is
connected to the negative terminal of the power supply, i.e. it acts as cathode whereas
high purity platinum wire ( ~ 99.99% Sigma Aldrich) acts as anode, conrected to
positive terminal of power supply. The reference electrode isKCl saturated Ag/AgCI
electrode which measures the other electrode potentials with respect to it. The cell has

the volume capacity of ~ 100 cc for the electrolyte solutions.
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Figure 2.7: LSV profile for Ni nanowires deposition in porous AAO template (red curve) and
corresponding change in pH (blue curve) of the electrolyte solution (aqueous solution of Nickel

sulfate, Boric acid).

Before starting the process, particular voltage corresponding to the metal
deposition should be chosen wisely in order to fabricate metallic NWs or NTs or thin
films. Primary investigation of deposition potential is done by performing linear sweep
voltammetry (LSV) scan which gives a current vs. voltage profile for a particular
electrolyte solution and for a particular choice of electrodes. For clear vision, single LSV
scan(0 Vto 8 14 V) is presented in Fig. 2.7 which shows that the current remain near
zero value up to a certain applied voltage and therefore no metal ions deposition
occurs. After that, the current increases suddenly with further increase of voltage and
attains a maximum value. The sudden increase in current indicates deposition of metal
ion at cathode. As we look up to the simultaneous pH prof ile of the electrolyte, it shows
a spike near the potential where the sudden jump in current is observed. We choose the
deposition potential just before the pH spike and very near to the start of the jump in

current value.
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Figure 2.8: Electrodepositioof (a) Ni NWs, (b) NiCo-Mn hybrid NTs and (c) ZaNi-Co

metal deposition on ZnO NRs.

The Fig. 2.8 shows surface morphologies of few nanostructures as synthesized by
electrodeposition technique. Usually, it is found that the higher rate of ion deposition
leads to formation of nanowire whereas the lower deposition rate leads to nanotube
formation in template assisted electrodeposition route. The rate of electrodepostion is

controlled by the deposition voltage.
2.4 Phase and Morphology Characterization Techniques

2.4.1 X-ray Diffractometer

X-ray crystallography is a method of determining the crystalline nature of a solid
in which the atomic planes of the material diffract x -rays in different specific directions
depending on their orientations. Now, the diffrac tion angle and intensity of the
diffracted beams, provide a three dimensional idea of the density of electrons within the
specified crystal and from this density of electrons, mean position of the atoms in the

crystal can be determined.
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X-ray diffractometer consists of three parts, an X-ray tube, a sample holder and a

detector. In a practical setup as shown in Fig. 2.9 (a), a monochromatic x-rays (Cu Ka,

I ~1 . 5béamjwhich is produced in X -ray tube, is made to fall on a crystalline sample.

These xrays are elastically scattered by the electrons within the crystal planes and form

outgoing spherical waves which will interfere constructively in few specific directions

foll owed by Braggods

|l aw gi ven

2dsinB=n A

as,

2.1)

where, d is the distance between two parallel crystal plane, 0 is the diffraction

angle and n is an integer. These diffracted X-rays are then detected, processed and

counted by detector. By scanni

ng

t he

sampl e

t hrough

diffraction directions of the lattice can be obtained due to scattering by the different

plane of the material. Now, since each crystal have particular set of d spacing, therefore

conversion of the diffraction peaks to d -spacingsb y

B r a g gléws iddntiication of

the elements/com pound. Generally, this is achieved by comparison of d-spacings with

standard reference patterns CPDS. Powder diffractometers come in two basic

vari eti dasn: whi-thay tthebeX and

detector

md & e i

which the X-ray tube is fixed, and the specimen moves at ¥z the rate of the detector to
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mai nt ai-Bét e o @¥ethavg used X-ray Panalytical system which i s -Zaé
system. During the data collection process, both systems maintain the geometry as
shown in Fig.2.9 (a). The angles and intensities of the diffracted beams are processed
and recorded electronically using the detector, connected with electronics and
specialized software. The Fig. 2.9 (b) shows the obtained diffraction pattern i.e.,
Intensity vs. 20 plot for the CuFeO,-ZnO/FTO sample. Here, we have also matched the

crystal plane orientation as compared with standard JCPDS data file.

The grain size (1) of the as synthesized sample can be calculated bydetermining

the width of the diffraction peaks and using the relat ion as given by Debye-Scherrer,

8z

(2.2)

where, Bis the full width at the half maximum of the diffraction peak at a diffraction
angle of 20 [16]
2.4.2 Electron Microscopes

Electron Microscope (EM) is a type of microscope that uses a highly energetic
beam of electrons to investigate materials on a very fine scale of submicron length. [17]
The investigation can yield the surface topography of an object, the surface
morpholo gical information that is the shape and size of the particlesbuilding up the
object, elemental composition s and their relative amounts, and also the crystallographic
information (how the atoms are arranged in the object). The magnification power of an
electron microscope is much higher than an optical microscope because the energy of
the electron can be up to 100,000 times higher than the visible light photon. The original
form of electron microscope, the Transmission Electron Microscope (TEM) was the first
type of electron microscope to be developed first in 1931 and is used to "see through”
the specimen. [18] On the other hand, the Scanning Electron Microscope (SEM) debuted
in 1935 with the first commercial instruments around 1965 [ 19, 2(Q. Its late development
was due to the electronics involved in "scanning" the beam of electrons across the

sample.
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The basic steps involved in an electron microscope are such that a stream of
electrons is generated in high vacuum by electron gun. This stream of electronsis then
accelerated towards the specimen with a positive electrical potential and focused using
metal apertures and magnetic lenses into a fine monochromatic beam. Finally, the
effected electron beam after interaction with the specimen is detected and then is

transformed into an image.

2.4.2.1 Scanning Electron Microscope (SEM)

Electron Electron Gun

Magnetic
Lens

ToTV
Scanner

Scanning

E Iec' ron ‘h’r |IIIII|’,

Detector &
—_ Secondary
Electron
Detector
Sags specimen

Figure 2.10: Schematic diagram of Scanning electron micros¢apg.

In case of SEM (Fig. 2.10), lie electron beam isformed thermionically from a
tungsten filament cathode, fitt ed in electron gun which is focused into a fine electron
probe that is rastered over the surface of the specimen.A lanthanum hexaboride (LaBs)

single crystal is also used as electron emitters. There are other types of electron
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emitters like, field emission gun (FEG and schottky emission electron gun). [21] The
electron beam passes through scan coils and objective lens that deflect horizontally and
vertically so that the beam scans the surface of the sample.SEM works within a voltage
ranging between 2 to 50 kV whereas the diameter of the electron beam scan is 5
nanometers to few micrometer. During interaction of primary electron beam with the

sample, energy dissipation of the primary electron beams occur which produces a
variety of signals. These are secondary electrons, backscattered electrons, auger
electrons, characteristic X-rays, cathodo-luminescence. Secondary and backscattered
electrons are conventionally distinguished and collected by the detectors according to

their energies. [22]

(a)

ZnL

Elem Wt% At% K-Ratio Z A F

NK 178 494 0.0072 1.1766 0.3460 1.0006
OK 2592 63.10 0.0511 1.1668 0.1688 1.0003
SiK  3.28 454  0.0172 1.1153 0.4695 1.0043
SnL.  51.28 16.83 0.4583 0.8745 1.0218 1.0000
ZnK 17.75 10.58 0.1698 0.9832 0.9727 1.0000
100.00 100.00 ZnK

1.00 2.00 3.00 4.00 5.00 6.00 7.00 8.00 9.00 keV

Figure 2.11: (a) EDAX spectra and (b) FEEM micrograph (inset corner) of N functionalized

ZnO NRs array over FTO glass substrate.

The image displayed by SEM is due to the amission of secondary electrons by
inelastic scattering of incident electrons. The probing eledron beam is very narrow.

SEM micrographs therefore have a largedepth of field , yielding a characteristic three-
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dimensional appearance which is useful for viewing the surface structure of a sample.
Whereas, the elemental analysis is done by the characteristic X-rays which is produced
by inelastic collisions of the incident electrons with electrons in discrete orbitals (shells)
of atoms in the sample. The process istermed as energy dispersive analysis of Xray
(EDAX). Further, improvement of the spatial re solution required a field-emission
cathode in the electron gun of a SEM (FESEM)which generates further narrower
electron probe of low as well as high electron energy. For imaging of non-conducting
samples, very often athin gold coating on the sample is done to avoid static charge
accumulation. Here, for better understanding, EDAX spectra and FESEM micrograph

are presented in Fig. 2.11 (a), (b), respectively.
2.4.2.2 Transmission Electron Microscope (TEM)

In TEM, electrons beam are accelerated within a vdtage range between 83300

k V. Hi gh accelerating voltage is required

specimen easily. 200300 kV electrons are typically used for the routine imaging of the
sample and comparatively less than 100 kV electrons ae used for very light elements to
reduce sample damage. There aremainly two different types of interactions between
the electron beam and specimen used to construct an image; which are unscattered
electrons (transmitted beam) and elastically scattered electrons (diffracted beam). The
transmission of unscattered electrons is inversely proportional to the sample thickness.
Higher thickness of sample will transmit fewer unscattered electrons so it will appear
darker, conversely thinner area of the sample will transmit more electrons, appearing as
lighter thus creating dark -light contrast of the sample. This mode of TEM operation is
called bright field imaging [Fig. 2.12] and the reslting micrograph is shown in Fig. 2.13
(a). The other mode of TEM imaging is electron diffraction [Fig. 2.12]. For a crystalline
sample, the electron beam undergoes Bragg scatteringby the parallel atomic planes. All
the electrons having same energy enter the sample normal to its surface. Now, the
electrons that are scattered by the same set of parallel planescan be collated using

magnetic lenses to form a pattern of spots corresponding to a specific atomic spacing.
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This pattern provides the information about the orientation, atomic arrangements and

phases present inthe sample.

Imaging mode Diffraction mode

Electron Gun

— J >  System of condenser lenses ) ==
— — Condenser aperture — —
,,,,,,,,,,,,,,,,,,,,,,, Specimen

Objective lens y AV
""""""""" Objective aperture

Selected area aperture

Intermediate lens In back focal plane of
(strength changes between two regimes) Objective lens

In image plane of
Objective lens

Screen
Image Diffraction pattern

Figure 2.12: Schematic diagram of TENR4]

In case of high resolution TEM (HRTEM) mode we can achieve a resolution as
much as 0.2 nm which is very efficient in observing the lattice fringes of the specimen
under observation. Energy filtered transmission electron microscopy (EFTEM) is a
technique used in TEM where electrons of particular energies are used to form an image
or diffraction pattern. This technique provides information about the elemental

composition of the material under observation.
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Another technique that is performed in TEM is electron energy loss spectroscopy
(EELS) where a material is illuminated with electrons having known narrow range of
kinetic energy. These electrons undergo inelastic scattering with some energy loss. The
amount of energy loss is measured in an electron spectrometer and represented in terms

of what caused the energy loss.[25]

Figure 2.13: (a) TEM image, (b) SAED pattern of & nanchollowsphere.

2.4.3 X-ray Photoelectron Spectroscopy (XPS)

~ Photon ® photoelectron
Kinetic
energy A
Analyser o= ®¢ E.
0 — Es
R -ﬁ
= 3s

Binding 20 20 ot 2p
energy Py PY 2s
—e &
Channeltron 1s
detector

UHV chamber

Figure 2.14: (a) Schematicliagram of an XPS spectrometer and (b) band diagram of a

semiconductor under XPS measurement condition.
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X-ray photoelectron spectroscopy (XPS is a useful quantitative spectroscopic technique
(Fig. 2.14)to analyze the elemental composition, chemical formula, chemical state and
electronic state of constituent elements of the sample under investigation. Typically in
XPS spectra, the kinetic energies and number of electrons that escape from the upper
surface (1-10 nm) upon irradiation of the X -rays, are analyzed. The binding energy of
each photoelectron emitted from the surface of the material can be calculated using the

Ernest Rutherford equation as given below,

BE: = h IéE - d)spec (23)
where, K.E is the kinetic energy of the emitted electron and ¢spec is the work function of

the spectrometer.

XPS spectrumgives a plot of the number of electrons detected (Y-axis) with the
binding energy of that electrons (X-axis). Each material produces its characteristics XPS
peaks corresponding to the electronic configuration of the electrons in different orbitals
such as 1s, 2s, 2p et¢.(Fig. 2.14 (b))and the number of electrons detected is directly
proportional to the amount of that element present in the irradiated portion of the
sample. As the electron counting detector in XPS instruments is typically 1 m away
from the x-ray irradiated sample, so, XPS must be performed in ultra-high vacuum

(UHV) condition. The schematic diagram of the XPS system is shown in Fig. 2.15.

K.E=hv - B'EF- ¢samp|e K.E=hv - B'EF- ¢sample_(¢spec_¢sample)
=hv- B‘EF_ ¢spec
&
Vacuum lev_el
Vacuum level
. d)spec
¢sample
v ___Fermilevel ____ L
_‘ Spectrometer
B.Eg —_— —
Core level | B.E; = hv - K.E- ¢spec I
Sample

Figure 2.15: Band diagram of XPS system.
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2.5 Optical Characterization Techniques

2.5.1 UV-Vis Absorption Spectroscopy

We have employed UV-Vis absorption spectroscopy, to show the absorption
behavior of the sample as a function of wavelength which also provides the electronic
transitions occuring in the materials. The primary requirement of the photoanodes for
solar energy conversion is the higher absorbance response of the sample in the solar
spectrum region, and here we have confined our interest in ultraviolet and visible
region only. UV -Vis absorption spectrometer generally consists of light source, a
monochromator , a sample holder and a dectetoar as shown in the Fig. 2.16 The fraction
of light transmitted after interaction with sample is estimated by Beer -Lambert law

which is;
0 0OQ (2.4)

where “Q,,,, Gare initial intensity of light before interaction with the sample, absorption
cross section of the transition and the path length of light through the sample
respectively. Besides, 0 ,0 are the population of initial and final energy state

respectivel y. The above equation often
6 - 0a €& O (2.5)

Here, ® is the absorption, - is the molar absorptivity coefficient and @ is the
concentration of the absorbing species. Again, the absorption coefficient of the sample is
determined by normalizing the absorbance by the path length through the material

such as
| wa  — (2.6)

The optical bandgap of the material is determined by Tauc plot and Kubelka -Munk

plot. [26] The extrapolation to t he baseline of | 'Q  vsQ yield the optical bandgap of
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the sample. In case of diffuse reflectance measurements KubelkaMunk radiative

transfer model can be employed to determine absorption coefficient such that,

QY —— - 2.7)

where, f(R) is the Kubelka-Munk function and Y ‘Q and i is the scattering
coefficient. If it is assumed that i is wavelength independent then "Q’Y is proportional

tof .

NN YW v N>
|

Source Monochromator Slit Sample Detector

Figure 2.16: Schematic diagram of UVis absorption spectroscopy instrument.
2.5.2 Photoluminescence (PL) Spectroscopy

Photoluminescence (PL) is an emission process of light in a matter after
absorbing photons (electromagnetic radiation). Quantum mechanically, electrons in
semiconductors materials go to the excited states after absorbing photons and then
again by releasing photons they come to lower states. The period between absorption
and emission is very short, which can vary from femtoseconds up to milliseco nds.
Steady state PL measurements of our samples were done in Horiba Jobin Yvon
Fluorolog 3 spectrofluorimeter. Schematic diagram of the PL spectrometer is shown in
Fig. 2.17 Photoluminescence is a very powerful tool which provides the carrier
recombination behavior, information about the defects within the synthesized materials

and also the band gap of the materials.
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Figure 2.17: Schematic diagram of photoluminescence spectrometer.
2.6 Electrochemical Characterization Techniques

The photoelectrochemical properties of the samples were investigated by linear
sweep voltammetry (LSV), i-t amperometry, electrochemical impedance spectroscopy
and Mott-Schottky measurements using a software controlled three electrode system
CHI 660E in 0.5 M NaxSOs aqueous soltion. The supercapacitive performance of the
samples were investigated by cyclic voltammetry (CV), galvanostatic (GV)
charge/discharge and electrochemical impedance spectroscopy (EIS) tests by using a
software controlled conventional three -electrode electochemical cell (potentiostat
AutoLab -30) consisted of the asprepared samples as the working electrode, saturated
Ag/AgCI as the reference electrode, the Pt wire as the counter electrode and 1M KOH

solution as electrolyte, at room temperature.

2.6.1 Cyclic Voltammetry

Cyclic voltammetry is a powerful tool employed to investigate the oxidation and
reduction process of molecular species which is obtained by measuring the current at

the working electrode during the potential scans. [27]
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Current

High Potential (V) Low Potential

Figure 2.18: Voltammogram of a Single electron oxidati@auction.

Fig. 2.18 shows a cyclic voltammogram curve resulting from a single electron reduction

and oxidation. Consider the following reversible reaction:
0 Gz 0 (2.8)

Here, the molecular species is reduced by gaining electron from the working electrode
surface of a three electrode electrochemical system. The transfer of electron is controlled
by the concentration of species near the electrode suface and the externally applied
potential to the working electrode. When the potential is scanned the concentration of
the species in the solution near the electrode changes over time according to the Nernst

equation as follows;

O C a € o— (2.9)
where, O is the potential of the electrochemical cell, G is the standard reduction
potential of the species whereas 'Y, 'O are the gas constant and Faraday constant
respectively. Now as the potential is scanned negatively or cathodically from point A to

D, 0 is steadily depleted near the electrode and reduced to U . At point C, peak

cathodic current (Ip.c) is observed and the current is dictated by the additional delivery

of 0 via diffusion from the bulk solution. The volume of the solution near the
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electrode surface contains the reducedd creating the diffusion layer which continues to

grow through the scan. Therefore, further mass transport of 0 ions is hindered and
simultaneous decrease of current is observed. When the switching potential D is
reached oxidation process is started to occur and 0 is oxidized back to 0 upon
increasing the positive applied bias up to poin t G. Similarly anodic peak current (I ac) is
appeared at point F. At the point B and E, the concentrations of 0 , 0 at the electrode

surface are equal and following the Nernst equation, O Cy .

A rectangular CV curve originates due to electrochemical double layer effect
only. On the other hand no Faradaic reactionsare involved between the active materials

and the electrolyte. The measurement of specific capacitancefollows the equation, [ 28]
0 — (2.10)

Here, | is the current at the middle point of potential range and fis the scan rate,
where m is the mass of active material. On the other hand, the pesudocapacitive
responsesof the active materials usually lead to the presence of redox peaks with a
derivation from the rectangle shape. Therefore, the average specific capacitance is
calculated using the voltammetric charge integrated from the CV curve according to the

following equation :[29, 3Q
6 dQ — — OwQw (2.11)

Here, O is the total charge obtained by the integration of positive and negative
scans in a CV curve,m is the mass of the active material in two electrodes, f, the scan

rate, (V=Va - Vc) represents the potential window.
2.6.2 Galvanostatic Charge/discharge

The galvanostatic charge/discharge (GCD) is a useful method to determine the
capacitance of a material under controlled current operation. In this method, potential

of the working electrode is measured with respect to a reference electrode as a function
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of time when a current pulse is applied to the working electrode. T he potential
measured of a supercapacitor during GCD scan (Fig. 2.19), islinear or almost linear
with respect to the charge/discharge time ( dV/dt = constant) during the constant current
operation, so that the state-of-charge (SOC) can be exactly pinpointed. On the other
hand, most batteries show a relatively constant operating voltage due to the
thermodynamics of battery reactants and their SOC could not be measured precisely
[31, 33. From this method, the specific capacitance § ) of the active material can be

calculated according to the following equation;

6 'aQ — (2.12)
Here | (in A), m (in g) and t (in sec) are the discharge current, mass of active
materials and the discharge time respectively whereas V (in V) is the potential during
the discharge process after IR drop (voltage drop due to internal resistance). Therefore,
dVv/dt is the slope of discharge curve. It is recommended that the speific capacitance
should be calculated by taking two datum points as obtained from the discharge curve
with dV/dt = (Vmax -¥2Vmax)/(t2-t11), especially in the case of the nonlinear response
between potential and time for pseudocapacitive reactions [33]. Here t2 and t1 (in sec)
are the discharge timescorresponding to the maximum potential ( Vmaxy and half of the

voltage (Y2Vmax) respectively.
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Figure 2.19: Typical galvanostatic charge/discharge cycles of standard sample.
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2.6.3 Electrochemical Impedance Spectroscopy

Electrochemical impedance spectroscopy (EIS) is a powerful echnique which
determines frequency responsesof an electrochemically active material. [34] Initially,
double layer capacitance was measured by this technique but nowadays it is used to
investigate the electrode processes and complex interfacesNormally, EIS is conducted
at the open circuit voltage (OCV) by applying a small amplitude of alternative potential

(5 ~ 10 mV) in a range of frequency (generally 0.01 to 10RHz).

EIS connects imp edance data ofthe real systemwith idealized equivalent circuit
based on discrete electical components (R, C and L) in their series and parallel
combination. We can find out the equivalent series resistance, charge transfer resistance
and others relevant parameters when fitted in a circuit. Fig. 2.20 (a) and (b) show the
impedance behavior of ideal and real electrodes, respectively. This is called Nyquist

plot.

(a) (b)

-Z"(€2)
-Z(51)

Z'(£2) Z'(£)
Figure 2.20: Nyquist plot: Impedance spectra of an ideal and a real capacitor electrode.

A typical Nyquist plot for a real system exhibits a semicircle over the high
frequency range, followed by a linear part in the low frequency region, as shown in Fig.
2.20 (b). It is noteworthy that a large semicircle observed from a Nyquist plot is an
indicative of high charge-transfer resistance, contributing to the poor electrical

conductivity of materials, whereas a more vertical the line is more closing to an ideal
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capacitor. [35] The resistance £) is defined as,Z = Z' + jZ" , where Z' and Z" are the
real part and the imaginary part of impedance, respectively. The capacitance is

calculated from the imaginary part ( Z" ) of the collected EIS data according to
0 — (2.13)

where,] (in Hz) is the angular frequency.
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Photoelectrochemical

Chapter 3 Properties of C, N and S

Surface Functionalized ZnO
Nanorods Photoanodes

This chapter reveals the facile techniques for the fabrication of
vertically aligned arrays of one dimensional (1D) arrays of
ZnO nanorods (NRs) and their surface functionalization with
C, N and S. The significance of the fabrication of this C, N and
S surface functionalized ZnO NRs photoanodes, on the visible
light driven photoelectrochemical properties is the key focu s
of this chapter.

A part of this content of this chapte has been pulished in ACS
Sustainable Chemistry and Engineering [1] and is reproduced
herein with permission from A merican Chemical Society
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3.1 Preamble

The renewable and green energy ®urces like solar energy have earned considerable
research focus as the world is facing tremendous challenges because of the fast
depletion of the fossil fuels and the ever-increasing build up of the carbon dioxide in the
atmosphere. [2-4] The successful mplementation of photoelectrochemical (PEC) cell to
produce the hydrogen fuel by water splitting and the fixation of CO »into hydrocarbons
by using the clean and abundant sun light are promising approaches to face this energy
challenge. [5-7] For solar water splitting , the semiconductor based photoelectrodes have
drawn intense attention, where the electrode can be used as anode/cathode for the
water oxidation/reduction through the oxygen evolution reaction (OER)/hydrogen
evolution reaction (HER). Oxide semiconductors like Fe>O3, TiO2, ZnO [8-11] and their
composites (oxide-oxide and metal-oxide composites) as well as the doped metal oxides
have been extensively investigated as photoelectrodes for PEC water splitting. [12-22]
Among the oxide semiconductors, ZnO has emerged as a promising photoelectrode
material as the position of conduction and valence band of ZnO is suitable for solar
water splitting, although the wide band gap of ZnO limits its application in the UV
region only. [23] However, in general, an ideal photo-anode should possess the
following characteristics: efficient solar light absorption for charge carrier generation,
charge carrier separation, i.e., thelow recombination rate of electrondhole pairs, carrier
transportation/mob ility, photostability during surface chemical reactions. [24,23
Considering all these parameters, different strategies have been adopted to improve the
solar hydrogen synthesis efficiency of the ZnO based photoelectrodes. Formation of
heterojunction or core-shell type heterostructure is one of the most effective techniques
implemented by researchers, where the outer material generates charge carriers
absorbing solar light and subsequently transfer the charge to the other material,
facilitating the charge separation and suppress the carrier recombination. [26, 271
Secondly, the introduction of the surface passivation layers or catalyst layer can also
help to achieve better water splitting activity in ZnO by reducing the surface defects

(recombination centers) and helping in charge separation, where the catalyst layer acts
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as a hole acceptor to speed up water oxidation process[27, 2830] Furthermore, doping
in ZnO has also found to improve the PEC activity of the same by introducing defects
within the band gap which improves light absorption efficiency and carrier mobility.
[10, 3:33] However, the uniform doping in materials could also enhance the probability
of electron-hole recombination via the defect states introduced by dopants and as a
result doping could effectively re duce the PEC performance of the electrodes.

In this context, we have attempted a novel technique and designed the only
surface functionalized or surface doped (C, N, and S functionalized/doped) ZnO
nanorods (NRs) arrays photoanode to achieve better visible light absorption, low
electron-hole recombination, separated charge transport and photostability for
enhanced water splitting. In photo electrodes, only the outer surface is exposed to light
illumination and it is also in direct contact with the electro lyte. Hence, by proper
surface functionalization of the ZnO NRs with C, N and S dopants, it is possible to tune
the light absorption property of the photoanodes. Furthermore, the surface engineering
would also tune the band structure and induce band bendin g at the electrode-
electrolyte interface. Most expectedly, the surface functionalization would also tailor the
surface carrier density, defect states and eventually the carrier separation and mobility
in the photoelectrodes. Finally, the unique one dimensional morphology of NRs having
large surface area is an efficient platform for efficient solar light harvesting and photo -
electrochemical reaction. Here, as expected the C, N and S surface engineered ZnO NRs
photo-anodes, fabricated by solution deposition followed by wet chemical route, exhibit
better visible solar light absorption for electron -hole pair generation, better carrier
separation (reduced electron-hole recombination), enhanced charge
conductivity/mobility and photo -stability boosting visible light photo-electrochemical
property. Surface modification in ZnO also tunes the electronic structure changing the
band position and band bending at electrode-electrolyte interface leading to low
electrical resistance as well as fast charge transportation of he device boosting the PEC

property. The study of the mechanism of inherent PEC characteristics of the photo-
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anodes opens up anew possibility to effectively tune the solar water splitting property

of the oxide semiconductors.

3.2 Experimental Section

3.2.1 Substrate and Reagents

FTO (fluorine doped tin oxide, Sigma Aldrich) substrate, Zinc acetate dihydrate
(Zn(CHCOO0) 2.2H20), hexamethylenetetramine ((CH2)sN4), ethyl alcohol (CzHsOH),
thiourea (CH4N2S), urea (CO(NH2)2) and dextrose (CsH120s). All the chemicals are of
analytical grade and were used without further purification.

3.2.2 ZnO NRs Synthesis

ZnO NRs were grown on the conducting surface of FTO substrate by two step
aqueous chemical bath deposition method. At first, the FTO substrate was thoroughly
cleaned by means of ultrasonication, respectively in acetone,ethanol, and DI water, for
10 minutes each. Afterwards, a seed layer of ZnO was deposited on the FTO glass
substrate by spin coating (rpm ~ 2000, for 1 minute) of 0.1 M solution of zinc acetate,
prepared in ethanol. This process was repeated for five times and after eachdeposition,
the substrate was dried under IR lamp. Finally, the substrate was rinsed with ethanol
followed by DI water and then dried in air flow before subjecting to heat trea tment in
air at 350éeC for 2 hours. I n the next step,
was immersed into a chemical bath containing an equimolar agueous solution of zinc
acetate (20 mM) and hexamethylenetetramine (20 mM) and was kept for 2 hours at
90éC, under continuous magnetic stirring to
sample was rinsed separately in alcohol and DI water for few minutes.

3.2.3 C, N and S Functionalization of ZnO NRs

The surface of theas prepared ZnO NRs arrays was functionalized with carbon,
nitrogen, and sulphur. For carbon functionalization, the pristine ZnO NRs sample was
dipped into 1 M aqueous dextrose solution for 24 hours. For nitrogen and sulphur

functionalization, the pristine ZnO NRs samples were dipped in to 1 M aqueous
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solution of urea [34] and 1 M aqueous solution of thiourea [35 for 24 hours,
respectively. Afterwards, all the samples were annealed separately at 450 C for 2 hours
in an argon atmosphere. Fig. 3.1 shows the schematic illustration of the proposed

method to synthesis surface functionalized ZnO NRs based electrodes.

Zinc Acetate solution

C/NforS-
Annealing  ZnC NRs

e | =

Precursor solution

lJG%E| paas OuZ

(2000 rpm, 1min,

Hot plate and Staring
(90°C, 2 Hrs)

Growth of ZnO seed wth C, N and S functionalization Surface
layer by Spin Coatin Gro B of Zn0 NRS- I_)y of ZnO NRs by dipping in functionalizaed
yer Dy ->p ing chemical bath deposition " 700 NRs
followed by annealing followed by annealing precursor sclution for 24 Hrs !

Figure 3.1: Schematic illustration for the synthesis of surface functionalized ZnO NRs.

3.2.4 Material Characterizations

The morphology and the superficial structure of the p ristine ZnO NRs and the
surface functionalized ZnO NRs were studied by the field emission scanning
microscope (FESEM, JEOL JSM7600F and FEI Quanta-200 Mark-2). The elemental
composition of the samples was probed by the energy dispersive x-ray spectroscopy
(EDS, Oxford Instruments and EDAX) equipped with the FESEM. The crystal structure
of the materials were investigated by grazing incidence x-ray diffraction pattern
( GI XRD, Panal ytical X6 Pert W Kxloi ndei f(fA)witbh.o5we t
step size of 0.15. The morphology and crystal structure of the NRs were also studied
using a high resolution transmission electron microscope (HRTEM, JEOL JEM 2100).
Besides, the ionic states and the chemical compositions of the samples were determined
by x-ray photoelectron spectroscopy (XPS, VGMicrotech VGX 900-W, beam line: Mg
Ka, resolution 0.9 eV and vacuum level 2.21010 mbar) analysis. The UV-Vis.-NIR
absorption spectroscopy (Perkin Elmer Lambda 1050 UV/Vis spectrometer) and
photolumines cence spectroscopy (PL, Horiba, FluoroLog-3) were also employed to

study different electr onic transition in the NRs.
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3.2.5 Photoelectrochemical Measurements

Here, we were interested in visible light driven photo -electrochemical properties,

for thispurposea vi si bl e | ight source ( ® wasuse®ahd nm,

the linear sweep voltammetry (LSV), |-t amperometry, Mott -Schottky (MS), and
electrochemical impedance spectroscopy (EIS) studies were performed with the help of
a software controlled three electrode electrochemical workstation (CHI660E, CH
Instruments). Here, the ZnO NRs samples on FTO was treated as the working electrode,
platinum wire as the counter electrode and Ag/AgCI as the reference electrode in a cell

containing 0.5 M Na2SOs aqueous electrolyte of pH of 6.5.

LSV was measured in the potential window 1.4 V to 0 V at a scan rate 100 mVs
under the chopped light illumination and photo switching activity (I-t curve) of the
samples were measured at a bias voltage 0.5 V vs. Ag/AgCl with consecutive on and
off of the light source at a sensitivity of 10-3 AV-1. EIS measurenents were done in the
frequency range of 1 MHz to 10 Hz with a dc voltage of O V vs. Ag/AgCl and MS were
studied in a potential window -0.8 V to 0.4 V at 1 KHz frequency.

3.3 Results and Discussion

3.3.1 Morphology and Crystallography Study

The FEEM micrographs of the as prepared one dimensional densearray of ZnO
and C, N and S surface functionalized ZnO NRs (C-ZnO, N-ZnO and S-ZnO), grown on
FTO have been shown in Fig 3.2 (a), (b) , (c¢) and (d), respectively. The typical
dimension of the NRs is about 7580 nm. The as grown ZnO NRs have uniform
hexagonal morphology which have deformed a bit after the surface functionalization
processes. The GIXRD patterns of the samples, as shown in Fig3.2 (e), clearly indicate
that the ZnO NRs are polycrystall ine in nature, still the preferential growth direction of
ZnO NRs is (002), which also suggest the hexagonal wurtzite structure of the ZnO NRs
(JCPDS file #891397) with P6smc space group symmetry. The TEM micrograph of the

mechanically broken single ZnO N R is shown in Fig. 3.2(f), which again indicates that
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the diameter of the NR is ~ 80 nm. The HRTEM image (Fig 3.2 @)) shows the highly
crystalline structure of ZnO NRs where the spacing between adjacent lattice planes are
0.26nm and 0.28nm correspond to the distance between two (002) and (100) crystal
planes of ZnO, respectively. The selected area electron diffraction (SEAD) pattern
obtained from the same area of measurement also clarifies the presence of (002) and

(100) crygal planes of ZnO.

(e)
C-ZnO/FTO
" M ’l | S-ZnO/FTO
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Figure 3.2: FESEM micrographs of the as prepared (a) ZnO, @n0O, (c) N-ZnO and (d) S
ZnO NRs arrays. (e) XRD pattern of the NRs photoanodes. (f) TEM, (g) HRTEM and (i)
SAED pattern of thes preparednO NRs.
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3.3.2 XPS Analysis

The surface sensitive XPS investigations have been conducted on the surface
functionalized ZnO NRs to probe the chemical composition and the ionic states of the
constituent elements of the C-ZnO, N-ZnO, and SZnO NRs. Figure 3.3a) shows the
high-resolution XPS spectrum of Zn 2p core level of ZnO NRs sample, which consists of
a doublet positioned at 1044.91 and 1021.86 eV, having thenergy difference of 23.05 eV
between the two spin-orbit components, corresponds to Zn 2p12 and Zn 2p3> states n
ZnO. [36, 37 Moreover, the binding energy values of Zn 2p spin -orbit components and
their difference clearly indicate the +2 oxidation state of zinc.36 The O 1s peak of ZnO
NRs sample (shown in Fig. 3.3(b)) has been deconvoluted into two Gaussian peaks
centered at 529.80 and 532.30 eV. The 529.80 eV peak corresponds to tH2 oxidation
state of oxygen in Zn-O bond [38] while the 532.30 eV peak might be correlated to the
presence of oxygen vacancies and/or OH- species due to the adsorption of moisture at
the material surface. [39, 4Q Fig. 3.3(c) shows the multi-Gaussian curve fitted XPS
spectrum of C 1s in the G-ZnO NRs sample. The peak centered at 284.8 eV represents
the adventitious carbon and the sp3 hybridized carbon (C-C) due to the carbon
functional ization. [41] The peak situated at 283.7 eV can be attributed to the ZrC bond.
[42] The peak located at 286 eV arises due to the ZfO-C bond. [38-42] Multi -Gaussian
fitting of the XPS spectrum of N 1s core level (Fig. 3.3(d)) shows four peaks positioned
around 403.45, 400.80, 397.60, and 395.28/. The 403.45 eV peak may be attributed to
N-N bonding. [43] The 400.80 peak generally represents to the NH bonds which are
supposed to be formed by the combination of acceptor nitrogen (N o) and interstitial
hydrogen atoms during the synthesis of N-ZnO nanowires in hydrogen -existing
condition. [44, 43 While the 397.60 and 395.25 eV peaks correspond to M in Zn-N
bond. [44-46] The S 2p XPS spectrum, shown in Fig 3.3(e), indicates a single distinct
peak centered & 162.3 eV, which corresponds to ZnS bonds of the SZnO NRs samples
indicating the S doping at the surface of the ZnO NRs. [4]]
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Figure 3.3: High-resolution XPS spectrum of tife) Zn 2p of ZnO NRs, (b) O 1s @O NRs,
(c) C 1s of &n0O NRs, (d) N 1s of NZnO NRsand (e) S 2p of NnO NRs.

3.3.3 Photoelectrochemical Performance

The visible light driven PEC water splitting/water oxidation performance of the
arrays of ZnO, C-ZnO, N-ZnO and S-ZnO NRs grown on FTO has been subsequently
tested in the PECcell under light illumination (10 mW.cm -2, wavelength > 420 nm). Fig.
3.4(a) shows the representative choppedlight current density vs. potential ( }V) curves
for various ZnO NRs based photoanodes obtained by linear sweep voltammetry (LSV)
in the potential window of 1.4 to OV at the scan rate of 100 mV.g. The increase in
photocurrent density of the electrodes with the increase of positive applied bias,
suggests the standardn-type nature of the electrode materials. In all these photoanodes,
the increasein the photocurrent density with illumination suggests the photogeneration
and conduction of carriers. The photocurrent densities of all surface functionalized ZnO
NRs electrodes exhibit an enhancement compared to the pristine ZnO NRs arrays,

which is ascribed to the increased visible light absorption due to surface

82|Page



Chapter3

functionalization/doping, as evident from the adsorption studies conducted latter. The
C-ZnO NRs photoanode is found to exhibit best PEC performance with a photocurrent
density of 14.8 mA.cm-2 at 0.3 V vs. Ag/AgCl, which is significantly (18 times) higher
than that of the as prepared ZnO NRs arrays (0.8 mA.cm-2). The sharp increase in the
photocurrent densities observed for C-ZnO and N -ZnO NRs compared with S-ZnO and
pure ZnO NRs, in the whole po tential scan range, clearly suggests the efficient charge
separation in the C-ZnO and N-ZnO NRs upon illumination. Moreover, the
photoresponse of the NRs photoanodes over time have been investigated by performing
amperometric |-t studies. The I-t curves obtained from the different NRs photoanodes
with visible -light on/off cycles at 10 mW.cm -2 at 0.5 V are shown in Fig. 3.4(b). Here the
dark current is found to be as low as 0.2 mA.cm-2. Upon the illumination of visible light
on the C-ZnO, N-ZnO, and SZnO NRs the photocurrent is found to increase in a spike
and reaches the steady state very quickly. The GZnO NRs shows the best
photoresponse performance, whereas the pristine ZnO NRs exhibit the weakest
photoresponse to visible-light. However, for the potentia | application of the
photoanodes in PEC device, the stable operation of the photoanodes is a fundamental
requirement. Herein, the stability of the photoanodes has been tested under light
illumination for 3 hours (see Fig. 3.4(c)). At a bias voltage of 0.5V vs. Ag/AgCl, the
photocurrent of the bare ZnO NRs photoanode decreases by 19% during the first 3
hours, while the photocurrents for the C -ZnO, N-ZnO, and SZnO NRs are found to
decrease by 4%,7%, and 14%, respectively, after 3 hours of operation. Therebre, the
surface functionalization/doping not only enhance the photocurrent density but also
improve the stability of the photoanodes. Here, C and N functionalization clearly
improves the stability of ZnO NRs remarkably. It is also interesting to notice th at for C
and N-ZnO NRs the photocurrent becomes completely stable within few seconds after
the light illumination. Significantly the enhanced stability of the surface functionalized
NRs is most likely due to efficient charge carrier separation and transport, which

prevents the corrosion of the photoanodes upon the light illumination. [27] It is evident
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that the surface engineering of ZnO NRs also leads to low onset potential for solar

water splitting.
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Figure 3.4: (a) Photocurrent densities vapplied potential and (b) photocurrent density vs. time
plot of the ZnO, GZnO, N-ZnO and SZnO NRs electrodes measured at 0.5 V vs. Ag/AgCI
under chopped visible light illuminatiori@ mW. cn®, wavelength > 420 nimn (c) Photocurrent
stability of differenhphotoanodes measured at 0.5 V vs. Ag/AgCI. (d) Photoconversion efficiency
of different photoanodes under same visible light illumination.

The PEC water splitting performance of the photoelectrodes are generally
characterized based on their photoconverson efficiency (n%). [47] The photoconversion

efficiency or solar-to-hydrogen (STH) efficiency of the photoelectrodes upon

illumination of light is estimated by the following equation, [48]

p —L2 ommb (3.1)

Where Jn is the photocurrent density at measured bias, V is the applied potential vs.
Ag/AgCl, Pin is the power of the illuminated light (10 mW. cm -2). STH efiiciency as a
function of the applied bias is plotted in Fig . 3.4(d). The as prepared ZnO NRs sample
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exhibits an optimal conversion efficiency of 0.02% at 0.7 V vs. Ag/AgCl, whereas the
optimal conversion efficiencies of S and N-ZnO NRs are 0.06 and 0.11%respectively at
0.5 V vs. Ag/AgCl. The C-ZnO NRs photoanode exhibits the best photoconversion
efficiency of 0.13% at a very low bias of 0.3 V vs. Ag/AgCI. It is evident that the surface
functionalization of ZnO NRs substantially enhances the photoconversi on efficiency by
boosting the maximum photocurrent. However, at high current density, hydrogen and
oxygen generation can be visualized in terms of the formation of gas bubbles at the Pt
electrode and photoanodes, respectively. A comparative study on the performance of
the surface functionalized ZnO NRs with other reported ZnO nanostructure based
photoelectrodes have been summarized in Table 3.1. It is evident from Table 1 that the
surface functionalized ZnO NRs exhibit enhanced STH efficiency.

For an in-depth understanding of the PEC process, the intrinsic electronic
properties of the photoanodes including, electronic band structure, carrier density,
charge carrier generation upon light illumination and carrier separation and transport
and electrode-interface band bending have also been investigated. Electrochemical
impedance measurements conducted on the ZnO and surface functionalized ZnO NRs

electrodes in the dark provide an idea about the flat-band potentials (V1) obtained from

the Mott-Schottky plots (Fig.3.5@) using MottT Sc[406H t Ky equat i

O oo — (3.2)

where Csis space charge layer capacitancegis the electronic charge,” is the dielectric
constant of the semiconductor; 10 for ZnO, [10] * ¢ is the permittivity of the free space, V
is applied potential, Vi, is the flat band potential, A is the area of the electrode andkT/e

is a temperature dependent correction term. Therefore, Vi can be detemined by setting

— to be zero, which is extrapolationof X-a xi s i ntercepts in the

positive slope for all the photoanodes (Fig. 3.5@)) indicates the n-type behavior of the
semiconductors with electrons as majority charge carriers. The position of the Vg of the
different photoanodes indicates the position of the Fermi level of the semiconductor at

the electrode-electrolyte interface. [50, 59 However, the values of the Vi of different
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photoanodes are summarized in Table 3.2, at a pH of 6.5 of the electrolyte. For the as
prepared ZnO NRs the value of Vg is -0.23 V vs. NHE, [52] where E(NHE) =
E(Ag/AgCI) + 0.197 (unit in V). It is important to note that the position of Vi, strongly
depends upon the experimental conditions (e.g., the frequency, pH of the electrolyte
and other experimental parameters) [27, 53 as well as on the morphology, and even on
the post-synthesis treatments of the photoanodes. [27] It is evident that the surface
functionalization of ZnO NRs has shifted the bottom of the conduction band to more
negative energy, where the C functionalization has shifted the flat band edge position
remarkably. However, the band gaps (Eg) of the semiconductor photoanodes have been
estimated from the analysis of the UV-Vis. absorption spectra as shown in Fig. 3.5()
and the values of Eg are summarized in Table 3.2. Finally, the mapping of the energy
band diagram (Fig. 3.5()) of the photoanodes have been performed based on the
calculated values of the band gap energy and the data on band edge positions Vi)
obtained from the PEC measurements.Moreover, the UV -Vis. absorption spectra of the
photoanodes also provide information about the light absorption property of the
electrodes. The surface functionalized ZnO NRs feature much higher visible light
absorption than that of the pristine ZnO NR (Fig . 3.5 (b)), along with the sharp
absorption edge in the UV region, which actually is the signature of band edge
absorption. The UV region absorption edges of the different functio nalized ZnO NRs
are found to be red shifted compared to the pristine ZnO NR sample (381 nm for the
pristine sample). Clearly, C-ZnO NRs exhibit significantly enhanced visible light
absorption property among the photoanodes. It is evident that the surface
functionalization/doping could introduce mid -bandgap defect states, which lead to the
enhanced visible band absorption in the photoanodes. Furthermore, the unique aligned
1D morphology of the surface functionalized ZnO NRs might also boost the light -
trappin g efficiency. [27]
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Table 3.1: Summary of the performance of some ZnO nanostructure based photanode

Sample Name Incident radiation Efficiency

Wavelength > 420 nm, 10
Zno NRS[Present work] 0_02%
mW/cm 2

Wavelength > 420 nm, 10
N-ZnO NRs(Present work] 0.11%
mW/cm 2

Wavelength > 420 nm, 10
C-ZnO NRs(Present work] 0.13%
mw/cm 2

Wavelength > 420 nm, 10

S-ZnO NRslPresent work] 0.06%
mW/cm 2

N-ZnO NWs 19 AM 1.5 G, 100 mW/cm 2 0.15%

TiO2 shell on ZnO NWsI11 AM 1.5 G, 100 mW/cm 2 0.09%

Branched ZnO NRs[28] AM 1.5 G, 100 mW/cm 2 0.04%

Al-doped ZnO NWs [30 AM 1.5 G, 100 mW/cm 2 0.04%

Li doped ZnO NWs [32 AM 1.5 G, 100 mW/cm 2 0.17%

Nanostructured ZnO Thin
AM 1.5 G, 100 mW/cm?2 0.10%
Films[53]
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Figure 3.5: (a) Mott-Schottky plots for diffent photoanodes measured in 0.5 M8l (pH
6.5) at 1 kHz. (b) UWis. absorption spectra of ZnO, -ZnO, N-ZnO and SzZnO
photoelectrodes. (c) Schematic of the band edge positions with respect to the vacuum level anc
the NHE for different photoanodes at @b, drawn using the measured values of flat band
potential and band gap energy. (d) PL emission spectra of different photoelectrodes recorded
under the excitation of 330 nm light.

The carrier density (Ng) of the photoanodes can also be estimated from the slope

of the MottlT Schottky plots adsflording to the
0 _— (3.3)
The calculated carrier density values of different photoanodes are listed in Table 3.2. For

the n-type semiconductors, the surface electron density (Ns) is found to decrease with

the applied anodic potentials (V) as[55]

6 0 A@PQ— (3.4)
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where, Ny is bulk electron density of the semiconductor electrode. It is evident from
Table 3.2 that the surface functionalization has significantly enhanced the surface
electron density of the C-ZnO, N-ZnO and S-ZnO/FTO photoanodes, as the surface
functionalization can only tune the surface electronic structure of the semiconductors
and cannot influence the bulk electron density in this work. It is obvious that the surface
functionalization causes shifting of conduction band edge into more negative energy
and introduces a large number of surface electrons for enhanced charge transport and
also facilitates the electron transfer from the photoanode to the FTO substrate and
counter electrode providing high performance toward hydrogen production. However,
the relatively higher carrier density of the photoanodes (for ZnO in ~ 10 20 cm-3) might

be because of the contribution of FTO underneath.

Table 3.2: The flat band potential @), band gap (B and the charge carrier density {Nof
different ZnO NRsphotoanodes.

Photoanode Vi (V) vs. Band gap (eV) || Carrier density (cm-3)
NHE
ZnO/FTO -0.23 3.26 9.4x1@30
C-ZnO/FTO -0.51 3.18 4.7x1C1
N-ZnO/FTO -0.33 3.22 4.5x101
SZnO/FTO -0.25 3.21 1.2x1032

In order to further investigate the charge transfer and carrier
recombination in the photoanodes, the photoluminescence (PL) emission property of
the photoanodes have been studied. The PL emission spectra recorded at the excitation
of 330 nm (Fig. 3.5d)) exhibits two major peaks around 415 nm and 550 nm,
respectively. The 415 nm peak is mostly associated with the FTO substrate underneath,

whereas the ZnO NRs electrodesexhibit broad emission peak centeredaround 550 nm
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related to defect emissions or oxygen vacancies.[56] It is obvious from Fig . 3.5d) that
the as prepared ZnO NRs show the strongest defect related emission, indicating large
recombination of photo generated carriers in the pristine ZnO NRs. The intensities of
the PL emission peaks centered at 550 nm for GZnO, SZnO, and N-ZnO NRs are
found to decrease by 92%, 93%, and 76%, respectively, with respect to that of pure ZnO
NRs, whereas the optical (visible light) absorption is found to decrease gradually (Fig .
3.5()) for C-ZnO, SZnO, and N-ZnO NRs. This quenching of luminescence of the
surface functionalized ZnO NRs clearly demonstrates the significant reduction in
electron-hole recombination in the photoanodes and also indicates towards the efficient

charge carrier transportation to FTO from surface functionalized ZnO NRs. [27]

0.12- (a) 1(b)
~— 12 4
E 0.10- ] Zn0
~ 104
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(0] 6
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Figure 3.6: (a) Variation of Debye length in different photoanodes. (b) Variation of depletion
layer width with potential vs Ag/AgCl for different photoanodes.

However, after having an idea about the probabilities of charge carrier
recombination in these photoanodes, the charge carrier diffusion lengths i.e., Debye
length, Lp, which is the length over which the local electric field affects the distribution
of free charge carriers, for the electrodes have also been calculated according to the

following equation: [57,58]

0 e % (3.5)

Where, k is the Boltzmann constant (1.38x1023 J K1) and T is the absolute tenperature

(K). The Debye length for different photoanodes is shown in Fig. 3.6@), which clearly
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demonstrates that the Debye length in semiconductor electrode decreases as the carrier
density increases. Furthermore, the Schottky barrier model demonstrates that the
charge carrier transit time through the depletion layer is proportional to the square of
Debye length, [59] hencethe shortest Debye length of SZnO NRs (Fig. 3.6(a) indicates
its lowest charge transit time through the depletion region for better electrondhole
separation. It is also evident from the earlier PL study on S-ZnO NRs. The lower transit
times in the surface functionalized samples compared to pristine ZnO NRs facilitate fast
charge transport and better electron-hole separation in the surface modified samples,
which in turn enhance their photo-electrochemical activity. Herein, the depletion region
width (W) for each photoanode has also been plotted against different applied

potentials (Fig. 3.6()) using the following equation: [10]

& (3.6)

Assuming W to be very small compared to the dimension of the NRs, the potential drop
(Dr) arising due to the separation of the charge carriers near the surfaceand subsurface

layers within the NRs, may be expressed as:[60]

Df — (3.7)

Depletion layer Depletion layer

Surface states

5 Surface states
/ ............ {Oz S CB « lQ! & o,
H0 ' CHzo
5 C-ZNONRs |
i

VB -

ZnO NRs

Electrolyte
Electrolyte

o)
ﬁ VB

Figure 3.7: Schematic of the band alignment and the mechanism of charge
separation/recombinain and transfer processes in the pristine ZnO andZrn©® NRs
photoanodes in contact with tle&ectrolyte
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Based on the above experimental results we can demonstrate the inherent
mechanism of the enhanced photoelectrochemical property of the surface engineered
ZnO NRs, as shown in Fig. 3.7. In pure ZnO NRs, low light absorption and high
electron-hole recombination due to the presence of surface defects/states reduces its
electrochemical efficiency. In the caseof C-ZnO/FTO NRs electrode, it is f ound that it
also exhibits best optical absorption among the photoanodes (evident from UV -Vis
absorption study) and very low recombination of photo generated carriers (evident
from PL study). Furthermore, the shift in the conduction band edge to more negat ive
energy increases the band edge difference between €&nO and FTO and hence better
charge carrier transportation from the photoanode to FTO. Hence, the excellent light
absorption, low carrier recombination along with the fast transportation (mobility) of
the photo generated carrier help the C-ZnO NRs photoanode to achieve enhanced STH
efficiency. For SZnO NRs, the optical absorption is higher than N -ZnO and the
recombination of the photo generated carriers in S~ZnO NRs is lower than N -ZnO NRs.
Still, the STH efficiency of the SZnO NRs is found to be poor compared with N -ZnO
NRs, which is most expectedly because of the better electron transportation from N-
ZnO NRs to FTO compared with that of S-ZnO NRs to FTO, which might resist the
proper carrier separation and mobility in the S-ZnO NRs photoanode, reducing its

photo-electrochemical activity.

Furthermore, the electrochemical impedance spectroscopy (EIS) measurements on
the ZnO NRs based electrodes have also been conducted under light illumination in
order to study the charge transfer process of photoanode-electrolyte interface. Fig. 3.8@)
shows the Nyquist plots of the pure and surface functionalized ZnO NRs photoanodes,
plotted at a bias of 0 V vs Ag/AgCI over the frequency range of 10 Hz to 1 00 kHz, and
the inset of Fig. 3.8@) represents the equivalent circuit fitted with a resistance
capacitance (RC) model to estimate the resistance parameters of the device. In the
equivalent circuit, Rs represents the equivalent series resistance of the deices, which is

calculated and plotted in Fig . 3.8(). [6]] It is found that the C -ZnO NRs device exhibits
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the lowest Rs value, indicating good overall conduction of the photoanode. Here, R
represents the charge transfer resistance of the photoanodes (Fig3.8()). It is known
that the arc diameter (calculated based on the fitted curves) in Nyquist plot represents
the charge transfer at the interface between photoelectrode and the electrolyte.[62] The
reduction of the arc diameter in EIS Nyquist plot indi cates efficient charge transfer at
the electrode-electrolyte interface. Here, Rt of the photoanodes are plotted in Fig . 3.8(),
which clearly indicates the best charge transfer property of the C-ZnO NRs photoanode
followed by N -ZnO, SZnO, and pure ZnO NR's. The charge transfer property of ZnO
NRs is poorest amongst the photoanodes. This study suggests that the surface
functionalization significantly improves the charge transfer at the semiconductor

electrode/electrolyte interface.
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Figure 3.8: (a) Nyquist plots for the ZnO, &nO, N-ZnO and SZnO NRs photoanodes. Inset

of (a): showshe equivalent circuit fitted resistance and capacitance to estimate the resistance
parameters of the device. (b) Variation of the equivalent series resistgraned(Barge transfer
resistance (R) of different photoanodes.

3.4 Conclusion

In summary, highly dense vertical arrays of pure and C, N, and S surface
functionalized/doped ZnO NRs have been successfully fabricated on the conducting
FTO surface by a facile aqu®us chemical bath deposition followed by wet chemical

method. The visible light driven photoelectrochemical activity in terms of solar water
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splitting property of the surface engineered ZnO NRs photoanodes has been found to
enhance remarkably along with th e significant reduction in onset potential for water
oxidation. The photocurrent densities of C -ZnO, N-ZnO and S-ZnO NRs photoanodes
are 14.8, 13 and 6rA cm2 (at 0.3 V vs. Ag/AgCl, 0.5 M Na 2SO solution, 10 mW. Cm-2,
wavelength >420 nm), which are 18, 16 and 7 times higher than that of pristine ZnO
NRs (0.8 mA cm'?2), respectively. The photoconversion efficiency of the C-ZnO, N-ZnO,
and S-ZnO NRs photoanodes are 0.13%, 0.11% and 0.06% which are 6.5, 5.5 and 3 times
higher than that of pure ZnO NRs (0.02%) measured under the light illumination of 10
mW cm-2 with wavelength >420 nm. Interestingly the photoresponse of the surface
functionalized ZnO NRs photoanodes is found to enhance significantly, where for C
and N-ZnO NRs the photocurrent becomes completely stable within few seconds after
the light illumination. After the first three hours of operation at a bias of 0.5 V vs.
Ag/AgCI the photocurrent of the bare ZnO NRs photoanode is found to decreases by
19%, whereas the photocurrent for the C-ZnO and N-ZnO NRs decreases by 4% and 7%
only, which suggests better stability of the surface functionalized electrodes for highly
efficient PEC water oxidation. The excellent performance of the surface functionalized
ZnO NRs toward PEC water splitting is mainly because of the enhanced visible light
absorption and superior charge separation (low electron-hole recombination) coupled
with high surface charge carrier density and greatly facilitated charge transfer and
transport properties. Studies indicate that the surface functionalization significantly
shifts the bottom edge of the conduction band of the photoanodes to the more negative
energy region along with the greatly reduction of the depletion layer width causing
effective the band bending at electrode-electrolyte interface boosting the charge carrier
separation. Surface functionalization also reduces the Debye length of the
semiconductor considerably along with the remarkable decrease in charge transfer
resistance, helping to achieve better PEC property. Therefore, his present study not
only demonstrates a facile approach of surface functionalization for highly efficient PEC
water oxidation but also investigates insights into the mechanism of the

photoelectrochemical process in these photoanodes, which highlights a general
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approach to boost the water splitting based on semiconductor photoanodes. The
comparative study demonstrates that the C-functionalization on ZnO NRs is most

effective for the enhancement of PEC properly followed by N and S functionalization.
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Photoelectrochemical

Properties of Alkali Metal (Li,
Chapter 4 Na and K) Doped ZnO

Nanorods Photoanodes

The photoelectrochemical properties of alkali metals (Li, Na
and K) doped ZnO nanorod s array photoanodes, synthesized
by chemical bath deposition process have been demonstrated
in this chapter. The significance of defect engineering because
of doping of alkali metals (Li, Na and K) on the visible light
driven photoelectrochemical propert ies of doped ZnO

nanorods has been investigated.
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Chapter 4

4.1 Preamble

Generation of solar fuels and direct conversion of solar energy into electricity by
photoelectrochemical (PEC) cell are the remarkable geen approaches to harvest
renewable energy. [2, 3] The naturally abundant metal oxide semiconductors have
shown immense potential for energy conversion in PEC cell. Among various oxide
semiconductors, ZnO has been extensively investigated as photoanode fa PEC water
splitting because of its favourable band-edge positions, superior chemical and thermal
stability, relatively higher exciton binding energy of ~ 60 meV which is higher than the
room temperature thermal energy (KT), non-toxicity and low cost. [4, 12] Still, the
overall photoconversion efficiency of ZnO is considerably inadequate because of its
large band gap energy, poor visible light absorption, low carrier separation efficiency,
higher recombination rate of the photogenerated electron-hole pairs and sluggish
carrier transport. [6, 9, 1316] Proper defect engineering can provide a suitable solution
to overcome these limitations. Recently, tuning of oxygen-vacancy defects present in
various oxide semiconductors like In 203, FeO3, BiVO4, WO3 and TiO2 have been found
to have a dominating role to enhance their photoelectrochemical properties. [17-22]
Oxygen-vacancies in oxides, reportedly improve the solar light harvesting efficiency
through narrowing the bandgap and enhancing the electron conductivity . [17, 19, 21,
23] The surface oxygenvacancies present within the bandgap can also contribute in
photocurrent, providing photogenerated carriers to the conduction band under
illumination [5, 22, 24,26] and also increase the carrier lifetime serving as the active
sites for electron trapping to improve the carrier separation and transportation. [17, 18,
21, 27, 28]Furthermore, it is also reported that the introduction of lattice strain defects
in oxides matrix can tune their electronic structure, favouring fast charge/ion
transportation and mobility. [29] Therefore, it is obvious that the defect engineering has
a crucial role in tailoring the PEC property of oxides.

In this backdrop, key focus of this work is to investigate the role of oxygen -
vacancies ard lattice strain defects on photoelectrochemical property of alkali metal (Li,

Na and K) doped ZnO NRs for the improvement of their PEC performance. It has
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already been reported by our group that the group -IA alkali metals such as Li, Na and
K effectively create subbandgap defect sates in ZnO and their solubility in ZnO host
lattice varies significantly with their ionic radii. [30] The density functional theory (DFT)
study also indicates that the electronic properties of ZnO nanotubes are highly sensitive
to the group-IA alkali metal doping and increases the work function of ZnO nanotubes.
[31] Hence, various intrinsic properties of ZnO, such as electronic, optoelectronic and
magnetic properties, which depend on the defect states, can be easily manipulated by
the proper doping of these alkali metals. Although the defect mediated physical and
chemical properties of ZnO have been studied for a long time, still the role of oxygen -
vacancies on its photoelectrochemical properties have not been investigated propely, to
the best of our knowledge. Recently, it has been reported that the incorporation of lower
valance ions replacing Zn ions introduces holes in ZnO matrix and therefore, oxygen
vacancies are formed spontaneously leaving two electrons to compensate the hole
formation. [32-38] Following this, here monovalent alkali -metal doped 1D ZnO NRs are
fabricated by easy, scalable and economic wet chemical route, expecting tuning of the
oxygen-vacancies in ZnO. Moreover, the lattice strain developed in ZnO because of the
dopants is also expected to modify the electronic structure of the material. Here, the as
prepared ultrathin 1D nanostructure also provide large surface area for enhanced light
absorption because of light scattering by nanostructures resulting enhanced PEC
reactions. Moreover, the NRs are also expected to offer large surface oxygervacancies
and short diffusion path for photogenerated holes for water oxidation. [22] Here, alkali
metal doping is found to increase the oxygen-vacancies in ZnO NRs remarkably, where
the oxygen-vacancies act as absorption sites for the visible light boosting the photo-
induced carrier generation and enhanced PEC property. Furthermore, oxygen-vacancies
also serve as the active sites for charge trapping, preventing recombinaton of
photogenerated electron-hole pairs in the valance band resulting in an enhanced hole
migration for water oxidation. This study demonstrates that the incorporation of alkali
metal ions also promote the interfacial band bending of the electrodes resulting efficient

electron transportation required for enhanced photoelectrochemical activity.
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4.2 Experimental Section

4.2.1 Chemicals and Materials

FTO (fluorine doped tin oxide, Sigma Aldrich) substrate having surface sheet
resistance \ahcaeetate dihydidtec(Zn(CH sC0O0)22H20, Loba Chemie),
hexamethylenetetramine ((CH2)eN4, Loba Chemie), ethyl alcohol (C:HsOH, Tedia),
sodium acetate (CHsCOONa, Merck), potassium acetate (CH:COOK, Merck), lithium
acetate (CHCOOLI, Merck). All the chemicals are of analytical grade and were used

without further purification.

4.2.2 ZnO NRs Synthesis

ZnO NRs array was synthesized on the conducting surface of FTO glass
substrate by a simple two-step bath chemical deposition processwhich was described

in chapter 3 (Experimental Section).
4.2.3 Doped ZnO NRs Synthesis

For the synthesis of Li, Na and K doped ZnO NRs, their respective precursor, 20
mM lithium acetate, 20 mM sodium acetate and 20 mM potassium acetate were added
to the aqueous solution of 20 mM zinc acetate and 20 mM hexamethylenetetramine. The
same chemical bath process was carried out at 90°C for 2 h under continuous magnetic
stirring to fabricate the alkali doped ZnO NRs on the conducting face of the FTO
substrate having ZnO seed layer on it. Finally, all these samples were rinsed in ethanol
and DI water separately for 20 min to remove the residuals from the samples and dried
under the IR irradiation. Finally the samples were separately annealed at 600 C for 2 h
in air.

4.2.4 Material Characterizations

The crystal structure of the samples was investigated by gazing incidence X-Ray

di ffraction pattern (GI XRD, Panal ytical X0 p e
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K, line (I =1.54 A) with step size 0.15. The morphology and geometrical di mension of
the samples were investigated by field emission scanning electron microscopy (FESEM,
FEI Quanta 200) and elemental composition were found by analysing energy dispersive
X-ray spectroscopy (EDS), equipped with the FESEM. Finally the ionic states of the
constituent elements were found by the X-ray photoelectron spectroscopy (XPS,
Omicron Multiprobe Electron Spectroscopy System XM 500, X-ray source:
monochromatic Al Ka line and vacuum level 2.531010 mbar). Room temperature
photoluminescence (PL) emission spectra of the samples were collected from Horiba
Flurolog-3 spectrofluorometer and the absorption edges of the samples were
determined from the room temperature UV -Vis-NIR absorption study (Perkin Elmer,

Lamda 1050 UV/Vis spectrometer).

4.2.5 Photoelectrochemical Studies

For the photoelectrochemical measurements, a software controlled three
electrode electrochemical workstation (CH Instruments, CHI660E) was used. The as
prepared NRs samples were used as the working electrode, while a highly pure
platinum wire and an Ag/AgCl were used as the counter and the reference electrode,
respectively. All the electrochemical and photoelectrochemical measurements were
carried out with an aqueous electrolytic solution of 0.5 M Na 2SO, having pH 6.5. The
linear sweep voltametry (LSV) measurement for each of the as prepared NRs samples
was performed within a voltage range of 0 to 1.4 V, at a scan rate of 100 mV.s with
chopped visible light illumination ( wavelength > 420 nm and intensity 10 mW.cm-2).
Each photo-switching activity was measured at an applied bias of 0.5 V vs. Ag/AgCl.
The Mott-Schottky (MS) measurements were performed in a potential range of -0.8 V to

0.2 V vs. NHE atthe frequency of 1 kHz.
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4.3 Results and Discussion

4.3.1 Morphology and Structural Analysis

Top view FESEM images of the dense arrays of pristine ZnO, Li-ZnO, Na-ZnO
and K-ZnO NRs grown on FTO by a facile two-step aqueous chemical process are
shown in Fig. 4.1(a)-(d), respectively. All the as prepared NRs have hexagonal structure
with diameter varying in between ~80 -90 nm. However, the perfect hexagonal

morphology of the ZnO NRs is found to get deformed slightly because of doping.

Figure 4.1: FESEM micrographs of (a) ZnO, (b) NénO, (c) Li-ZnO and (d) kZnO NRs.

XRD pattern (Fig. 4.2(a) clearly indicates that (002) is the preferred growth
direction of the NRs which have hexagonal wurtzite structure. The similar diffraction
patterns for pri stine and doped NRs indicate that no additional phase was introduced

because of the doping. However, magnified view of the (002) diffraction peaks (Fig.
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4.2(b)) for all the samples shows shifts in the peak positions for the doped ZnO NRs
compared to the pristine ZnO NRs, which indicate insertion of alkali ions in ZnO host.

The micro-strain developed in the host material because of the mismatch in the ionic
radii of the host and dopants, is calculated based on the WilliamsondHall (W oH)

method: [39, 40]

e o (4.1)
where, Br is the full width at half maxima for a particular diffraction peak and 2 qis the
position of the diffraction peak in XRD pattern . This calculation indicates that the lattice
strain in the ZnO NRs increases because of alkakdoping (Fig. 4.2(b)), where K-ZnO

NRs develops largest lattice strain.
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Figure 4.2: (a) XRD pattern of pure ZnO NRs and Li, Na and K doped ZnO NRs. (b)

magnified view of (0 0 2) diffrdon peak and the plot of estimated lattice strain (inset).
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4.3.2 XPS and Defect Analysis

The chemical composition and the defect profile of the alkali doped ZnO NRs
and pristine ZnO NRs are further investigated by XPS. The core level Zn 2p
spectrum (Fig. 4.3(@)) with two peaks located at 1044.67 and 1021.55 eV
corresponding to Zn 2pi12 and Zn 2ps2, respectively, with a spin orbit splitting
energy difference of 23.1 eV, demonstrates the+2 oxidation state of Zn. [41, 42]Fig.
4.3(b) shows Li 1s core level spectrum, where the sharp peak located at 55.9 eV
corresponds to Li-O bond formation through substituting the Zn 2+ by Li*. [43] The
Na 1s core level spectrum (Fig. 4.3(c) exhibits a hump around 1071.1 eV, which
represents the Na-O bond formation because of the substitution of Na + at Zn2* sites.
[44] The deconvoluted core level spectrum (Fig. 4.3(d)) of K 2p shows two major
peaks around 293.9 and 295.8 eV corresponding to the K B2 and K 2pi2,
respectively, which indicate to the substitution of K * at Zn2* sites. [30] It is evident
from the XPS studies that the dopant ions will mostly incorporate within the ZnO

host by substituting the Zn 2* ions.
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Figure 4.3: High-resolution XPS spectrum of (a) Zn 2p, (c) Li 1s, (d) Na 1s, (e) K 2p.
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Figure 4.4: (a) O 1s 6r the doped ZnO NRs. (b) The peak area ratios oflpaak peakl to the

total area. (c) Room temperature PL emission spectrum of the alkali metal doped ZnO NRs

Each of the O Is core level spectra Fig. 4.4(a) of the doped ZnO NRs exhibits a
broad peak, which can be deconvulated into two peaks located at 531.6 (peakl) and
529.9 (peakll) eV. Here the lower energy peak (529.9 eV) is attributed to the O* ions
bonded with Zn ions mostly (also with dopant ions), whereas the higher binding energy
peak at 531.6 eV (peakl) can be related to the oxygenvacancy defects in doped ZnO
NRs. [45-48] Ther ef or e, t he change -lion sthhoeu |l idn theanvsei t
relation with the variation of concentration of oxygen -vacancies present in doped ZnO
NRs. [48, 491 The higher Il nt d s iftaresb otfh GH@eNRSL i ar
compared to K-ZnO NRs indicate that the concentrations of oxygen-vacancies are
higher in Li and Na -ZnO NRs than that in the K-ZnO NRs. The O 1s peak area ratios
(Ax/ Awta) 0 f xP e thektotad area (Awta) Of the doped ZnO NRs are shown in Fig.
440b), wh@dr est@ndsolf®rorped@lkl 6A: Al ae estimdtad @ss0.8%, o r
0.83 and 0.67 for the Li, Na and KZnO NRs, respectively. Results indicate that Li and
Na-ZnO NRs have nearly equal concentration of oxygen-vacancies, which is
considerably higher than that of K-ZnO NRs. Furthermore, the room temperature PL
emission spectra (Fig 4.4(c) of the as prepared NRs are also recorded to probe the

defect profile of the as prepared materials. It is evident that the weak PL emission of
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pristine ZnO NRs significantly improves after alkali metal doping. The NRs exhibit a
near band edge (NBE) emission in the UV region and defect emission at higher
wavelength visible light regio n. Each of Li-ZnO and Na-ZnO NRs samples show quite a
sharp NBE emission peak, whereas the same emission peak for KZnO NRs is found to
be widen, indicating the presence of many new NBE states in K-ZnO NWs. The
appearance of higher intensity NBE emission peak in K-ZnO NRs also suggests that
they are enriched with NBE defects, which are most probably generated because of the
large lattice strain in the sample. Doped ZnO NRs also exhibit a sharp sub-bandgap
defect emission around 490 nm and this controversial deep level emission (DLE) of ZnO
NWs is generally ascribed to the oxygen-vacancy defects.[50-52] The higher intensity
DLE peaks in the Na and Li-ZnO NRs compared to K-ZnO NRs again indicate that the
concentration of oxygen-vacancies is significantly higher in Na and Li-ZnO NRs
compared to K-ZnO NRs. Moreover, the higher intensity of the DLE peak than the UV -
emission peak for each of the Na and Li-ZnO NRs samples compared to that of K-ZnO
NRs sample, indicate that the oxygen-vacancies also act as the traping sites for
electrons during photoemission, where the photogenerated electrons mostly recombine
through oxygen -vacancies when large concentration of oxygenvacancy is present in the
material. In support of this, recent studies have shown that the substitutional doping of
alkali ions in wide bandgap oxides generates hole in the neighboring lattice points of
oxygen atoms, which promotes the removal of the oxygen, realizing two electrons to
compensate the holes created in the matrix.[31] The creation of the oxygen-vacancy also
boosts the formation of further oxygen -vacancies in the matrix. [32] Simultaneously, the
doping of lower valence elements in oxide semiconductors is also found to induce the
spontaneous oxygenvacancy formation [33-38] and here also, we have evidenced the
formation of large concentration of oxygen -vacancies because of alkali metal doping in
ZnO NRs. Furthermore, the 1D arrays of nanostructure having large surface area will

offer huge platform for the formation of surface oxygen -vacancies also.
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4.3.3 Photoelectrochemical Performance

Photoelectrochemical performance of the as prepared NRs have been
investigated by linear sweep voltametry (LSV), recorded under chopped visible light
illumination ( wavelength > 400 nm, 10 mW.cm?) (Fig. 4.5@)). Pristine ZnO NRs show
very weak photoresponse with significantly low photocurrent. Among the doped NRs,
Na-ZnO and Li-ZnO NRs exhibit significantly enhanced photocurrent, where the
photoresponse of K-ZnO NRs is the weakest one. Notably, K-ZnO NRs exhibit the
highest dark current density, followed by the Na -ZnO and Li-ZnO NRs. It has already
been found that the K-doping introduces the maximum lattice strain in the ZnO matrix
whereas Li doping introduces the minimum lattice strain. It is repo rted that the
favourable lattice strain can tune the electronic structure of the materials and
consequently boost the electronic/ionic transportation and mobility. [38] Therefore, it is
believed that the lattice strain developed in ZnO because of alkali doping is favouring
better electronic transportation, resulting in high dark currents. Moreover, here, K -ZnO
NRs also contain large concentration of NBE defects compared to the other doped ZnO
NRs, which would most expectedly change the near conduction band electronic
structure of K-ZnO NRs resulting in a large electron concentration in the conduction
band, boosting the dark current density. [27, 28] On the other hand, Li-ZnO NRs, which
develop lowest amount of lattice strain defects among the doped NRs, is found to
exhibit the lowest dark current also. Therefore, it is evident form the experimental
results that the lattice strain have a crucial role in changing the electronic structure,

favouring the improved charge transfer and mobility in alkali doped ZnO NRs. [29]
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Figure 4.5: (a) Photoinduced current vs. potential curves (LSV curves) for ZnO and doped ZnO
NRs. (b) Photoswitching and photocurrent stability plots of the doped ZnO NRs recorded at 0.5
V vs. Ag/AgCI. (c)UV-Vis absorption spectra and (d) photoconversion efficiency plots for the as

prepared NRs electrodes.

Photo-switching and stability of photocurrent of the doped NRs are shown in
Fig. 4.5(), recorded at 0.5V vs. Ag/AgCI. Figure 4.5(b) also shows that the Na-ZnO
NRs exhibit the best photocurrent stability among the NRs. Photocurrent densities of
Na-ZnO, Li-ZnO and K-ZnO NWs are found to increase by 152%, 135% and 10%,
respectively, with respect to their corresponding dark currents. For a better
understanding of photoresponse of the NRs, the photo absorption characteristics of NRs
are studied and Fig. 4.5€c)s h o ws t VMisabsdrption spectra of the NRs. It is evident
that the Na-ZnO and Li-ZnO NRs exhibit superior visible light absorption, whereas the
K-ZnO NRs show the weakest visible light absorption among the doped NRs. All the

NRs also exhibit sharp absorption in the UV region, which corresponds to the band
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edge absorption. Bandgap energy estimated from the absorption edges indicates that
the bandgap of ZnO NRs decreases because of the alkali metal doping Table 4.2).

The enhanced visible light absorption of the doped NRs is because of the
introduction of new sub -bandgap defect states due to doping. Now, the earlier XPS and
PL studies have confirmed that oxygen-vacancies are the major defects present in the
sub-bandgap of doped ZnO NRs. Therefore, the superior visible light absorption by Na -
ZnO and Li-ZnO NRs is resulted because of the presence of large concentration of
oxygen-vacancies; mainly, as the surface oxygervacancies present in the subbandgap
have been demonstrated as the deep donor in ZnO, which can absorb visible light and
contribute to the increase in the donor densities of ZnO for enhanced conductivity after
illumination. [19, 21, 53, 54]Here, earlier PL study also indicates that the oxygen-
vacancies in doped ZnO NRs are also deep level deécts. Therefore, the best
photoresponse of the Na-ZnO NRs is because of its superior visible light absorption due
to the presence of large concentration of oxygenvacancies and favourable electron
transportation and mobility because of the moderate lattice strain in Na-ZnO NRs. On
the other hand, the poor visible light response of K-ZnO NRs is because of the low
concentration of oxygen-vacancies, although the highest amount of lattice strain defects
makes K-ZnO NRs a good conductor because the lattice stran is found to be favourable
for electronic transportation and mobility only. Therefore, the experimental results
reveal that the oxygen-vacancies are responsible for visible light absorption and
enhanced photocurrent in alkali doped ZnO NRs, whereas the lattice strain developed
because of doping mainly tunes the electronic structure of the material improving the
electronic transportation and mobility.

The photoconversion efficiency (/%) of the NRs photoanodes as a function of the
applied voltage (equation 3.1, chapter 3 is plotted in Fig. 4.5d). It is found that the Na -
ZnO, Li-ZnO and K-ZnO NRs exhibit the maximum efficiency of 0.73%, 0.69% and
0.70%, respectively, at 0.3V vs Ag/AgCl, which is found to increase remarkably
compared to the as prepared pristine ZnO NRs (0.02% @ bias voltage of 0.7 V vs
Ag/AgCl, chapter 3). [6] The A% values of the doped NRs are also found to be
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significantly large compared to the recently reported values for different doped ZnO
nanostructures based photoanodes (Table4.1).

Table 4.1: Summary of thghotoconversiorfficiencyof different dopednO nanostructures
based photoelectrodes

Sample Incident radiation Efficiency

Name/Photoelectrode

ZnO NRs [6] Wavelength > 420 nm, 10 0.02%
mW/cm 2

N-ZnO NRs [€] Wavelength > 420nm, 10 0.11%
mW/cm 2

C-ZnO NRs [6] Wavelength > 420 nm, 10 0.13%
mW/cm 2

SZnO NRs (€l Wavelength > 420 nm, 10 0.06%
mW/cm 2

N-ZnO NWs [l AM 1.5 G, 100 mW/cm 2 0.15%

Branched and N AM 1.5 G, 100 mW/cm 2 0.31%

doped ZnO 59

Al -doped ZnO AM 1.5 G, 100 mW/cm 2 0.04%

NWsI56]

Li doped ZnO NWs 51 AM 1.5 G, 100 mW/cm 2 0.17%

N-GQD ZnO NR58 170 mW/cm 2. 0.83%

ZnO:Cu Electrodes®®  AM 1.5 G, 100 mW/cm 2 0.28%

However, study of the electronic band position, charge separation and transportation of
the doped ZnO NRs are also very important to understand their enhanced PEC
performance. The flat-band potentials (Es) of the photoanodes are estimated from the
Mott -Schottky plots (Fig. 46(a)) obtained from the impedance measurement studies
conducted in 0.5 M Na>SOs aqueous solution (pH 6.5). The estimated Ex, of the pristine
ZnO NRs el ect r od ehapter 2 [6Ris3found toNbd Bhifted towards the
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negative potential because of alkali metal doping. The schematic of the band edge
positions of the photoelectrodes obtained based on the calculated values of Es, and
bandgap energies are shown in Fig. 46(b).

Table 4.2: The estimatedflat-band potential (i) and bandgap for different ZnO NRs
photoanodes grown on FTO.

Photoanode Eg (V) vs. NHE Bandgap (eV)
ZnO/FTO -0.23 3.28
Li-ZnO/FTO -0.33 3.18
Na-ZnO/FTO -0.56 3.17
K-ZnO/FTO -0.44 3.19

It is evident from Fig. 4 .6(b) that the shift of the conduction band edges towards
the more negative energy will induce an efficient band bending at the doped NRs/FTO
interface leading to an easy separation and transportation of the photogenerated
electrons and reduced electronhole pair recombination resulting in an enhanced
photoelectrochemical activity of the alkali doped NRs. Here, the band bending at Na -
ZnO NRs/FTO interfac e is maximum, which suggests better transportation of
photogenerated electrons in Na-ZnO NRs than the other doped NRs. Moreover,
previous PL study also suggests that the photogenerated electronhole pairs mostly
recombine through the sub-bandgap oxygen-vacancies. Therefore, as the oxygen
vacancies act as the trapping sites/recombination centres for photogenerated electrons,
the photogenerated minority carries in the valance band of the doped ZnO NRs will
have enough time to reach the surface of the NRs for oxygen evaluation reaction
because of the electrode/electrolyte band bending (Fig. 4.6(c). Therefore, the excellent
PEC property of the Na-ZnO NRs is because of its excellent visible light absorption due
to the presence of large concentration of oxygenvacancies, better electron
transportation due to large Na-ZnO NRs/FTO interfacial band bending and reduced
photo generated charge carrier recombination because of oxygervacancy trapping.

Similarly, the interfacial band alignment between K -ZnO NRs/FTO allows fast
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transportation of the photogenerated electron but because of its poor light absorption
and carrier separation, K-ZnO NRs exhibit comparatively poor photoelectrochemical

property among the doped NRs.
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and photo carrier generation/recombination in alkali metal doped ZnO NRs.

4.4 Conclusion

A facile wet chemical method was successfully employed to fabricate highly
dense arrays of alkali metal (Li, Na and K) doped ZnO NRs. The alkali metal doped
ZnO NRs are found to exhibit remarkable photoelectrochemical property with
enhanced oxygen evolution reaction. The alkali metal doping introduces significant
lattice strain and large concentration of oxygen-vacancy defects in ZnO host. Lower
valance alkali metal doping introduces holes in the matrix and therefore the
neighbouring oxygen leaves the site, leaving behind two electrons to compensate the
holes created in the system; creating oxygenvacancies. The oxygenvacancies act as the
sub-bandgap donor sites, which generate photoelectrons during light illumination,
resulting in the enhanced photocurrent. Along with the light absor ption, the oxygen-
vacancies also act as the recombination centre for the photogenerated electrons, which
helps in the diffusion of the photogenerated minority carriers in valance band,
facilitating the charge separation and thus reduce electron-hole recombination. Here,

the lattice strain is found to tailor the electronic structure of the NRs, favouring
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enhanced electronic/ionic transportation and mobility only. Alkali metal doping also
reduces the effective band gap energy of the NRs and also shift the cowmluction/valence
band edges towards more negative energy. Thus the alkali metal doping also alters the
NRs/FTO interfacial band alignment, resulting in the easy transportation and
separation of photo carriers and thereby resulting in the enhanced photoelectrochemical
property. These findings demonstrate in depth understanding on the defect mediated
photoelectrochemical property of alkali metal doped ZnO NRs for its application in

water splitting.
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Chapter 5

5.1 Preamble

The photoelectrochemical (PEC) cells, which exhibit significant promise in the
direct conversion of enormous solar energy into electricity and chemical fuels
(hydrogen and hydrocarbons) is a remarkable approach to reduce environmental
pollution caused by fossil fuels and the proper utilization of renewable and green solar
energy. [2, 3] Recent studies on the PEC water splitting reveal that the electrical
assembly of an n-type photoanode and a p-type photocathode in series, forming a
tandem cell, provides immense promise to remarkably enhance the solar energy
conversion efficiency. [4-6] Since the PEC water splitting property of titan ium dioxide
was reported, [7] various n-type metal oxides like TiO 2, ZnO, Fe0O3, WO3z and BiVO4 etc.
have been extensively investigated as photoanode for water oxidation. [4, 8-14] Among
them, ZnO is a very well -known photoanode having excellent photocataly tic and solar
energy conversion property because of its favorable band edge energy position,
remarkable electrochemical and thermal stability, non -toxicity and relatively low cost .
[15-17] Instead of the high electron mobility and good stability, the poor light
absorption only in the UV region of the solar spectra and high surface recombination of
the charge carries reduces the photocurrent density as well as the photocurrent to
hydrogen conversion efficiency in ZnO . [17, 18] Hence, proper engineering is required
to maximize the solar energy harvesting property of ZnO along with efficient charge

carrier separation and transportation . [17, 19-22]

On the other hand, recently various copper oxide based p-type materials such as,
CuAlO 2, CuFe0O,, CuRhO2 and CuGaO: etc. have been explored as the promising
photocathodes for water reduction . [23-27] Those novel p-type materials are found to
exhibit superior performance over the conventional CuO and NiO based
photocathodes. [25] Most interestingly, the CuFeO2 has drawn intense interest as
photocathode because of good light absorption properties (band gap energy ~1.5 eV),
suitable band edge energy positions and good stability in aqueous medium . [24, 25, 28,

29] Still CuFeO: suffers from poor conductivity leading to reco mbination of
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photogenerated holes and obvious poor electrondhole separation. [25] Hence, different
strategies have been adopted to overcome those problems includes the doping and the
formation of hybrid structure based on CuFeO ».[25, 30|

In this context, here we have proposed a novel strategy to design ann-p type
ZnO-CuFeO; nano-heterostructure, for the first time, by employing a facile low cost
electrochemical technique to enhance the PEC property of the electrode material. Thep-
type CuFeO. nanolayer was electrodeposited on the ordered arrays of n-type ZnO
nanorods (NRs) grown on FTO substrate. It is expected that, in this specially designed
ZnO-CuFeO2 nano-heterostructure, the low band gap p-type CuFeO: is suitable to
absorb the whole range of the solar light to generate photoelectrons. Due to the
formation of a favorable n-p junction at ZnO -CuFeO: interface the photogenerated
electrons in the thin CuFeO. nanolayer will readily move towards the ZnO NRs core
resulting efficient charge carrier separation. The electrons finally transfer towards the Pt
electrode through the FTO and generate hydrogen by reducing protons. Because of the
high generation rate of photo -carriers and low recombination rate of the same in this
nano-engineered electrode the photogererated holes in the CuFeQ will effectively
diffuse to the electrode/electrolyte surface and oxidize water. As expected, the ZnO -
CuFeO. nano-heterostructure photoanode exhibits enhanced PEC performance along
with good stability and enhanced solar to hydrog en conversion efficiency because of the
i mproved visible solar Iight absorption for
carrier separation, and reduced electronihol
inherent PEC mechanism of this p-n type photoelectrode opens up new possibility to

design such nanostructures for improved solar energy harvesting.

5.2 Experimental Section

5.2.1 Reagents

FTO (Fluorine doped tin oxide coated glass, Sigma Aldrich), Zinc acetate

dihydrate (Zn(CH 3C00)..2H.0O, Loba Chemie), hexamethylenetetramine ((CH2)eN4),
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prepared nano-heterojunction. The ionic state of the constituent materials was also
examined by X-ray photoelectron spectroscopy (XPS, VG Microtech VGX 900W) with
Mg Ka beam line having resolution of 0.9 eV at a vacuum level of 2.2 1010 mbar. Light
absorption and band gap of the materials were determined by using UV -visible
spectroscopy (PerkinElmer Lambda 1050 UV/vis spectrometer). The electronic
transition of the materials and carrier recombination were analyzed by using PL

spectroscopy (Horiba, FluoroLog-3 spectrometer).
5.2.5 Photoelectrochemical Studies

The photo-electrochemical performance of the photoelectrodes were studied
using a three electrode electrochemical workstation (CHI 660E, CH Instruments) by
using the as prepared material (p-n heterojunctions) as working electrode, platinum as
counter electrode and Ag/AgCl as reference electrode in a 0.5 M agqueous NaSOy of pH
6.4. Linear sweep voltammetry was measured from 1.6 to OV vs. Ag/AgCl with
consecutive |light on off cycle with a visibl
mWcm-2 and sensitivity 10-1. Photoswitching activity of the materials was envisioned by
|-t amperometry curve at 0.5V external bias for all the samples with the same light
source. The flat band potential was determined by Mott -Shottky measurement from O to
1 V vs. Ag/AgCl at 1 KHz frequency of the input sign al for CuFeO2/ZnO electrode.
Electrochemical impedance was recorded without applying external bias with 5mV ac

perturbation.
5.3 Results and discussion

5.3.1 Morphology and Structural analysis

The top view FESEM image of the as prepared 1D arrays of ZnO ard
CuFeO2/Zn0O (6 min) nano -heterojunction are shown in Fig. 5.1(a) and (b) respectively.
It is very clear that ZnO NRs have hexagonal morphology which is also verified by XRD

(given later). The as grown nano-heterostructures over a large surface area on FTQOis
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Elem Wt% At% K-Ratio Z A F

OK 2118 57.10 0.0458 1.1752 0.1841 1.0005
SnL Fel 11.11 8.58 0.0309 1.0070 0.2753 1.0006
CuL 5.84 397 0.0160 0.9811 0.2796 1.0011
SiK 3.54 544 0.0185 1.1232 0.4627 1.0039
SnL 45.78 16.64 0.4100 0.8809 1.0141 1.0026

ZnK 12,55 8.28 0.1201 0.9899 0.9672 1.0000
ZnL

Total 100.00 100.00

1.00 2.00 3.00 4.00 5.00 6.00 7.00 8.00 9.00 keV

Figure 5.2: Energy dispersive Xay (EDAX) data over a large area. Inseffigire, large scale

FESEM image and elemental quantification data.

Figure 5.3(a) shows the TEM image of a mechanically broken part of the NHs,
which confirms the retention of rod like structure even after electrodeposition of
CuFeO». The formation of crystalline nano-heterojunction is further clarified by HRTEM
micrograph (Fig . 5.3(b)) and SAED pattern (Fig. 5.3(c)) recorded for the selected area of
the TEM image. The thickness of CuFeQ on ZnO NRs is found to be about ~ 10 nm for
CuFeO2/Zn0O (6 min) sample. HRTEM image clearly depicts the polycrystalline nature
of the nanostructure and the spacing between two adjacent crystal planes are 2.85, 2.59,
and 1.91nm which corresponds to the distance between two crystal plane of CuFeQ
(222), CuFeQ (100) and ZnO (102), respectively. The EFTEM images (Fig5.3(d)-(h)) of
the nano-heterojunction again clearly demonstrate the uniform formation CuFeO > shell
|l ayer on ZnO NR <core. The thin distributio
(Figure 5.3(d)) of the heterojunction clearly indicates the presence of ZnO NRs at the
core. On the other hand the broad elemental distribution of O, Cu and Fe over Zn
signify the well coverage of ZnO NR by CuFeO ». Figure 5.4 (a) shows the representative
GIXRD pattern of the as prepared CuFeO./ZnO (6 min) sample. It is to mention that for
all the CuFe0O./ZnO samples the GIXRD pattern is found to be identical. It is evident
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from Fig. 5.4(a), that both the ZnO and CuFeO: are polycrystalline in nature, where the
ZnO NRs have a preferential growth direction of (002), which matches the hexagonal
wurtzite structure of the ZnO (JCPDS file n. 89-1397) with P6mc space group. The XRD
pattern of CuFeO: coincides well with the hexagonal structure with Rsm space group
(JCPDS file no. 850605). The bpoad nature of the diffraction peaks of the CuFeO:

suggests the nanocrystalline nature of the material.

—C (422)
C (433)

"7 (110)

e "7 (102)
0

0.2 pm
CRNN (CU)

0.2 pm 0.2
CRNN (CU) C CRNN (cu)

Figure 5.3: (a) TEM image of nanbeterostructure, (b) HRTEM image and (c) SAED pattern
for the marked region of the heterostructure (C:Cura@ Z:Zn0). (d), (e), (f) and (g) EFTEM
micrographs of nanrbeterostructure showing the presence of elements like Zn, O, Cu, and Fe,

respectively and (h) the overall elemental distribution.
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Figure 5.4: (a) GIXRD pattern of nandneterostructure, (b) XPS surfaceurvey of
CuFeQ/ZnO nano-heterostructureand (c), (d), (e), (f) are the XPS core level spectrum for Zn

2p, Cu 2p, Fe 2p and O 1s, respectively.

5.3.2 XPS Studies

The XPS core level spectraof the CuFeO.,/ZnO nano -heterostructures gives
useful information about the chemical composition and oxidation state of the material.
The surface survey of the NHs is shown in Fig 5.4(b). The Zn 2p core level XPS spectra
(Fig. 5.4(c) consists of doublets positioned at 1022.3 and 1045.4 eV having the spin orbit
energy splitting of 23.1 eV, indicates +2 oxidation state of Zn. [31] However, the XPS
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spectrum of Zn 2p core level of pristine ZnO NRs is found to be consists of a doublet
positioned at 1021.8 and 1044.9 and eV(Ehapter 3, see XPS core level spectra of Zn2p
Therefore, the shift of the Zn 2p core level spectrum towards the higher binding energy
in CuFeO2/Zn0O nano -heterostructure compared to pristine ZnO NRs clearly indicates
the change in the electronic structure of Zn because of the formation of the p-n
heterojunction. [32, 33] The core level XPS spectra of Cu (Fig5.4(e) shows two strong
peaks positioned at 932 and 952 eV corresponds to Cl2p2 and Cu 2py12, respectively,
indicates that the Cu ion only exists in +1 oxidation state. [34] The Fe 2p XPS spectra
(Fig. 5.4(d)) of CuFeOzshows the presence of two distinct peaks situated at 710.5 eV for
Fe 2m; and 724.7 eV for Fe2py2 and a weak satellite peak ~ 719.9 eV indicates the
presence of Fé* in the material. [34] In Figure 5.4(f), the O 1s core level XPSspectra
appears at 529.4 eV is attributed to G-, which also signifies the binding of oxygen atom

with Zn, Fe and Cu.

5.3.3 Photoelectrochemical Performance

The effect of the electrochemically deposited p-type CuFeO. on the PEC
performance of the ZnO NRs photoanode is investigated using linear sweep
voltammetry (LSV) under the illumination of visible light (10 mW.cm 72, wavelength >
420 nm). The photocurrent density vs. potential (J —)\Wurve of the ZnO NRs and the
different CuFeO2 ZnO nano-heterostructures recorded in the potential window of 1.6 to
0 V at the scan rate of 100 mV.5!, under chopped-light is shown in Fi gure 5.5@). The
significantly enhanced photocurrent in the CuFeO 2 ZnO NHs samples compared to
bare ZnO NRs under illumination suggests the improvement of visible light absorption,
photo generation and conduction of carriers in the nano -heterostructures. Here, to
maximize the collection of the photogenerated carriers and to minimize the
recombination of the carriers in CuFeO2/ZnO NHs, the thickness of the p-type CuFeO-
nanolayer has been tailored by changing the electrodeposition time of CuFeO2 on ZnO
NRs. It is evident that the thickness of the p-CuFeO: nanolayer has a crucial role on

controlling the photocurrent and this suggests the obvious influence of coating layer
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thickness on the photogeneration of carriers and carrier collection. The dependence of
the photocurrent density on the deposition time of the p-CuFeOznanolayer on ZnO NRs
is shown in Fig. 5.5(), recorded at 0.6 and 1.2 V vs. Ag/AgCI. It is evident that with the
increase of the thickness of the coating layer the photocurrent has increased
significantly to 54 pA.cm -2 (CuFeOy ZnO (6 min)) from 12.34 pA.cm-2 (CuFeO ZnO (3
min)), whereas the further increase in the photocurrent for CuFeO 2 ZnO (10 min) is not
remarkable (59 pA.cm2 only) compared to that of CuFeO2/ZnO (6 min) NHs at a bias of
1.2V vs. Ag/AgCl. This indicates that there is a critical thickness of the coating layer
above which the photocurrent cannot be improved and in our work we have found that
the CuFe(O; nanolayer grown beyond 12 min of electrodeposition reduces the
photocurrent o f the electrode. In general, the increasing CuFeQ thickness will enhance
the photon absorption and hence contributes to the generation of more photocarriers.
On the other hand, as the thickness of the outer layer increases over a critical limit, the
charge carriers generated at the CuFeQ/electrolyte interface would have to travel long
path to reach the ZnO and FTO and this enhances the probability of recombination of
the carriers as the driving force for carrier separation would gradually become weaker

wi th the increase of the outer layer thickness [9]

The photoconversion efficiency or solar to hydrogen (STH) efficiency, the
measure of PEC water splitting performance of the photoelectrodes that requires an
applied voltage upon the illumination of light i s evaluated by the following equation :

[35]

b —— pmmb (5.1)

Where Jn is the photocurrent density at measured voltage, V is the applied voltage vs.
Ag/AgCl, Pin is the power of the illuminated lig ht (10 mW.cm2). The photoconversion
efficiency of the electrodes as a function of the applied voltage is shown in Fig. 5.5(c)
The as prepared ZnO NRs show a maximum photoconversion efficiency of 0.02% at 0.7
V vs. Ag/AgCl, whereas the optimal conversion efficiency of the CuFeO/ZnO (10 min)

nano-heterostructure is about 0.11%, which is ~450% higher than bare ZnO NRs.
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Interestingly, the CuFeOx,ZnO (10 min) nano-heterostructure maintains a steady

photoconversion efficiency (~0.11%) within the potential wind ow of 0.4 to 0.8V vs.

150 ] ~.0.124 ; . "
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Figure 5.5: (a) Linear sweep voltammetry (LSV) curves for the photoelectrodes performed under
chopped visible light, (b) The variation of photocurrent density with the thickness ctype p
shell layer fo the as designediancheterostructures (c) photoconversion efficiency of the
electrodes under investigation, (d) photoswiching activity of the electrodes, (e) In D vs. transient

decay time plot and (f) UWis absorption spectra of the as prepared elesro

The amperometric I-t curves obtained from the ZnO NRs and different
CuFeO2/ZnO NHs photoelectrodes with visible -light on/off cycles (2 cycles) at 0.5 V vs
Ag/AgCI are shown in Fig . 5.5(d). The studies on the transient photocurrent decay
occurring imm ediately upon light illumination in |-t curves provide qualitative
understanding about the charge recombination characteristics of the photoelectrodes.
When the light is switched on, the photocurrent increases immediately with a spike
because of the suddengeneration of charge carriers due to absorption of light by the
photoelectrodes. Immediately after the photocurrent spike, the photocurrent decay

occurs, which is attributed to the recombination processes at the electrodes. The
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transients in photocurrents in the NHs electrodes are thus attributed to the
accumulation of electrons due to the poor electron conduction in CuFeO2 and the
electron-hole pair recombination occurs at the electrode surface [11, 25, 36] Transient
decay time can be evaluated from logarithmic plot of the parameter D, defined as. [11,
37, 3]

0 — (5.2)

where, |t is the photocurrent at any time t, Iu is the maximum photocurrent spike an d Ir
is the steady state photocurrent (when the recombination and charge generation reaches
equilibrium). The transient decay time for the electrodes is defined as the time at which
In D =-1.[11] Figure 5.5(e)shows the plots of the In D vs. transient decay time for the
different electrodes. The transient decay time for CuFeO2 ZnO (3 min) NHs electrode is
6.3s, which is five times longer than the transient decay time of bare ZnO NRs (1.2s). For
the CuFeOzZnO NHs it is found that with the increase of the CuFeO. nanolayer
thickness on ZnO NRs the transient decay time gradually decreases from 6.3s
(CuFeO2/Zn0O (3 min), to 4.6s (CuFeO2/ZnO (6 min) to 2.4 (CuFeO 2/ZnO (10 min)).
However, the longer transient decay time observed for the CuFeO2/ZnO NHs
compared to the bare ZnO NRs indicates the lower charge carrier recombination rate of
the NHs compared to the ZnO NRs, which is because of the reduction of surface states
in ZnO due to the coating of CuFeO». The gradual decrease in the transient decay time
in the NHs electrodes with the increase of CuFeQ layer thickness suggests the
accumulation of electrons in the outer layer due to the increase of the thickness of poor
conducting CuFeO2 nanolayer on ZnO NRs.

To gain more clear idea about the charge carrier generaion in the electrodes the
light absorption property of the electrodes has been studied. Figure 5.5(f) shows the
UV-Vis absorption spectra for the ZnO NRs and different CuFeO2/ZnO NHs. It is
evident that the ZnO NRs exhibit sharp band edge absorption in UV region ~ 381 nm
(3.26 eV). All the CuFeO./ZnO NHs show very similar band -edge absorption like the

bare ZnO NRs except significantly enhanced absorbance in the visible region,
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particularly within the wavelength region of 400 -600 nm. As usual, the visible light
absorption behavior for the NHs increases with the increase of the thickness of the
CuFeO», nanolayer. The CuFeG/ZnO (10 min) electrode exhibits six times higher light

absorption than the bare ZnO NRs at the wavelength of 450 nm. The remarkably
enhanced visible light absorption property of the CuFeO 2/ZnO (10 min) compared to

other NHs electrodes confirms the generation of large number of charge carriers in the
same. Although the charge carrier recombination rate in CuFeO2/ZnO (10 min)

electrode is higher compared to other electrodes (based on the transient decay time
studies), still the generation of the largest numbers of carriers in the same due to visible
light absorption makes it the most effective electrode with maximum photocurrent and

STH efficiency. All the electrodes also exhibit sharp absorption edge in the UV region,
which is found to be red shifted, compared to the pristine ZnO NRs and this is most
expectedly because of the formation of shallow defect levels/interfacial states near the
band edge as a result of the formation of heterojunction. [10, 39] The UV-Vis absorption
spectra of the p-CuFeO: thin film grown on FTO substrate shown in the inset of Fig .
5.5(f) demonstrate the shape absorption edge of the same around ~800 nm, which
corresponds to the band gap (~1.55 eV) of CuFeQ. [24] This indicates that the CuFeO,
having favorable optical band gap energy is suitable for enhanced visible light

absorption to generate large concentration of electron-hole pairs.
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Figure 5.6: Mott-Schottk/ plots of (a) pristine ZnO NRs and (b) CuFe@in films grown on
FTO. (c) The approximate band position of the FTO, ZnO and Culé@H Oalong with the
charge carrier separation and transportation in the heterojunction electrode. (d) The photographs

ofthe as prepared electrodes.

For detail understanding of the inherent mechanism of charge carrier generation,
carrier separation and carrier transportation in the p-n type NHs electrode, the
electronic energy levels of the as prepared ZnO and CuFeQ on FTO have been
investigated using the electrochemical impedance measurements. The position of the
flat-band potential (Vi) for ZnO and CuFeO2 grown on FTO has been determined from
t he MottTlT SchoitbBlpand)) otussi (nNHi ¢ he Mot tiI[l®2hot t k
24, 25]

O oo — (53)
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where Csis space charge layer capacitane, eis the electronic charge,” is the dielectric
constant of the semiconductor, ‘¢ is the permittivity of the free space, V is applied

potential, A is the area of the electrode,Ng is the majority carrier density and kT/eis a

temperature dependent correction term. The Vi can be determined by setting — to be

zero, which is extrapolationof X-axi s i ntercepts in the MottT S

slope for the ZnO NRs on FTO (Fig. 5.6@)) indicates the n-type behavior of the
semiconductors with electrons as majority charge carriers. The value of V¢ is -0.21 V vs.
NHE, for the as prepared ZnO NRs, where E(NHE) = E(Ag/AgCI) + 0.197 (unit in V).

[15 On the other hand, the MottdSchottky plot for CuFeO. (Fig. 5.6(b)) indicates a

typical p-type behavior, where the near zero value of — in the first region

(accumulation region) of the curve is because of the anodic voltages of theVi. [28] The

second region the — shows a negative slope from which the flat-band potential of

CuFeO; is estimated to be +1.01 Vvs. NHE, close to the reported value [29] The
position of the Vi, in the n-type semiconductors indicates the position of the bottom of
the conduction band of the semiconductor.[41, 42] Similarly, the position of the valence
band maxima edge in p-type semiconductors is assumed to be 0.10.2 eV (vs. vacuum)
below the flat band potential [2 4, 43], Now, based on the calculated values of V¢, and
the band gap energy for ZnO and CuFeO,, obtained from UV -Vis absorption study, the
position of the corresponding conductio n and valence band edges are estimated and
shown schematically in Fig. 5.6(c) Now, because of the formation of a favorable p-n
CuFeO2/Zn0 junction the photogenerated electrons in the conduction band of the p-
CuFeO» spontaneously transfer to the ZnO NRs and finally to the FTO. Generally, for p-
type semiconductors the photogenerated electrons move into the electrolyte because of
the favorable band bending at p-type electrode/electrolyte interface [2 5], but in this
experiment the corresponding band position and band bending at the p-n
heterointerface is more suitable for electron transport towards the ZnO NRs from the p-
CuFeO: instead of the same towards the electrolyte from p-CuFeO. as shown in Fig.

5.6(c) Therefore, here thep-CuFeO./ n-ZnO NHs acts like a photoanode with enhanced
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charge carrier separation, which considerably reduces the electronhole pair
recombination in p-CuFeO: along with its enhanced light absorption property. The
photogenerated electron will finally reach Pt electrode via FTO and contri bute in the H>
generation. The photogenerated holes in the valence band ofp-CuFeO. will easily reach
the electrode surface and contribute in Oz generation through water oxidation.
Therefore, this unique strategy for designing the p-n type NHs photoanode p rovides
enhanced photoelectrochemical performance based on the engineering of the band
structure at nano-heterointerface.

More information about the <charge transfer process at the
semiconductor/electrolyte interface can be obtained from the EIS studies on the
electrodes. [44] Figure 5.7@) shows the Nyquist plots for the ZnO NRs and
CuFeO2/ZnO NHs photoanodes, plotted at a bias of 0 V vs Ag/AgCl, with 5mV ac
perturbation over the frequency range of 10 Hz to 1MHz under the illumination of
visible light. The EIS measurements vividly demonstrate the change in the interfacial
charge carrier dynamics of the ZnO NRs after the coating of p-CuFeO. nanolayer.
Generally, the shape of the Nyquist plots strongly depends upon the applied voltage
used for the measurement and we also have noticed such variation in shape with
applied voltage. However, from the J - 8Urve (Fig. 5.5@)) it is also evident that the rate
of charge transfer in the NHs photoanodes is significantly higher than the rate of charge
recombination in th e same compared to the pristine ZnO NRs. Hence, as expected, at
the applied bias of 0 V vs Ag/AgCI the Nyquist plot of the photoanodes shows only
one large arc (semicircle) [45] which corresponds to the charge transfer process at
electrode/electrolyte int erface and here the arc diameter in Nyquist plot is the measure
of charge transfer rate. The gradual reduction of the arc diameter in EIS spectrum in the
CuFeO2/ZnO NHs compared to ZnO NRs indicates significant improvement in the
charge transfer at the electrode/electrolyte interface due to the formation of p-CuFeO:
nanolayer on ZnO NRs. The equivalent circuit corresponding to the Nyquist plots of the
CuFeO2/ZnO NHs electrodes is shown in the inset of Figure 5.7@). Here, Rs is the

resistance of the electrdyte solution between the working electrode and Pt electrode. Rct
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is the charge transfer resistance of CuFeO. nanolayers for the CuFeO/ZnO NHs
electrodes. ForCuFeO2/ZnO NHs (10 min) electrode, Rcis measured to be 18.09/ cmz2.
C: is the capacitance of CuFeO: layer. R2 and C; are the resistance and capacitance of

ZnO NRs, respectively.

(a) Zn0 (b) CuFe0_/ZnO (10 min
80000+ CuFe0,/Zn0 (3 min) - P~ . ( )
CuFe0,/Zn0 (6 min)
i 60000 4 CuFe0,/Zn0 (10 min)
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o
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Figure 5.7: (a) Nyquist plots for different photoelectrodes recorded at OV vs. Ag/AgCl. (b) The

photocurrent stability of different photoelectrodes under thiblei light illumination.

Considering the practical application of the photoanodes, the stability of the
same has been tested for 10 hours as shown in Fig5.7(). The as prepared ZnO NRs
photoanode exhibits very unstable photocurrent where the photocurren t is found to
decrease constantly over the timeframe. This result indicates significant recombination
of the photogenerated carriers at the surface of ZnO NRs because of the surface defects.
On the contrary all the CuFeO2/ZnO NHs photoanodes show remarkab ly enhanced
photocurrent stability and the photocurrent decreases only about 14%, 2% and 2% for
the CuFeO/ZnO (3 min), CuFeO »/ZnO (6 min), and the CuFeO 2/ZnO (10 min),
respectively, after 600 mins. Therefore, the p-CuFeO, nanolayer also improves the
stability of the photoanodes remarkably. From Fig. 5.7(), it is found that the
photocurrent decreases after the initial peak current because of light illumination and
this is due to the recombination of the photocarriers immediately after photo -
generation. However, it is also found that after a long run, the photocurrent density of
the CuFeO2/ZnO (6 min), and the CuFeO 2/ZnO (10 min) electrodes increases a little

and this might be because of thermal liberation of electrons from the available shallow
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trap states near the conduction band edges upon long time light illumination . [46] In
fact, it is found that the CuFeO./ZnO NHs electrodes contain more interfacial trap

states than others as evidenced from the UV absorption studies.

5.4 Conclusion

In summary, this work demonstrates an effective strategy for the easy and cost
effective fabrication of well -distributed regular array of a novel p-n CuFe0O»-ZnO nano-
heterostructure by combining the electrodeposition and chemical synthesis for potential
application in visible light PEC device. The thickness of the p-CuFeO: outer layer has a
crucial role to control the PEC property of the photoelectrodes, where the
electrodeposition of p-CuFeO: for 10 minutes provides the optimal thickness of the
outer layer to maximize the PEC performance of the nano-heterostructure. The same
sample exhibits the maximum light absorption efficiency and photocurrent density (58
MA. cm-2at 1.23 V vs Ag/AgCl). The photoconversion efficiency of the CuFeO »/ZnO (10
min) nano-heterostructure photoanode is also maximum among the photoelectrodes
and it is ~450% higher than the pristine ZnO NRs. The large transient decay time for the
CuFeO2/Zn0O nano -heterostructures compared to the pure ZnO NRs indicates the
lower charge carrier recombination rate in the nano-heterostructures compared to the
pristine ZnO NRs leading to enhance charge carrier separation in the nano-
heterostructures. The transient decay time for the CuFeO/ZnO NHs decreases with the
increase of the thickness of CuFeQ nanolayer. Still the CuFeO»/ZnO (10 min) shows
the best PEC performance, mainly because of the improved light absorption resulting
large number of photogenerated charge a carrier, where the number of the
photogenerated electrons at the conduction band is still higher than other electrodes
after the initial recombination of the electron -hole pair just after the illumination of the
light. Furthermore, the EIS study demonstrates the most efficient charge transfer at the
electrode/electrolyte interface for the CuFeO 2/ZnO (10 min) electrode. Based on the
experimental results and the proposed p-n junction band engineering it is evident that

the CuFe(O-ZnO NHs exhibit excellent visible light absorption, large charge carrier
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generation, low electron-hole recombination rate and good transportation of electron
towards the Pt electrode because of favorable energy band tuning resulting the
enhanced PEC performance for solar water oxidation. Overall, this nano-engineering
design strategy could also be employed to other solar energy harvesting devices where
large charge carrier generation, low carrier recombination and good charge

transportation are the basic requirements to enhance the PEC efficiency.
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C h apt er 6 1D-2D Nano-Heterojunction

Photoanodes for Solar Fuel

This chapter describes the fabrication process of
multidimensional nano-heterostructure based photoelectrodes
by coupling the multilayered two -dimensional (2D) structure
of MoS; and MoOsz on the well aligned arrays of one-
dimensional (1D) ZnO nanorods template expecting the
effective synergic effects. This chapter also demonstrates the
photoelectrochemical performances of the as fabricated
photoelectrodes for the ZnO/MoS > heterostructures for the

production of solar fuel through water splitting.
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6.1 Preamble

Photoelectrochemical (PEC) water splitting using abundant solar energy is the
most attractive way to produce solar fuel (hydrogen) with zero emission of carbon
dioxide.[1,2] The PEC water splitting involves oxygen evolution reaction (OER) at the
photoanode and hydrogen evolution reaction (HER) at the photocathode of the
electrochemical cell[3] The overall rate of water splitting is generally limited by
sluggish kinetics for OER and the large overpotential resulting from the complex four -
electron redox process at the photoanodes[4] Hence, designing of photoanodes is a
challenging task for efficient PEC water splitting. As the n-type semiconductors have
shown promise as the photoanodes, hence, different n-n type or n-p type nano-
heterostructures (NHs) photoelectrodes [3,5010] have been designed based on then-
type semiconductors as the core material to boost the PEC water splitting. The nanc
heterojunction based photoanodes are found to be effective for fast OER, offering
enhanced light absorption and better photo-induced charge carrier separation and
transportation required for enhanced PEC performance. [3,5810] The studies have
shown that the choice of appropriate electrode materials as well as the suitable
architecture/design of the electrodes governs the performance of the electrode for water

splitting.

Recently, two-dimensional (2D) graphene like transition metal oxides and
dichalcogenides have attracted importance for energy related applications considering
their superior physical and chemical properti es[11613] The 2D materials have
advantages like high specific area and unique in-plane electron transfer properties due
to the confinement of electrons in their atomic layers.[14,15] The 2D layered crystal
structures of molybdenum trioxide (MoO 3) and molybdenum disulfide (MoS 2) have
been investigated as the promising material for electrodes.[12,14,1@18] Specially, the
2D layered structures of n-type semiconductor a-MoO3 (band gap ~3.1 eV) has drawn
attention because of its superior electrochemical and catalytic properties.[12,16] On the

other hand, the nontoxic and earth abundant p-type layered MoS; (band gap ~1.85 eV)
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has also been extesively studied both as the electrocatalytic and photocatalytic water
splitting because of its unique electrochemical properties.[9,19,20] However, the fast
recombination of photo -generated charge carriers andthe poor conductivity of carries

in 2D structure of MoS2 and MoO 3 limit their applications in PEC cell. [9,21]

In this context, here we have designed a new type multidimensional 2D -1D
nano-heterostructure (NHs) by anchoring 2D multilayered structure of MoS > and MoO3
on the aligned arrays of 1D ZnO nanorods (NRs) template. An easy and scalable wet
chemical method is employed for the 1D ZnO NRs template based growth of
multilayered 2D structure of MoS 2> and MoO3, which is found to provide ordered
orientation and uniform thickness of the 2D nanolayers . Here, 1D ZnO NRs are chosen
as core expecting the benefit of suitable band position of ZnO for water splitting,
unidirectional charge transportation for 1D structure and better photocatalytic activity
arising because of the large surface ared20,22] Moreover, the NHs composed of
layered 2D structure of MoS2/MoO zand 1D ZnO NRs with the dangling bonds at their
surface is expected to introduce novel functionality because of the nanoscale integration
and the interfacial band alignment between the 2D -1D structures.[23,24] The synergistic
effect of 2D layered MoS,/MoO zand 1D ZnO NRs is expected to provide higher visible
light absorption, efficient separation of interfacial photogenerated charge carriers and
rapid charge transportation to the current collector leading to enhanced
photoelectrochemical activity. [20,23,25,26] The 2D-1D NHs are found to exhibit
excellent broadband light absorption, where the photocurrent density for ZnO/MoO 3
NHs and ZnO/MoS 2 NHs are found to be 0.67 and 204 mA cm'2 at 1.23 V versus RHE,
respectively, leading to the photoconversion efficiency as high as 0.3% and 0.67%,
respectively, under applied bias. The 2D-1D interfacial band alignment also
significantly suppresses the surface charge recombinationof photogenerated excitons
leading to photocarrier separation and rapid carrier transportation providing enhanced

functionally for solar fuel production.
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6.2 Experimental Section

6.2.1 Reagents

FTO (fluorine doped tin oxide, Sigma Aldrich) substrate, Zinc acetate dihydrate
(Zn (CHCOO)2.2H20), hexamethylenetetramine ((CH2)sNa4), ethyl alcohol (C2HsOH),
ammoniuntetrathiomolybdatelN, N-dimethyl formamide.
6.2.2 Preparation of ZnO NRs

The 1D ZnO NRs over fluorine doped tin oxide (FTO) substrates were prepared
following th e previous work. Briefly, first of all the ZnO seed layer was prepared on
FTO by spin coating (2000 rpm at 25C) using the precursor of 0.1 M zinc acetate
prepared in ethanol solution and the sample were annealed at 350°C for 2 hours in air.
Afterwards, t he ZnO NRs were grown by dipping this ZnO seed layered FTO in a
precursor solution of zinc acetate and hexamethylenetetramine (1: 1) for 2 hours at
90 C.
6.2.3 Preparation of ZnO/MoS: and ZnO/MoO3 NHs Photoanodes

The 2D layeres of molybdenum oxide and chalcogenide were deposited over the
1D ZnO NRs array using simple wet chemical method through spin coating at 2000 rpm
for 1 minute at 25 C. The ammonium tetrathiomolybdate (0.1 M) dissolved in N, N-
dimethyl formamide was used as precursor solution. Finally, the ZnO/MoO 3 and
ZnO/MoS 2 NHs samples were prepared by annealing at 400°C for one hour in air and
argon atmosphere separately, respectively.
6.2.4 Material Characterizations

The morphology of the as prepared ZnO NRs and ZnO/MoO 3 and ZnO/MaoS »
NHs photoano des were characterized by field emission scanning electron microscope
(FESEM, FEI Quanta200 Mark-2) and transmission electron microscopy (TEM, JEOL
JEM 2100Q. The crystal structure of the samples were investigated with grazing
incidence X-ray diffraction ( GI XRD, Panal ytical XoPert Pro
Kiradi ation (1 = 1.54 ) with a step size of

The elemental composition of the samples was studied with energy dispersive X-ray
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spectroscopy (EDS, Oxford Instruments) equipped with the FESEM and energy filtered

TEM. The chemical composition and states of the sample surface were investigated by

X-ray photoelectron spectroscopy (XPS) withan AlIKa( hO = 1253.6 eV) r
UVTI Vis absorption spectra of the electrode
Lambda 1050 UV/ Vis spectrophotometer in the spectral range of 250700 nm. The room
temperature steady state photoluminescence (PL) and the timeresolved
photoluminescence (TRPL) were recorded wusing a Horiba, FluoroLog-3
spectrophotometer.

6.2.5 PEC Measurements

PEC studies of the as prepared electrodes were conducted using a typical three
electrode electrochemical workstation (CHI660E, with working electrode: photoanodes,
counter electrode: Pt; reference electrode: Ag/AgCl) under the illumination of 100
mWcm-2 solar light coming from a 100 W Xe lamp coupled with an AM 1.5 G filter
available from a LCS-100 solar sinulator (Newport, Model 94011A). The linear sweep
voltammetry (LSV), icirctiit paetentalevs. tnme @lot,rTgfel plab gne r
the Nyquist plot of the electrochemical impedance spectroscopy (EIS) studies were
performed in the 0.5 Na>SOs electrolyte of pH 6.4. To study the overall PEC water
splitting, the PEC studies of the photoelectrodes were conducted an air-tight cell at 1.23
V versus RHE under AM 1.5 G illumination and the amount of gases was measured
with a gas chromatograph. The potentials versus RHE were converted from the
potentials versus Ag/AgCl by using the following equation: [27]

(@ C 4 mtu W ( T 4 (6.1)
where, Erne and Eagager are the converted potential versus RHE and the measured
potential versus Ag/AgCI, respectively, and the value of C 4 is 0.197 V at 25 °C.

The ABPE can be calculated using the following equation: [28]

bp —2  ommb (6.2)

where, Jn refers to the photocurrent density (mA cm 72) obtained from the different

photoelectrodes. V represents the applied bias versus RHE (V), andPin represents the
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total incident light intensity of AM 1.5 G (100 mW cm 72). The EIS spectra were recorded
with an AC voltage amplitude of 10 mV at the open circuit potentials of the electrodes

under AM 1.5 G illumination in the frequency range of 1 Hz 8100 kHz.

6.3 Results and Discussion

6.3.1 Morphology and Crystallography Study

Intensity (arb. unit)

et
(i) (k)

10 l I ' i 60
1})0nm Zn {ocnm O ru?onm MO il)ﬂnm

Figure 6.1: FESEM images of (a) ZnO NRs, (b) ZnO/Ma®Hs and (c) ZnO/MoS NHs as
grown on FTO substrate. Grazing Incidenceray diffraction (GIXRD) pattern of (d)
ZnO/MoO3 NHs and (e) ZnO/Mo$g NHs. (f) TEM micrograph and (f) HRTEM micrographs of
ZnO/MoSz NHs. (h) TEM micrograph and (i) HRTEM micrograph of ZnO/Ma®IHSs. (j)-(m)

EFTEM color mapping for different elements present in ZnO/MN8Ss.

Figure 6.1(a)-(c) show the top view FESEM micrographs of the as fabricated ZnO
NRs, ZnO/MoO 3 NHs and ZnO/MoS > NHs grown on FTO substrate, respectively. Fig.
1(a) shows that the arrays of ZnO NRs of hexagonal shape having dimension ~ 100nm
have grown vertically on FTO. It is evident fro m Fig. 6.1(b) and (c), that the original
hexagonal shape of the ZnO NRs is distorted because of the coating of MoQ and MoS;
on ZnO NRs. However, the smoothness and the distinct nature of the individual
ZnO/MoO 3 and ZnO/MoS > NHs designate that both the MoO 3 and MoS; have grown
uniformly following the surface of 1D ZnO NRs. The GIXRD pattern of the ZnO/MoO 3
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and ZnO/MoS > NHs are shown in Fig. 6.1(d) and (e), respectively. It is evident that
both the as grown MoO3z and MoS; are exhibiting single crystalline nature with
unidirectional growth along [060] and [002] direction, respectively, on the ZnO NRs
surface. It is found that the crystal structure of the as grown MoO 3z is matching with a-
MoO 3 (orthorhombic structure, JCPDS No. 050508), which is reported to grow in the
form of a layered structure.[29,30] In Fig. 6.1(e), the broad XRD peak around 14
correspond to the (002) peak of layered Mo$S structure with lattice spacing of 0.62 nm
(JCPDS 371492)[31033] The as grown ZnO NRs are found to be polycrystalline in

nature with preferred orientation along [002] direction (see previous chapters)

The structure of the as grown NHs was further probed by TEM and HRTEM. The
TEM micrographs for both the ZnO/MoS > and ZnO/MoO 3 NHs shows the rod like 1D
structure of the NHs having well covered uniform coating of MoS 2/MoO zon ZnO NRs
(Fig. 6.1(f) & (h)). The HRTEM images for both the ZnO/M 0 and ZnO/MoO 3 clearly
indicate the growth of layered structure of MoS 2 and MoO3z on ZnO NRs (Fig. 6.1(g) &
(i)). Fig. 6.1(g) also shows the heterojunction of ZnO and MoS2 where, the interplanar
spacing of 0.24 and 0.62 nm corresponds to (101) plane of Z® NRs and (002) plane of
MoS,, respectively.[31] Hence, the HRTEM study of ZnO/MoS 2 NHs indicates the
single crystalline 2D layered structure of MoS»2. However, the HRTEM image of
ZnO/MoO 3 NHSs (Fig. 6.1(i)) indicates that the interplanar spacing of 0.266 and 0.26 nm
corresponds to the MoOs (111) and ZnO (002) crystallographic planes, respectively.
However, this result demonstrates that the as grown MoO 3 layers on ZnO NRs is not
single crystalline in nature as indicated from the GIXRD patter n. The energy filtered
TEM (EFTEM) colour images for the ZnO/MoS > NHs (Fig. 6.1(j)-(m)) show the
elemental distribution of zinc, oxygen, molybodenum and sulphur, respectively, which
essentially proves that the core of ZnO/MoS 2 NHs contains only zinc and oxygen

whereas, molybodenum and sulphur are present throughout the surface of the NHSs.
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6.3.2 XPS Analysis
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Figure 6.2: XPS (a) survey scan for ZnO/Mosand ZnO/MoOs NHs, (b) Mo3d, (c) Mo3d and
S2s, (d) S2p (e) Ol1s and (f) Zn2p core levels.

Figure 6.2(@) shows the XPS surface survey spectra of ZnO/MoO 3 and
ZnO/MoS 2 NHs. Figure 6.2(b) and (c) show the core level XPS spectra of Mo 3d
obtained form the ZnO/MoO 3 and ZnO/MoS > NHs, respectively. In Fig. 6.2(b), the
doublet peak appear at 235.5 and 232.4 eV awespond to the Mo 3dsz»2 and Mo 3dsp,
respectively, attributing to the +6 oxidation state of Mo in MoO 3.[34,35] The core level
spectra of Mo 3d in Fig. 6.2(c) shows three peaks postioned at 234.7, 231.5 and 228.2 eV,
respectively. The doublet peak appears in the middle at 231.5 and 228.2 eV corresponds
to the Mo 3dsz2 and Mo 3ds2, respectively, correlating to the +4 oxidation state of Mo
in M0S2.[34836] The low intensity Mo 3d core level peak at 234.7 eV (Fig. 6.2(c))

indicates +6 oxidation state Mo in MoO 3. This result indicates the existence of
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molybdenum oxide phase in MoS,. The presence of MoQ might be bacause of the
formation of sulphur vacancy defects during the growth of MoS .. The sulphur
vacancies can react with atmosphere oxygen and the MoG phase might be formed.[34]
Moreover, the presence of oxygen gas as inclusion with Ar may also be responsible for
the formation of MoO 3.[34] In Fig. 6.2(c), the sharp peak appears at 225.4 eV is
attributed to the binding energy of S 2s core level spectra indicating the presence of
sulfer in MoS2.[35] Again, in Fig. 6.2(d), the presence of S 2p peaks positioned at 161.2
and 162.4 eV confirm the -2 oxidation state of sulfer present in Mo0S2.[37] The
deconvolution of O1ls core level spectra (Fig. 4e)) suggests doublet peak with
corresponding binding energy of 529.9 and 531.3 eV, which indicate - 2 oxidation state
of oxygen and oxygen vacancy defects or adsorbed 6OH species in the NHs,
respectively.[38,39] Fig. 6.2(f) shows the core level XPS spectra of Zn 2p, where the
doublet peak positioned at 1044.4 and 1021.3 eV corrospond to the Zn 3p> and Zn
3pa2, respectively, indicating the +2 oxidation state of Zn in the ZnO NRs. [10,38]
Furthermore, the shift of the Zn 2p doublet peak towards the higher binding energ y in
the ZnO/MoO 3 and ZnO/MoS 2 NHs designates the charge transfer between the ZnO

and MoO 3 or MoS; bacause of the formation of nano-heterojunction. [37,40]

6.3.3 Photoelectrochemical Performance

The photoelectrochemical performance of the as prepared ZnO/MoO 3 NHSs,
ZnO/MoS > NHs and the pristine ZnO NRs photoelectrodes has been investigated
under standard simulated solar light (AM 1.5 G, 100 mW.cm -2). The photocurrent
density versus applied potential curves (Fig. 6.3(a)) clearly show the enhanced
photocurrent density because of the incorporation of 2D layered structure of Mo & and
MoO3 on the 1D ZnO NRs. As shown in Fig. 6.3(a), the ZnO NRs photoelectrode shows
a photocurrent density of 0.47 mA cm "2 at 1.23 V vs. RHE with an onset potential of
0.44 V. On the other hand, for the ZnO/MoO 3z and ZnO/MoS 2 NHs, the photocurrent
densities are increased drastically by 43% and 334%, reaching the values of 0.67 and 2.04

mA cmi2 at 1.23 V versus RHE, respectively. Moreover, 30 and 70 mV cathodic shift
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(Fig. 6.3(b)) of the photocurrent onset potential is also observed for ZnO/MoO 3 and
ZnO/MoS > NHs, respectively, denoting the improved charge carrier separation

efficiency at the nano-heterojunction at low voltage. [3]
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Figure 6.3: (a) Linear sweep volammogram photocurrent density versus applied potential
curves, (b) photocurrent onset potential, (c) ABPE curves, (d) current density versus time plots
under chopped illumination.

However, the increase of photocurrent density with the increase of applied bias
also indicates the n-type nature of the as prepared photoelectrodes. The above studies
indicate that the 2D layered MoS; is more efficient than the MoO sto reduce the surface
charge recombination in the NHs and hence, it effectively enhances the photocurrent
densities of the NHs electrode. The calculated applied bias photon-to-current
conversion efficiency (ABPE) values of the ZnO NRs, ZnO/MoO 3 and ZnO/MoS 2 NHs
are shown in Fig. 6.3(c). The as prepared ZnO NRs photoanode shows the ABPE peak of
only 0.18% at around 0.67 V versus RHE, whereas, both the ZnO/MoO3z and ZnO/MoS >
NHs exhibit enhanced ABPE at a lower applied bias. The ZnO/MoS 2 NHs exhibits
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ABPE as high as 0.67%, which is over threefold and twofold than that of the pristine
ZnO NRs and ZnO/MoO 3 NHs, respectively. The amperometry curve (Fig. 6.3(d)), of
the electrodes recorded at an applied potential of 0 V vs Ag/AgCl (0.57 V vs. RHE)
depicts the obvious transient response of photocurrent density upon the il lumination. It
is evident that all the photoanods exhibit ¢
however, the ZnO/MoS 2 NHs exhibits highest photocurrent density of 0.71 mA cm?,
which is threefold higher than that of ZnO NRs. This result also indic ates that the
ZnO/MoS 2 nano-heterojunction structure is promoting the separation and
transportation of photogenerated charge carriers.

The PEC water splitting performance of the as prepared photoelectrodes were
recorded under AM 1.5 G illumination only and the hydrogen gas evolution was
measured by gas chromatography. Figure 6.4 shows the plot of hydrogen produced at
the Pt electrode at different time for the ZnO/MoS 2> NHs photoanode. Inset of Fig. 6.4
shows the amount of hydrogen pr oduced at Pt electrode for the different photoanodes
after 60 min under AM 1.5 G light illumination without applied bias. It is evident from
Fig. 6.4, that 2.01, 4.90 and 7.76 umol cr of hydrogen has been generated for ZnO,
ZnO/MoO 3, and ZnO/MoS > NHs pho toanode, respectively, after one hour under the
solar light illumination. Here, the higher ABPE efficiency and higher hydrogen
production from ZnO/MoS > NHs is due to the increase of photocurrent density of this

photoelectrode.
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Figure 6.4: The hydrogen @lution data for the different as prepared photoasiod
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Figure 6.5: (a) UV-vis absorption spectra of thefabricated samples, Kubelkink plot of (b)
ZnO/FTO, (c) MoS/ZnO and (d) MoQJ/FTO.

The light harvesting property of the as prepared electrodes was studied by
recording the UV -Vis absorption spectra (Figure 6.5@)) of the electrodes. The intense
absorption band below 387 nm could be attributed to the interband absorption (band -
gap absorption) for ZnO NRs.[41] It is evident from Fig. 6.5(@), that the coating of 2D
layered MoS; and MoO s over ZnO NRs definitely promotes the visible -light absorption
of the NHs over the pristine ZnO NRs. Furthermore, the formation of ZnO/MoO 3 and
ZnO/MoS 2 NHs results in a red-shift of the absorption edge of the NHs, which
eventually leads to decrease of the bandgap energy.[42] The ZnO/MoS > NHs exhibits
300 and 106fold enhancement in absorbance in between the wavelength range of 40@
440 nm and 45@650 nm, respectively, as compared with pristine ZnO NRs. However,
these results imply that the formation of nano -heterojunction significantly enhances the
visible -light absorption of the photoanodes. The band gap of the individual samples i.e,
ZnO, MoO 3 and MoS; are also calculated by Kubelka-Munk plot (Fig. 6.5 (b)-(d)) and it
is found that the band gap of ZnO, MoO 3 and MoS; samples are 3.22, 3.04 and 2.06 eV,
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respectively. As a consequence of enhanced light absorption the photo excition
generation also increases which boosts the photocurrent density after successful charge
separation and transportati on across the nanceheterojunction.

Along with the light absorption, the photo carrier separation/transfer and
excition lifetime are also crucial factors to determine the PEC performance of the
electrodes. Hence, to further investigate the photocarrier dynamics of the electrodes,
steady state photoluminescence (PL) and timeresolved photoluminescence (TRPL)
properties of the electrodes are studied. Inset of Fig.6.6 shows that the ZnO NRs grown
on FTO exhibits major PL emission peaks at 380 nm and broad emssion peak in
between 406500 nm, which can be attributed to near band edge transition and defect
state transitions, respectively.[43,44] It is evident that the PL intensity of ZnO NRs has
strongly quenched due to the anchoring of 2D MoS>2 or MoO 3 layers on ZnO NRs under
an excitation energy of 3.75 eV (330 nm). The quenching effect is quantified by
calculationg the quenching factor (Q = lIzno/ lznomMos2 or Mo03 ), Where Izno and lznomosz2 or
Moo3 are the heights of PL emission peaks for ZnO NRs and ZnO/MoS2 or ZnO/MoO 3
NHs.[45] The as calculated quenching factor for ZnO NRs due to the anchoring of 2D
layered MoS; and MoOs are 6.5 and 2, respectively, which indicates that the
recombination of photo -induced charge carriers is reduced significantly due to the
formation of nano -heterojunctions. The pronounced PL quenching in nano-
heterostructures qualitatively demonstrates enhanced interfacial charge transfer across
the heterojunction.[45047] Hence, the above result indicates that upon illumination, the
photo-generated electrons can effectively transfer from 2D layerd structure to 1D
structure, where the charge transfer between 2D MoS; to 1D ZnO is found to be
significantly higher than that of 2D MoO 3 to 1D ZnO. Generally, the transferred
electrons try to bound with the excitions forming large binding energy trions leading to
suppressed PL intensity.[45] However, it is evident that the as fabricated 2D-1D NHs
facilitate efficient electrondhole separation by supressing the surface charge

recombination.
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The dynamics of the photoinduced exciton formation and carrier migration of
the electrodes have been investigated by TRPL spectroscopy at 430 nm emission to
estimate the excition lifetime (Fig. 6.6). The TRPL emission decay curves were fitted by
a bi-exponential decay model [45,4850] with the decay kinetics function expressed as:
I(t) = B6 'Q ™, where i =1, 2and the calculated slow decay time (t1), fast decay time
(t2). The average PL emission lifetime, reflecting the overall emission decay behavior of

the electrode samples, was calculated as[45]

B
B ¢’

tavg = wherei=1, 2 (6.3)

The slow decay time (11), fast decay time (t2). average lifetime (tawg) and other
parameters are summarized in Table 6.1. The short decay time component is related to
trap-assisted nonradiative recombination of charge carriers in the defect states of the
electrode, whereas the long decay component is réated to the radiative recombination

because of the recombination of free excitons[45,4850] The emission lifetimes
components for ZnO/MoS 2 NHs (11 = 0.26 ns,12= 2.8 ns) and ZnO/MoO 3 NHs (11 =
0.28 ns,12= 3.3 ns) are shorter than that of the corresponding ZnO NRs (1= 0.33 ns,12=
3.5 ns). Moreover, the average decay lifetime, which reflects the overall emission decay
behaviour of the electrodes, is also found to decrease for ZnO/MoS2 NHs (Tav = 2.2 ns)
and ZnO/MoO 3 NHs (tay = 2.8 ns) compared to the pure ZnO NRs (av = 3 ns). The
decrease in the values of lifetime for NHs electrode compared to ZnO NRs indicates the
appearance of a nonradiative pathway, that is the establishment of an electron transfer
channel from MoS, or MoO3 to Zn0O.[46,49] Both the quenched PL emission and the
reduced decay lifetime indicate efficient interfacial charge carrier transfer/separation

and suppression of photoexcited charge carrier recombination in the nano-
heterostructure because of the formation of nano-heterojunction.[46,4951] The results
show that the ZnO/MoS > NHs electrode exhibits the most effective photo-induced

excition separation and reduced surface charge carrier recombination among the as

fabricated electrodes .
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Figure 6.6: Timeresolved transient photoluminesnce decay of the as prepared electrodes
(excitation at 400 nm and emission at 430 nm). Room temparature stésdyPL emission
spectra of ZnO NRs, ZnO/Mo®@and ZnO/MoS NHs under the excitation of 330 nnhfset of

the Fig6.6).

Table 6.1: Dynamics analsis of PL emission decay fbe different electrode sample

Photoelectrodes | #; (ns) t (ns) A1(%) A2z(%) tavg (nS) c?

ZnO 0.33 3.5 70 30 3 1.01
ZnO/MoO3 0.28 3.3 65 35 2.8 0.88
ZnO/MoS: 0.26 2.8 74 26 2.2 0.84

The charge carrier dynamics of the photoelectrodes were further studied by
recording the change of open-circuit potential (Voc) over time under chopped
illumination condition. In Fig. 6.7 @), the Vo for all the as prepared electrodes is found
to decrease sharply when the illumination is switch ed on. Similarly, the V. for all the
samples increases when the illumination is switched off. Generally, when the
illumination is switched off, the electrons density of the conduction band decreases
because of the carrier recombination which results in decrease of V... Hence, here the

increase inVocupon the switch off of the 11l uminat
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transportation at electrode/electrolyte interface. [8] Therefore, the large increase inVoc
for ZnO/MoS 2 NHs (~120%) compared to that of ZnO/MoO 3 NHs (~110%) and ZnO
NRs (~100%) indicates effective trarsportation of large amount of photogenerated
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Figure 6.7: (a) Opencircuit potential vs. time plot, (b) Tdfplot.

The reaction kinetic parameters of the OER activity of the different photoanod es
have also been determined from the Tafel plots (Fig. 6.7(0)) by ploting the overpotential
(n) against log(current density, J).[52054] As the slopes of the Tafel plots are subjective
to the mass transport and electron transport, hence, the Tafel slopes can also be used to
analysis the mechanism of OER activity of the photoanodes[27,52,54]It is evident from
Fig. 6.7(b), that the value of Tafel slope decreases significantly for ZnO/MoO 3 NHs (160
mV decadel) and ZnO/MoS > NHs (104 mV decade?) compared to the pristine ZnO
NRs (376 mV decadel). It has been reported that the intrinsic semiconductors like ZnO
are expected to exhibit higher value of Tafel slops because of the slow electron
transportation at the surface.[55] Therefore, the remarkable decrease in the value of the
Tafel slops after the formation of 2D-1D MoS; or MoO3-ZnO NHs signifies the faster
and effective electron transportion through the heterointerface. [27,54,55] The lowest
value of the Tafel slope for ZnO/MoS 2 NHs indicates its superior carri er transportation
characteristics.

The charge carrier dynamics (charge transport phenomena) in the bulk and at the

electrode surface/electrolyte interface of the as prepared photoanodes has also been
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examined by electrochemical impedance spectroscofy (EIS) measurements. The
semicircle of the Nyquist plot (Fig. 6.8 of the EIS analysis of the photoanodes obtained
under AM 1.5 G illumination have been fitted to the Randles equivalent circuit (inset of
Fig. 6.8) [56,57], where Rs represents the equivalent series resistanceRc is attributed to
the interfacial charge transfer resistance at the photoanode/electrolyte interface, and the
CPE is the constant phase element at the electrode/electrolyte interface, respectively.
The diameter of the semicircle of the EIS curve is the measure of theRc, which is
directly related to the photo-induced charge carrier transfer Kkinetics at the
photoelectrode/electrolyte interface. [3,58,59] Hence, the significant reduction of the
diameter of the semicircle as shown in the Nyquist plot for the NHs photoanodes
compared to the pristine ZnO NRs indicates remarkable decrease of the charge transfer
resistance at photoanode/electrolyte interface resulting faster charge transportaion. [27]
The smallest value of R (see Table6.2) for ZnO/MoS 2 NHs also signifies superior
charge transfer ability and faster interfacial reaction kinetics for the NHs photoanodes

leading to improved photocatalytic efficiency. [3,58]
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Figure 6.8: Nyquist plot of the EIS analysisf the photoanodes. Inset of the &8 shows the
fitted equivalent circuit for the impedance spectra.
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Table 6.2: Electrochemical impedance parameters obtained from equivalent obtained from the
EIS curves in Figure 6.8.

Photoelectrodes Rs (W) Ret (W)
ZnO NRs 14 2979

ZnO/MoO 3 NHs 16 1128

ZnO/MoS 2 NHs 9 506

The above studies show that the formation of 2D-1D NHs helps to achieve
increased specific surface area effective for enhanced broadband light absorption and
surface chemical reactions the most mportant factors for water splitting. Alongwith the
enhanced photo-generation of excitons the interfacial band alingment at interface
promotes the rapid separation and tranfer of the photo -induced charge carriers at nano-
heterojunction through the 1D ZnO N Rs towards to current collector (FTO) resulting
enhenced photocurrent. Therefore, the enhanced photoelectrochemical activities of the
multidimensional NHs may be attributed to enhanced light absorption, rapid charge

separation and transportation, and effective surface OER.
6.4 Conclusion

In conclusion, multidimensional 2D -1D nano-heterostructure photoanodes have
been fabricated by designing multilayered 2D structures of MoS 2 and MoO3 on 1D ZnO
NRs by easy and scalable wet chemical route. The NHs photoanales exhibit
significantly enhanced OER activity compared to the pristine ZnO NRs photoelectrode.
The as prepared ZnO/MoS > and ZnO/MoO 3 NHs show improved broadband solar
light absorption, whereas the effective band gap of the NHs is found to decrease
compared to the pristine ZnO NRs. The ZnO/MoS > NHs offers the lowest onset
potential (370 mV), whereas its photocurrent density has increased by 334%, reaching
the values of 2.02 mA cm'2 at 1.23 V versus RHE compared to ZnO NRs photoanode. It

is expected that the excellent contact and band alignment between ZnO and MoS or
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MoO3s are the key factors to promote the effective photo-induced charge carrier
separation, which is evident from th e carrier lifetime study and the small value of Tafel
slopes of the NHs photoanodes. The increase of the value ofopen-circuit potential and
the decrease of the value of interfacial charge transfer resistance for the NHs
photoanodes compared to the pristine ZnO NRs photoelectrode upon illumination
indicate superior photo -induced charge carrier transfer ability and faster interfacial
reaction kinetics of the NHs photoanodes. The as prepared 2D1D nano-
heterostructures are found to be effective photoanodes for water oxidation reaction to

harvest solar energy.
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Chapter 7

7.1 Preamble

Since last few years, the hassle of clean, efficient, and renewable energy sources
is remarkable and thereby driving intense scientific concernin the production, storage
and management of this precious energy. [2,3 Among variety of electrical energy
storage devices, supercapacitors (SCs), also known as electrochemical capacitors have
drawn enormous research and industrial attention because of their high power density
and very long cycle stability as compared to their counterparts such as batteries, fuel
cells and conventional capacitors etc. [4,5 SCs are very promising concept for next-
generation consumer applications in hybrid electric vehicles, miniatured electronic

circuits, portable electronic devices and backup power sources.

Various materials and electrode structures have been investigated toimprove the
performance of SCs. Initially, some carbon-based electrode materials like activated
carbon, carbon nanotubes, andgraphene [4,6,7 have been used as electrode materials
which come under the category of electric double layer capacitors (EDLC) because of
their charge storage mechanism (electrostatic gathering of charges at the electrode
electrolyte interface). Later, transition metal oxides (TMOs) like RuO2, MnO», FeOs,
NiO, and Co304, etc. and conducting polymers specially PANI [4,6,7 have been
investigated thoroughly because of their very high specific capacitance resulting from
unique redox (reduction/oxidation) reactions at the electrode -electrolyte interface and
thus categorized as pseudocapacitors. In particular, Co304, MnO2 and NiO have
exhibited immense potential as electro-active material in improving the performance of
SCsbecauseof their high theoretical specific capacitances,environment compatibility
and mechanical and thermal stability. Moreove r, their natural abundance makes them
economicas compared t o ot h[é8 Retenty daious nakostrucRited
morphologies such as nano-hollow -spheres, nanaerods, nano-belts, nano-needles, nanc
sheets, nancflowers, nanowires, and nanotubes (NTs) [4,6-8] of different single or
composite TMOs have also been designed to enhance the electrochemical performance

of the SC electrodes having the benefits of different nanostructures. However, among
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all the morphologies mentioned, nanotubes (NTs) have shown tremendous superiority
because of their unique 1D structure having large accessible inner and outer surfaces
which serve as a feasible platform for redox reactions to happen during the
functionalization of SCs and also the thin shell of the nanotubes (comparable to the ion
diffusion depth) boosts the performance of the active material helping in fast charge
transportation. [9-11] Sgnificant attempts have been made to improve the performance
of SCs using TMOs based nanostructures and it brings the challenges like the poor
electrical conductivity and low cycle life to overcome. However, the electrical
conductivity of TMOs can be improved significantly, on the basis of previous reports,
by introducing vacancies or impurities, via sintering in the selected gaseous
environment or through doping. [12-15 These mechanism boost up charge
transportation at the electrode/electrolyte interface during redox reactions and also
through the active material towards the current collector improving their
electrochemical performance.

In this backdrop, we have proposed a facile technique to grow freestanding
vertically aligned arrays of highly porous 1D Co 304-MnO2>-NiO composite NTs on
conducting (Au) substrate for the fabrication of SC electrode. Such unique design and
selection of component materials have several scientific advantages: (i) 1D structure
having large surface area with proper use of both of the inner and outer surfaces of the
NTs; as well as their highly porous walls would enhance the effective accessible surface
area of electrodes providing huge platform for surface based faradaic reactions; (ii) thin
walls of NTs would provide short ion diffusion path; (iii) combination of three highly
redox active oxides (Co:04, MNO2 and NiO) in a single nanostructure would definitely
improve the charge storing capacity of the whole system because of synergistic effect;
and (iv) direct growth of NTs on current collector (Au) would significantly improve the
electrical conductivity of the entire electrode by reducing contact r esistance and also
eliminates the use of expensive and resistive binders, which causes extra weight to the
electrode. Therefore, SC electrode containinghighly ordered, vertically aligned, porous

1D ternary hybrid NTs arrays having above mentioned advantages are expected to
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were used as a buffer to maintain the pH of the electrolyte around 3.5 and also to
control the electrodeposition process. The deposition of the arrays of Co-Mn-Ni alloy
nanotubes was conducted for 30 minutes by using a dc voltage of -0.78 V, following the
linear sweep voltammetry (LSV) results. After the growth of the Co-Mn-Ni alloy
nanotubes the template was removed by dissolving it in 2 M NaOH aqueous solution.

The open arrays of Co-Mn-Ni alloy nanotubes grown on Au layer were finally oxidized

to form Co304 MnO 2-NiO ternary hybrid nanotubes by annealing at 600°C for 5 hours
in air atmosphere. The mass of theactive electrode material was measured by using a
mi crobal ance having an acc uradiwe\elecodde ntaterials T g .
was calculated by subtracting the mass of the equal area Au foil layer, on which the
hybrid nanotubes were grown, from the total mass of the cathode (hybrid nanotubes
material and the Au layer). The loading density of the Co 304- MnO 2-NiO ternary hybrid

nanotubes was found to be 0.182 mg cn®.

ISl

Electrodeposited = Co-Mn-Ni NTs C0,0,-MnO,-NiO NTs
Co-Mn-Ni NTs after AAO template af(eranm:aling in
within AAO template dissolution in 2M NaOH air atmosphere at 600 °C

Figure 7.1: Schematic of the fabrication of ordered arrays of 1BD£BINO2-NiO hybrid

nanotubes.
7.2.3 Structural Characterizations

The crystal structures of the as prepared 1D Co030s4- MnO 2-NiO ternary hybrid
nanotubes were analyzed by X-ray diffraction (XRD, Panalytical X'Pert Pro
diffractometer). The chemical composition and elemental composition of the Co 30s-
MnO 2>-NiO ternary hybrid nanotubes were investigated by energy dispersive X-ray

(EDAX). The morphology and the structure of the arrays of Co-Mn-Ni alloy nanotubes
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and Co30s- MnO2-NiO ternary hybrid nanotubes were studied using field emission

scanning eectron microscope (FESEM, FEI Quanta200 Mark-2), transmission electron
microscope (TEM, FEI TECNAI G2 TF20ST) and energyfiltered transmission electron
microscope (EFTEM). The crystalline structure of the hybrid nanotubes was further

investigated by high -resolution TEM (HRTEM).

7.2.4 Electrochemical Measurements

The electrochemical properties of the samples were investigated by cyclic
voltammetry (CV) and galvanostatic (GV) charge/discharge tests by using a software
controlled conventional three -electrode electrochemical cell (potentiostat AutoLab-30)
consisting of the asprepared samples as the working electrode, Ag/AgCl as the
reference electrode, a Pt wire as the counter electrode and 1 M KOH solution as the
electrolyte, at room temperature. The CV measurements were performed at different
scan rates varying from 2 to 100 mV sl. Galvanostatic charge/discharge measurements
were conducted at various current densities varying from 2.6 to 45.7 Ag-1 to evaluate the
specific capacitance, areal capacitance, pwer density and energy density. A potential
window in the range from -0.2 V to +0.6 V was used in all the measurements.
Electrochemical impedance spectroscopy (EIS) was carried out to prove the capacitive

performance at open circuit potential in 1 M KOH w ithin a frequency range of 1810° Hz.

7.3 Results and discussion

7.3.1 Structural and Morphological Analysis

The XRD data in Fig. 7.2(a) shows the individual crystalline phases of C030a4,
MnO2-and NiO. It is also evidenced that the as synthesized metal oxdes are of
polycrystalline in nature. Field emission scanning electron microscope (FESEM)image
of the asprepared 1D C0304-MnO2-NiO ternary hybrid NTs arrays is shown in Fig.
7.2(b). From the figure, it is evident that high density well aligned arrays of NTs have
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been formed uniformly throughout the whole substrate during the electrodeposition
process. Average length and outer diameter of these NTsare uniform and found to be
approximately 21 m and 125 nm, respectively. The elemental compositions are studied
by EDAX as shown in Fig. 7.2(c)and it is found that the weight ratio of Co, Mn and Ni
is found to be 1.1:1.2:1. Again the porus nature of the NTs wall is evidenced by cross

sectional FESEM with higher resolution which is shown in Fig. 7.2(d).

(a) A—Cos()_,‘,m—NiO,u—.\an:,B—Au

p(111)

a (100)

o (311)
o (222)

2 (400)

Intensity (arb. u.)

30 40 50 60 70 80

20 (Degree)
(C) Elem  Wt%  At%
OK 2454  43.99
oK MnK 2376 16.01
CoK 2027  21.84
NIK 1938 1120
AuM 1205 6.96

Mn K

Figure 7.2: (a) XRD pattern, (b) large area FESEM micrograph, (c) EDAX spectrum and (d)
porus wall of CgD4- MnO »-NiO ternary hybrid nanotubes.

Again, the high resolution FESEM image is also provided in Fig. 7.3(a) which
clearly shows the nano-tubular nature of t he hetero-structures. The tubular nature of

the asprepared hybrid NTs is further explored by transmission electron microscope
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ion present in the NTs. However, higher intensity of the Co, Mn, Ni and O at the surface
as compared to the central portion of the nanostructure confirms the formation of

uniform hybrid NTs.

7.3.2 XPS Analysis
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Figure 7.4: XPS spectrum of (a) Co 2fb) Mn 2p, (c) Ni 2p and (d) O 1s, respectively, in
Cax0s- MNO2-NiO ternary hybrid nanotubes.

We also have employed the x-ray photoelectron spectroscopy (XPS) to verify the
elemental composition and chemical states of the as-synthesized 1D C0304-MnO >-NiO
ternary hybrid NTs, respectively . Core level XPS spectrumof Co 2p (Fig. 7.4(a))shows
two peaks of Co 2pz2 and Co 2py» observed at the binding energies of 780.4 and 795.5
eV, respectively, suggeststhe Co?* state, whereas two small peaks at 788.9 and 84 eV
could be attributed to 2ps2 and 2p12 of Cos3*, respectively, indicating the presence of

Co304 phase in this hybrid nanotube. [16,17] Deconvolution of Mn 2 p core level
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spectrum (Fig. 7.4(b)) gives two distinct peaks at 642.1 and 653.4 eV with a spirorbital
splitting of 11.3 eV, which corresponds well to Mn 2 ps2 and Mn 2p12 of MnO»,
respectively. [16, 18] Similarly, Ni 2p core level spectrum (Fig. 7.4(c))displays Ni 2 ps»
and Ni 2p12 peaks at binding energies of 855and 872 eV, respectively, with the spin-
orbital splitting of ~ 17 eV, confirming the divalent (+2) oxidation state of Ni in 1D
C0304-Mn0O »-NiO hybrid NTs . [19] Moreover, the presenceof the satellite peak at ~ 861
eV again indicates 2+ oxidation state of Ni. The O 1s core level XPS speatum (Fig.
7.4(d)) has two distinct component peaks at ~ 529.6 and 531.5eV, which could be
assigned to the oxygen present in the oxides of Coz04, MNO 2, and NiO and the oxygen
atoms in hydroxyl groups or oxygen vacancy defects incorporated on the surface of

NTSs, respectively.

7.3.3 Electrochemical Performance
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Figure 7.5: Variation of Areal and specific capacitance for the ternary hybrid nanotube electrode

as a function of potential scan rate.

Electrochemical performance of the asprepared 1D Co0304-MnO »-NiO hybrid
NTs, was investigated in three-electrode electrochemical cell system by cyclic
voltammetry (CV) and galvanostatic charge/discharge methods. The typical three-

electrode cell consisted of the 1D Cos0s-MnO2-NiO ternary hybrid nanotubes,
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Ag/AgCI, and Pt electrodes asworking, reference and counter electrodes, respectively,
dipped in 1 M aqueous KOH solution at room temperature. The value of specific
capacitance and areal capacitance (Fig. 7.5) are calculated at different scan tes from
CV curves (Fig. 7.6(a)). The CV curves of the asprepared Co0304+MnO »-NiO ternary
hybrid NTs electrode at different scan rates are shown in Fig. 7.6(a), where the current
increases sharply with increasing scan rate. However, the shape of the CV cuve,
remains almost similar at all scan rates, suggesting good reversibility nature of the
hybrid NTs electrode. The shape of the CV curves as observed in each CV curve
suggests charge storage mechanism of Cg0s-MnO 2-NiO ternary hybrid NTs electrode
via surface bound faradic reactions governed by inter conversion of various oxidation
states of metal ions together with K+ion intercalation/deintercalation process into/from
oxide nanostructure. [20, 21 The area under the CV curve represents total charge
originating through faradaic and non -faradaic processes; faradaic contribution involves
ion intercalation together with surface bound redox pseudocapacitance whereas non-
faradaic process arises from double layer effect.[22] These effects can be explained by
analysing CV curves at different scan rates {) using the power law: i =av®, where aand
b are two adjustable parameters [22,23 and accordingly parameter b can be calculated
from the slope of the plot of log i vs log v. Generally, for ideal diffusion controlled
faradaic process, slopeb= 1/ 2 and it sati sfirk’s[2380nherdas el | 0
slope b = 1 represents purely capacitive response (redox pseudocapacitance plus double
layer capacitance) because thecapacitive current is proportional to the potential sweep

rates: | =VC, A, Cq being the capacitanceand A is the surface area of the electrode [24]

Hence, one can expectdominant capacitive charging at higher scan rates because of
stronger linear dependence, whereas diffusion process will dominate more at lower
sweep rates. Moreover, slope b, as obtained by plotting log i against log v at different
voltages (V), shows a value ~ 0.5 at peak potentials suggesting dominance of diffusion
limi ted charge storage process, whereas at other potentials slope value is ~ 1 indicating

that the current is predominantly capacitive, as shown in Fig . 7.6b). Now, from CV
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curves capacitance () values are calculated using the equation:C=q/V Fjdt/V,

where qis the charge stored,| the current and V is the potential window. In accordance
with our arguments, we have observed a sharp increase in capacitance with decreasing
sweep rates, a maximum value of ~ 1247 Fd (~ 555.5 mFcm?) being attained at a scan
rate of 2 mVs?(as shown in Fig. 7.5). It is mainly because of the formation of the porous
and spongy surface of this Cos0s-MnO»-NiO ternary hybrid NTs arrays that provide
enormous and accessible inner surfacesof the nanostructure for effective diffusion
controlled faradaic reactions at lower sweep rates. However, at higher scan rates, only
non-diffusion controlled capacitive charging process dominates over intercalation
capacity, that reduces overall capacitance of hybrid NTs electrodes (~3845 Fglat a scan

rate of 100 mVs?l).

< 25
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Figure6:( a) Cyclic voltammetry curves recorded

as a function of voltage (V)for cathodic and anodic sweeps of CV cycles,and Trasattt)plots: (
plot of 1/g against W2to find the total charge {ga) Stored by the electrode material. (d)shows

the plot of §against v-12to quantify the charge stored only on the outer surface of the electrode

material (Gouter)-
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Now, as ion intercalation at lower sweep rates enhances charge storage
capacity drastically, so it would be interesting to investigate the maximum charge that
can be storedin this ternary hybrid NTs arrays and also the actual electrochemical
surface area leading to total chargestorage. The overall or complete charge stored in the
electrode material can be calculated using procedure given by Trasatti et al.,2> which
involves the determination of total charge stored (qtota) from the intercept of the linear
plot of 1/ g against v’2, as shown in Fig. 6(c). This procedure can also be used to
determine the charge stored only at the outer surface (outer) Of the electrode material
from the intercept of the linear plot of ¢ against vd 12 [22] as shown in Fig. 7.6(d).
Interestingly , the value of maximum charge that can be stored within this ternary
hybrid nanostructure is found to be 2020.20 Cg1, equivalent to a specific capacitance of
2525.25 Fd for a potential window of 0.8 V. Similarly, the charge stored on the outer
surface is found to be 282.8 Cg! with an equivalent capacitance of 353.5 Fgl. Moreover,
the charge stored in the inner surface ((inner) is the difference between total charge
(J'totar) @and charge stored onouter surface outer), is found to be 1737.4 Cdt (~ 2171.8 Fg
1). The high charge storage capacity of the electrode canbe attributed to the porous,
spongy and tubular structure of these ternary NTs that provides enormous inner and
outer surface for both faradaic and non-faradaic processes at lower as well & at higher
potential sweep rates, as discussed earlier.

To further illustrate the capacitive performance of the Co0304-MnO 2-NiO
ternary hybrid NTs , galvanostatic charge/discharge was performed within the potential
window between -0.2 and 0.6V at different current densities and corresponding
charging/discharg ing curves at some selected current densities are shown in Fig 7.7a).
At lower current densities, charging profile shows non -linear and sluggish behavior,
which is due to the diffusion -controlled far adaic process together with purely capacitive
charging. Interestingly, discharge profile shows two prominent regions, the first one
after the IR-drop characterized by a linear discharge region can be attributed to the
release of charges from thesurface or near surface regions of the electrode material, i.e.

capacitive discharge. However, the second region that is characterized by a very slow
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and extended discharge tail is mainly because of deintercalation of diffused ions from

the innermost portions of el ectrode material, i.e. diffusion controlled discharge profile.

Such behavior of charging/discharg ing curves is consistent with their CV profiles at
lower potential sweep rates. Moreover, at higher discharge currents, although the
discharge profile shows the first linear region, however, slow discharge tail has been
reduced significantly which is mainly because of the availability of only surface or near -
surface regions of the electrode material at higher currents, i.e. discharge becomes non
diffusion contro lled and more capacitive with the increase in current. From the
discharge profiles of charging/discharg ing curves, capacitance values for this CaOas-
MnO »-NiO ternary hybrid nanotubes electrode have been calculated using equation:
C=i D \L,(where, | is the discharge current,and 2@ be the discharge time for potential
window OV) and found to be ~ 1224.5 F/g (~ 544.9 mF/cm?2) at a current density of 12.2
A/g (-5.4 mA/cm 2) and retains a value of 397.5 F/g (~176.9 mF/cm?2) as the current
density reaches at ~ 18.4 A/g (~ 8.2 mA/cm 2). The value of capacitances for this hybrid
nanotubes electrode are higher than previously reported transition metal oxides and

their mixed composites incorporated with conductive polymers and  carbon-

basedmaterials.[9-1120,21,26-37]
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Figure 7.7: (a) Galvanostatic charge/discharge curves fogOz®INO2-NiO hybrid NTs
electrode within voltage window €.2 to 0.6 V; (b) variation of energy and power densitieswith
current densities,calculated frothe discharge profile,; (c) Nyquist pleZ{ Vs. Z plot) for the

hybrid electrode within the frequency range of 1 Hz to 100 kHz, inset shows the Bode plot to find
out response time of this hybrid NTs electrode and (d) cycling performance and coulombic

efficiency during 3000 charge/discharge cg/cle

Energy (E) and power (P) densities for the ternary hybrid NTs electrode have
been calculated using equations E=1/2CV?andP=E/ [, respectively, where the
parameters have their usual meanings, are plotted against current densities in Figure
7.7(b). This nanostructured electrode demonstrates an energy density as high as 108.8
Whkg-1 at a current density of 12.2 Agl. Moreover, maximum power density that has
been achievedis ~ 8 kWg1 with a corresponding energy density of 35.3 Whkg?! when
current density reaches at 18.4 Ag!, thus showing remarkable energy and power
performance of the hybrid NTs electrode. We have also performed electrochemical

impedance spectroscopy and corresponding Nyquist plot ( -ZA/&€ ZZplot) is depicted in
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Fig. 7.7(c).The intercept of the Nyquist curve with the real axis at high-frequency regime
provides equivalent series resistance (ESR) which is foundtobe ~3.55% f or t hi s h
NTs electrode, showing the low resistance of the electrolyte and good electrical contact
between the electrode material and the substrate. Moreover, the capacitive response
frequency (fo) for this electrode as calculated from the Bode plot (as shown in the inset
of Fig. 7.7(c)) at a phase angle of-45 is found to be 5.72 Hz, gives a response time o =
1/ fo) as small as 0.17s, again suggesting fast charge/discharge characteristics of this
ternary hybrid NTs electrode.

The cycling stability and coulombic efficiency of the C0304-MnO »-NiO ternary
hybrid NTs electrode were investigated at a current density of 15 Ag-! during 3000
charge/discharge cycles are shown in Fig. 7.7(d).The electrode exhibits an exceptional
cycling stability with 89.5% retention of its initial capacitance and a coulombic efficiency
of almost 95% after 3000 cycles, suggesting stall electrochemical behavior of the
hybrid NTs electrode during long cycle test. A Little drop in the specific capacitance
following 3000 charge/discharge cycles might be due to the bulging of the electrode
material resulted from continual ion intercalation/ deintercalation process during long
charge/discharge cycles. Nonetheless, such high specific capacitance, high
energy/power density and fast response time, i.e. worthy capacitive performance of the
C0304-MnO2-NiO hybrid NTs electrode can mostly attributabl e to the well planned
nano-architectural designing of electrode based on three highly electroactive materials
that offers huge surface area (having highly porous inner and outer surface of the NTs)
for fast faradaic and non-faradaic process. Additionally, direct growth of electroactive
materials on conducting substrate provides enough structural integrity to sustain long
charge/discharge cycles and also reduces the internal resistance to facilitate electron

transfer towards the current collector boosting th e performance of the electrode.

7.4 Conclusion

In conclusion, novel 1D architecture ofC0304-MnO 2-NiOternary hybrid NTs

arrays with remarkable capacitive performance has been demonstrated. These hybrid
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nanotubes are fabricated by combining simple template b ased electrochemical
deposition of Co-Mn-Ni alloy NTs followed by controlled oxidation. The unique nano -
architectural design of this hybrid NTs electrode having large accessibleinner and outer
surface area and small ion diffusion path coupled with synergy effects from three
highly redox active materials grown on a highly conducting metal substrate facilitating
fast charge transport helps to achieve enhanced electrochemical properties of this

hybrid NTs arrays suitable for supercapacitor applications.
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Conclusion and Future Scope
Chapter 8 d
of The Work

This chapter presentan overall conclusion of the work described

so far and the scopes for further work in this specific field.
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8.1 Conclusion

In this modern era, energy supply is highly required in order to maintain this
industrially revolutionized society. Sustainable development of the society needs
energy infrastructure based on environmentally acceptable sources of supply by
replacing the principle energy resources available today, the fossil fuels. The utilization
of clean and renewable energy resources mainly solar energy will not only provide the
total energy need in future but it will prevent severe anthropogenic impact on the
environment. Also, owing to tremendous use of portable electronics, investigation of

supercapacitive materials has huge importance.

This thesis has beenmainly focusd on the fabrication of oxide materi als based
electrodes for solar energy conversion via water splitting in a photo electrochemical cell
as well as for supercapadtor devices. In particular, we have fabricated 1D ZnO
nanorods array over fluorine doped tin oxide (FTO) glass substrate as prinstine
photoelectrode material for PEC cell. After that, several strategies such as surface
functionalization, doping, heterojunction fabrication etc . have been adopted to improve
the photoelectrochemical performance and their photoconversion efficiency. On the
other hand, for supercapacitor we have fabricated transition metal oxide based hybrid

nanotubes (Co304-MnO 2-NiO ternary hybrid 1D nanotubes array) electrode.

First of all, we have fabricated highly ori ented arrays of C, N and S surface
functionalized/surface doped ZnO nanorods (NRs) by a simple chemical bath
deposition followed b y wet chemical method. Surface functionalization significantly
improve s both the photocurrent and photostability of the ZnO NRs electrodes under
visible -light irradiation al ong with the reduction in onset potential for water oxidation.
The C-ZnO, N-ZnO and SZnO NRs photoanodes exhibite 6.5, 5.5 and 3 iimes increasal
photoconversion efficiency, respectively, as compared to that measured for pure ZnO
NRs (0.02%)under visible -light illumination (10 mW.cm 2,1 > 420 nm, 0.5 M NaSO).

The study demonstrated that the surface functionalization could be a facile and general
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approach for oxide semiconductors to achieve an effective solution for high

performance solar light -driven water splitting.

Afterwards, we have fabricated alkali metal (Li, Na and K) doped ZnO NRs
array photoanodes. Li-ZnO, Na-ZnO and K-ZnO NRs photoanodes show enhanced
photoconversion efficiency (0.69%, 0.73% and 0.70% respectively) than the prinstine
ZnO NRs phoneanode under visible -light il lumination (10 mW.cm2, 1 > 420 nm, 0.5 M
Na>SQs). This work basically demonstrates the significance of defect engineering in
tuning the visible light driven photoelectrochemical propert ies of the alkali metal (Li,
Na and K) doped ZnO NRs. Large concentration of oxygen vacanciesintroduced in the
sub-bandgap because of alkali doping serve as the light absorbing donor sites and also
photoelectron recombination centres resulting enhanced photocurrent and hole
separation in the valance band, respectively. The lattice strain developed in the
nanorods due to doping contributes in easy electron transportation and mobility. Defect
engineering also tunes the electronic structure of the photoanodes resulting in the band
gap modifi cation and band edge engineering, boosting charge carrier migration and
reduced electron-hole pair recombination for enhanced oxygen evolution reaction.

Again, a novel efficient strategy for designing of p-n type nano-heterojunction
photoanode is demonstrated for empowering the water splitting efficiency by growing
low band -gap p-CuFeO. nanolayer on n-ZnO Nanorods by an easy and scalable route.
The photoconversion efficiency of p-n CuFeO./ZnO photoanode is found to be 5.5
times higher than that of the pristine ZnO Nanorod s electrode under visible-light
illumination (T > 420 nm, i nt2eld smW.tny?, 05 M Nm®0s).nThe p-n
CuFeO2/Zn0O nano -engineering not only boosts the visible light absorption but also
resolve the limitations regarding effective charge carrier separation and transportation
because of interfacial band alignment. This photoanode also shows remarkably
enhanced stability where the formation of p-n nano-heterojunction enhances the easy
migration of holes to the electrode/electrolyte interface and the electrons to the counter

electrode (Pt) for hydrogen generation.
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Finally, the design of a novel architecture of multidimensional nano -
heterostructures based photoelectrode is demonstrated by coupling the multilayered
two -dimensional (2D) structure of MoS2 and MoO3s on the well aligned arrays of one-
dimensional (1D) ZnO nanorods template expecting the effective synergic effects. The
advantages of catalytically active sites of 2D layered structure of transition metal
dichalcogenides/oxides is integrated with the distinctive dimensionality dependent
phenomena of 1D structure to achieve enormous surface area for light harvesting and
photoelectrochemical reaction along with favorable photocarrier dynamics required for
water splitting. The new ZnO/MoS > and ZnO/MoO 3 nano-heterostructures
photoanodes exhibit low onset potential and enhanced broadband light absorption
resulting high photocurrent density of 2.04 and 0.67 mA cnmi2at 1.23 V versus reversible
hydrogen electrode under AM 1.5 G illumination, which corrospond to 334% and 43%
increase of photocurrent, respectively, compared to that of pure ZnO nanorods. The
nano-heterostructures photoanodes also exhibit enhanced applied bias photon-to-
current conversion efficiency and superior spatial photo -induced exciton separation and
transportation because of the favorable interfacial band alignment at 2D-1D nano-
heterointerface and suppress in the surface charge recombination, which promotes the
hole transportation at nano-heterostructure/electrolyte interface and boost the surface

oxygen evolution reaction leading to enhanced photoelectrochemical performance.

On the other hand, we have adopted electrodeposition technique to design
C0304-MnO 2-NiO ternary hybrid 1D nanotubes array for their application as an active
material for high -performance supercapacitor electrode. This asprepared novel
supercapacitor electrode can store charge as high as ~ 2020 Cyg(equivalent specific
capacitance~ 2525 Fg!) for a potential window of 0.8V, has long cycle stability (nearly
89.5% specific capacitance retains after successive3000 charge/discharge cycle),
significantly high coulombic efficiency and fast response time (~0.17s).The remarkable
electrochemical performance of this unique electrodematerial is the outcome of its

enormous reaction platform provided by its special nanostructure morphology and
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conglomeration of the electrochemical properties of three highly redox active materials

in a single unit.
8.2 Future Scope

The research works which have so far beendecribed in this thesis set the stage for
further research in the field of solar energy conversion and clean fuel generation in PEC
cell by designing effective oxide semiconductors owing to their low fabrication cost,
faster reaction kinetics, stability in electrolyte medium and possibility of large scale
integration . Particularly, ZnO based nanostructures have been showed enormous
potential for solar energy harvesting in PEC cell by water splitting from the last several
decades owing to the excellent carrier density, conductivity, different electronic and
energy properties, large scale economical productivity, etc. Basically, to further
improve the photconversion efficiency by minimizing the limiting parameters of the
photoelectrodes fabrication and to meet the current challenges of energy requirement
enormous researchon oxide semiconductors based nanostructures should be required.
Furthermore, the physics behind various peculiar electrochemical aspects and electronc
properties, which often arise but are not properly studied in detail, has been explored in
some of the present research works and this will certainly help to build b etter concepts
on these mattersand will encourage others to do research in these fields.One important
aspect, we have found out that the lattice strain and oxygen vacancies developed in
ZnO NRs due to alkali metal (Li, Na and K) doping significantly enhance the
photocurrent level and hence the photoconversion efficiency. Therefore, research on
proper defect engineering in oxide semiconductors might be a solution for effective
photoelectrodes fabrication. However, all our research works have been done in
laboratory scale and to make our materials to be used in the real field applications, a

thorough research in engineering is needed.

On the other hand, the supercapacitive performances shown by the C0z04-MnO 2-
NiO ternary hybrid 1D nanotubes array is quite promising due to accessible imer and

outer surfaces of the NTs for enormous reaction platform and short hole-diffusion
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length and the integratibility of several metal oxide phases into a single plat form. Apart
from making a real supercapacitor from the Co0304-MnO2-NiO ternary hybrid 1D
nanotubes array, investigation of other ternery hybrid oxide based NTs might provide a

convenient way to make high performance supercapacitor devices.
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