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Abstract: 
The ground-breaking discovery of topological insulators in 2005 enhances the importance of 

band topology in condensed matter physics, with implications extending to superconductors, 

semimetals, and other pivotal domains. Discoveries of topological phases in strongly correlated 

systems, such as heavy-fermion compounds like SmB6 and YbB12, have further fuelled interest 

in this area. The interplay between electron correlation and topology is particularly intriguing 

due to its potential to induce nontrivial properties, shaping contemporary condensed matter 

physics. To address the thesis objective of examining "correlation and topology," we 

investigated two correlated phenomena alongside topological properties: charge density waves 

(CDWs) and antiferromagnetic (AF) spin ordering. Initially, our focus was on LaAgSb2 and 

1T-TaS2, each exhibiting unique CDW modulation characteristics. Further exploration led us 

to the topological square net system GdAgSb2, displaying antiferromagnetic spin ordering 

along c-axis at very low temperatures (T=14 K). 

In LaAgSb2, featuring a square net crystal structure, multiple CDW transitions occur as 

temperature decreases. Large planar Hall (PHE) signals are found in the CDW phase, indicative 

of a chiral metallic phase discovered through optimization via first-principles calculations.  The 

anisotropic nature of the Dirac cone gives the PHE signal at high temp. This study provides 

insights into correlation-driven topological transitions via electron transport measurements and 

ab-initio electronic structure calculations. In the case of 1T-TaS2, which hosts chiral CDW, we 

investigated Berry curvature-driven properties. Different degrees of CDW ordering are 

observed depending on temperature, with the Berry curvature-driven PHE signal and Non-

linear Hall effect (NLHE) appearing only inside the commensurate CDW phase. The 

breakdown of inversion symmetry in the commensurate CDW phase leads to persistent Berry 

curvature, determined through a developed model Hamiltonian based on electronic band 

structure. 

Finally, in the investigation into magnetism and topology, we examined the antiferromagnetic 

topological system GdAgSb2. The system exhibits significant non-saturating 

magnetoresistance and a positive PHE signal, reminiscent of other topological systems. 

Anomalies in the PHE signal and distinct exponents in its magnetic field dependence above 

and below the Neel temperature (TN) were noted. Our experimental technique offers a pathway 

to explore the influence of magnetism on topological properties. 
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                                                  ϢϩϞϩЇϠ  

2005 Ϣϩϻϟ ύϻϘϩϟϬϊσӬϩϟ ηϗϢϳϻϟύϞ ϪϟϞ БϩιҌ ϼЦϪσЇ ζϪϚһϩϞ σϗϻϐҔϐ ϜӬϩύϩϞ ϪϙϬϊϻљ 

ϚӬϩҌ ύϻϘϩϟϬϊϞ Ѿϻσ ϚϩϪϤϻϦ ϼϓϩϻϟ, ϝϩϞ ФϛϩϚ ϢϳϘϩϞσҌϩѓϞ, ϼϢϪϜϻϜύϩϟ νϚЇ εϗӬϩϗӬ Ϝ϶ϟ 

ϼϐϩϻϜϻϗ ФϢϩϪϞϓ ϣϦί SmB6 νϚЇ YbB12-νϞ Ϝϻϓϩ ϛϩϞϱ-ϙϩϪϜЉϦϗ ϼϝЃυ ϪϟϞ Ϝϻϓϩ ϕϷϥϛϩϻϚ 

ϢҤσЉϝϳє ϪϢϻӅϻϜ ύϻϘϩϟϬϊσϩϟ Ϙϝ ЉϩϦ ϪϟϞ ζϪϚһϩϞ Ϫϟ νη ϼЯϻО ζϞο ζБϣ ϚϩϪϤϻϦϻωί 

ηϻϟбϗ ϘϩϞӉϪϞσ ϢҤσЉ νϚЇ ύϻϘϩϟϬϊϞ ϜϻϖӬ ζҍЈФϬЎϦϩ ϪϚϻϠϡϛϩϻϚ ψϜσФϕ σϩϞϒ νϫύϞ 

˝̗˰ŁœĻƨ ϾϚϪϠҼӬ Ϫϟϻσ ФϻϞϩϪψϓ σϞϩϞ ϢҧϩϚϗϩ, ϢϜϢϩϜϪϦσ φϗϱϛ϶ϓ ϘϕϩϻϔЉϞ ϘϕϩϔЉϪϚϕӬϩϻσ ζσϩϞ 

ϼϕϦί ŐĽŐŋŋ-ĩŇ ĥŖəŉǝ 'ŋʏĭƨ ĩŃğ ķŖŁŏňŐĴ' ļľɫ ĭŇŏŇ Ĵŀǝ, ĢŅŇŏ ķŖŁŏňŐĴĭŏň ŹŃŐŉʱǝ˝ŐňŇ 

ŁŏŉŏŁŏŐŉ ľŒȃ ģŖňĭǨŐŀĭ ŋʏĭƨ ņŒȍ İķŀŏ ļľɫ ĭŖŇŐĳ: ĢĿŏŀ-ĩŇ İŀ˰ ļŇȧ (CDW) ĩŃğ 

ġǝŏŐɣŖłŖŇŏŅǝŏįŖŀȃĭ (AFM) Őˈŀ ġĹƨŏŐŇğĜФϩϔϪϜσϛϩϻϚ, ζϜϩϻϕϞ ŸĭɮŐŃɯŒ  Ϫωϟ LaAgSb2 νϚЇ 

1T-TaS2, ǳŐļȃ ġŀŀǝ CDW ŅĹŒŖňŉŀ ŹŃŐŉʱǝ ǳľŉƨŀ ĭŖŇĜ ζϞο εϻҒϡϒ ζϜϩϻϕϞϻσ ύϻϘϩϟϬϊσϩϟ 

ӃϦϩϞ ϼϗύ ϪϢϻӅϜ GdAgSb2-ν ϪϗϻϦ ϝϩϦ, τϳϚ σϜ ϓϩϘϜϩОϩϦ (T=14 K), C-εЯ ϚϞϩϚϞ 

εӬϩϪҊϻϙϻϞϩϜӬϩυϻϗϫύσ ϮӉϗ ЎϜ ФϕϠЉϗ σϻϞί 

LaAgSb2-ν, νσϫύ ϚυЉϩσϩϞ ϼϗύ ӊϫύσ σϩώϩϻϜϩϞ ϾϚϪϠҼӬϝϳє, ϓϩϘϜϩОϩ ЮϩϻϢϞ Ϣϩϻϔ Ϣϩϻϔ νσϩϪϖσ 

CDW ϘϩҍϞ φϻύί CDW ϘϻϚЉ ϚϤ ҙӬϩϗϩϞ ϣϟ (PHE) ϢЇϻσϓ ϘϩοϦϩ ϝϩϦ, ϝϩ ФϔϜ-ϗϱϪϓ υϒϗϩϞ 

ϜϩϖӬϻϜ εϪҕϜϩηϻϊϠϻϗϞ ϜϩϖӬϻϜ ζϪϚһϷϓ νσϫύ ϪψϞϩϟ(chiral) ϖϩϓϚ Ϙϝ ЉϩϻϦϞ ϪϗϻϕЉϠσί ϪϐϞϩσ 

ϠχЁσϳϞ εӬϩϪϗϻϢϩЙϪϘσ ФσϷϪϓ ιѦ ϓϩϘϜϩОϩϦ PHE ϢЇϻσϓ ϼϕϦί νη εϖӬϦϗϫύ ηϻϟбϗ ϘϪϞϚϣϗ 

ϘϪϞϜϩϘ νϚЇ εӬϩϚ-ηϗϫύο ηϻϟσЙϪϗσ σϩώϩϻϜϩ υϒϗϩϞ ϜϩϖӬϻϜ ϘϩϞӉϪϞσ ϢҤσЉ-ψϩϪϟϓ 

ύϻϘϩϟϬϊσϩϟ ЙϩϗϬϊϠϻϗϞ εҍϕϷЉϫҼ Фϕϩϗ σϻϞί 1T-TaS2 νϞ ϼЯϻО, ϝϩ chiral CDW ϼϣϩӅ σϻϞ, 

ζϜϞϩ Berry curvature ψϩϪϟϓ ϾϚϪϠҼӬ Ϫϟ ϓϕҍ σϻϞϪωί Berry curvature -ψϩϪϟϓ PHE ϢЇϻσϓ νϚЇ 

ϗϗ-ϪϟϪϗϦϩϞ ϣϟ ηϻϙѓ (NLHE) ϖϳϜϩО σϩηϞϩϟ CDW ϘϻϚЉϞ ϪϛϓϻϞ ιϘϪӇϓ ϣοϦϩϞ Ϣϩϻϔ 

ϓϩϘϜϩОϩϞ ιϘϞ ϪϗϛЉϞ σϻϞ CDW εϐЉϩϻϞϞ ϪϚϪϛґ ϪϐБϱ ϘϪϞϟϪЯϓ ϣϦί Commensurate CDW ҄ ϩϞϩ 

ϪϚϘϞϱϓ ФϪϓϢϩϻϜӬϞ ϛϩѣϗ ŐŋŖʿŖŅ Berry curvature ϪϗϻϦ ĢŖŋ, ϝϩ ηϻϟσЙϪϗσ ϚӬϩҌ σϩώϩϻϜϩϞ ιϘϞ 

ϪϛϪѺ σϻϞ νσϫύ Ϝϻϐϟ ϣӬϩϪϜϟϻύϩϪϗϦϩϗ ҄ϩϞϩ "ϪϗϖЉϩϞϒ σϞϩ ϣϦ| 

εϚϻϠϻϡ, ψϵҦσѾ νϚЇ ύϻϘϩϟϬϊϞ ϓϕϻҍ, ζϜϞϩ εӬϩϪҊϻϙϻϞϩϜӬϩυϻϗϫύσ ύϻϘϩϟϬϊσϩϟ ϪϢϻӅϜ 

GdAgSb2 ϘϞϱЯϩ σϻϞϪωί ϪϢϻӅϜϫύ ιϻҲτϻϝϩυӬ ϗϗ-ϢӬϩψϵϻϞϫύЇ ϜӬϩυϻϗϻύϩϻϞϪϢӅӬϩҔ νϚЇ νσϫύ 

Ŀŀŏɓĭ PHE ϢЇϻσϓ ФϕϠЉϗ σϻϞ, ϝϩ εϗӬϩϗӬ ύϻϘϩϟϬϊσϩϟ ϪϢϻӅϻϜϞ ӋϞϒ σϪϞϻϦ ϼϕϦί PHE ĩŇ 

ŅŏŖŀŇ εϢϩϜѮϢӬ ϗϱϟ ϓϩϘϜϩОϩ ĩŇ Őŀĭķ νϚЇ ϗϱϟ ϓϩϘϜϩОϩ (TN) νϞ ιϘϻϞ νϚЇ ϗϱϻψ νϞ ϼψЃҦσ 

ϼЯϻОϞ ϪϗϛЉϞϓϩϞ Ӎϓу Ϣ϶ψσ Ϫϟ ιϻҲτ σϞϩ ϣϻϦϪωϟί ĢŅŏŖľŇ ǳŖŞŏįŉőň ŁɛŐļ ķŖŁŏňŐĴĭŏň 

ŹŃŐŉʱǝ˝ŐňŇ ĥŁŇ ĲŒ̖ĭŖɎŇ ǳńŏŃ ļľɫ ĭŇŏŇ ĩĭȃ ŁĽ ĥŁ˄ŏŁŀ ĭŖŇĜ  
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 Chapter 1 

Introduction:  
Solid materials with ordered atomic structures, known as crystalline states, are fundamental in 

modern technology. These materials, such as ferromagnetic substances used in electric devices 

and semiconductors driving computational advancements, underpin various technological 

applications. Condensed matter physics extensively investigates these systems, particularly 

focusing on electronic states and their correlations, which give rise to phenomena like 

superconductivity and charge density waves. 

In simpler scenarios where electron interactions are weak, a system can be described by the 

influence of an average periodic potential. This leads to independent wave-like states, each 

either occupied or unoccupied depending on energy levels, yielding complex phenomena. The 

integer quantum Hall effect (QHE), observed in 19801, exemplifies this complexity, where 

strong magnetic fields induce chiral edge states, showcasing topological aspects. Topological 

matter explores electronic statesôs topological structure, revealing deep connections between 

bulk properties and conducting edge states. Additionally, crystalline systems exhibit low-

energy excitations akin to elementary particles, like electron vacancies termed quasiparticles. 

Describing solids in terms of quasiparticles often simplifies understanding, especially in 

conjunction with topological considerations in materials like topological semimetals 

Topology, a comprehensive concept with applications extending beyond condensed matter 

physics, involves the examination of enduring spatial characteristics amidst continuous 

transformations. In the context of condensed matter physics, this spatial domain is commonly 

identified as the reciprocal k-space, elucidated by a (topological) band theory2ï5.  

In Section 1.1, We commence by providing a concise overview of illustrative instances 

demonstrating topological concepts in everyday situations. Section 1.2 Wraps up by 

summarizing the domains in physics where topology holds significance, elucidating its 

presence in condensed matter physics. 



12 

 

1.1 Examples of topology from Everyday Life:  

The objective of this section is to provide an intuitive grasp of topological classification without 

necessitating mathematical expertise. The guiding principle is as follows: If two entities can 

undergo a smooth transformation into each other, they are deemed topologically equivalent. 

While this assertion may initially seem somewhat vague, it is unequivocal that actions such as 

cutting and glueing do not qualify as smooth transformations. In the process of a smooth 

deformation, an object's defining characteristics remain unchanged, rendering it an equivalent 

entity. Typically, an invariant, persisting unchanged throughout the transformation, serves to 

characterize such a resilient attribute. 

1.1.1 Sphere and Torus: 

Initially, take a small quantity of modelling clay and mould it into a sphere, as illustrated in 

Figure 1.1a Subsequently, the sphere can be smoothly transformed into a disk or a bowl. 

However, to achieve a doughnut resembling the one depicted in Figure 1.1b, the introduction 

of a hole is necessary. Creating a hole involves puncturing through the middle of the sphere, a 

type of deformation not considered smooth. Consequently, an object's hole count serves as an 

invariant, remaining constant through smooth deformations. In mathematics, the genus "g" is 

Figure 1.1 (a) Sphere (b) Doughnut or Torus (c) Annulus strip (d) Mobius strip 
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defined as the number of holes and is associated with the Euler characteristic. It can be 

computed using the Gauss-Bonnet theorem for surfaces without boundaries6. 

                                                               g=1 ï 
 
᷿ Ὠὃ                                      .é. 1.1 

 

over the Gaussian curvature K, as an integral. 

1.1.2 Annulus and Möbius Strip: 

Let's contemplate a simple analogy: the act of attaching the ends of a paper strip. Post-adhesion, 

the resulting arrangement should mirror the illustrated entities in Figure 1.1c, and d. An 

intrinsic property in this scenario is the count of twists embedded in the strip, underscoring the 

fact that this distinctive feature remains unalterable unless the strip is cut afresh. Smooth 

deformations possess the capacity to redistribute the twists along the loop but are incapable of 

modifying their numerical count. 

1.2 Physics Overview of topology: 

The categorization of matter according to its organized phases constitutes a significant and 

impactful paradigm in condensed matter physics. The breaking of local, spontaneous 

symmetries is a defining characteristic of certain phases within this framework. The exploration 

of topology in condensed matter physics has garnered notable attention in recent times. Our 

goal is to provide a brief overview of the motivations for investigating the topological 

properties of a system, the primary effects that can be observed, and the factors restricting these 

effects to systems composed of condensed matter7. This chapter is based upon the Ref [7] 

In such scenarios, a local order parameter is defined, exhibiting a zero value outside of the 

ordered phase and a finite value within it. A well-known example is the finite magnetization in 

the ferromagnetic phase. To analyse the transition, one can employ the Landau theory of phase 

transitions, expanding the order parameter, which is expected to be small around the transition 

point8,9. Various types of phase transitions are then characterized by different orders in the 

parameter. In contrast, other phases do not involve broken symmetries, adding subtlety to their 

nature. For instance, consider the IQH effect10, where the quantized conductance remains 

unaffected by both smooth and local fluctuations in material parameters.  

The conductivity can only be modified by closing the gap. A compelling feature of topological 

effects, making them attractive for applications in physics, is their robustness. As topology is 

an attribute of the underlying space of wave functions, it offers a universal characterization of 
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systems. This resilience distinguishes topological effects from microscopic theories, which 

depend on an array of material parameters. 

As expounded in Section 2.2, the realm of topological band theory emerges as a potent 

instrument for the categorization of crystals. Within each band resides a geometric phase, the 

Berry phase11, harbouring latent topological information. This implies that the essence of a 

crystal's topology is intricately woven into its eigenstates rather than solely manifesting in its 

energy spectrum. The Berry phase encapsulates invariants like Z2 and Chern numbers, 

symbolized as integrals, thereby facilitating the classification of insulators based on preserved 

symmetries. The benchmark in this context is the trivial insulator, characterized as an insulator 

that seamlessly transitions into the atomic limit under the gradual cessation of hopping. 

Topological effects exhibit resilience against localized disturbances, endowing them with 

significance for experimental exploration. Two notable practical applications of topology 

include error-protected quantum computing, reliant on nonlocal qubits, and the establishment 

of a unit system grounded in a perfectly quantized conductance. Although the majority of 

topological insulators (TIs) maintain insulating properties, their significance lies in the 

presence of gapless surface states, rendering them compelling subjects for further scrutiny. A 

noteworthy and experimentally verified instance exemplifying the existence of edge states is 

the Quantum Hall effect (IQH effect)1,12. In a strong magnetic field, a two-dimensional electron 

gas (2DEG) generates Landau Levels (LLs) with quantized energies given by (n + 1/2) ɤc, ɤc 

= eB/m where 'm' represents the particle mass. The edge conductance is directly proportional 

to the number of LLs or the filling factor at the edge, where the local potential guides the LLs 

past the Fermi energy. Similarly, the Quantum Spin Hall (QSH) effect, as discussed in Section 

1.2.1.2, can be comprehended. In this scenario, the system features robust spin-orbit coupling 

(SOC) instead of a magnetic field. One potential outcome of this setup is the emergence of a 

finite spin Hall conductance. 

1.2.1  Band Theory: 

Our focus now turns to the topological classification of matter, aligning with the concept 

discussed in Section 2.1.3 which involves classifying matter based on its phase. This 

undertaking poses a significant challenge. To simplify this classification, this section narrows 

its scope to matter describable by band theory. In the context of a band insulator, the ground 

state is represented by a Slater determinant, and its description relies on the independent 

electron approximation. If the Hamiltonians of two insulators can be interchanged while the 

system remains in the ground state, these insulators are deemed topologically equivalent. Given 
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that an insulator possesses a band gap, changes can be made gradually enough to avoid exciting 

the system, a process known as adiabatic. Topological transitions during this transformation 

necessitate a band closing. Within the constraints of band theory, this constitutes the sole 

method for altering a system's topological characteristics. Furthermore, the presence of a band 

gap ensures that weak interaction effects do not alter the topological classification. 

Consequently, the topology of interacting states and noninteracting electrons that can be 

adiabatically connected remains the same. In the subsequent discussion, we initiate with a 

concise overview of band theory. The utilization of the Berry phase is introduced in Section 

1.2.1.1 to elucidate topological aspects. As detailed in Section 1.2.1.2, the presence of time-

reversal (T) symmetry reinforces the topological classification. The emergence of gapless edge 

states at the boundaries of topological systems directly stems from a topological change at 

interfaces. 

1.2.1.1 Bloch theory: 

We expeditiously revisit the Bloch theorem, serving as the cornerstone of band theory. The 

initial assumption is made that the physical material under examination is both crystalline and 

functionally noninteracting. This assumption, grounded in translational symmetry, allows for 

the labelling of single-particle states by crystal momentum 'k'.                                                  

                                                   ‪ȟ ὶ Ὡ όȟ ὶ                 éé.1.2 

ȿόȟ ὶ  is Bloch Hamiltonian H (k) = Ὡ H (r) Ὡ , 

                                                 H (k) ȿόȟ ὶ  = Ὁȟ ȿόȟ ὶ . ééé.1.3 

The band structure is characterized by the eigenvalues Ὁȟ and the corresponding eigenvector 

ȿόȟ ὶ . Occupancy of these bands progresses from the lowest energy levels upward, guided 

by the Pauli exclusion principle, which stipulates that each state can only be occupied once. In 

the context of insulators, a discernible energy gap at the Fermi energy separates the lowest 

unoccupied band, identified as the conduction band, from the highest occupied band, 

recognized as the valence band.  

Considering the reciprocal lattice vector G, translational symmetry implies H (k + G) = H (k). 

Within the periodic Brillouin Zone (BZ), crystal momentum is defined modulo translations by 

a multiple of G. This equivalence corresponds to the topology of a torus Td in d dimensions. 

The band structure can be comprehended as a mapping between the space of Bloch 

Hamiltonians with an energy gap and the toroidal space of the Brillouin Zone.  
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In practical terms, obtaining the band structure of a crystal is achieved through tight-binding 

calculations, which offer a powerful and effective method.  

Within a lattice, electrons are predominantly localized around individual atoms. Their ability 

to transition from one atom to the next arises due to the overlap of outer electron orbits. 

Utilizing delocalized bands allows for the description of overlapping orbitals. Often, the focus 

is on the physics near a specific point in the Brillouin Zone (BZ). In such cases, employing the 

k·p theory becomes meaningful to derive an effective continuum model through an expansion 

in k-space. If the band structure exhibits a gap, rendering it effectively inert across the rest of 

the Brillouin Zone (BZ), these continuum models aptly encapsulate the essential low-energy 

physics. 

We can now pinpoint the juncture where topological considerations become relevant in band 

theory. This is achieved by closely scrutinizing the phase factors acquired by an electron in a 

Bloch band during its time evolution. We introduce the concept of the Berry phase and discuss 

its quantization through Chern invariants. In quantum mechanics, a wave function is defined 

up to a phase, such that the substitution 

                                              όȟ ὶ ᴼὩ όȟ ὶ                            ééé..1.4 

the eigen-energies remain invariant with the phase ~•Ὧ. As a result, the eigen-energies are 

independent of the gauge, in accordance with the expectation for observables.  

Let's analyze the temporal evolution of the system. Consider a Hamiltonian dependent on a 

single parameter, denoted as R(t), which undergoes a slow cyclic evolution from t = 0 to t = T, 

where R (0) = R(T), and T represents the period. This evolution traces a closed path C in 

parameter space. The definition of the instantaneous eigenstate basis of H (R(t)) is then given 

by:                                                      

                                         H (2ὸ) ȿό 2ὸ  = Ὁ 2ὸȿό 2ὸ         é........1.5 

 

The phase of the eigenstate may be contingent on R(t) and is not predetermined at this point. 

Throughout the path, the phase function is expected to be single-valued and smooth. If 

achieving global feasibility proves challenging, it becomes necessary to define the phase 

function across multiple overlapping patches.  

The complete temporal evolution of the quantum state is determined by 

                                                          Ὥᴐ‬‪ὸ Ὄ2ὸ ‪ὸ                 ééé1.6 

The system remains in the instantaneous eigenstate in the adiabatic limit. Consequently, 

eigenstate and quantum state can be related by 
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                                    ȿ‪ὸ  Ὡ ÅØÐ(-
ᴐ᷿
ὨὸὉ Ὑὸ))) ȿό 2ὸ       éé.1.7 

where the Berry phase, or geometric phase ‎Ô, is defined by 

                                                             ‬‎Ô  Ὥ ό ὸ‬ȿό ὸ              é.é1.8 

It stems from the fact that the instantaneous eigen-basis and the eigenenergies both alter during 

time evolution. This can be rewritten as a k-space path integral such that 

                                                      ‎ Ḃ═▪Ȣ▀▓ ḃֹו
▪
. dS                             éé.1.9                

ὃ represents the vector potential which is known as Berry connection.           

                                                   ὃ Ὥ όȟȿЎȿόȟ .                             ééé1.10     

the surface S and ꞈ =Ў ὃ  represents the Berry curvature           

Though ὃ  undergoes alterations by gauge transformation, the Berry phase remains a gauge 

invariant quantity, formally equivalent to a magnetic flux. 

                                                Ὥ όȟȿЎȿόȟ .                                         ééé.1.11 

The Berry curvature is analogous to the magnetic field and it can be expressed in gauge-

invariant form 

                                  ꞈ  = ὭВ ȟȿЎ ȟ ȟȿЎ ȟ           ééé.1.12 

For degenerate bands, as per Eq. (1.12), the denominator approaches zero, implying the 

presence of a monopole in the Berry curvature. The physical effects of the Berry phase depend 

on the dimensions and whether the system is an insulator or a metal. The Berry phase, 

particularly relevant to insulators in 1D and the Fermi surfaces of 2D metals, can be 

mathematically expressed as an integral over a closed curve.  

1.2.1.2 Topology in Bloch state: 

The topological invariant ñChern numberò is defined as the integration of the Berry curvature 

over the entire Brillouin zone. 

                                                                   ὅ Ὠ᷿ Ὧꞈ                                     éé.1.13 

So, to apprehend the topological aspect of the electronic band, one must witness the 

phenomenon propelled by the Berry curvature. The Chern number is mainly associated with 

topological invariant under broken time reversal symmetry (TRS). 

Given that the Hall conductivity (and consequently the Chern invariant) displays an 

asymmetrical response to time reversal, the presence of topologically significant states detailed 

in the earlier discourse arises solely through the disruption of time reversal symmetry. This 
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disruption can manifest via external magnetic fields or through the imposition of magnetic 

order. Nonetheless, the spin-orbit interaction introduces an alternative topological category of 

insulating band arrangements even in the absence of time-reversal symmetry breaking. In 

topological materials, certain electronic properties are determined by the global topology of the 

material's bulk electronic structure. These topological features can manifest as robust surface 

states or edge states, which are protected against local perturbations. The bulk-boundary 

correspondence principle states that there is a direct relationship between the topological 

properties of the bulk and the existence and characteristics of these boundary states. 

For example, in a topological insulator, the bulk of the material behaves as an insulator, while 

its surface hosts metallic states that are topologically protected. These surface states arise due 

to the nontrivial topology of the bulk electronic band structure. Similarly, in a topological 

semimetal, the bulk may have band crossings known as Dirac points or Weyl points, leading 

to exotic surface Fermi arcs or other boundary states. Understanding the bulk-boundary 

correspondence is crucial for characterizing and harnessing the unique electronic properties of 

topological materials. It provides insights into how bulk topology dictates the behaviour of 

surface or boundary states, which is essential for designing novel devices and exploiting 

topological effects in various applications, such as spintronics, quantum computing, and 

energy-efficient electronics. 
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Quantum Hall Effect: 

Initially, energy bands possessing a nonzero Chern number were identified in Landau levels 

resulting from the quantization of a two-dimensional electronic gas influenced by a magnetic  

field perpendicular to the plane (see the Figure 1.2a). Each Landau level is characterized by a 

Chern number. Consequently, a two-dimensional electron system subject to Landau 

quantization, with ɜ filled Landau levels, exhibits a quantized Hall conductance of ɜe²/h12. This 

quantization represents the integer Quantum Hall Effect (QHE), first observed by von Klitzing 

in 19801. He got Nobel prize in 1985 for discovering this phenomenon. Here ɜ is equal to the 

Chern number. The Chern number, denoted as Cn, serves as a topological invariant, signifying 

Figure 1.2 (a) The schematic diagram of QHE with showing the mechanism of edge current (b) 

The schematic band structure of QHE system. .(adapted from Ref [10])  (c) The illustration of the 

device configuration of 2DEG. (d) Resistance and Hall resistance is plotted against magnetic field 

with demonstration of the plateau as a function of magnetic field.(adapted from Ref [1] ) 
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its constancy despite smooth variations in the Hamiltonian. This consistency helps explain the 

stable measurement of ůxy and counts the chiral edge states  . It is crucial to emphasize that the 

topological numbers mentioned earlier are exclusively dependent on the characteristics of bulk 

states. In contrast, the quantum Hall effect is observable as a boundary state of a material. This 

distinctive attribute represents a defining aspect of topological materials, wherein the 

conductive behaviour at the boundary is dictated by the bulk propertiesðan occurrence 

recognized as the bulk-boundary correspondence phenomenon13. The bulk gap state along with 

conductive edge state is shown the Figure 1.2b. In Figure 1.2c, d, the first experimental 

observation of vanishing longitudinal resistance and quantized Hall resistance versus magnetic 

field is presented with the schematic of the device structure. 

Quantum spin Hall Effect (QSHE): 

Over the recent years, theoretical scientists have suggested that electrical current might flow 

along the edges without a magnetic field. Their projections anticipate the emergence of edge 

Figure 1.3 (a) The schematic representation of the edge current due to QSHE (b) Band structure 

of QSHE system (adapted from Ref [10]) (c) First experimental evidence of QSHE in 

(HgTe/(Hg,Cd)Te) QW as a function of magnetic field at different gate voltages (adapted from 

Ref [15]) with inset showing schematic of the device. structure. 
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states in insulators possessing appropriate electronic configurations. Notably 2,3,14distinct from 

the quantum Hall effect, these edge states are expected to exhibit a peculiar behaviour: carriers 

with opposing spins traversing in opposite directions along a specific edge, as illustrated in the 

accompanying diagram Figure 1.3a and b. This phenomenon is called the quantum spin Hall 

effect, and researchers have eagerly tried to prove it through experiments. 

Despite the abundance of insulators in the natural world, the majority lack the requisite 

structural characteristics for the potential manifestation of the quantum spin Hall effect. The 

distinctive electronic configuration of HgTe becomes crucial in this context. While bulk HgTe 

functions as an II-VI semiconductor, its electronic structure deviates from the norm. Typically, 

in analogous materials, the conduction band originates from s-states situated on the group II 

atoms, and the valence band arises from p-states at the VI atoms. However, in HgTe, this 

sequence undergoes an inversion below certain thickness. The signature of QSHE was 

discovered in (HgTe/(Hg,Cd)Te) QW 15 in 2007. The experimental result is shown in Figure 

1.3c with the schematic of the device. The plot shows magnetic field dependent Hall resistance 

at different gate voltages. 

Quantum anomalous Hall effect (QAHE): 

The identification of the quantum spin Hall phenomenon has notably progressed the 

investigation into the quantum anomalous Hall phenomenon. Through the induction of 

Figure 1.4 (a) The schematic illustration of the edge current due to QAHE (b) Band structure of 

QAHE system (adapted from Ref [10]) (c) First experimental evidence of QAHE showing the 

hysteresis loop at T =30 mK. at different gate voltages (d) The plot of resistance vs. magnetic field 

data at different gate voltages (adapted from Ref[16])). 
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ferromagnetism and the disruption of time-reversal symmetry, a particular spin pathway in the 

quantum spin Hall configuration is inhibited as describe in Figure 1.4a, and b, consequently 

leading to the emergence of the quantum anomalous Hall phenomenon. After sustained 

dedication and hard work, Xue's group achieved the ground-breaking experimental observation 

of the quantum anomalous Hall effect without the necessity for an external magnetic field in 

the magnetically doped thin film of Cr 0.15(Bi 0.1Sb 0.9)1.85Te3
16. The Figure 1.4c, and d show 

that the Hall conductance becomes quantized when the longitudinal conductance is zero. 

The quantization of Hall conductance serves as a notable outcome in this endeavour. The 

central idea of non-trivial phases of matter is based upon the fact whether16 the system poses 

non-vanishing Berry curvature or not in k-space. In this direction mainly two types of bulk 

material can consider. Weyl semimetal and massive gapped Dirac semimetal are condensed 

matter systems whose electronic transport properties are dictated by the Berry curvature.  

3D topological insulator: 

Commencing from the quantum spin Hall insulator in two dimensions, scientists have 

investigated extending this idea to three-dimensional topological insulators featuring 

conductive surface states. Experimental validation has successfully confirmed the theoretical 

prediction. The surface states of these three-dimensional topological insulators share akin traits 

with the electronic structures of graphene, manifesting a relativistic linear relationship between 

energy and momentum2,3,5,14. Nevertheless, in contrast to graphene, these three-dimensional 

topological insulators are characterized by a solitary Dirac cone, devoid of any resemblance. 

To establish a three-dimensional topological insulator, a robust spin-orbit coupling (SOC) 

plays a pivotal role in substantially shaping the electronic configuration. Consequently, 

semiconductors incorporating hefty elements and narrow band gaps emerge as auspicious 

contenders, given the pronounced SOC impact in such heavy elements. To ensure the 

effectiveness of the spin-orbit coupling, the band gap must remain smaller than the energy scale 

of SOC, thereby guaranteeing the occurrence of the transition to a topological insulator5. 
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The initial identification of a three-dimensional topological insulator pertai16ns to the BixSb1īx 

alloy17. Subsequent discoveries encompass the Bi2Se3 family, comprising Bi2Te3 and 

Sb2Te3
18,19. In contrast to the BixSb1īx alloy, the Bi2Se3 variants prove comparatively 

straightforward in their preparation. They demonstrate topological insulator properties even 

under elevated temperatures. Consequently, Bi2Se3 emerges as a promising candidate for room-

temperature applications in low-loss spintronic devices20. 

Dirac semimetal: 

In 2004, Novoselov et al. achieved a ground-breaking milestone through the successful 

mechanical exfoliation to obtain monolayer graphene21. Graphene, a prominent example of a 

Dirac semimetal, manifests Dirac fermions at the K and K' points in its Brillouin zone, leading 

band gap surpassing 0.1 eV. Noteworthy is the Bi2Se3's band gap22, approximately 0.3 eV 

(equivalent to 3600 K), markedly exceeding the energy scale at room temperature.  

Figure 1.5 (a) The helical-shaped Dirac cone surface features of three-dimensional topological 

insulators. The green and blue arrows are used to show the spin texture of Dirac electrons (adapted 

from Ref [12]). (b) The electronic structure of the topological insulator Bi2Se3. it displays the 

dispersion of the (111) surface measured via angle-resolved photoelectron spectroscopy (ARPES). (c) 

The corresponding Brillouin-zone is demonstrated (adapted from Ref [21]) . 
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Recently, graphene has garnered renewed attention owing to its exceptional physical attributes, 

encompassing superlattice structures and superconductivity in the realm of magic angle 

graphene23,24. .Na3Bi stands out as a noteworthy instance of a three-dimensional topological 

Figure 1.6: ARPES studies of Na3Bi:  (a) The mapping of Fermi surface taken at a photon energy 

of 55 eV,  is shown . BDP1 and BDP2 describe the Dirac points. (b) With a fixed photon energy of 

55 eV, the constant energy contours are presented at three binding energy. The dispersion at the 

three cut is also shown below. (c) Schematically bulk Dirac point along with Fermi arc is 

depicted.(adapted from Ref[25])  

ARPES studies of Cd3As2: (d) Band dispersion of Cd3As2 covering a large energy and momentum 

scale along the ὓ ῲ ὓ direction measured by photons with mixed polarization (inset, with 

both components perpendicular and parallel to the ῲ ὓ direction) (e) Band dispersion measured 

with photon polarization parallel to the ῲ ὓ ὭὲίὩὸ (f) Visualization of the Fermi surface 

extends across the entirety of the 3D Brillouin zone in the upper panel, while its projection onto the 

surface Brillouin zone is depicted in the lower panel, specifically within the kzïky plane. Notable 

high-symmetry points within the Brillouin zone are denoted in the plot, with directional indicators 

provided by grey arrows representing the [001] and [111] directions. (g) It demonstrating how the 

band evolve from parabolic dispersion to linear {from (i) to (iv)}..(adapted from Ref[28])  
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Dirac semimetal, initially theorized25 and subsequently validated through experimental 

investigations26,27.  

Characterized by time reversal and threefold rotational symmetry, Na3Bi features two Dirac 

points along the ũïA direction. Employing techniques like ARPES, experimental observations 

have unveiled the existence of Dirac cones and Fermi arcs connecting bulk Dirac points, as 

illustrated in the Figure 1.6a, b. Fermi arcs are also depicted in Figure 1.6c. Transport 

measurements have further demonstrated intriguing phenomena, including negative 

magnetoresistance attributed to chiral anomalies and quantum oscillations. However, Na3Bi's 

susceptibility to instability and sensitivity to air have presented challenges for deeper 

investigations. Another prominent three-dimensional Dirac semimetal, Cd3As2, is safeguarded 

by time reversal and fourfold rotational symmetry, with Dirac points situated along the ũïA 

direction, as confirmed by ARPES experiments28(see Figure 1.6d-g for experimental results). 

Additionally, Cd3As2 has exhibited other captivating phenomena, such as quantum oscillations 

and negative magnetoresistance stemming from chiral anomalies29. Significantly, in 201730, 

the observation of a three-dimensional quantum Hall effect in Cd3As2 nanosheets marked a 

noteworthy advancement, expanding the exploration of the quantum Hall effect beyond two-

dimensional systems. 

Weyl Semimetals: 

ñMathematization may indeed be considered a creative endeavour of humanity, akin to 

language or music," asserted Hermann Weyl, the German physicist renowned for his 

inclination toward mathematical elegance. This inclination led him to predict the emergence of 

a novel particle when the fermionic mass in the Dirac equation31 reached nullity. Such a particle 

could bear electric charge but, in contrast to all known fermions, would lack mass32. 

Throughout his career, Weyl gradually distanced himself from this prediction, primarily due to 

its implication of breaking a specific symmetry known as parity, which was believed to be 

upheld at the time. Moreover, the anticipated particle remained elusive throughout his lifetime. 

Posthumously, the Weyl fermion found relevance in describing neutrinos, ultimately revealed 

to possess mass. For a considerable duration, the Weyl fermion seemed destined to remain a 

theoretical construct from the mind of a brilliant thinker. However, this perception changed 

when the Weyl fermion entered the domain of condensed matter physics.  

282930In three dimensions, the Weyl node 32 is the linear intersection of two bands. The 

Hamiltonian that can be used to describe Weyl Fermion is as follows: 
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                                                           H(k) =   ВὯ„                                        é..1.14 

Where „ represents the Pauli spin matrices and the plus or minus sign signifies the chirality of 

the Weyl Fermion. Linear cones emerge when two bands intersect at a Weyl node. The Weyl 

node with positive chirality serves as the source for Berry curvature, while the one with 

negative chirality functions as the sink for Berry curvature, akin to a topological charge. Weyl 

nodes exhibit resilience to minor system perturbations, and they can only be created or 

annihilated in pairs of opposite chirality. 

The topological charge of Weyl nodes serves as a discernible identifier, and a topological 

invariant can be employed for their characterization. Analogous to Gaussô law for electric 

charge, the total flux of Berry curvature passing through a closed surface is directly 

proportional to the enclosed topological charge. In simpler terms, the chirality of a Weyl node 

determines the sign of its associated Chern number. To maintain a total topological charge of 

zero, the cumulative Chern numbers for all Weyl nodes in a system must mutually cancel out, 

as these nodes consistently occur in oppositely chiral pairs33. 

Symmetries play a role in determining the quantity and location of Weyl nodes. In the presence 

of inversion symmetry (I), Weyl nodes with opposite chirality are constrained to exist at the 

same energy but with positive topological charge at momentum k and negative topological 

charge at momentum -k. Additionally, if the system upholds time reversal symmetry (T), a 

Weyl point at k is mapped onto the Weyl point at -k with the same chiral charge under the 

influence of T. However, if a material system does not violet the I*T symmetry, a Weyl node 

undergoes a transformative mapping, returning to itself, yet embracing an altered essence in 

the form of an opposing chirality. Therefore, the existence of Weyl nodes is precluded in 

systems that adhere to the combination of parity (I) and time-reversal (T). The topological node 

formed by the combination of these superimposed Weyl nodes, each bearing an opposite 

chirality, is denoted as a Dirac node. 

As the annihilation of Weyl nodes exclusively occurs in paired configurations, and the adjacent 

vacuum lacks Weyl nodes, there necessitates a state on the surface establishing a connection 

between Weyl nodes characterized by opposing chirality. This distinctive surface state is 

identified as a Fermi arc34,35. Similarly, in the presence of a magnetic field along any given 

direction, the interconnection of two Weyl nodes exhibiting opposite chirality is facilitated 

through a chiral Landau level 36. This phenomenon, known as chiral anomaly, contributes 

adversely to the magnetoresistance observed in Weyl semimetals. 

 

One can divide the Weyl semimetal into three categories  
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¶ Type I ï Here, the Weyl point serves as the central point around which the Fermi 

surface is concentrated. 

¶ Tilted Type I -   In this case, the type-I Weyl cone undergoes a tilt in an arbitrary 

direction, the center of the Fermi surface is moved from the Weyl point. 

¶ Type II - In these materials, both electron and hole pockets are present at the 

Fermi level37,38.  

Experimental signature of topological semimetal: 

Fermi arc:  

Another significant characteristic of the Weyl semimetal phase under investigation is its 

distinctive surface states, which bear resemblance to those found in topological insulators.  

In contrast to the bulk Fermi surface, which is limited to a specific set of momentum points, 

surface states can be established for almost every surface momentum. These surface states 

Figure 1.7 (a) Theoretically calculated band structure of TaAs (b) ARPES measured kxīky Fermi 

surface maps at the kz value that corresponds to the Weyl nodes (c) ARPES data showing energy vs. 

momentum dispersion with displaying the Weyl cones with linear dispersion and  chirality. (d) The 

Fermi arc is shown based on the theoretical calculation. (e) The experimentally observed surface 

state with showing the Fermi arc using the black arrow (adapted from Ref [38,39]).  
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manifest as intriguing geometric formations known as "Fermi arcs" within the surface Brillouin 

zone. Notably, these arcs extend between the Weyl points, delineating a unique and intricate 

pattern that reflects the peculiar topological nature of the Weyl semimetal phase. This 

phenomenon underscores the rich and unconventional behavior exhibited by the surface states 

in Weyl semimetals, contributing to the unique properties and potential applications of this 

intriguing quantum state of matter. To detect experimentally the Fermi arc, one has to employ 

independent surface-sensitive ARPES (Angle-Resolved Photoemission Spectroscopy)39,40. 

Experimentally in parallel with the bulk-sensitive soft X-ray measurements, independent 

surface-sensitive ARPES investigations conducted at vacuum ultraviolet photon energies have 

demonstrated the presence of distinctive arcs on the (001) surface of TaAs (See Figure 1.7a, b 

The Fermi surface, as characterized by ARPES, exhibits three prominent features. These 

include a bowtie-shaped feature with its centre located at the ὢ point, an elliptical feature 

centred at the ὣ point, and a crescent-shaped feature positioned near the midpoint of each ὢ 

, ὣ (See Figure 1.7d, e). 

 

Chiral anomaly in Weyl semimetals: 

 

In the realm of classical physics, chirality is a fundamental and unchanging physical attribute, 

akin to angular momentum, energy, or electrical charge. This foundational principle mandates 

the overall conservation of chirality, preventing an arbitrary dominance of one chirality over 

its counterpart. However, a pivotal revelation emerged from a 1970s accelerator experiment, 

challenging the classical preservation of chirality when subjected to parallel electric and 

magnetic fields at the quantum level. This departure from chirality conservation manifested 

itself in the decay of a neutral pion into two photons, a process seemingly prohibited by the 

established law of chirality conservation.  

Figure 1.8. (a)Weyl cone without applied magnetic field (b) Weyl cone with applied magnetic field 

(adapted from  Ref []) 
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Notably, even though the involved particles are bosons, distinct from massless Fermions, 

chirality still holds a defined meaning. However, unlike massless Fermions, it cannot be 

directly associated with the handedness of the particles. In the context of electronic transport 

inside a condensed matter system, the effect of chiral anomaly can be understood using 

semiclassical Boltzmann transport formalism. To capture the physics, two opposite chiral 

Weyl cones are considered (as depicted in Figure 1.8a, b). To describe the electronôs motion 

in a crystal, one must rely on the semiclassical formula and according to that formulism, 

current density can be written as41,42: 

 

                                          ▒ Ὡ᷿
▓

 
$║ȟ♦▓ ►ὪἺ                            é.1.15 

Here, phase space volume is denoted by $║ȟ♦▓  and it is equal to  ρ

ὩȾᴐ║ ♦▓  when the system with finite Berry curvature is exposed to a magnetic 

field. The following two equations are used to describe the motion of the wave packet 

of the charge carrier with magnetic field in action. 

                                                     ►
ᴐ ▓

▓ ♦▓                                         ...é1.16 

                                                     ▓ Ὡ╔ ► ║                                             ..é1.17 

                       ►  Ὀ ║ȟ♦▓  ○k  
ᴐ
╔  ♦▓  ᴐ ○k  ♦▓ ║                  é..1.18 

► describe the group velocity. Ὢ Ἲ is used to denote the distribution function of 

electron reside at state k with the real space position is r . 

The distribution function can be evaluated using semiclassical Boltzmann transport 

formulism assuming k-independent relaxation time 

 

                                                             ▓‬▓Ὢ ►                         é..1.19 

 

Using this, we can get  

 

 Ὢ ὶ Ὢ ὶ ὩὈ †╔Ȣ○k + 
ᴐ
Ὀ† ○k  ♦▓ ║.E)+ higher order terms]  é1.20          

 

The deviation from the equilibrium state comprises three components. The first term 

accounts for the altered distribution influenced by the electric field E, with the 

component of vk along E playing a pivotal role. The second term introduces the concept 

of the chiral chemical potential, signifying the phenomenon where electron travels from 

one chiral Weyl cone to another oppositely chiral Weyl cone when electric and magnetic 
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fields are parallel configuration. The overall contribution of the term (vk. k) B is non-

zero from the opposite chiral Weyl cone.             

 

  

the electric field and magnetic field are not perpendicular to each other, then the velocity due to 

Berry curvature (vk. k) B and the chemical difference between the chiral Weyl cone shall give 

rise to additional conductivity which is proportional to B2. This phenomenon is known as a 

chiral anomaly. Experimental observation of negative longitudinal magnetoresistance is 

believed to be caused by chiral anomaly (see Figure 1.8). As a result of this event, an additional 

unique symmetric (under reversal of magnetic field direction) Hall effect also appears in the 

Weyl system without Lorentz force which is known as the planar Hall effect. Experimental 

consequences of chiral anomaly first occur in a topological Dirac semimetal where TRS is 

broken by the magnetic field, and the Dirac semimetal turns into a Weyl semimetal and shows 

NMR. Examples of such Dirac semimetal is Bi0.97Sb0.03 crystal43, Na3Bi27, and Cd3As2
29. 44(see 

Figure 1.9a-c). However, it was in the year 2015, that experimental observations of negative 

longitudinal magnetoresistance were made within an inversion asymmetric pure Weyl 

Figure 1.9 (a) The schematic diagram of the LMR configuration with q being the angle between 

current(I) and magnetic field(B). First observation NMR in Dirac metal (b) Bi1-xSbx. (inset shows full 

range LMR data upto 15 T) (adapted from Ref [40]) (c) Cd3As2. (adapted from Ref [28])(d) The first 

experimental signature of chiral anomaly driven NMR observed in inversion symmetry broken pure 

Weyl semimetal TaAs(adapted from Ref [41]) 
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semimetal TaAs44(see Figure 1.9d). 

Parallelly, the planar Hall effect (PHE) is another experimental signature for the chiral 

anomaly. It was first observed in a topological Dirac semimetal Cd3As2 along with 

NMR45 (see Figure 1.10a-c). 

Experimental signature of tilted Weyl/Dirac semimetal: 

Berry curvature dipole driven Non-linear hall effect:  

Weyl semimetals can be classified depending on the violation of Lorentz symmetry. Type I 

obeys Lorentz symmetry while type II breaks it and the Weyl cone shows significant tilting. 

The TaAs family of WSMs demonstrates characteristic Weyl cones in the bulk band structure 

and falls into the type-I category, where the Fermi surface condenses to a singular point at the 

Weyl point. More recently, the existence of type-II WSMs has been proposed in layered 

transition-metal dichalcogenides such as WTe2 46,47  and its counterpart MoTe2 
48. In these 

materials, both electron and hole pockets are present at the Fermi level. Type-II WSMs display 

anisotropic chiral anomaly, unique anomalous Hall effect49, non-linear Hall effect50ï53, unusual 

Figure 1.10 (a) The schematic illustration of device configuration of the measurement of PHE of 

Cd3As2. (b) The magnetic field variation of the Rxy measured at 2 K at different angle between 

current and magnetic field in the x-y plane.  (c) The angular variation of the PHE signal(top) and 

in-plane resistance(bottom) at T= 2 K and B= 5 T (adapted from Ref [42]) . 
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Seeback effect54 , quasi-linear LMR, TMR, and PHE.41,55,56 

 

An additional captivating experimental approach that can be utilized for discerning the 

characteristics of non-trivial electronic bands involves the utilization of the non-linear Hall 

effect. Hall effects fall short in exploring the complex geometric traits of Bloch states in 

materials that obey time-reversal invariance while breaking inversion symmetry. A recent 

breakthrough uncovers a crucial insight. The prior assertion holds only within the linear 

response regime, where Hall voltages exhibit linear proportionality to the external electric field. 

The narrative shifts when nonlinear Hall currents, with a quadratic relationship to the external 

Figure 1.11 (a) The Weyl cone of type -I (b) The Weyl cone of tilted type-I in nature (c) The Weyl cone 

of type-II in nature (d) BCD corresponding to the Wey cone of type -I. (e) BCD corresponding to the 

tilted type-I. (f) BCD corresponding to the tilted type-II. (the images from (a) to (f) are adapted from 

Ref[48]  (g) I-V characteristic of WTe2 in longitudinal and transverse direction to demonstrate ohmic 

contact. (h) ὠ  vs. V|| in two configuration as shown in the top and bottom left inset. Red one describe 

Hall signal during forward current and black one is used to denote the result during reverse current. 

The result here are taken from five layered device (i) Here the same results ὠ  vs. V|| in two 

configuration is plotted for four layered device (adapted from Ref [47]).  
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electric field, manifest even under time-reversal symmetric conditions. The genesis of this 

nonlinear phenomenon links to an intrinsic contribution tied to a concept akin to the dipole 

moment of the Berry curvature, called the Berry curvature dipole (BCD). Topological materials 

characterized by an asymmetric distribution of Berry curvature in momentum space manifest 

this distinctive non-linear Hall effect. A significant Berry curvature dipole (BCD) is present in 

systems with tilted Type I or II Weyl cones and systems with  tilted massive Dirac cones. 

1.3 Electronic correlation : 

Fundamental to the realm of solid-state physics is the underpinning concept known as the free 

electron theory. This theoretical framework characterizes electrons within a condensed matter 

system as entirely devoid of interactions. An enhancement to this model arises when 

corrections, in the guise of the periodic lattice potential, are incorporated. This evolution 

transforms the theory into the realm of the nearly free electron theory, rendering it more precise 

in depicting actual material systems. This refined model extends its applicability to a diverse 

array of materials, encompassing metals, semiconductors, and insulators. 

Substances exhibiting characteristics beyond the scope of explanation provided by the unbound 

or nearly unbound electron theory, which neglect electron-electron interactions, present a realm 

of intricacy. Within heavy fermion systems, a phenomenon of hybridization manifests between 

the f-shell and the conduction electrons, frequently resulting in substantial alterations to the 

electron mass through a process known as renormalization57. Interactions involving electrons 

and phonons possess the capability to generate an attractive potential between two electrons, 

thereby facilitating the coherent formation of Cooper pairs within BCS superconductors. This 

mechanism serves as a resolution to a Fermi surface instability. Additionally, the manifestation 

of charge density waves (CDWs) stems from instabilities at the Fermi energy. In this context, 

these instabilities are mitigated through energy minimization achieved by introducing a 

periodic lattice modulation. Similarly, spin density waves (SDWs) manifest as fluctuations in 

the magnetic moment rather than variations in electron density58,59. Many of these complex 

electronic states either work together or compete within the same materials. The iron pnictides, 

for instance, frequently exhibit both SDW and unconventional superconductivity (SC), 

facilitated by magnetic influences. In the domain of heavy fermions, a superconducting ground 

state often suppresses the dominant magnetic order. Transition metal dichalcogenides (TMDs) 

and cuprates offer yet another instance where the dual characteristics of superconductivity (SC) 

and charge density wave (CDW) behaviors are observed.  
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1.3.1 Charge density wave (CDW): 

In the realm of charge density wave (CDW) transitions, encompassing both two-dimensional 

(2D) and three-dimensional (3D) systems, elucidation is commonly provided by three distinct 

models: Fermi surface nesting (FSN), electron-phonon coupling (EPC), and excitonic insulator 

(EI). Transition metal dichalcogenide (TMD) materials consistently exhibit the requisite 

conditions for these intricate mechanisms. Moreover, the pervasive manifestation of CDW as 

a phenomenon with diminished dimensionality finds an apt host in the stratified structure of 

TMDs, rendering them a versatile and accommodating platform for the intricacies of CDW 

behaviour60ï62.  

Figure 1.12 (a) A depiction of Fermi surface nesting showcasing a wavevector q. (b) The zero-

temperature Lindhard response function c(q) one-, two-, and three-dimensional free electron gases. 

(c) Conceptual portrayal of a Peierls transition for a one-dimensional substance, featuring the 

configuration and dispersion pre-(post-) transition depicted in blue (red). A distinct gap  emerges 

at the wavevector q = 2kF, aligning with the fresh lattice periodicity (adapted from Ref [60]) . 
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1.3.1.1 Peierls distortion 

The genesis of FSN (see Figure 1.12a ) CDW traces its origins to the Peierls distortion of pure 

1D metals. As portrayed in Figure 1.12c, the atomic chains of 1D metals succumb to instability 

at lower temperatures. A key change happens when the lattice constant doubles, causing the 

Brillouin zone to be cut in half. This change creates an energy gap at k = Ñˊ/2a, giving rise to 

electronic modulation characterized by a wave vector of 2kF (displayed in Figure 1.12c ). The 

intricate interplay between lattice distortion and electronic energy reveals a delicate 

equilibrium, with the elastic energy from the former proving less than the reduction in the latter. 

Consequently, the doubled lattice stands as an energetically stable configuration. Noteworthy 

in this context is the equivalence of the CDW vector (qCDW = 2kF) to the vector linking the 

Fermi surface zone boundary (k = Ñˊ/2a). This complex phenomenon is called 1D FSN. and, 

to some extent, extends its influence to 2D scenarios, wherein CDW arises from FSN as parallel 

Fermi surface (see Figure 1.12a) contours find connection through a CDW wave vector, 

known as the FS nesting vector (ή ). 

The Peierls transition, marked by the opening of the Fermi surface gap, precipitates a transition 

from a metallic to an insulating state. In instances where the periodicity of the electron density 

aligns as a rational multiple of the lattice distortion, a commensurate charge density wave 

(CCDW) materializes. Conversely, when the ratio of the two periodicities assumes an irrational 

number, an incommensurate charge density wave (ICDW) ensues, resulting in an electron 

density that oscillates out of phase with the lattice distortion. Consequently, the fundamental 

aspects of Peierls' model encompass: the manifestation of FSN within the electronic structure, 

a distinct spike evident in the Lindhard function (see Figure 1.12b), the emergence of a Kohn 

anomaly within phonon spectra, a pivotal transition within the lattice structure, and a 

transformation from metal to insulator state. 

1.3.1.2 Role of Electron-Phonon Coupling (EPC) 

In a stratified quasi-2D material NbSe2, the traditional and extensively studied CDW system, a 

plethora of investigations 63ï69  have revealed that the observed charge ordering phase shift 

diverges from the Peierlsô depiction. Specifically, there is no indication of Fermi surface 

nesting. NbSe2 possesses a hexagonal stratified arrangement with a lattice constant of 3.443 Å. 

Initial diffraction analyses70,71 and recent scanning tunnelling microscopy (STM) observations 

63 have consistently verified the structural transition at TCDW = 33.5 K, with qCDW ḙ 0.7 Åī1. 
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Recent inelastic X-ray scattering experiments 66 disclosed a Kohn-like irregularity in phonon 

spectra and demonstrated that phonon softening centred around qCDW ḙ 0.7 Åī1 triggered the 

structural transition. Nevertheless, the measured resistivity versus temperature displayed no 

alteration at the CDW transition temperature, suggesting the absence of a metal-insulator 

transition linked with the structural transition. Most notably, as illustrated in Figure 1.13a, the 

Fermi contour derived from ARPES measurements does not show any sign of FSN65. A 

diagram (Figures 1.13a) illustrates the Fermi contour derived from the precise fitting of ARPES 

data, side by side with the wavevector of the charge density wave (~qCDW), determined through 

diffraction analyses. Attributing the emergence of the charge density wave to Fermi surface 

nesting (FSN) is untenable. The lack of FSN becomes evident in the Lindhard susceptibility 

function plots (both real and imaginary is shown in Figure 1.13 b,c generated from the assessed 

electronic structure61. These plots exhibit no discernible peak at the qCDW position65.  

Mazin and colleagues employed the traditional CDW materials NbSe2, TaSe2, and CeTe3 to 

support their conclusion and demonstrated that by adequately incorporating EPC, the observed 

properties could be elucidated67,68. It is evident, therefore, that experimental investigations 

should thoroughly examine the phonon spectra to ascertain the q-dependence of EPC (as shown 

in Figure 1.13d). While one might assert that both FSN and EPC entail electron-lattice 

interaction, wherein electrons transition from occupied to unoccupied states, they must be 

Figure 1.13 (a) Illustration of Fermi Surface contours alongside the experimental ήᴆCDW. of NbSe2(b) 

Reɢ(q) and (c) Imɢ(q) are computed from empirical evidence in the ũM direction. (d) Present the 

derived Electron-Phonon Coupling (EPC) matrix element g(ήᴆ)2. (e) Depict the observed phonon 

dispersion (points) at T = 8 K and predict the soft phonon behavior (solid line) utilizing g(ᴆq)2 and 

an estimated bare phonon (dashed line) dispersion (adapted from Ref [54,55]). 
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delineated due to the distinct nature of their scattering mechanisms: FSN entails elastic 

scattering, whereas EPC involves inelastic scattering from the lattice. 

Inelastic X-ray scattering unveils a temperature-dependent peculiarity in the acoustic phonon 

branch at a specific wave vector, denoted as qCDW. The observed data on the modified phonon 

dispersion along the direction from ũ to M (Figure 1.13 b,c)  distinctly illustrates a pronounced 

softening of phonons occurring approximately at qCDWḙ0:695 Åī1, suggesting a direct 

correlation between the charge density wave (CDW) and the observed anomaly akin to the 

Kohn effect. Just preceding the transition temperature, the phonon energy exhibits an 

imaginary component, signifying a structural rearrangement of the lattice. Beyond the 

transition temperature, there is a noticeable reduction in phonon energy near qCDW, albeit it does 

not reach zero. 

1.3.1.3 Excitonic insulator:  

Jerome and colleagues 72 introduced the concept of the excitonic insulator mechanism. In 

semiconductors characterized by a narrow band gap or semi-metals with minimal band overlap, 

the population of charge carriers remains limited. Within this context, these carriers have the 

propensity to coalesce into excitonsðcomposite entities comprising bound hole-electron pairs. 

This phenomenon occurs when the indirect gap, whether positive in semiconductors or negative 

in semi-metals, is smaller than the binding energy of the exciton. Consequently, this process 

extracts charge carriers from the Fermi surface, instigating the formation of an insulating state. 

In scenarios involving an indirect gap, the outcome is a nonzero exciton momentum, thereby 

triggering a subsequent transition to a charge density wave (CDW). 

1.3.1.4 The JahnïTeller effect: 

The JahnïTeller effect, originally proposed by Hughes, is instigated by a structural distortion 

that disrupts the degeneracy of the ground state energy73. To exemplify, the transition metal T 

within the TX2 dichalcogenides can adopt either octahedral (1T) or trigonal prismatic (2H) T-

X6 coordination. Distinct energies characterize the transition metal d bands contingent upon 

the octahedral or trigonal prismatic T-X6 coordination, where the 2H polytype exhibits a lower 

dz
2 energy than its 1T counterpart. Consequently, a transition to trigonal coordination could 

diminish the energy of the octahedral polytype. This transition occurs when the chalcogen ions 

X surrounding a transition metal ion, T, in the octahedra, rotate in opposing directions. 
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Consequently, a localized augmentation in conduction electron density (negative charge) 

emerges at the corners of the unit cell, constituting an attractive potential for the positively 

charged T ions. The outcome is a lattice distortion propelled by a T-X coordination in real 

space, rendering it a manifestation of the band JahnïTeller effect rather than a Fermi surface 

effect. 

The phase shifts linked to charge density wave (CDW) occurrences vary significantly 

depending on the system. No single mechanism universally applies across all materials. 

Typically, the transition's mechanism proves far more intricate than the simplified Peierlsô 

model. Comprehending the nuances of structural shifts alongside the anisotropic electronic 

structure is essential for delving into the roots of the phase transitions observed in transport 

measurements. 

1.3.2 Magnetism: 

 

Another phenomenon which is caused by the electronic interaction is magnetic ordering in a 

material system. This phenomenon is driven by the quantum mechanical exchange interaction, 

denoted as J, operating between neighbouring moments. Initially proposed independently by 

Werner Heisenberg and Paul Dirac, this interaction accounts for the electrostatic forces 

considering the Pauli exclusion principle42,74. 

All materials are composed of atoms, and the way matter behaves is intricately connected to 

the arrangement of these atoms and their interactions with each other. Within an atom, 

electrons, which carry a negative charge, can be described as circling the nucleus, possessing 

an orbital angular momentum denoted by L. Classical mechanics dictates that, 

                                                                         ὒ ► ά  ○                                é..1.21 

In this scenario, with r, me, and v representing the electron's orbital radius, mass, and velocity 

respectively, the expression for the magnetic dipole moment m of a small current loop can be 

derived as follows: 

                                           □ Ὅὃ◊╝ Ὅ“ὶς◊╝,                                                                                    é..1.22 

                                                         and the current     I=eɤ = 
 

                                                é..1.23 

In this scenario, e represents the charge of an electron, while ɤ stands for the angular frequency 

of said electron, uN the unit vector normal to area A. When we integrate Equations 1.21, 1.22, 

and 1.23 together, we obtain 

                                                          ά ὩȾ ά ὒ                                    é..1.24 

In this context, the parameter ὩȾςά  is referred to as the gyramagnetic ratio. 
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Due to the motion of electrons, all atoms inherently possess a magnetic dipole moment, 

rendering all matter susceptible to magnetic influence. However, the generation of this 

magnetic moment isn't solely attributed to the orbital angular momentum (L) of electrons. In 

quantum mechanics, another crucial factor called intrinsic (spin) angular momentum (S) exists. 

Essentially, all elementary particles, including electrons, possess spin, akin to their angular 

momentum around their respective axes. This spin, being a purely quantum mechanical concept 

with no classical counterpart, also contributes to the generation of a magnetic dipole moment. 

Consequently, the total angular momentum (J) is defined as the sum of orbital and spin angular 

momenta, J = L + S. As emphasized by Mattis and Gould74 , spin (S) plays a significantly 

larger role in determining a material's magnetic properties compared to orbital angular 

momentum (L), with the latter often found negligible. 

Given that all substances exhibit some degree of response to a magnetic field, it is relevant to 

clarify the notion of magnetic materials. These materials can be categorized based on the 

alignment of their magnetic dipoles: parallel, anti-parallel, or lacking alignment altogether. 

When individual dipole moments exhibit random orientation resulting in a net sum of zero (Ɇm 

= 0), the material is termed paramagnetic or diamagnetic. In colloquial terms, such materials 

are often labelled as non-magnetic. Nonetheless, paramagnetic and diamagnetic substances 

may display partial alignment under the influence of an external magnetic field. Conversely, if 

dipole moments exhibit non-random alignment even in the absence of external magnetic 

infl uence, the material is classified as ordered. Ordered magnetic materials encompass 

ferromagnets, antiferromagnets, and ferrimagnets. Table 2 illustrates various examples of 

distinct magnetic materials. 

1.3.2.1 Diamagnetism and Paramagnetism: 

In materials exhibiting diamagnetism or paramagnetism, the individual dipole moments m lack 

interaction, leading to random orientation and a resultant zero net magnetic moment, as 

depicted in Table 1 row 2. However, when subjected to an external magnetic field, these dipole 

moments can undergo partial alignment. Yet, upon removal of the applied magnetic field, these 

materials do not retain any magnetization due to the dominance of intrinsic thermal energy 

over the potential energy organizing the dipoles, resulting in thermal agitation that randomizes 

the orientations of m. The distinction between these materials lies in the direction of the induced 

magnetic field: paramagnetic materials exhibit a magnetic field aligned with the applied field, 

while diamagnetic materials show a field opposed to it. Diamagnetism arises from the motion 
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of electrons around nuclei, as per Lenz's Law, wherein the application of an external field 

prompts electrons to adjust their velocity to counteract changes in magnetic flux. Diamagnetic 

effects are inherent in all matter due to electron motion, albeit usually subtle. Often, 

diamagnetism is overshadowed by paramagnetism or ferromagnetism in many materials. 

Paramagnetism's accurate description necessitates a quantum physics framework. Atoms 

within paramagnetic materials possess an electron spin denoted by S, which remains nonzero. 

Upon the application of an external magnetic field, these spins align themselves with the field 

direction, thereby generating a magnetic field parallel to the external field.  

1.3.2.2 Ferro, Ferri, Antiferro -magnetism : 

Ordered magnetic materials exhibit a structural configuration wherein their dipole moments 

naturally align in specific orientations relative to each other. Despite thermal agitation, these 

materials maintain fixed dipole moment arrangements due to insufficient energy to randomize 

them. In ferromagnets, all dipole moments align parallelly, facilitating their magnetic 

behaviour as depicted in Table 1 Conversely, antiferromagnets and ferrimagnets feature dipole 

moments coupled in antiparallel configurations, resulting in mutual cancellation. The 

distinguishing factor between antiferromagnets and ferrimagnets lies in the extent of this 

cancellation.  

In antiferromagnets, dipole moments within sublattices possess identical magnitudes, resulting 

in complete cancellation, as shown in Table 1 row 4. Conversely, ferrimagnets exhibit dipole 

moments of varying magnitudes, illustrated in Table 1 row 5, resulting in a nonzero net 

magnetic moment. This macroscopic distinction leads antiferromagnets to behave akin to non- 
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magnetic materials, while ferrimagnets resemble ferromagnetic substances. In materials 

exhibiting ferro-, ferri-, and antiferromagnetic, the interaction between the intrinsic atomic 

magnetic moments gives rise to a long-range spatial arrangement. This phenomenon is driven 

by the quantum mechanical exchange interaction, denoted as J, operating between 

neighbouring moments. Initially proposed independently by Werner Heisenberg and Paul 

Dirac, this interaction accounts for the electrostatic forces considering the Pauli exclusion 

principle. It involves two electrons whose total wave function must be antisymmetric, leading 

to either a spin-singlet state (S = 0) or a spin-triplet state (S = 1), characterized by energy 

eigenstates ES and ET. The exchange interaction is quantified as the energy disparity between 

the singlet and triplet eigenstates, expressed as J = ES ī ET. When ES < ET, resulting in J < 0, 

the singlet state becomes energetically favourable, leading to antiparallel alignment of spins. 

Conversely, when ES > ET, favouring parallel alignment results in ferromagnetic coupling. 

 

 

 

Table 1. Summary of magnetic materials (taken from Ref [57]  ) 
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1.4 Correlation and topology 

1.4.1 Topological materials with electronic interaction: 

Numerous collective instabilities and fundamental aspects of topology captivate researchers in 

the field of condensed matter studies. It proves intriguing to investigate the intricate 

relationship between these occurrences within a solitary quantum substance, paving the way 

for an array of extraordinary characteristics. For instance, within (TaSe4)2I, the onset of a 

charge density wave (CDW) transition at temperatures below 263 K triggers the emergence of 

axion insulator properties by unveiling Weyl nodes75. Conversely, the induction of 

superconductivity in Weyl semimetals WTe2 and MoTe2 under pressure enables their 

topological edge states to exhibit superconducting behaviour, holding promise for 

advancements in quantum computation76,77. In the research area of topology and correlation, 

Kagome metals AV3Sb5 (where A = K, Rb, and Cs) show huge potential. The electronic bands 

neighbouring the Fermi energy in AV3Sb5 showcase intriguing characteristics, featuring Dirac 

cones and van Hove singularities (VHSs), distinguished by their peculiar odd Z2 indices. These 

features potentially induce anomalous Hall effects within a magnetically frustrated sublattice. 

Furthermore, the onset of in-plane 2 × 2 CDW and superconducting orders beneath their 

respective critical temperatures in AV3Sb5 further sparks intense scrutiny regarding their 

formation mechanisms and intricate interplay78,79  

The topological Kondo insulator represents a distinct category within heavy-fermion correlated 

systems. Initially observed four decades ago, Kondo insulators were recognized as narrow-gap 

semiconductors. It has been highlighted that conventional Kondo insulators can be classified 

topologically. Notably, SmB680 and YbB12 
81 have garnered significant interest as potential 

topological Kondo insulators. The presence of topologically protected surface states has been 

identified as the underlying cause of a longstanding puzzle: the low-temperature saturation of 

electrical resistivity. Furthermore, in addition to the topological Kondo insulator, recent 

investigations have unveiled a distinct type of topological state termed Weyl-Kondo 

semimetals. Examples include the non-centrosymmetric compound Ce3Bi4Pd3
82 and the 

centrosymmetric material YbPtBi83 when subjected to a magnetic field. Noteworthy aspects of 

these studies encompass the examination of electron correlation's impact on topological 

transport characteristics and the exploration of Weyl semimetals proximate to the magnetic 

field-induced quantum critical point. The profound influence of electron correlation serves to 

enhance the diversity of topological states in materials. 
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1.4.1.1 Interplay between topology and CDW: 

In their investigation, the quasi-one-dimensional substance (TaSe4)2I75 recently demonstrated 

to exhibit Weyl semimetal characteristics in its unaltered configuration (Figure 1b). Its Fermi 

boundary originates solely from Weyl cones, hosting 24 pairs of Weyl points with opposing  

Below the critical temperature, Tc = 263 K, (TaSe4)2I adopts an incommensurate CDW state, 

undergoing a transition akin to Peierls phenomena, concomitant with the emergence of a gap 

of approximately 260 meV in single-particle excitations. This gapped material is believed to 

be an axionic insulator (see Figure 1.14a). Another example of the intricate interplay between 

CDW and topology is described in 1T-VTe2, where a flat band appears due to the formation of 

Figure 1.14(a) CDW mediated gapping out of the Weyl cone to form an axionic insulator of (TaSe4)2I  

(adapted from Ref [75]) (b) An aerial perspective ARPES depiction reveals 1T-V0.87Ti0.13Te2 at 300 K, 

utilizing a photon energy of 21.2 eV. (c) Similarly, another depiction, mirroring the former, illustrates 

1Tǌ-VTe2 at 200 K, employing a photon energy of 90 eV(adapted from Ref [84]).  (d) The emergence 

of a chiral time-reversal breaking CDW modulation initiates a topological gap opening at the Fermi 

level (on the left). This separation results in a nonzero Berry curvature, whose accumulation induces 

a substantial anomalous Hall effect (depicted on the right). This depiction showcases the anomalous 

Hall conductance ůxy vs. E at kz = 0. ůxy is expressed in units of e2/h, with e representing the elemental 

charge and h denoting Planckôs constant (adapted from Ref [85]) . 
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CDW from a Dirac-like band84 (see Figure 1.14 b,c). In the Ref [84], they initiate with TiTe2 

exhibiting a straightforward 1T configuration reaching the minimum temperature, then 

progress towards the single crystal V1īxTixTe2 to reach both 1T and 1Tǌ phases at suitable 

temperatures. The chiral time-reversal breaking CDW order creates a gap near the Fermi level 

in the Kagome superconductor KV3Sb5. This gap engenders a non-vanishing Berry curvature, 

which produces a remarkable anomalous Hall effect85.Another example of topological 

correlated materials, EuAl4 86, undergoes a series of antiferromagnetic (AFM) transitions in its 

CDW-ordered state and exhibits a topological Hall signal inside the complex CDW state with 

probable chiral spin texture.  

Lanthanum-based LaAgSb2 from the square net series has been rigorously studied for decades 

due to its exotic properties such as linear Dirac-like dispersive bands and the presence of 

multiple CDW transitions. A distinctive feature was discovered between normal and CDW 

state which makes this material a potential candidate for studying correlation and topology87,88.  

A unique chiral characteristic was also identified in different CDW states of 1T-TaS2
89,90, 

which makes this material, a promising subject for investigating in this research field. 
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1.4.1.2 Magnetic topological materials: 

Over a century ago, Edwin Hall observed a significant phenomenon in ferromagnetic 

semimetals and metals, known as the anomalous Hall effect (AHE). This effect, characterized 

by the relationship between Hall resistivity and an applied external magnetic field, was noted 

to correlate strongly with magnetization. Recent understanding highlights the crucial role of 

Berry curvature in influencing the AHE in these materials91,92. Berry's insights elucidated that 

energy-level crossings give rise to physical band crossings, akin to magnetic monopoles known 

as Weyl points. It is noteworthy that magnetic Weyl semimetals are prevalent, with each 

crossing point in the band structure of a ferromagnetic centrosymmetric compound associated 

with nodal lines or Weyl points. 

The most basic form of topological semimetal, lacking time-reversal or crystalline symmetry, 

represents the physical embodiment of conventional Weyl fermions. These fermions manifest 

as two-fold degeneracies emerging when two singly degenerate bands intersect at any point 

within the Brillouin zone, showcasing linear dispersion away from the point of degeneracy. 

Notably, Weyl fermions possess a significant topological characteristic known as the Chern 

number (ů), denoted by |C| = 1, evaluated on a sphere surrounding the Weyl point. This Chern 

number serves as a nontrivial topological invariant, imparting local stability to Weyl nodes 

against gapping. The Berry curvature, crucial for understanding electronic transport 

phenomena, concentrates near these Weyl nodes, contributing significantly to the emergence 

of a large anomalous Hall effect. Few examples are given below. 

Anticipated antiferromagnetic topological semimetals have been foreseen based on 

investigations into large anomalous Hall effects in Mn3X (X = Sn, Ge, and Ir, Sb) and via direct 

ab initio calculations in Mn3Sn and Mn3Ge featuring kagome layers of Mn atoms93ï95. The non-

collinear magnet Mn3Sn, emerges as a candidate for magnetic Weyl semimetal, hosting six 

pairs of Weyl points. 

YbMnBi2 is another potential candidate within the 112-pnictide family for Weyl semimetal 

behaviour. In this compound, the anticipated Weyl nodes are generated through a similar 

mechanism. Its tetragonal unit cell, comprises a 2D square lattice of Bi atoms, providing a 

platform for the proposed topological fermions. Experimental data, including Shubnikovïde 

Haas (SdH) oscillations observed in magneto transport measurements, suggest a low mass for 
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the charge carriers, aligning with the expectation of Weyl nodes proximate to the Fermi energy. 

A giant Berry curvature-driven anomalous Nernst effect is detected in YbMnBi2
96 Notably, 

certain ferromagnetic kagome lattice materials like Co3Sn2S2, Fe3Sn2, and FeSn exhibit 

intriguing topological properties. For instance, theoretical predictions for Co3Sn2S2 indicate the 

presence of three pairs of Weyl points under out-of-plane ferromagnetic order, a proposition 

supported by observations of a giant anomalous Hall effect and angle-resolved photoemission 

spectroscopy (ARPES) results85. Fe3Sn2 displays two Dirac cones with a 30-meV gap near the 

Fermi level. Similarly, in FeSn, a flat band alongside a pair of Dirac bands has been observed97. 

In Eu-122 systems, such as EuCd2As2, EuSn2As2, or EuIn2As2, aside from the 

antiferromagnetic transition at low temperatures (TAF), significant spin-reorientation (SR) 

magnetic orders have been detected across a broad temperature range98ï100. For instance, in 

Figure 1.15 (a) Anomalous Hall effect (AHE) vs. magnetic field of Mn3Sn after field cooling (FC) 

and zero field cooling (ZFC). (adapted from Ref [90]) (b) The magnetic field evolution of AHE 

collected from Mn3Sb (adapted from Ref [92]).  (c) Anomalous Nernst signal vs. magnetic field of 

YbMnBi2 at different temperature (d) Anomalous Hall resistivity vs. magnetic field of YbMnBi2 at 

several temperature. (adapted from Ref [93]).   
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EuCd2As2, robust spin fluctuations emerge around 100 K, propelling the magnetic Weyl 

Fermions well beyond the AF transition. Consequently, unconventional anomalous Hall and 

Nernst effects also manifest above TAF, exhibiting distinct temperature and field behaviours 

compared to those below TAF. In EuIn2As2, identified as an axion insulator, a magnetic polaron 

(MP) emerges above TAF, resulting in substantial negative magneto resistivity (MR). 

Additionally, some studies have reported helical magnetic orders coexisting with A-type AF 

lattice below TAF, indicating a complex magnetic structure for EuIn2As2. Moreover, Weyl 

physics in magnetic Weyl semimetals (MWSMs) is particularly intriguing due to the interplay 

between magnetism and topological ordering. This interaction gives rise to a plethora of rich 

and unconventional quantum phenomena, including quantum anomalous Hall (QAH) effects 

and axion insulators. In MWSMs governed by broken time-reversal symmetry (TRS), the 

manifestation of Weyl physics, such as chiral anomaly, is notably distinct. Specifically, 

MWSMs hosting fewer Weyl points (WPs) but with a well-defined helicity, such as chiral 

Majorana modes, are more favoured compared to MWSMs with a higher WP count, where 

helicity becomes less well-defined due to the broken Lorentz invariance.  

The PHE signal which is assumed to be caused by non-vanishing Berry curvature shows an 

anomaly with reduction of temperature. Often the anomaly occurs around the spin ordering 

temperature which indirectly implies the connection between topology and magnetism as also 

previously observed. Several non-trivial spin textures are probed using the PHE study of 

Mn3Sn101. The amplitude of the PHE signal shows an anomaly when the system transforms to 

Figure 1.16 (a) The temperature dependence of PHE amplitude (at B=9 T, and 0.5 T) of anti-

ferromagnetic Mn3Sn (the color shade is used to show different spin arrangement state) . (adapted 

from Ref [101])  (b) The PHE amplitude (-ȹɟchiral) at B=9 T vs. temperature (T) of GdPtBi with 

inset showing chiral anomaly driven NMR data. (adapted from Ref [146])  
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different antiferromagnetic state starting from inverse triangular configuration to Helical then 

finally spin glass state. GdPtBi, for instance, has been proposed as a magnetic field-driven 

Weyl semimetal. It shows negative MR along with PHE signal driven by chiral anomaly as 

proposed previously in the literatue102,103 and the PHE amplitude shows sign reversal which 

indicates a possible competition between different mechanisms. The PHE signal also shows a 

kind around the magnetic transition. All these features suggest a possible link between spin 

ordering and nontrivial band which can be probed through the PHE. 

In regards to magnetic topological materials, rare-earth-based magnetic RAgSb2 series become 

the potential candidates. To explore the field of topological magnetic materials and the 

interplay between topology and magnetism, we chose GdAgSb2 which is an AFM material 

from the RAgSb2 series. Previously In this material, powder neutron diffraction study, x-ray 

resonant exchange scattering measurements, and Mossbauer spectroscopy were conducted and 

discovered that the moment of Gd atoms is arranged perpendicular to the c-axis anti-

ferromagnetically below 13.8 K. Extensive magnetic measurements were performed on this 

system but electronic transport study on this is rarely conducted. A large and non-saturated MR 

with anisotropic is discovered in this material which indicates topological properties. The 

mechanism behind this extraordinary transport in this system is not properly addressed in the 

literature. In chapter 5, we discussed the material system with details of magneto-transport 

techniques like TMR, LMR, and PHE. A distinct transport property is discovered below and 

above TN. We also conducted a detailed magnetisation study by extracting De Hass Van Alphen 

oscillation and calculated the effective mass. 

1.5 Motivation of the thesis: 

Topological materials, distinguished by their unique electronic configurations, provide a 

platform for unprecedented quantum phenomena and extraordinary behaviours. Within their 

ordered atomic structures, electrons exhibit intricate patterns dictated by topological properties, 

leading to phenomena such as the quantum Hall effect and topological insulators. These 

materials challenge conventional understanding and hold immense potential for transforming 

fields from electronics to quantum computing. The exploration of topology in condensed matter 

physics commenced with the revelation of the quantum-Hall effect, demonstrating a profound 

quantization of Hall coefficients due to the Berry phase. Klaus von Klitzing's pioneering 

experimental work in unveiling this effect earned him the Nobel Prize in 1985. Subsequently, 

there has been a surge in both theoretical and experimental efforts to unravel the mysteries of 
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topological materials. This surge has resulted in the prediction and discovery of numerous 

topological materials, including 3d topological insulators, Dirac, Weyl, and nodal line 

semimetals. This exploration extends beyond traditional boundaries to encompass correlated 

systems, where the interaction between topology and Coulomb forces leads to a plethora of 

exotic phenomena. The Nobel Prize awarded to Robert B. Laughlin, Horst Störmer, and Daniel 

Chee Tsui in 1998 for their work on "fractional" quantum hall systems marks a significant 

milestone in understanding the role of topology in interacting systems. Subsequent extensive 

theoretical and experimental investigations have been conducted in the research area of 

topological and correlated materials. The intricate interplay between topology and phenomena 

such as magnetism or CDW often results in the emergence of exotic phases such as the axion 

insulator. For instance, electronic interaction-driven charge-density waves can be observed in 

materials like the Weyl semimetal (TaSe4)2I, where the CDW induces the axion insulator phase. 

The antiferromagnetic MnBi2Te4 has also been extensively studied due to its combination of 

topology and magnetism, hosting a non-trivial axion insulator phase. Other examples of 

topologically correlated materials include topological Kondo insulators, topological Mott 

insulators, and alterations in topological classification. The influence of electron correlation on 

topological states presents a particularly intriguing avenue, with the potential to fundamentally 

alter ground state properties. Consequently, the relationship between Coulomb forces and 

topology stands as a central focus in condensed matter physics, providing vital insights into a 

diverse array of materials. This dissertation will delve into specific cases, utilizing real material 

examples to investigate the intricate interplay between charge/spin ordering and topological 

phases. Our focus will be on LaAgSb2 and 1T-TaS2, where complex charge ordering occurs 

through CDW formation, and the potential antiferromagnetic non-trivial semimetal GdAgSb2, 

to explore the realm of topological correlated systems. Lanthanum-based LaAgSb2 from the 

square net series has been rigorously studied for decades due to its exotic properties such as 

linear Dirac-like dispersive bands, CDWs, and superconductivity. Notably, distinct phenomena 

like linear and quadratic transverse magnetoresistance are observed below and above CDWs, 

respectively. This discovery underscores the need for a thorough exploration of the impact of 

CDWs on the material's topological properties. 

To further proceed to show a possible connection between topology and correlation, we select 

a particularly fascinating and widely investigated quasi-2d CDW system, 1T-TaS2, in which 

external tuning factors like temperature, pressure, or chemical substitution span an extremely 

complicated electronic phase diagram. This remarkable phase diagram also shows pressure-

induced superconductivity and a phase known as the Mott phase in addition to multiple charge 
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density waves. Apart from that, a many-body collective phenomenon in condensed matter 

known as the chiral charge density wave which is observed in 1T 1T-TaS2 may have 

implications for topological physics and unconventional superconductivity. This motivates us 

to study the relationship between CDW ordering and non-trivial electronic bands in this system.  

The electrostatic interaction between electrons respecting the Pauli exclusion principle gives 

rise to magnetism. To further enrich the field of interaction and topology, we also investigate 

the complex connection between magnetism and topology in this thesis by studying an 

antiferromagnetic GdAgSb2 from the rare-earth-based square net RAgSb2 series. In this 

material series previously people discovered linear dispersion, AFM, and CDW, heavy 

Fermion which indicates that GdAgSb2 may be a possible magnetic topological system. 

1.6 Organization of the thesis: 

The entire thesis has been divided into six chapters and one appendix. The overview of different 

chapters is given below: 

 

In the chapter 1, the concept of topology in generic sense as well as in the context of 

condensed matter physics has been introduced. Starting for the observation of quantum Hall 

effect, the journey of topological idea in condensed matter physics is presented. We have 

introduced the non-trivial topological materials exhibiting QSHE, QAHE, 3d TIs, 3d Dirac and 

Weyl semimetal, along with their experimental observations. Then we bring in the idea of 

electronic correlation. In this context, the concept of charge density waves is discussed, being 

relevant for the thesis. After a brief introduction to different magnetic systems, we discuss the 

work related to the coexistence and interplay of CDW, topology and magnetism are presented. 

LaAgSb2 and 1T-TaS2 as CDW systems and GdAgSb2 as a magnetic system are chosen to 

explore the research idea of topological and correlated system. This thesis describes how the 

Charge ordering and magnetic ordering coexist with the topological properties and affect the 

topological properties. 

In the chapter 2 contains details about the experimental techniques that is employed for 

understanding the effect of Berry curvature on the transport properties. Furthermore, the 

working principle of the characterization techniques are discussed here. 

In the chapter 3, we focused on the LaAgSb2 which is a square-net CDW Dirac system. We 

investigated the effect of CDW in the system by performing the magnetic field dependent 

electronic transport below and above TCDWs. A sign change in the amplitude of the PHE signal 

below CDW is observed. The transverse magnetoresistance is quadratic in normal phase, but a 
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linear MR is found inside CDW state, along with a distinct feature in the in-plane angular MR. 

The PHE signal increases quasi-linearly with magnetic field. We also present the temperature 

evolution of the ordinary Hall coefficient which shows anomaly around the phase transition. 

With the help of electronic band structure, we demonstrated that this unusual finding might be 

attributed to the transformation from a normal semi-Dirac system to a tilted Weyl semimetal 

driven by the chiral charge density wave (CDW), as finite Berry curvature is detected within 

the CDW state.  

In the chapter 4, To dig deeper into topology and CDW, we turned our attention to studying 

1T-TaS2, a classic CDW system. We used two types of Hall effect experiments, called non-

linear Hall effect (NLHE) and planar Hall effect (PHE), to look at how charge ordering affects 

the material's topological properties. Our findings showed that there were measurable NLHE 

and PHE signals only within the fully commensurate CDW (C-CDW) state, suggesting that 

this state has non-trivial topological characteristics. Additionally, we ran theoretical 

calculations to determine the Berry curvature dipole (BCD) within the C-CDW state. We also 

investigated any changes to the Fermi surface by conducting ordinary Hall effect and Seebeck 

measurements. 

In the chapter 5, we looked at how spin ordering, which is affected by exchange interaction, 

impacts the topological properties, along with electronic interaction which is discussed in the 

previous chapter. To explore this research direction, we performed details magnetotransport 

studies on square-net antiferromagnetic GdAgSb2. A low effective mass is calculated from the 

De-Haas Van Alphen data of magnetization. The similar PHE signal like several topological 

material has also been discovered in this system. A distinct nature of PHE above and below 

Neel temperature is found with a kink around the Neel temperature which suggest the possible 

effect of magnetism on the topological feature. The possible semimetallic nature also been 

demonstrated through two band fitting of the ordinary Hall and magnetoresistance data. 

Overall, in this chapter we have tried to show the effect of magnetism on the topological 

properties though magnetization, magnetotransport studies, PHE, and in-plane angular 

magnetoresistance. 

In the chapter 6, we present the conclusion of the thesis and the future scope in the research 

direction of topology and correlation in the condensed matter physics.  

In the appendix, we have presented the noise spectroscopic study of chemical vapour 

deposited(CVD) graphene based field effect transistor. 
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 Chapter 2 

Experimental techniques: 
This chapter provides an overview of the experimental methods used in this thesis. The first 

section describes Physical property measurement set-up (PPMS) based magneto-transport like 

Magnetoresistance, Hall effect, Planar Hall effect etc. Next, we explain the working principle 

of instrument which is used for characterize the materials. After that, we describe home-built 

electronic transport setups, which include low-temperature cryogenic insert development, 

noise spectroscopy techniques, and non-linear Hall techniques. 

2.1 Magneto transport: 

The Physical property measurement set-up (PPMS), as depicted in Figure 2.1a, stands as a 

remarkably versatile measurement platform, offering not only turn-key functionality but also 

customizable features, is used for measuring the magneto -transport properties. The result is a 

conducive, low-vibration environment conducive to the precise measurement of samples, 

marking a significant advancement in experimental accuracy and reliability. 

There is a sample chamber at the bottom of the PPMS. We can put the ñpuckò (Figure 2.1a) 

into the sample chamber using the puck inserting tool. The puck has 12 sockets at the bottom, 

which connect to the outbox of the PPMS when the puck is put in place. We can put the sample 

on top of the puck. 

2.1.1 Hall effect:     

Edwin H. Hall introduced the classical Hall effect in 1979, delineating the trajectory of a 

charged particle subjected to a magnetic field. Consider a scenario where electrons are 

constrained to move exclusively along the x-y plane. When a persistent current(I) flow along 

the x-direction, and a magnetic field(B) is applied perpendicular to this current (in the z-

direction), the charge carriers undergo the influence of the Lorentz force. Consequently, the 

electrons deviate from their original path, leading to the accumulation of opposite charges at 

the corresponding boundaries of the sample. This charge accumulation engenders an internal 

electric field. 

When the electric force reaches a magnitude sufficient to counterbalance the Lorentz force 

imposed by the applied magnetic field, electrons can traverse from the upper edge to the lower 
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edge of the material. This migration results in a voltage difference between the two edges of 

the sample, denoted as Hall voltage (VH). 

In a state of equilibrium, the Lorentz force is expressed as:  

                                                         ἐ ÑἏ Ἶ Ἄ π  éé...é.2.1 

Here, v represents the particle's velocity, and q is the charge of the particle. If t denotes the 

thickness of the sample, the Hall voltage VH) and Hall resistance (Rh) between two boundaries 

can be expressed as: 

                                                           ὠ Ὑ Ὅ  ééé...2.2 

In this equation, Rh signifies the Hall resistance, n denotes carrier density and I is the current 

coursing through the sample. This formulation implies a linear dependence of Hall resistance 

on the applied magnetic field. When a magnetic field is present, the charged particle follows a 

circular path with a cyclotron frequency (‫ ) given by, eB/m. Here, e = 1.6×10ī19 C, B=‫ 

represents the strength of the magnetic field, and m is the mass of an electron. 

2.1.2 Magnetoresistance: 

The magnetoresistance arises from the diversion of electrons from the direction of the electric 

field due to the Lorentz force, leading to an increase in resistivity with a concurrent rise in the 

magnetic field. This effect is usually small at low magnetic fields but can become much larger 

at high fields. In classical OMR theory, OMR is always positive and proportional to the square 

of the magnetic field when the product of the cyclotron frequency (‫ ) and the relaxation time 

(Ű) is very small and constant when ḻρ . For stoichiometric semiconductors, where the†‫ 

number of electrons equals the number of holes, OMR behaves differently. The relationship is   

given by: 

                                                        -2θ " ‫ʐḺρ                éé...é.2.3 

                                            -2θ ὧÏÎÓÔ ḻρȟÎ†‫ ὴ           éé...é.2.4 

In the classical Hall effect, when there's a vertical magnetic field (B), a current flowing 

lengthwise creates a Hall voltage (Vxy) perpendicular to the current direction. In regular 

systems with just one type of charge carrier (either electrons or holes), this Hall voltage creates 

an electric field that balances out the Lorentz force, allowing the carriers to keep moving 

straight ahead. In semimetals, however, both electrons and holes move sideways in the same 

direction. This cancels out Vxy, making it zero or very small. So, the carriers are always pushed 

sideways by the Lorentz force. Subsequently, under a small B, this sideways push with open 
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orbits causes a giant magnetoresistance (GMR) that increases quadratically with the magnetic 

field in semimetals like WTe2 104. Positive magnetoresistance (MR) typically manifests in 

metals, semiconductors, and semimetals, whereas negative MR is observed in magnetic 

materials. MR, in most nonmagnetic compounds, is a relatively feeble phenomenon. It is 

delineated by quadratic field dependence in low fields, reaching a saturation point with a 

magnitude of a few percent in the case of metals 42,105.  

 

A linear magnetoresistance is frequently observed in topological quantum materials, 

including topological insulators (TIs) and Dirac and Weyl semimetals. This observation is quite 

unusual as the "classical" magnetoresistance (MR) observed in most metals and 

semiconductors depends quadratically on the magnetic field (MRxx  θB2), it is reasonable to 

speculate that LMR may be linked to the unique electronic band structure of topological 

materials, such as the linear band dispersion near Dirac points.  

The linear magnetoresistance  might be caused by several reasons like charge-inhomogeneity 

theory where it is caused due to interorbit transfer of carriers mediated by fluctuation of charge 

carrier or by disorder106. According to the Abrikosovôs theory107, linear magnetoresistance 

might arise because of a Dirac-like linear dispersive band. Abrikosovôs idea suggests that the 

probability of transferring electrons in a certain direction, known as the longitudinal transfer 

probability, depends on the magnetic field B. In materials with Dirac-like linear dispersion, the 

way electric charges screen each other, represented by the ThomasīFermi screening wave 

vector (or reciprocal Debye screening radius), changes with the magnetic field. Conversely, in 

Figure 2.1 (a) The photographic image of PPMS set-up(top) and the rotators set-up(bottom). (b) 

Transverse MR and ordinary Hall effect set-up (c) Transverse angular MR (d) In-plane AMR and 

planar Hall effect. (e) Longitudinal angular MR.  
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regular materials with a different electron dispersion pattern, this screening wave vector 

remains constant regardless of the magnetic field. Further studies on topological materials 

suggested that the linear non-saturated magnetoresistance might arise due to non-vanishing 

Berry curvature11,56. 

2.1.3 Planar Hall effect:     

The Planar Hall Effect (PHE)102,103 is a phenomenon in which the external magnetic field is 

oriented within the plane defined by the Hall electrodes, distinguishing it from other Hall 

effects where the magnetic field is perpendicular to this plane. PHE is primarily a consequence 

of the anisotropic magnetoresistance (AMR), which manifests itself in both parallel and 

perpendicular orientations relative to the in-plane rotational magnetic field (B) (see Figure 

2.1d for the experimental set-up). The characterization of PHE involves the measurement of 

longitudinal and transverse resistances (2  and Ὑ ). The emergence of PHE can be 

attributed to various factors, including intrinsic magnetism, topological properties, and the 

anisotropic Fermi surface of the material under investigation45,108ï112. The interaction of these 

factors with the in-plane rotational magnetic field leads to distinctive changes in resistances, 

providing a means to explore and identify the underlying physics of different quantum 

materials. By analysing the behaviours of 2  and Ὑ  in response to the magnetic field, one 

can gain valuable insights into the unique properties and characteristics of materials exhibiting 

Figure 2.2  (a) The error due to the misalignment due to tilt of the crystal plane from the planar 

magnetic field. (b) The error due to the misalignment of the Hall electrode. 
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the Planar Hall Effect. In general, the angular dependence of PHE signal follows the Eq. 2.3 

and the Figure 2.3c shows the typical angular dependence of the PHE.                       

                                           ʍ ɝʍ 3ÉÎʃ#ÏÓʃ  ,                         ééé           2.5 

                                                where ɝʍ  =ʍȿȿ ”  

                                      ʍ
 

” ɝʍ
 
#ÏÓʃ                    ééé            2.6 

 

To obtain the actual planar Hall signal, two potential errors typically arise, primarily due to the 

misalignment of the crystal plane with the magnetic field and misalignment in the Hall 

electrodes, as schematically shown in Figure 2.2a and 2.2b, respectively. The following two 

equations can be employed to get rid of the errors.  

                            2
ȟ ȟ

      éé.       2.7             

                                 2                     éé.            2.8a 

                                 2                     .é....            2.8b 

Figure 2.3: (a). Ὑ (+6T) and Ὑ (-6T) vs. q at T=2K. (b). Ὑ (+6T) 

vs. q at T=2K after removing the out of plane Hall components by following the Eq. 2.7. (c). 

Ὑ φὝ vs. q at T=2K after removing the angular MR part by following the Eq. 2.8a. 

(d Ὑ (+9T) and Ὑ (-9T) vs. q at T=2K. Ὑ (+6T) vs. q at T=2K 

after removing the out of plane Hall components by following the Eq. 2.7. ). (f) 2 ωὝ vs. q at 

T=2K after removing the angular MR part by following the Eq. 2.8b. 
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Figure 2.3a shows the raw data for + 6 T and - 6T. Figure 2.3b demonstrate the corrected 

signal after averaging the signal at B = 6 T and B = - 6 T.  The actual PHE signal can be 

obtained after correcting the signal further using Eq. 2.8a (see Figure 2.3c). Subsequently, for 

topological materials, the angular dependence of In-plane AMR can also be extracted using 

Eq. 2.8b (see Figure 2.3(d-f)). 

2.2 Magnetization 

2.2.1 Vibrating -sample magnetometer (VSM): 

VSM is also known as a Foner magnetometer, serves as a scientific apparatus designed to gauge 

magnetic characteristics by relying on Faraday's Law of Induction. MIT Lincoln Laboratory's 

Simon Foner conceived the VSM in 1955, disclosing his invention in 1959. Additionally, G.W. 

Van Oosterhout and P.J. Flanders made references to it in 1956. The initial step involves 

placing a sample within a consistent magnetic field. If the sample possesses magnetic qualities, 

it aligns its magnetization with the external field. 

 

The magnetic dipole moment of the sample generates a magnetic field that changes over time 

as the sample moves vertically. This movement is typically facilitated using a piezoelectric 

material. The oscillating magnetic field induces an electric field in the VSM's pickup coils. 

Figure 2.4:  Schematic of a VSM set-up 
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Consequently, the current generated is proportionate to the sample's magnetizationðhigher 

induced current corresponds to greater magnetization. Consequently, a hysteresis curve is 

typically recorded, allowing deduction of the magnetic properties of the sample.  

One can have an intuitive idea about the ordering of spin moments of different kinds of 

magnetic systems through magnetization measurement. Magnetization data is crucial for 

understanding and characterizing the complex behaviours in ferromagnetic, antiferromagnetic, 

and spin glass superconductors. In ferromagnets, magnetization measurements reveal how 

magnetic domains align, indicating the material's response to external magnetic fields and 

temperature changes. For antiferromagnets, magnetization data helps identify the arrangement 

of opposite spins and their influence on the material's magnetic properties. In spin glass 

systems, which exhibit disordered magnetic states, magnetization measurements uncover the 

random freezing of spins and the resulting magnetic frustration. Overall, magnetization data 

provides insights into the interactions and transitions within these materials, aiding in the 

development and optimization of advanced magnetic and superconducting technologies. It also 

helps to characterize the superconductor through observing the Meissner effect. When it enters 

a zero-resistance state, characterized by perfect diamagnetic screening and an abrupt decrease 

in susceptibility. In the superconducting state, the volume susceptibility is exactly -1 in SI units 

or -1/4ˊ in cgs units113. 

Magnetization measurements in presence of magnetic field can also be used to probe the Fermi 

surface of a material. The oscillatory fluctuation known as the de Haas-van Alphen (dHvA) 

effect manifests as a periodic alteration in the diamagnetic susceptibility concerning the 

strength of a magnetic field (B). This approach provides detail insights into the extremal areas 

of a Fermi surface. The inaugural detection of this phenomenon dates to 1930 when de Haas 

and van Alphen conducted experiments. Their investigation centred on the magnetization (M) 

of semimetal bismuth (Bi) at 14.2 K, charting its dependence on the magnetic field (B) in 

elevated fields114. The findings revealed a periodicity in the magnetic susceptibility M/B 

relative to the reciprocal of the magnetic field (1/B). Notably, this occurrence exclusively 

materializes under conditions of low temperatures and large magnetic fields. Analogous 

oscillatory tendencies have also been identified in magnetoresistance, recognized as the 

Shubnikov-de Haas effect.114,115 
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2.3 Scanning tunnelling microscopy (SEM)  

It serves as a potent instrument in material science. It employs a high-energy electron beam 

directed through a sample, enabling observation of its crystal structure, morphology, and 

elemental composition. SEM facilitates examination of crystal grain boundaries, structural 

dislocations, and material defects, as well as the analysis of the quantity, size, and shape of 

low-dimensional entities such as quantum dots, nanosheets, and nanowires. 

Electron beams emit from the source of the column in the electron gun and gain speed as they 

traverse through the column under a set accelerating voltage (1 keV ï 30 keV). Components 

such as condenser lenses and apertures work to diminish the beam's width. The ultimate lens 

within the column, the objective lens, concentrates the beam onto the surface of the sample. 

Beam diameters in an SEM vary greatly, ranging from less than 1 nanometer to 20 nanometers, 

contingent on the electron gun type, accelerating voltage, and lens setup. 

Samples are affixed onto a stage within the chamber, with both the column and chamber 

maintained in a vacuum through a combination of pumps. The degree of vacuum relies on the 

microscope's design. Certain microscopes facilitate adjustable pumping, permitting the sample 

chamber to sustain a lower vacuum than the remainder of the column to facilitate low-vacuum 

imaging. The electron beam's position on the sample is regulated by scan coils positioned above 

the objective lens. These coils enable the beam to traverse the surface of the sample in the X-

Y plane. Once scanned, the beam interacts with the sample, producing various signals such as 

                              Figure 2.4: The schematic diagram of Scanning tunnelling microscopy 
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secondary electrons, backscattered electrons, and characteristic X-rays. These signals are 

subsequently detected by suitable detectors (as shown in Figure 2.4). 

A scan generator, in conjunction with an external computer equipped with specialized software, 

synchronizes the data from the scan generator (containing the beamôs X,Y position at each time 

period) with the intensity recorded by the detector. This synchronization allows for the real-

time display and examination of a grayscale image, pixel by pixel. Adjusting the dwell time of 

the electron beam at each X,Y position can modulate the signal-to-noise ratio. Additionally, 

magnification is determined by the size of the scanned area, with higher magnifications 

corresponding to progressively smaller scanned areas. The number of pixels within a given 

scan area can also be adjusted, affecting the apparent resolution. 

2.4 X-ray diffraction (XRD):  

The X-ray diffraction (XRD) method, a non-invasive approach, is utilized for probing the 

atomic arrangement within crystalline materials. By directing a beam of X-rays onto the 

specimen, which then undergoes diffraction by its atomic planes, one can ascertain details such 

as crystallite dimensions, structural imperfections, and phase composition. Through analysis 

of the angles and strengths of these diffracted beams, a wealth of information regarding the 

atomic structure, crystallinity, and thickness of films can be obtained, encompassing factors 

like  

strain, orientations, and defects. In Chapter 2, section 2.4, a depiction of the XRD technique is 

given. The apparatus comprises an X-ray tube as the radiation source, optical components 

guiding the incident beam, and a goniometer supporting the sample stage and detector. The 

crystal lattice, behaving akin to a periodic array of atoms, exhibits elastic scattering of 

          Figure 2.5:  Schematic diagram of (a) X-ray diffractometer and (b) X-ray diffraction 
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electromagnetic waves, including X-rays. These scattered waves interfere constructively under 

specific conditions dictated by Bragg's law, expressed as: 

                                                        2ὨίὭὲ(—)=ὲ‗ ééééé.       2.9 

Here, Ὠ represents the spacing between atomic planes, — denotes the incident angle, ὲ signifies 

any integer, and ‗ stands for the wavelength of the X-ray beam. Consequently, diffraction 

patterns manifest solely at incidence angles corresponding to the lattice structure's spacing Ὠ. 

Notably, diffraction arises only when Bragg's law is satisfied, facilitating constructive 

interference between X-rays and atomic planes, with observations including both the intensities 

and angles of the reflected beams relative to the incident direction (2ɗ). 

 

2.5 Electronic transport:  

2.5.1 Low-temperature electronic transport set-up: 

A cryogenic apparatus of utmost importance for executing precise electrical transport 

experiments is the variable temperature insert. In the pursuit of this objective, we have designed 

a dipstick, whose intricate design is illustrated in Figure 2.13. This specialized probe 

encompasses several integral elements, notably a sample holder firmly attached to a copper 

plate, a primary stainless-steel tube facilitating wire connections, and four smaller diameter 

stainless steel tubes, serving a dual purpose by accommodating connections for the heater wire 

and housing the conduit for gas purging. Additionally, a vacuum jacket has been incorporated 

into the design to effectively shield the primary samples to avoid sudden cooling in liquid 

nitrogen environment. Also, establishment of a vacuum (~ 10-4 - 10-6 mbar) within the chamber 

is necessary to ensure a gradual and precisely controlled cooling mechanism for our specimen.  

The dipstick integrates a 25ohm manganin heater wire (see Figure 2.6), facilitating precise 

control over the temperature of the sample stage. Complementarily, a PT100 temperature 

sensor is strategically positioned near the sample holder, enabling accurate real-time 

monitoring of the sample temperature. The wires emanating from the room temperature source 

are intricately wound around the copper stage for efficient thermalization with the bath. The 

temperature is controlled by tuning the heater power using temperature controller (Lakeshore, 
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Model 340). The finely tuned PID parameters of the temperature controller yield an exceptional 

temperature stability at the sample stage within few milli Kelvin accuracy. For connecting the 

sample wires to the instruments, we employ BNC cables, which are then affixed to a breakout 

box. To ensure that our sample never remains floating, we implement a three-way switch and 

establish connections. This configuration ensures that the sample is either grounded or set to 

the desired voltage level for the experiment. LabVIEW based programmes are developed to 

perform the measurements. 

2.5.2 Non-linear Hall effect:     

An additional captivating experimental approach that can be utilized for discerning the 

characteristics of non-trivial electronic bands involves the utilization of the non-linear Hall 

effect. Hall effects fall short in exploring the complex geometric traits of Bloch states in 

materials that obey time-reversal invariance while breaking inversion symmetry. A recent 

breakthrough unveils a crucial nuance. The prior assertion holds true only within the linear 

response regime, where Hall voltages exhibit linear proportionality to the external electric field. 

The narrative shifts when nonlinear Hall currents, with a quadratic relationship to the external 

electric field, manifest even under time-reversal symmetric conditions. The genesis of this 

nonlinear phenomenon links to an intrinsic contribution tied to a concept akin to the dipole 

moment of the Berry curvature, called the Berry curvature dipole (BCD). Topological materials 

characterized by an asymmetric distribution of Berry curvature in momentum space manifest 

this distinctive non-linear Hall effect. Substantial BCD manifests within the system, akin to the 

inclined Type I or II Weyl cones and the system with massive tilted Dirac cone. 

Figure 2.6:  Schematic of the dipstick inside the Nitrogen Dewar (left) with the black arrow showing 

the heater made of manganin wire. Image of the sample holder of the dipstick (right side). 

 



63 

 

 

A massless Dirac fermion (found in graphene) has no Berry curvature (Џ) to begin with (Figure 

2.7a). Breaking inversion symmetry to create an energy gap near the Dirac point, as in the case 

of gapped graphene) results in a significant Berry curvature close to the gap (Figure 2.7b). But 

still, the BCD is zero as the BC is uniform at the Fermi level. As depicted in Figure 2.7c, the 

tilted Dirac cone near each hot spot makes the distribution of BC to be non-uniform, resulting 

in a finite BC dipole at the Fermi level.  

                                        "#$
̯᷿
‐‏ ‐ ЏËὨË            ééé2.10                   

where is the energy is denoted by Ů, k is the crystal momentum wavevector, ŮF presents the 

chemical potential and ÖŮ/ÖkŬ is the group velocity along Ŭ. For a gapless Dirac cone, the Berry 

curvature is zero, so BCD is also vanished. But for non-tilted gapped Dirac cone, BC is 

constant. However, the group velocity ÖŮ/ÖkŬ have equal but opposite value on the opposite 

sides of the Fermi surface, so the integral is zero. The Berry curvature and group velocity 

acquire different value because of the tilted Dirac cone which induces a finite BCD in the 

system with tilted gapped Dirac cone (Figure 2.7c). 

Figure 2.7 (a)  The schematic of a massless inversion symmetric Dirac cone with Zero Berry curvature 

(BC) (b) By breaking inversion symmetry, opening an energy gap at the Dirac point results in significant 

BC (Ý) close to the edge of the bands (see color bar). But the distribution is uniform at any Fermi level 

(dashed line) (c) The states at the Fermi level can have different Berry curvatures and anisotropic 

Fermi velocity(  by tilting the Dirac cone, which results in non-zero Berry curvature Dipole (D). 

 

 



64 

 

 

For observing the second-order conduction one has to use Ὦ … Ὁ Ὁ. As we 

measure the voltage difference, so we need to transform the current into electric field. 

See the following equation: 

Ὁ Ὁ Ὁ Ὁ Ὁ ÓÉÎς‫ὸ Ὁ Ὁ ρ ÓÉÎς‫ὸ  ééé2.11 

In the nonlinear measurement, we detect the voltage at the second frequency 2using lock in ‫ 

amplifier with a phase shift of +“Ⱦς(out of phase componenet of lock in amplifier). The 

experimental technique to detect the nonlinear Hall signal is schematically shown in Figure 

2.8a. The typical nature of the IV plot is shown in Figure 2.8b. 

2.5.3 Thermo-electric effect 

The phenomenon known as the Seebeck effect involves the creation of an electromotive force 

(EMF) across two distinct points within a conductor experiencing a variance in temperature. 

This EMF is specifically referred to as the Seebeck EMF, or alternatively, the thermoelectric 

EMF. The relationship between this EMF and the temperature difference is quantified by the 

Seebeck coefficient. In the context of measurement, a thermocouple evaluates the potential 

difference between the hot and cold ends of dissimilar materials. The magnitude of this 

potential difference corresponds directly to the temperature difference between the ends. 

Initially identified in 1794 by the Italian scientist Alessandro Volta, this phenomenon bears the 

name of the Baltic German physicist Thomas Johann Seebeck, who independently rediscovered 

it in 1821116. 

Copper blocks are used as a heat source and heat sink, as mentioned in Figure 2.9a . cigarette 

rolling papers (Odet-Cascadec-Bolloré (OCB)) is attached to the copper block with the help of 

two-component epoxy glue (Stycast 2850 FT with catalyst 9) to electrically isolate but 

Figure 2.8 (a) The illustration of the second harmonic Hall voltage (NLHE) measurement set-

up based upon lock in amplifier (b) The typical curve of  ὠ   vs. Ὅ.  
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thermally coupled to the Cu block. The sample is then thermally anchored with cigarette rolling 

papers paper using silver paste. Furthermore, the silver paste is used as an electrode on the 

sample. The whole system is mounted in a vacuum-sealed homemade cryogenic insert. The 

Seeback voltages are acquired using a Keithley 2182A nanovoltmeter. The temperature 

controller, Lakeshore-336, collects the temperature difference between the two ends terminal 

of the sample using two Pt-100 thermal sensors ( see Figure 2.9a). 

2.5.4 Noise spectroscopy 

Electrical systems, whether in materials or devices, often experience small fluctuations in their 

electrical resistance. These fluctuations are known as "resistance fluctuations" or "electrical 

noise". The average or typical resistance of a material is called the "time-averaged resistance" 

and is represented by the symbol <R>. However, the actual resistance at any given moment, 

R(t), can vary slightly around this average value. This variation is represented as ȹR = R(t) - 

<R>.These resistance fluctuations arise from small changes happening at the microscopic level 

within the material. By studying these fluctuations, we can gain insights into the underlying 

physical properties and behavior of the material or device at the most fundamental, microscopic 

scale. Understanding resistance fluctuations is important not only from a scientific perspective, 

but also for practical applications where electrical systems need to function reliably. Analysing 

these fluctuations can help identify and address issues in the design and operation of electrical 

components and devices. 

There are mainly three types of Noise presents in a condensed matter system: 

Johnson noise: Thermal fluctuations, commonly referred to as 'Nyquist noise', or 'Johnson 

noise', are a manifestation of the fluctuation-dissipation theorem117. The power spectral density 

(PSD) of thermal fluctuations for a resistor with resistance R maintained at temperature T is 

represented by, 

 

                                                            SV(f)= 4kBTR. éé.2.12 

 

This spectral power (SV(f)) remains constant across frequencies, akin to white noise. It is 

unaffected by the current flowing through the resistor or the material properties of the resistor, 

rendering it impractical except when assessing the effective electron temperature. 
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Shot noise:  It is stemming from discrete carrier movement in devices, also exhibits a white 

noise profile. It manifests as fluctuating current with a spectral dependency, SI(f), directly 

proportional to the charge carrier (q) and current (I) in the device: 

 

                                                              SI(f) = 2q < I > é..2.13 

 

Shot noise serves as a crucial tool in mesoscopic physics, providing direct experimental 

insights into the charge and statistics of current-carrying quasiparticles in the system, especially 

noticeable at low temperatures and high frequencies. 

1/f noise: The phenomenon of 1/f noise, prevalent in almost any resistor carrying current, 

showcases voltage fluctuations with a power spectrum following a 1/fŬ pattern, with Ŭ 

approximately equal to 1. Referred to as '1/f noise' or 'flicker noise' in literature, it is typically 

presumed that noise levels decrease inversely with the volume of the sample between probes. 

However, reducing sample size maintains noise source dimensions, intensifying overall 

electronic transport fluctuations. The spectral power of voltage noise SV (f) exhibits quadratic 

dependence on applied bias, leading to its augmentation beyond thermal voltage upon applying 

appropriate bias voltage. 1/f noise observations span various material systems, including 

semiconductors, metallic and magnetic films, spin glasses, heterogeneous conductors, 

superconductors in normal states, tunnel junctions, electronic devices, magnetic sensors, and 

even heartbeats. Beyond applications, it serves as a tool to explore diverse physics phenomena, 

encompassing structural phase transitions, magnetic domain wall motion, electron glasses, and 

quantum transport in low-dimensional systems118ï126. 

Experimental Technique: 

Generally, the fluctuation of voltage ȹV = ȹVcf+ȹVbg encompasses both conductance and 

background variations. The Power Spectral Density (PSD) Ὓ Ὢȟ‏ of the output ȹV (t) from 

the lock-in amplifier is expressed as follows: 

                                      Ὓ Ὢȟ‏ Ὃ Ὓ Ὢ Ὢ ὍrmsὛ ὪÃÏÓ‏ é.2.14  

Here, Ὓ Ὢȟ‏ represents the PSD due to background fluctuations, and SR(f) denotes the 

spectral density of resistance fluctuations in the sample. G0 signifies the product of the 

preamplifier and lock-in amplifier gains, f0 stands for the excitation frequency, f indicates the 

measurement frequency, Irms denotes the RMS value of the biasing current, and ŭ represents 

the phase angle of input voltage detection to the lock-in amplifier concerning the bridge current. 

When ŭ equals 0, Ὓ Ὢȟπ/(G0)2 = Ὓ+Ὓ  (indicating noise from both sample and background 
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in the in-phase component). Conversely, when ŭ equals ˊ/2, Ὓ Ὢȟ‏/(G0)2 = Ὓ (signifying 

only background noise in the quadrature component). Hence, subtracting the out-of-phase 

signal from the in-phase one reveals the noise stemming from the sample due to resistance 

fluctuations. The concurrent measurement of background noise alongside conductivity noise 

represents the prime advantage of the AC technique127 (see Figure 2.10a) 

Data from the lock-in amplifier was sent to the computer using a 16-bit analogue-to-digital 

converter (either a in-built data acquisition of MFLI lock in or a National Instruments 16-bit 

DAQ) connected through LabVIEW. The acquisition card has an input impedance of about 

10Mɋ.  

 

Due to under sampling of the data, there might be a discrepancy in noise measurement process. 

This discrepancy emerges due to inadequate sampling rates unable to catch high frequencies. 

As a result of this, the low frequency power spectral density is corrupted with the higher 

frequency signal due to aliasing effect. The aliasing problem is depicted in Figure 2.9b. In 

Figure 2.9b, the signal's sampled points suggest a single wave of a sinusoid, but in actuality,  

they represent five waves.  

To overcome this issue, the anti-aliasing low pass filter is used to remove the unwanted signal. 

Employing the lock-in time constant targeted toward a value near fs/2 (Ḑ 10ms), alongside the utmost 

attainable roll-off (Ḑ 24dB/octave). Thus, any element exceeding fs/2 undergoes cutoff, with an 

attenuation surpassing 105 at fǋs/2, marking the effective bandwidth pre-decimation. 

Subsequently, the signal undergoes digital passage through an anti-aliasing filter, with a cut-off set at 

 fǋs/2, exhibiting an effective roll-off potentially reaching 80-100 dB/octave. This effectively eradicates 

all stray signal remnants beyond fǋs/2. The dataset is then resampled, capturing every 64th or 128th data 

point, thus reducing the sampling rate to fs, devoid of any aliased signals. Consequently, this approach 

Figure 2.9 (a) The schematic presentation of the Seeback effect set-up. (b)The red signal undergoes 

under sampling, represented by black dots, leading to the digitized signal depicted as a cyan line, 

which appears to possess a lower frequency compared to the original signal. 
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enables the acquisition of clear spectra across numerous frequency orders. FIR digital filters, employing 

a Kaiser window design, were deployed. To enhance efficiency and optimize memory 

utilization, decimation unfolds in three stages. For a total decimation factor of 64, a sequence 

of successive decimation factors of 8, 4, and 2 is utilized, while for a factor of 32, 4, 2, and 2 

are employed. The digital filter's roll-off is maximized during the final stage. The data, 

transformed into digital form and then reduced significantly, underwent analysis to derive the 

voltage fluctuation's power spectrum. This was accomplished through a discrete Fourier 

transform approach termed the "averaged periodogram method," pioneered by Welch 128. This 

technique offers notable benefits, including decreased computational steps and memory 

requirements, thereby shortening the overall processing time. 

 

 

 

 

 

 

 

 

 

 

 

 

Figure 2.10 (a) Lock-in amplifier based ac technique for measuring noise and the schematic 

diagram for obtaining the power spectral density (PSD). (b) A typical PSD vs. frequency plot 

displaying flicker noise and thermal noise in the same graph. 
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 Chapter 3 

Detection of Nontrivial Topology Driven by 

Charge Density Wave in a Semi-Dirac 

Metal 

3.1 Introduction:  

Efficient single-particle methods, exemplified by electronic structure computations, have 

proven to be adept in the successful identification of numerous topological materials through 

their distinctive topological invariants. However, the introduction of electron-electron 

interactions into this realm reveals a spectrum of more unconventional consequences. The 

theoretical landscape propose intriguing scenarios, suggesting that a Weyl semi-metal, under 

the influence of attractive electron-electron interactions, may undergo a transformative phase, 

emerging as a topological superconductor. Conversely, certain Weyl semi-metals that 

incorporate repulsive electron-electron interactions may manifest incommensurate charge 

density waves, with theoretical models predicting the occurrence of peculiar axion 

electrodynamics129.  

Beyond these captivating scenarios, the exploration of emergent topological phases has 

extended to include a plethora of novel quasiparticles. Among these are the quantum spin-hall 

insulator3,15, fractional Chern insulator130, and the intriguing possibility of an axial Higgs 

mode131 This study aims to understand the unusual electronic structure of LaAgSb2 with a 

broader goal to find materials with exotic ground states. LaAgSb2, selected as an example of a 

square net compound, represents a type of structure where many intermetallic compounds have 

been identified as topological semi-metals132,133. As we delve into the unique characteristics of 

LaAgSb2, we aim to contribute valuable insights to the evolving landscape of topological 

materials, shedding light on their potential applications and the fundamental understanding of 

exotic quantum states. 

ARPES measurements, complemented by first-principal calculations, robustly confirm the 

presence of a tilted Dirac cone within the electronic structure of LaAgSb2
87. This distinctive 

feature adds a layer of complexity to the material's behaviour and contributes to the ongoing 

debate surrounding its unique electronic properties. Furthermore, LaAgSb2 exhibits a notable 
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dual-phase behaviour concerning charge density waves (CDWs). The first CDW transition 

occurs at 211 K and is characterized by an incommensurate wave modulation spanning 

approximately 40-unit cells along the lattice vector a. Subsequently, at a lower temperature of 

186 K, a second CDW transition ensues, associated with an incommensurate CDW along the 

c direction134,135. Intriguingly, as the temperature continues to decrease, a commensurate order 

emerges, involving six-unit cells136. 

 

However, despite the wealth of experimental data, the nature and origin of these CDWs in 

LaAgSb2 remain subjects of ongoing discussion within the scientific community. Fermi surface 

measurements suggest a nesting vector near the calculated one, yet numerous experimental 

observations present challenges to a nesting-driven CDW scenario67,137. This difference shows 

that many complex factors affect the CDW phenomena in LaAgSb2. We need a better 

understanding of these factors and how they influence the material's electronic behavior. The 

combination of ARPES measurements, first-principle calculations, and complex CDW 

transitions in LaAgSb2 creates an interesting avenue that encourages more research and could 

help us better understand exotic quantum states in topological materials. These observations 

align with the evolving understanding that, while there may be Fermi surface regions parallel 

to one another, other effects generally take precedence, and the direction of the charge density 

wave (CDW) modulation exhibits little to no correlation with the nesting vector. NMR 

experiments reveal that, despite the long wavelength associated with the CDW at 211 K, only 

two distinct La species have emerged, a phenomenon that appears unusual138. Moreover, the 

recent observation of superconductivity below 300 mK, coexisting with the CDW, suggests a 

robust electron-phonon coupling139. This coupling has been invoked in discussions about the 

characteristics of materials like NbSe2
140, and 2H-TaSe2141. 

An intriguing observation in the realm of electronics is the identification of non-saturated, 

quasi-linear magnetoresistance (MR) exhibiting distinctive characteristics both above and 

below the charge density wave (CDW) transitions88. The persistence of unsaturated quasi-

linear MR at low temperatures remains enigmatic, with a simple attribution to the quantum 

limit of possible Dirac fermions in an isotropic Dirac semimetal107. Conversely, it has been 

theorized that systems featuring an anisotropic and tilted Dirac cone may display unsaturated 

quasi-linear MR whenever nonvanishing Berry curvature is present, indicative of a topological 

origin56,142. A deeper understanding of the interplay between topological characteristics and the 

CDW phase in this system is necessary. 
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The Planar Hall effect (PHE), denoting the transverse voltage generated when electric and 

magnetic fields are coplanar, has recently emerged as a transport-based probe for detecting 

non-trivial bands in various topological semi-metals or insulators102,143ï145. Examples include 

ZrTe5
146, Cd3As2

45, GdPtBi147, VAl 3
148, Ta3SiTe6

149, Bi2Se3
150, and SmB6151. 

In this chapter, we present the identification, achieved through first-principle calculations and 

electronic transport measurements, of an unconventional topological transition mediated by 

charge density wave (CDW) transitions in single crystals of LaAgSb2. Experimentally, an 

anomaly in the ordinary Hall coefficient and zero-field resistivity is observed around 211 K, 

indicative of the CDW transition mediating the reconstruction of the Fermi surface. 

Additionally, in the low-temperature phase, we observe quasi-linear magnetoresistance, 

aligning with earlier findings in the literature 88.The most intriguing observation is the Planar 

Hall Effect (PHE) persisting from low temperatures to room temperature, accompanied by a 

change in the amplitude's sign at temperatures above the first charge density wave transition 

(T > TCDW1 å 211 K). Our computational analysis indicates a charge density wave (CDW) 

phase mediated by phonons, diverging from a mechanism driven by Fermi-surface nesting. 

This results in the distinctive stabilization of a low-temperature chiral metal phase. 

Concurrently, the low-temperature structure exhibits a breaking of inversion symmetry, leading 

to the presence of finite Berry curvature, explaining the observed PHE. Due to the anisotropic 

nature of the Dirac cone, the PHE in the high-temperature phase originates from an anisotropic 

response to a in plane magnetic field. 

3.2 Experimental Results: 

3.2.1  The crystal structure, electronic band structure, and resistivity vs 

temperature: 

Single crystals of LaAgSb2 were made1 by the Sb-þux technique88,136.Elemental La (Alfa Aesar 

99.9%), Ag (Alfa Aesar 99.99%), and Sb (Alfa Aesar99.999 9%) in molar ratio 1: 2:20 were 

kept in an alumina crucible. The crcible was then placed in a quartz tube and sealed under 

dynamic vacuum. The quartz tube was kept at temperature 1050 °C for 12 h, and slowly cooled 

(2 ÁC hī1 ) to 670 ÁC. At this temperature, the crystals were isolated from the þux of Sb by 

centrifugation. The obtained crystal was rectangular with crystallographic c-axis along the 

perpendicular of the plane. The Energy Dispersive X-Ray Spectroscopy (EDX) was done for 

elemental analysis on di erent regions of the single crystal (see Figure 3.1b, and c). The 

 
1 The single crystal was grown by Ratnadwip Singh from Prof. Prabhat Mondalôs lab, S.I.N.P, Kolkata. 
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crystal structure of LaAgSb2 is characterized by the tetragonal P4/mm space group. Figure 

3.1a illustrates two distinct types of Sb atoms in the material. To create 2D layers, a specific 

type of Sb atom (depicted by red balls) and Ag atom (depicted by green balls) arrange 

themselves in a square net. These layers are alternately stacked along the crystal's c-axis and 

include sandwiched La ions (blue balls) and the other type of Sb atoms (yellow balls). The 

Brillouin zone for this structure, along with the corresponding high-symmetry points, is 

depicted in the inset of Figure 3.1d2 The electronic band structure calculation reveals the 

presence of multiple linear bands intersecting the Fermi energy in various directions of high 

symmetry. Figure 3.1e displays the dispersion of these bands crossing the Fermi energy. The 

linear bands are highlighted using blue circles. The anisotropic nature of the linear dispersive 

band is shown in Figure 3.1f with kz fixed at zero. The subsequent discussion focuses on 

temperature-dependent electrical resistivity, uncovering an anomaly in the zero-field resistivity 

upon cooling the sample below a typical temperature of 211 K (TCDW1), consistent with earlier 

reports (see Figure 3.2a). Additionally, the system exhibits another anomaly at TCDW2, 

discernible from the ‬”/‬T versus T plot in the left inset of Figure 3.2a. The partial opening 

of a gap, induced by a charge density wave (CDW) forming along the a and c axes, is associated 

with the transitions at TCDW1 = 211 K and TCDW2 = 183 K. The incommensurate order emerging 

at 211 K, spanning about 40-unit cells along the lattice vector a, has been attributed to the CDW 

transition. Consequently, the appearance of multiple inequivalent lattice sites would be 

anticipated. Intriguingly, NMR measurements reveal the detection of only two unique La sites. 

These measurements also suggest the potential existence of an underlying periodic unit. The 

CDW transition, initially incommensurate at T å183 K, descends in temperature and becomes 

commensurate at Tå164 K, involving six-unit cells in the c direction. To gain a deeper 

understanding of the system's behaviour, we concentrate on this transition. The lattice 

parameter c experiences a reduction with decreasing temperature. The electrons of Sb atoms, 

positioned directly above Ag atoms in the high-temperature structure (see Figure 

 
2 The theoretical band structure calculations were performed by Prasun Boyal from Prof. Priya Mahadevanôs 
group (S.N.B.N.C.B.S) 
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3.1a),experience stronger repulsion from the Ag atoms' electrons. Consequently, neighbouring 

layers exhibit displacement in the x-y plane and form a modulated structure, as depicted in 

Figure 3.2e, when accounting for atomic displacements to minimize the total energy in a 

supercell involving six repeat units along the c lattice vector. The optimized unit cell reveals 

an energy difference of 11 meV per formula unit. Despite the unusual presence of a chiral 

structure in a metallic system, LaAgSb2 displays extremely weak bonding in the c direction. 

Our calculations, indicating an exfoliation energy of 115 meV ī2, confirm the classification  

 

Figure 3.1: (a) The room temperature tetragonal crystal structure of LaAgSb2 (side view). (b) The 

EDAX/ EDX spectroscopy data on a randomly selected area of a grown single crystal of LaAgSb2 (c) 

FESEM image of a grown single crystal of LaAgSb2 along with The elemental analysis of the EDAX 

data (for the elements present in the grown single crystal (where, Wt% and At% imply molar weight 

ratio and atomic weight ratio, respectively). Overlay of elemental mappings of La, Ag and Sb. (d) 

Atom projected partial density of states. Inset demonstrates Brillouin zone of LaAgSb2 .(e) Electronic 

band structure of LaAgSb2 including spin orbit interactions. The zero of the energy is Fermi energy 

(indicated by the blue dashed line). The linear band dispersions in the vicinity of the Fermi level have 

been indicated by the blue circled regions. (f) Anisotropic Dirac dispersive  band which cross  the 

Fermi energy across the kz=0 plane of the Brillouin zone. 
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of this material within the potentially exfoliable group152. Additionally, our computations 

reveal the presence of very low-energy phonon modes, consistent with observations in other 

layered systems. These modes include shear modes that facilitate layer sliding and layer 

compressions, actively contributing to the formation of the modulated structure (see Figure 

3.2b and c for the modes). This aligns with experimental evidence of low-energy modes 

reported in reflectivity studies135. The band dispersions, calculated for the modulated structure, 

have been unfolded onto the Brillouin zone of the high-temperature structure. This analysis 

reveals a small band gap along the RX direction, while a metallic band is observed in the other 

directions (see Figure 3.2f) 

Figure 3.2: (a) Resistivity (”) versus temperature (T) plot exhibiting anomalies near the two CDW 

transitions indicated by the black arrows. Inset, showing the corresponding Ö”/ÖT versus T curve to 
depict two CDW transitions (TCDW1 and TCDW2) more clearly. The low frequency phonon modes for 

a bilayer with their frequencies indicated have been given. Panel (b) shows a shear mode, while 

panel (c) represents a compression mode. (d) Top view of the crystal structure of LaAgSb2 (d) 

without CDW modulation (T>TCDW1) and (e) with CDW modulation (T< TCDW2). (f) Histogram plot 

of no. Of La atoms in the CDW structure as a function of their average electrostatic potential. Two 

distinct types of La atoms in the modulated structure is observed. The inset showing Band structure 

of the modulated supercell unfolded onto the high temperature structure X to R direction. A small 

band gap opens because of the modulation in the c direction. Size of the red dots are proportional 

to the contribution of the supercell states at those k points. The black line corresponds to the band 

dispersion for the high temperature structure. The red dot-dashed line represents the Fermi energy 

in the calculation 
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3.2.2 Planar Hall Effect and Magnetoresistance Measurement: 

To explore the effect of charge ordering due to CDW formation on the transport mechanism in 

the system, we utilize a perpendicular magnetic field and measure the magnetoresistance as 

well as Hall signal with varying magnetic field (see Figure 3.3a for the schematic illustration 

of the measurement set-up). The MR shows a quadratic magnetic field dependency inside the 

normal phase as plotted in the left inset of Figure 3.3b. The MR data collected at T=300 K is 

fitted using the semiclassical Boltzmann transportôs equation that follows105                                                 

                                                             ὓὙ     éé.3.1 

Here ‌ȟ‍ are used to denote fitting parameters. 

However, a quasi-linear increase of MR with a magnetic field is discovered inside the CDW 

state of this system (see Figure 3.3b). The observation is well matched with the earlier studies 

in this system88. The Fermi surfaceôs quasi-2D nature is verified through angular TMR studies 

inside the CDW phase which is plotted in Figure 3.3c. The experimental configuration is 

schematically shown in the bottom right inset of Figure 3.3c. Next, the ordinary Hall effect 

measurement is performed. The non-linear increase in Hall resistivity with an increase in 

magnetic field (B) below T=50 K, as depicted in Figure 3.3d  is likely Dirac/Weyl Fermion. 

To correctly measure the angular planar Hall signal, the magnetic field is rotated in such a way 

that the current and magnetic field consistently remain in the same plane. We measure the Hall 

resistivity and magnetoresistance (MR) at various angles (—) between the current and magnetic 

field to capture the planar signal. In Figures 3.4a, and b, the intrinsic planar Hall effect (PHE) 

signal is depicted for two representative temperatures, T = 10 K and 287 K, with B = 9T, after 

eliminating all misalignment components. The procedure to eliminate the misalignment is 

described in chapter 2.In the charge density wave (CDW) phase at 10 K, the planar Hall effect 

(PHE) signal exhibits typical characteristics, that contain valleys at 45° (225°) and peaks at 

135° (315°). 
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45However, in the normal phase, a 180° phase-shift occurs, with peaks at 45° (225°) and valleys 

at 135° (315°). To further analyse the PHE data, Equation 3.4 is employed on the temperature 

dependent angular PHE data (with B fixed at 9 T), and Figure 3.4d illustrates the extracted ȹ” 

versus T using a fixed magnetic field of 9 T. Clearly, with the temperature rising from 2 to 110 

K, the Planar Hall Effect (PHE) coefficient systematically diminishes, reaching a point where 

it becomes nearly vanishes in the proximity of the Charge Density Wave (CDW) transitions. 

(T Ó 150 K).  Nevertheless, as noted in our dataset, it reappears at temperatures exceeding 

TCDW1 (å211 K), but this time the amplitude is negative. Notably, a discernible PHE signal 

with ȹ” = -ve is detected inside the normal state (T = 287 K), with a magnitude of å1.08 Ĭ 10ī2 

ɛɋ cm, which is an order of magnitude smaller than the value at T = 2 K (ȹ” = 1.13 × 10ī1 ɛɋ 

cm). We choose another sample and measure the PHE signal above and below CDW.  

Figure 3.3: (a) The schematic illustration of the measurement set-up for the magnetoresistance and 

ordinary Hall effect studies. (b) The TMR as a function of magnetic field at t=2 K with inset 

demonstrated the TMR vs. B plot at T=300 K while black line showing the fitting curve with equation 

3.1. (c)Angular transverse magnetoresistance (TMR) vs. ɗ at T=2 K and B=9T with inset showing 

the configuration (d) Hall resistivity at different temperature  
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The reversal in the amplitude of the Planar Hall Effect (PHE) caused by the formation of charge 

density waves (CDW) is confirmed for sample II. The effect of the CDW on the in-plane 

anisotropic magnetoresistance (AMR), which roughly follows Equation (2) at both below and 

above the CDW transitions, is then examined. 

Yet, in the high-temperature counterpart (>TCDW1 = 211 K), additional peaks appear in the 

charge density wave (CDW) phase at specific angles that are not visible. The CDW transitions 

break the crystal symmetry, intensifying the anisotropy in the Fermi surface. In the presence 

of a magnetic field, this lattice anisotropy induces anisotropic carrier scattering, potentially 

resulting in the emergence of additional peaks in the in-plane angle-dependent magneto-

resistance, as per the semiclassical approximation. There have been reports of the topological 

Kagome metal KV3Sb5, which also undergoes charge density wave transitions, displaying a 

similar in-plane angle-dependent magneto-resistance. Furthermore, a modification in slope is 

observed near the charge density wave (CDW) transitions (Figure 3.4f) in the temperature 

dependence of the antisymmetric out-of-plane Hall coefficient (as illustrated in the inset of 

Figure 3.4. Angular variation of PHE resistivity (” )) at (a) T=10 K and (b) T=287 K (with inset 

showing experimental configuration of PHE measurement set-up.) with the fitted curve (solid lines) 

by Equation (1). (c) Angular variation of PHE resistivity (” )data taken from second sample at 

T=2 K and T= 300 K (d)) Temperature dependence of ȹ”(B=9T) =”Ṷī”||, extracted from the fitting 

of the PHE signal using Equation (1). Both the TCDWS are indicated by vertical dotted lines. (e)Angular 

variation of the in-plane resistivity difference (”xx(—)ī”||) for B=9Tat temperatures below and 

T>TCDWS (T=20 and 300 K). (f) The temperature variation of the ordinary Hall coefficient (RH), 

measured at B=9T with mentioning the CDW temperatures by arrow. 
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Figure 3.4f for the configuration of the out-of-plane Hall effect measurement). This indicates 

a substantial reconstruction of the Fermi surface due to the formation of CDWs. Although there 

is a discernible slope change at T å TCDW1, no discernible significant change is found T å 

TCDW2. The temperature-dependent planar resistivity and planar Hall signals, coupled with the 

alteration in the ordinary Hall coefficient, unequivocally signify a modification in the 

topological characteristics of the electronic bands, facilitated by the formation of charge density 

waves. 

Illustrated in Figure 3.5a, we conduct measurements of the angular Planar Hall Effect (PHE) 

signal in the charge density wave (CDW) state (T = 2 K) at various magnetic fields to gain 

insights into the PHE. Notably, Figure 3.5b demonstrates that the amplitude of the PHE, ȹ”, 

follows a power law with the magnetic field, exhibiting an exponent (Ŭ) of 1.4. Furthermore, 

we perform measurements of the longitudinal magnetic resonance (LMR) at T = 2 K with the 

current (I) and magnetic field (B) aligned parallel to each other (Figure 3.5c). LMR is 

commonly employed to identify chiral anomaly-assisted negative magnetoresistance. Contrary 

to expectations, our findings reveal a positive, non-saturating LMR that increases in a quasi-

linear manner with the applied magnetic field, suggesting that the observed magneto-transport 

behaviour may be attributed to alternative mechanisms.  

3.3 Theoretical Understanding of PHE: 

Now, we'll try to comprehend the peculiar temperature-dependent behaviour of the PHE signal. 

Figure 3.1a depicts a Centro-symmetric high-temperature structure, and the magnetic nature 

Figure 3.5. (a) Planar Hall resistivity (” ) of LaAgSb2 as a function of angle between the current 

(I) and magnetic field (B) at different B (T=2K). (b) Magnetic field dependence of ȹ”=”Ṷī”||, 

extracted by fitting the PHE signals with Equation (1) for different magnetic fields. The red solid 

line shows the fitted curve with a power law of ὄ , where ‌=1.4. (c) Magnetic field evolution of 

longitudinal magnetoresistance (LMR) of the same sample with temperature fixed at 2 K. 
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of the material is absent inside the normal phase. Thus, the system maintains time-reversal 

symmetry as well as inversion. As a result, the intrinsic Berry curvature is zero, suggesting that 

the PHE at high temperatures has a non-topological origin. Anisotropy in the in-plane 

resistivity in the presence of a magnetic field results from the anisotropy of the Dirac cones, as 

has been explained in the literature150. As backscattering between states at k and īk is permitted 

in the direction parallel to the in-plane magnetic field, while that is not the case in the direction 

perpendicular to the field, one finds that ”|| becomes >”Ṷ which leads to a planar Hall signal 

with negative amplitude according to the Eq. 3.4. 

 

The centro-symmetric structure becomes non-centro symmetric by the formation of CDW 

modulation that we find (Figure 3.1f). The x and y components of the large intrinsic Berry 

curvature that results from this are displayed in Figures 3.6 a, and b, respectively. This is in 

line with the PHE signal's large-amplitude observed at low temperatures. In these systems, it 

is also anticipated to see a positive PHE amplitude (ȹ”) induced by the chiral anomaly and 

negative LMR, both of which vary quadratically with B. On the other hand, we find a quasi-

linear positive ȹ” and a quasi-linear positive LMR (see Figure 3.5d). Apart from the 

nonvanishing Berry curvature, emergent Weyl cones are tilted based on our theoretical 

calculations conducted in the CDW phase. Thus, the quadratic B term resulting from the chiral 

chemical potential imbalance and the linear B corrections to the resistivity caused by the tilted 

Weyl cones combine to produce the observed LMR and PHE signals56,153. Moreover, the same 

tilted Dirac cone-driven mechanism can also be attributed to our results of linear unsaturated 

Figure 3.6: 2D colour plots of the (a) x and (b) y-component of Berry curvature in kz=0 plane in 

the CDW phase 














































































